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Abstract 

Within the life cycle assessment, exergy analysis is one of the specific approaches to evaluate 

impacts on the environment through the quality of energy which is degraded during the 

production process [1]. Exergy can be described as a measure of resources depletion and it 

can be used to evaluate the process efficiency. Comparative assessment of product and 

processes through life cycle assessment is often used to identify the differences and 

environmental hotspots. This research applies exergy life cycle assessment to compare 

different Ni-based catalysts synthesis processes. In previous research [2,3] the authors 

compared novel Ni-Pd/Al2O3 catalyst synthesis processes with other ones from environmental 

and performance point of view. Idea of this research is to calculate the impacts on the 

environment by the total exergy consumption of Ni-based catalyst processes and to compare 

these results with the results from previous research. Compared with other Ni-based catalyst 

synthesis processes, the assessment results confirm the previous findings that the novel Ni-

Pd/Al2O3 catalyst synthesis process has the smallest environmental impact. Furthermore, 

exergy life cycle assessment provided insight into impacts on the non-renewable and 

renewable resources.  
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Abstract  

Anthropogenic activities including industrialization, urbanization and growth of population 

have significantly increased concerns about detrimental effects of pollutants on health and 

environment. Among the heavy metal ions, lead (II) ions are especially toxic and hazardous. 

Here, we report the application of purple photosynthetic bacteria in biomonitoring of lead 

pollution in aqueous habitats. The monitoring method is based on light absorption and 

fluorescence responses of living microorganism to prompt appearance of lead ions in the 

solution. The Pb(II) ions penetrate the cell membrane immediately, attack and (in few mM 

external concentration) destroy the light harvesting system together with the reaction center 

protein. As these bacteria may act as bioaccumulators of lead, they can be also used for 

bioremediation of contaminated cultures. The advantages using photosynthetic bacteria for 

monitoring and accumulating Pb(II) pollution in aqueous environmental compartments are 

presented in the paper. 

 

Introduction 

The release of highly toxic and hazardous heavy metal ions (mercury, lead and cadmium) of 

anthropomorphic origin into the biosphere has increased today to alarming levels [1]. Out of 

these non-biodegradable pollutants, lead(II) ions have special significance because of their 

wide use in various human activities including the glass and metal industries. They are 

employed in batteries, paints, pigments and ammunition, cables, alloys and steels, plastics, 

and are still used in petrol as an anti-knocking agent. Water from industrial effluents, 

vehicular traffic and mixing of roadside run-offs is heavily contaminated by lead and its 

compounds. Due to different physiological disorders and toxicological effects caused to 

humans, the permissible level of lead contamination in drinking water (World Health 

Organization limit) is as low as 10 µg/l ≈ 50 nM. 

 Large efforts have been undertaken to investigate the behavior of lead in different 

ecosystems (particularly water, due to industrial wastewater pollution) and to work out 

strategies for its control, abatement and removal. Several analytical techniques have been 

applied to the assay of lead [2]. Voltammetry provided a reliable and cost-effective technique 

for its monitoring, especially in drinking water [3]. Different chemical methods including 

reduction and precipitation, ion-exchange, electrolysis and adsorption have been used for the 

removal of lead ions from water. In addition to the chemical methods, biological techniques 

are also available to detect and to remove the toxic heavy metal pollutants [4]. Photosynthetic 

bacteria were successfully used to monitor the level of mercury(II) ions in aqueous habitats 

[5-7]. 

 The present study was carried out to demonstrate the possibility of detection 

(biomonitoring) of Pb(II) ions by purple photosynthetic bacteria in aqueous solutions and to 

assess the potential of these microorganisms to concentrate and to remove (bioremediate) lead 

contamination from the aqueous environment.  
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Experimental 

Bacterial strains and growth conditions 

The photosynthetic purple bacterium Rubrivivax (Rvx.) gelatinosus were grown in Siström’s 

medium either in completely filled screw top vessels without oxygen (photoheterotrophic and 

anaerobic growth). The medium was inoculated from a dense batch culture (1:100) and was 

illuminated by tungsten lamps that assured 13 Wm
-2

 irradiance on the surface of the vessel as 

described earlier [8]. 

Chemicals 

The cells were harvested at the exponential phase of the growth and bubbled by nitrogen for 

15 min before measurements. Variable amounts of Pb(CH3COO)2*3H2O (Pb(II)-acetate) were 

added to the bacterial culture for heavy metal ion treatment [4]. These chemicals are highly 

soluble in aqueous solution under physiological conditions. 100 mM Pb(CH3COO)2*3H2O 

stock solution was prepared freshly before the experiment. The durations of the Pb(II)-acetate 

treatments were prompt. 

Optical assays 

Steady-state absorption spectrum. The absorption spectra of intact cells were measured by 

dual beam spectrophotometer with reference of scattering suspension of sand of similar size 

(~ 5 μm) and concentration (~ 1∙10
8
 particles/mL)

 
as those of the bacteria.   

Flash-induced absorption change kinetics. The kinetics of absorption changes of the whole 

cells induced by Xe flash were detected by a home-constructed spectrophotometer [8]. The 

electrochromic shift (ECS) of the carotenoids in the photosynthetic membrane were detected 

at 530 nm wavelength with reference to 510 nm wavelength. 

Induction and relaxation of bacteriochlorophyll (BChl) fluorescence. The induction and 

subsequent decay of the BChl a fluorescence of intact cells were measured by a home built 

fluorometer [5]. The light source was a laser diode (808-nm wavelength and 2W light power) 

that produced rectangular shape of illumination and matched the 800 nm absorption band of 

the LH2 peripheral antenna of the cells. The BChl a fluorescence (centered at 900 nm in 

mature cells) was detected in the direction perpendicular to the actinic light beam, with a near 

infrared sensitive, large area (diameter 10 mm) and high gain Si-avalanche photodiode (APD; 

model 394-70-72-581; Advanced Photonix, Inc., USA) protected with an 850-nm high-pass 

filter (RG-850) from the scattered light of the laser. The usually very small deviation of the 

kinetics of the excitation from the rectangular shape was corrected by detection of the kinetics 

of extracted BChl a in organic solvent. The induction of fluorescence rise was measured 

during the actinic laser light and the subsequent dark-relaxation was tested by attenuated short 

(3 s) laser pulses distributed according to geometrical series in time. 

 

Results and discussion 

The physiological properties of purple photosynthetic bacterium Rubrivivax gelatinosus show 

abrupt changes upon addition of Pb(II) acetate pollutant to the culture. While the I50 values 

(half lethal dose) of bacteria exposed to prolonged heavy metal ion contamination are low 

(e.g. I50 = 2 μM for Hg
2+

), prompt addition of lead to the culture evokes much (about 10
3
 

times) less changes due to slow kinetics of lead uptake through the cell wall (Fig. 1). Both red 

absorption bands characteristic of the peripheral (800 nm) and core (860 nm) antenna 

complexes demonstrate prompt decomposition after treatment with lead acetate in the few 

mM concentration range. The lead(II) ions can pass the cell wall of the bacteria in the short 

time range of exposure, and attack immediately the essential protein-pigment complexes 

including the peripheral and core light harvesting complexes. There is no preferential damage 

of the macromolecules as the observed rates of BChl degradation due to Pb(II) contamination 

are the same for the two antenna complexes.    
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The electrochromic signals due to absorption change of carotenoid pigments evoked by the 

membrane potential describe similar changes upon exposure to lead(II) ions (Fig. 2). The 

amplitude and not the kinetics of the flash-induced absorption change is sensitive to the Pb(II) 

treatment indicating that the magnitude of the membrane potential and not the pathways of 

disappearance of the initial charge pairs is primarily influenced by lead(II) ions.    

 
 

The BChl fluorescence is especially sensitive to lead(II) contamination. Both the kinetics and 

the magnitude of fluorescence induction (Fmax) show major changes upon Pb(II) treatment 

(Fig. 3). The severe drops of Fmax and F0 (the initial fluorescence) indicate substantial loss of 

BChl pigments together with decoupling of the light harvesting antenna systems from the 

reaction center.  

Fig. 1. Steady state red absorption spectra of intact cells 

of photosynthetic bacteria Rubrivivax gelatinosus after 

prompt addition of Pb(II) acetate to the culture.  

Fig. 2. Kinetics (inset) and lead(II)-dependent amplitude 

of flash-induced electrochromic response of the 

carotenoids in whole cells of Rubrivivax gelatinosus 

upon treatment with 0-4 mM Pb(II) measured by 

absorption change at 530 nm (vs. 510 nm). 
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While the BChl fluorescence induction probes the intactness of the light harvesting system 

and primary photochemistry taking place in the reaction center protein, the relaxation of the 

BChl fluorescence gives information about the pathways of re-opening of the closed reaction 

centers in the dark (Fig. 4). 

     
 

The prompt effect of lead(II) ions is expressed as significant decrease of the maximum 

fluorescence and minor acceleration of re-reduction of the oxidized BChl dimer in the 

Fig. 3. BChl fluorescence (F) induction kinetics (inset) 

and lead-dependent changes of the maximum 

fluorescence (Fmax) in intact cells of photosynthetic 

bacteria Rubrivivax gelatinosus grown in the light upon 

addition of Pb(II) acetate to the culture. The kinetic 

traces are normalized to the initial F0 fluorescence level 

of the untreated cells. 

 

Fig. 4. Relaxation of the BChl fluorescence after flash 

excitation in intact cells of photosynthetic bacteria 

Rubrivivax gelatinosus grown in the light upon addition 

of Pb(II) acetate to the culture. 
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reaction center. This technique is also suited to track the diverse structural and functional 

changes in the photosynthetic apparatus of the intact cell caused by Pb(II) contamination. 

 

Conclusion 

Steady state absorption spectra and kinetics of flash-induced absorption changes and 

fluorescence of intact photosynthetic bacteria are sensitive bioindicators of lead(II) 

contamination of aqueous cultures. After fast penetration through the cell wall, the Pb(II) ions  

cause prompt and detectable physiological changes by disconnection and damage of the 

antenna pigments followed by graduate destruction of the photosynthetic machinery of the 

bacteria. 
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Abstract 

The construction industry is one of the main sources of pollution, starting with the 

extraction of raw materials and the demolition of existing buildings, providing huge amounts 

of CDW (construction and demolition waste). Concretes with recycled aggregate have higher 

porosity than those achieved with natural aggregates, (20-30% higher) which can influence 

the carbonation depth. A typical C16 / 20 concrete class has been studied with natural 

aggregates, replacing the various granulometric fractions with recycled aggregates. The 

100x100x100mm cube specimens were stored for 28 days in water, tested (physico-

mechanical characteristics) and subjected to accelerated carbonation experiments. After being 

stored for 60 days under accelerated carbonation conditions, the specimens were cleaved to 

determine the carbonation depth after phenolphthalein testing of the faces in the splitting 

zone, measuring the minimum and maximum carbon dioxide penetration values. Correlation 

was made between the compressive strengths obtained for the studied specimens and the 

carbonation depth after the accelerated carbonation experiments in a protected environment - 

50% carbon dioxide concentration, temperature 25 ° C and humidity 75-80%. 

 
Introduction 

In addition to its major benefits to civilization, the construction sector also has some 

negative contributions to the environment: it has an important contribution to global warming 

through CO2-emitting processes and leads to the depletion of natural resources by over-

exploiting them. At the same time, the uncontrolled disposal of waste resulting from 

construction and demolition processes also has a negative impact on the environment. 

Eurostat estimates that in 2014 the total waste generated by economic and domestic 

waste for the 28 Member States at that time was 2598 million tones, being the highest value 

since 2004 and CDW representing 33.5% [1]. 

Reuse, recycling and waste reduction are considered to be the only ways to recover 

waste generated, but there is room for improvement in this direction [2]. 

 Recycling is defined as the process that changes materials into new products for 

preventing the waste of potentially useful materials, reducing the consumption of fresh raw 

materials, the energy usage and the air and water pollution. Many of the large, existing 

buildings which don't have any historical importance, such as industrial type, office buildings 

or apartments, have a reinforced concrete structure, and in many cases the demolition is the 

economical option for them [3]. The resulted concrete is mainly used as coarse aggregate and 

filler in road construction industry. Another option, but not so often choose, for the concrete 

resulted from the demolition process is to be used as aggregates into a new concrete [4]. 

Using the RCA in construction field has begun immediately after the second world war, when 

mailto:remus.chendes@gmail.com
mailto:liana.iures@upt.ro
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the concrete resulted from damaged roads, started to be used as support layer for new roads 

[5].    

 
Results and discussions 

 An experimental study on the durability of recycled concrete was carried out, focusing 

on the probability that the RCA used in new concrete would influence the degree of 

carbonation over time. 

 The RCA used into the experimental program was obtained after an industrial building 

demolition, with a reinforced concrete structure as it can be seen in figure 1. The building was 

demolished using the top- down method, in a mechanical way, with excavators. 

 

 

Figure 1. RCA after initial crushing 

 

Recycled aggregate concretes are concretes with a higher porosity than those achieved 

with natural aggregates, with 20-30% which can influence the carbonation depth. It has been 

proposed, the usual concrete class C16 / 20 made with natural aggregate, replacing it on the 

different granulometric fractions, with the recycled aggregate. 

 

Concrete 

Class 

Mixture 

Water/cement CEM I 

42,5R 

[kg/m
3
] 

Mixture 

water 

[kg/m
3
] 

Admixture 

[kg/m
3
] 

Aggregate 

[kg/m
3
] 

C16/20 292 205 1,46 1694 0,7 

A typical C16 / 20 concrete class has been studied with natural aggregates, replacing 

the various granulometric fractions with recycled aggregates.  

The 100x100x100mm cube specimens were stored for 28 days in water, tested 

(physic-mechanical characteristics) and subjected to accelerated carbonation experiments. 

After being stored for 60 days under accelerated carbonation conditions, the specimens were 

cleaved to determine the carbonation depth after phenolphthalein testing of the faces in the 

splitting zone, measuring the minimum and maximum carbon dioxide penetration values.  

Correlation was made between the compressive strengths obtained for the studied 

specimens and the carbonation depth after the accelerated carbonation experiments in a 

protected environment - 50% carbon dioxide concentration, temperature 25 ° C and relative 

humidity 75-80%. 
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Figure1.Experimental setup Figure 2.  Testo 350XL analyzer 

 

The three parameters - carbon dioxide concentration, relative humidity and 

temperature - were measured with the Testo 350XL analyzer, shown in Figure 2. 

After being stored for 60 days under accelerated carbonation conditions, the specimens 

were cleaved to determine the carbonation depth after phenolphthalein testing of the faces in 

the splitting zone, drawing the carbonated surface and measuring the minimum and maximum 

carbon dioxide penetration values (Figure 3). 

 

 

Figure 3. Phenolphthalein test - Carbonated surface 

 

In the calculation of the average depth of theoretical carbonation, the developed C.Bob 

formula presented below [6] was used: 

 

  

where: 

 - average carbonation depth [mm] 

fc - concrete compression strength [MPa] 

t - time [years] 

c,k,d – coeficients 
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Conclusions 

Experimental determinations have highlighted carbonation depth values for concretes 

with recycled aggregates higher than the theoretical values calculated using compression 

resistances. 

For concretes with recycled aggregates, for higher strengths of tested concrete, the 

carbonation depth measured was lower. 

Following the studies under accelerated carbonation conditions, a coefficient will be 

proposed in the carbonation depth calculation formula, which correlates with the 

concentration at which the concrete is exposed. 
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Samples 

Compression 

strength- fc 

[Mpa] 

c k d 

Time 

[years

] 

x 

theoretic 

[mm] 

x-min 

experim

ental 

[mm] 

x-max 

experi

mental 

[mm] 

M1 

(100% natural) 

NAT: 0,0-16,0 mm 

29 1 0,7 2,7 0,164 3,96 4,0 11,0 

R1 

(100% RCA) 

RCA: 0,0-16,0 mm 

32,0 1 0,7 2,7 0,164 3,59 4,0 13,0 

R2 

(natural+RCA) 

NAT: 0,5-16,0 mm 

RCA: 0,0-0,5 mm 

 

23,0 1 0,7 2,7 0,164 5,00 9,0 15,0 
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Abstract 

 

Hybrid organic-inorganic nanomaterials based on Pt and Ag colloids, namely nano-

Ag-5,10,15,20-tetrakis-(4-aminophenyl)-porphyrin-Zn(II) (ZnTAPP-AgNPs) and nano-Pt-

5,10,15,20-tetrakis(N-methyl-4-pyridyl)porphyrin-Zn(II) tetrachloride (ZnTMePyP-PtNPs) 

were obtained and their capacity to form improved optically active complexes with 

fluorescein was investigated. By interaction with minute quantities of fluorescein the intensity 

of absorption of the plasmonic bands of the ZnTAPP-AgNPs and ZnTMePyP-PtNPs hybrids 

increases. ZnTMePyP-PtNPs hybrid will be further tested in clinical trials because it allows 

for a larger concentration domain of fluorescein complexation and more accurate dosage. All 

the sensitive materials are easy to prepare and respect the rules of sustainable chemistry. 

 

Introduction 

 

In recent years scientists were interested in obtaining more fluorescent molecules and 

hyperchromic optical effects in order to study the mechanisms of molecular interactions. For 

this purpose, porphyrins were complexed with fluorescein and novel dyads were obtained in 

various methods. For example, tetraphenylporphyrin was complexed with a fluorescein 

molecule via a flexible four carbon atoms linker [1]. The intramolecular interactions were 

studied for this heterodimer by means of absorption and fluorescence spectroscopy in various 

solvents. The prototropic equilibrium of fluorescein dyes as function of pH is extensively 

presented in literature [2]. The presence of color of the dyads containing fluorescein (structure 

in Figure 1) indicates the structural form having hydroxyl and carboxyl active groups.  

 

  
Figure 1.  Fluorescein structure 

 

Having hydroxyl and carboxyl active groups, the formation of the dyad can take place 

at different active sites [3]. The ester bond between the two chromophore molecules is 

performed in this case via a three carbon atoms flexible bridge. The same authors obtained 

Zn, Cu and Ni metal fluorescein-porphyrin dyads and analysed their photophysical properties 

[4]. They concluded that only the Zn
2+

 complex exhibits fluorescence emission and possesses 

a shorter fluorescence lifetime as compared to the free porphyrin dyad. They attributed this 

fact to the increase in electron density by the presence of Zn
2+ 

ions in the complex. 
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A fluorescence strengthening was observed for the supramolecular system formed 

between 5-(p-hydroxyl-propanbrominephenyl)-10,15,20-triphenylporphyrin that was coupled 

with fluorescein and further complexed with copper(II) 5-(p-amino-phenyl)-10,15,20-

triphenylporphyrin by hydoxyl-amino type hydrogen bonding [5].  

Porphyrins tagged with fluorescein were obtained as dyads by linking the two 

molecules by a triazole bridge [6]. The intramolecular energy transfer was more efficient in 

DMSO as solvent than in chloroform.  

The scope of our work was to obtain porphyrin-fluorescein complexes that exhibit 

better optical properties than the starting materials using a simple investigation tool like 

optical spectrophotometry. For this purpose, hybrid nanomaterials consisting of 

metalloporphyrins and noble metal Pt and Ag colloids, namely nano-Ag-5,10,15,20-tetrakis-

(4-aminophenyl)-porphyrin-Zn(II) (ZnTAPP-AgNPs) and nano-Pt-5,10,15,20-tetrakis(N-

methyl-4-pyridyl)porphyrin-Zn(II) tetrachloride (ZnTMePyP-PtNPs) were obtained and their 

capacity to form improved optically active complexes with fluorescein was investigated. 

Figure 2 a and b depicted the porphyrins structures. 

    
                                                          a                                                        b          

Figure 2. Structures of Zn-5,10,15,20-tetrakis-4-aminophenyl porphyrin (ZnTAPP)(a) and 

5,10,15,20-tetrakis(N-methyl-4-pyridyl)porphyrin-Zn(II) tetrachloride (ZnTMePyP)(b) 

 

Materials and methods  

 

The metalloporphyrin 5,10,15,20-tetrakis(N-methyl-4-pyridyl)porphyrin-Zn(II) 

tetrachloride (ZnTMePyP) was obtained by our group and previously reported [7]. The 

metalloporphyrin 5,10,15,20-tetrakis-(4-aminophenyl)-porphyrin-Zn(II) (ZnTAPP) was 

purchased from Por-Lab GmbH (Germany). Fluorescein Standard (Free acid) was provided 

by Fluka. Solvents, DMSO and THF, were acquired form Merck and were used without 

further purification. The formation of the hybrid nanomaterial stabilized with 

polyethyleneglicole (PEG), ZnTAPP-AgNPs was previously reported [8] and the formation 

of the hybrid nanomaterial ZnTMePyP-PtNPs, was performed by adapting the procedures 

used in previous experiments already published by our group [7, 9]. A fluorescein solution 

having the concentration of 1.805 x 10
-3

 M in THF was used for the detection experiments.   

Apparatus. A JASCO UV- V-650 spectrometer (Japan) was used for recording UV-visible 

spectra using standard 1 cm pass cells.  

 

Results and Discussions 

 

The UV-vis spectra of the starting materials are presented in Figures 3 and 4. The 

UV-vis spectrum of fluorescein (Figure 3a) does not have important peaks in the spectral 

domain of interest (350 – 550 nm). It can be seen that the interaction between the 
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metalloporphyrin and the silver colloidal nanoparticles leads to an enlargement of the 

plasmonic band (λmax =437 nm I=1.97) (Figure 3d) of the silver colloid alone (Figure 3b) 

and also to an increase in intensity as compared to the Soret band of the Zn-metalloporphyrin 

(λ max =428 nm I=1.85) (Figure 3c).  

 

 

Figure 3. Overlapped UV-vis spectra of: fluorescein solution in THF (a); stabilized silver 

colloidal solution (b); ZnTAPP solution in THF (c) and the hybrid plasmonic nanomaterial 

ZnTAPP-AgNPs (d) 

 

In the case of the hybrid nanomaterial formed between water soluble 5,10,15,20-

tetrakis(N-methyl-4-pyridyl)porphyrin-Zn(II) tetrachloride (ZnTMePyP) and platinum colloid 

(Figure 4) it can be concluded that the intensity of absorption of the hybrid (Figure 4d) is 

decreased as compared both to the intensity of absorption of the porphyrin base (Figure 4c) 

and to the intensity of absorption of the nanoplatinum colloid (Figure 4b).   

 
Figure 4. Overlapped UV-vis spectra of: fluorescein solution in THF (a); stabilized platinum 

colloidal solution (b); ZnTMePyP solution in water (c) and the hybrid plasmonic 

nanomaterial ZnTMePyP-PtNPs (d) presented also in detail by successive adding of Pt 

colloid  

 

The fluorescein standard used in this experiment (Figure 1) has hydroxyl and carboxyl 

active groups and the interaction with the amino-substituted Zn-porphyrin and the silver 

colloidal nanoparticles leads to a dramatic increase in the intensity of absorption of the hybrid 

nanomaterial, as can be seen in Figure 5.  
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Figure 5. Overlapped UV-vis spectra after succesive adding of fluorescein to ZnTAPP-

AgNPs Dependence between the intensity of absorption at 457 nm and the fluorescein 

concentration 

 

The concentration domain in which the dependence between the intensity of 

absorption of the plasmonic band and the concentration of fluorescein is linear spans from 

2.97 x 10
-7

 M to 2.67 x 10
-6

M (Figure 5 detail) and presents an excellent correlation 

coefficient of 99.4%  

The demand for complexes with fluorescein used in smaller amounts justifies the 

experiment for obtaining fluorescein complexes with ZnTMePyP-PtNPs hybrid. The 

sequential adding of 0.001 mL fluorescein solution in THF (c = 1.805 x 10
-3

 M) to 3.2 mL of 

ZnTMePyP-PtNPs hybrid nanomaterial in water was performed. The solutions were stirred 

for 30 seconds on a sonication bath and the UV-vis spectra were recorded (Figure 6). 

 

     
Figure 6. Overlapped UV-vis spectra for the sequential adding of fluorescein solution to the 

ZnTMePyP/PtNPs hybrid material. Details of the isosbestic points at 550 nm (b) and at 515 

nm (c). Linear dependence between the intensity of absorption and the fluorescein 

concentration (d)  

 

It can be observed that the intensity of absorption increases strongly and constantly 

after each fluorescein adding in the 250 – 650 nm wavelength domain. Another feature that 

confirms the formation of complexes between the ZnTMePyP-PtNPs hybrid material and 

fluorescein is the presence of two isosbestic points that appear, as a function of fluorescein 

concentration, at 550 nm and 515 nm respectively (Figure 6b and 6c). The increase in 

intensity of absorption is a linear function of the fluorescein concentration (Figure 6d).  
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Conclusion 

 

Although the synthesis of dyads between porphyrins and fluorescein is known to 

require tedious workup and high temperatures and leads to a decreased intensity of absorption 

of the obtined material [4] by comparison to the initial porphyrin, in our case, the intensity of 

absorption of the plasmonic bands of the ZnTAPP-AgNPs and ZnTMePyP-PtNPs hybrids 

increase in intensity by interaction with fluorescein.  

ZnTMePyP-PtNPs hybrid will be further tested in clinical trials because it allows for a 

larger concentration domain of fluorescein complexation and more accurate dosage. 

All the sensitive materials are easy to prepare and require no high temperatures or 

purification steps.   

 

Acknowledgements 

 

The authors from Institute of Chemistry Timisoara of Romanian Academy are 

acknowledging UEFISCDI PN-III-P1-1.2-PCCDI-2017-1-Project ECOTECH-GMP 

76PCCDI/2018 and to Romanian Academy for financial support in the frame of Programme 

3/2018 from ICT. This work is dedicated to the Centennial Anniversary of ROMANIA. 

 

References 

 

[1] X. Yan, M. Weng, M. Z. T. Shen, Dyes Pigm. 35(2) (1997) 87-99. 

[2] N. A. Vodolazkaya, P. V. Shakhova, N. O. Mchedlov-Petrosyan, Russ. J. Gen. Chem+ 

79(7) (2009) 1437–1445. 

[3] X. Sun, D. Li, G. Chen, J. Zhang, Dyes Pigm. 71 (2006) 118-122. 

[4] X. Sun, G. Chen, J. Zhang, Dyes Pigm. 76 (2008) 499-501. 

[5] J.-Z. Lu, Y. Du, B. Wu, J.-W. Huang, J. Jiang, Transition Met Chem 35 (2010) 451–456.  

[6] O. Rezazgui, P. Trouillas, S. Qiu, B. Siegler, J. Gierschner, S. Leroy-Lhez, New J. Chem., 

40(4) (2016) 3843–3856. 

[7] A. Palade, A. Lascu, I. Fringu, L. Salageanu, D. Vlascici, M. Birdeanu, E. Fagadar-

Cosma, Farmacia 66(3) (2018) 468 – 476. 

[8] L. Salageanu, A. Lascu, M. Birdeanu, E. Fagadar-Cosma,, Dig. J. Nanomat. Bios., 13(3) 

(2018) 653 – 659. 

[9] A. Lascu, M. Birdeanu, B. Taranu, E. Fagadar-Cosma, J. Chem. Hindawi (2018), Article 

ID 5323561, 11 pages, doi: 10.1155/2018/5323561. 

  



 
24th International Symposium on Analytical and Environmental Problems 

20 

ION MOBILITY MASS SPECTROMETRY OF GANGLIOSIDES IN HUMAN BRAIN 

IN HEALTH AND DISEASE 

 

Mirela Sarbu
 1
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Abstract 

Gangliosides (GGs), a class of glycosphingolipids, are important biomarkers in early 

diagnosis of CNS pathologies, being in the focus of our research as potential therapeutic 

targets [1]. A series of neuropsychiatric disorders are characterized by amnesia and 

disorientation caused by hippocampal atrophy and diminished cholinergic activity. Based on 

ion mobility separation mass spectrometry (IMS MS) capability for a reliable glycopattern 

determination, and the occurrence of neuropsychiatric disorders [2,3], we report here on the 

improvement of novel and high performance IMS MS method for assessing the GG profile in 

a highly complex mixture extracted from an adult healthy brain region. The IMS separation of 

GGs based on charge state, carbohydrate chain length and degree of sialylation led to the 

detection and identification of over 100 species, the larger number of GGs ever reported 

before in this particular brain region. Moreover, the obtained data supports the concept of 

GGs cholinergic activity. Furthermore, by applying IMS MS/MS, novel GG species were 

structurally investigated in details. 
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Abstract 

Hungary, Romania, Croatia and Serbia have a various tradition and current situation in 

geothermal usage, although their potential can roughly be estimated as similar. The reasons 

for insufficient usage of geothermal energy are dominated by legal regulations related to the 

obligation of reinjection, concession, as well as feed-in tariffs. All the facts support the need 

for joint projects, or at least for a common approach to increasing the use of geothermal 

energy. According to the geothermal water characteristics, the most efficient way to use 

geothermal water in the most of the Panonian Basin is cascade use, two-stage or multistage, 

which is proposed as a model for usage. 

 

Introduction 

 

Pannonian Basin has been recognised long time ago as a positive geothermal field. Hungary, 

Romania, Croatia and Serbia are countries with significant part of their territory in the 

Panonian Basin and have a various tradition and current situation in geothermal usage, 

although their potential can roughly be estimated as similar. The Pannonian Basin has a heat-

flow density ranging from 50 to 130 mW/m
2
, with a mean value of 90-100 mW/m

2
 and a 

geothermal gradient of about 45 °C/km [1,2] 

Hungarian Office for Mining and Geology reported, there are 1622 registered geothermal 

wells in Hungary with production of about 25 million m
3
 thermal water i.e. 2,509,519 GJ 

(data for year 2015.). The number, temperature and utilisation of geothermal wells vary 

greatly, as does the economic health of 19 provinces in which Hungary is administratively 

divided into (Figure 1(a)). As it has been previously published in [3], that from a geothermal 

point of view the most promising county is Csongrád, a province that has 282 geothermal 

wells and 9 abandoned hydrocarbon wells which are being evaluated for geothermal uses. The 

geothermal gradient is 37- 45 
o
C/km, with a county-wide heat flow of 90-106 mW/m

2
 [1].  

 
(a)                                                        (b) 

Figure 1. (a) Counties with the number of existed geothermal wells and the prosperous 

hydrocarbon wells in Hungary [3] and (b) Geothermal wells in Croatia [5]  
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Csongrad produces 25–30 million m
3
 of thermal water per year, or 1/6 of all Hungarian 

geothermal water production. Every town in the county has a geothermal heating system. The 

largest is in Hódmezővásárhely, with 8 producing and 2 injection wells. In addition to its 

highest geothermal potential in Hungary, it is important to emphasize here that Csongrad is a 

border country with Serbia and its position strongly encourages development of mutual 

bilateral and multilateral project. 

As stated in the Geothermal Energy Utilization Potential in Croatia, the Field and Study Visits 

Report, published in June 2017 [4] there are 28 geothermal sites in total, of which 18 are in 

use. Panonian basin in Republic of Croatia have great properties from the viewpoint of 

geothermal potentials: the temperature gradient is 0.04 ° C / m to 0.07 ° C / m. The terrestrial 

welding flux is also high and ranges from 60 to over 100 mW / m
2
.  

Geothermal energy is used in the Republic of Croatia for 18 spas and recreational centers, and 

various medical therapies (Figure 1(b)). In 23 locations, shown in Figure 1(b), the direct use 

of the geothermal energy is the same as in the total installed power of about 75 MWt [5]. The 

yearly consumption of the total energy of all geothermal locations, calculated from a new 

factor of 0.27, could reach 650 TJ / year. 

The main geothermal project, which is currently in the final phase, is Velika Ciglena, which is 

expected to be a crochet of Croatia, but also the largest European ORC geothermal power 

plant. There are 15 MW in the full production process of 15 MW is expected to be put into 

operation this year, 2018. 

The main geothermal areas in Romania (Figure 2 (a)) are: Satu Mare, Tasnad, Acas, 

Marghita, Sacuieni, Salonta, Curtići-Macea-Dorobanti, Nadlac, Lovrin, Tomnatic, Sannicolau 

Mare, Jimbolia and Timisoara. The main purposes are: heating 10 hectares of greenhouse; 

district heating for about 2,500 apartments, obtaining sanitary hot water for 2,200 apartments, 

health and recreational bathing and fishing [6]. 

The Pannonian geothermal aquifer in Romania extends over an approximate surface of 2,500 

km
2
 along the western border of Romania, from Satu Mare to the north to Timisoara and 

Jimbolia in the south. The aquifer layer is located at a depth of 800 to 2,400 m. More than 100 

geothermal wells were tested, of which 33 are currently exploited. The heat gradient is 45-55 

° C / km. Boreholes are mainly used as artificial wells, and very few have installed pumps. 

 

(a)                                                                   (b)                                                                                           

 

Figure 3.  (a) Locations of main geothermal reservoirs in Romania [6]; (b) Geothermal 

potentials in Panonian Basin in Serbia 
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The main direct uses of geothermal heat are: central heating and individual space heating, 

balneology and recreation. In several places geothermal energy is used for heating 

greenhouses (about 10 ha), fish farming (several farms), industrial processes and drying.  

In Panonian Basin in Serbia (province of Vojvodina), thermal waters usageare: spa and baths 

43.6%, heating 38.8%, Industry 11.5%, recreation (outdoor and indoor swimming pools) 

6.1%. The best application of geothermal water was realized in Kanjiža where hot water is 

used by multipurpose, cascade system, then in Bečej, even in Junaković near Apatin. 

In Figure 2 (b). all objects of exploration and use of hydrothermal waters (drilled well drilling, 

wells in production, places of use, spa, sports-recreation centers etc.) in Vojvodina are shown. 

The total thermal energy of water and all drilled hydrothermal wells is about 55 [MW], and 

the power of all wells that were in production about 23 [MW]. The possible substitution of oil 

for drilling wells in production is about 10 000 [t per year]. 

The geothermal waters of the Pannonian Basin of Vojvodina, in terms of physical, chemical 

and geothermal characteristics, could be used in agriculture for heating greenhouses, livestock 

and horticulture for heating farms, industry as technical hot water, balneotherapy and sports 

and tourism centers, for heating of settlements and other facilities, supply of population with 

sanitary water, fishing, etc. It is important to mention that there is a low percentage of 

utilization (up to the 30%) of the potential of these hydrothermal wells is due to either 

unadjusted user installations or due to lower user needs compared to the potentials of the 

exploited well. In addition to the wells that are in operation, there are 11 hydrothermal wells 

on the territory of Vojvodina, with built hydrothermal systems, which are currently out of 

production and wells that have never been in production, which are promising both from the 

aspect of energy and the supply of drinking water to consumers. 

 

Results and discussion 

 
On a number of geothermal sources of interest there is a mixture of water and gas. This gas, by 

degassing process, should be separated and used in an environmentally friendly way, through 

cogeneration (coupled production of heat and electricity). After use, directly or indirectly, 

geothermal water should be returned to the wall mass, through geothermal sink. Those sinks are 

operated at an average distance of up to 300-500 m from the geothermal source. Figure 3 shows 

the use of water from the geothermal spring. 

Thermal water from a geothermal source is pumped through a pump into a degasser where water 

and gas separation is carried out. The degassed water is gravitationally flowed into the 

underground tank of water tank while the gas goes into the above-ground gas tank. Degassed 

water is pumped through the pump line into the water line from which the consumers are supplied 

and the gas is transported by the compressor into the gas line from which the cogeneration plant is 

supplied. According to this scheme, the water will be return to the geothermal sink is relatively 

high temperature, about 28C. 

Panonian Basin geothermal sources are more suitable for integrated use of the geothermal 

resource in multiple applications under the concept called cascade utilization for power generation 

and sequential use of geothermal heat for various direct uses, or by use of thermally activated 

technologies (Figure 4).  In the first instance, through the heat exchanger, geothermal water would 

be used for underfloor heating, water treatment for swimming pools, etc. After that the geothermal 

water would go to second degree, again through a heat exchanger, into a heat pump. After that, 

the geothermal water would be returned to the geothermal sink. 
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Figure 4. Cascade utilisation of geothermal energy 
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When using water from geothermal sources, special attention must be paid to the effect of 

temperature, as well as the quality of water on the equipment. The impact of corrosion on the 

heat exchanger has been thoroughly examined by the Oregon Institute and such experiences 

have led to the emergence of heat exchanger manufacturers specializing in geothermal water, 

or those who take into account the chemical composition of the fluid and determine, on the 

basis of it, materials that will be used in production. 

In addition of the cascading use of geothermal energy mentioned above, cascade utilisation is 

also applied in agriculture (greenhouses, fishponds, etc.) 

 

Conclusions 

Geothermal resources in the Panonian part of Hungary, Croatia, Romania and Serbia are 

resources of medium and low enthalpy and therefore are suitable for cascade utilization. This 

is the integrated use of the geothermal resource in multiple applications for power generation 

and sequential use of geothermal heat for various direct uses. Cascading from power 

production provides water for direct uses, district heating, fishponds, greenhouses 

etc.  Further projects (bilateral or multilateral) should be focused on investigation of the 

technical and economic feasibility to replace conventional boilers in the district heating 

network. The replacement should consider the direct utilization of geothermal heat in cascade 

to different temperature levels and the incorporation of a heat pumps. 
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Abstract 

Platinum-complexes permanently play an important role in the medical treatment of tumor 

cells. Since Pt has a soft-type Lewis acidic character, it forms the most stable complexes with 

S, P, N and I donor atoms, resulting planar (cisplatine) or octahedral (satraplatine) 

arrangement of ligands. 

In our research, new platinum complexes were synthesized with α-glyoximes, such as 

[Pt(diethyl-glyoxH)2(amine)2], where glyoxH = mono deprotonated glyoxime, amine = 

imidazole, 2-amino-pyrimidine or 3-hydroxy-aniline, and with Schiff bases, such as 

[Pt(3-heptanone)2(en)], [Pt(3-heptanone)2(1,2-pn)], [Pt(3-heptanone)2(1,3-pn)] (en = 

ethylenediamine, pn = propylenediamine). The Schiff bases were obtained with the 

condensation reaction between 3-heptanone and the corresponding diamines. 

The molecular structure of our products has been investigated by IR, UV–VIS and 

NMR spectroscopy, MS, thermoanalytical measurements (TG-DTG-DTA), and powder XRD. 

The biological activity study of compounds revealed their possible application in medical 

point of view since some of them proved to act as antibacterial agents and potential anticancer 

drugs. On the other hand, some members of the family of complexes can play catalytic role in 

organic chemistry transformations. 

 

Introduction 

After cisplatin was discovered by Barnett Rosenberg due to its anti-tumor effect, and was 

introduced to the market as drug in 1978, beside the second generation Pt-drugs, as 

carboplatin, oxaliplatin [1, 2], it became the most important agent in cancer treatment.  

 During the study of relationships between the activity and the structure of Pt-

complexes by Cleare and Hoeschele, they noted that the prerequisite of the metal complex to 

be an efficient drug is the ability of the platinum center to coordinate a bidentate amine ligand 

in cis position, or alternatively, two amine components containing minimum one NH group. 

Furthermore, the complexes must also contain two medium bonded leaving groups (e.g. 

chloride, sulfate, citrate, oxalate) [3]. 

 The anti-tumor effect of cisplatin can be explained by the platinum coordination to the 

DNA, which makes a distortion in the helicoidal structure, resulting to the inhibition of 

http://www.ttk.mta.hu/en/home-featured/hungarian-academy-of-sciences-research-centre-for-natural-sciences
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replication and transcription of DNA. Finally, this process leads to the cell circuit stop and 

apoptosis [4]. 

 It is also worth mentioning that Schiff bases are used in many fields, as in paint 

industry, however, due to their biological activity, they deserve more interest as antibacterial, 

antiviral, and anti-inflammatory agents. Some derivatives have anti-tumor effect, too. 

 

Experimental 
Used materials: PtCl4, MeOH, EtOH, HCOOH, 3,4-hexanedione, hydroxylamine-

hydrochloride, KOH, 3-heptanone, ethylenedianine, 1,2-propylene-diamine, 1,3-propylene-

diamine, imidazole, 2-amino-pyrimidine, 3-hydroxy-aniline. 

Methods: - Preparation of diethyl-glyoxime 

In the first step 3,4-hexanedione was reacted with hydroxylamine-hydrochloride dissolved in 

water. To the hydroxylamine-hydrochloride solution equimolar amount of KOH was added in 

order to liberate the free amine from its salt. The reaction mixture was heated for 2–3 hours, 

and then the precipitated product was filtered off. After recrystallization from EtOH or 

MeOH, it was dried on air. 

- Synthesis of [Pt(diethyl-glyoxH)2(amine)2] complexes 

The platinum salt was reduced with formic acid before its use in the complex synthesis: 

PtCl4 + HCOOH  PtCl2 + CO2 + 2 HCl 

Diethyl-glyoxime was dissolved in EtOH or MeOH, than added to the aqueous solution of the 

reduced platinum salt (PtCl2). The mixture was heated for 2–3 hours. After cooling, the 

formed [Pt(diethyl-glyoxH)2] was filtered, washed with EtOH–water mixture (1:1), and dried 

on air. For the synthesis of complexes, the reaction mixture of the diethyl-glyoxime and PtCl2 

was heated for 1 hour, than the corresponding amine (imidazole, 2-amino-pyrimidine, 

3-hydroxy-aniline) was added, and heated further for 2 hours. After cooling the product was 

filtered, washed with EtOH–water mixture (1:1), and then dried on air. The reactions: 

KOH,  2 H2O

+ 2 H2N-OH·HClC

O
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- Synthesis of [Pt(3-heptanone)2(A)] (A = en, 1,2-pn, 1,3-pn) complexes 

The Schiff bases were prepared by the condensation reaction between 3-heptanone and the 

corresponding diamine (ethylenediamine, 1,2- and 1,3-propylenediamine) in EtOH solution. 

The mixture was heated at 70–80 °C for 2–3 hours. The solution obtained was directly used 

for the complex syntheses by adding the reduced platinum salt (PtCl2) dissolved in water. The 

product was filtered, washed with EtOH–water mixture (1:1), and then dried on air. 

For example, the reactions performed for the synthesis of [Pt(3-heptanone)2(en)] are: 

H2C C CH2 CH2 CH2 CH3

O

H3C

H2C C CH2 CH2 CH2 CH3

N
H2C

H2C
N

CH2C CH2 CH2 CH2 CH3

H3C

H3C

2

NH2
H2C

H2C
NH2

 2 H2O

 



 
24th International Symposium on Analytical and Environmental Problems 

28 

H2C C CH2 CH2 CH2 CH3

N
H2C

H2C
N

CH2C CH2 CH2 CH2 CH3

H3C

H3C

H2C C CH CH2 CH2 CH3

N
H2C

H2C
N

CH2C CH CH2 CH2 CH3

Pt

H3C

H3C

 2 HCl

+ PtCl2

 
 

Results and discussion 

Microscopic characterization and the yield of prepared complexes are presented in Table 1. 

Table 1. Microscopic characterization, calculated molecular weight and the yield of 

prepared complexes. 

Nr. Compound 
Calc. mol. 

weight 
Yield (%) 

Microscopic  

characterization 
1. [Pt(diethyl-glyoxH)2] 481.41 59 Brown, triangle-based prisms 

2. 
[Pt(diethyl-glyoxH)2 

(imidazole)2] 
617.56 56 

Brown, square-based long 

crystals 

3. 
[Pt(diethyl-glyoxH)2 

(2-amino-pyrimidine)2] 
671.61 54 

Brown, long needles, triangle-

based prisms 

4. 
[Pt(diethyl-glyoxH)2 

(3-hydroxy-aniline)2] 
699.66 42 

Black, shining, triangle-based 

prisms 

5. [Pt(3-heptanone)2(en)] 445.50 5 Black, irregular microcrystals 

6. [Pt(3-heptanone)2(1,2-pn)] 459.53 18 Black, triangle-based crystals 

7. [Pt(3-heptanone)2(1,3-pn)] 459.53 13 Black, irregular microcrystals 

Infrared spectroscopic study 

The mid-IR spectra were recorded with a Bruker Alpha FTIR spectrometer (Platinum single 

reflection diamond ATR), at room temperature, in the wavenumber range of 4000–400 cm
−1

, 

and the far-IR range of 650–150 cm
−1

, respectively, on a Perkin–Elmer System 2000 FTIR 

spectrometer, operating with a resolution of 4 cm
−1

. The samples were measured in solid state 

(in powder form), respectively, in polyethylene pellets. The most important IR values for the 

selected complexes are presented in Table 2. 

 Table 2. IR data of the selected complexes. 

       Comp. 

cm
-1

 
[Pt(diEt-glyoxH)2] 

[Pt(diEt-glyoxH)2 

(imidazole)2] 

[Pt(diEt-glyoxH)2 

(2-am.-pyrimid.)2] 

[Pt(diEt-glyoxH)2 

(3-HO-aniline)2] 

ʋC-H 2975, 2938, 2876 m 2975, 2938, 2876 m 2975, 2937, 2875 m 2974, 2937, 2876 w 
ʋC=N 1535 s 1532 vs 1535 s 1534 s 

CH2 1459 s 1447 s 1459 s 1448 s 

CH3 1360 m 1360 s 1359 m 1358 w 

ʋN-O 1241 vs 1242 vs 1241 vs 1240 vs 

ʋN-OH 1107 s 1110 s 1106 s 1106 s 

τO-H 916 vs 918 vs 916 vs 915 vs 

C-H 712 s 715 s 712 s 710 s 

ʋPt-N 518 s 515, 512, 509 s 518, 515 s 516, 513, 501 s 

N-Pt-N 358 vs 356 vs 328 vs 324 vs 

(Abbreviations: vs = very strong, s = strong, m = medium, w = weak) 

Mass spectrometry 

Mass spectra of the samples were recorded by an Agilent/Technologies 6320 Mass 

Spectrometer using electrospray ionization (ESI). The samples were dissolved in MeOH. In 

the spectra we could detect the molecular ions and some decomposition fragments. 

Thermoanalytical measurements (TG-DTG-DTA) 

Thermal measurements were performed with a 951 TG and 910 DSC calorimeter (DuPont 

Instruments), in Ar or N2 at a heating rate of 10 Kmin  (sample mass 4–10 mg). 

 In the case of [Pt(diethyl-glyoxH)2(amine)2] complexes the first decomposition steps 

are belonging to the leaving amine groups up to 300 °C. Subsequently the decomposition of 
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glyoxime groups begins, which is accompanied by a big exothermic peak. This behavior can 

be explained with the presence of oxygen in the molecule as shown, for example, in Figure 1. 

The general decomposition mechanism is the following: 

[Pt(diethyl-glyoxH)2(amine)2]  [Pt(diethyl-glyoxH)2(amine)]  [Pt(diethyl-glyoxH)2]  

 [Pt(diethyl-glyoxH)]  PtO 

 
Figure 1. Thermal decomposition of [Pt(diethyl-glyoxH)2(imidazole)2] 

 

NMR spectroscopic study 

The NMR spectra (
1
H and 

13
C NMR) were recorded in DMSO-d6 in 5mm tubes at RT on a 

Bruker DRX 500 spectrometer at 500 MHz, using TMS as internal reference. In the 
1
H NMR 

spectra the aliphatic protons appear at 1.1–2.8 ppm in all complexes, the aromatic protons 

appear between 7.7–8.3 ppm. In the 
13

C NMR spectra the aliphatic carbons appear at 10–20 

ppm, and the double bonded carbons appear at 158 ppm. 

Powder X-ray diffraction measurements 

Powder XRD measurements were carried out on PANalytical X’pert Pro MPD X-ray 

diffractometer. The crystal structure of the complexes was studied with this method. As being 

new compounds their diffractograms are not deposited in the Cambridge database. 

UV–VIS spectroscopy 

The electronic spectra were recorded with Jasco V-670 Spectrophotometer in 10% 

EtOH/water solutions containing substrate in 10
–4

 mol/l concentration. For a few complexes 

the characteristic wavelengths are the followings: [Pt(diethyl-glyoxH)2] – 271 nm, 320 nm, 

470 nm; [Pt(diethyl-glyoxH)2(2-amino-pyrimidine)2] – 198 nm, 286 nm. Using Britton-

Robinson buffer solutions the electronic spectra were also recorded as a function of pH, and 

then the acidity constants were calculated with the formula below: 

Ka = 10
-pKa

, pKa = pH + lg
AA

AA





min

max , where A is the absorbance. 

The obtained values are listed in Table 3. 
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 Table 3. The acidity constants for selected complexes. 

Compound  pH A Amax Amin pKa Ka 

[Pt(diethyl-glyoxH)2] 

448 10.48 0.020123 0.0282773 0.0143296 10.63068 2.34·10
-11

 

323 10.48 0.108823 0.112591 0.0803457 9.604606 2.49·10
-10

 

273 9.71 0.31477 0.339324 0.285667 9.638467 2.3·10
-10

 

[Pt(diEt-glyoxH)2 

(2-am.-pyrimid.)2] 

268 10.48 0.458324 0.475482 0.290584 9.48983 3.24·10
-10

 

195 11.31 2.51446 2.63318 2.31618 11.08724 8.18·10
-12

 

 

Biological study 

The antimicrobial effects of complexes were studied for Gram-negative and Gram-positive 

(especially B. Subtilis) germs. The observation was made with the disk method. Filtering 

paper disks were impregnated with a concentrate probe solution, and sterilized (with UV-

radiation or in autoclave), then putted on the germ substrate. After a 24 hour-incubation we 

investigated whether the studied compound blocked the growth of the germ substrate. When 

there was no growth of germ substrate around the disks, the case was called as inhibition 

zone. The Gram staining [5] is an empirical solution for dividing the germs into two parts 

(Gram-negative and Gram-positive) in accordance with the physical and chemical properties 

of the cell-wall. The results are included in Table 4. The complexes were dissolved in DMSO 

in 2 mmol/l concentration. 

 The results are included in table 4. The complexes were solved in DMSO, and the 

concentration was 2 mmol/l. 

 Table 4. The inhibition zone dimension as a function of the quantity of complexes. 

Compound 5 μl 10 μl 20 μl 30 μl 

[Pt(diethyl-glyoxH)2(imidazole)2] - 9 mm 12,7 mm 16,33 mm 

[Pt(diethyl-glyoxH)2(3-hydroxy-aniline)2] - 7,83 mm 13,66 mm 14,66 mm 

 

Conclusion 

In this work new platinum complexes were synthesized and their physico-chemical properties 

were studied. Decomposition mechanism was determined with the thermoanalytical method. 

The antibacterial effect of compounds was investigated, and in the future we propose to study 

their anti-tumor effect, too. 
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Abstract 
The adsorption process of dye on polyaniline films electrodeposited on niobium has been 

investigated using electrochemical impedance spectroscopy. 
°
ads value (-

35.802 kJ mol
-1

) and high value of Kads obtained in our measurements indicate that Amino 

Black 10 adye adsorption process is spontaneous with the formation of a stable adsorbed dye 

layer on the polyaniline surface. The adsorption takes place via a combination of physical and 

chemical adsorption. 

 

Keywords: PANI, dye, EIS 

 

Introduction 

 

In the last years Polyaniline (PANI) benefit from special attention due to its special 

properties and practical applications. It is an inimitable polymer because presents many 

oxidation forms (the polymer is in fact a mixture of different oxidation states: 

leucoemeraldine- pale yellow, emeraldine-green and conductive, pernigraniline- dark violet) 

and it conducting form is stable in air or water. 

PANI properties depend on the synthesis conditions and can be obtained in different 

morphologies such as plate-like and leaf-like structures nanoflakes, nanofibers, nanotubular, 

nanospheres. The tendency of PANI to aggregate depends on the experimental conditions. 

Microstructures such as flower-like and leaf-like structures at pH 7, rod-like and granular-like 

morphologies at pH 3 and 1 or mushroom-like morphology were reported in literature. Also, 

3D structures composed of nanosheets, nanorods based microspheres or nanorods based 

microrods have been observed in alkaline solution synthesis. The electrochemical method 

allows a more rigorous control of synthesis parameters and offers a very convenient way to 

study the electrochemical properties of PANI nanofibers [1-3]. Electrochemical impedance 

spectroscopy (EIS) is a noninvasive method for determining the fractional coverage of the 

adsorbed monolayer and investigates the nature of adsorption of some analytes on the PANI 

surface  

 The scope of our work was to  investigate the nature of adsorption of Amino Black 10 

dye (AB10) on the PANI. EIS was chosen as measurement technique to investigate the 

interaction between the dye and the PANI surface. 

 

Material and Methods 

 

Aniline was freshly distilled under reduced pressure and stored in dark at low temperature. 

Double distilled water and analytical grade sulphuric acid were used to prepare the electrolyte 

solutions.  

PANI films were obtained by electrochemical polymerization of aniline on niobium substrate 

from H2SO4 solution as reported [3]. The potentiodynamic polymerization was performed in a 
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standard three-electrode electrochemical cell connected to an Autolab PGSTAT 302N. The 

working electrode was a Nb disc (A = 1 cm
2
), two graphite rods were used as counter-

electrodes and a saturated calomel electrode (SCE) as reference electrode.  

EIS measurements were carried out using the FRA Module of Autolab 302N, in the frequency 

range from 10
6
 Hz to 1 Hz and AC voltage amplitude of 10 mV. For each spectrum 60 points 

were collected, with a logarithmic distribution of 10 points per decade. The experimental 

electrochemical impedance data were fitted to the electrical equivalent circuit by a CNLS 

Levenberg–Marquardt procedure using the ZView-Scribner Associates Inc. software.  

 

Adsorption studies 

 

The adsorptions kinetics of AB10 dye was investigated using EIS technique. Adsorption of 

dye was studied under OCP condition and the adsorption profile was investigated. A dye 

stock solution of 3×10
−3 

M was prepared by dissolving the dye in distilled water followed by 

necessary dilutions of this stock solution. The values of surface coverage θ, corresponding to 

different concentrations of dye have been used to get best linearity isotherm [3, 4]. The values 

of surface coverage θ were obtained from impedance measurements according to equation 

(1): 

 

Θ = (Co – Ci) / Co  (1) 

 

where Co is the capacitance at time t = 0, Ci is the capacitance at any time.  
 

Results and discussion 

 

For adsorption studies four PANI films were prepared in the same conditions. The 

deposition of PANI on Nb electrode takes place only after substrate passivation, when Nb is 

covered by a passivating layer of niobium oxide [17].  The deposition charge Q was 

calculated for each PANI film to verify that they have similar masses and thicknesses. Values 

of 98, 95, 100 and 98 mC have been obtained for the four PANI films, showing a good 

reproducibility. The thickness of  four PANI films deposited was estimated to be 5.25±0.35 

m using an average density value for polyaniline of 1.4 g cm
-3 

[3]. The spectra of polymer 

obtained on Nb present the C=C stretching deformation of the quinoid and benzoid rings at 

1570 cm
-1

 and 1482 cm
-1

, the C–N stretching of the secondary aromatic amine at 1293 cm
-1

 

[3]. The band at 1372 cm
-1

 present was attributed to the C–N stretching mode in the 

neighborhood of a quinoid ring. The band at 1232 cm
-1

 is assigned to C−N
•+

 stretching in 

polaron lattice structure for Pani-Nb. The bands found in the structure of Pani-Nb at 1467, 

1448 and 1414 cm
-1

, was attributed to presence of the phenazine units and the aromatic C–H 

in-plane bending at 1128 cm
-1

 and the C–H out-of-plane bending at 815 cm
-1

 to the 1,4-

substitution of the benzene ring. The vibrations at 780, 725 and 699 cm
-1

 present in the 

spectra is also a proof of the presence of multi-substituted benzene rings, associated with the 

formation of branched polymer structures and/or the presence of phenazine-like units. The 

symmetric stretching vibration of the sulfonate group is observed as a broad band at 1040 cm
-

1
 only for Pani-Nb doped state [3]. The morfology of PANI deposited on Nb confirm the 

formation of network of nanofibers on the surface. The adsorption profile of AB10 dye was 

investigated  by EIS under OCP condition.  

The Nyquist plots (Figure 1a) contain depressed semicircles with the center under the 

real axis. The behavior is characteristic for solid electrodes and is often referred to a 

frequency dispersion attributed to roughness of the solid surfaces and physical phenomena 

such adsorption. 
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Figure 1. a) Nyquist plots for PANI/Nb electrode immersed in 1 × 10
-5 

mol L
-1

 dye solution at 

different moment of immersion and b) the variation of electrode surface coverage in time for 

all AB10 dye solution concentrations. 

 

The electrochemical electric circuit (EEC) used to model the EIS data include a 

resistor (Rs is the solution resistance between the reference electrode and working electrode) 

in series with a parallel connection between a capacitor (double layer capacitance), Cdl 

expressed as a constant phase element CPEdl (used instead a pure capacitance to account for 

the non-ideal capacitive response from the interface) and a resistance (Rct is the charge 

transfer resistance). In EIS spectra the inductive loop appeared at low-frequency values (LF) 

was attributed to the relaxation process of dye species adsorbed on the PANI electrode surface 

and was modeled by elements RL (is the inductive resistance) and L (is the inductance) [5, 6]. 

The Cdl values result after fitting of EIS data show an increase with increase of the 

concentration of dye in solution. The adsorption lead to a decrease in the local dielectric 

constant and/or to an increase in the thickness of the electrical double layer as water 

molecules present at the PANI-electrode interface are replaced through adsorption 

phenomena. [6]. When adsorption becomes significant the disappearance of the inductive loop 

is observed (Figure 1a) also RL was observe to be proportional to the surface coverage of 
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PANI with AB 10 molecules. The value of L was found to decrease as a consequence of the 

accumulation of dye molecules in the porous PANI layer. The values of θ were obtained using 

capacity values determined by fitting EIS data with EEC and calcultating according to 

equation (1). The evolution of surface coverage of PANI in time is presented in Figure 1b.  In 

the first minute the adsorption is rapid, 85-90% of PANI surface is covered by the dye 

molecules. After 60 minutes the adsorption became slower and reaches a plateau. The rate of 

absorption process was evaluated from the decay of electrode capacitance in the first moments 

when an irreversible layer of dye is considered to be form on the PANI surface. The proper 

model for adsorption kinetics was establish to be the Langmuir model (equation 2) which 

gave a better fit for the representation of ln(1- Θ) against time. 

 

  ]1[
tkaet


         (2) 

 

 The ka was 18.21 ± 2.56  10
-3

 s
-1

. These results are similar with the results reported 

for the azo red dye adsorbed on PANI surface [6].  

The Langmuir adsorption isotherm fit the experimental data (equation 3a)  and the Kads was 

found to be 34005.21 mol
-1

.  

 

C
K

C

ads


1


 (3a)        

CK
R

ads

L



1

1
 (3b) 

 

where θ is the surface coverage, C is the dye concentration, Kads is the adsorption equilibrium 

constant The values obtained for slopes in the Langmuir model were less than unity and 

indicate the existence of interactions between the adsorbed dye molecules and PANI surface. 

The dimensionless separation factor, RLangmuir are less than unity for all concetrations, 

confirming that the adsorption processes on PANI are favorable. Based on the value obtained 

for Kads the free energy of adsorption (ΔG
o
ads), was calculated using the equation (4): 

 

)5.55(0

adsKRTLnG    (4) 

 

where R is the universal gas constant (8.314 J mol
-1

 K
-1

) and T is the absolute temperature in 

Kelvin, Kads is the adsorption equilibrium constant, ΔG
o
ads is the standard free energy of 

adsorption, 55.5 is the concentration of water in the solution in mol dm
-3

.  

The negative ΔG
o
ads value (ΔG

°
ads = -35.802 kJ mol

-1
) and high value of Kads obtained indicate 

that adsorption process is spontaneous with the formation of a stable adsorbed of AB10 dye 

layer on the PANI surface. The adsorption takes place via a combination of physical and 

chemical adsorption but mainly due to physical adsorption. The ΔG
o
ads value for the 

adsorption of AB10 dye on PANI/Nb is closer to the value reported for the adsorption process 

of red azo dye onto PANI/Nb (ΔG
o
ads of -36.381 kJ mol

-1
) [6]. 
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Conclusion 

 

The PANI film deposited electrochemically on Nb surface present a high specific surface and 

presents dye retaining capacity. The proper model for AB10 dye adsorption kinetics was 

establish to be the Langmuir model and ka was 18.21 ± 2.56  10
-3

 s
-1

. The Langmuir isotherm 

describes well the adsorption phenomena. The change of Gibbs energy evaluated for the 

adsorption of AB 10 dye onto PANI/ Nb electrode presents a negative value (-35.802 kJ mol
-

1
). The ΔG

o
ads value and the high value of Kads propose that adsorption process is spontaneous 

with the formation of a stable adsorbed dye layer on the PANI surface. The adsorption of 

AB10 dye takes place via a combination of physical and chemical adsorption. 
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Abstract 

Corporate social responsibility (CSR) does not have an exclusive definition. It can be 

understood as an umbrella that covers both theoretical and practical attempts as well as 

achievements to put a new basis of cooperation between corporations and their environment. 

Since corporations are core elements of the societal environment, a comprehensive is 

required. Our research contributes to this field by exploring the personal opinions and 

attitudes. The paper is an enhanced extract of a Scientific Students’ Associations research. 

The non-representative research sample consists of the responses of 267 Hungarians. Results 

of the statistical analysis show that there is a general lack of information about the topic and 

there is a correlation between CSR knowledge level and the judgment on CSR. Surprisingly, a 

higher level of knowledge does not necessarily coincide a higher trust is CSR. 

 

Introduction 

Nowadays corporate strategies may include an approach to social responsibility. There are 

several application models available, due to the diversity of the influencing factors of the 

effective solutions. CSR initiations may give the frame of the related endeavors. 

There is a conceptual diversity about defining CSR [1] but a common core is to discover: 

• Bowen [2] stated that CSR “refers to the obligations of businessmen to pursue those 

policies, to make those decisions, or to follow those lines of action which are desirable 

in terms of the objectives and values of our society”. 

• Friedman’s approach to responsibility, from profit-maximization to following the 

wishes of stakeholders [3] determine the thinking on the topic even nowadays. 

• European Commission defines CSR as “a concept whereby companies decide 

voluntarily to contribute to a better society and a cleaner environment” [4]. 

• The definition of ‘social responsibility’ in the ISO 26000 standard embraces the 

essentials as “responsibility of an organization for the impacts of its decisions and 

activities on society and the environment, through transparent and ethical behavior…” 

[5]. The definition includes a contribution to sustainable development, health and the 

welfare of society, stakeholder-oriented thinking and compliance with the law and 

other norms. The scope of application covers both internal and external relations. 

• Carroll’s model [6] [7] of corporate social responsibility (CSR) shows the feasible 

levels beyond economic interest. Economical and legal levels are marked as required 

by the society. Ethical responsibilities are marked as expected and philanthropic level 

as desired. 

 

The practical and scientific interest led to various conceptual models and industrial 

applications. Farcane and Bureana [8] summarizes that the simple concepts of the 1950s were 

developed to the phenomenon, and it has been extended in the 1960s and 1970. Later, in the 

1980s new concepts have been appeared such as corporate social performance, stakeholders’ 

theory and business ethics theory. Madrakhimova [9] investigates also next eras. The 1990s 

can be labeled with the acceleration of globalization, and reports were released in this era. 
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Reporting was significantly developed in the 2000s. A comprehensive summary is presented 

in Figure 1. 

 

 
Figure 1. Historical development of CSR and sustainability debate [10] 

 

Nowadays there is a literature diversity in the field that analyzes of the sectoral 

characteristics, related tools or the strategic integration possibilities. There are both theoretical 

achievement and case studies about the successful applications. 

According to the opinion of Dempsey [11], an early representative of the topic, we agree that 

CSR cannot be interpreted in different ways for various corporations, citizens or the 

government, there is one and only one community. However, corporations have an extensive 

impact on the processes including both causing and solving the problems, the ultimate goal is 

improving the welfare of the society. Based on this approach, we think that initiatives and 

tools can be more successful if those are acceptable on an individual level. Turning the 

thought away, new initiatives should consider personal opinions and attitudes in the field. Our 

research aims to contribute to this challenge. 

 

Experimental 

The research uses a survey including 11 questions. There are questions about preliminary 

CSR studies, personal shopping habits as well as workplace CSR practices. The target group 

of our survey was the Hungarian citizens from various territorial locations and social 

situations. Data collection used the snowball method, the research sample is not 

representative. 

The research sample consists of 267 responses. Data analysis was conducted by the support of 

IBM SPSS Statistics 22. The sample characteristics are as follows: 

• 182 females (68.2%) and 85 males (31.8%) answered the questions, 

• According to occupation and working activities, 33% are manual workers, 52% brain 

workers, 5% not working and 10% others. 

• 73.4% of the respondents belong to the Generation Y (who were born between 1980 

and 1994 [12]). 

 

There are 4 research hypotheses formulated for the analysis presented in this paper: 

• H1: There is a huge lack of knowledge about CSR in the society. 

• H2: There is a difference of opinions about CSR by occupations. 

• H3: The level of CSR studies has an impact on the opinions on the topic. 
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• H4: CSR awareness is at a higher level among brain workers than among physical 

ones. 

 

Results and discussion 

51.3% of the respondents have never learned about CSR, 40.5% has a superficial knowledge, 

and 8.2% has a detailed knowledge about the topic. Cross-tabulation shows significant 

differences by age categories (Chi-square=24.200, df=9. sig.=0.004), the youngers learn more 

about the subject. 

The survey asked whether the employers of the respondents have any activities that can be 

considered as CSR ones (note: the introduction of the questionnaire clarified the definition 

and content of CSR). 31% of the respondents found that CSR-related actions are entirely 

missing. 20.6% marked that social and local issues are considered, and 19.9% marked that 

environmental issues are also managed. The results show significant differences by the types 

of occupations (cross-tabulation Chi-square=108.632, df=12, sig.=0.000). 31% of brain 

workers and 39% of physical workers marked that their employers do not have CSR 

activities. However, the textual remarks attached to the responses show that there is a relevant 

information gap. 

 

The satisfaction of the respondents with the corporate CSR activities shows a medium value 

based on a 5 point scale evaluation. Results are analyzed by cross tabulation, using various 

grouping factors. Based on the level of CSR studies, respondents without knowledge marked 

significantly lower values, i.e. more dissatisfaction (Chi-square=22.159, df=12, sig.=0.036) 

that the other groups. Respondents with superficial knowledge have the highest level of 

satisfaction. 

The survey includes some statements about the content of CSR, partly using of a former 

survey [13], and asks the respondents to mark the level of agreement on a 5-point Likert-scale 

(a higher value mean a higher level of agreement): 

• Helps to achieve the goals of sustainable development: 42.3% of the respondents 

marked rather (4) or fully (5) agreeing with the statement, while, only 4 answers of 

267 shows a complete disagreement. 

• Helps to coordinate corporate efforts: 38.6% marked the middle value (3) followed by 

rather agree (4) answers, i.e. the respondents do not have a clear trust in the proper 

strategic coordination role of CSR. 

• CSR is a tool for influencing partners: 41.9% marked the middle (3) and 28.8% the 

rather agree (4) value. 

• CSR is an excellent marketing communication tool: 37.8% marked the middle and 

56.6% of the fully agree (5) options. However, the survey did not ask whether CSR as 

a marketing communication tool was welcome or harmful, the results show that 

people believe in its viability. 

• Corporate CSR reports are authentic; CSR is just a corporate tool for increasing profit; 

CSR implementation is expensive: respondents are skeptical, marking of middle 

values (3) is the most common. 

• CSR can be successful only for a large corporation: 48.7% of the respondent marked 

full or rather disagreement with this statement while 23.2% agrees or rather agrees. 

 

Due to the scattered picture of the responses, we used the groping factors for exploring more 

homogeneous opinions. ANOVA analysis shows significant differences by the level of CSR 

knowledge in case of the statements CSR is a tool for influencing partners (F=8.373 

sig.=0.004) and CSR is an excellent marketing communication tool (F=6.888, sig.=0.009). 
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Respondents who did learn about CSR consider it a more relevant influencing tool, and they 

keep CSR a less excellent marketing communication tool. 

Results by gender are checked by cross-tabulation, significant differences are summarized in 

Table 1. Females have a greater confidence in the authenticity of the CSR reports and they 

believe that CSR can be successful not only for the large corporations. 

 

 

Gender 

Total Male Female 

Corporate CSR reports are 

authentic 

Chi-square
 
sig=0,027 

1 12 8 20 

2 19 38 57 

3 37 82 119 

4 12 46 58 

5 5 8 13 

CSR can be successful only for 

large companies 

Chi-square sig=0,027 

1 21 33 54 

2 22 54 76 

3 15 60 75 

4 16 24 40 

5 11 11 22 

CSR implementation is expensive 

Chi-square
 
sig=0,011 

1 8 3 11 

2 11 13 24 

3 33 69 102 

4 21 62 83 

5 12 35 47 

Table 1: Significant results in cross-tabulation of judgment on CSR by gender (own edition) 

 

Conclusion 

However, corporate social responsibility is presented as a success story, empirical studies 

highlight that perception and individual opinions may be opposed to the theoretical intent and 

corporate interest. Our survey among Hungarians highlights the lack of knowledge. The 

results confirm that the level of knowledge about the CSR significantly influences the 

attitudes. 

There were 4 hypotheses formulated for this paper. Considering the limitations of the sample 

and the content of the research, the analysis confirmed H1, H2 (partly) and H3. We rejected 

H4. 

• H1: The lack of knowledge is presented in the low ratio of respondents who did learn 

about CSR. However, CSR is voluntary, most of the respondents bring this 

characteristic into question; it is hard to distinguish the interests behind the initiations. 

• H2: The confirmation of the hypothesis is partial. The statistical analysis shows the 

higher sensitivity of females in social issues and higher trustfulness in CSR. 

• H3: Statistical analysis confirmed that the level of CSR studies has an impact on the 

individual opinions. Nevertheless, wider knowledge does not mean a higher 

confidence in CSR. 

• H4: However, employers of the brain worker respondents rather deal with CSR than 

physical workers, the hypothesis must be rejected since there is no significant 

difference. 

  

A general experience of the research is that there is a need for comprehensive education 

actions about CSR. Next generations can benefit from the increasing attention by the higher 
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education institutions but for those who are already working, special methods must be 

developed. Both the literature review and the experiences of the research shoe that 

multinational corporations can play a key role in the diffusion of the CSR approach. 
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Abstract 

Aflatoxins are mycotoxins, produced by several species of filamentous fungi. For this group 

of toxins, there are very low, ppb-level limits in the EU in food and feed products, thus as 

reference standards relatively high amounts of pure aflatoxins are required. One of the 

promising methods for their purifications, the centrifugal partition chromatography could be 

used successfully. Herein this study, the development of a liquid-liquid chromatographic 

method for the separation of both the aflatoxins and the impurities was involved.  

 

Introduction 

Mycotoxins are the secondary metabolites produced by certain filamentous fungi. Within 

these toxic compounds, aflatoxins are playing an outstanding role due to their high level 

toxicity, which cause remarkable problems in food industry and agriculture [1,2]. Plenty of 

methods are available for monitoring or measuring these compounds from various matrixes 

[3,4], which requires relatively high amounts of pure aflatoxins. Liquid-liquid 

chromatography, which is based on a distribution of components between two phases in a 

biphasic solvent system, could serve solutions in their purifications. One of the technical 

implementation of this technique is the Centrifugal Partiton Chromatography (CPC) [5], 

which was applied in our work for the separation of aflatoxins from the fermentation product. 

 

Experimental 

Aspergillus parasiticus (SZMC 2473) was cultivated on liquid media for 7 days in dark at 

room temperature containing malt extract. The produced aflatoxins were extracted three times 

using dichloromethane and the pooled crude extract was dispensed into 1.5 ml vials and were 

evaporated to dryness for the solvent system testing. Each examined solvent system was 

mixed in 10 ml test tube. Than equal amounts of both saturated phases were added into same 

vial, containing the dried extract. Aflatoxins and the impurities were distributed between the 

two phases, and their concentrations in the upper- and lower phases were measured by HPLC-

UV technique. The partition coefficients (P) and separation factors (α) were calculated, and 

the best system was selected for the purification of aflatoxins. 

 

Results and discussion 

At the beginning of our work, the aflatoxins were extracted from the culture media of A. 

parasiticus (SZMC 2473). The extraction of the desired compounds was carried out and the 

examination of ternary systems was started. The constructed ternary systems are based on the 

best solvent method. For these purposes, a solvent, which is best to dissolve the aflatoxins, is 

selected as core component of the solvent system. Beside this bridge solvent, two other 

solvents are also selected including both a more polar- and less polar solvents, compared to 

the best one. Applying these solvents in different ratios to solve the crude extract, the valuable 

component and the impurities could be shifted from one phase into the other. For the best 
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solvents, chloroform, acetone and acetic acid were selected initially and altogether 108 

systems were created. The most promising system possessed 0.25, 0.53, 0.79 and 1.8 partition 

coefficient values for aflatoxin B1, B2, G1 and G2, respectively. After the calculation of 

separation factors this system was applied for the instrumental optimization and purification. , 

the preparative separation of aflatoxins was carried out. At the end of our work the purity of 

our products were measured. 

 

Conclusion 

In our study, a liquid-liquid chromatographic separation of four aflatoxins was accomplished 

using a cost-effective Centrifugal Partition separation method. Based on the results of our 

examinations the developed procedures will be proper for the large scale production of these 

type of mycotoxins in high purity. 
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Abstract 

In this work, oil shale was used for elimination of a model potential anthropogenic pollutant, 

4-nitrophenol. Sorption experiments were utilized under various different conditions; oil shale 

was pretreated with sodium azide to inhibit the microorganisms’ activity, and the results were 

compared to those without pretreatment of oil shale. After a 24-hour equilibration time, in the 

presence of sodium azide pretreated oil shale, the concentration of 4-nitrophenol was higher 

than in the case of unpretreated oil shale, which indicates that during the sorption process not 

only sorption, but also decay of 4-nitrophenol took place. Desorption isotherm was also 

determined. Degradation experiments were applied to investigate how this persistent molecule 

transforms in the presence of oil shale. Sodium azide pretreated oil shale and MnCl2 additive 

were also used to examine the effect of microorganisms and manganese(II) ion on the 

transformation of 4-nitrophenol. It was found that the presence of manganese(II) ion speeded 

up, while the sodium azide slowed down the transformation of the model molecule. 

 

Introduction 

Oil shale is a lamellar, sedimentary rock, its organic content can slightly be extracted by 

generally used organic solvents, but heat convection promotes this organic content to 

transform to oil. It consists of fossil algae biomass, clay mouldered from trap-tuff, volcanic 

wreckage and organic materials [1]. Application of oil shale is diverse: 1. in agriculture it is 

used as soil-ameliorating agent, starter fertilizer; 2. its curative power is utilized at some 

rheumatic diseases; 3. its considerable sorption ability can be applied for elimination of 

chemical compounds. Oil shale has already been used for acceleration of the degradation 

process of persistent molecules [2]. Distinguishing the location of formation of oil shale, two 

types occur in Hungary: laguna- and maar type. 

4-nitrophenol can be utilized in multitudinous sectors in the industry as a precursor or 

intermediate of explosives, dyes, pesticides, pharmaceutical drugs. Since 4-nitrophenol is 

persistent, it can accumulate in soils and waters. It is listed as a priority pollutant material by 

Superfund sites. Only advanced chemical procedures and some bacteria can be used for 

degradation of 4-nitrophenol, such as Fenton, ozonation, electrochemical, photocatalysis, 

various nanoparticles and Pseudomonas bacteria [3-4]. In this work a simple procedure is 

presented, wherewith 4-nitrophenol can be easily eliminated, using Hungarian oil shale, a 

low-cost material. 

 

Experimental 

Maar type oil shale (collected form Pula, Hungary) was used. It was ground to the size of  

  800 μm. 4-nitrophenol and manganese(II) chloride tetrahydrate were purchased from 

Reanal Laborvegyszer Kft., calcium chloride dehydrate and sodium azide were obtained from  

Lach-Ner s.r.o. and Merck Darmstadt, respectively. All chemicals were used without further 

purification. Concentration measurement of 4-nitrophenol was performed by Merck Hitachi 

HPLC with UV detector at 317 nm. A mixture of 30% methanol and 70% water (pH was set 
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by acetic acid to 4.6 value) was used as eluent at a flow rate of 1 mL/min. Radelkis 

combination pH electrode was used for pH measurement. 

 

Sorption on oil shale powder 

Sorption experiments were performed using 250 mL stoppered Erlenmeyer flasks, wherein 5 

g of oil shale were weighed. 5 mL distilled water or solution of sodium azide (10 g/L) was 

poured on the oil shale and was left to swell overnight. Solution of various concentrations of 

4-nitrophenol (10 µmol/L to 20 mmol/L) were prepared, using 0.01 mol/L calcium chloride 

solution (pH=7.6). 50-50 mL of solutions were transferred to the swollen oil shale samples, 

and these suspensions were shaken and left to stand for 24 hours, until the equilibrium 

obtained. In order to separate the liquid and solid phases, approximately 2 mL of supernatant 

was sampled into an Eppendorf tube and centrifuged at 15000 rpm for 20 minutes. After 

centrifugation, concentration of 4-nitrophenol was measured by HPLC-UV. 

 

Desorption on oil shale powder 

The initial steps of desorption procedure were identical with the above mentioned method. 

Starting concentration range of 4-nitrophenol was 10 µmol/L to 500 µmol/L, solution of 

sodium azide was used for swelling of oil shale. After sorption equilibrating time (24 hours), 

the supernatant and oil shale were separated by centrifugation at 6000 rpm for 20 minutes. 

The removed supernatant (approximately 42 mL) was refilled by 0.01 mol/L calcium chloride 

solution. This suspension was shaken and left to stand another 24 hours. The supernatant was 

sampled and concentration of 4-nitrophenol was determined by HPLC-UV. The previous 

steps were repeated after 48 hours, the desorption process was completed. 

 

Degradation in the presence of oil shale powder 

25 g of oil shale powder was weighed into stoppered, 720 mL-glass flasks, and the oil shale 

was swollen by 25 mL of distillate water or solution of sodium azide (using 5, 10, 20 or 40 

g/L concentration) or solution of manganese(II) chloride (30.4 g/L). Onto these swollen oil 

shale, 500 µmol/L of 4-nitrophenol in 0.01 mol/L calcium chloride solution was added. This 

suspension was shaken and left to stand for 24 hours. After equilibration, a small amount of 

supernatant was sampled, centrifuged at 15000 rpm for 20 minutes, and the concentration of 

4-nitrophenol was determined by HPLC-UV. The remained sampled supernatant was added to 

the original system. The degradation process was considered from this point. Samples were 

taken periodically and the concentration of 4-nitrophenol was measured. 

 

In all cases, blank sample was applied and all samples were in triplicate. 

 

Results and discussion 

Adsorption and desorption isotherms were analyzed in terms of Langmuir or Freundlich 

isotherm equation, whichever fits on the data better. 

Langmuir isotherm:  𝑞𝑒 = 𝑄 ∙
𝐾𝐿∙𝑐𝑒

1+𝐾𝐿∙𝑐𝑒
 

 

Freundlich isotherm: 𝑞𝑒 = 𝐾𝐹 ∙ 𝑐𝑒
𝑛 

where qe is the adsorption capacity at equilibrium (mol/g); ce is the equilibrium solution 

concentration (mol/L); Q is the maximum amount of solute adsorbed for monolayer coverage 

of the surface (mol/g); KL is the Langmuir constant (L/mol); KF (L
n
/(mol

(n-1)
·g)) and n are the 

Freundlich constants. 

Degradation curves were constructed as zero or first order kinetics, whichever fits on the data 

better. 
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A comparison of adsorption isotherms of 4-nitrophenol on oil shale with and without 

pretreatment of sodium azide can be seen in Figure 1. In the case of oil shale pretreated with 

sodium azide, the extent of adsorption is slightly lower than for that without pretreatment. 

Sodium azide inhibits the microorganisms’ activity in the oil shale, thus it can be concluded 

that in the case of oil shale without sodium azide, microorganisms in the oil shale trigger a 

small degree of degradation of 4-nitrophenol during the one-day sorption process. 

 

 
 

Figure 1. Adsorption isotherms of 4-nitrophenol 

 

 
 

Figure 2. Adsorption–desorption isotherms of 4-nitrophenol 

 

The hysteresis of adsorption–desorption isotherms can be seen in Figure 2. The nanoporous 

structure of oil shale containing kerogen caused a slow and reduced degree of desorption of 4-

nitrophenol compared to the adsorption. After sorption of solute in kerogen, the desorption 

process was slow and retarded. 
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Figure 3. Degradation of 4-nitrophenol under various conditions 

 

Figure 3. demonstrates the degradation of 4-nitrophenol. In the presence of oil shale,  

4-nitrophenol transformed completely within 12 days. When oil shale was pretreated with 

sodium azide used in various concentrations, the time of degradation considerably increased 

because the microorganisms’ activity was inhibited in the oil shale. When concentration of 5 

g/l of sodium azide solution had been used, the transformation time of 4-nitrophenol was 63 

days. In the case of 10 g/l, the transformation time changed to 108 days. When the 

concentration of sodium azide solution was increased to 20 and 40 g/l, the transformation 

time was much more than 130 days. These results highlight the importance of 

microorganisms’ activity in the degradation process. 

The effect of manganese(II) ions addition to the oil shale was the opposite, the time of the 

degradation of 4-nitrophenol decreased to 9 days. The difference between 9 and 12 days is not 

too large, but somehow the manganese(II) ions stimulate the microorganisms in the oil shale. 

It is proved by the experiment when the degradation of 4-nitrophenol was investigated in the 

presence of sodium azide pretreated oil shale, which contained manganese(II) ions. In this 

case, the time of the degradation of 4-nitrophenol was much more than 12 days, thus without 

microorganisms’ activity, the effect of manganese(II) ions on degradation of the model 

compound was not favorable. A reasonable explanation can be given after the accurate 

identification of microorganisms. 

We can notice breakpoints on the curves, which means that at least two consecutive processes 

are responsible for the transformation. 

The analysis of the degradation product(s) of 4-nitrophenol is in progress. 

 

Conclusion 

Oil shale, a low-price rock is a suitable material for elimination of environmental pollutants, 

such as 4-nitrophenol, utilizing its good sorption capacity and capability of degrading 

molecules, even if they are persistent. The importance of microorganisms content of oil shale 

at degradation process was denoted, and improvement of this process could be achieved by 

adding manganese(II) ions to the oil shale. Further investigation is necessary to thoroughly 

understand the mechanism of the transformation. 
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Abstract 

 There is a huge potential for honey's therapeutic use, so it becomes increasingly 

important to examine its antibacterial effects and the factors influencing it. During the work 

the total polyphenol content and antioxidant capacity of 10 honeys and a propolis sample 

were examined with respect to their antibacterial effects. Based on this, there is a statistically 

significant correlation between the total polyphenol content and the antioxidant capacity, and 

between these properties and antibacterial activity. For the purpose of exploring the 

connection between the colour of honey and its properties, the colour of 6 honeys and the 

propolis were examined. Based on the results, dark-coloured honeydew honeys and light-

coloured nectar honeys are sharply separated according to their antibacterial and antioxidant 

capacity. 

Introduction 

The healing effects of honey have been discovered by ancient cultures. Nowadays the 

medical community is once again discovering its healing potential, finding that its 

antibacterial and antioxidant effects can serve human healing in a number of ways [1]. 

This sweet product can be divided into two main types by its origin: nectar and 

honeydew. In the latter case, the honey is not harvested from flowers, but from the secretions 

of evergreens or the excretions of insects that feed on them. The two types show differences 

in colour, aroma, specific composition and characteristics [2]. 

Manuka honey comes to the front when it comes to therapeutic use – beside nectar 

honey. Experiments show that this type has a variety of phytochemical ingredients from 

several plant sources, and several flavonoids and terpenoids that make it different. In contrast 

to other honeys which contain hydrogen-peroxide, the activity of Manuka honey was due to 

the ligth and heat resistant methylglyoxal [3], [4].  

Propolis is another important bee product which is a building material and a protective 

substance for the honeybee colony. Propolis, because of its considerable biological activity, 

has been used as a remedy in traditional medicine in treating burns, wounds, sore throats, and 

stomach ulcers for quite some time. Not unlike honey, propolis also has a potential to be used 

in the field of medicine and the food industry [5]. 

Numerous degenerative or chronic diseases such as diabetes mellitus, Alzheimer’s 

disease, and heart disease are caused by oxidative stress. Experimental results show that 

honey due to its bioactive compounds has favourable effects against oxidative damage and 

degenerative diseases. The phytochemicals such as flavonoids, aromatic acids, phenolic 

antioxidants contribute the antibacterial properties of honey [5]. 

Experimental 

 Materials: 9 honeys were used in this study. Three of them (acacia, buckwheat, 

forest) were purchased from Golden Nectar Co. Ltd, the three Manuka honeys (Manuka UMF 

15+, Manuka UMF 20+, Manuka UMF 22+) were imported from New Zealand. Three of 
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them (phacelia, pine, rape) were purchased from a local market, these originated from local 

beekeepers. Another bee product, propolis, (a Propolis Plus EPID Gocce Alcoholfree Propolis 

Drop) was analysed too. Escherichia coli; Pseudomonas aeruginosa; Enterococcus faecalis; 

Listeria monocytogenes; Listeria innocua; Staphylococcus aureus were used for the microbial 

analysis. 

Preparation of samples for the analytical methods: Honey solutions in 250 mg/ml 

concentration were used for the analytical methods stored at -32 °C until analysis. 

Total phenolic content (TPC): Total phenolic content was determined by the method 

put forward by Singleton and Rossi (1965) using a spectrophotometer at 765 nm wave length 

with the chemical of Folin-Ciocalteu. Gallic acid was used as the standard solution, so the 

results were specified in mg gallic acid equivalent/ 100 g dm. All measurements were 

performed three times in parallel. 

Antioxidant capacity: The antioxidant capacity was determined by FRAP (Ferric 

Reducing Ability of Plasma) method. The reducing ability of ferric tripyridyltriazine complex 

was used for assessing total antioxidant capacity, which was measured with a 

spectrophotometer at a 593 wave length. Ferric reducing antioxidant power assay (FRAP) was 

defined in ascorbic acid equivalent (μg ascorbic acid equivalent/ 100 g dm). 

Agar well diffusion method for inhibitory effect measurement: The hundredfold 

dilution of the 0.5 McFarland density test microorganism suspension was spread onto the 

TGE agar plate surface. Then, a 7 mm hole was punched aseptically with a sterile cork borer, 

and 4 drops of preheated sample was pipetted into the well. Plates were incubated for 24 

hours at 25 °C. As time progressed the antimicrobial agent diffused in the agar medium and 

inhibited the growth of the sensitive microbial strain. The inhibition zones were measured by 

a ruler. The measurements were only repeated in cases were complications arose with the 

growth of the microorganisms. 

Colour parameters: Colour parameters (L*, a*, b*) were established in the CIE 

system using a Konica Minolta CR-300 Chroma-meter. The L* value represents the 

brightness, the a* is a red-green coordinate, and the b* is the yellow-blue coordinate. The 

instrument was calibrated with a white reference tile. 

Statistical analysis: Microsoft Excel 2016 was used to calculate averages, deviations 

and to create the tables and the diagram. The main statistical analysis was performed using 

IBM Statistics SPSS 22 software. The normal distribution of the measurement data were 

analysed by Shapiro-Wilk test, and after that the nonparametric Spearman’s rank correlation 

coefficients (rs) or the Pearson correlation coefficients (r) were calculated in order to 

determine the correlation between the particular parameters. Significance was set at p<0.05. 

Results and discussion 

High variation was observed for the antioxidant activity among the samples (Table 1.). 

FRAP was expressed in μg AAE/100 g dm, ranged from 21.454 to 205.451. The FRAP value 

of the phacelia was the lowest, and the Manuka UMF 15+ was the highest. This value in the 

case of propolis was extremely high (1002.468 μg AAE/100 g dm) which is almost five-times 

higher than the highest value of the other honeys. The average deviation in FRAP values was 

low, 1.91 μg AAE/100 g dm. In the case of total phenolic content, the same pattern was 

observed. Polyphenols as antioxidant agents can explain the statistically significant 

correlation between ( rs =0,806) the antioxidant capacity and the total phenolic content. In the 

case of Manuka honeys and propolis the total phenolic content and the antioxidant capacity 

were both extremely high. Beside these samples just the buckwheat, forest, and pine honeys 

have similar results. The results demonstrate that the darkest honeys contain the most 

phenolic compounds which in turn influence the antioxidant property of honeys. The average 

deviation in total phenolic content was 11.16 mg GAE/ 100 g dm. 
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1. Table: Total phenolic content and antioxidant capacity of honey samples and propolis 

 

 

The inhibition zone radii [(the diameter of the zone of inhibition - the diameter of the 

hole) /2)] around the pure honeys and the propolis sample varied in a wide range of samples 

(0.0-13.5 mm) (Table 2.). Propolis (6.75-12.25 mm), forest honey (4-12.25 mm), Manuka 

UMF 20+ (6.5-13 mm) had the highest antibacterial activity. Acacia (0.0-2.5 mm) honey 

showed to be the least effective against bacteria. The effectiveness of the samples was 

different for each of the strains. The largest zone was observed against S. aureus (2-13 mm) 

while E. coli (0.5-7 mm) turned out to be the most resistant. Different honey properties 

affected the microorganisms in different ways, but there was a significant correlation between 

inhibition radii and total phenolic content, and also between the antibacterial effect and 

antioxidant capacity. This suggests that the components contributing the antioxidant effect of 

honeys and propolis also have a role in the inhibition of microorganisms.  

The antibacterial activity of Manuka honeys is considered to be due to the presence of 

methylglyoxal. Unique Manuka Factor (UMF) describes the amount of this non-peroxide 

component and it refers to the measure of antibacterial effect. Manuka honeys with 15+, 20+ 

and 22+ UMF were tested, but their efficiency were not in direct correlation with their UMF 

factors. The Manuka UMF 20+ honey had the highest antibacterial activity, but the zones of 

inhibition of Manuka UMF 22+ were similar to the zones of Manuka UMF 15+ (Table 2.). 

These samples were effective, but their activities were not remarkable. Only Manuka UMF 

20+ honey had a significant effectivity as propolis, against E. coli. Antibacterial activity of 

most honeys is due to the presence of hydrogen peroxide, and while the Manuka honeys do 

not contain this component they still showed remarkable inhibitory effects. This raises the 

question that the presence of hydrogen peroxide might not play as an important role as we had 

thought previously, but this hypothesis needs further studies to prove. 

Propolis had a significant antibacterial effect (Table 2) against all strains, but its efficacy 

was not as pronounced compared to the honey samples, as its total polyphenol content and 

antioxidant capacity would have suggested. A possible explanation for this phenomenon is 

that the antibacterial property of propolis is only provoked by its polyphenol content and 

antioxidant capacity, while in honey there might be another factors that were not analysed in 

this study. 

Honeys

 Antioxidant 

capacity                 

(μg AAE/100g dm) 

 Total phenolic 

content                                            

(mg GAE/100g dm) 

Acacia 41.92 125.72

Buckwheat 151.92 662.78

Forest 179.83 432.72

Manuka UMF 15+ 205.45 712.88

Manuka UMF 20+ 123.18 551.54

Manuka UMF 22+ 169.69 830.52

Phacelia 21.45 179.92

Pine 162.48 238.97

Rape 36.78 185.71

Propolis 1002.47 2984.29
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2. Table: Inhibition zone radii (mm) 

 
Generally, it can be said that darker coloured, honeydew honeys contain more phenolic 

compounds with antioxidant properties, and they are more effective against most 

microorganisms.  

The colours of the honey samples (except Manuka honeys), and the propolis sample were 

analysed to find correlation between colour and other properties. The L* value describes the 

brightness, and it shows that the honeydew honeys are much darker than the nectar honeys. 

According to the values of a* and b* there are red compounds in the samples, but yellow 

pigments are dominant. After propolis and the Manuka honeys, the commercially available 

darker coloured buckwheat (662.781 mg GAE/100g dm) and forest honey (432.717 mg 

GAE/100g dm) had the highest polyphenolic content; still no statistically significant 

correlation could be determined between colour and polyphenol amount. Furthermore, the 

dark coloured pine honey showed similar results as lighter honeys. There is significant 

correlation between the L* values and the antibacterial effects (r= -0.540). 

 
1. Figure: The L*, a*, b* values of samples 

Honeys E. coli E. faecalis P. aeruginosa S. aureus
L. mono-

cytogenes 
L. innocua

Acacia 0.5 0 2.25 2 2.5 1.5

Buckwheat 4 7.5 8 8.5 10 9.25

Forest 4 8.5 8.5 12.25 8.5 11.5

Manuka UMF 15+ 5.5 5 6.5 9 6 7.5

Manuka UMF 20+ 7 6.5 8.5 13 7.5 9.5

Manuka UMF 22+ 6.5 5.5 7 12 6.5 7.5

Phacelia 2.25 4.5 5.25 5.5 5.5 7

Pine 3 6.5 7.5 7.25 7 9

Rape 2.5 4.75 6.75 6 6.25 6.5

Propolis 6.75 9.75 12.25 10.5 11.5 12
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Conclusion 

The propolis sample and the Manuka honeys had a remarkable antioxidant capacity and 

high total phenolic content. While there is a significant correlation between these properties 

and antibacterial efficacy, these samples still failed to produce the effectiveness that the 

results would have suggested. Comparison of nectar and honeydew honeys have shown, that 

the dark coloured honeydew samples have greater antioxidant capacity and antibacterial 

effect. Significant correlation was determined between the L* value and the antimicrobial 

effect. 
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Abstract 

Using heterogeneous photocatalysis, it is complicated to determine the formation rate of 

hydroxyl radical (HO•) and its relative contribution to the transformation of various target 

substances. In this work we compared the transformation rate of coumarin and 3-

carboxycoumarinic acid (3CCA), and the formation rate of their fluorescent hydroxylated 

intermediates under various experimental conditions. The fluorescent spectroscopic methods 

were optimized. The effect of NaF and methanol as a radical scavenger were also 

investigated. Coumarin poorly adsorbs on the surface of TiO2; addition of NaF has no effect 

on the adsorption capacity, while NaF significantly hinder the adsorption of 3CCA. NaF 

increases the transformation rate of both model compounds, while slightly decreases the 

formation of their hydroxylated intermediates. Methanol decreases the transformation rates, 

and this effect is less pronounced in the case of 3CCA, probably because of its favored 

adsorption on the TiO2 surface. 

 

Introduction 

Heterogeneous photocatalysis is a widely researched process, due to its great potential to 

remove recalcitrant organic pollutants from various type waters, including drinking water. 

The most widely used commercial photocatalyst is TiO2, due to its great activity under UV 

irradiation, good stability and low price. However several publication focuses on the 

preparation of new, highly reactive photocatalysts. The effectiveness of photocatalysts are 

often described by their ability to produce hydroxyl radicals (HO•), and the optimization of 

methods are usually include their improved HO•-production. However the determination of 

the formation rate of HO• is complicated. The detection of HO• by ESR or pulse-radiolysis 

are complicated processes, and usually very expensive. A more simple and available method 

is based on the detection of fluorescence intermediates forming during the reaction of 

aromatic compounds with HO•. This method is generally based on the formation of the 

hydroxylated intermediate of coumarin, which is the umbelliferone. Another, less investigated 

compound is 3-carboxycoumarinic acid (3CCA), and its hydroxylated intermediate, 7-OH-3-

carboxycoumarinic acid (7OH-3CCA) (Fig.1.). 

 

 

 

 

 

 

Figure 1. Coumarin and its fluorescent intermediate, umbelliferone (1.), and 3CCA and its 

fluorescent intermediate, 7OH-3CCA (2.) [1, 2] 

 

HO• 

1. 

HO• 

2. 
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Coumarin is also reported to react well with electrons (k = 1,6×10
10

 mol
-1

 dm
3
 s

-1 
[3]), 

therefore it may act as an electron scavanger. Transformation via direct charge transfer may 

be even more important using 3CCA, because of the affinity of carboxyl groups for metal 

oxide surfaces. The surface properties, especially the surface charge are highly important due 

to their influence on radical generation rate and adsorption of organic compounds. The –OH 

groups of TiO2 surface can be replaced by –F groups via addition of NaF to the suspension. 

This is able to result in significant changes surface properties of the catalyst. [4] 

The goal of our research is the determination and comparison of the transformation rates of 

two model compounds (coumarin and 3CCA), and the generation rates of formed 

hydroxylated intermediates. We have investigated the effect of methanol as a non-adsorbing 

HO• radical scavenger, and NaF, the surface changing agent on the transformation rate of 

both non-adsorbed coumarin and well adsorbed 3CCA and the formation rate of their 

hydroxylated intermediates. 

 

Experimental 

250 cm
3
 aqueous solutions of coumarin and 3CCA (1.0×10

-4 
mol dm

-3
) were irradiated in a 

reactor with a fluorescent mercury-vapor lamp emitting UV-light between 300 and 400 nm 

wavelengths. The TiO2 containing suspension was circulated using a peristaltic pump with 

330 cm
3
 min

-1
 flow rate, thermostated at 25±1°C and saturated with air. The TiO2 

photocatalyst (Aeroxide P25
®
) was added in 1.0 g dm

-3
 concentration, and dispersed by 

sonication. NaOH and HCl solutions were used to set the pH (measured with InoLab pH 

730p) when needed. Methanol or NaF was added to the solutions in 5.0×10
-3

 mol dm
-3

 

concentration. The samples were centrifuged and filtered using 0.22 µm syringe filters to 

remove the TiO2 before analysis. 

The transformation of coumarin (λmax=277 nm) and 3CCA (λmax=291 nm) were followed 

using spectrophotometry (Agilent 8453). Fluorescence spectroscopy (Hitachi F4500) was 

applied to determine the concentration of formed hydroxylated intermediates. The 

determination of formed umbelliferon concentration was based on the intensity of the emitted 

fluorescence light at 455 nm. The vawelenght of excitation was 455 nm. The determination of 

7OH-3CCA concentration was based on the intensity of the emitted fluorescence light at 447 

nm at pH = 9.0. The vawelenght of excitation was 387 nm. 

 

 

Results and discussion 

At first, the adsorbed amount of coumarin and 3CCA on TiO2 surface was determined. While 

coumarin does not show significant affinity for the TiO2 surface, 3CCA adsorbed well. 

Addition of NaF to the suspension hindered completely the adsorption of 3CCA on the TiO2 

surface, due to the changing the surface –OH groups with –F groups. Adsorption capacity of 

poorly adsorbed coumarin was not changed by this way. Desorption of 3CCA and 7OH-

3CCA is necessary before the determination of their concentration, therefore we added 0.125 

mol dm
-3

 NaF to each sample (recovery ≈ 98-100%) before analysis. Addition of NaF to the 

TiO2 suspension changed the pH from 3.8 to 7.0, which effect is caused by the replacement of 

OH
-
 ions.  

Due to the significant overlapping the absorption spectra of coumain and umbelliferon, 345 

nm was choose as excitation wavelength, thus coumarin absorption does not disturb 

significantly the excitation of umbelliferon. We also investigated the pH-dependence of the 

fluorescence light intensity of umbelliferone, and finally set pH = 5.5 for each measurement. 

The concentration of coumarine was determined by spectrophotometric way (due to the 

absorption at 277 nm). The determination of formed umbelliferon concentration was based on 

the intensity of the emitted fluorescence light at 455 nm. The vawelenght of excitation was 
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455 nm. Similar investigations were done for 3CCA, when pH was proved to be much more 

important factor. Deprotonated form of 3CCA emits intensive fluorescence light. 

Consequently pH has to be set 9.0, to avoid the emission and disturbing effect of this 

fluorescent light. 7OH-3CCA has an even stronger fluorescence, and its emission spectrum 

just slightly overlaps with its absorption spectrum and no overlapping with absorption 

spectrum of 3CCA. (Fig.2.) Thus the concentration of 3CCA was determined by 

spectrophotometric way (due to the absorption at 291 nm, pH = 3.8) The determination of 

formed 7OH-3CCA concentration was based on the intensity of the emitted fluorescence light 

at 447 nm at pH = 9.0. The vawelenght of excitation was 387 nm. 

 

 
Figure 2. Absorption and emission spectra of coumain (pH = 5.5), 3CCA (pH = 9.0) and their 

hydroxylated intermediates  

 

Addition of NaF significantly increased the transformation rate of coumarin, and slightly 

changed the formation rate of umbelliferone. However the maximum value of the 

concentration of formed umbelliferon and probably the transformation rate of this 

hydroxylated intermediate is significantly increased by NaF. Addition of methanol, as HO• 

scavenger reduced both the transformation rate of coumarin and formation rate of 

umbelliferone.  

 

 
Figure 3. The relative concentration of coumarin (a), and the concentration of umbelliferone 

(b) as a function of time 

 

Addition of 5.0×10
-3

 mol dm
-3

 NaF completely hinders the adsorption of 3CCA and 7OH-

3CCA. Using 3CCA, which is well adsorbed on the surface of TiO2, experiments were done 

a b 



 
24th International Symposium on Analytical and Environmental Problems 

56 

with and without addition of NaF before filtration of treated samples. Addition of NaF is 

aimed to enhance the desorption of the 3CCA and 7OH-3CCA from the surface of the TiO2 

before determination of their concentration. 

Addition of NaF increased the transformation rate of 3CCA in TiO2 suspension under UV 

radiation, despite of that, the amount of adsorbed 3CCA was strongly decreased. At the same 

time the formation rate of 7OH-3CCA did not change. Methanol decreased both the 

transformation rate of 3CCA and formation rate of 7OH-CCA by scavenging HO•. We have 

to mention that, the effect of MeOH is much more pronounced in the case of coumarin than in 

the case of 3CCA most likely because of the different adsorption properties. 

 

 
Figure 4. The relative concentration of 3CCA (a), and the concentration of 7OH-3CCA (b) as 

a function of time 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 5. The relative reaction rates of the transformation of coumarin and 3CCA and 

formation of their hydroxylated intermediates, and the ratio of these values 

 

 

The importance of HO• was proved by comparing the ratio of the transformation rate of the 

model compound and formation rate of the hydroxylated intermediate. In the case of 

coumarin, NaF significantly reduced this value (5.532.58), which probably indicates a 

change in the reaction mechanism. In the case of 3CCA this value changes to a lesser extent 

(1.771.20), which may indicate, that the influence of NaF via changing the adsorption 

properties is more important in this case. Addition of methanol slightly decreases these values 

(5.534.05 and 1.771.79). NaF is probably able to affect the transformation rate by two 

a b 
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different ways: changing the surface properties of TiO2 the relative contribution of the direct 

charge transfer and HO• based reaction can change too. The most important effect of 

methanol is the decrease of the relative contribution of the HO• based reaction to the 

transformation of parent compounds (coumarin and 3CCA). 

 

Conclusion 

 Heterogeneous photocatalysis of coumarin and 3-Hydroxycoumarinic acid (3CCA) were 

investigate and compared in the presence of NaF and methanol. 

 NaF strongly prevents the adsorption of 3CCA, while it has no effect on the adsorption of 

coumarin. 

 NaF increases transformation rates for both model compounds, while reducing the 

formation of hydroxylated intermediates, possibly due to changes in their access to 

photogenerated charges and HO•.  

 Methanol reduces the transformation rate of coumarin and 3CCA together with the 

formation rate of their hydroxylated intermediates by scavenging the HO•. 
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1,2,3,4-Tetrahydroisoquinoline and its analogs have received serious attention from 

synthetic and medicinal chemists lately. These compounds are core structural elements 

present in several peptide-based drugs and form an important part of various biologically 

active compounds. The optical purity of potential pharmacons has an immense importance 

during chiral drug development. Hence, there is a need for efficient separation methods of 

chiral 1,2,3,4-tetrahydroisoquinoline analogu. Selection of suitable chromatography technique 

is the first and the most difficult step in the method development. In our study we investigated 

the similarities and differences between liquid chromatography (LC) and supercritical fluid 

chromatography (SFC) methods  on the bases of the separation of six 1,2,3,4-

tetrahydroisoquinoline analogs and three structurally closely related enantiomer pairs. 

Nine chiral stationary phases (CSPs) including quinidine- or quinine-based zwitterionic 

and polysaccharides based selectors were applied in HPLC and SFC mode to evaluate the 

chiral separation of the nine structurally related analogs. HPLC measurements were carried 

out in normal phase mode on seven polysaccharide-based CSPs and in polar ionic mode on 

the two zwitterionic CSPs. In normal phase LC mode, the effects of the composition of the 

bulk solvent and the natures of the alcohol and amine additives, while in SFC mode the 

effects of the content and natures of alcohol modifier, the counter-ion concentration and the 

structures of the analytes were investigated. The separations of the stereoisomers were 

optimized in both SFC and LC modes. 

The effect of column temperature on the separation was also studied to gain deeper 

understanding of the complex thermodynamic processes taking part in the enantiorecognition. 

Thermodynamic parameters were calculated applying van't Hoff plots and the results showed 

that on the polysaccharide-based columns in both normal phase LC mode and in SFC mode 

mostly enthalpically-driven enantiomer separations were dominant. However, in some cases, 

entropically-driven separations were also observed.  

The NP and SFC chromatographic mode exhibited different effectiveness in the separation of 

stereoisomers: separation was more efficient in SFC mode, however, sometimes very high 

resolutions were achieved in NP LC mode, which shows the different suitability of the SFC 

mode. 
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Abstract 

Synthetic cannabinoids (SCs) put the spotlight on the designer drugs’ market due to their 

dangerous – in some cases lethal – biological effects and easy accessibility. They are more 

potent than the well-known Δ⁹-tetrahydrocannabinol (THC) thanks to their special 

pharmacodynamic properties. The number of novel SCs on the market and of their users is 

growing which urges the forensic laboratories to use precise SCs detection methods routinely. 

Our aim was to develop a new sample preparation method for the newest 24 SCs analysis in 

urine samples achieving high recovery of SCs. Ethyl acetate was used instead of the 

traditional acetonitrile, and the targeted analysis of SCs was performed by use of liquid 

chromatography-electrospray ionization-tandem mass spectrometry (LC-MS/MS) method. 

The related matrix effect and process efficiency of sample preparation method were taken in 

consideration as well in our study. 

 

Introduction 

‘Designer drug’ is an almost 40-year-old term to describe those pharmaceuticals which trigger 

the same biological effect as well-known and banned substances of abuse do such as THC. 

Synthetic cannabinoids are a new subtype of the designer drug class which are aiming to 

mimic the recreational effects of marijuana by binding to the endogen cannabinoid receptors 

(CB1 and CB2), and they go by the street name of ‘K2’ or ‘Spice’. Although SCs are often 

claimed to be the ‘legal’ and ‘safe’ analogues of marijuana it is far from the truth. As soon as 

the exact structure of a SCs is identified, it is immediately put on the illegal list of drugs, 

moreover, compared to marijuana, SCs have much stronger effect on the human body, 

because they are full (super) agonists of CB receptors while marijuana is a partial agonist
 
[1].

 

This pharmacodynamic property of SCs is the key to understand why these are extremely 

dangerous. A hundred times lower concentration of SC is enough to trigger the same effect as 

can be obtained by using marijuana. [2] (Figure 1)  

On the top of that, the endocannabinoid system crosses all over the human body and affects 

many different physiological functions; CB1 receptors mainly can be found in the central 

nervous system (CNS) and on adipocytes – these receptors are involved in lipid metabolism, 

hence SCs originally were developed to treat obesity [3], while CB2 receptors prominently 

play a role in immune modulation [4]. Clinical symptoms of acute SC intoxication are 

agitation, hallucinations, psychosis, anxiety, seizures and panic attacks [5].  Additionally, 

cardiovascular adverse effects are often present as well such as chest pain, hypertension and 

EKG abnormalities. [6] Lethal overdoses of SC are mostly linked to these cardiovascular 

effects. The pathophysiology behind its effects still remains unclear, but it is most likely 

linked to β-receptor activation in the heart. [7] 
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Figure 1 In vitro effective concentration required for 50% maximal response (EC50) 

and the molecular structure of SC are shown. 

The number of SC users has been grown in the last decade [8], and it lead to a demand 

towards forensic laboratories to be able to analyze the newest SCs in low concentration 

accurately from biological samples. Sample preparation method using acetonitrile (ACN) 

became widespread in laboratory practice. Our aim was to challenge this method and try to 

develop a more effective sample preparation way to maximize the recovery of SCs from urine 

samples.  

 

Experimental 

 

Sample preparation 

 

During sample preparation control urine with no drug or drug metabolite content was used. 

The mixture of 24 SCs was added to the samples in known concentration (Fig. 2). Three 

series of samples were prepared and measured in this study, one series was prepared with the 

use of the original method and two were prepared with the newly developed method. The 

original method uses ACN as organic solvent and ammonium sulphate for saturation of 

aqueous phase to obtain two phases, while the new method applies ethyl acetate (EtOAc) as 

solvent and ammonia for pH level setting (Fig. 2.). In order to determine the proper volume of 

EtOAc, 2, 4, 6, 8 and 10 mL were tested and no significant change was found over 4 mL in 

the recovery of SCs, therefore 4 mL was chosen for practical reasons. All other steps and the 

used chemicals were the same in both methods. After 1 min mixing, upon 5 min of incubation 

at room temperature, the sample was centrifuged at 2500 rpm for 8 min. In case of original 

method, 2 mL of the upper phase, while at new methods, 3 mL of top layer was collected.  

For double extraction procedure, the lower aqueous phase was re-extracted with 3 mL of 

EtOAc and 3 mL of upper phase was combined with the first 3 mL portion.  The supernatants 

were dried by nitrogen stream at ambient temperature and the dried extracts were 

reconstituted in 200 μL ACN/water (1:1, v/v) containing 0.1 % formic acid mixture for LC-

MS/MS measurement.  



 
24th International Symposium on Analytical and Environmental Problems 

61 

Determination of recovery, Matrix effect and process efficiency of methods were performed 

according to the protocol as described by Helga Trufelli and co- workers. [9] 

 

 
Figure 2 Comparison of the sample preparation methods 

 

LC-MS/MS analysis 

 

Separation was performed using an Agilent 1100 series HPLC system with Kinetex C18 

column (100 x 2.1 mm, 2.6 µm) combined with a 50 x 2.1 mm guard column from 

phase composed of 0.1% FA in water (A) and 0.1% FA in ACN (B) at a flow rate of 0.4 

mL/min. The gradient started with 50% B, ramped to 100% B within 4 min, held for 2 min. 

Autosampler and column oven temperatures were setting to 16 and 50 °C, respectively. The 

LC effluent was directed through the Agilent diverge valve to a Finnigan ESI interface on a 

Finnigan TSQ 7000 triple quadrupole mass spectrometer. The instrument was operated in the 

positive mode with a scan time of 0.3 s. The capillary heater was set at 250°C. The spray 

voltage was fixed at 4.5 kV. The collision gas (argon) pressure was set to 2.0 mTorr; the 

collision energy was optimized to two MS/MS transitions (quantifier, qualifier ions) per 

analyte. An electron multiplier voltage of 1900 V was used.  
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Results and discussion 

The original acetonitrile method resulted in mean recovery of 66.3% for SCs, while the ethyl 

acetate method with single extraction improved to 75.2%, and the double extraction provided 

91.8 % (Fig. 3).  

 

 

Figure 3 Recovery of 24 SCs with the acetonitrile and the single and double extraction 

ethyl acetate method 

It was also evaluated if the matrix effect altered the recovery results. Matrix effects are caused 

by co-eluting matrix components (endogenous, exogenous) that alter the ionization of target 

analytes as well as the chromatographic behavior of target analytes, leading to reduced or 

increased sensitivity of the analysis. [10] 

It was found that the matrix effect may cause more or less effective detection if each SC is 

evaluated individually. For example, the matrix effect decreased the peak area of MDMB-

CHMICA, CUMYL-PEGACLONE, 5F-MDMB-PINACA, and 5F-AMBICA, especially with 

the ethyl acetate method, while it had a positive effect on the AMB-FUBINACA, 5F-AMB, 

CUMYL-4CM-BINACA, and 5F-MDMB-PICA. In some cases, the use of different solvents 

(ACN and EtOAC) resulted in opposite-signed matrix effect, e.g. the matrix effect with the 

use of ethyl acetate decrease the peak area of MDMB-FUBINACA and AB-PINACA, while 

the use of acetonitrile increased it. However, if the matrix effect was projected to the whole 

sample, meaning that all 24 SCs were considered together, it did not influence the 

effectiveness of the detection significantly.  

The process efficiency was also measured. The mean process efficiency with the original 

acetonitrile method was 69.61%, with ethyl acetate, single extraction was 75.90%, and with 

ethyl acetate, double extraction was 89.10%.  
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Conclusion 

Using double extraction with ethyl acetate solvent provided the highest recovery of SCs, and 

it is unambiguously more effective than the original ACN method in case of urine samples. 

Additionally, the new method is easier to conduct in the forensic laboratory environment. As 

a result of these two beneficial properties of the new sample preparation method, it has been 

introduced to everyday forensic laboratory practice in the Department of Forensic Medicine, 

University of Szeged.  

New versions of SCs may appear any day on the market, this is why forensic laboratories 

should always use the best available sample preparation and detection methods, unless they 

will be unprepared for the challenges set by the designer drug market.   
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Abstract 
The impact of the type of digital machine on increasing of total volatile organic compounds 

(TVOCs) in the ambient air of the digital printing office was analysed in this study. For that 

purpose, the TVOCs concentrations in gas samples were measured by mobile gas 

chromatograph Voyager-Photovac. The cumulative concentrations values of TVOCs for the 

single-color digital machine were in the range from 0.56 to 5.90 ppm and almost 4 and 25 

times below compared to the same values for the four-color digital machine (14.01 - 24.84 

ppm). The obtained results could be useful for the future risk assessment of indoor exposure 

of TVOCs, and for the creation of printing indoor air quality guidelines of the Republic of 

Serbia. 

 

Key words: Digital printing process, total volatile organic compounds, indoor air quality 

 

Introduction 
 

Indoor air quality contaminants consist of the following compounds: CO, CO2, NO2, H2S, SO2, 

NH3, formaldehyde, volatile organic compounds (VOCs), ozone, radon, and microorganisms, 

which are considered harmful [1]. 

VOCs are a class of organic compounds which have the following characteristics: boiling 

temperatures less then 50-260oC at standard atmospheric pressure and melting points below 

room temperature [2]. VOCs are the most common chemical harmful pollutants in the indoor 

air that we breathe and exposure to them can induce health problems such as asthma, nervous 

system impairment and cancers [3]. These pollutants can be classified into the following 

groups: aliphatic, aromatic, halogenated, and oxygenated, including, for instance, benzene, 

trichloroethylene, toluene, alcohols, acrolein, and polycyclic aromatic hydrocarbons [1].  

The sources of VOCs in indoor environments can be divided into external (vehicular traffic 

and industry which emitted gas streams) and indoor [4]. Indoor sources of VOCs include 

building materials (floor and insulation), decorative materials (paints, furnishings, and carpet), 

cleaning compounds, cosmetics products, combustion products, tobacco smoke, insecticides, 

and copying and printing machines [1,4]. Also, gas streams contaminated VOCs produce 

variety industrial and commercial processes, such as printing, metal decorating, oil supplying, 

dry cleaning, metal degreasing, manufacturing of organic compounds and polymers, food 

processing, etc. [5]. 

The use of digital printing equipments (laser printers and photocopiers) has grown 

exponentially over the last decade as one of the major technologies for printing a document 

[6,7], a wide range of market application (decoration of porcelain, glass, ceramic tile 

products, etc.) [8] and the textile industry products [9]. The digital printing CMYK (i.e., cyan, 

magenta, yellow and black) inks, which are called toners, are a composite of polymer, 

colourant, and other additives that are essential for printing process [7]. 
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As the sum of all individual VOCs in the target gas stream, the TVOCs often were used for 

evaluating the air indoor quality. It is important to note that currently there are no TVOCs 

emission standards that prescribe indoor TVOCs concentration levels [10].  

The objective of this study was to evaluate the impact of the type of digital machine on 

increasing of TVOCs concentrations in the ambient air of the digital printing office. The 

quantification of the concentration levels of TVOCs in the ambient air of the digital printing 

office was conducted over ten working days. 

 

Experimental  
 

Digital printing office 

Digital printing processes (electrophotographic procedure) were performed on single-color 

Xerox D95A and the four-color Xerox DocuColor 252 printing machines during ten days of 

monitoring of TVOCs concentrations. The offset paper (G = 80 g/m2) and cyan, magenta, 

yellow and black (CMYK) digital toners (manufactured by Xerox), were used as the graphic 

material. There are two employees in the digital printing office, but as the printing office is 

used for student education, from two to five students were present in practice during the 

monitoring of TVOCs concentrations. 

 

Measurement of TVOCs concentrations 

The TVOCs concentrations have been analysed in gas samples by Perkin Elmer Photovac 

Voyager-mobil GC chromatograph. The Voyager-mobil GC uses the principles of gas 

chromatography (GC) to separate and identify volatile organic compounds.  

Mobile gas chromatograph Voyager-Photovac is a device wich in-situ and online, on a short 

time interval, qualitatively and quantitatively and very precisely (with a detection limit of 1 

ppb) determines the composition of the components of the gaseous samples. The standard for 

each component is stored in the Voyager database as retention time, peak area and 

concentration. In each analysis of an unknown gaseous sample, the retention time of the peak 

was compared with the retention times from the "base". The Site Chart software package is 

used to quickly and accurately processing the obtained results [11]. 

The operational parameters of ambient air during analysis of TVOCs concentrations by 

mobile gas chromatograph Voyager-Photovac are temperature (25 - 34oC), pressure (1005 - 

1010 mbar) and relative humidity (21.5 - 33.7%). Parameters of ambient air were measured 

by the RH520A, manufactured by Extech Instruments, USA. 

The time required for sampling, analysis and data processing by the gas chromatograph 

Voyager-Photovac is 40 minutes. For this reason, the monitoring of TVOCs concentrations 

was carried out every hour. Daily eight-time values of TVOCs concentrations are calculated 

by a cumulative compilation of one-hour data updated every hour. Also, concentration levels 

of TVOCs were measured one-hour before the start of the operations of digital machines 

during sampling.  

 

Results and discussion 
Detected concentrations of TVOCs before operation of digital machines (zero values) during 

monitoring were in the range from 0.04 to 0.10 ppm for single-color and from 0.07 to 0.12 

ppm for four-color digital machine. The detected concentrations of TVOCs during the eight-

hour operation for the tested machines were reduced by the zero value to obtain real TVOCs 

concentrations. 

The statistical overview of minimum and maximum concentrations, their cumulative and 

mean values of TVOCs during ten days of monitoring for single-color and four-color digital 

machines are shown in Table 1. 
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Table 1. A statistical overview of TVOCs data for single-color and four-color digital 

machines for ten days of monitoring 

Data 
Single-color  

digital machine 

Four-color 

digital machine 

Total number of measurements 80 80 

MIN CTVOCs (ppm) 0.10 1.11 

MAX CTVOCs (ppm) 1.06 4.66 

MIN cumulative value of CTVOCs (ppm) 0.56 14.01 

MAX cumulative value of CTVOCs (ppm) 5.90 24.84 

MIN mean value of CTVOCs (ppm) 0.07 1.75 

MAX mean value of CTVOCs (ppm) 0.74 3.11 

 

The lowest concentration of TVOCs (0.10 ppm) in addition to a single-color printing machine 

was measured during the eighth hour of the sixth day of monitoring. The highest individual 

concentration of TVOCs (1.06 ppm) was measured during the fourth hour of the first day of 

monitoring. In the case of the four-color digital machine results for ten working days shows 

that the highest concentration of TVOCs of 4.66 ppm was measured during the fifth hour of 

the fourth day, while the lowest concentration level of TVOCs (1.11 ppm) was measured at 

eight hours on the tenth day. 

Analyzing the influence of the type of digital machine on increasing the concentrations of 

TVOCs in the ambient air of the digital printing office, it has been found that the significant 

contribution has four-color (Figure 1a) than the single-color digital machine (Figure 1b). The 

cumulative and mean values of TVOCs concentrations for the single-color digital machine 

were in the range: from 0.56 to 5.90 ppm and from 0.07 to 0.74 ppm, respectively (Table 1). 

For a four-color digital machine cumulative and mean values are almost 4.2 to 25 times 

higher compared to the same value for the single-color machine. 

 

 

 

Figure 1. Concentrations of TVOCs for eight-hour operation during ten days of monitoring in 

addition to a) four-color Xerox DocuColor 252 and b) single-color Xerox D95A printing 

machines 

 

According to the manufacturer, Xerox toners broadcast minimal quantities of VOCs 

concentrations because they consist mainly of pigments, polymers (styrene-acrylic, styrene-

butadiene or polyester polymers) and small amounts of functional additives [12]. However, 

the conducted ten-day monitoring showed that the digital printing process broadcasts the 

cumulative value of TVOCs concentrations for eight-hour working hours at intervals from 

almost 0.5 to 6 ppm and 14 to 25 ppm for a single-color and four-color digital machine, 

respectively. 
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The Occupational Safety and Health Administration (OSHA) prescribes Permissible Exposure 

Limits (PEL) and the Short-Term Exposure Limit (STEL) for individual VOC, but not for 

TVOCs [13]. Also, Regulation on the conditions for monitoring and air quality requirements 

of the Republic of Serbia [14] does not prescribe emission limit values for TVOCs. Therefore, 

it is necessary to carry out long-term monitoring in digital as well as in other printing 

techniques and include increasing number of production printing facilities (which vary in size, 

type of machine they use, variety of printing materials, etc.) in order to obtain relevant data to 

complement legal regulations of the Republic of Serbia. 

 

Conclusion 
The conducted ten-day monitoring showed that the digital printing process contributes to the 

quality of ambient air through the emission of TVOCs. The results of the TVOCs 

concentrations control indicate that the highest concentration levels of 1.06 ppm and 4.66 ppm 

were detected during a one-hour of measurement for a single-color and four-color digital 

machine, respectively. 

Analyzing the increase in the concentration of TVOCs in the ambient air of the digital 

printing office, it has been found that a more significant contribution has a four-color than a 

single-color machine. The cumulative and mean values for the four-color digital machine are 

in the range from 14.01 to 24.84 ppm and from 1.75 to 3.11 ppm, respectively. For the single-

color digital machine, the cumulative (0.56 - 5.90 ppm) and mean (0.07 - 0.74 ppm) values 

are lower almost 4.2 to 25 times compared to the same value for the single-color machine.  
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Abstract 

Porphyrins and metalloporphyrins provide recognition sites for amino acids both 

through their cationic central metal ion and due to various functional groups at the four meso- 

and the eight β-positions of pyrolles. Immobilized metallo-phenylporphyrins can be used as 

sensitive and selective sensors for different analytes as they provide two ways of interaction 

via the metallic center of porphyrin and between the  electrons of the macrocycles and the 

solute [1]. 

The purpose of this study was to establish an easy way to determine low 

concentrations of 4-aminosalycilic acid (PAS) using hybrid materials obtained from 

porphyrins, namely: Mn(III)-tetratolylporphyrin chloride (MnTTPCl) and gold nanoparticles 

(n-Au).  

During the adding of 4-aminosalycilic acid to the MnTTPCl-nAu hybrid it can be 

observed that the intensity of the plasmonic band is continuously decreasing with the increase 

in 4-aminosalycilic acid concentration. Another notable feature is the bathochromic shift of 

the major peak to higher wavelengths from 619 nm to 622 nm. Equilibria processes are 

involved and accompanied by an isosbestic point around 725 nm. The dependence between 

the absorption intensity of the plasmonic complex and the concentration of 4-aminosalicylic 

acid is linear, with an excellent corelation coefficient of 99.31% in a wide range of 4-

aminosalicylic acid concentrations: 2.88x10
-5

M - 8.89x10
-4

M.  

 

Introduction 

Aminosalicylic acid is known to perform bacteriostatic activity against 

Mycobacterium tuberculosis, being involved in suppression of reproduction of bacteria, 

leading finally to cell death. This compound was also used as drug against tuberculosis (TB) 

but it has debilitating side effects such as anorexia, epigastria distress, nausea so that it is 

currently used only in the severe cases of multi-drug resistant TB and only by targeted release 

[1]. The detection of PAS in urine is necessary in order to monitor and avoid the toxic doses 

intake of PAS, due to its side effects [2]. The detection of amino acids is affected by the 

changes of pH [3]. A detector for amino acids at pH 7 should have a receptor that is sensitive 

to both the deprotonated carboxyl group and protonated amino group.  

Spectrophotometric techniques are also applied in detection of PAS, based on the 

changes in the color of different dyes such as p-dimethylaminobenzaldehyde (DAB), and p-

dimethylaminocinnamaldehyde (DAC) [4] upon interaction with amino acids.  

Another type of analyses were capillary zone electrophoresis and flow injection 

analysis that was used for the determination of both p-aminosalicylic acid (PAS) and its 

metabolite N-acetyl-p-aminosalicylic acid (N-acetyl-PAS) in urine without any sample 

pretreatment [5, 6].  



 
24th International Symposium on Analytical and Environmental Problems 

70 

Porphyrins and metalloporphyrins might provide recognition sites for amino acids and 

by two avenues of interaction: via the metallic center of porphyrin [7] and between the  

electrons of the macrocycles and the solute [3].  

The aim of this work was to establish an easy spectrophotometric way to determine 

low concentrations of 4-aminosalycilic acid using hybrid materials obtained from porphyrins, 

namely: Mn(III)-tetratolylporphyrin chloride (structure in Figure 1) and gold nanoparticles.  

 

 
Figure 1: The Structure of PAS and MnTTPCl 

 

Materials and methods 

The solvents and PAS were purchased from Merck (THF, 4-aminosalicylic acid). 5,10,15,20-

tetra(4-methyl-phenyl)porphyrinato manganese (III) chloride (MnTTPCl) was prepared from 

the porphyrin base previously synthetized and characterized [8] using modified Adler’s 

method [9, 10] and the gold colloid was synthesized in an environmentally friendly manner 

[11]. 

 

Apparatus 

A JASCO model V-650 spectrometer was used for the UV-vis measurements in 1 cm quartz 

cuvettes at room temperature. A Titan G2 80-200 TEM/STEM microscope (FEI Company, 

The Netherlands) was used to record the TEM and STEM images. Samples were prepared by 

drop-casting the nanomaterials with and without 4-aminosalicylic acid from THF-water 

mixtures on 200 mesh TEM copper grids coated with continuous carbon film. The images 

were registered at 200 kV using TEM Imaging & Analysis v. 4.7 software. 

 

Method for obtaining of gold-porphyrin hybrid material 

To 3.5 mL gold colloid solution in water (c=4.58x10
-4

M) a solution of MnTTPCl in THF 

(c=1.1x10
-6

M) was added and the mixture was stirred for five minutes. This mixture is 

selected because it produces the widest and most intense plamonic band.  

 

Results and discussions 
In order to detect PAS, portions of 4-aminosalicylic acid solution (c=4.353x10

-3
M) in 

distilled water were gradually added to 3 mL of the gold-porphyrin hybrid material as 

follows: 20 µL for the first 16 steps, 50 µL for the next 3 steps and 100 µL for the last 3 steps. 

After each adding of 4-aminosalicylic acid solution the mixture was stirred and the UV-vis 

spectrum of the sample was recorded.  

From the superposed UV-vis spectra (Figure 2) registered during the adding of 4-

aminosalycilic acid to the MnTTPCl-nAu hybrid it can be observed that the intensity of the 

plasmonic band is steadily decreasing with the increase in 4-aminosalycilic acid 

concentration.  
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Figure 2: The overlapped UV-vis spectra registered during the adding of PAS solution to the 

MnTTPCl-nAu hybrid solution 

 

Another notable feature is that the shift of the peak is moving to higher wavelengths 

(from 2.88x10
-5

M which is the lowest recorded concentration producing the peak at 619 nm to 

the  8.89x10
-4

M which is the highest PAS concentration that is located at 622 nm). An 

isosbestic point around 725 nm is the proof for the equilibrium process that accompanies the 

PAS recognition and mechanism of detection.  

The dependence between the absorption intensity of the MnTTPCl-nAu hybrid and 

the concentration of PAS (Figure 3) is linear in a wide range of PAS concentrations: 2.88x10
-

5
M - 8.89x10

-4
M characterized by an excellent corelation coefficient of 99.31% . 

 

 
Figure 3: The dependence between the absorption intensity of the MnTTPCl-nAu hybrid and 

the concentration of 4-aminosalicylic acid 

 

In order to prove the efficiency of the hybrid material as compared to the bare Mn-

porphyrin alone, the experiment of adding a dilute solution of 4-aminosalycilic acid to a 

solution of MnTTPCl alone was performed. So, a solution of 2.5 mL MnTTPCl in THF 

(c=1.1x10
-6

M) is treated with portions of 20 μL of a solution of 4-aminosalicylic acid in water 

(c=4.353x10
-3

M). The mixture is stirred and the UV-vis spectra are recorded for each step. 

As can be observed in Figure 4, the intensity of the Soret band of the porphyrin is 

behaving unevenly as the concentration of 4-aminosalycilic acid is continuously increasing. A 

slow shift of the Soret band intensity toward lower wavelengths is also obvious (λ=476 nm for 

the lowest 4-aminosalicylic concentration (3.45x10
-5

M) and λ=469 nm for highest 4-

aminosalicylic concentration (4.1x10
-4

M)). An increase of intensity of the Va and VI 

absorption bands that are chararcteristic for manganese porphyrins can be observed (Figure 4) 

as the concentration in 4-aminosalicylic acid is increasing, but the dependence is not linear. 

This data proves that the porphyrin alone is not able to provide a good detection for PAS.  
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Figure 4: Superposed UV-vis spectra from adding 4-aminosalycilic acid solution to 

MnTTPCl solution in THF. 

 

The proposed mechanism by which PAS chelates to Mn-porphyrin is based on the 

affinity of Mn to oxygen atoms of PAS, as illustrated in Figure 5, together with TEM images 

of    MnTTPCl-nAu hybrid and of MnTTPCl-nAu hybrid after PAS detection.  

From the chemistry point of view, PAS structure possesses a carboxyl group, along 

with hydroxyl group, providing an ideal chelating moiety for manganese, that is also capable 

to form Mn(V)=O bonds. This hypothesis is certified by the appearance in the UV-vis 

spectrum of the secondary Soret band (VI) located around 420 nm that is typical for 

porphyrin-Mn(V)=O species and also by the significant blue shift of the Q bands.  

TEM images of MnTTPCl-nAu hybrid treated with PAS show globular assemblies of 

micelar type having different diameters, a completely different organization than in the 

MnTTPCl-nAu hybrid where they are cloudly organized. This type of spherical determined 

geometry is another proof for the proposed coordination. 

 

 
Figure 5: TEM images of MnTTPCl-nAu hybrid, type of PAS Coordination to Mn (V) and 

of MnTTPCl-nAu hybrid after PAS detection. 

 

Although our experimental results imply a chelating action Mn(V) to PAS, the 

conclusive evidence might come only from in vivo urinary analysis of Mn following PAS 

treatment. Such a study may pave the way for future development of PAS detection in order 

to improve therapy using PAS [12].  
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Conclusions  

A comparison between solely MnTTPCl and its MnTTPCl-nAu hybrid regarding the 

ability to recognize and detect PAS was performed. 

MnTTPCl-nAu hybrid can detect 4-aminosalicylic acid with great accuracy in the 

range of concentrations from 2.88x10
-5

M to 8.89x10
-4

M, that are relevant for analysis in 

medical trials of patients treated with PAS, following a linear dependence between the 

intensity of the bands in UV-vis spectra and the PAS concentration. MnTTPCl alone cannot 

be used for detection, its optical behavior being unlinear in the presence of increased PAS 

concentrations, but is able to recognize PAS molecules. 
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Abstract 
Among the water treatment technologies, advanced oxidation processes (AOPs) present great 

potential for treating a broad spectrum of contaminants. AOPs involve the in-situ generation 

of highly reactive oxygen species with low selectivity such as hydroxyl radicals, hydrogen 

peroxide, ozone, and superoxide anion radicals, providing complete mineralization to CO2, 

H2O, and inorganic ions or acids [1]. Titanium dioxide (TiO2) is the best-known photocatalyst, 

and it was examined in a tremendous number of studies. The TiO2 can be either immobilized 

or suspended in the reactor. Although the suspended system has the advantage of a larger 

surface area as compared to the immobilized system, the necessary separation of the catalyst 

particles is expensive and constitutes the main disadvantage in the commercialization of this 

system [2]. Adding polymer as support has been widely used in immobilized TiO2 preparation 

to produce photocatalyst with improved mechanical strength, adsorption capability, and 

surface morphology [3]. The present study aimed to investigate the efficiency of three 

materials in which TiO2 (Hombikat) was immobilized on polyvinyl chloride (PVC) support. 

For the preparation of the TiO2/PVC materials, a patent-protected commercial formulation of 

PVC was used. TiO2/PVC materials had a different mass ratio of TiO2 to PVC (1, 2.5, and 5%) 

and were in the form of tablets (diameter of 5 mm and thickness of 2 mm). The efficiency of 

materials was tested for the removal of methylene blue (c0 = 2.45∙10–5 mol dm–3) under the 

influence of simulated solar radiation (SSR) (IUV = 0.223 mW∙cm–2; Ivis = 208.5 mW∙cm–2). 

Experiments were also conducted in the dark to investigate the contribution of adsorption to 

the total removal efficiency. All of the TiO2/PVC materials showed greater removal efficiency 

compared to direct photolysis. The optimal mass ratio TiO2 towards PVC to total removal 

efficiency was 2.5%. For the most efficient system 2.5%TiO2/PVC/SSR, the influence of the 

solution volume as well as the mixing rate was also examined. From the obtained results, it 

can be concluded that for an optimal volume of 30 cm3, the optimal mixing rate was 490 rpm. 

It was found that the optimal number of tablets was 29. The overall effectiveness of 

methylene blue removal for optimal reaction conditions and by using the most efficient 

system 2.5TiO2/PVC/SSR was the highest at pH 4.6. 
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Abstract 

During 2014 allelopathic effects of Abutilon theophrasti Med. water extracts to germination 

and initial development of maize (Zea mays L.), were studied in laboratory conditions. In 

addition to the Water extracts out of dry mass of the tested weed species, the applied 

concentrations were 1 g/l, 2 g/l, 4 g/l of dry matter made out of weed species in the 3-4 leaf 

stage of development.  Water solution of A. theophrasti showed inhibitory effect on maize 

seed epicotyls and hypocotyls length. The applied extracts made out of dry matter of the 

studied weed species A. theophrasti reduced maize seed germination for 9%-14% in 

comparison to the control in which it was 88%. After germination in a climate chamber, 

epicotyls’ and hypocotyls’ length of maize seeds was measured three, six and ten days 

following spraying by extracts. 

 

Introduction 

The term allelopathy has been used for the first time by Hans Molish, Vienna University in 

1937. This term is constructed from two Greek words allenon  which means “one on another“ 

and pathos which has two meanings suffering or „sensitivity“ , and it's used to describe 

mutual impact of one organism on another [1]. Allelopathy can be defined as a biochemical 

interaction that has either a simulative or a negative impact between plants (including 

microorganisms). Allelopathic effects are classified as weed on weed, weed on crop or weed 

on weed [2]. Soil and plant traits have a big impact on allelopathic effects. Growth inhibition 

that was caused by Cyperus tuberosus on some plants: tomato, bean, eggplant, had greater 

effect on light soils. Allelopathy has great role in spreading of invasive weed species. Some 

weed species of European origin Centaurea maculosa and Centaurea diffusa, are invasive 

species in North America. Allelochemicals that are produced by those two weeds, have been 

discovered in their native soil in Europe, but also in the soil of North America, where the 

concentration of their allelochemichals was far greater. So we can say that allelopathy 

depends on numerous factors [3]. Numerus experiments have shown that the allelopathic 

substances, which trigger biochemical interactions between plants are typical secondary 

metabolites. They have a low molecular weight, a simple structure and easily volatile [4]. 

Allelopathy is not only representing the effect of root exudates, but also the effect of toxicall 

Compounds which are the result of degradation organic matter in soil. Plants produce 

physiological active compounds (carbohydrates, ferments, organic and amino acids), they can 

have a positive or a negative effect on plants [5]. Johnson grass (Sorghum halepense) and 

wiregrass (Cynodon dactylon), are common weeds in corn and cotton fields that have an 

allelopathic effect. Agrostema githago has a positive effect on wheat growth. Abuthilon 

theophrasti Med. is an annual weed with a high alleopathic potential, it can have negative 

effects on germination and growth of other crops and weed’s [3]. The leaf of Abuthilon 

tehoprhasti Med. produces moucus formations and they can severely damage the yield of 

soybean. The root produces various metabolic active compounds such as: organic acids, 

amino acids, carbohydrates, cinober. Root mucus of some plants Thymus serpillum prevents 

seed germination by getting in contact with other seeds. Remains of crops like: wheat, 
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sunflower, sugar beet, peas, can prevent the development monocotyledonous weeds from the 

Poaceae family, but not Avena spp [5]. The interaction between higher plants can be achieved 

through the impact of compounds, which are located in above ground plant organs. With the 

help of rain those compounds can get to surface of neighboring plants or in the soil. Young 

walnut leafs contain a high amount of juglon. Rye is a very active alleopathic plant [6]. A 

significant inhibitory effect is proven by aqueous extract of Jimson grass. The extract was 

made from different plant parts steam, root, leafs and it had the greatest effect on germination, 

primary root growth, and lower density of some weeds: Ipomoea tribola, Echinochloa 

colonum, Rottboellia cochinchinensis, Rumex dentatus, Coronopus didymus, Convolvulus 

arvensis and Portulaca oleracea [7]. Allelopathy is a phenomenon that can be used as an 

alternative mode to suppress weeds: allelochemicals as herbicides, in crops that are 

genetically modified. Lot of crops like rye or some plants from the families Brassicaceae and 

Fabaceae are recommended as cover crop to suppress weeds or to prevent erosion. Some 

crops have a positive effect in the crop rotation system, so in the next season there are less 

weed types in the field. In some countries secondary metabolites of microorganisms have 

been commercialized. These product are safe to use and have no negative impact on the 

environment [2]. 

 

Experimental 

In 2011 and 2012, plant parts of Abuthilon theophrasti Med. were collected on two localities 

Bački Maglić and Kać. The collected plant matherial was split in two parts above-ground part 

of the plant (steam and leafs) and underground part (root). Above-ground and underground 

plant parts were together macerated. Velvetleaf water extracts of above-ground and 

underground were made in different concentrations: 1 g/l , 2 g/l and 4 g/l. Filter paper in Petri 

dishes (150 mm x 25 mm) with germinated seed of the assayed maize crop was saturated by 8 

ml of the extracts. Control was moistened by distilled water. Each concetration was replicated 

four times. By extracts treated soybean and maize seed were germinated in climatic chamber 

[12] and seed surface was sterillized according to Elemaru and Filhou (2005) [8]. The assayes 

were set up according to the randomized block design with 4 replications. Each Petri dish 

contained 25 maize seeds, i.e. 100 seeds per treatment. All measurements were conducted 

third, sixth and tenth day after moistening of the studied crops seed. The existence of 

allelopathic activity of the studied weed species to the maize crops were established by 

measurement of the crops seed epicotyls (mm) and hypocotyls (mm) length and germination 

(%) [11]. 

 

Results and discussion 

During the experiment that had the goal to prove alellopathic effects of Abuthilon theophrasti 

Med. water extracts on maize seed germanination. The following results have been obtained: 

Treatment that contained the extract concentration of 1 g/l had an average hypocotile length 

value 34.98mm, value of the control 67.90mm. Treatment that contained the extract 

concentration of 2 g/l had an average hypocotile length value 57.91mm, value of the control 

67.90mm. Treatment that contained extract concentration of 4 g/l had an average hypocotile 

length value 58.63mm, value of the control 67.90mm, the results are presented in figure 1.  
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Figure 1 Measured values of maize seed hypocotyls after treatment with Abutilon theophrasti 

Med.extracts. 

 

Average epicotyl length were for the extract concentration of 1 g/l 15.22mm compared to the 

control which was 54.42mm. Average epicotyl length were for the extract concentration of 2 

g/l 18.95mm compared to the control which was 54.42mm. Average epicotyl length were for 

the extract concentration of 4 g/l 19.35mm compared to the control which was 54.42mm, the 

values of epicotyls length after treatment are shown in figure 2.  

 

Figure 2 Measured values of maize seed epicotyls after treatment with Abutilon theophrasti 

Med. extracts. 

 

Percentage of maize seed germination in the assay, has given different results: seeds that have 

been treated with the extract which had the concentration of 1 g/l 91%, compared to the 

control 88%. Seeds that have been treated with the extract which had the concentration of 2 

g/l 91%, compared to the control 88%. Seeds that have been treated with the extract which 

had the concentration of 4 g/l 86%, compared to the control 88%. The results of seed 

germination percentage are shown in figure 3.  
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Figure 3 Seed germination of maize seeds after treatment with Abuthilon theophrasti Med. 

extracts. 

 

Conclusion 

Based on the results of the assays we can conclude, that the allelopathic effect of Abuthilon 

thephrasti Med. on maize seedlings has been detected. Water extract of Abuthilon theophrasti 

Med. had a greater impact on maize epicotyl length. Extracts of Velvetleaf had a stimulating 

effect on seed germination, but after the germination they shown negative effects on epicotyl 

and hypocotyl growth. The stimulating germination effect can be related to other factors. This 

research has been conducted under in vitro conditions, the allelopathic effects of Abuthilon 

theophrasti Med. have been proven. This indicates that further trials should be done also in 

the field and they should be continued in vitro in the next period. Allelochemicals of 

Abuthilon theophrasti Med. have shown an impact on seed germination, that trait could be 

used in future research to produce certain kinds of pesticides. Those allelochemicals need to 

be detected and their effect on crops and other weeds.  
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Abstract 

The aim of this research was to determinate the number from invasive weed seeds in two 

protected areas. Soil sampling was carried out in north of Serbia Landscape of Outstanding 

Features Nature Park ‘’Palić’’and Nature Reserve ‘’Ludaško jezero’’. The depth at which 

samples were taken in each location was 0-10 cm. Weed seed bank from  these two areas 

contained seeds of: Lolium multiflorum, Amaranthus retroflexus, Celtis occidentalis, 

Galinsoga parviflora, Vicia articulata, Setaria italica, Datura stramonium, Asclepias syriaca, 

Matricaria discoidea, Portulacae olaraceae, Veronica persica, Iva xanthifolia and 

Echinochloa crus-galli. Amaranthus retroflexus, Celtis occidentalis, Portulaca oleracea and 

Setaria italic were determinated in very large numbers at each protected location. The 

sampling of soil was done at two locations, with a probe of the same volume. Identifying the 

seeds and determining their quantity was carried out with microscopes and determiners. 

 

Introduction 

Successful weed management in agroecosystems centers on manipulating the weed seed bank 

in soil, the source of annual weed infestations [1]. In the increasingly disturbed environment 

created by modern land use, soil seed banks are of growing importance in the management 

and restoration of vegetation [2]. The main source of annual weeds is the soil seed population 

[3]. The seed bank is the resting place of weed seeds and is an important component of the life 

cycle of weeds. Seed banks are the sole source of future weed populations of the weed species 

both annuals and perennials that reproduce only by seeds. For this reason, understanding fate 

of seeds in the seed bank can be an important component of overall weed control [4]. A seed 

bank is a reserve of mature viable seeds located in fruits (or cones) on the plant (aerial seed 

bank), on the soil surface or buried in soil, duff or litter. The formation of a non-aerial (soil) 

seed bank begins at seed dispersal and ends with germination or death of the seed. 

Traditionally, two broad types of soil seed banks have been designated: transient and 

persistent. Seeds of species with transient seed banks live for <1 year and those with 

persistent seed banks for more then 1 year. More recent classification schemes subdivide the 

transient and persistent seed-bank categories into 2 – 3 subtypes each, delineating them by 1 

year to decades [5]. What has to be taken into account in the study of weed seed banks in soil 

is that they are only a part of a complex and dynamic system consisting of soil [6], plants, 

animals and microorganisms [7]. Seed banks have been described as the 'memory' of a 

population, because they may contain genotypes that have been eradicated from the growing 

plant portion of the population [8]. Seed bank enhances the survival of a species by buffering 

against harsh environmental conditions or highly effective control methods and allowing them 

to germinate over a period of many years. This ability slows the genetic shift of a weed 

population exposed to intense selection pressures by ensuring that all the seedlings that 

germinate in any one year are not all from similar genetic backgrounds [9]. Understanding the 

nature of seedbanks is a necessary prerequisite for studying plant population dynamics, or for 

setting up programs of weed control [10]. Invasion by non-native exotic species in alien 

environments poses a major threat to native plant communities and alters fundamental 
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structures and functions of ecosystems. It poses one of the most serious threats to biodiversity, 

causing major changes in vegetation at a global level [11]. Early detection of invasive plants 

when their spatial extentis small reduces the cost of control and increases the possibility of 

successful eradication [12]. 

 

Experimental 

The aim was to determine number of seeds from invasive weeds in two protected areas. Soil 

sampling was carried out in locations of two protected areas in north of Serbia Landscape of 

Outstanding Features Nature Park ‘’Palić’’and Nature Reserve ‘’Ludaško jezero’’. The depth 

at which samples were taken in each location was 0-10 cm. The sampling of soil was done at 

two locations, with a probe of the same volume. In the laboratory conditions, soil samples 

were sieved through sieves of various diameters. After that weed seeds separated in the 

sample from plant and other material and the identification of seeds was carried out. 

Identifying the seeds and determining their quantity was carried out with microscopes and 

determiners. 

 

Results and discussion 

The seeds of invasive weeds at the location of Nature Park ‘’Palić’’ were identified:  Lolium 

multiflorum, Amaranthus retroflexus, Celtis occidentalis, Galinsoga parviflora, Vicia 

articulata, Setaria italica, Datura stramonium, Asclepias syriaca, Matricaria discoidea, 

Portulacae olaraceae, Veronica persica. The average number of weeds at the location Nature 

Park „Palić“ in the soil profil 0-10 cm is in the range of 159,51 to 5503,07 seeds per m
2 

respectively. The weed seed bank contains several dominant species in all samples. 

Amaranthus retroflexus and Celtis occidentalis were one of the most numerous at the locality. 

Celtis occidentalis is the weed species with the highest number of selected seed from the 

samples (5503,07 seeds per m
2
), followed by Amaranthus retroflexus (2950,92 seeds per m

2
), 

Datura stramonium (2871,17 seeds per m
2
), Setaria italica (1515,34 seeds per m

2
), Asclepias 

syriaca (1196,32 seeds per m
2
), Lolium multiflorum (1116,56 seeds per m

2
), Matricaria 

discoidea (1036,81 seeds per m
2
), Portulacae olaraceae (877,30 seeds per m

2
) and Galinsoga 

parviflora, Veronica persica, Vicia articulata had same number of determinate weed seeds, 

(159,51 seeds per m
2
) (Table 1). 

 

Weed seeds SUM No m
2
 

Amaranthus retroflexus 37 2950,92 

Asclepias syriaca 15 1196,32 

Celtis occidentalis 69 5503,07 

Datura stramonium 36 2871,17 

Galinsoga parviflora 2 159,51 

Lolium multiflorum 14 1116,56 

Matricaria discoidea 13 1036,81 

Portulacae olaraceae 11 877,30 

Setaria italica 19 1515,34 

Veronica persica 2 159,51 

Vicia articulata 2 159,51 

Table 1: Determined invasive weed seeds at Nature Park „Palić“ 

 

SUM- the total number of invasive  weed seeds in 25 soil samples at 0-10 depth 

NO m
2 - 

the total number of invasive weed seeds in all soil samples expressed per m
2
 

The seeds of invasive weeds at the location of Nature Reserve ‘’Ludaško jezero’’ were 

identified: Amaranthus retroflexus, Portulaca oleracea, Setaria italica, Datura stramonium, 
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Echinochloa crus-galli, Iva xanthifolia, Celtis occidentalis, Ambrosia artemisiifolia and 

Lolium multiforum. The average number of weeds at the location Special at Nature Reserve 

„Ludasko jezero“ in the soil profil 0-10 cm is in the range of 79,75 to 43226,99 seeds per m
2 

respectively. The weed seed bank contain several dominant species in all samples. 

Amaranthus retroflexus and Portulaca oleracea were one of the most numerous at the 

locality. Amaranthus retroflexus is the weed species with the highest number of selected seed 

from the samples (43226,99 seeds per m
2
), followed by Portulaca oleracea (38521,47 seeds 

per m
2
), Datura stramonium (3190,18 seeds per m

2
), Setaria italica (1674,85 seeds per m

2
), 

Celtis occidentialis (478,53 seeds per m
2
), Echinochloa crus-galli (398,77 seeds per m

2
), 

Lolium multiflorum (319,02 seeds per m
2
), Ambrosia artemisiifolia (159,51 seeds per m

2
) and 

Iva xanthifolia (79,75 seeds per m
2
) (Table 2). 

 

Weed seeds SUM NO m
2
 

Amaranthus retroflexus  542 43226,99 

Ambrosia artemisiifolia 2 159,51 

Celtis occidentialis  6 478,53 

Datura stramonium 40 3190,18 

Echinochloa crus-galli 5 398,77 

Iva xanthifolia  1 79,75 

Lolium multiflorum 4 319,02 

Portulaca oleracea  483 38521,47 

Setaria italica  21 1674,85 

Table 2: Determined invasive weed seeds at Special at Nature Reserve „Ludaško jezero“ 

SUM- the total number of invasive  weed seeds in 25 soil samples at 0-10 depth 

NO m
2 

-
 
the total number of invasive weed seeds in all soil samples expressed per m

2
 

 

Conclusion 

Analyzing deposited seed (seed bank) of invasive species in soil in nature proteted area were 

conducted in the representative locations of four protected areas in the north of Serbia 

Landscape of Outstanding Features  Nature Park „Palic“  and  Special Nature Reserve 

„Ludasko jezero“. At the two protected location were determined 17 different seeds of 

invasive weed species. Amaranthus retroflexus and Portulaca oleracea were determinated in 

every location. Amaranthus retroflexus, Celtis occidentalis, Portulaca oleracea and Setaria 

italic were determinated in very large numbers at each protected location, while a smaller 

number of seeds remain determined invasive weed species. Ambrosia artemisiifolia was 

determinate in large numbers at Special Nature Reserve „Ludaško jezero“.  
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Abstract 

Heavy metals transfer factors help to observe metals impact on agricultural products 

(vegetables and/or fruits) to evaluate different bioaccumulation scenarios to interpret available 

experimental results and for designing fingerprints or bioaccumulation maps. The aim of this 

study was to evaluate the transfer factors (TF) of some heavy metals (HMs) including (Fe, 

Mn, Zn, Cu, Ni, Pb and Cd) from soil to root and leaves of parsley samples cultivated on 

polluted and nonpolluted areas and to identify the fingerprint of transferred metals. The heavy 

metal (HM) content was analyzed using Flame Atomic Absorption Spectrometry (FAAS) 

technique. The bioaccumulation factor (BF) and TF in parsley samples were used for 

obtaining the fingerprints (HMs bioaccumulation maps) of parsley samples. 

 

Introduction 

The pollution at global level is continuously increasing and that is causing nutritional 

modifications. The plants have the capacity to sequestrate and/or to remove metals from the 

soil through roots and/ or shoots. Plants heavy metals concentrations can be correlated with 

their surrounding environment (soil, aer and water) [4]. Many plants can be used as biological 

indicators with specificity to heavy metals [6]. 

Metal toxicity presents noteworthy relationship with the characteristics, which are in control 

of the metal tolerance, including chemical interaction and ionic speciation [1]. 

The transfer (translocation) factor (TF), offers information about the capability of a plant to 

translocate the metal ions from roots through shoots and to leaves of a plant. 

The bioaccumulation factor (BAF) from soil to plant expressed by the ratio of metal 

concentration in plant tissues divided by the heavy metal concentrations in soil and used as an 

indicator of the parsley accumulation behavior. 

The aim of the study was to analyse the capacity of parsley roots and leaves to accumulate 

heavy metals and to generate the heavy metal fingerprints of parley based on TF and BAF 

Values  

 

Experimental 

The parsley roots and leaves used for the study investigation were sampled in triplicate from 

ten different private vegetables farms. All the samples were washed with double distillated 

water, weighed, dried at 105 °C and grinded. The heavy metals concentrations were 

determined by flame atomic absorption spectrometry as described by Bordean et al, 2014 [3].  
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The transfer factors (TF) of Mn, Zn, Cu, Ni, Cd, Pb, from roots to leaves [1] were calculated 

using equation 1: 

𝑇𝐹 =
𝐶𝑙𝑒𝑎𝑓𝑠

𝐶𝑟𝑜𝑜𝑡
   (1) 

TF = transfer or translocation factors of metals from roots to leaves  

Cleaf = metal concentration in fresh weight plant tissue [mgKg 
-1

]; 

Croot = metal concentration in fresh plant tissue [mgKg 
-1

] 

The bioaccumulation factors (BAF) were calculated as the ratio of metal concentration in the 

parsley plants (roots and shoots) to that of the soil [5], as specified in equation 2: 

𝐵𝐴𝐹 =
𝐶𝑝𝑙𝑎𝑛𝑡

𝐶𝑠𝑜𝑖𝑙
   (2) 

BAF = bioaccumulation factors of metals from soil to plant  

Cplant = metal concentration in fresh weight plant tissue [mgKg 
-1

]; 

Csoil = metal concentration in dry soil [mgKg 
-1

]. 

 

Results and discussion 

The heavy metals (manganese, zinc, copper, nickel, cadmium and lead) concentrations were 

determinate for all collected parsley samples, as well as of the soil samples were the plants 

were cultivated.  All heavy metal analysis of soil, parsley roots and parsley leafs (table 1) 

were performed in triplicate and the values were used to calculate TF and BAF (table 2).  

Table 1 Heavy metals concentrations of soil, parsley root and parsley leaf samples 

Vegetables, 

soil/Me content 

± Standard 

Deviation (SD) 

Mn ± SD Zn ± SD Cu ± SD Ni ± SD Cd ± SD Pb ± SD 

Parsley Root  3.75 ± 0.87 3.92 ± 0.68 1.35 ± 0.47 0.22 ± 0.09 0.01 ± 0.00 0.11 ± 0.03 

Parsley Leaf  6.98 ± 0.84 9.41 ± 1.75 1.27 ± 0.35 0.55 ± 0.17 0.04 ± 0.02 0.42 ± 0.11 

Soil samples 1537.71±18.1

8 

159.33± 8.57 27.83±6.23 12.22±1.08 0.19±0.05 27.15±4.89 

Heavy metals concentrations in parsley root and leaves collected from 10 from investigated areas (mgKg
-1 

fresh 

weight, * p < 0.05); Heavy metals concentrations in soil samples collected from 10 from investigated areas 

(mgKg
-1 

dry weight, * p < 0.05) 

 

Based on Baker and Brooks, 1989 studies, if TF presents values higher than 1, this shows that 

the plant transfers the metal from root to leaves [2].  

As we can observe the translocation of heavy metals from roots to leaf in parsley is higher 

than 1 for Mn, Zn, Ni, Cd and Pb, but its lower than 1 for copper, which means it is not 

transferring copper, from roots to leaf.  
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Table 2 Presentation of translocation (transfer factors) and bioaccumulation factors of some 

heavy metals in parsley samples 
Transfer and 

bioaccumulation 

factors 

Heavy metals 

Mn Zn Cu Ni Cd Pb 

TF 1.861 2.401 0.941 2.500 4.000 3.818 

BAF 0.003 0.042 0.047 0.032 0.132 0.010 

Legend: TF = transfer or translocation factor; BAF = bioaccumulation factor 

At the same time, the bioaccumulation factors are lower than 1, which means that parsley can 

be an excluder of heavy metals (table 2). Based on the observations made by Radulescu et al, 

2013, if the BAF is higher than 1, then the plants can be considered to behave like 

bioaccumulators of heavy metals and if the BAF is lower than  1, then the plant might be 

appreciated as an excluder of heavy metals [5]. 

The fingerprint of parsley samples based on TF and BAF for the studied heavy metals is 

presented in figure 1. 

 

Figure 1. Heavy metals Fingerprint based on parsley TF and BAF, using Pareto Style 

Legend: TF = transfer or translocation factor; BAF = bioaccumulation factor 

 

Conclusion 

The fingerprint presented can be used to identify the plants that are most suitable for nutrition, 

but also to reveal the best phytoremediators of soils. The obtained results explain why parsley 

and cilantro are used for heavy metals detoxification programs and are recommended in 

different detoxification diets for neurovegetative diseases like Alzheimer and Parkinson. 
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Abstract 

The present study includes the results of the hydroxyapatite electrochemical deposition on 

titanium substrate from 3 solutions of different concentrations of precursors. The deposited 

HA layers and the substrate were studied by means of x-ray diffraction and scanning electron 

microscopy, and also corrosion resistance tests have been performed. Results confirmed the 

formation of low crystallinity hydroxyapatite coatings, displaying fine layers of feathery 

crystals and other structures resulted from agglomeration phenomena. Corrosion tests, 

performed in artificial saliva solution, showed that the corrosion resistance of the 

hydroxyapatite coated Ti sample obtained from 0.875M Ca and 0.525M P precursors 

solutions was higher than that of the other samples. 

 

Introduction 

Hydroxyapatite (HA) - chemical formula Ca10(PO4)6(OH)2 - alone or deposited onto metallic 

substrates, is highly used in the biomedical field, due to undeniable advantages such as: 

biocompatibility, bioactivity and osseointegration [1,2]. One of the drawbacks of 

hydroxyapatite is its low mechanical resistance. The deposition of hydroxyapatite onto 

metallic substrates, such as titanium, provides the means to ensure the mechanical resistance 

of any implant, besides the mentioned biochemical advantages. Several methods have been 

developed regarding the deposition of HA coatings on metal substrates, including the 

electrochemical deposition method, having several advantages [3] such as: homogeneity, 

availability of deposition onto complex shape substrates, possibility to control the layer 

thickness on demand, etc. 

Considering its long-term presence in the body, any implant should possess certain 

characteristics, including high corrosion resistance - as is the case with metal-hydroxyapatite 

implants [4].  

This study aims to prepare HA coatings on titanium substrates by electro-deposition from 

precursors solutions having three different concentrations, and compare their corrosion 

behaviour by potentiodynamic polarization test in artificial saliva solution.   

 

Experimental 

The electrolyte solutions used for the electrochemical deposition were prepared from separate 

solutions of analytical grade Ca(NO3)2.2H2O (Sigma Aldrich) and analytical grade 

(NH4)2HPO4 (Merck) of different concentrations, as presented in Table 1.  

Solutions were considered so as to preserve the Ca:P ratio of 10:6, as in natural 

hydroxyapatite. The pH level was kept in the 8.3-8.4 range, being adjusted with ammonia, 

after mixing the two precursor solutions.  
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Table 1. Details of the solutions concentrations used in the deposition process 

Sample 

number 

Ca and P precursors 

Ca(NO3)2.2H2O solution 

concentration (mM) 

(NH4)2HPO4 solution 

concentration (mM) 

1 0.875 0.525 

2 1.75 1.05 

3 3.5 2.1 

 

Before the electrochemical deposition, the Ti discs (ϕ = 1 cm) were polished using SiC 

sandpaper of different grit sizes and felt, washed with acetone, placed in ethanol/acetone 

mixture 50:50 for 30 minutes in an ultrasonic bath, rinsed with bidistilled water and dried. 

The electrochemical setup consisted in a PGZ 402 Voltalab potentiostat and a three-electrode 

glass cell with heating mantle. The working electrode was a titanium disc (used as the 

cathode), a platinum plate was used as counter electrode and the saturated calomel electrode 

(SCE) coupled to a salt-bridge junction was used as reference electrode. The electro-

deposition took place at 80°C, at a constant potential of -1500 V, for 1h. After the deposition, 

the samples were dried at 40°C in an oven, and were investigated by x-ray diffraction (XRD), 

using a PANalytical X’Pert Pro MPD Diffractometer with Cu anode, working parameters 45 

kV and 30 mA. Images of the samples surfaces were obtained using a Phillips Inspect S 

scanning electron microscope.  

The Fusayama – Meyer simulated saliva solution (pH=5.8) of the following chemical 

composition [5]: NaCl (0.4 g/L); KCl (0.4 g/L); CaCl2 (0.6 g/L); NaH2PO4
.
H2O (0.79 g/L), 

urea (1 g/L) and Na2S
.
9H2O (0.005 g/L) was used as the testing electrolyte in corrosion 

studies at 37°C. 

The electrochemical cell for corrosion tests included: a working electrode consisting in an 

uncoated or coated sample, a platinum wire as counter electrode and the SCE. Each sample 

was allowed to reach a steady open circuit potential (OCP) for 1h. Afterwards, a 

potentiodynamic polarization was initiated from -800 up to + 300 mV (vs. SCE), at a sweep 

rate of 1 mV/s. 

 

Results and discussion 

 
Figure 1. XRD patterns of the 3 deposited HA layers onto Ti, concentration order 1<2<3 

 

The XRD results are presented in Figure 1, which confirm the hydroxyapatite formation, but 

with low crystallinity.  

With increasing concentration (sample 3), the peaks resolution improves. The size of the peak 

at 25.96 2theta, representing the 002 crystallographic plane, is an indication of an elongated 

shape of the crystals. 
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Scanning electron microscopy (SEM) images are presented in Figure 2. For sample 1, with 

the smallest concentration used, the deposited layer is fairly uniform, with rare spherical 

arrangements of needle-shaped crystals. Increasing the concentration (sample 2) leads to 

extended areas of interconnected over-grown spherulites, while the substrate is covered with a 

uniform layer of feathery crystals. Increasing the concentration even more (sample 3) does not 

change the appearance of the deposition, but leads to an agglomeration of the crystals in the 

over-grown regions. In all cases the crystals are submicrometric in size, and all the substrates 

are covered with a fine layer of feathery crystals.  

 

 

 
 

Figure 2. SEM images of the 3 deposited layers of HA onto Ti, concentration order 1<2<3 

The agglomeration increases in the order 1<2<3 and is due to: on one side, the increase of 

concentration, and on the other side, to the alkaline pH where the deposition took place, 

favouring the existence of a large amount of available OH. All these findings indicate an 

accelerated nucleation and, as a consequence, a big number of small crystals and low growth 

rate. 

The potentiodynamic polarization curves of the Ti samples, uncoated and coated with HA, in 

artificial saliva solution, at 37 °C, are shown in Figure 3. 
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Figure 3. Potentiodynamic polarization curves for uncoated Ti (M) and coated with three 

different HA layers (1÷3). 

 

Corrosion potential (Ecorr) and corrosion current density (icorr) determined by the Tafel 

extrapolation method and corrosion rate (vcorr) for each sample are shown in Table 2. 

 

Table 2. Electrochemical parameters obtained from the Tafel extrapolation plots. 

Sample 
Ecorr 

[mV] 
icorr 

[µA/cm²] 
vcorr 

[µm/year] 

M -628 1.17 10.20 

1 -605 0.90 7.82 

2 -651 1.30 11.28 

3 -536 1.53 13.31 

 

Sample 1 presents a lower value (0.90 µA/cm²) for the icorr parameter by comparison with 

both HA coated samples (2 and 3) and uncoated Ti discs (M). Also, the Ecorr value is more 

electropositive than that of uncoated Ti, indicating that the corrosion resistance of Ti is 

improved by this HA coating.  

Regarding Sample 3 a different behaviour can be noticed, namely: it shows the most 

electropositive Ecorr value (-536 mV), but the icorr value is a little higher than the one obtained 

for uncoated Ti, indicating that the HA coating provides poor corrosion protection for Ti 

metal. The same conclusion can be drawn for sample 2, where the icorr value was also higher 

than the one for uncoated specimen. The Ecorr values are in good agreement with the values 

obtained from OCP measurements (not presented here). 

Therefore, the corrosion behaviour of the HA coating obtained using the smallest 

concentrations of precursors from this study revealed a slower corrosion rate for Ti substrates 

(7.82 µm/year) than the other coatings (which act as corrosion activators). 

These results indicate that the presence of the HA deposited from diluted electrolyte solution 

(the most uniform layer) can reduce the corrosion rate of Ti by acting as a barrier to the 

transport of ions and electrons between the substrate and the electrolyte, thus reducing the 

electrochemical reaction rate [6].  

 

Conclusions 

HA coatings were successfully formed on Ti substrate by electrochemical deposition, as 

confirmed by XRD studies. SEM micrographs revealed that all the substrates were covered 
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with a fine layer of feathery crystals and as the concentrations of the precursors increased, 

other structures were formed as a result of agglomeration phenomena. 

The corrosion rate determined from polarization curves was high for samples 2 and 3, but for 

sample 1 it was lower than the other samples, including the uncoated Ti substrate. Thus, the 

electrochemical test, performed in artificial saliva solution, showed that the corrosion 

resistance of the HA coated Ti sample obtained from 0.875M Ca and 0.525M P precursors 

was higher than that of the bare Ti electrode. 

Based on these results, it might be concluded that some HA coatings can moderately decrease 

the corrosion rate of Ti substrates in physiological environment, while others can accelerate it. 

Based on the SEM data, it seems that in the absence of significant agglomeration phenomena, 

the HA coating provides better corrosion protection. 

The electrochemical synthesis parameters, in particular the concentration of the electrolyte, 

affect the crystallinity, morphology and corrosion protection of the resulting coatings.  
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Abstract 

The work presented here is the hydrothermal synthesis of hydroxyapatite (HA) at 160℃ for 

8h, starting from solutions of four different concentrations. The purpose of the study was to 

investigate the influence of the concentration on the morphology of the synthetic powder 

obtained. The identification of the synthesized compounds was performed by X-ray 

Diffraction, while the size and shape of the crystals was studied by means of Scanning 

Electron Microscopy. Results have showed that with raising the solution concentration, a 

secondary phase of CaHPO4 appears and grows in direct relationship to solution 

concentration, while the hydroxyapatite morphology does not seem to have been influenced 

by concentration changes. Phase pure hydroxyapatite was obtained only for an initial solution 

concentration of 0.02 M, the smallest used in this study.  

 

Introduction 

Hydroxyapatite (HA), having the chemical formula Ca10(PO4)6(OH)2, is a natural mineral 

present in the human hard tissues in large amounts. Given this reason, synthetic HA has been 

intensively investigated and used as a replacement material for damaged natural tissues, either 

alone or in combination with other substances, in the form of powders, cements, solid pieces, 

layers deposited onto metallic substrates, etc.  

In a tight relationship to its uses, the properties of the synthetic HA are highly influenced by 

its morphological characteristics (such as size and shape of crystals) [1], so the method by 

which it was obtained has to be carefully chosen because each of the methods presents 

advantages as well as disadvantages. The hydrothermal technique is a facile and low-energy 

consuming method, which allows a good control over the properties of the desired material, 

such as crystallinity, morphology, size of particles, etc [2]. 

In the present study, hydrothermal technology has been used in a study meant to lead to pure-

phase HA by running experiments at 160°C for 8h. Four different concentrations of the 

starting solutions have been used, in order to investigate the relationship between the 

concentration and the morphology of the final product.  

 

Experimental 

Analytical grade Ca(NO3)2.4H2O (Sigma-Aldrich) was used as Ca precursor and the P 

precursor used was (NH4)2HPO4 (Merck). Solutions of the 2 precursors were prepared with 

the following concentrations: 
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Sample 

name 

Ca solution 

concentration (mol/L) 

P solution 

concentration (mol/L) 

1-S 0.02 0.02 

2-S 0.05 0.05 

3-S 0.1 0.1 

4-S 0.2 0.2 

  

After mixing the solutions with preservation of the Ca:P ions ratio of 10:6 under continuous 

stirring at room temperature, the solutions were transferred to Teflon liners and heated at 

160℃ for 8h. The initial pH was in the range 6.1-6.4 and the final pH was 4.3-4.9.  

After cooling naturally to room temperature, the precipitates were extracted and washed with 

double-distilled water until pH returned to neutral. Then the powders were dried in the oven at 

50℃ for 6h.  

The physico-chemical characterization of the powder samples was performed using a 

PANalytical X'Pert Pro MPD Diffractometer equipped with a Cu anode and PixCEL detector, 

powder samples supported on zero background silicone holders, working parameters: 45 kV, 

30 mA and an Inspect S Scanning Electron Microscope (FEI Company), where the powder 

samples were supported on carbon tape. 

 

Results and discussion 

The X-ray diffraction results are presented in Figure 1. For the smallest concentration, of 

0.02M, the sample consists in pure crystalline HA. With rising concentration, a secondary 

phase appears, of CaHPO4, whose amount is growing with concentration. The peaks which 

are not nominated with a or b in Figure 1 belong to either CaHPO4 or its mixture with HA 

(many small peaks belonging to these two compounds have identical position reflexions).  

 

 
Figure 1. X-ray diffraction patterns of the four samples, where a=HA, b=CaHPO4 

 

Scanning electron microscopy images are presented in Figure 2. The morphology of sample 

1-S is of submicronic acicular crystals, agglomerated in the shape of clews, typical for HA. 

When concentration increased (sample 2-S), the agglomerated formation of needles became 

less fluffy, because the HA crystals are combined with particles of CaHPO4. For samples 3-S 

and 4-S the CaHPO4 crystals present a dramatic growth, while HA preserves its acicular 
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morphology and submicronic size. At the same time, the amount of HA is higher in the 

sample 3-S compared to the sample 4-S. 

 

 

 

 
Figure 2 Scanning electron microscopy images 

 

The chemical reactions implicated in the process are presumed to be: 

Ca(NO3)2 → Ca
2+

 + 2(NO3)
-
                                                                                                    (1) 

(NH4)2HPO4 → 2 (NH4)
+
 + HPO4

2-
                                                                                         (2) 

Ca
2+

 +  HPO4
2-

 → CaHPO4                                                                                                      (3) 

6CaHPO4 + 4Ca
2+

 + 8HO
-
 → Ca10(PO4)6(OH)2 + 6H2O                                                         (4) 

First, the precursors are dissociated in their own solution, and then, when the two solutions 

are mixed, the ions interact according to eq (3) to form dicalcium phosphate (dihydrate or 

anhydrous). With rising temperature, the hydrolysis of CaHPO4 starts and HA crystallizes, but 

the transformation is incomplete, probably due to either insufficient time or insufficient 

temperature.  

The reactions sequence described by equations (1-4) is supported by the low pH values 

recorded at the end of the hydrothermal treatment, values located in the generally known pH 

region where dicalcium phosphate forms and HA is soluble. CaHPO4 is recognized as an 

intermediate in the synthesis of HA [3, 4] during low pH. Due to the existence of the both 

phases in the final product (experimental results), we assume the reaction given by eq (4) is 

not complete in our case. Nevertheless, HO
-
 ions existence and number, vital for the 

formation of HA, is conditioned by the low pH, lowering the chances of formation of the 
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desired phase. HA morphology does not seem to have been influenced by the changes in the 

precursors concentration. 

 

Conclusions 

The hydrothermal synthesis at 160°C for 8h starting from pH values of 6.1-6.4 has led to the 

formation of a mixture of hydroxyapatite and dicalcium phosphate, the latter in direct 

proportional relationship to the concentrations of precursors solutions. Only when the starting 

concentration was as low as 0.02 (lowest in the present study), pure-phase HA was 

synthesized. The morphology or crystal size of hydroxyapatite was not influenced by the 

concentration changes. Time period allocated to the hydrothermal treatment needs to be 

increased and pH must be raised to alkaline domain, in order to obtain pure phase HA at 

higher concentrations.  
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Abstract 

 

            Nowadays, new environmentally friendly, lead-free piezoelectric materials have been 

developed to replace the classic lead-based materials, PZT. Presently, the family of lead-free 

ceramics showing the most promising piezoelectric properties is based on potassium sodium 

niobate: K0.5Na0.5NbO3 (noted KNN) [1, 2]. Because of the toxicity of lead oxide, researches 

on lead-free piezoelectric ceramics focusing on substituting these toxic oxides have recently 

attracted much attention. Important developments were reported with (K0.5Na0.5)NbO3 (noted 

KNN) based ceramics, which showed that they are promising candidates for lead-free 

piezoelectric materials [3, 4]. 

 The goal of this paper is to present some new results on GdXO3 (where X= Al, Co, Cr, 

Fe, Mn) doped KNN ferroelectrics. Pure KNN and KNN doped with 1 mol% GdXO3 were 

produced by the conventional solid state synthesis. The conventional processing steps have 

been chosen in order to obtain reproducible high quality samples without using complex 

techniques such as hot pressing or special powder handling. The variation of the real part of 

the dielectric constant and dielectric loss are presented (TEGAM model 3550). The ceramics 

obtained were structurally characterized using x-ray diffraction (PANalytical X’Pert Pro 

MPD), with emphasis on the shifting of orthorhombic to tetragonal crystal symmetry at room 

temperature. The more possible polarization states arising from the coexistence of two phases 

(orthorhombic and tetragonal) at room temperatures can improve the piezoelectric properties 

of KNN ceramics. 
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Abstract 

In the present study we report the removal of Rose Bengal dye by gamma irradiated 

nanocomposites composed of hydrophobic carbon quantum dots incorporated in the matrix of 

polyurethane (hCQD-PU). It is assumed that the removal is caused by the combination of two 

different mechanisms. First mechanism suggested is a photocatalytic degradation by light-

induced production of singlet oxygen and other reactive oxygen species by gamma irradiated 

hCQD and second mechanism is the adsorption of the remaining Rose Bengal dye from the 

solution, by polymer matrix. The removal efficiency of the dye reached up to 92% for 4 h of 

irradiation by visible lamp. We have investigated the effect of different parameters, such as 

the dose of gamma irradiation applied to the nanocomposite, as well as the exposure time of 

the sample to the blue lamp (470 nm). The proposed material has a potential in water 

purification systems. 
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Abstract 

Text The aim of this study was to highlight the influence of herbicide usage in agriculture 

on linuron residues in chamomile flower. It was collected six chamomile flower samples. The 

validated LC-MS/MS method according to SANTE/11813/2017 was applied in the 

quantitative analyses. Two samples were with no linuron detection, while all the other 

detected concentrations exceeded maximum residue limit of 0.1 mg/kg. The detected 

concentrations were in the range 0.89 to 1.90 mg/kg.  

 

Introduction 

Chamomile is a member of the Asteraceae/Compositae family, and is represented by two 

common varieties German chamomile (Chamomilla recutita) and Roman chamomile 

(Chamaemelum nobile) [1]. Nowadays, it is a highly favored and much used medicinal plant 

in folk and traditional medicine. Its multitherapeutic, cosmetic, and nutritional values have 

been established through years of traditional and scientific use and research [2]. Considered to 

be one of the most ancient and versatile medicinal herbs known to mankind, dried chamomile 

flowers have numerous, widespread health implications thanks to their high level of disease-

fighting antioxidants like terpenoids and flavonoids. Throughout the world the flowers are 

used in the form of a simple tea (tisane) as a gentle medicine for colicky babies and for adults 

with mild upset stomach or symptoms of mild stress. Extracts of the flowers and also the 

essential oil distilled from them provide other formulations that extend the range of medicinal 

benefits through antioxidant, anti-inflammatory, antifungal, and antibacterial activities. 

Several studies have indicated that chamomile has potential anticancer activity. Other uses are 

in cosmetics and as a flavoring agent in foods, beverages, bakery products, ice cream, and 

tobacco [3]. 

The common practice in chamomile production involves weed control using herbicides. 

Weeds are the serious hygiene concern, since contaminants in the final product (flowers, oil 

or extract) will detract from the specified quality. Considering there are no authorized plant 

protections product for use in medicinal crops, there are no recommendations on 

concentration required for efficient weed control and crop safety. Linuron (phenylurea) 

(Figure 1) is used as a selective herbicide to control both annual and broadleaf weeds, 

perennial broadleaf weeds and grassy weeds. It can be applied as a pre-emergence treatment 

and a post-emergence treatment. Linuron hinders electron transport in photosystem II in the 

photochemical step in photosynthesis [4]. 

 

  

https://draxe.com/top-10-high-antioxidant-foods/
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Figure 1. Structural formula of linuron 

 

 
 

The LC-MS has been widely used for the analysis of pesticide residues in fruits, vegetable 

and other food samples. The coupling of LC with tandem mass spectrometry detection 

(MS/MS) has become significant for pesticide residue analysis [5]. Experience shows the 

chemicals to be useful, but none is registered for use on chamomile in Serbia [6]. That is why 

in this study the liquid chromatography tandem mass spectrometry (LC-MS/MS) was used for 

the determination of linuron residues in chamomile flowers, after the QuEChERS extraction. 

The determined concentrations were compared with the maximum residue levels (MRLs) for 

linuron in chamomile, which is 0.1 mg/kg [7]. 
 

 

Experimental 

Chemicals and apparatus. All solvents used were of chromatography grade and were 

obtained from J.T. Baker (Netherlands). The certified pesticide analytical standard of linuron 

(99.5 %) was purchased from Dr. Ehrenstorfer (Augsburg, Germany) and the internal standard 

carbofuran–D3 was purchased from Sigma Aldrich (CAS Number 1007459-98-4). The 

linuron stock standard solution was in the concentration of 1 mg/mL, while the working 

standard has the final mass concentration of 1 g/mL in acetonitrile. Magnesium sulphate, 

disodium hydrogencitrate sesquihydrate, trisodium citrate dihydrate, sodium chloride and 

formic acid, primary secondary amine and graphitized black carbon (GBC) were purchased 

from Fisher Scientific UK (Loughborough, UK). For LC analysis, an Agilent 1200 (Agilent 

Technologies, USA) HPLC system with a binary pump was used. This was equipped with a 

reversed-phase C18 analytical column of 50×4.6 mm and 1.8 m particle size (Zorbax Eclipse 

XDB-C18, Agilent). The mobile phase was methanol (solvent A) and Milli-Q water (solvent 

B), both containing 0.1% formic acid in gradient mode, with the flow rate of 0.4 mL/min. The 

elution program was started with 90% B and held 2 min It was linearly decreased to 20% B in 

15 min, 10% B in 20 min, 5% B in 25 min and it held constantly for 3 min. The stop time was 

28 min with the post run of 5 min. The injection volume was 5 µL. For the mass spectrometric 

analysis, an Agilent 6410 Triple-Quad LC/MS system was applied. Agilent MassHunter 

B.06.00 software was used for the data acquisition and processing. The analysis was 

performed in the positive ion modes. The ESI source values were as follows: drying gas 

(nitrogen) temperature 350 °C, drying gas flow rate 10 L/min, nebulizer pressure 40 psi and 

capillary voltage 3500 V. The detection was performed using the multiple reactions 

monitoring mode (MRM).  

 

Validation parameters. The analytical method based on a simple QuEChERS solvent-based 

extraction was validated according to SANTE N
o
 11813/2017[8].  

The LOD was estimated from the chromatogram of the lowest level of calibration using the 

Agilent MassHunter software (Agilent Technologies, B.06.00) for those concentrations that 

provide a signal to noise ratio of 3:1. The LOQ was defined as the lowest validated spike level 
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which meets the requirements of a recovery within the range of 70–120% and a RSD≤20%. 

The LOQ was determined at 0.01 mg/kg in consideration of MRL (0.1 mg/kg). Recovery 

studies were done at two spiking levels (0.025 and 0.25 mg/kg). The method precision is 

expressed as the repeatability (RSD%) based on recovery obtained values.  

Sample preparation. The linuron was extracted from chamomile flower samples using an 

extraction procedure based on the QuEChERS methodology.
 
For the chamomile extracton the 

2 g of fine homogenised sample was mixed with 8 mL of water. It was followed by adding 

100 μL of IS solution (10 µg/ml) and by the extraction with 10 mL of MeCN. After extracting 

on vortex mixer for 1 min, 6.0 g of magnesium sulfate anhydrous, 1.5 g of sodium chloride, 

1.5 g of trisodium citrate dihydrate and 0.75 g of disodium hydrogencitrate sesquihydrate 

were added and the mixture was shaken vigorously for 1 min and after that centrifuged for 5 

min at 4000 rpm. After the centrifugation 6 mL of supernatant was transferred into a clean-up 

tube containing 900 mg of MgSO4, 150 mg of PSA and 150 mg of GBC. After the 

centrifugation for 5 min at 4000 rpm, 5 µL of supernatant was injected into LC-MS/MS. 

 

Results and discussion 

The summary of MRM transitions and LC-MS/MS operating parameters selected for the 

analysis of linuron and carbofuran–D3, as internal standard, in ESI positive mode are given  

in Table 1. 

 

 Table 1. MRM transitions of linuron and carbofuran-D3 

 

Pesticide Formula Rt 

(min) 

Precursor 

ion (m/z) 

Product ion  

(m/z) 

Frag 

(V) 

CE 

(V) 

Linuron C9H10Cl2N2O2 16.01 249 

249 

Q 182.3 

q 160.1 

100 

100 

8 

20 
Carbofuran-

D3  C12H12D3NO3 
13.28  225.1 

225.1 

Q 165 

q 123.1 

94 

94 

10 

22 
 

The previously developed LC-MS/MS method underwent a preliminary validation. The 

procedure exhibited an excellent linearity (R
2
=0.9998) in the 5 – 50 ng/mL (corresponding 

0.025-0.25 mg/kg) range with satisfactory precision expressed as relative standard deviation, 

RSD= 10.2% (Figure 2).  
 

Figure 2. Linuron calibration curve  

 

 
The accuracy and precision were determined via recovery experiments, spiking blank sample 

of chamomile at 0.025 and 0.25 mg/kg, at five replicates per level. The obtained recoveries 
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varied from 93.9% (RSDr=9.5%, level 0.25 mg/kg) to 99.9% (RSDr=3.8%, level 0.25 mg/kg) 

LOQ is experimentally set and confirmed at 0.025 mg/kg. These values are suitable for 

monitoring pesticides in plant material according to the EU Reg. 396/2005 [9] and National 

Regulation (Off. gazette RS 22/2018). 

The analyses of six chamomile flower samples indicate that two samples were with no 

linurom detection, while the four samples were with the linuron detection above the MRL. 

The founding’s were 0.89, 0.96, 1.09 to 1.90 mg/kg.  
 

Figure 3. TIC chromatogram with MRM chromatograms of chamomile sample (linuron 

C=1.90 mg/kg) 

 

 
 

 

Conclusion 

An efficient, sensitive and specific method has been developed for the determination of 

linuron in chamomile flowers and stalks with LC-MS/MS, validated in accordance with 

SANTE/11813/2017 Document. This validated method was successfully applied for the 

analysis of linuron residues in six samples of chamomile flowers. No linuron residues were 

detected in 33.3% of invstigated samples, while all the other detections were above MRL of 

0.1 mg/kg. This indicate that linuron was applied during chamomile production, and inplies 

that the constat monitoring of medical plants must be done. 
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Abstract 

Hydrolytic depolymerization of polyethylene terephthalate (PET) waste in alkaline solution 

using microwave irradiation as heating technique was investigated in order to obtain pure 

terephthalic acid in high yields.  

 

Introduction 

PET has become one of the most valuable recyclable materials because of the wide range of 

applications [1]. Although PET is a non-toxic material, its non-biodegradability and the large 

amount of waste is a serious problem concerning environmental pollution [2]. Therefore, 

recycling processes are the best option to economically reduce the amount of PET waste. 

 

Experimental 

Colorless post-consumer PET bottles were manually cut into small flakes, then washed and 

dried. 1g PET waste flakes and aqueous solution of NaOH (5-10 mL) were charged in high-

pressure teflon reactors without stirring. The following microwave program was used: step 1 

(preheating): 160°C, 5 min.; step 2: 160-220° C, time in the range 2-120 min. 

 

Results and discussion 

The influence of reaction time, temperature and the amount of alkaline solution on the TPA 

yield have been determined in order to establish the optimum parameters at which the reaction 

is completed. The reaction products were analyzed by using FT-IR spectroscopy, X-ray 

diffraction, scanning electron microscopy and NMR. 

 

Conclusion 

The use of microwave offers extremely short reaction time for complete degradation of PET 

waste as compared to the conventional heating. PET depolymerization was carried out 

completely for PET: alkaline solution ratio (w/v) of 1:10 after 5 minutes of reaction at 220°C, 

20 minutes at 210 and 200°C, and 30 minutes at 190°C. TPA yield reached more than 98%. 
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Abstract 

Development of computing power has allowed more close parallel between theoretical aspects 

of science of materials and experimental data, as well as their direct interpretation on the basis 

of the proposed models. Ab initio methods constitute some of the tools of cuanto-chemical 

calculations for approaching of the crystalline structures.[1] This work is a first step in an 

attempt to justify the superparamagnetic behavior of particles of Fe3O4 micrometer-sized 

[2,3]. We also propose the study of some electronic and energetic properties and structure 

parameters both in volume and surface for ZnS and CdS, both belonging to the crystalline 

phase of the P 63mc space group. To this end we used the Hartree-Fock hamiltonian with 

GTF-Pople sets of base function for optimization of structures, as well as Kohn-Sham  

hamiltonian with different exchange-correlation functionals for DFT calculations. Given the 

large number of electrons involved in the primitive cell we was forced to use the effective 

core pseudopotentials (ECP) to model the inner layers electrons. 
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Abstract 

Due to their nutritional and biological potential, natural juices from green fruits and 

vegetables are foods with multiple implications for the body's balance both physically, 

mentally and emotionally. Consumed moderately, as part of a balanced diet, green herbal 

juices offer properties that promote good health, reducing the risk of illness. With high 

vitamin, mineral, fiber and antioxidant content, green juices from vegetables and fruits are 

increasingly appreciated and recommended. The green juice made from apple (Malus 

domestica) cucumber (Cucumis Sativus) spinach (Spinacia oleracea) and parsley 

(Petroselinum crispum) has an antioxidant, detoxifying and alkalinizing role, contributes to 

improving the health of the body. 
The purpose of this study was to analyze and compare some physico-chemical characteristics: 

pH, electrical conductivity, dynamic viscosity and refractive index in case of the juice 

samples obtained from apples, spinach, cucumber, parsley and lime each taken separately and 

in the mixture.  

 

Keywords: green vegetables and fruits juices, physical-chemical characteristics 

 

Introduction 

 

Juice is a liquid obtained by squeezing, from fruits, vegetables, and sometimes from herbs [2]  

The energizing, vitaminizing, refreshing drink, natural juices are prime for a balanced 

lifestyle. It is recommended, prophylactic and curative, as an adjuvant when the body 

accumulates large amounts of acids; which has repercussions such as diabetes, aging, gout 

[1].  

The quality of the juices depends both on the quality of the processed raw materials and on 

the correctness of the technological process. Pressing fruits and vegetables gives raw juice as 

a result of centrifugation, filtration, enzymatic clarification, cleansing or freezing, being 

converted in to clear juice. Top quality juices have flavor, color, taste and smell specific to the 

fruits of origin and are clear [3,4]. In fruits and vegetables there are small amounts of mineral 

substances, but their importance to the good functioning of the body is extremely high. Along 

the vitamins and ferments, they guide all the chemical transformations witch take place in the 

fruit and vegetables, as well as in the human body. The most common mineral substances are: 

calcium, potassium, magnesium, iron, sulfur, phosphorus, silicon, chlorine [ 6,8] 

Apple belongs to the Rosaceae family, occupies the first place in the temperate climate of 

fruit trees species, due to its fruit value. Apples are rich in sugars, organic acids, ascorbic acid, 

protein substances, pectic substances, minerals, vitamins (C, A, B1, B2, PP). Apples have 

therapeutic effects in the following diseases: ischemic cardiopathy, diarrhea, hypertension, 

chronic hepatitis, constipation, insomnia, arthritis. 

mailto:antoanelacozma@yahoo.com
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Cucumber is part of the family Cucurbitaceae, an annual plant. Cucumber fruits have a 

diversified content in nutritional principles containing: 96% water, dry substance 4-6%, 1.7% 

carbohydrates, 0.7-1.1% pectic substances, 0.44-0.57% mineral salts and vitamins (ascorbic 

acid, pantothenic acid, nicotinic acid, complex B) [5]. 

Parsley is a biennial plant of the Umbelifere family. The root and leaves are consumed both 

raw and prepared with indications in circulatory diseases, general and nervous stimulant with 

depurative effects, act in the control of pinworms, digestive tonic, remedy of kidney diseases, 

liver, heart [6]. 

Spinach is part of the family Chenopodiaceae and is native to Central Asia. The importance of 

spinach leaves food is reflected in 7 to 11.3% dry substance content, 1.5-3.5% sugars, 

protides 2 to 3.7%, 40-70 mg of  C vitamin, B1 0.15 mg , B2 0.20 mg and mineral salts (K-520 

mg, P-160 mg, Ca-130 mg, Fe-8mg); values reported on 100 mg of fresh product. For 

therapeutic purposes it is recommended in cases of anemia, rickets, senescence, physical and 

nervous asthenia, eczema, burns, scurvy [5].  

Green juice is considered a miracle drink, being a combination of vegetables, herbs and even 

green fruits, which act as an intravenous infusion of vitamins, minerals and enzymes.  

Because they are in the form of a juice, easily digested and assimilated, its components go 

directly into the system and fill the body with nutrients and energy in less than 20 minutes. 

Green juice has a great advantage because, unlike fruit juice, it contains less sugar and 

calories. Because the taste of such a "vitamin bomb" is not very pleasant, it can be sweetened 

by the addition of fruit [7]. 

 

Experimental 

 

A green juice from vegetables and fruits was prepared for this work, because it provides the 

body with a complete set of active compounds, regulates the digestive system, alkalises, 

energizes, detoxifies the body and acts as a functional food.  

The following recipe was used to prepare the mixed green juice: 2 green apples 250g, spinach 

baby 150g, cucumber 250g, parsley 50g, 1/2 green lime. Samples of fruits and vegetables 

were purchased from a local market in May 2018.  

The green juice obtained is a 100% natural product, without additives or preservatives, made 

with the juicer by mastication that extracts, crushes and presses, contributing to the release of 

nutrients from fruits and vegetables used in the preparation.  

Natural juices from green plants were prepared using a Centrifugal Juicer of fruit and 

vegetables. Five distinct samples of apple juice, cucumber, spinach, parsley, limes of about 

200 ml, were prepared separately, and a mixed sample resulting from the mixture of the 5 

ingredients.  

The physicochemical characteristics were determined from fresh and clearly juice prepared 

using a fruit and vegetable press robot. The pH was measured using a pH meter mark OP-

211/2 connected with combined electrode OP-0808P according to the AOAC methods. The 

total soluble solids (TSS) and the refractive index were obtained using the  refractometry 

method, with the Abbe refractometer corrected to the equivalent reading at 20
º
C ( AOAC, 

1995). Electrical conductance was determined by conductometer OK 112 and viscosity using 

Ostwald-type viscometer.  
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Results and discussion 

 

The purpose of this paper was to analyze and compare some physico-chemical characteristics: 

pH, electrical conductivity, dynamic viscosity, refractive index, in case of the juice samples 

obtained from apples, spinach, cucumber, parsley and lime taken separately and all in the 

mixture. The determination of the physico-chemical parameters (pH, G, n, ɳ) is an important 

indicator in the investigation of the physico-chemical and nutritional properties of the green 

juices analyzed in this study.  

The property of plant juices to drive the electric current is quantitatively evaluated by 

electrical conductivity, G. Electrical conductivity is one of the parameters that verifies the 

authenticity, freshness of a product. The electrical conductivity of a food product is a function 

of product characteristics (composition, sugar content and salts, pH, etc.), and is also 

influenced by the heating process, especially temperature. 

 

 
 

 

Figure 1. Determination of conductivity for different type of green juice samples 

 

In terms of electrical conductivity, the highest value was obtained for natural spinach 

juice (13,78 mS) and the smallest of natural green apple juice (2,05mS). Natural juices 

contain a range of minerals, organic acids, fibers, salts and other bioactive substances. 

 Minerals are present in the form of electrolytes, so they are easily absorbable by the 

human body. It is known that the solution's conductivity increases with its content in 

dissolved substances. Conductivity varies with concentration and it grows with increasing 

electrolyte concentration. This increase depends both on the nature of the electrolyte and on 

the temperature. 

 Sugar (sucrose) is a carbohydrate that naturally occurs in fruits and vegetables. The 

high sugar concentration in fruit juices gives a high refractive index value. Regarding the 

refractive index, the smallest value (1.3439) was obtained in case of mixed natural juice with 

all ingredients and the highest value (1.3620) was obtained for the natural apple juice due to 

the soluble substance content, the sugar in the composition.   

The acidity or alkalinity of a solution is expressed by physical size, pH. Being a 

measure of the acidic or basic character of a solution, pH is an important factor in the 

processing of fruit and vegetable products. 
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Figure 2. Determination of pH  for different type of green juice samples 

 

In case of  the pH determination it was observed that the lowest value was obtained for 

lime juice (2.38) and the highest value for green spinach juice (6.97). Higher acidity (low pH) 

of preserved juices than fresh ones, recommends natural, fresh daily intake as a benefit in the 

treatment and prevention of many diseases. For example, most commercial drinking water has 

pH 7, beer has a pH of about 5, and juices between 5 and 6. Water and natural juices from 

fruits and vegetables have the role of compensating for a too acidic diet that can disrupt our 

metabolism. From the comparative analysis of pH determination results, this parameter is 

within the permissible limits for all the samples analyzed in this study. 

 

 
 

Figure 3. Determination of viscosity for different type of green juice samples 

 

Viscosity is considered an important physical property for the quality of liquid foods . 

The increase in viscosity is the result of increased fiber, pectin and the amount of sugar 

present. If the natural herbal juices contain considerable amounts of pulp or are highly 

concentrated, they may have additional flow resistance represented by a higher stretching 

request. It has been found that the fresh juice viscosity is higher than the pasteurized ones due 

to the increased fiber content, pectin. For this reason, it is recommended to use freshly 

squeezed natural juices instead of pasteurized.  
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Conclusion 

 

Green herbal juices have an important status in the modern diet due to their exceptional 

nutritional, functional and therapeutic qualities. Juices from green vegetables and fruits are an 

excellent source of water, natural sugar, vitamins, minerals, antioxidants, pigments, dietary 

fiber and other food ingredients. 

From their analysis, for the natural juices considered (apples, spinach, cucumbers, parsley, 

and mixed) it can be noticed that their values differ from one category to another, but results 

are comparable to the data from the literature.  

Due to its beneficial nutritional and antioxidant qualities, it is recommended to consume 

daily, succulent, freshly squeezed and immediately consumed over the pasteurized. Green 

vegetable and fruit juices acting as a functional food, is a simple affordable and effective 

alternative to cellular regeneration, health human body improvement. 
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Abstract 

This paper describes an optimization procedure for determination of the herbicide metamitron 

by chronopotentiometry. Two different working electrodes were use in the experiments: 

glassy carbon and thin film mercury electrode. The analytical signal of metamitron was the 

result of irreversible reduction on the working electrodes in Britton-Robinson buffer as the 

supporting electrolyte, and one reduction peak was obtained on both working electrodes. 

Operating conditions, involving several chemical and instrumental parameters such as: pH of 

Britton-Robinson buffer, initial potential and reduction current were optimized by the 

classical method, where one parameter is changing while others are constant, and by using 

Box-Behnken experimental design. In both optimization procedures, the maximum height of 

the metamitron analytical signal was requested. Obtained results from this study revealed that 

there were no differences between the two optimization methods.   

 

Introduction 

Metamitron (IUPAC: 4-amino-4,5-dihydro-3-methyl-6-phenyl-1,2,4-triazin-5-one, MTM) is a 

selective triazinone herbicide that is often used nowadays in agriculture for weed control in a 

variety of crops [1]. Like other pesticides, it can be toxic for humans, especially for aquatic 

organisms [2]. After application, the herbicide is predominantly absorbed by the roots, and 

also by leaves, and it acts as an inhibitor of photosystem II by induction chlorotic and necrotic 

symptoms in leaves [1, 3]. Depending on the environmental conditions: temperature, 

moisture, soil type, and application dose observed half-life for MTM in soil in the literature 

ranges from 6 to 90 days [3, 4].
 
High solubility in water (1.7 g/dm

3
) and weak sorption of 

MTM in soils with low organic matter content indicates the possibility of leaching and 

pollution of ground water sources [1, 5-7]. Hence, this herbicide was frequently detected in 

surface in ground water in concentrations up to 1.5 µg/dm
3 

[8-10]. 

Several methods have been reported in the literature for the determination of MTM such as 

chromatography [3, 8, 10-13] and spectroscopy [14]. These methods have proven to be 

sensitive and reliable, but also limited in the portability of sophisticated instrumentation, 

resulting in high cost and long detection time [15]. Nowadays, the use of electroanalytical 

procedures can be a suitable alternative, offering easy instrumental manipulation, low 

operating costs and accurate results with short analysis time. Square wave voltammetry [16, 

17] and differential pulse voltammetry [18, 19] are the most frequently applied 

electroanalytical procedures for MTM determination. 

The optimization procedure in most cases is carried out by monitoring the influence of one 

factor, while others are kept at constant level, in thus so called classical way. The major 

disadvantages of this kind optimization technique are increased number of experiments, and 

consumption of chemicals [20]. Also, this optimization technique does not consider the 

interactive effects among the studied parameters, which can lead to incorrect results. In past 

decade, response surface methodology with Box-Behnken experimental design has been 
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frequently applied in the optimization of analytical methods [21-23]. In this paper, glassy 

carbon electrode (GCE) and thin film mercury electrode (TFME) are used for 

chronopotentiometric determination of MTM. Results of two different optimization protocols 

using traditional and response surface methodology with Box-Behnken design are compared. 

 

Experimental 

All electrochemical measurements were carried out in a three-electrode system with M1 

analyser for potentiometric and chronopotentiometric measurements constructed by our 

laboratory. GCE was used as the working electrode, or as an inert support for TFME. The 

auxiliary electrode was a platinum wire (φ = 0.7 mm, l = 7 mm), and the reference was an 

Ag/AgCl (3.5 mol/dm
3
 KCl) electrode. The GCE surface was polished with alumina slurry 

Al2O3 (0.5 µm) and sonicated in mixture of ethanol and doubly distilled water for 10 min. 

TFME was prepared ex situ from the 0.02 mol/dm
3
 HCl solution containing 0.15 g/dm

3
 of 

Hg
2+

 ions at the potential of -0.4 V for 240 s, with stirring the solution.  

Electrodes were immersed into the 20 dm
3
 of the supporting electrolyte, and the solution was 

purged with a nitrogen stream for 5 min before recording chronopotentiograms. Then, MTM 

standard solution was added to the supporting electrolyte and nitrogen stream was passed 

through the solution for additional 30 s. Afterwards, chronopotentiograms with the 

appropriate MTM reduction time were recorded. 

MTM stock solution (0.01 mol/dm
3
) was prepared by dissolving of solid chemical (Dr 

Ehrenstorfer, Augsburg, Germany) in the HPLC grade acetonitrile (Kemika, Zagreb, Croatia). 

Working solution (0.04 mol/dm
3
) was prepared by appropriate dilution of the stock solution in 

doubly distilled water. Britton-Robinson (BR) buffers in the pH range from 2 to 12 are 

prepared by adding equal molls (0.04 mol) of boric, phosphoric and acetic acid. Sodium 

hydroxide (0.2 mol/dm
3
) was employed to adjust pH value of the buffer. All other reagents 

were of analytical grade.  

 

Results and discussion 

Classical optimization methodology 

The effect of pH on the reduction time was investigated in BR buffer by applying pH values 

from 2 to 12, while the concentration of MTM was in the range from 2 mg/dm
3
 to 10 mg/dm

3
. 

Using the GCE as the working electrode, the best sensitivity was obtained from pH 2 to 4, 

with a significant decrease of reduction time from 2.15 s to 1.59 s (Table 1). In BR pH 5 only 

concentrations of herbicide higher than 2 mg/dm
3
 could be detected, therefore this value of 

pH is not included in further experiments. When MTM was investigated using TFME as a 

working electrode, the analytical signal is obtained in the range of pH of BR buffer from 2 to 

10, while the best defined signals and highest sensitivity are accomplished in pH range from 5 

to 9 (Table 1). As optimal pH values of BR buffer selected are those where the highest signal 

is obtained with best reproducibility and sensitivity. For GCE pH 2 was accepted as optimal, 

while for TFME pH 7 was proved as optimal. 

The effect of initial potential on the MTM analytical signal using GCE was examined in the 

BR buffer pH 2 containing 10 mg/dm
3
 MTM, in the potential range from 0.01 V to -0.63 V. 

Change of initial potential from 0.01 V to -0.45 V did not significantly affect the height of the 

analytical signal, while at the initial potential of -0.63 V the analytical signal significantly 

decreased. As optimal value of the initial potential -0.31 V was accepted. Using TFME as a 

working electrode the influence of initial potential on the MTM analytical signal was 

investigated in BR pH 7 containing 10 mg/dm
3
 MTM in the potential range from 0 V to -0.51 

V. In the investigated potential range MTM reduction time decreased from 0.95 s to 0.75 s, 

and the worst reproducibility is obtained at the value of -0.14 V. The highest and the most 
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reproductive analytical signal of MTM was obtained at the value of initial potential of 0 V 

(τred = 0.95 s, RSD = 1.49%, Figure 1), and this value is accepted in all further experiments. 

 

Table 1. The effect of pH of BR buffer on the MTM analytical signal, on GCE and TFME, 

concentration of MTM 10 mg/dm
3
 

Working electrode pH of BR buffer Reduction time ± 2 SD (s)
a
 

GCE 

2 2.15 ± 0.02 

3 1.75 ± 0.03 

4 1.59 ± 0.02 

TFME 

5 0.61 ± 0.02 

6 0.65 ± 0.04 

7 1.16 ± 0.03 

8 1.13 ± 0.03 

9 1.02 ± 0.03 
a 
n =3. 

 

 
Figure 1. The effect of initial potential on the MTM analytical signal on GCE and TFME, 

concentration of MTM 10 mg/dm
3
, mean ± 2SD, n = 3 

 

In chronopotentiometry the reduction current represents the most important parameter of the 

analysis, as it heavily influences on the height and sharpness of the analytical signal. Studied 

ranges of reduction current for solutions containing 10 mg/dm
3
 MTM on GCE and TFME 

were from -1.9 μA to -7.9 μA, and from -3.5 μA to -16 μA, respectively. The MTM reduction 

time decreased exponentially with more negative values of reduction current for both working 

electrodes used in experiments. Obtained exponential functions for GCE and TFME were       

τ = 2.2576 e
0.1182 i

 r = 0.9973, and τ = 4.2113 e
0.2597 i

 r = 0.9974, respectively. Using the 

criterion of rectilinear sequence of dependence I τred
1/2

 = f (I), the appropriate intervals of 

reduction current that should be applied for MTM determination were from -1.9 to -7.9 µA 

for GCE, and from -3.5 to -14.3 µA for TFME. 
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Box-Behnken optimization method 

Using the preliminary results of the classical optimization methodology, where a measurable 

signal of the analyte is obtained, a three-level three-factor Box-Behnken experimental design 

was used for optimization procedure. Chronopotentiometric experiments were performed in 

Britton-Robinson buffer using the reduction time of 10 mg/dm
3
 of MTM as the response of 

the system. The statistical analysis involves the significance of the parameters, and their 

interactions on the analytical signal has been described in detail elsewhere [24]. Based on the 

obtained results, the maximum analytical signals are obtained by the following combination 

of parameters: pH of BR buffer 2, initial potential -0.31 V, reduction current -2.3 µA for 

GCE, and pH of BR buffer 7, initial potential 0 V, reduction current -3.5 µA for TFME. By 

comparing the results of the classical optimization procedure with the results obtained using 

the experimental design, no differences in the optimal parameters of the analysis were 

observed. 

 

Conclusion 

This paper describes optimization procedures for chronopotentiometric determination of the 

herbicide MTM using GCE and TFME as working electrodes. In the first step, the 

optimization was performed in the classical way by changing one factor, while the others are 

maintained at a constant level. The results obtained using the classic optimization 

methodology, are compared with the results obtained on the basis of the Box-Behnken 

experimental design and the statistical analysis. In the light of findings from both optimization 

procedures, it can be concluded that they presenting similar results. The developed method 

could be applied for determination of the MTM content in real samples. 
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Abstract 

Agricultural wastes and industrial by-products represent a major origin of carbohydrates. 

Obtaining hemicelluloses such as arabinoxylan and pectin from these sources presents 

attractive utilization of waste material. In additions, these polysaccharide products gained 

much attention because of their excellent biocompatibility, biodegradation and non-toxicity as 

well as extensive spectrum of their biological and functional properties. Polysaccharides with 

a molecular weight of about 20 kDa were isolated from the wheat chaff and sugar beet shreds. 

Obtained pectin produced gel coacervats with gelatin while arabinoxylan from wheat chaff 

formed a gel by mixing with β-glucan in the presence of laccase. Both of prepared gels under 

simulated gastric and intestinal conditions indicated a strong stability. Furthermore, biological 

investigation of extracted polysaccharides revealed good antioxidative activities. 

 

Introduction 

A large amount of waste is produced by agro-industrial sector but maximum benefit has not 

yet been attained from it [1]. Sugar beet shreds present an industrial by-product while wheat 

chaff is generated during harvest. They are usually used as animal feed rather than sources for 

extraction of valuable components for human use. Hence, there is a need for improved 

technologies that would be able to enhance utilization of all high-value components from such 

waste materials and reduce cost of processing. In this context, considerable interest has been 

focused during the last years on polysaccharides from agricultural and industrial by-products 

as desirable alternatives to conventional petroleum-based fuels. However, polysaccharides 

have a wide range of other features such as biological and functional activities.  

Therefore, the aim of this study was to investigate application of wheat chaff and sugar beet 

shreds as sources of antioxidant and functional carbohydrates.  

 

Experimental 

Arabinoxylan was isolated from wheat chaff by alkaline extraction, while pectin was isolated 

by hot acid extraction from sugar beet shreds. Following the extraction, polysaccharides were 

precipitated with ethanol and dried. Molecular mass of the isolated polysaccharides was 

determined viscosimetrically. Arabinoxylan gel was obtained by laccase crosslinking in 4% 

polysaccharide solution. Pectin gel was formed by coacervation of 0.5% pectin and 1.0% 

gelatin solution at pH 4. Prepared gels were dried at room temperature. The stability of dry 

gels was investigated in simulated gastrointestinal conditions. For 2 h gels were immersed in 

simulated gastric fluid (SGF) at pH 2, followed by 10 h in simulated intestinal fluid (SIF) at 

pH 7. The stability was monitored in defined time intervals as the amount of dissolved 

reducing sugars from the arabinoxylan gel or as the amount of dissolved gelatin from pectin 

based gel. ABTS  method was applied to estimate antioxidant potential of extracted 

polysaccharides. 

 

  



 
24th International Symposium on Analytical and Environmental Problems 

116 

Results and discussion 

Pectin was isolated from sugar beet shreds by acid extraction and subsequently precipitated 

with ethanol, washed in water, partially purified by ultrafiltration and dried with yield 202.5 

mg/g while extraction yield of arabinoxylan from wheat chaff at alkaline conditions amounted 

60 mg/g. The molecular weight of isolated polysaccharides was similar (Table 1). Both of 

obtained polysaccharides could form gel. Arabinoxylan formed gel using laccase for 

crosslinking of ferulic acid while the β-glucan was used for increase in gel stiffness [2]. 

Formation of pectins gel included interaction between negatively charged pectin 

polysaccharides and positively charged gelatin at acidic pH [3]. Both of formed gel structures 

showed good stability under simulated intestinal fluid while degradation in gastric fluid was 

more noticeable (Figure 1). In this study, ABTS in vitro assay was applied to evaluate 

antioxidant potential of polysaccharides extracted from wheat chaff and sugar beet shreds. As 

showed in Figure 2, arabinoxylan and pectin exhibited dose-dependent behavior of 

antioxidant activity. 

 

Table 1. Yield and molecular weight of extracted polysaccharides 

 
  Y(mg/g) MW (g/moL) 

Arabinoxylan 60.0 29,000  

Pectin  202.5 22,200  

     

 

 

 

 
 

 

Figure 1. Stability of gels in gastrointestinal conditions 
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Figure 2. Antioxidant activity of extracted polysaccharides 

 

 

Conclusion 

Arabinoxylan and pectin could be novel bio-sources of gelling agents and antioxidants with 

potential added value when applied as functional food and for encapsulation of therapeutics.  
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Cannabis contains 66 cannabinoids which are divided into 10 subclasses: cannabigerol (CBG) 

type, cannabichromene (CBC) type, cannabidiol (CBD) type, Δ
9
-tetrahydrocannabinol (THC) 

type, Δ
8
-THC type, cannabicyclol (CBL) type, cannabielsoin (CBE) type, cannabinol (CBN) 

and cannabinodiol (CBND) types, cannabitriol (CBT) type, and miscellaneous types subclass. 

In industrial cannabis, the allowed content of THC, which is the carrier of psychoactive 

activity, is different in different countries. According to the European Monitoring Centre for 

Drugs and Drug Addiction in the European Union countries, THC is allowed to be 0.2% 

expressed on dry matter, while in Serbia it is allowed to contain 0.3%. In most countries of 

the European Union, cannabis is legalized for medical purposes. Some contries allow its use 

only in the form of ready-made preparations containing isolated or chemically synthesized 

certain cannabinoids, while others allow the use of the extract.  

 

The extraction of CBD and THC of industrial cannabis was carried out by a microwave-

assisted technique, an emerging environmentally-friendly technology. The effects of different 

extraction parameters (ethanol concentration (30-70%), extraction time (10-30 min), and 

liquid/solid ration (5-15 mL/mg)) on the extraction of CBD and THC were investigated using 

a response surface methodology. In obtained extracts content of CBD was in the range from 

0.034 to 0.064 mg/mL, and content of THC was in the range from 0.224 to 1.842 mg/mL. 

Experimental results were described by the second order polynomial model. Model was 

estimated using analysis of variance (ANOVA). The optimization process carried out in order 

to obtain the most optimal content of desired types of cannabinoids. 
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Abstract 

(K0.5Na0.5)NbO3 (KNN) has been considered a promising material for lead-free piezoelectric 

ceramics because of its high Curie temperature (above 420 ◦C), good ferroelectric properties 

(Pr =33μC/cm
2
), large piezoelectric longitudinal response (d33 ~160 pC/N), and high planar 

coupling coefficient (kp ~46%).[1,2,3] 

      An environmental friendly piezoceramic material based on (K0,5Na0,5)NbO3 (noted KNN) 

was prepared by solid state synthesis. In order to increase the quality of the material we used 

SmCoO3 as a dopant. Recently alkali oxide materials, including potassium sodium niobate, 

have been given attention in view of their ultrasonic application and also as promising 

candidates for a piezoelectric non lead-based system
.
[4].X-ray diffraction technique shows 

that the amount of SmCoO3 changes the perovskite structure from orthorhombic to tetragonal, 

with small amount of impurities. The obtained materials were mixed with PVA and pressed 

into disks in order to examine the dielectric behavior.  The dielectric measurements (from 

100Hz up to 5MHz) were performed with a 42 Hz–5 MHz Programmable Impedance/LRC 

meter TEGAM model 3550, namely the variation of dielectric constant (εr) and dielectric loss 

(tan δ) at different frequencies. The dielectric constant generally decreases with the increase 

off frequency. The decreasing behavior of εr with the increase in frequency can be explained 

on the basis of dispersion of polarization with frequency. Dielectric polarization in the 

material is the sum of total different polarization mechanisms such as: electronic, ionic, 

dipolar and interfacial polarization [5,6]. The values that we measure for εr at 1 KHz are 

between 812 for low dopped (1% SmCrO3) material and 678 for KNN doped with 

5%SmCrO3 at room temperature conditions. In conclusion the addition of SmCoO3 in KNN 

structure produce a phase transition at room temperature and enhance the value of the real part 

of the dielectric constant. 
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Abstract 

Ionic polysulfones have received widespread attention for their promising roles in order to 

create new materials that can modulate the membrane properties. In this context, 

understanding of mechanisms developed in quaternized polysulfones with 

triphenylphosphonium pendant groups solutions, considering their specific interactions and 

the way in which these interactions affect their physical properties were evaluated by 

rheological investigations. Rheological behavior of this system, described by the non-linear 

flow curve, indicates the effect of the chemical structure of quaternized polysulfone, in order 

to facilitate the subsequently preparation of the active membranes. Thus, this study analyzes 

the processing-property relationship of solutions based on quaternized polysulfones and 

possibility of using it’s, with expected future developments in the engineering fields. 

 

Introduction 

Polymeric materials are used for a wide range of industrial products making them more 

valuable to their users, namely, in separation technology, food processing, biological 

processes, medical devices and blood purification or hemodialysis [1,2]. In this context, it is 

known that polysulfones (PSFs), possessing superior properties, such as chemical, 

mechanical, and thermal resistance, represent the ideal candidates in the membrane industry. 

However, the use of these polymers is restricted by their hydrophobicity and may be 

improved by their modification through different processes [3-5]. Therefore, the introduction 

of reactive groups (e.g., ammonium, phosphonium) onto the polysulfone backbone affords the 

possibility to obtain polysulfones with improved properties. Thus, polymers carrying these 

groups have properties quite different from those of polysulfones and have a significant 

technological importance for the manufacture of commercial membranes with expanding the 

application area of the polysulfones, such as gas separation, pervaporation, hemodialysis, 

nano and ultrafiltration, cell culture, biological processes, or blood purification [6-8].  

Particularly, functionalized polysulfones with triphenylphosphonium pendant groups, PSFPs, 

indicate some key characteristics generated by the phosphonium units, which should be 

underlined as compared to the ammonium or sulfonic units. Generally, PSFP shows a higher 

degree of hydrogen bonding and a lower water uptake, comparatively with their sulfonated 

compounds. Owing to the enhanced thermal stability of phosphonium versus ammonium 

cations, PSFPs have a greater technological importance as phase transfer catalysts, antistatic 

agents, biocides, humidity sensors, and water filtration membranes [9]. Consequently, the 

phosphonium cations may improve the thermal stability of polymers, being preferred for 

long-term use applications [10], for facilitating aggregation [11] or as an aid in matrix 

reinforcement of ionomers [12].  

This study evaluates the effect of the chemical structure of quaternized polysulfone with 

triphenylphosphonium pendant groups (PSFP) on the rheological data for establishing its 
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processing-property relationships. The knowledge of the rheological parameters of PSFP 

solutions is very important for development of flow models for engineering applications, 

formulation of commercial production, design and process evaluation, quality control and 

storage stability. Therefore, these results are useful in future investigations concerning 

utilization of these polymers as semipermeable membranes in biomedical or industrial field. 

 

Experimental 

Commercial aromatic polysulfone (PSF, UDEL-3500) was used in the synthesis of 

chloromethylated polysulfones (CMPSFs) and subsequently, of polysulfones containing 

triphenylphosphonium pendant groups (PSFPs) [3,4,13]. Thus, a mixture of commercial 

paraformaldehyde with an equimolar amount of chlorotrimethylsilane (Me3SiCl) as a 

chloromethylation agent, and stannic tetrachloride (SnCl4) as a catalyst, was used for the 

chloromethylation reaction of polysulfone, at 50 C [3,4]. The reaction time necessary to 

obtain chloromethylated polysulfones (CMPSF) was 72 h. Finally, the samples were dried 

under vacuum at 40 C. 

Polysulfone with triphenylphosphonium pendant groups, PSFP was synthesized by reacting 

chloromethylated polysulfone with triphenylphosphine (PPh3) in the presence of dioxane [13]. 

The mixture was maintained under stirring, in nitrogen atmosphere, for 15 h at 90 C. The 

viscous product thus obtained was filtered, washed with dioxane and ethyl ether, and finally 

dried.  

The contents of ionic chlorine, Cli, and total chlorine, Clt, were determined by potentiometric 

titration (Titrator TTT1C Copenhagen), with 0.02N AgNO3 aqueous solutions. The ratios 

between the ionic chlorine and the total chlorine contents show that the quaternization 

reaction of CMPSF occurs at a transformation degree around 72 %. The characteristics of the 

synthesized polysulfones are presented in Table 1. 

 

Table 1. Total chlorine, ionic chlorine, and phosphorus contents, substitution and 

functionalization degrees and number-average molecular weights, nM , of polysulfone and 

functionalized polysulfones 

Properties PSF CMPSF PSFP 

Cl (%) - 8.68 5.85 

Cli  (%) - - 4.23 

P (%) - - 3.11 

Substitution 

degree (%) 

- 98 72 

Functionalization 

degree (mmol/g) 

- - 1.001 

nM  (g/mol) 39,000 29,000 28,000 

 

Rheological properties of quaternary polysulfone with triphenylphosphonium pendant groups 

in N,N-dimethylformamide (DMF) were determined on a Bohlin CS50 rheometer, 

manufactured by Malvern Instruments (Worcestershire, United Kingdom). The measurements 

were performed by using a system presents cone-plate geometry with a cone angle of 4 and 

40 mm diameter. Shear viscosities were registered in the range of 0.07–150 1/s shear rate 

domain, at several temperatures (25–45 C) and concentrations in semi-dilute domain ranging 

from 5–12.5 g/dL. According to the amplitude sweep test performed at a frequency of 1 Hz, in 

the linear viscoelastic regime for shear stresses between 2 and 10 Pa, a shear stress of 2 Pa 
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was selected for all samples. Rheological tests were obtained with an accuracy of ±5%, for 

different measurements. 

 

Results and discussion 

Dynamic rheology is one of the most effective tools to investigate the flow behavior and 

microstructural changes in the polymer materials. Thus, the flow behavior of PSFP in DMF at 

different concentrations, where a complex behavior appears under specific conditions, was 

evaluated from the dynamic viscosity - shear rate dependence (Figure 1a). 

 

 
 

Figure 1. Variation of rheological parameters for solutions of PSFP in DMF at different 

concentrations and 25 °C: (a) Double logarithmic plot of dynamic viscosity (  ) versus shear 

rate (  ); (b) Logarithmic plot of shear stress ( ) as a function of shear rate (  ).  

 

According to literature data [14], examination of flow curves (Figure 1a) reveal that, the 

dynamic viscosity - shear rate dependence for PSFP solutions exhibit a shear thinning 

behavior in the shear rate range studied. Therefore, the investigated solutions present a 

dynamic viscosity that decreases with increasing of shear rate due to the destruction of the 

solutions microstructure at high shear, showing a pseudoplastic flow (“shear thinning”). In 

addition, increase of concentration led to an increase of dynamic viscosity on the shear rates 

domain. At the same time, it is observed that, as shear rate increases, the slope of curves 

decreases, and a Newtonian plateau tends to appears. In this context, one can conclude that 

these solutions possess properties of pseudoplastic materials, characterized by reduced 

entanglement density and enhanced number of oriented segments, as a result of increasing 

shear rates [15]. 

In our study, rheological tests were performed by increasing the shear rate at the different 

state of movement, in order to quantify flow behavior. Thus, this behavior illustrated in 

Figure 1a is also reflected in the variation of shear stress ( ) with shear rate (  ) (Figure 1b). 

Concentrated solutions studied reveal a maximum on upward curve at very low shear rate, 

explained by Burgentzle et al. [16] as a consequence of the fact that a large shear stress must 

be applied to break the strongly network between polymer particles and to orient in the flow 

direction.  

The solutions exhibit peculiar properties, namely they stop to flow abruptly below a critical 

stress and start to flow at a high velocity beyond a critical stress [17]. In accordance with 

literature [17], the rheological behavior of concentrated PSFP solutions is the result of the 

competition between the two processes which occur in these systems:  

- “aging phenomena” which consists of a viscosity increase at rest due to the buil-up of the 

microstructure and  

- “shear rejuvenation” process associated with the decrease of the viscosity in time under 

shear due to the destruction of the microstructure. 
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Flow behavior illustrated in Figure 1a is also reflected in the values obtained for the flow 

behavior (n) and consistency (k) indices, evaluated from variation of shear stress ( ) with 

shear rate ( 


) according to the Ostwald-de Waele model [2]. The values of these parameters 

are indicative which can be explained by modification of the specific interactions from the 

system PSFP/DMF.  

Consequence, this behavior can be explained by the balance between macromolecular 

mobility and specific interactions, reflecting the significant contribution of electrostatic 

interactions and, also suggesting the manifestation of an aggregation tendency as results of the 

long-range interactions between polymer chains. 

 

Conclusion 

Influence of the structural characteristics of polysulfone with triphenylphosphonium pendant 

groups, PSFP is reflected on the rheological properties, through dynamic viscosity and 

consistency indices. Therefore, the quantified results of parameters which describe the 

conformation properties of PSFP solutions determine a lower packing efficiency conducting 

to a shear thinning behavior in the shear rate range studied. Additionally, the rheological 

behavior of PSFP solutions is affected by specific interactions, including hydrogen-bonding 

and association phenomena.  

The results of this study have demonstrated that PSFP solutions may provide some important 

advantages concerning to their specific applications. Thus, these results are useful in future 

investigations on engineering applications, and utilization of these polysulfones as 

membranes in this field. 
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Abstract 

The rheological behavior of cellulose acetate (CA)/tetraethyl orthosilicate (TEOS) solution in 

N,N-dimetilacetamida (DMAc) has been investigated as a function of TEOS content for 

different shear rates and temperatures. The shear-thinning behavior or so called 

“pseudoplastic” behavior of the CA pure solution may be caused, on the one hand, by the 

destruction of the polymer chains as the shear rate increases, and on the other hand, by the 

increasing of the chains orientation in the flow direction during the rotational measurements. 

Also, for CA/TEOS blend solutions the curves shape varies from one content to another, a 

decrease in viscosity as the content of TEOS increases being observed. This tendency, of 

viscosity decreasing, is mainly due to the formation of hydrogen bonds between -OH groups 

and Si-OH, characteristic to TEOS, which means that increase in TEOS content tends to form 

a stable gel network. Furthermore, as temperature increases the viscosity varies irregularly, 

this being a consequence of the conformational transitions occurring in the system. 

 

 
Figure 1. Plots of dynamic viscosity versus shear rate for CA/TEOS solutions at different 

content of TEOS. 

 

The incorporation of TEOS in CA solution was described from rheological point view with 

the aim to produce chemically and mechanically resistant hybrid films with highly degree of 

dispersed metal particles. Consequently, the present study represents the basis for obtaining 

hybrid membranes with specific properties, which will find application both in industrial and 

bioengineering field. 
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Abstract 

Conventional systems for water purification cannot completely remove organic pollutants 

from wastewater and for this reason, it is necessary to find more efficient processes for their 

removal. Advanced oxidation processes (AOPs) are very important methods for the oxidation 

and removal of a wide range of organic pollutants from natural and wastewater [1]. AOPs are 

characterized by various radical reactions involving a combination of chemical agents (O3, 

H2O2, transition metals, and metals oxides) and energy sources (UV-Vis irradiation, 

electricity, γ-irradiation, and ultrasound). In these processes, hydroxyl radicals represent 

primary oxidants [2]. Photolysis can be performed by a direct and indirect mechanism. Direct 

photolysis is a consequence of irradiation absorption, whereby the breakdown of chemical 

bonds in the molecule of the pollutant occurs in the case of overlapping of the absorption 

spectrum of pollutants with a wavelength of irradiation. On the other hand, indirect photolysis 

is performed in the presence of oxidants, resulting in a large number of reactive radicals, 

which then react with pollutants [3]. In recent years, great attention has been paid to drugs as 

potential bioactive substances in the environment. The high usage of antidepressants in the 

treatment of depression and anxiety disorders has led to the accumulation of active 

compounds of these drugs in the environment [4]. Amitriptyline is one of the most commonly 

used tricyclic antidepressant and since amitriptyline appears in the environment, it is 

necessary to well examine its stability and the possibility of elimination. In this paper, 

photodegradation of amitriptyline was studied using direct and indirect photolysis of 

amitriptyline under UV and simulated solar irradiation. Indirect photolysis was tested in the 

presence of H2O2, KBrO3, and (NH4)2S2O8. Besides, the effect of H2O2 concentration on the 

efficiency of the amitriptyline removal process was also observed. 
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Abstract 

To address the issues of high biological relevance of gangliosides (GGs), mass spectrometry 

(MS) has lately become a method of choice due to its capability to detect minor species in 

complex mixtures and the unsurpassed sensitivity. GGs are localized in the cellular 

membrane, with the ceramide (Cer) rooted in the lipid bilayer and the oligosaccharide chain 

protruding freely outside the cell, acting as a receptor [1,2]. Here, a complex mixture of GGs 

extracted from adult human brain was first characterized by MS for a thorough mapping and a 

detailed structural characterization, and lately, the complex GG mixture was submitted to an 

interaction assay with the B subunit monomers of cholera toxin (Ctb5). Aliquots of the 

reaction products were collected after 10 and 30 min and also after 60 min and submitted to 

MS analysis. Multistage fragmentation by electron transfer dissociation (ETD) and collision-

induced dissociation (CID) completed the assay and provided solid data on the noncovalent 

biding site at the monomer level. 
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Abstract 

Twelve N-(2-bromo-phenyl)-2-hydroxy-benzamide and N-(4-bromo-phenyl)-2-hydroxy-

benzamide derivatives were tested for antimicrobial activity against 6 bacterial strains, S. 

aureus (ATCC 25923), E. coli (ATCC 25922), P. aeruginosa (ATCC 27853), S. pyogenes 

(ATCC 19615), S. flexneri (ATCC 12022), S. typhimurium (ATCC 14028) and 2 fungal 

strains, C. albicans (ATCC 10231), C. parapsilopsis (ATCC 22019), using the Disk diffusion 

method for susceptibility testing, according to the Standard Rules for Antimicrobial 

Susceptibility Testing using Impregnated Disks [1]. In vitro testing was performed in plates, 

containing microcomprimates with Nystatin for the antifungal activity and Gentamicin for the 

antimicrobian activity as positives controls, alongside blank filter papers impregnated with 

DMSO as negatives controls and filter papers impregnated with 10 µL of 20 g/L stock 

solution of each compound. A 10
-2

 dilution of the fresh Candida cultures and a 10
-2

 fresh 

bacteria culture was used to perform the assay, an inoculum equivalent to a 0.5 McFarland 

standard. The Petri plates so seeded and the respective specimens with the extract were 

incubated at 30 °C for Candida species and 37 °C in case of the bacterial strains, for 24-48 

hours. Tests were performed in duplicate. Finally, the interpretation of the result, the ratio of 

the antimycotic and antibacterial effect of the tested compounds, was achieved by measuring 

the diameter of the analyzed culture inhibition zones (including the diameter of the disc – 

5mm) in millimeters. The results are presented as the average of three determinations as well 

as the standard deviation and a percentage representation of the efficacy of the compounds in 

relation to the effectiveness of the positive control. The tested compounds presented no effect 

against S. aureus, S. flexneri, S. typhimurium and C. parapsilopsis at the tested concentration. 

The results indicated that the N-(2-bromo-phenyl)-2-hydroxy-benzamide derivatives were 

more active against the tested microbes, inhibition zones of 6-10 mm being obtained, 

although the most effective compound against S. pyogenes proved to be N-(4-bromo-phenyl)-

2-hydroxy-benzamide (14 mm inhibition zone). 

 

Key words: N-(2-bromo-phenyl)-2-hydroxy-benzamide derivatives, N-(4-bromo-phenyl)-2-

hydroxy-benzamide derivatives, antibacterial effect, antimycotic effect, disk diffusion method 
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Abstract 

The electrocoagulation was applied to removal of fluoride and coexisting anions from 

simulated groundwater. The concentration of fluoride, chloride and sulfate was of 5 ppm, 347 

ppm and 199 ppm, respectively. The influence of pH, current density, electrolysis time and 

sulfate presence were studied. Fluoride and sulfate removal efficiency, chloride concentration 

and specific energy consumption were calculated. 

 

Introduction 

Groundwater represents about 30% of world’s fresh water. From the other 70%, nearly 69% is 

captured in the ice caps and mountain snow/glaciers and merely 1% is found in rivers and 

lakes. Groundwater counts in average for one third of the fresh water consumed by humans, 

but at some parts of the world, this percentage can reach up to 100% [1]. 

Taking into account the importance of groundwater as one of the main part of the existing 

freshwater resources and source of supply for drinking water, irrigation and industry, it is 

necessary to apply an appropriate groundwater management. Thus, the unadvised exploitation 

of groundwater and depletion of groundwater storages is avoided [2,3].  

One of the important tools of groundwater management is represented by the technical 

aspects that suppose groundwater treatment technology especial for drinking purposes. The 

chemical characteristics of groundwater quality are responsible for the decision to treat the 

groundwater for drinking waters purposes. Among the challenges related to the groundwater 

quality, the presence of fluoride and coexisting anions above the limits allowed by the 

regulations in use require finding the technological solutions.    

The processes and methods reported for removal of fluoride itself or along with 

coexisting anions from groundwater are various [4-12]: adsorption, membrane distillation, 

electrodialysis, micellar ultrafiltration, capacitive deionization, electrochemical processes and 

coagulation. 

The aim of this study was to apply the electrocoagulation process for removal of 

fluoride and coexisting anions from a simulated groundwater in order to provide a reliable 

experimental model to developing an efficient groundwater management. 

 

Experimental 

The electrocoagulation experiments were carried out in a Plexiglas cell with horizontal 

electrodes. The sacrificial anode of 5.6 x 14 cm was made on aluminium and the cathode was 

a wire mesh grid made up of 3 mm diameter stainless steel wires. The distance between the 

electrodes was 5 mm.  

Volumes of 500 ml working solutions were introduced in the cell, and the applied current 

densities were 10, 50, 100 and 150 A/m
2
, respectively. Electrolysis duration was 60 minutes 

and samples were taken at every 15 minutes. The experiments were carried out with simulated 
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groundwater with concentration of 5 ppm fluoride, 347 ppm chloride and 199 ppm sulfate. All 

reagents were of analytical grade and the solutions were prepared with distilled water. The pH 

of initial solutions was adjusted to 5.3 and 7, respectively. 

The fluoride concentration was determined by using a Thermo Scientific Orion fluoride ion 

selective electrode (range: from 0.02 ppm to concentration at saturation). TISAB II solution 

was used as a buffer to maintain the pH and background ion concentrations.  

The chloride and sulfate concentration was carried in accordance with SR ISO 9297:2001, 

and EPA9038, respectively. 

 

Results and discussion 

For better understanding the experiments results some theoretical issues should be briefly 

presented. 

When electrocoagulation is carried out with Al as sacrificial anode, the electrochemical 

reactions that occur at the electrodes are: 

 

 anode (+)  Al(s) ↔ Al
+3

(aq) + 3e
-
     (1) 

 

          cathode (-)  3H2O(l) + 3e
-
 ↔ 3/2H2(g) + 3OH

-
(aq)    (2) 

 

During the electrocoagulation the reaction between Al
+3

 and OH
-
 lead to various monomeric 

and polymeric species of hydrated aluminium, such as: Al(H2O)4(OH)
2+

, Al(H2O)5(OH)
2+

, 

Al(H2O)6
3+

, Al(OH)
2+

, Al(OH)2
+
, Al2(OH)2

4+
, Al(OH)4

-
, Al6(OH)15

3+
, Al7(OH)17

4+
, 

Al8(OH)20
4+

, Al13(OH)34
5+

, Al13O4(OH)24
7+

 [13]. These species are further transformed into in 

amorphous Al(OH)3(s): 

 

              Al
+3

(aq) + 3OH
-
(aq) ↔ Al(OH)3(s)    (3) 

 

Near neutral pH the aluminium predominant species is Al(OH)3(s). The newly-formed 

precipitate of  Al(OH)3(s) has a large surface that is beneficial to fast adsorption of soluble 

compounds and destabilization of colloidal particles.  

Regarding the fluoride removal, one can notice that with the increase of the current density 

and the electrolysis time, at both initial pH, 5.3 and 7, the increase of removal efficiency of 

fluoride occured (Figures 1 and 2). 

The applied current density is an important parameter for pollutants removal because it 

determines the rate of dosing of the coagulant, the yielding of gas bubbles, the size and 

growth of the flocks what influences the removal efficiency by electrocoagulation. 

In accordance with Faraday’s law the amount of dissolved aluminium is directly proportional 

to the quantity of  electricity passed through the solution during the electrocoagulation. 

Therefore, the higher the amount of electricity, the higher the amount of coagulant and gas 

bubbles. Thus, by increasing the current density the yielding rate of Al
3+

 and OH
-
 ions will 

increase which will accelerate the removal of pollutants. 

The fluoride removal efficiency was higher at initial pH of 5.3 because the pH of electrolised 

solutions ranged between 8.1 and 9.2 when the applied current densities ranged between 10-

150 A/m
2
. The pH of electrolised solutions of initial pH of 7 ranged between 8.6-9.5 when the 

applied current densities ranged between 10-100 A/m
2
. At higher pH of 8, the solubility of 

amorphous Al(OH)3(s) increases and thus the anions removal efficiency decreases. 
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   Figure 1. Fluoride removal efficiency by               Figure 2. Fluoride removal efficiency by               

                     electrocoagulation at pH 5.3                                   electrocoagulation at pH 7 

                      CF
-
 : 5 ppm, CCl

-
 : 347 ppm         CF

-
 : 5 ppm, CCl

-
 : 347 ppm 

       

                                          

Regarding the chloride concentration, the data listed in Table 1 did no show significant 

changes along with the increasing of current density, pH and electrolysis time. 

It should be noticed that the presence of chloride is beneficial because it facilitates the 

electrical charge transport by increasing the solution conductivity and also, eliminates the 

aluminium passivation due to the precipitation of Al(OH)3 and Al2O3 [14]. Besides the 

repercussion of passivation to block the electrode activity another important aspect is given by 

increasing the cell voltage and thus, the energy consumption and the cost of 

electrocoagulation are higher. 

 

 Table 1.  Working conditions and chloride concentration variation  

initial concentration: 5 ppm F
-
; 347 ppm Cl

-
 

 

Current density / 

A/m
2
 

Cell voltage /  

V 

Electrolysis time / 

min 

Chloride concentration / ppm 

pH 5.3 pH 7 

10 1 

15 333 333 

30 329 333 

45 329 333 

60 319 333 

50 2.2 

15 320 312 

30 320 312 

45 320 305 

60 305 298 

100 3.7 

15 319 305 

30 297 297 

45 287 279 

60 271 260 

 

Examination of the data in Tables 2 and 3 showed that the presence of SO4
2-

 ions led to a 

slight decrease of fluoride removal efficiency. This is probably due to a competitive 

adsorption effect. 
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Table 2. Working conditions and fluoride removal efficiency in presence of sulfate  

               initial concentration: 5 ppm F
-
, 347 ppm Cl

-
, 199 ppm SO4

-
;  

           pH=5.3; current density: 100 A/m
2
 

 

Electrolysis 

time / 

min 

Cell 

voltage /  

V 

Fluoride 

content /  

ppm 

Fluoride 

removal 

efficiency /  

% 

Chloride 

content /  

ppm 

Sulfate  

content /  

ppm 

Sulfate 

removal 

efficiency / 

% 

15 2.9 0.97 80.6 312 149 25.1 

30 2.9 0.40 92.0 294 140 29.6 

45 2.9 0.21 95.8 276 142 28.6 

60 2.9 0.12 97.6 259 124 37.7 

 

 

Table 3. Working conditions and fluoride removal efficiency in presence of sulfate  

                initial concentration: 5 ppm F
-
, 347 ppm Cl

-
, 199 ppm SO4

-
;  

                                          pH=7; current density: 150 A/m
2 

 

Electrolysis 

time / 

min 

Cell 

voltage /  

V 

Fluoride 

content /  

ppm 

Fluoride 

removal 

efficiency /  

% 

Chloride 

content /  

ppm 

Sulfate  

content /  

ppm 

Sulfate 

removal 

efficiency / 

% 

15 4.0 0.59 88.2 301 142 28.6 

30 4.2 0.28 94.4 266 133 33.2 

45 4.2 0.19 96.2 245 122 38.7 

60 4.2 0.06 98.8 239 119 40.2 
 

 

The specific energy consumption is an important parameter in characterization of 

electrocoagulation performances regarding the removal of fluoride and coexisting anions from 

groundwater. This parameter was calculated according to equation (1) by using as working 

conditions: pH of 5.3, applied current density of 150 A/m
2
 (1.17 A), electrolysis time of 45 

minutes, cell voltage of 4.2 V, groundwater sample of 500 ml and it was of 7.4 kWh/m
3
.  

 

Q = U
.
I
.
t
.
10

-3
 / V

.
3600    (1)

 

 

where:  

  Q = specific energy consumption, kWh/m3; U = cell voltage, V; I = current 

         intensity, A; t = electrolysis time, s; V = electrolyzed solution volume, m3 

In the above conditions, the concentration of fluoride and chloride in the treated groundwater 

was under the threshold limits of 1.2 ppm and 250 ppm, respectively, stipulated in Romanian 

Law 458/2002 concerning the drinking water quality.  

 

Conclusion 

Electrocoagulation was applied to groundwater treatment for drinking water purposes and was 

focused on removal of fluoride and coexisting anions, chloride and sulfate. As a result, the 

fluoride concentration was 0.19 ppm and chloride concentration was 245 ppm in treated 
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simulated groundwater, that are values under the limits stipulated in  Romanian Law 

458/2002 concerning the drinking water quality. The presence of sulfate influenced slightly 

fluoride removal efficiency. The results of this study showed that electrocoagulation should 

be considered for the development of efficient groundwater management.    
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Abstract 

Coupling TiO2 with MoO3 is one of many strategies for the enhancement of titanium oxide 

photoabsorption under the solar light irradiation. TiO2 being a wide band-gap semiconductor 

with its unique properties (nontoxicity, photo and chemical stability, and low-cost) is a 

prominent material for the photocatalytic applications but only when excited by the UV light 

[1]. Here we report for the first time the photocatalytic efficiency of mixed 2TiO2/MoO3 

powders prepared using a simple, mechanochemical solid-state chemistry procedure at a 

relatively low temperature of 700 °C. Materials structure was examined by means of X-ray 

diffraction that confirmed the presence of three phases, rutile TiO2, anatase TiO2 and 

molybdite MoO3 [2]. A unique heterojunction structure with Ti-O-Mo bond between the TiO2 

and MoO3 interfaces enables the solar light-driven photocatalytic reaction as well as more 

efficient separation of the photogenerated electrons and holes for the overall improvement of 

TiO2 photocatalytic performance. The mixed titanium oxide/molybdite oxide photocatalytic 

activity was examined under simulated solar irradiation and the experimental photocatalytic 

kinetics showed that the obtained 2TiO2/MoO3 powder mixture has a good potential for Vis-

activated degradation of ciprofloxacin, a widely used antibiotic for the treatment of a number 

of bacterial infections, which is the reason why it was continuously introduced into the 

environment through wastewaters, and therefore represents a potential risk for the living 

organisms. 
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Abstract 

The zinc stannate (Zn2SnO4) is marked as a promising semiconductor material to be used in a 

field of environmental protection and photocatalysis especially when its band gap is adjusted 

to enough narrow value to provide its applicability under the visible light irradiation. A 

traditional solid-state procedure was used to synthesize Zn2SnO4 when a stoichiometrical 

mixture of starting zinc oxide (ZnO) and tin oxide (SnO2) powders where mechanochemically 

activated by grinding in a planetary ball mill for 160 min and additionally annealed at 1200°C 

for 2 h. In this paper, we investigate the most important textural features of the Zn2SnO4 

powder for its usage in the photocatalytic degradation of the organic pollutants from 

wastewaters. Mercury intrusion porosimetry was combined with the scanning electron 

microscopy to study morphology and surface properties, like specific pore volume, specific 

surface area, apparent density, and total porosity. 

 

Introduction 

Ternary zinc-tin-oxide (Zn2SnO4) is a well-known n-type semiconductor with promising 

applications, like in gas sensors [1], dye-sensitized solar cells [2,3], lithium-ion batteries [4], 

and recently in the photocatalysis [5-9]. The photocatalytic activity of an oxide semiconductor 

is highly dependent on its particle size, morphology, and surface properties since 

photocatalytic reactions mainly occur on the catalyst surface [10]. Solid-state 

mechanochemistry is a simple, sustainable and economical/eco-friendly method that 

successfully competes against the most common multistep toxic-organic-solvent-based routes 

like sol-gel, hydrothermal, co-precipitation, for the synthesis of Zn2SnO4 [11,12]. In this 

work, we describe the characterization of the textural Zn2SnO4 powder features by mercury 

intrusion porosimetry assisted with the scanning electron microscopy (SEM) measurements. 

The results should indicate the size of the impact that surfaces’ properties of the cubic 

Zn2SnO4 powder, synthesized by the mechanochemical solid-state method, have on the 

efficiency of Zn2SnO4 as a photocatalyst in the degradation of the organic compounds from 

wastewaters [13]. The mercury intrusion porosimetry (Fig. 1a-c) is a method very often used 

in powder characterization. This method is based on fact that a non-wetting liquids are not 

being adsorbed on the surface of solids or inside their pores [14], and thereby the volume of 

such liquids when forced into the pores with appropriate high pressures starting from vacuum 

(Fig. 1a), give a sufficient information on the materials’ pore structure properties. In the 

beginning, basically, this type of materials characterization provides a curve called the 

intrusion curve, i.e., the plot of the intruded volume of a non-wetting liquid (in this case 

mercury) per sample mass unit vs. the applied pressure in MPa. Using obtained intrusion 

curve and the appropriate theoretical model of intrusion porosimetry that takes into account 
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the surface tension, capillary forces and pressure, the following elementary information on the 

samples’ textural properties could be obtained: total specific cumulative pore volume (Vtot), 

total specific surface area (SSA), average pore diameter (Dav), bulk density (bl), apparent 

(real) density (ap) and total porosity. Porosity is defined as the ratio of the volume of void-

space and total (or bulk) volume of material, including the solid and void components. There 

are three categories of pores according to their size: micropores (pore diameter < 2 nm), 

mesopores (pore diameter 2 – 50 nm) and macropores (pore diameter > 50 nm) [14], and four 

according to their shape (Fig. 1d). The basic principle of the intrusion porosimetry states that 

the pressure required to force a non-wetting liquid (mercury is non-wetting to most solid 

materials) to enter a pore or capillary of circular cross-section is inversely proportional to the 

effective diameter of the capillary and directly proportional to the surface tension of the non-

wetting liquid and angle of contact with the solid surface [15]. Essentially, if we assume that 

the pores or capillaries in the sample are cylindrical and circular in cross-section openings, the 

relationship between the applied pressure and the minimum pore size into which the non-

wetting liquid will be forced to enter could be simply described by Washburn’s equation [15]: 

 

 P

cos
D

4
           (1) 

 

where D is the diameter of the pore where non-wetting liquid intrudes,  is the surface tension 

of the non-wetting liquid (for mercury generally 480 mN/m) and  is the contact angle of the 

non-wetting liquid on the surface of a sample (for mercury generally 140 °). Therefore, the 

size of the pore where non-wetting liquid, like mercury, intrudes is inversely proportional to 

the applied pressure. Mercury intrusion porosimetry, in fact, measures the entrance towards a 

pore (Fig. 1e) and not the actual inner size of a pore [16], and that is the most important 

limitation of this technique. All this means that for any pressure it can be determined which 

pore sizes have been invaded by mercury and which size have not [15], so closed pores could 

not be analyzed since the mercury has no way of entering in. However, today’s various 

software solutions based on different assumptions’ and pore models provide an overview of 

how the cross-linking structure between pores looks like. 

 

 
Figure 1. Schematic illustration of a)-c) mercury intrusion porosimetry principle, d) pore 

shape types, and e) pressures at which different pore size entrances are invaded by mercury 

 

From the intrusion curve, the total pore volume is read as the total intruded volume of the 

mercury at the highest pressure determined because this property does not require Washburn’s 

equation or a pore model. Dividing this value by mass of the sample gives the total 
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cumulative specific pore volume (Vtot) in units of volume per unit mass (cm
3
/g). The total 

pore specific surface area is calculated by: 


Vtot

pdVSSA
0cos

1


         (2) 

 

and represents the area above the intrusion curve, while the average pore diameter (Dav) is 

then calculated as: 

S

V
D tot

av 4           (3). 

 

The Dav is an average pore diameter (more precisely, hydraulic pore diameter) which is 

calculated as the ratio of pore volume multiplied by four to pore area. Median pore diameter 

(D50%) is a diameter that corresponds to the 50% of total pore volume, i.e. the diameter for 

which one-half of the pore volume is found to be in larger pores and one-half is found to be in 

smaller pores. Apparent density (ap) is determined by a gas pycnometry as the difference 

between mercury pycnometry envelope density and amount of the helium uptake at the 

maximal uptake volume at the corresponding relative pressure. 

 

Experimental 

Zn2SnO4 powder sample was synthesized in the two-step solid-state processing, when starting 

materials, commercially available ZnO and SnO2 (Sigma–Aldrich, purity 99.9%, particle size 

≤ 1µm) powders mixed in stoichiometrical ratio were first mechanically activated in high 

energy ball mill (Retsch GmbH PM100) using zirconium vial and zirconium balls of 10 mm 

diameter (ball to powder ratio = 10:1) in air for 160 min, and secondly annealed in furnace at 

1200
 
°C for 2 hours. X-ray diffraction was carried out using the Philips PW 1050 instrument, 

with Cu K 1,2 radiation, and a step scan mode of 0.02°/s in an angular range 2 = 15-70°. 

SEM (JEOL JSM-6460LV) was used to investigate the morphology of the obtained sample. 

The textural properties, including total cumulative volume (Vtot) and total specific surface area 

(SSA), were obtained using Porosimeter 2000 (Fisons Instruments) within the pressure range 

from 1 to 2000 bar, while bulk density was obtained with Macropore Unit 120 (Fisons 

Instruments). All samples were dried in an oven at 110 °C during 16 h and additionally 

evacuated from 90 min at room temperature prior to the analysis. Two intrusion-extrusion 

runs, denoted as Run1 and Run2, were conducted on the same powder specimen. The 

recordings of the intruded Hg volume vs. applied pressure were obtained through an interface 

Milestone 100 Software System for PC, while Pascal Ver. 1.05 software was used for 

calculations. 

 

Results and discussion 

The X-ray diffraction pattern of the obtained powder sample confirmed the formation of face-

centered cubic spinel Zn2SnO4 (JCPDS card No. 74–2184) with an average crystallite size of 

about 40 nm, which was in detail shown elsewhere [13]. 

SEM image (Fig. 2a) show that agglomeration of particles exists in Zn2SnO4 powder sample. 

Likewise, the real origin of Zn2SnO4 particles microstructure complexity is more clearly 

visible in the SEM image with higher magnification (Fig. 2b) that shows octahedral shaped 

neck-associated and blinded Zn2SnO4 grains, with the sizes that vary in the range from 536 

nm to 2.03 m. This means that the real particle sizes are actually bigger than the values 

shown in Fig. 2b. This type of morphology is the result of reaction-sintering and grain-growth 

processes happening in the mechanochemically activated ZnO-SnO2 system at such a high 

temperature (1200 °C) of synthesis.  
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Figure 2. SEM images of Zn2SnO4 with different magnifications 

 

Results obtained by the mercury intrusion porosimetry were summarized in Table 1 and 

revealed that the pores in Zn2SnO4 powder sample belong to the group of macropores (pore 

diameter > 50 nm). Most of the porosity comes from the intraparticle volume. The 

intraparticle porosity is probably a result of Zn2SnO4 solid-state synthesis mechanism. The 

expansion of the powders occurs during the solid-state reaction between the ZnO and SnO2 

particles as they are being separated when the reaction product (Zn2SnO4), that grows as the 

grain-neck region, is formed at the starting particles (ZnO and SnO2) contact points. The 

voids (interparticle porosity) are only 23% of the total imprinted volume (37 mm
3
 of 160 

mm
3
). Apparent density (ρap) obtained from helium pycnometry is 6.13 g/cm

3
 at the 

maximum of the applied intrusion pressure. Apparent density represents the actual density in 

the case of an idyllic non-porous specimen or sample with exclusively pore greater than 7.5 

nm, which is the case with the obtained Zn2SnO4 powder sample. 

 

Table 1. Results obtained from mercury intrusion porosimetry 

Zn2SnO4 Run1 Run2 

Total cumulative volume, Vtot (cm
3
/g) 0.160 0.123 

Total specific surface area, SSA (m
2
/g) 0.31 0.27 

Average pore diameter, Dav (m) 2.04 1.83 

Median pore diameter, D50% (m) 4.72 3.57 

Total porosity (%) 49.6 43.0 

 

The low specific surface area (Table 1) is mostly the result of mentioned Zn2SnO4 reaction-

sintering mechanism and grain-growth at 1200 °C that causes the formation of bigger and 

complex particles (Fig. 2b) but also the agglomeration is noticed as well (Fig. 2a). This all 

may be the main reason for the inefficient photocatalytic performance of the obtained 

Zn2SnO4 powder sample when used for degradation of alprazolam, short-acting anxiolytic of 

the benzodiazepine class of psychoactive drugs [13] because a large surface area is desirable 

for the efficient photocatalysis. 

 

Conclusion 

In this paper, we report the textural properties of the solid-state synthesized Zn2SnO4 powder 

using mercury intrusion porosimetry. The data obtained using this technique and combined 

with the SEM images pointed out that mechanism of the solid-state Zn2SnO4 reaction 

synthesis defines its textural properties and contributes to its poor photocatalytic performance 

in the degradation of some pharmaceutically active compounds from wastewaters. 
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Abstract 

Zinc (Zn) is an essential element for all leaving organisms. Plants are the most important 

source of Zn for humans and animals; therefore its accumulation in edible plant parts is of 

great importance.  

Plant species, but also genotypes and specific varieties differ with respect to accumulation of 

mineral elements. During three years, accumulation of Zn in the grain of Aegilops and 

Triticum species, with different genomes (AA, BB, BBAA, BBAADD and DD), grown on 

calcareous, gleyic chernozem soil in temperate continental climate, was followed. Three-years 

average results allowed to establish the following order with respect to the concentration of 

Zn in the whole grain (mg kg
-1  

DW): BB (36.24) > AA (30.86) > DD (28.98) > BBAA 

(25.43) > BBAADD (17.97). The analysis of variance revealed a highly significant effect of 

genome and year as well as of the interaction between genome and year. 

 

Introduction 

Zinc is present in low concentrations in all parts of the biosphere. It is essential element for all 

living organisms. Metabolic role of Zn is based on its tendency to form tetrahedral complexes 

with O-, N-, and especially S-ligands. Therefore, Zn has functional (catalytic) and structural 

role in enzymatic reactions [1]. Zinc is associated with more than fifty metaloenzymes which 

are involved in different processes, including synthesis of nucleic acids, specific proteins like 

hormones and their receptors [2]. Hence, Zn has a very important role in metabolism, growth 

and differentiation of cells.  

Zinc enters human and animal organisms predominantly through food. Since its extreme 

importance for metabolic processes, Zn content in food is very important as well. Wheat is 

one of the most significant sources of nutrients for people in many parts of the world. Among 

three most important small grain cops wheat is grown on the largest surfaces (around 221 

millions of ha). It is followed by maize (around 185 millions of ha) and rice (around 161 

millions of ha). Wheat is gown mostly for food – about 54% of production in developed 

countries and 85% in developing countries. After [3] nearly one half or human population 

takes in insufficient amounts of Zn. The lack of Zn in food and feed may cause many 

diseases. Therefore, the aim of this work was to examine concentration of Zn in the whole 

grain of different kinds of wheat, since plant species but also genotypes within them often 

differ greatly with respect to the accumulation of mineral elements [4]. 

 

Experimental 

Concentration of Zn was assessed in the grains of 20 genotypes of different levels of ploidy 

and of different origin: six diploid genotypes of wheat with different genome formulas (BB, 

AA or DD), five tetraploids (BBAA) and nine hexaploids (BBAADD). The names of the 

cultivars are given in Table 1. The wheat genotypes were sown in 2011, 2012 and 2013, on 

calcareous, gleyic chernozem. The soil was well-provided with total nitrogen and Zn, and rich 

in available phosphorus and potassium. The genotypes were harvested at crop maturity and all 
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hulled genotypes were manually de-hulled. After digestion of grain whole meal in the mixture 

of 10 mL HNO3 (63%) and 2 mL of H2O2 (30%), the concentration of total Zn was determined 

by inductive coupled plasma emission spectrometer. Statistical analyses were done in Infostat, 

version 2016. More details about the experimental procedures are available in the paper [5].  

 

Results and discussion 

Plants belonging to family Gramineae, to which wheat belongs, are about average with 

respect to the accumulation of Zn. In wheat, Zn accumulates more in the grain than in the 

straw [6]. In the grains and seeds mineral elements, including Zn, are located predominantly 

in the protein [7]. High concentrations of Zn in the protein bodies of wheat scutelum (600 µg 

g
-1

 DW) were found by [8]. Protein bodies are characterized by high content of phytine. Zn 

binds firmly to phytic acid, building in this way protein-Zn-phytic acid complex which is 

resistant to hydrolysis, which reduces bioavailability of Zn for monogastric animals and men. 

In the regions where molar ratio phytate: Zn in food high, the danger of insufficient intake of 

Zn is much higher [3]. The grain of the majority of small grains is characterized by medium 

levels of Zn.  In additions, the high phytine content in them reduces the concentration of 

absorbable Zn. Nevertheless, wheat grain, due to its high abundance in the diet, globally 

represents important source of Zn for men and animals alike.  

[9] states that average concentrations of Zn in wheat grains in different countries are similar 

and they are about 22-33 mg Zn kg
-1

 of dry matter. However, inside one country large 

differences are present. [10] found significant differences in the Zn concentration in the grains 

of different wheat cultivars, and those differences were much higher in T. durum than in T. 

aestivum cultivars.  

Concentration of Zn in the grain depends also on many ecological factors. [11] found that 

precipitations and soil type significantly affect concentration of Zn in wheat grains. Higher 

doses of phosphorus fertilizers reduce availability of P for plants. [12] concluded that 

concentration of Zn in wheat grain declined with application of phosphorus fertilizers.  

During the three years long experiment, in Aegilops and Triticum species concentration of Zn 

in the whole grain, depending on the genotype and a year, ranged between 14.8 and 36.7 mg 

kg
-1

 DW (Tab. 1). Significant differences in the concentration of Zn were found between 

different species (Tab. 1; Tab. 3) and genomes (Tab. 2; Tab.4). In average, during three years, 

the highest concentration of Zn was found in the genome BB and the lowest in BBAADD. 

Contemporary hexaploid genotypes are also characterized by significant variations of the 

concentration of Zn in the whole grains (Fig. 1 and Fig. 2). 

In our previous study we found that the concentration of tin [13], barium [14] and strontium 

[5] was also significantly the highest in the grains of Aegilops speltoides which is 

characterized by several times lower mass of 1000 grains (5.40 g) than the other examined 

genotypes. Mineral substances in wheat grains are concentrated in the peripheral part of the 

grain. Hence, the concentration of mineral substances in whole grains depends on the ratio of 

peripheral part and endosperm. The smaller the grain, the higher is the mass of the peripheral 

portion in the total mass of grain, which may contribute to higher concentrations of minerals 

in the grain as a whole. According to [15], there is a weak correlation between the mass of 

1000 grains, and the concentrations of microelements, except in cultivars which differ 

significantly in the mass of 1000 grains, which is in line with our results. Further research is 

needed with the aim to find out whether only the small size of the grain or some other genetic 

characteristic besides the size of the grain contribute to much higher accumulation of Zn in 

the grains of Aegilops speltoides  with respect to the other examined Aegilops and Triticum 

species. 
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Table 1.  Concentration of Zn in the whole grain of Aegilops and Triticum species 

    (mg kg
-1

 DW)  

No Species and subspecies Genome 

Year 

 

2011    2012    2013 

Average 

1 Aegilops speltoides subsp. speltoids 1 BB 45.8 23.9 40.5 36.7
a
 

2 Aegilops speltoides subsp. speltoids 2 BB 36.5 29.3 41.6 35.8
ab

 

3 Triticum urartu  AA 28.7 30.0 25.4 28.0
e
 

4 Triticum monococcum subsp. egilopoides AA 
37.7 27.4 37.3 34.1

bc
 

5 Triticum monococcum subsp. monococcum AA 39.7 20.7 31.0 30.5
d
 

6 Aegilops tauschii subsp. tauschii DD 47.1 16.0 23.9 29.0
de

 

7 Triticum turgidum subsp. dicoccoides (IPK)  BBAA 24.8 18.4 27.4 23.5
f
 

8 Triticum turgidum subsp. dicoccoides (IFVC)   BBAA 37.8 26.9 22.8 29.2
de

 

9 Triticum turgidum subsp. dicoccon  BBAA 24.0 14.9 20.6 19.8
ghi

 

10 Triticum turgidum subsp. turgidum BBAA 32.3 30.2 36.3 32.9
c
 

11 Triticum turgidum subsp. durum (cv.Durumko) BBAA 25.2 21.7 18.3 21.7
fg

 

12 Triticum aestivum subsp. spelta (cv. Nirvana)  BBAADD 20.7 18.0 23.3 20.7
gh

 

13 Triticum aestivum (cv. Panonnia)   BBAADD 14.0 15.8 16.2 15.3
kl
 

14 Triticum aestivum (cv. Bankut 1205)   BBAADD 17.4 21.3 21.8 20.2
ghi

 

15 Triticum aestivum (cv. Bezostaja 1)  BBAADD 15.0 17.0 19.5 17.
1jk

 

16 Triticum aestivum (cv. Siete Cerros)  BBAADD 11.5 17.9 18.3 15.9
kl
 

17 Triticum aestivum (cv. Florida)  BBAADD 13.2 14.2 17.3 14.9
l
 

18 Triticum aestivum (cv. Renan)   BBAADD 19.0 12.4 23.7 18.4
ij
 

19 Triticum aestivum (cv. Condor)   BBAADD 15.3 22.4 21.8 19.8
ghi

 

20 Triticum aestivum (cv. Bolal)   BBAADD 11.7 22.2 24.8 19.5
hi
 

 Average  25.9
a
 21.0

b
 25.6

a
  

Different letters indicate significant difference at P < 0.05 level. 

 

Table 2. Concentration of Zn in the whole grain of five genomes over 3 years (mg kg
-1

 DW) 

Genome 

Year 

Average 2011 2012 2013 

AA     35.3 26.0 31.2 30.86
b
 

BB     41.1  26.6 41.1 36.24
a
 

BBAA   28.8 22.4 25.1 25.43
c
 

DD     47.1 16.0 23.9 28.98
b
 

BBAADD 15.3 17.9 20.7 17.97
d
 

 

Table 3. Analysis of variance of Zn concentrations of Aegilops and Trtiticum species 

Source of variation    SS    df    MS     F    p-value 

Year          886.24 2 443.12 285.71 <0.0001 

Genotype      8825.58 19 464.5 299.5 <0.0001 

Genotype*Year 4024.91 38 105.92 68.29 <0.0001 

Error         186.11 120 1.55   

 

Table 4. Analysis of variance of Zn concentrations in five genomes 

Source of variation    SS    df    MS     F     p-value 

Year                   886.24 2 443.12 41.86 <0.0001 

Genome                 7223.54 4 1805.88 170.59 <0.0001 

Year*Genome            2623.15 8 327.89 30.97 <0.0001 

Genome/Genome>Genotype 1602.05 15 106.8 10.09 <0.0001 

Error                  1587.88 150 10.59                
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Figure 1. Coefficient of variation for zinc concentration in Aegilops and Triticum genotypes 

 

 

 
Figure 2. Coefficient of variation for zinc concentration in different genomes 

 

Conclusion 

Average concentration of Zn in the whole grains, in three-years period, ranged from 14.9 to 

36.7 mg kg
1
 DW. Concentration of Zn differed significantly in different genomes (BB, AA, 

DD, BBAA, BBAADD). The highest concentration of Zn was found in wild diploid species 

Aegilops speltoides, which bares BB genome (36.24 mg kg
-1

 DW), and the lowest in 

hexaploid wheat, baring genome BBAADD (17.97 mg kg
-1

 DW). Concentration of Zn varied 

also between different experimental years. The results suggest that the grains of different 

Triticum and Aegilops genotypes, but also cultivars within them, due to differences in Zn 

concentrations, contribute to different levels to provision of humans and animals with Zn.  
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Abstract 

The treatment of flexographic cyan dye synthetic solution and real printing effluent has been 

studied by using homogeneous Fenton process with the addition of FeSO4*7H2O as a catalyst. 

The study demonstrate that applied treatment could significantly reduce dye concentration in 

the examined aqueous solutions. Operating parameters, such as initial dye concentration, iron 

dosage, hydrogen peroxide concentration and pH were varied to investigate their influence on 

decolorization efficiency, as well as their mutual interactions. The optimal conditions, found 

with definitive screening design (DSD) statistical method, were: dye concentration = 123 

mgL
-1

, Fe concentration = 60 mgL
-1

, H2O2 concentration = 5.44 mM and a pH value = 2. 

Under these conditions decolorization efficiency resulted with 87% and 37% for cyan 

synthetic solution and real printing effluent, respectively.  

 

Introduction 

Wastewater generated from printing industry presents a prominent source of aquatic 

contamination  as it is enreached with high content of organic matter, heavy metals and 

various forms of dyes, followed with  high pH value and low BOD/COD ratio [1, 2]. The 

conventional treatments, such as coagulation/flocculation, adsorption or membrane filtration 

are difficult to apply, especially in regards to color removal, due to the complex polyaromatic 

structure of the dyes. It has been demonstrated that these methods can only transfer pollutants 

from one phase to another, leaving the final environmental problem unsolved, such as the 

mineralization of the contaminants and toxicity reduction [3, 4]. Therefore, the key result of 

the present work is the application of advanced oxidation process (AOP) – homogeneus 

Fenton process. Fenton reaction has been proved as efficient treatment processes in terms of 

many hazardous organic pollutants from water due to the in situ generation of highly reactive 

and non-selective hydroxyl radical (HO
·
), as a product of reaction between hydrogen peroxide 

and ferrous ions [4]. In order to determine the best optimum conditions such as catalyst 

dosage, hydrogen peroxide concentration, initial dye concentration and pH value, definitive 

screening design (DSD) as adequate statistical tool was applied. 

The main objectives of this study were to investigate the possibility of homogeneous Fenton 

process application for the water-based Cyan flexographic printing dye removal, as well as to 

apply DSD in order to optimize the Fenton process. 
 

Experimental 

Materials. All chemicals used in this work were of analytical grade and all sample analyzes 

were carried out directly, without pre-treatment. Hydrogen peroxide (30%) was obtained from 

NRK engineering, Serbia, NaOH (>98.8%) and and FeSO4*7H2O were obtained from POCH, 

while ccH2SO4 (>96%) was produced by J.T. Baker. Deionized water was used for the 
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preparation of all working solutions within the desired concentrations. The Cyan wastewater 

and the sample of fresh Cyan dye used in the present study were obtained from flexographic 

printing facility located in Novi Sad, Serbia. Water-soluble Cyan flexographic dye (C.I.: 

PB15:3, chemical formula: C32H16CuN8, molar mass: 576.07 g/mol) was produced from Flint 

Group. 

 

Application of homogeneous Fenton process. All experiments were carried out in a glass 

beaker (250 ml) on JAR apparatus (FC6S Velp Scientific, Italy). The reaction suspension was 

prepared by adding a dye solution of various concentration (20-180 mgL
-1

) and a catalyst in a 

form of FeSO4*7H2O (0.75-60 mgL
-1

). After adjusting the pH (2-10) with NaOH or ccH2SO4, 

a H2O2 in various concentration (1-11 mM) was added to the mixture. Decolorization 

efficiency was calculated as follows (1):  

 

    
100*/(%) 00 AAAE          (1) 

 

where A0 is absorbance of Cyan dye aqueous solution pretreatment, whereas A represents 

absorbance of Cyan dye aqueous solution after Fenton treatment. Decolorization efficiency 

was determined by measuring the absorbance of the aqueous solutions at 636 nm by using 

UV/VIS spectrophotometer (UV 1800 Shimadzu, Japan). 

 

Statistical analysis. A statistical methodology DSD was adopted to optimize the Fenton 

process. In this study, the influence of four main factors has been investigated: concentration 

of dye (X1), iron concentrations (X2), pH value (X3) and hydrogen peroxide concentration 

(X4), (Table 1), while the decolorization efficiency was considered as dependent factor. The 

results were analyzed with 95% confidence intervals using the JMP13 (SAS Institute, USA). 

All experiments were conducted in duplicate with two extra central points, resulting with 28 

total runs. 

 

Table 1. Process variables with experimental levels 

Variables Unit 
Symbol 

coded 

Levels 

-1 0 +1 

Dye concentration mgL
-1

 X1 20 100 180 

Iron concentration mgL
-1

 X2 0.75 30 60 

pH - X3 2 6 10 

H2O2 concentration mM X4 1 6 11 

 

 

Results and discussion 

The results of 28 experimental runs contributed to decolorization efficiency from 1.09 to  

78.09%, confirming the assumption that dye removal process is exceptionally dependable on 

the applied experimental conditions, i.e. the individual parameters contribute to the efficiency 

of the Fenton process to a certain extent. In order to derive the regression model that best fits 

the obtained results, JMP's regression analysis was applied. The regression model includes the 

main factors, their square values and dual factor interactions. The summarized presentation of 

the adopted regression model, as well as the coefficients of significant main parameters, their 

quadratic members and dual factor interactions for the obtained model are shown in Tables 2 

and 3. 
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Table 2. The adopted model statistics 

Descriptive factor Value 

R
2
 0.917 

R
2
 Adjusted 0.861 

RMSE 9.652 

Number of experiments 28 

 

Table 3. Estimated significant main parameters, their square members and dual factor 

interactions  

Factor 
Estimated 

parameters 

Standard 

error 
t value Probability > |t| 

Dye concentration 4.242 2.158 1.97 0.0670 

Iron concentration 11.858 2.158 5.49 <0.001 

H2O2 concentration  -1.261 2.158 -0.58 0.5672 

pH -22.182 2.158 -10.28 <0.001 

Dye * H2O2 -3.565 4.531 -0.79 0.443 

H2O2 * H2O2  -10.107 5.778 -1.75 0.099 

Fe * pH 7.510 4.889 1.54 0.144 

 

The results of statistical analysis indicate a high significance of iron concentration, but also 

the pH value in the homogeneous Fenton process. Significant interactions of individual 

factors have not been established. Optimal process conditions for the removal of cyan dye 

using a homogeneous Fenton process are shown in Figure 1. The statistical model proposed a 

process efficiency of 87.85% for the following optimum values of the investigated factors: 

dye concentration of 123 mgL
-1

, iron concentration 60 mgL
-1

, H2O2 concentration of 5.44 mM 

and a pH value of 2. 

 

 
 

Figure 1. Optimal conditions for homogeneous Fenton process 

 

Validation of the experiments was carried out with eight additional points under optimal 

conditions, yielding the following efficiency of the homogeneous Fenton process: 85.14; 

86.43; 85.56; 86.03; 86.57; 87.29; 87.81; 87.20. The confidence interval [85.56 - 90.15%] 

confirms the adequacy of the selected model because the suggested efficiency of the 

homogeneous Fenton process of 87.85% enters the limits of the confidence interval. 

In order to determine the possibility of using homogeneous Fenton process for real printing 

effluent treatment, wastewater generated after the printing process and colored with cyan dye 

was subjected to homogeneous Fenton process at optimal doses of the tested parameters. Dye 
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removal efficiency was monitored for a period of 120 minutes and the results are shown in 

Figure 2. 

 
 

Figure 2. Dependence of the decolorization efficiency with the reaction time 

 

Degradation efficiency after 60 minutes was 37.13% which is also the maximum efficiency. 

Compared to the treated synthetic dye solution, the proces efficiency in the case of a real 

printing effluent was lower, due to the presence of a compounds in the complex effluent 

matrix. Different organic and inorganic species can achieve an inhibitory effect on the dye 

degradation process, behaving as hydroxyl radical catchers, thereby achieving competition for 

active sites on the catalyst surface. 

 

Conclusion 

The paper examines the possibility of applying homogeneous Fenton process to the effective 

removal of the cyan dye from the synthetic dye solution and real effluent generated after the 

flexographic printing process. High decolorization efficiency, up to 78% is obtained in the 

case of synthetic dye solution, while a lower expected efficiency of 37% is  achived within the 

wastewater treatment. Defintive screenig design, as a new three-level generation of 

experimental design, has enabled determination of the optimal conditions for the applied 

process in order to achieve maximum decolorization efficiency. 
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Abstract 

Gold nanoparticles decorated graphene sheets present a good surface-enhanced Raman 

spectroscopy (SERS) platform for the development of ultrasensitive analytical applications. 

Here, we prepared gold nanoparticles/exfoliated graphene hybrid by gamma irradiation of 

chloroauric acid as a precursor in the presence of electrochemically exfoliated highly oriented 

pyrolytic graphite (HOPG). The effects of various irradiation doses (1, 5, 10 and 20 kGy) on 

the size and shape of synthesized nanoparticles were studied. It was found that the presence of 

HOPG leads to the formation of gold nanoparticles of triangular, spherical, hexagonal, 

trapezoidal and rod-shape morphology. On the other hand, irradiation of chloroauric acid 

solution without HOPG results mainly in irregular shaped nanoparticles, however, certain 

amount of square shaped nanoparticles is observed. According to statistical analysis of gold 

nanoparticles/graphene hybrid, nearly half of the nanoparticles have sizes in the 11-20 nm 

range for all of the applied doses. The increase of irradiation dose results in the increase of the 

amount of smaller nanoparticles (up to 10 nm in size). Nevertheless, for the highest applied 

dose agglomeration of nanoparticles takes place leading to the formation of particles that 

exceed 100 nm in size. Presented synthetic route is fast, simple and low-cost since it does not 

require the use of a gold nanoparticle stabilizer.   
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Abstract 

The paper presents the results of the transport analysis for selected pharmaceuticals during 

riverbank filtration from the river Danube to the drainage wells at the specific site Kovin-

Dubovac. In the Republic of Serbia the occurrence of pharmaceuticals in surface and 

groundwater was not sufficiently analyzed, so there is a need for research and testing of the 

occurrence and behavior of pharmaceuticals in order to better understand the flow of 

pharmaceuticals in the environment and transport of pharmaceuticals in groundwater during 

riverbank filtration. During the investigation period between 2009-2015, a total of 25 

pharmaceuticals were analyzed in 52 samples, of which 13 samples of surface water and 39 

samples of alluvial groundwater. A total of 7 pharmaceuticals in Danube River and 6 

pharmaceuticals in alluvial groundwater were detected. Carbamazepine and metamizole 

metabolites N-acetyl-4-amino-antipyrine (4-AAA) and N-formyl-4-amino-antipyrine (4-FAA) 

have the highest frequency of occurrence in surface water and in groundwater samples, 

respectively. Results showed that riverbank filtration could significantly remove investigated 

pharmaceuticals. Percentage of removal during riverbank filtration was determined for 

carbamazepine (35%), trimethoprim (100%), 4-AAA (82%) and 4-FAA (43%). These results 

are extremely important for better understanding of self-purification potential of alluvial 

aquifers and protection from potential impacts of anthropogenic pollution to the groundwater 

sources in the Republic of Serbia. 

 

Introduction 

In the Republic of Serbia population growth is not present, but due to society urbanization and 

the increase of the average age of population [1], the use of pharmaceuticals is increasing in 

order to protect human health and improve the conditions and quality of life. In Serbia, the 

vast majority of cities and industrial systems directly discharge untreated water into natural or 

artificial recipients, leading to a cumulative occurrence of pharmaceuticals in surface and 

groundwaters. Also, there are many studies indicating that a large number of pharmaceuticals 

were not fully removed at the wastewater treatment plants [2,3,4,5]. As a result, 

pharmaceuticals occur in surface water and groundwater, according to several papers that 

present the results of studies conducted in Serbia [6,7,8,9]. Using the riverbank filtration 

(RBF), surface water is treated through filtration in the alluvial aquifer, which is a very 

important addition to the treatment of drinking water. Also, RBF can reduce the risk of 

accidental pollution. Due to these facts the knowledge of the processes that take place during 

the RBF in order to define the most optimal way of line treatment for drinking water and 

prevent possible occurrence of polluting substances in drinking water.  The aim of our study 

was to obtain sufficient information about the occurrence of selected pharmaceuticals in 

surface water and groundwater, and to observe the removal of these pharmaceuticals through 

RBF, which is generally the method of choice for drinking water supply in Serbia. 
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Materials and methods  

In the period 2009–2010 the water samples for pharmaceutical analysis were prepared 

applying the method of solid phase extraction (SPE) and extracts were analyzed using liquid 

chromatography tandem mass spectrometry method (LC-MS/MS). Detailed information about 

the used analytical procedure, instrumental parameters, SPE recoveries, calibration curves, 

accuracy, precision, detection limits, and quantification limits is described in the previously 

published study [10]. 

After the year 2010 samples were analyzed with the slightly modified methods previously 

published [10,11] in which 7 cardiovascular pharmaceuticals were added. The method was 

validated and the results are presented in the supplementary material of the published papers. 

Out of 19 investigated pharmaceuticals, 12 were analyzed continuously between 2009 and 

2015: sulfamethoxazole, trimethoprim, erythromycin, azithromycin, doxycycline, diazepam, 

bromazepam, lorazepam, carbamazepine, diclofenac and two metamizole metabolites, N-

formyl-4-amino-antipyrine (4-FAA) and N-acetyl-4-amino-antipyrine (4-AAA). In the period 

2010 – 2015, additional group of seven cardiovascular pharmaceuticals were included into 

analysis: enalapril, cilazapril, atorvastatin, simvastatin, amlodipine, metoprolol, bisprolol. 

Selected pharmaceuticals belong to different pharmaceutical classes and the selection was 

based on the application extent of pharmaceuticals in Serbia and the review of occurrence in 

surface water and groundwater [12]. Surface water and groundwater samples were sampled 

mainly in the spring and fall every year.  

 

 
Figure 1. Research location and profile from one analysed drainage well Bp-12 

 

Both, surface water and groundwater samples were taken at the same time during the 

investigation period. Surface water was sampled mid-stream, at a depth of about one meter. 

Groundwater samples (GW) were collected from wells in the immediate vicinity of the river 

Danube. In the case of free-flowing or pumped wells, measurements were conducted by 

submerging a peristaltic pump to the level of the well screen or horizontal collector, whereas 

in the case of observation wells the pump was submerged to the screen after removing a 

minimum of three water volumes from the observation wells with the use of a peristaltic 

pump. 
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Results and Discussion 

Based on the results of analysis of the presence of selected pharmaceuticals into surface water 

and groundwater in the Danube River alluvion, it is evident that concentration in the 

groundwater was reduced as a result of the process of self-purification of groundwater during 

RBF. In Figure 2 there the average concentrations of detected pharmaceuticals in surface 

water and groundwater in the alluvium of the Danube River are shown. 

 

 
Figure 2. Average concentration of detected pharmaceuticals in the Danube River and 

corresponding wells of the drainage system Kovin-Dubovac (n - number of samples; ½ LOD - 

half of the value of the limit of detection was adopted, where the pharmaceuticals were not 

detected in the selected samples) 

 

The average concentration of carbamazepine (CBZ) in the groundwater was reduced by 35% 

compared to the average concentration in the Danube River. Carbamazepine was detected in a 

total of 8 samples of the Danube River while it is registered with the concentration range 

between 12-32 ng/l. Trimethoprim (TMP) has been completely removed during RBF, and it 

was detected in one sample of the Danube River with a concentration of 110 ng/l. The average 

concentration of diclofenac (DCF) in the alluvial groundwater was decreased by 30% 

compared to the concentration in the Danube River. Diclofenac has been registered in the one 

sample of the Danube River with concentrations of 18 ng/l and in one sample of the alluvial 

groundwater with concentration of 13 ng/ l. At Kovin – Dubovac drainage system 4-FAA and 

4-AAA were reduced by 43 % and by 82 % respectively. Metamizole metabolite 4-AAA was 

detected in 9 samples of the Danube River with concentration range of 31-260 ng/l, and in the 

alluvial groundwater 4-AAA was detected in a total of 14 samples with a concentration range 

of 12-105 ng/l. 4-FAA was detected in 9 samples of Danube River with concentration range 

between 28-144 ng/l, and in corresponding groundwater with the concentration range between 

14-98 ng/l. Azithromycin (AZT) was detected in one sample of Danube River with 

concentration of 56 ng/l, and in two samples of corresponding groundwater 21-68 ng/l. 

Metoprolol (MTP) was detected in one sample in the Danube River with concentration of 35 

ng/l, but it was not detected in alluvial groundwater. None of the other pharmaceuticals was 

detected in the surface water or groundwater samples. Because of the relatively small 
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percentage of removal at a relatively long path from the river to the well (aproximatelly 400 

meters) where carbamazepine was exposed to the process of self-purification can indicate that 

carbamazepine can be assessed as persistent pharmaceutical, as it was noted in previous 

studies [13,14]. Trimethoprim as readily degradable pharmaceutical was fully removed, 

because the degradation takes place relatively quickly [15]. Other pharmaceuticals were either 

not detected or the detection frequency was too low to quantify the rates of their removal 

through RBF. 

 

Conclusion 

Results clearly showed that concentration of selected pharmaceuticals could be reduced 

during RBF. In general, the concentrations detected in the Danube River were several times 

greater than those detected in the wells of Kovin – Dubovac drainage system. Removal of 

detected pharmaceuticals through RBF is evident in the area of the Kovin – Dubovac drainage 

system, with a relatively long path from the river to the well (approximately 400 meters). 

Carbamazepine was the most persistent pharmaceutical, and all other detected pharmaceutical 

were significantly attenuated or completely removed. 
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Abstract 

Kinetics of the deposition process of dimers on a 1D lattice in the presence of desorption is 

studied by Monte Carlo method. The growth of the coverage θ(t) above the jamming limit to 

its steady-state value θ∞ is analyzed when desorption probability Pdes decreases both stepwise 

and linearly (continuously) over a certain time domain. We report a numerical evidence that 

the process of vibratory compaction of granular materials can be optimized by using a time 

dependent intensity of external excitations. 
 

Introduction 

In RSA processes particles are randomly, sequentially, and irreversibly deposited onto a 

substrate. The dominant effect in RSA is the blocking of the available substrate area since the 

particles are not allowed to overlap. The system is jammed in a nonequilibrium disordered 

state for which the limiting (jamming) coverage θjam is less than the corresponding density of 

the closest packing. The possibility of desorption makes the process reversible and the system 

ultimately reaches an equilibrium state when the rate of desorption events becomes 

comparable to the rate of adsorption events. The density of particles in the steady state 

depends only on the desorption or adsorption rate ratio [1,2]. 

Within the framework of the adsorption-desorption model it was shown in [3] that the 

increase of packing fraction can be accelerated by changing the desorption rate during the 

adsorption-desorption process. The aim of this work is to investigate how do various temporal 

dependencies of the desorption rate hasten or slow down the deposition process. 

 

Simulation method 

The Monte Carlo simulations of adsorption-desorption processes are performed on a one-

dimensional lattice of size L =10
5
 with a periodic boundary condition. The adsorbing objects 

are dimers covering two sites. The time t is counted by the number of adsorption attempts and 

scaled by the total number of lattice sites L. The data are averaged over 100 independent runs.  

At each Monte Carlo step adsorption is attempted with probability Pa and desorption with 

probability Pdes. In the case of adsorption-desorption processes the kinetics is governed by the 

ratio of desorption to adsorption probability Pdes/Pa [1,4,5]. Since we are interested in the ratio 

Pdes/Pa, in order to save computer time, it is convenient to take the adsorption probability to be 

Pa =1. For each of these processes a lattice site is selected at random. In the case of 

adsorption, we try to place the dimer with the beginning at the selected site, i.e., we search 

whether adjacent site in a randomly chosen direction is unoccupied. If so, we place the dimer. 

Otherwise, we reject the deposition trial. When the attempted process is desorption, and if the 

selected site is occupied by a dimer, the object is removed from the lattice.  
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Results and discussion 

Simulations of the adsorption-desorption processes of dimers were performed for a wide 

range of desorption probabilities Pdes =0.001–0.050. In Fig. 1 the coverage is plotted as a 

function of time for different values of Pdes. Notice that the curves for different values of Pdes 

always cross. This means that, for the reversible RSA model, the coverage is not always 

monotonic in Pdes. In Fig.1, for example, the system with Pdes =0.030 has a higher coverage 

than the system with Pdes =0.010 for 15 ≤ t ≤ 500; above t ≈500 coverage is higher for the 

lower value of desorption probability, Pdes =0.010. As already discussed in the context of the 

parking lot model [3], the existence of a minimum in the insertion probability (the fraction of 

the substrate that is available for the insertion of a new particle) is a sufficient condition for 

this phenomenon. It follows that for a given finite time, the densification can be made more 

efficient by changing the desorption probability Pdes during the deposition process. 

 

 

 

Figure 1. Temporal behavior of the coverage θ(t) for various desorption probabilities Pdes. Red 

(solid) lines correspond to values Pdes = 0.010 + n·0.005, n =0,1,2,...,8. Blue (dashed) lines 

correspond to values Pdes = 0.0010 + n·0.0005, n = 0,1,2,...,17. The equilibrium coverage θeq 

is found to decrease with the desorption probability Pdes. The horizontal line represents the 

jamming coverage for dimers, θjam =0.8766. 

 

 

The possibility to hasten the dynamics of reversible RSA is studied by decreasing the 

desorption probability from Pdes
(I)

 =0.050 to Pdes
(F)

 =0.010 in a stepwise manner. Starting from 

an empty lattice, the system evolves at fixed desorption probability Pdes
(I)

 =0.050 up to the 

coverage θ
(I)

 above the jamming coverage θjam. Then, the desorption probability is abruptly 

lowered at fixed time intervals tc. Those time intervals follow each other directly without any 

gap. We always use an instantaneous drop of  Pdes =0.005 for a change of the desorption 

probability Pdes, so that the final probability of Pdes
(F)

 =0.010 is reached after eight abrupt 

changes of Pdes. The final desorption probability Pdes
(F)

 does not change further in time. In Fig. 

2, we demonstrate that the deposition process can be made much more efficient by decreasing 

the desorption probability Pdes in time. Several horizontal arrows are inserted in Fig. 2 and 
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placed at certain values of the coverage θ in the range [0.890, 0.955]. These arrows show how 

much more time is needed for a system to reach a given coverage θ in the case when the 

desorption probability has the constant value Pdes
min

(θ) in time. 

 

 

 

 

 

Figure2. Temporal behavior of the coverage θ(t) when the desorption probability Pdes 

decreases from Pdes
(I)

 = 0.050 to Pdes
(F)

  = 0.010 in a stepwise manner. The desorption 

probability is abruptly lowered by ΔPdes =0.005 at fixed time intervals Δtc = 10, 25, 50, 75, 

100, as indicated in the legend. Arrows show how much more time is needed for a system to 

reach the given coverage θ in the case when desorption probability has the constant value 

Pdes
min

(θ) in time (e.g., see Fig. 1). The horizontal line represents the jamming coverage for 

dimers, θjam =0.8766. 

 

 

It is important to consider the case when the desorption probability varies continuously over a 

certain time domain. Here we show that the linear decay in the desorption probability as a 

function of time may be used to hasten the deposition process.  The system first evolves at a 

fixed desorption probability Pdes
(1)

, up to the intersection point of relaxation curves at time t1. 

Then, the desorption probability starts to decrease linearly with time according to Pdes(t) = K ∙ 

(t −t1) + Pdes
(1)

 , where t1 < t < t2. The final probability of  Pdes
(2)

, is reached during the time 

interval Δt = t2 −t1, so that the negative slope coefficient   K = − (Pdes
(1)

 − Pdes
(2)

) / (t2 −t1) =  

− ΔPdes/Δt  depends on the time interval Δt. 

 In Fig.3 the temporal dependence of coverage θ(t) is displayed for the fixed probabilities  

Pdes
(1)

 = 0.050 and Pdes
(2)

 = 0.010, and for different time intervals Δt = 0, 10, 20, 40, 100, 200, 

500, 10
3
, 2×10

3
, 5×10

3
, 10

4
, 2×10

4
. Several horizontal arrows are placed at certain values of 

coverage θ in order to show that much more time is needed for a system to reach a given 

coverage θ in the case when the desorption probability has a constant value Pdes
min

(θ)  in time. 
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Figure3. Temporal behavior of the coverage θ(t) when the desorption probability Pdes 

decreases linearly with time from Pdes
(1)

 = 0.050 to Pdes
(2)

 = 0.010. The final probability of 

Pdes
(2)

 is reached during the time interval Δt. Curves (A)–(L) correspond to various time 

intervals Δt ranging from 0 to 2× 10
4
, as indicated in the legend. Arrows show how much 

more time is needed for a system to reach the given coverage θ in the case when desorption 

probability has the constant value Pdes
min

(θ) in time(e.g., seeFig.1).The horizontal line 

represents the jamming coverage for dimers, θjam =0.8766. 

 

Conclusion 

We have investigated numerically the kinetics of the deposition process of dimers on a 1D 

lattice in the presence of desorption. A systematic approach is made by examining deposition 

with various time dependencies of the desorption probability Pdes. We focused on the time 

evolution of the coverage θ(t) in the whole postjamming time range θ(t) > θjam.  

We have shown that the time needed for a system to reach a given coverage θ may be less  if 

Pdes decreases in time. We have considered the behavior of the system when the desorption 

probability Pdes decreases both stepwise and linearly (continuously) over a certain time 

domain. Furthermore, the initial and final desorption probability do not have arbitrary values. 

If Pdes is large enough, the system will not reach the jamming. In other words, there is an 

upper limit Pdes
(B)

 of the desorption probability, above which the steady-state coverage will be 

lower than the jamming limit. For our 1D system we use Pdes
(B)

 ≈ 0.10.The greatest impact on 

the deposition rate is obtained if the initial value of the desorption probability Pdes
(I)

 

corresponds to the limiting value Pdes
(B)

. The final value of the desorption probability Pdes
(F)

 

determines the maximal value of the coverage θ∞( Pdes
(F)

) that can be achieved.  

Since the time needed for a system to reach a given coverage θ can be significantly reduced if 

Pdes decreases in time, we propose the application of an analog procedure to optimize the 

compaction process in weakly vibrated granular materials. Granular materials are complex 

systems exhibiting rich macroscopic phenomenology and showing many characteristic glassy 

behaviors. One of the striking features of granular materials are the memory effects observed 

by measuring the short-time response to an instantaneous change in tapping acceleration [6]. 
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The short-term memory effects observed in granular materials are reflected in the fact that the 

future evolution of the packing fraction θ after time t0 depends not only on the θ(t0), but also 

on the previous tapping history. Response properties of granular media and the observation of 

short-term memory effects indicate that the change in tapping acceleration can affect the 

dynamics and efficiency of the compaction process.  
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Abstract 

 

Despite the exhaustion of natural resources, the needs of society which are on the rise, and 

environmental challenges the current economic system is based on intensive use of 

conventional energy sources. This requires a reconsideration of prevalent management 

approaches and the implementation of new management modes. The promising solution is 

decarbonization which implies the implementation and development of ecological economy 

policies. Until 2050, a percentage between 50% and 70% of electricity will be supplied by 

renewable energy sources. Decarbonation represents a trend in economic development, which 

involves an intense development of civil society based on alternative economic approaches 

1.  

A comparison of technologies in terms of storage capacity and their characteristic during 

charge / discharge is shown in follow figure: 

 

 

 

 

Legend: 

 CAES - Compressed Air 

Energy Storage; 

 PHS - Pumped Hydro 

Storage; 

 SNG - Substitute Natural 

Gas. 

 

Charge/discharge period and storage capacity of different electricity storage systems. 

An essential requirement for these technologies (energy storage from renewable sources) is 

high storage capacity combined with long charging / evacuation periods. Only secondary 

chemical carriers such as hydrogen and carbon-based fuels (SNGs) complies this requirement 

2. State‐of‐the‐art technologies that implement the industrial ecology concept only make it 

to the market if environmental gains and economic benefits are significant 3. 

This delivers results relevant to national and sectorial policy and decision making, by 

quantifying revenue opportunities. 

It also informs the innovation, policy, and regulatory environment required to ensure market 

development and resilience of different streams. 

Management uses SWOT analysis to make decisions about developing the overall strategy. 
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Abstract 

Immobilization of homogeneous organic catalysts has fundamental environmental aspects. It 

is desirable that (i) the catalyst is prepared under benign conditions and (ii) it is not removed 

from the surface of the support under catalytic conditions. Graphene based supports such as 

graphite oxide (GO) seem to be feasible for the achievement of the above two requirements. 

In this study we heterogenized tetraamminepalladium(II) chloride monohydrate on 

hydrophilic GO. Two samples, with Pd contents of 2% and 5%, referred to as Pd2 and Pd5 

were prepared and tested as catalysts in the Heck coupling reaction of styrene and 

bromobenzene. The Pd complexes heterogenized on graphene oxide platelets proved to be 

highly active and selective catalysts. Hot filtration tests revealed that the active Pd particles 

did not undergo any leaching in NMP and DMF solvents at 423 K. 

 

 
Figure 1. Conversions of the coupling reaction between styrene and bromobenzene in the 

presence of a catalyst containing 2 wt% Pd on GO as a function of reaction time in N-methyl 

pyrrolidone (left) and dimethyl formamide (right) 
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Abstract 

Education on environmental protection must be realized throughout the entire education 

period,  from pre-school age, in order to create a model of responsible behavior towards the 

environment. In order to assess the environmental awareness among children, a survey was 

conducted among children aged 6 to 12, who attend preschool and elementary schools at the 

territory of Novi Sad. The purpose of the work is to show wheather the children are aware of 

the problems of environmental and nature disorders and pollution, with which they most often 

associate the term "environment". 

 

 

Introduction 

Schools are a significant factor in developing awareness and behavior of children. It is 

important that from the beginning of children's education, to introduce to children and get 

them familiar with basic knowledge and concepts of environmental protection. Pre-school 

children are considered to accepted and adopting knowledge and behaviors of adult at the 

most, ie parents and teachers [1]. Particularly important issue in knowledge transfer is the 

teacher’s commitment to children, from pre-school age. People involved in children’s 

education, pre-school teachers, school teachers and trainers of children are responsible for 

shaping the children’s attitudes, values and skills needed to develop environmental care [2]. 

The results of a survey conducted among teachers in the South-Backa District show that only 

35% of teachers in preschool institutions have strong interest in implementing environmental 

activities, and as much as 54% think they are not sufficiently trained to carry out educational 

work in this field [ 3].  

Environmental education has recently become a part of teaching system in Serbia. It is teach, 

depending on the age, as a separate course or educational content within the activities of pre-

school institutions, or as part of courses like nature and/or society, or biology, chemistry, 

geography and physics, or vocational subjects in secondary schools [4]. Legal obligation for 

preschools is a program of rest and recreation, climate recovery and teaching in nature, in 

order to form positive attitudes towards nature and its protection [5]. In the curricula of 

elementary schools in the Republic of Serbia, from the first to the fourth grade, ecological and 

environmental contents are mostly represented in the subjects "The world around us" and 

"Nature and society". In the first and second grade, the share of  "The World around Us" 

makes up about 10% of the total number of hours of regular education [6]. Knowledge of 

environmental protection is important in order to develop the correct ecological behavior and 

to undertake correct actions in order to protect the nature and environment. Promotion of 

ecological education is necessary as it seen as a key component in environmental education 

and a prerequisite for ecological behavior [7]. The aim of this paper is to examine the child's 

perception of environmental protection, as well as their behavior, which contribute to a minor 

disruption of the environment. 
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Experimental 

Using random sample method, a questionnaire was conducted among children from 6 to 12 

years. The research involved 25 respondents, and the research was conducted at the Festival 

of Science and Education in Novi Sad as a part of workshop organized at the Festival. 

Research was conducted using questionnaire in print form and in direct contact with 

respondents. The children responded to questions independently but in some situations when 

respondents was from pre-school, they need a help to read and understand certain questions. 

Questionnaire was used as tool to obtain the necessary data for research. Questionnaire had 

two parts, first one in which the respondents answer the standard questions on gender and age, 

and second part was questionnaire questions (Q): 

 

 

Q1: Do you turn off the tap while you brush your teeth?  

Q2: Do we need to re-use the used things? 

Q3: Do you turn off the light when you are not in the room? 

Q4: Do you play in the park and spend the time in nature? 

Q5: Do you use both sides of the paper when writing / drawing? 

Q6: Do we need to use pesticides (chemicals) in our gardens? 

Q7: Do you throw waste into the garbage bin? 

Q8: Do you study in school about how to protect the environment? 

Q9: Have you made objects/figures from recycled materials with a teacher/educator? 

Q10: Do you think we need do the most to protect the nature and environment?  

Q11: How do you protect the environment? 

Q12: When you think of environmental protection, what comes to your mind first? 

 

Availible answers to questionnaires from Q1 to Q7 were as follows: a) always, b) sometimes 

and c) never. Answers to Q8 and Q9 were: a) Yes, b) I do not know, and c) No, while for 

Q10, Q11 and Q12, respondents was free to write the answer. 

 

 

Results and discussion 

 Structure of respondents based on age and gender is given in Figure 1 and Figure 2, 

respectively. 

A total of 25 respondents took part in the survey, of which 14 boys and 11 girls. According to 

age, the structure of the respondents is as follows: 

- children aged 6 and 7 years - 7 respondents, 

- children aged 8 and 9 years - 10 examinees and 

- children aged 10.11 and 12 years - 8 subjects. 

The analysis was conducted by a random sample method and one can notice almost equal 

distribution of respondents both by sex and age. 
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Figure  1. Respondents gender Figure  2. Respondents age  

boys

girls

6-8 yrs

8-10 yrs

10-12 yrs

 

 

In following tables, responses to questions were analyzed and presented as a percentage of 

total answers for each question (%). 

 
 

Table 1. Distribution of answers from Q1 to Q7 (%) 

Questionnaire question Always Rare Never 

Q1 16 28 56 

Q2 36 52 12 

Q3 92 8 0 

Q4 52 44 4 

Q5 40 40 20 

Q6 4 36 60 

Q7 92 4 4 

 
Table 2. Distribution of answers for Q8 and Q9 (%) 

Questionnaire question Yes I do not know No 

Q8 96 0 4 

Q9 44 4 52 

 

 

Questions related to environmental protection, Q1, wheather you turn off the tap while you 

brush your teeth, 56% of the respondents gave a positive response. Majority of respondents 

(96%) turn-off the light when they do not stay in the room, and 60% think that we should 

never use chemicals in the gardens. Almost all surveyed children (96%) gave a positive 

answer to the question of whether they learned about how to protect the environment. At the 

same time, Q8 is an indicator how much attention do the children pay to this topic and their 

interest about environmental protection. However, more than half of respondents (52%) 

answered that they did not have recycling workshops in kindergarten / school, which implies 

the need for different trainings for teachers in the field of environmental protection and 

necessity to design workshops adapted to children of different ages. 

Q10 refers to increasing environmental care and 24 children responded that we should take 

more care of the environment. Reasons are mainly associated with waste pollution and 

excessive nature pollution. Children believe that taking care of the environment also concerns 

the health of people, and in the answers we can found that the children are familiar with the 

term “principle of environmental sustainability”, in the sense that nature should be preserved 

for future generations. Children’s contribution environmental protection is in most of the 

responses is related to the waste separation (68%). Also, they perceive water saving as an 

contribution to environmental protection as well as recycling, and planting. The first 
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association to environmental protection is nature and preservation of nature from pollution, as 

well as recycling and waste disposal. 

 

Conclusion 

The aim of this work was to obtain the data and information about the children's awareness 

regarding environmental protection. In order to do it, questionnaire with 10 questions was 

prepared to conduct the analysis and obtain the relevant data. A survey was conducted among 

pre-school children and younger primary school children which shows that the children are 

aware about the problem of environmental protection, namely aware of waste dumping and 

waste pollution. Their behavior is reflected in waste separation in designated places. There is 

also awareness of the need for saving water and electricity. Certain answers nevertheless 

indicate insufficient activity in kindergartens and schools, in terms of maintenance of 

recycling and other ecological workshops. This analysis showed that there is a need for 

additional plans and programs in our country in order to promote the environmental 

protection rise the awareness about the problem related to environmental pollution, from 

preschools to universities. 

It can be noticed that there were no responses in children's free responses regarding the 

wastewater and water pollution, air pollution due to traffic and industry. This indicates the 

necessity of expanding theoretical and practical activities that would expand the awareness of 

children in that segment. Education on the environmental protection should take place 

throughout the life and should be implemented from the beginning of education, from 

preschool to higher levels of education including after college education. This could be done 

through the promotions of activities in environmental protection which need to be carried out 

continuously. 
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Abstract     

The purpose of this study was to obtain and characterize of some fresh pumpkin juices with 

addition of water, walnuts, honey, cinnamon and fresh peppermint leaves. Total soluble 

content, vitamin C by titration with a 2,6-dichlorophenolindophenol sodium, antioxidant 

capacity by FRAP assay and total phenolic content by Folin-Ciocalteu method were analyzed. 

Vitamin C content ranged from 0.09 to 0.15 mg/mL, with 0.13 mg/mL in individual pumpkin 

juice; the juice assortment without walnuts has the lower vitamin C content. Among the 

investigated juices, the pumpkin juice assortment with all ingredients have the higher amount 

total polyphenol content (4.19 mM GAE/mL) and the total antioxidant capacity (2.53 mM 

Fe
2+

/mL). We observed that the fresh pumpkin juice assortments are a real source of bioactive 

compounds. 

 

Introduction  
Pumpkin (Cucurbita moschata) is a species originating in either Central America or northern 

South America [17]. Pumpkin is highly nutritious and antioxidant-rich vegetable widely 

grown all over the world. The autumn star, pumpkin is a vegetable that grows for seeds, fruits 

and flowers. It has a rich content of phenolic compounds and vitamin A and a very low 

calorie level [9]. It is a rich source of vitamin C that is associated with the prevention of 

various degenerative, cardiovascular and neurological diseases. It has been used as a medicine 

in many countries in Central and North America [15]. Pumpkin is poor in taste and 

carbohydrates but high in antioxidants and it is mixed with fruit or vegetable to improve its 

nutritional and sensory properties [1]. Pumpkin is a fruit which is healthy and functional, 

being rich in phenolic compounds, flavonoids and vitamins, and has a low energy [5] showed 

that a pumpkin-rich diet could reduce blood glucose levels. The World Health Organisation 

(WHO) estimates that worldwide consumption of fruits and vegetables is only 20–50% of the 

recommended daily minimum of 400 g per person [16]. 

 

Experimental 
Juice preparation  

The pumpkin fruits and other ingredients were obtained from Timisoara, local markets. Was 

used linden honey and fresh peppermint leaves. Pumpkin was cut into pieces which were 

handily peeled and the seeds were discarded. The peeled pumpkin was squeeze immediately 

using a fruit and vegetable home scale juicer Myria MY4002, then analyzed immediately.  

So, were prepared four juice assortments: PJ1 (control sample) - juice prepared of 100 g 

pumpkin with 100 mL water; PJ2 - juice prepared of 100 g pumpkin with 100 mL water, 10 g 

walnuts and 1 g honey; PJ3 - juice prepared of 100 g pumpkin with 100 mL water, 1 g honey 

and three peppermint leaves; PJ4 - juice prepared of 100 g pumpkin with 100 mL water, 10 g 

walnuts, 1 g honey, 0.5 g cinnamon and three peppermint leaves. Peppermint has a strong 

sweetish and fresh cooling taste and improves the pumpkin juices taste. 
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Chemical analysis 
The fresh juices were analyzed in terms of total soluble substances (TSS), vitamin C, total 

antioxidant capacity (TAC) and total phenolic content (TP).  

Total soluble substances (TSS) were determined with DR201-95 KRUSS digital handheld 

refractometer by Carl Zeiss Jena and the results were reported as 
0
Brix at 20

0
C [2].  

The Vitamin C evaluation in pumpkin juice has been carried out following 2,6- 

dichlorophenolindophenol sodium assay [10] and has been measured in pumpkin juices 

(mg/mL). 

For determination the total antioxidant capacity and total phenolic compounds the samples 

were subjected to alcoholic extraction. So, 1 mL of each juice sample was added to 9 mL 

ethanol 45% (v/v) and after 1 h the solution was filtered.  

The total antioxidant capacity (TAC) has been measured by FRAP (ferric reducing 

antioxidant power) assay (Benzie & Strain, 1996) [3]. 0.5 mL of hydroalcoholic extract 

diluted in the ratio 1:10 (v/v) in distilled water has been added to 2.5 mL FRAP reagent: 10 

mM TPTZ (2,4,6-Tris(2-pyridyl)-s-triazine) solution - diluted in HCl 40 mM, 20 mM 

FeCl3·6H2O solution and 300 mM sodium acetate buffer at pH 3.6 in the ratio of 1:1:10. 

FRAP reagent was prepared freshly. Absorbance was read after 30 minutes at the wavelength 

of 593 nm using as standard FeSO4 aqueous solution. Correlation coefficient (r
2
) for 

calibration curve was 0.9890. Total antioxidant capacity was expressed as mM Fe
2+

/mL. 

Total phenolic content (TP) of juice samples were determined by the Folin–Ciocalteau 

method [14] using gallic acid as a standard for the calibration curve (r
2 

= 0.9980). Briefly, 0.5 

mL of hydroalcoholic extract samples diluted in the ratio 1:10 (v/v) in distilled water was 

mixed to 2.5 mL of Folin-Ciocalteu reagent diluted 1:10 (v/v) in distilled water. Then, was 

added 2.0 mL of 7.5% sodium carbonate solution. The results were read at 750 nm after 2 

hours with the UV-VIS Spectrophotometer SPECORD 205 by Analytik Jena. The results 

were calculated and expressed in mM gallic acid equivalent (GAE)/mL.  

All determinations were performed in triplicate.  

 

Statistical analysis 
Pearson correlation was conducted using Microsoft Office Excel 2010 for Windows. 

 

Results and discussions 

The values of some chemical characteristics of pumpkin juice assortments are presented in 

Table 1. 

 

Table 1. The chemical characteristics of pumpkin juice assortments 

 

 

As shown in Table 1, the highest content of TSS was found in PJ4. It can be seen that the 

level of TSS content varies directly proportional to the amount of ingredients added to the 

pumpkin juice, as follows: PJ4 > PJ2 > PJ3 > PJ1. According to Romanian standard [12] the 

TSS values of juices varies from 5.20 to 11°Bx which is slightly larger than the results 

obtained in our study. After international standard [6] TSS value range between 10-20°Bx. 

Vitamin C and beta-carotene are present in abundance in pumpkin and impart high 

Characteristics Juice 

PJ1 PJ2 PJ3 PJ4 

TSS [°Bx] 11.42 12.54 11.86 14.22 

Vitamin C [mg/mL] 0.13 0.15 0.09 0.14 

TAC [mM Fe
2+

/mL] 0.67 2.10 0.42 2.53 

TP [mM GAE/mL] 2.57 3.51 2.42 4.19 
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antioxidant potential to it [9]. Vitamin C is highly sensitive to oxidation and leaching into 

water-soluble media during vegetables processing [4, 11]. The retention of ascorbic acid is 

often used as an estimate for the overall nutrient retention of food products [8, 11]. The 

vitamin C in the juice PJ2 (0.15 mg/mL) and PJ4 (0.14 mg/mL) has values close to those of 

natural pumpkin juice (0.13 mg/mL) whereas PJ3 show lower values (0.09 mg/mL) than PJ1. 

This is the only juice assortment that does not contain walnuts; the walnuts (Juglans regia) 

contain very large amounts of vitamin C – 1.3 to 1.7 mg/100g [13]. 

The phenolic composition of vegetables is dependent on commodity, cultivar, maturity stage 

and postharvest conditions. Since phenolic compounds are antioxidants, they are subject to 

oxidation during storage and processing of foods [11] Phenolic constituents is very important 

in the plant because of their scavenging ability due to their hydroxyl groups. Phenolic 

compounds are powerful chain breaking antioxidants and has been reported are associated 

with antioxidant activity [15]. The content of polyphenols is influenced by the content of 

ingredients added to the pumpkin juice. The data indicated that the TP of fresh pumpkin juice 

PJ1 (2.57 mM GAE/mL) decreased to 2.42 mM GAE/mL in PJ3 and increased to 3.51 mM 

GAE/mL in PJ2 and to 4.19 mM GAE/mL in PJ4. 

A similar trend was seen in TAC. FRAP value of PJ1 (0.67 mM Fe
2+

/mL) dropped to 0.42 

mM Fe
2+

/mL in PJ3 and increased to 2.10 mM Fe
2+

/mL in PJ2 and to 2.53 mM Fe
2+

/mL in 

PJ4, as reported in Table 1. 

Difference in TAC and TP values is attributed to ingredients mixed in each juice assortments, 

including walnut. As is known, walnut contains two times more antioxidants than other hard 

shell nuts [13].  

 

 

 
 

 

Figure 1. The percentage of chemical characteristics of pumpkin juice assortments 

 

In the graphical representation of Figure 1, the TSS and vitamin C is a major percentage of 

the chemical characteristics of pumpkin juice assortments. 

Full results of the statistical analysis methods used are reported in Table 2. The correlation of 

all chemical characteristics was positively [7]. Vitamin C are strong correlation with TAC (r = 

0.788) and TP (r = 0.716). TAC has high correlation with TP (r = 0.985); it confirms, again, 

the strongly correlated between this two antioxidant compounds. 
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Table 2. The Pearson correlation among chemical characteristics of pumpkin juice 

assortments 

 

 

TSS  

[°Bx] 

Vitamin C 

[mg/mL] 

TAC  

[mM Fe
2+

/mL] 

TP  

[mM GAE/mL] 

TSS [°Bx] 1 

   Vitamin C [mg/mL] 0.450 1 

  TAC [mM Fe
2+

/mL] 0.881 0.788 1 

 TP [mM GAE/mL] 0.943 0.716 0.985 1 

 

Antioxidant activity has been attributed to total phenolic content which have been found to be 

strongly correlated [11].  

 

Conclusion 

The mixed vegetable juice prepared from pumpkin, water, walnuts, honey, cinnamon and 

peppermint leaves showed a high amount of antioxidant compounds.  

I noticed that there is a close correlation between total antioxidant capacity and total phenolic 

content. 

In conclusion, the fresh pumpkin juices are a real source of bioactive compounds. 
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Abstract 

In the present study bioactive compounds present in comfrey root extracts obtained by 

supercritical fluid (SFE) and pressurized liquid extraction (PLE) were identified. Chemical 

characterization of the extracts was carried out by high-performance liquid chromatography 

coupled to DAD and electrospray-ionization time-of-flight mass spectrometry (HPLC–ESI-

TOF-MS) yielding in total of 23 identified compounds. PLE as a fast, green and innovative 

approach, seems to be the best choice for extracting wide variety of compounds with different 

polarities within the shortest extraction time being the fatty acids and their derivatives the 

most abundant. The present study also highlights the potential application of comfrey root 

extracts as constituents of new added-value formulations. 

 

Introduction 

Comfrey (Symphytum officinale L.) is a medicinal plant widely spread across Europe, but it 

can also be found in some parts of Asia and South America. Pyrrolizidine alkaloids in 

comfrey have been linked to cases of hepatotoxicity and carcinogenicity, and for this reason 

in traditional medicine comfrey roots are used topically, mostly for the treatment of wounds, 

joint disorders, and musculoskeletal injuries of all kinds [1,2]. The content of pyrrolizidine 

alkaloids is the highest in comfrey root [3,4]. Active compounds identified in comfrey root 

include allantoin, rosmarinic acid and other hydroxycinamon acid derivatives, muco-

polysaccharides, A, B and C vitamins, triterpenoid saponins, tannins, calcium, potassium and 

selenium [5,6]. Allantoin, as a principal compound identified in comfrey root, activates 

metabolic processes in subcutaneous tissue and stimulates the cell growth resulting in 

epithelization. It also strongly promotes the cell growth in bone cells and connective tissue 

[7].  

In the literature only few papers deal with the extraction of bioactive compounds from 

comfrey root relying mostly on conventional solid/liquid extraction [8-11]. Conventional 

extraction techniques, however, are quite laborious, time- and solvent-consuming. The issues 

encountered in conventional extraction approaches can be overcome by application of modern 

extraction techniques. 

In view of the fact that there is limited information available on the detailed chemical 

composition of comfrey root, present research was focused on the recovery of bioactive 

compounds using supercritical fluid (SFE) and pressurized liquid extraction (PLE). SFE and 

PLE have been compared in terms of their selectivity and efficiency to recover bioactive 

compounds from comfrey root. Major bioactive compounds in comfrey root were identified 

by high-performance liquid chromatography coupled to electro-spray time-of-flight mass 

spectrometry.  
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Experimental 

The commercial samples of dry S. officinale roots were purchased from local healthy food 

retail store in Novi Sad, Serbia. The roots were finely grounded and kept at room temperature 

and darkness until use. 

The PLE experiment was performed in a static mode (1500 psi and 20 min as the pressure and 

extraction time) with 85% ethanol at the temperature of 63°C. The dried comfrey root sample 

(3 g) was mixed with 6 g of sand and loaded into a stainless-steel extraction cell. After that, 

the extraction conditions described above were applied and the extract was collected in vials. 

The residual solvent was evaporated. Dried extract was stored at −20°C and protected from 

light until analysis.  

SFE-CO2 extraction was performed at 40°C in a dynamic mode with CO2 plus ethanol (7%) 

and pressure of 150 bar. For extraction, 5 g of comfrey root powder were mixed with sea 

sand, placed in the extraction cell and pressurized with CO2. The total extraction time was 

established at 120 min for each experiment. The collected extract was concentrated in a water-

bath at 40°C using a rotary evaporator. Dried extract was stored at −20°C and protected from 

light until analysis. 

Chemical profile of bioactive compounds from comfrey root extracts was defined using an 

Agilent 1200-HPLC system (Agilent Technologies, Palo Alto, CA, USA) of the Series Rapid 

Resolution coupled to an electro-spray time-of-flight mass spectrometer (HPLC-ESI-TOF-

MS), previously described by García-Salas et al. [12] with some modifications. 

 

Results and discussion 

Comfrey root extracts obtained by SFE and PLE were characterized by means of HPLC–ESI–

TOF–MS. The compounds were tentatively identified on the basis of their MS spectra and the 

molecular formula provided by the software together with data previously reported in 

literature. The resulting base peak chromatograms of a representative comfrey root extract are 

presented in Figure 1.  

 

 
 

Figure 1. Base Peak chromatogram (BPC) of S. officinale root extracts obtained by: a) PLE 

and b) SFE. Peaks are numbered according to their elution order. 

 

The chromatographic profile of S. officinale extract obtained by PLE (Figure 1a) showed the 

largest number of identified bioactive compounds, while the extract obtained by SFE (Figure 

1b) showed the presence of more non-polar compounds as expected. A total of 23 compounds 

were identified in S. officinale root. Identified compounds belonged to different chemical 
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classes that included organic acids, phenolic compounds (simple phenols and antraquinones), 

and fatty acids and derivatives. 

 

Table 1. Characterized compounds in comfrey root extracts obtained by SFE and PLE using 

HPLC-ESI-TOF-MS. 

Peak 
Retention 

time (min) 

m/z 

experimental 

m/z 

calculated 
(M-H)

-
 Proposed compound 

1 2.01 377.0873 377.0878 C18H17O9 caffeic acid derivative 

2 2.39 191.0195 191.0197 C6H7O7 citric acid 

3 7.53 137.0234 137.0244 C7H5O3 hydroxybenzoic acid 

4 7.92 179.0328 179.035 C9H7O4 caffeic acid 

5 8.72 537.1033 537.1038 C27H21O12 salvianolic acid H/I 

6 9.52 717.1475 717.1461 C36H29O16 salvianolic acid B 

7 9.65 311.0562 311.0561 C17H11O6 

acetyl-monomethyl-

trihydroxy 

antraquinone 

8 10.23 719.1624 719.1618 C36H31O16 sagerinic acid 

9 13.09 329.2329 329.2333 C18H33O5 

trihydroxy-

octadecenoic acid 

isomer 1 

10 13.99 329.2335 329.2333 C18H33O5 

trihydroxy-

octadecenoic acid 

isomer 2 

11 18.55 311.2222 311.2228 C18H31O4 
hydroperoxy-

octadecadienoic acid 

12 19.57 315.2551 315.2541 C18H35O4 dihydroxystearic acid 

13 21.55 295.2283 295.2279 C18H31O3 

hydroxy-

octadecadienoic acid 

isomer 1 

14 22.63 293.2125 293.2122 C18H29O3 
oxo-octadecadienoic 

acid isomer 1 

15 22.84 293.2126 293.2122 C18H29O3 
oxo-octadecadienoic 

acid isomer 2 

16 23.78 293.2125 293.2122 C18H29O3 
oxo-octadecadienoic 

acid isomer 3 

17 25.12 295.2275 295.2279 C18H31O3 

hydroxy-

octadecadienoic acid 

isomer 2 

18 25.58 295.2289 295.2279 C18H31O3 

hydroxy-

octadecadienoic acid 

isomer 3 

19 26.12 295.2271 295.2279 C18H31O3 

hydroxy-

octadecadienoic acid 

isomer 4 

20 30.06 277.2176 277.2173 C18H29O2 linolenic acid isomer 1 

21 30.59 277.2188 277.2173 C18H29O2 linolenic acid isomer 2 

22 32.15 253.2177 253.2173 C16H29O2 palmitoleic acid 

23 33.68 279.2339 279.233 C18H31O2 linoleic acid 
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Conclusion 

The present study aimed to compare extraction of bioactive compounds from comfrey root 

using PLE and SFE for recovery of natural constituents with interest in food, pharmaceutical 

and cosmetic industries. A potent HPLC method coupled to DAD and TOF-MS has been used 

to characterize comfrey root extracts, allowing identification of 23 compounds. The main 

compounds detected in the extracts were identified as phenolic acids (mainly sagerinic acid), 

and fatty acids (especially linolenic and linoleic acid). The application of PLE proved to be 

more advantageous comparing to SFE allowing extraction of wide variety of compounds with 

different polarities within the shortest extraction time. The present study also highlights the 

potential application of S. officinale extracts as a source of diverse bioactive compounds to 

design new functional foods, nutraceuticals and cosmetic products. 
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Abstract 

In this paper we wanted to determine the influence of phosphorus and nitrates in the 

development of Lemna minor L. To achieve this purpose, eight different growth variants were 

proposed, starting from the Hoagland culture medium, where the concentration of these two 

compounds varied. The growth rate in the eight experimental variants, ranges between 150% -

325%, with a minimum in the control sample and a maximum at the highest concentration of 

phosphorus in water. 

 

Introduction 

Duckweed (Lemna minor L.) is a widespread aquatic plant located in lakes, rivers, ponds and 

other bodies of water [1]. L. minor L. belongs to the family Araceae [2], being an aquatic 

(submerged) plant with free (floating) root, consisting of small leaves. The size of the leaves 

is between 0.5-1.0 cm and the root length is about 3.0-4.0 cm. 

This plant has been reported in numerous phytoremediation studies to remove pesticides and 

heavy metals from water [3, 4] and it is therefore important to determine the optimum 

conditions for plant growth in order to ensure the plant material needed for these studies. 

Aquatic plants absorb the organic and inorganic nutrients dissolved in the water column and 

these can be exhausted to the extent that the growth of aquatic plants is limited by nutrients 

[5]. Nitrogen compounds, including nitrates, along with phosphorus, are among the most 

important nutrients in crops, and are limiting factors in ontogenetic plant development. 

Low levels of phosphate limit plant growth in both land and aquatic systems [6], however, 

excess nitrogen compounds and excess phosphorus in an aquatic environment stimulate 

excessive production of algae and phytoplankton, which leads to eutrophication [7, 8], 

therefore it is imperative to know and adapt the amounts of nutrients used in the growth of 

aquatic plants. 

 

Experimental 

Vegetal material and plant development variants 

The plants were collected from a natural environment between March and April and were 

transferred to the laboratory, where they was thoroughly washed with distilled water to 

remove impurities, and then introduced into the Hoagland's culture medium, described by 

Cowgill & Milazzo in 1989 [9]. The Hoagland's culture medium is described in tables 1 and 

2. 
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Table 1. Hoagland's culture medium preparation 

Composition  Preparation stock 

solution 

Quantity used 

1. MgSO4⸱7H2O 24.6 g/100 mL 1.0 ml/L 

2. Ca(NO3)2·4H2O 23.6 g/100 mL 2.3 ml/L 

3. KH2PO4 13.6 g/100 mL 0.5 ml/L 

4. KNO3 10.1 g/100 mL 2.5 ml/L 

5. Micronutrients See below (table 2) 0.5 ml/L 

 

Table 2. Preparation of micronutrients solution 

H3BO3 2.86 g/L 

MnCl2·4H2O 1.82 g/L 

ZnSO4·7H2O 0.22 g/L 

Na2MoO4·2H2O 0.09 g/L 

CuSO4·5H2O 0.09 g/L 

 

Experiments were performed on eight lot, using different reagent quantities (to determine the 

influence of nitrates and phosphorus on plant growth), presented in the Hoagland's culture 

medium, as follows: Lot 1: culture medium in which the phosphorus concentration was varied 

by the addition of 0.25 mL of dihydrogen phosphate; Lot 2: culture medium in which the 

phosphorus concentration was varied by the addition of 0.75 mL of dihydrogen phosphate; 

Lot 3: culture medium in which the phosphorus concentration was varied by the addition of 

1.00 mL of dihydrogen phosphate; Lot 4: culture medium in which the nitrate concentration 

was varied by the addition of 1.20 mL of calcium nitrate and 1.25 mL of potassium nitrate; 

Lot 5: culture medium in which the nitrate concentration was varied by the addition of 3.5 mL 

of calcium nitrate and 3.75 mL of potassium nitrate; Lot 6: culture medium in which the 

nitrate concentration was varied by the addition of 4.6 mL of calcium nitrate and 5 mL of 

potassium nitrate; Lot 7: Hoagland's culture medium, according to tables 1 and 2; Lot 8: 

control sample. For the control sample, water from the natural environment (pond water) 

where the plants was harvested, was used. 

 

Experimental conditions 

Approximately 4 grams of plants were placed in plastic containers containing one of the 

growth variants shown above of size Lxlxh = 20x16x6 cm. The experimental duration was 7 

days at a temperature between 19 °-25 ° C and a day / night cycle of 15/9. The culture media 

described in the above lots, was renewed on day 4 to support the growth rate and to 

compensate the deficiency of water compounds, vital compounds in plant growth. The plants 

were placed in the laboratory at the window leve, exposed directly to sunlight. 
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Calculating the growth rate of plants 

Growth rate is the degree of growth and development of plants, over a period of time. The 

growth rate is calculated according to the initial plant weight used and the weight of the plants 

at the end of the experiments. The resulting value is expressed as a percentage (%). 

 

𝐺𝑟𝑜𝑤𝑡ℎ 𝑟𝑎𝑡𝑒(%) =
final biomass − initial biomass

initial biomass
𝑥100 

 

 Results and discussion 

All experiments data, presented in the present paper represent the average of three samples. 

In the following tables, the growth and development of plants at different concentrations of 

macro-nutrients and in particular of phosphorus and nitrogen compounds was pursued.  

Interpreting the tables below, it can be observed the decisive influence of phosphorus on the 

rate of plant growth. The baseline recipe shows a 275% plant growth in the presence of 16 

mg/L phosphorus and 369 mg/L nitrated in water (lot 7). Comparing lots 1, 2, 3 and 7, in 

which the phosphorus concentration in water varied (the rest of the elements remained 

approximately unchanged), the highest increase was found in lot 3 (at the highest 

concentration of phosphorus: 26.0 mg/L), the increase being 325%. 

For lots 4, 5, 6 and 7 in which the nitrate concentration varied (the rest of the elements 

remained approximately unchanged), it can be said that their influence in the water is quite 

small, the growth rates being in the range of 200-275% with a maximum increase in the 

nitrate concentration in water of 369 mg/L. The lowest values of the growth rate (200% - lot 5 

and 225% - lot 6) are observed at 644 mg/L and 846 mg/L nitrate respectively, whereby high 

concentrations of nitrates inhibit ontogenetic development of plants. 

The control sample (lot 8), differs from the rest of the growth variants by the lowest 

proliferation of plants, with a growth rate of only 150%, demonstrating the influence and 

importance of micro and macro-nutrients and, in particular, of phosphorus compounds and 

nitrogen for an accelerated development of aquatic plants, especially Lemna minor L. 

 

Table 1. Modified culture medium (with 0.25 mL dihydrogen phosphate) (lot 1) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

8,2 8,00 0,247 412 0,096 4  11  

Growth rate (%)=175 

 

Table 2. Modified culture medium (with 0.75 mL of dihydrogen phosphate) (lot 2) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

7,9 22,0 0,241 388 0,080 4  15  

Growth rate (%)= 275 

 

Table 3. Modified culture medium (with 1 mL dihydrogen phosphate) (lot 3) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

7,8 26,0 0,223 370 0,094 4  17  

Growth rate (%)= 325  
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Regarding the influence of pH on plant growth (in the above mentioned variants, a pH 

between 6.6-8.8 was determined), this is not a limiting factor according to the literature, in 

which many authors reported that the duckweed species resist at a wide range of pH, within 

the range 3.5-10 [4]. 

 

Table 4. Modified culture medium (with 1.2 mL of calcium nitrate and 1.25 mL of potassium 

nitrate) (lot 4) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

8,1 14,0 0,226 203 0,065 4  14  

Growth rate (%)=250  

 

Table 5. Modified culture medium (with 3.5 mL of calcium nitrate and 3.75 mL of potassium 

nitrate) (lot 5) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

8,0 15,0 0,201 644 0,262 4  12  

Growth rate (%)=200 

 

Table 6. Modified culture medium (with 4.6 mL of calcium nitrate and 5 mL of potassium 

nitrate) (lot 6) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

7,9 16,0 0,196 846 0,116 4  13  

Growth rate (%)= 225 

 

Table 7. Hoagland's culture medium (lot 7) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

6,6 16,0 <0,025 369 <0,024 4  15 

Growth rate (%)= 275 

 

Table 8. Control sample - pond water (lot 8) 
pH Phosphorus 

(mg/L) 

Ammonium 

(mg/L) 

Nitrates 

(mg/L) 

Nitrites 

(mg/L) 

Initial weight 

(g) 

Final weight 

(g) 

8,8 <0,017 <0,025 <0,074 <0,024 4 10  

Growth rate (%)= 150 

 

 
Figure 1. Synthetic presentation of growth rates after 7 days 

 

175% 
275% 325% 

250% 200% 225% 275% 
150% 

0%

200%

400%

Lot 1 Lot 2 Lot 3 Lot 4 Lot 5 Lot 6 Lot 7 Lot 8

G
ro

w
th

 r
a

te
 (

%
) 

Growth rate-7 days 



 
24th International Symposium on Analytical and Environmental Problems 

178 

Figure 1 shows the growth of the plant Lemna minor L., from which we can see that the 

greatest development of the plants we have in the lot number 3, and the lowest in the lot with 

number 8, the latter being control sample. 

 

For the highest growth rates, ranging from 275% to 325%, the optimal conditions for 

growth/development of Lemna minor L. in terms of nutrient content in water are defined 

(Table 9). 

 

 

Table 9. Optimum conditions for the development of the Lemna minor L. plant, in terms of 

nutrient content 
pH Phosphorus (mg/L) Ammonium 

(mg/L) 

Nitrates (mg/L) Nitrites (mg/L) 

6,6 - 7,9 16,0 -26,0 0,025- 0,241 approx. 369 0,024 -0,094 

 

Conclusion 

In experiments on the variation of the phosphorus concentration in water, it can be seen that 

the highest proliferation of the plant, of 325%, is in the presence of phosphorus concentration 

in the water of 26.0 mg/L. 

In experiments in which nitrate concentration varied, we can mention that the maximum 

growth rate (275%) is observed at water nitrate concentrations of 369 mg/L. 

High concentrations of phosphorus lead to plant proliferation, while high concentrations of 

nitrates inhibit their growth. 

In the presented above, it is found that the greatest influence on the growth rate of Lemna 

minor L. is phosphorus, followed by nitrogen compounds, from where it results, in studies in 

which multiplication of the plant is desired, this aspect must be taken into account. 
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Abstract 
The use of chitosan is a promising alternative; it can be applied in many fields based on its 

biological activity and easy-to-obtain procedures. Such it was used in agriculture, 

environmental protection, pharmaceutical and biomedical applications. The fungicidal activity 

of the chitosan against Fusarium graminearum, Penicillium chrysogenum and Aspergillus 

orizae were done by using the plate growth rate method. 

Key words: chitosan, fungicidal activity 

 

Introduction 
Chitosan; a linear polysaccharide is the second most abundant polysaccharide found in nature 

after cellulose. Chitosan has been found to be non-toxic, biodegradable, biofunctional, 

biocompatible and was reported by several researchers to have strong antimicrobial and 

antifungal activities [1, 2]. 

Chitosan possesses three types of reactive functional groups: an amino group at the C-2 

position of each deacetylated unit, as well as primary and secondary hydroxyl groups at the C-

6 and C-3 positions, respectively, of each repeat unit (Figure 1) [3]. 

 

 

 

 

 

 

 

 

Figure 1. The structure of chitosan 

 

Fresh vegetables and fruits with good quality have benefits for the health of human body due 

to their good flavor, and the contents in nutrients [4]. The safety of vegetables and fruits is 

related to its high decay rate and short shelf life period.  The rot of vegetables and fruits could 

be observed because the loss of nutrients and the infection of microorganism during storage. 

Chitosan can inhibit several plant diseases because it has a fungicidal effect against various 

fungi. The article demonstrations that the aqueous acid solutions of chitosan presented 

fungicidal activity against different fungi species as follow: Fusarium graminearum - ATCC
 

46779m, Penicillium chrysogenum ATCC 9179 and Aspergillus orizae ATCC 10124.  

Material and Methods 
The chitosan solution was prepared in 2 % (v/v) acetic solution acid. This solution has been 

preserved at 37°C to maintain its fluidity. The solution of chitosan was prepared by weighing 

0.5 grams of low molecular weight chitosan and adding to 100 ml of 2% acetic acid solution 

(2 ml of glacial acetic acid was added to 98 ml of distilled water). 

mailto:apopa_ro@yahoo.com
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The Erlenmayer containing the solution of chitosan acetic acid was sonicated for 2 hours for 

the complete dissolution of chitosan. 

The antifungal activity of this chitosan acid aqueous solution was tested on strains of different 

fungi species as follow: Fusarium graminearum - ATCC
 
46779m, Penicillium chrysogenum 

ATCC 9179 and Aspergillus orizae ATCC 10124.  

These standard fungi cultures were maintained in laboratory conditions, at 4°C, in tubes with 

yeast glucose agar (CYGA). From these species were obtained active cultures by inoculation 

on Petri dishes with melted chloramphenicol yeast glucose agar (CYGA). Antifungal tests 

against Fusarium graminearum (ATCC
 
46779m), Penicillium chrysogenum (ATCC 9179) 

and Aspergillus orizae (ATCC 10124) were performed by using the plate growth rate method 

[5-7]. 

Into each Petri plate was aseptically introduced 1 ml from the chitosan acid aqueous solution 

and after was added 15 ml of chloramphenicol yeast glucose agar (CYGA). The content of 

Petri plates was gently swirled to achieve uniform mixing of the content. The final 

concentration of the chitosan in each Petri plates was 0.33%. In the control plates was poured 

only 15 ml of chloramphenicol yeast glucose agar. After the solidification of the media discs 

with 5 mm diameter were extracted. Also inoculum discs of the test fungus species were 

obtained from the original cultures and these were inoculated on the solidified media. 

In each plate were inoculated three inoculums discs. The plates were incubated at 25 + 2°C 

and after seven days the radial growth of mycelium was measured. The results were compared 

with negative control. The mean of three readings was taken for calculations using equation: 

Antifungal activity (%) = (Dc − Ds) / Dc) × 100 ; [5] 

Where: Dc is the diameter of growth in control plate and Ds is the diameter of growth in the 

plate containing tested antifungal agent 
 

Results and discussion 
The FTIR spectra of chitosan is presented in Figure 1. 

 

 

 

 

 

 

 

 

 

 

Figure 2. FTIR spectrum of Chitosan 
 

The FTIR spectra shows characteristic absorption bands at approximately 1666 has been 

assigned as the –NH bending of NH2 group and at 3442 cm
-1

 has been assigned as the 

hydroxyl group. At 1371 cm
-1

 has been assigned as amide band. The skeletal vibrations 

involving the C-O-C stretching band was observed at 1074 cm
-1

. 

In the prezent article the elemental composition of chitosan was confirmed by energy 

dispersive analysis of X-rays (EDAX), see Figure 3.  

  



 
24th International Symposium on Analytical and Environmental Problems 

181 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 3. EDAX image for Chitosan 
 

The results of the chitosan acid aqueous solutions on the fungi speies tested are presented in 

Table 1. 

Table 1. Antifungal activity of chitosan acid aqueous solution 
 

Fungi specie 

Diameter of grow (mm) 
Antifungal 

activity (%) 
Control Chitosan 

1 2 3 M 1 2 3 M 

Fusarium graminearum 48 40 35 41 0 0 0 0 100 

Penicillium chrysogenum 18 20 20 19.3 0 0 0 0 100 

Aspergillus orizae 20 20 20 20 0 0 0 0 100 
 

The efficacy of chitosan acid aqueous solution was 100% against all the fungi species tested. 

In Figure 4 are presented results with Fusarium graminearum of control sample (M) and 

sample with chitosan. 

  

Figure 4. Images of the Fusarium graminearum (sample M and sample with chitosan) 
 

Our results could be compared with others studies but there are not uniformity between these 

results due to different types of chitosan tested [8].  

The effect of chitosan on fungal cell walls is dependanted on the concentration, degree of 

acetylation and the pH. In a study on cultures of Rizhopus solani was observed that the fungus 

germination decreased with increasing the chitosan concentration in the medium. When the 

inhibition process occurs, the medium became alkalin and this reduces the effectiveness of the 

chitosan [9].  

Inhibition rate in order of 80% against plant fungus such as Phomopsis asparagi and as high as 95% 

against Fusarium oxysporum, Cucumernum owen, Rhizoctonia solani and Fusarium oxysporum 

have been, however, known to occur with low chitosan concentration (20-150 mg
.
L-1) [10].  
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The inhibitory effect of chitosan depends also on the type of solvent. The best effect had 

chitosan dissolved in lactic acid compared to dissolve in formic acid and acetic acid [11]. 
 

Conclusion 
The article shows the results of fungicidal activity of aqueous acid solutions of chitosan. This 

acid aqueous solution of chitosan had a good fungicidal activity against all the fungi species 

tested. Procedure of using of the aqueous acid solutions of chitosan as biopesticides is very 

effective and eco-friendly for the reason that, it is no-toxic, biodegradable and biocompatible. 

Much of study is still to be done in the field of biochemical mode of action of chitosan against 

fungi. 
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Abstract 

The assessment of the quality of water for irrigation in the Republic of Serbia is carried out 

using the traditional classifications by Stebler, Neiggebauer and the classification of the US 

Laboratory for saline soils and by the more recent FAO and RSC classifications. In twenty 

selected locations in the area of Pomoravlje area in 2016, samples of irrigation water were 

sampled within the existing irrigation systems or at the locations of agricultural areas where 

the installation of irrigation systems is planned.  

The following parameters were analyzed in the samples: pH value-potentiometric;      EC-

electroconductivity-electrochemical; dry residue-thermogravimetric; ionic balance: CO3
2-

; 

HCO3
-
; Cl

- 
-volumetric. The acid-available fraction of heavy metals and other microelements 

(As, B, Cd, Cr, Cu, Fe, Ni, Pb, Zn) and SO4
2-

; Ca
2+

; Mg
2+

 preparation and reading on the ICP-

OES method EPA 200.7; Content K 
+
, Na

+
 -plamenephotometric; SAR (Sodium Adsorpcio 

Ratio)-calculating. The above analyzes were carried out to evaluate the above classifications. 

In all tested samples, the content of heavy metals and the tested microelements was within the 

limits of maximum permissible concentrations. Modern classifications require more detailed 

analysis of the chemical properties of the tested parameters than traditional ones, while they 

provide a more complex approach to the assessment of the usability of water and they should 

have priority in the application. 

 

Key words: Irrigation, water, quality, classifications 

 

Introduction 

The sustainability of water resources depends to a large extent on the proper management and 

efficient use of available water resources. The testing of groundwater quality has become 

indispensable especially in developing countries where there is a growing shortage of surface 

waters [8]. In addition to the basic purpose, which allows the survival of life on earth, the use 

of water for agricultural purposes, primarily irrigation, is certainly invaluable. Irrigation aims 

to meet the ever-growing needs for food due to population growth [1]. Given that in many 

areas of the world [11] without irrigation, agricultural production would not be possible, it is 

necessary to pay special attention to the available water resources both on quantity and on 

their quality. Inadequate water quality for irrigation can significantly reduce the expected 

economic yield of agricultural production [4, 19]. Water quality is a element used to describe 

the physical, chemical and biological parameters of water characteristics and defines the 

suitability for a specific purpose and used in the decision-making process [7]. Water of 

inadequate quality can affect the salinization, alkalization and deterioration of water-physical 

soil properties. It is very important to estimate the risk of salinization of springs for irrigation 

of any agricultural area in order to maximize the yield of cultivated crops [18]. There are 

traditional and modern methods and classifications for assessing the quality of water for 

irrigation. None of them can be considered absolutely applicable to all conditions in plant 

production [16].  
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Description of the field of research and methodology of sampling 

The Pomoravlje Administrative District, where research was conducted in 2016, ranges from 

43
o
43'-44

o
19's north latitude and from 20

o
 to 21

o
50's east longitude. The irrigation water 

sampling site coordinates are presented together with results of the analyzes in Table 1. At the 

sites where research was conducted, the drip irrigation system is applied at nine locations; in 

eight places plants are irrigated by artificial rain, and within the three parcels it is planned to 

use some of the irrigation methods in the following period. Water samples used for irrigation 

were taken from the well at eighteen locations, while from natural sources, river, water were 

sampled at two locations. Sampling was conducted in accordance with the procedure 

documented in the professional literature.  

 

Research methods 

In the irrigation water samples, the following parameters are determined: pH-potentiometric 

(SRPS H.Z1.111: 1987) [12], electrical conductivity (EC) - (SRPS EN 27888: 1993) - 

electrometric [5]; the total dissolved solids content (TDS) - gravimetric [9]; CO3
2-

; HCO3
-
; Cl-

volumetric, K
+
; Na

+
 - plamenfotometric (APHA) [2]. The content of heavy metals and other 

toxic elements (As, B, Cd, Cr, Cu, Fe, Ni, Pb, Zn) and SO4
2-

; Ca
2+

; Mg
2+

 are determined by 

EPA method 200.7, [13] on the ICAP 6300 ICP optical emission spectrometer (ICP-OES); 

(SAR) - calculating [17]. 

 

Results and discussion 

In relation to the Stebler classification, based on the estimation of the irrigation coefficient 

detrmined by the content of Na
+
, Cl

-
, SO4

2-
, all the tested irrigation water samples are of good 

quality, which means that it can be used without special measures to prevent the accumulation 

of harmful salts in the soil. Based on the Neiggebauer classification [14], which takes into 

account the total amount of salt in irrigation water in interaction with the concentration of Na
+
 

with Ca
2+

 and Mg
2+

, the tested samples, 88.5% belong to the Ia class, in which the dry residue 

is smaller of 700 mg l
-1

, and the ratio (Ca+ Mg) : ( Na+ K) is > 3 and 11.5%, Ib class, where 

the dry residue is less than 700 mg l
-1

, and the ratio (Ca+Mg): >3. These are impeccable water 

with ameliorative characteristics of flushing salt marsh. 

Experts from the University of Riverside, USA [6] made the largest contribution to the study 

of irrigation water quality and its classification as regards the benefits of irrigation of 

agricultural crops, and it is applied worldwide. The basis for assessing the method is EC and 

SAR. In the tested water samples for irrigation, the C1-S1 class belongs to 7.7% of the tested 

samples with characteristic that EC≤0.250 dS m
-1

; SAR 0-10. These are waters where there is 

a small risk of dredging / alkalization, or water suitable for irrigation. 69.2% of the tested 

samples belong to the Class C2-S1 class of water, in which the EC values range from 0.250 to 

0.750 dS m
-1

 and can be used for irrigation of plants with a mean salt tolerance. The 

remaining 23.1% of the tested samples belongs to the class C3-S1, in which the EC values 

range from 0.750 to 2.250 dS m
-1

, and their use requires the application of special measures in 

the prevention of soil depletion. 

Modified FAO classification [3], analyzes in detail the influence of dissolved salt in irrigation 

water and its impact on the water-physical properties of the soil, primarily on infiltration. It 

takes into account the risk of sedimentation, based on the amount of electrical conductivity 

(EC) and salt concentration in the test sample (TDS). 

Table 1 shows the values of the parameters on the basis of which the irrigation water samples 

were estimated in relation to the above classification. It was found that 65.4% of the samples 

belong to the class of drinking water and irrigation (EC <0.7 dS m
-1

, TDS <500 mg l
-1

) and 

34.6% water class for irrigation (EC: 0.7-2 dS m
-1

;TDS 500-1500 mg l
-1

). An additional 

estimate using the possible influence of some elements dissolved in irrigation water, 
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analyzing Na
+
 effects through different relationships with other tested substances (Na2CO3) 

was determined on the basis of the RSC-Residual Sodium Carbonate classification [10]. 

Based on this classification, 92.3% of the tested irrigation water samples belong to the class 

of good water (RSC <1.25) and 7.7% water class at the usability limit (RSC = 1.25-2.50). 

The obtained values of the content of the studied microelements and heavy metals are 

presented in Table 1. The interpretation was prepared on the basis of the limit values in the 

Ordinance on the permitted quantities of hazardous and harmful substances in soil and 

irrigation water [15] and by the data from literature [3] (*). 

The content of trace elements and heavy metals in irrigation water samples in all tested 

irrigation water samples was below the maximum permissible concentration (MAC). 

 

Table 1. Chemical and physical properties of water samples for irrigation 

 
bdl-belov detection limit 

 

N-Classification Neiggebauer [14]; US- Classification Laboratory for saline soil University Riverside[6] 

Figure 3. Representation of tested samples according to the 

classifications of irrigation water 

  

As B Cd Cr Cu Fe Ni Pb Zn

X Y

1 518133 4867123 7.00 0.99 850 0.58 bdl 0.0772 bdl 0.001 0.006 0.0544 0.0021 0.0013 0.0198

2 522588 4868034 7.10 0.72 550 0.37 bdl bdl bdl 0.0047 0.0068 bdl 0.0026 bdl 0.3372

3 507682 4855615 7.50 0.56 500 0.37 bdl bdl bdl 0.0013 0.0126 bdl 0.0001 0.0012 0.141

4 519887 4866458 7.30 0.85 640 0.42 bdl bdl bdl 0.0254 0.0599 bdl bdl 0.0078 0.0544

5 510021 4854678 7.40 0.57 570 0.58 bdl 0.0128 bdl 0.0019 0.0058 bdl 0.009 0.0023 bdl

6 529462 4867180 8.10 0.63 480 0.52 bdl 0.0213 bdl 0.0008 0.0072 bdl 0.0007  bdl bdl

7 509624 4856500 8.40 1.12 920 0.48 bdl 0.0939 bdl 0.0038 0.0101 bdl 0.0053 0.0047 0.0044

8 532709 4861037 7.20 0.68 450 0.47 bdl bdl bdl 0.0015 0.0052 bdl bdl 0.0051 0.0269

9 533345 4868033 7.10 1.4 110 0.63 bdl bdl bdl 0.0017 0.0059 bdl 0.0003 0.0003 bdl

10 532788 4870253 7.10 1.12 120 0.45 bdl bdl bdl 0.0139 0.0311 bdl 0.0047 0.0038 0.0401

11 542816 4881028 7.25 0.54 360 0.65 bdl bdl bdl 0.0005 0.0204 bdl 0.0404 0.0022 0.5134

12 542482 4883901 7.15 0.42 330 0.69 bdl bdl bdl 0.001 0.0121 bdl bdl 0.0059 0.017

13 530215 4887712 7.20 0.21 180 0.45 bdl bdl bdl 0.0013 0.0069 bdl bdl bdl bdl

14 528908 4886074 7.50 0.52 410 0.95 bdl bdl bdl 0.0008 0.0073 bdl bdl 0.0046 bdl

15 515990 4896413 7.20 0.47 400 0.4 bdl bdl bdl 0.0019 0.0084 bdl 0.0006 bdl 0.0117

16 531727 4852202 7.40 0.56 50 0.49 bdl bdl bdl 0.0006 0.0065 bdl 0.0081 0.0073 bdl

17 530419 4856321 7.40 0.36 310 0.36 bdl bdl bdl 0.0011 0.0418 0.0348 0.0001 0.0049 bdl

18 517732 4898714 7.60 0.39 330 0.37 bdl bdl bdl 0.0009 0.0306 bdl 0.001 bdl bdl

19 515714 4896532 7.30 0.72 630 0.31 bdl bdl bdl 0.0021 0.0063 bdl 0.0001 bdl 0.0365

20 533811 4851397 7.40 0.62 570 0.36 bdl bdl bdl 0.0111 0.0067 bdl 0.0053 0.0057 bdl

 to to to to to to to to to

0.05 1.00 0.01 0.50 0.10 5* 0.10 0.10 1.00
MAC

 (mg l
-1
)

TDS        

(mg l
-1
)

N
o

Coordinate
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Conclusion 

Based on the obtained and analyzed results of the quality study of irrigation water, it can be 

concluded that water from sampling sites can be used without  restrictions to irrigate 

cultivated crops and there is no risk to have a negative impact on the structure of the soil on 

which it is applied. Nevertheless, the tests should be carried out periodically irrigation water 

and soil in order to prevent the creation of a rupture and breakdown of the structure. 
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Abstract  

The maximum water volume fraction absorbed by membrane based on Pt(II)-

5,10,15,20-tetra(4-methoxy-phenyl)-porphyrin (PtTMeOPP) in poly(vinyl)chloride (PVC) 

matrix applied on iron substrate is 0.3 % and the permeability is 7.6×10
−12

m
2
 s

−1
. After 24 h 

immersion in the 0.5 M 4-morpholinoethanesulfonic acid (MES) solution of pH = 5.5, the 

Nyquist representation of impedance data shows diffusion into the membrane of electrolytes 

from the buffer solution, causing a decrease of the membrane electric resistance, but no 

delamination was observed for immersion longer than 48 h. Furthermore, the coating 

resistance is still close to ~16000 ohm.cm
−2

 after 25 hours. This recommends this membrane 

as good material in potentiometric sensors design. 

 

Introduction 

The incorporation of compounds with special recognition properties (i.e porphyrins 

and metalloporphyrins) in common polymers allowed the obtaining of membranes with 

tailored properties [1]. Structural features and the functionalization possibility recommend 

porphyrin derivatives as good and sensitive compounds for sensors design (to recognize ions, 

neutral molecules and biologically active substances). Platinum-porphyrins were reported in 

oxygen detection [2-5], anions determination (perchlorate, iodide) [6-9] and alcohol sensing 

[10].  

In membrane preparation, barrier properties against water and ionic species present in 

solution are important and can define if the membrane can facilitate the migration of ions 

through the electrode coating and if a certain membrane can act as a sensitive material for 

analytes detection. Electrochemical characterization of PVC-PtTMeOPP porphyrin–

membrane is presented in this paper. 

 

Experimental 

Reagents. Poly(vinyl)chloride (PVC), o-nitrophenyloctylether (NPOE), tetrahydrofurane 

(THF) were purchased from Fluka and Merck. All reagents (salts, acids and bases) were of 

purum analyticum grade. Double distilled water was used. The synthesis of PtTMeOPP was 

already reported by our group [9].  

Electrode Membrane Preparation. The studied membranes have the composition 1% 

metallophorphyrin, 33% PVC, 66% NPOE (plasticizer) and the appropriate amount of THF 

was added under stirring to obtain a transparent solution, that was deposited onto a glass 

plate. The solvent was slowly evaporated at room temperature and a flexible membrane was 

obtained. A circular membrane of 8 mm diameter was cut and sticked on the Fluka electrode 

body (inox electrode with an active surface equal to 0.785 cm
2
) by THF.  

Apparatus and Electrodes. Autolab 302N EcoChemie equipped with the FRA2 impedance 

module were used for Electrochemical Impedance Spectroscopy (EIS) investigations, 
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performed at room temperature in a conventional three-electrode cell, equipped with two 

stainless steel counter electrodes and Ag/AgCl as reference electrode. The sinusoidal potential 

amplitude was 10 mV and the tested frequency range was in the range from 0.1 Hz to 100 

kHz.  

The performance of membrane was investigated by measuring impedance in the 

frequency range at different immersion times in in 4-morpholinoethanesulfonic acid (MES) 

solution at pH = 5.5. The experimental data were fitted to the equivalent electrical circuit by a 

complex non-linear least squares method, using the ZView software - Scribner Associates 

Inc., Southern Pines, North Carolina, USA and Solartron Analitical , Oak Ridge, Tennessee, 

USA.  

 

Results and discussion 

The PtTMeOPP compound was obtained with a yield over 88% as brownish crystals 

after metalation of the porphyrin base, 5,10,15,20-tetra(4-methoxy-phenyl)-porphyrin, with 

large excess of PtCl2(PhCN)2 in the presence of CH3COONa x 3H2O [9]. The 

metalloporphyrin was further characterized by UV-vis spectroscopy in different solvents, by 

FT-IR and 
1
H-NMR to confirm the structure. 

The UV-vis spectra of 10
-5

M Pt-TMeOPP in various solvents: chlorobenzene, 

dichloromethane, THF, DMF and DMSO, presented in the order of increasing polarity, show 

that the solvent with the lowest polarity generates the spectrum with the highest intensity of 

absorption and with the highest red shift of both Soret and Q bands (Figure 2, Table 1). 

 
Figure 2. Overlapped UV-vis spectra of Pt-TMeOPP in various solvents (increasing 

polarity):  

1-chlorobenzene, 2-dichloromethane; 3-THF; 4-DMF; 5-DMSO 

 

Table 1: UV-vis parameters compared for Pt-TMeOPP in various solvents by increasing 

polarity: 
Solvent Soret Q Q 

λ  [nm] I [u.a.] λ [nm] I [u.a.] λ [nm] I [u.a.] 

chlorobenzene 409 3.062 513 0.398 596 0.1049 

CH2Cl2 406 2.653 511 0.262 595 0.021 

THF 405 2.462 511 0.304 593 0.071 

DMF 407 1.613 511 0.301 593 0.122 

DMSO 408 1.384 511 0.307 - - 

Electrochemical Characterization of the membranes. The Nyquist and the Bode diagrams 

recorded during immersion in MES solution are presented in Figure 5 and are similar with 

those reported in [9]. The Nyquist diagrams present one large semicircle followed by one 

more flat semicircle in low frequency region (Figure 5a). The modulus and the phase angle 

for the membrane during immersion presented in Figure 5b show a well-defined time constant 

at lower frequencies and a second incomplete peak at higher frequencies arising from 
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diffusion phenomena. The experimental data were fitted to the equivalent electrical circuit 

(EEC) presented in Figure 5c. 
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Figure 5. Nyquist (a) and Bode (b) diagrams in case of membrane at OCP in MES 

buffer solution, pH= 5.5 and schematic representation of the electric equivalent 

circuit for EIS data and a simulation example of Nyquist and Bode diagrams with the 

suggested model for 15 min. immersion time of the membrane (c). 

 

The EEC includes the resistance of electrolyte Rs, in series with a parallel connexion of 

capacitance C1 (representing the charge/discharge process that occurs at the 

substrate/electrolyte interface) and the polarization resistance R1. The concentration gradient 

appears as a result of ions transportation between the bulk and the interface and C2 was used 

to model the diffusion phenomena. Constant phase element (CPE) was introduced to represent 

the double layer capacitance, for the reason of non-ideal behaviour. The impedance of a CPE 

can be expressed by ZCPE = [T(jω)
n
]

−1
, where ω is the frequency, T is the CPE magnitude and 

the exponent n is between 0 and 1. The incertitude of parameters for the simulation is not 

higher than 16 % and the circuit was considered to model well the experimental data. 

The film capacitance C1 increases, and the resistance R1 decreases with immersion 

time describing the penetration of water throw the pores and the swelling process of the 

membrane and possible formation of some ionically conducting paths across the membrane 

(Figure 6). The polarization resistance R1 decreases with increasing immersion time. The 
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observed R1 values are situated around 16000 ohm.cm
−2

 after 25 hours of immersion and 

show a good integrity of this membrane. A slightly decrease of the diffusion capacitance C2 

(from 4.3x10
-5 

F.cm
-2

 in the first moment of immersion to 2.6x10
-5 

F.cm
-2

) becomes visible 

due to the low number of ions involved in diffusion process as the membrane became more 

swelled. 
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Figure 6. Variation of R1 and C1 with immersion time at OCP  

in MES buffer solution (pH= 5.5). 

 

To estimate the volume fraction of water in membrane a uniform distribution of water 

was assumed. Relation (1) was used to calculate the water uptake of the membrane using the 

capacity obtained from EIS data (Ct at time t, C0 at t = 0) and the dielectric constant of water 

(ε H2O = 80). The maximum water uptake was ~0.3%. The diffusion coefficient of water (D) 

was calculated with the half-life method, relation (2), where t0.5 is the time when the water 

fraction reaches a half of the saturation value and l is the coating thickness [12]. The 

permeability, P of the coating is the product of the diffusion coefficient and the solubility, 

relation (3). The solubility of water in coatings was derived from the water volume fraction at 

saturation (Ws) and water density (ρw).   

In Figure 6 the increase of the absorption of water and the decrease of Rf in time 

reveal that the water saturation is reached after 25 hours and the data emphasized the 

necessity to introduce a membrane conditioning step, before the any use in detection. 

 
80log

/log 0CC
W t    (1)           

5.0

2404919.0

t

lx
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For a 180 micron membrane the calculated diffusion coefficient is D = 5.03 × 10
-11

 ± 

0.22 m
2
 s

−1
 and the permeability is P= 1.45x10

-7
 kg m

−1
 s

−1
. It was observed a considerably 

decreases of W by incorporation of Pt-TMeOPP salt, a lipophilic compound in plasticized or 

unplasticised PVC. The obtained value of the diffusion coefficient is close to the reported 

value for other PVC membrane (1.3x10
-7

cm
2
.s

-1
) [13]. 

The values of the diffusion coefficient and the solubility are relatively comparable to 

some epoxy coatings where a diffusion coefficient close to 10
−11 

m
2
.s

-1
 and a water solubility 

value of about 40 kg m
−3

 was reported [14]. 

 

Conclusion 

A Pt(II)-metalloporphyrin is characterized by UV-vis, FT-IR and 
1
H-NMR and the 

electrochemical characterization of PVC- PtTMeOPP porphyrin–membrane is presented. The 

EIS estimation of the water uptake of membrane at saturation was possible for the prepared 

membranes applied on an electrochemically inert material (inox) in MES. On this electrode 
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no corrosion reaction was observed after the saturation process. The maximum volume 

fraction of the adsorbed water determined was 0.29±0.015, reached after ~1600 min. The 

electrical resistance of the membrane decreased with the increasing of the water absorption.  

The diffusion coefficient is D = 5.03 × 10
-11

 ± 0.22 m
2
 s

−1
 and the permeability is P= 1.45x10

-

7
 kg m

−1
 s

−1
. 
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Abstract 

We performed the “bottom-up” synthesis of N–doped CQDs via swift and easy one–step 

microwave–assisted method. The percentage of bound nitrogen in this short amount of time 

was about 11 at% in the form of pyrridinc/NH2, pyrrolic–N and graphitic–N. The synthesized 

N–doped CQDs showed good photocatalytic activiti in organic dyes degradation after only 30 

min of expoisure to the visible light. 

 

Introduction 

The water polution is one of the major problem of today. Industries discharge waste matter, 

containing organic dyes, into natural water resources without any treatment [1]. These organic 

dyes, such as rose bengal (RB) and methylene blue (MB) are extrimely genotoxic, mutagenic 

and cytotoxic [2–6]. So far, various semiconductor materials have been used as photocatalysts 

for the removal of different dyes from aqueous solutions. Different parameters affect the rate 

of the dye degradation, such as pH, concentration and light intensity [1]. Here we performed 

the photocatalytic degradation of RB and MB in the presence of visible light. 

 

Experimental 

Synthesis of N–CQDs was performed from water solution of glucose in the presence of 

ammonia hydroxide (NH4OH, 25%). Aqueous solution were irradiated in closed−vessel 

system of CEM Discover BenchMate single mode microwave reactor for only 1 minute, at 

fixed temperature (100 °C) and power (100 W, 200 W). After synthesis, the samples were 

dialized for 5 days and filtrated through filters from 450 nm to 10 nm. For the photocatalytic 

activity study, the N–CQD100 or N–CQD200 samples were dispersed in RB (0.03 mM) and MB 

(0.03M) water solutions and treated under visible light at different condditions. 

 

Results and discussion 

The Atomic force microscopy (AFM) was used for analysis of morphology and structure of 

synthesized N–CQDs (Fig 1.) showing that samples (N–CQD100 and N–CQD200) have good 

morphology with spherical like shapes. Taking into account the anomalies related to 

measurements of particles thickness [7] and diameter [8] we calculated the real particle 

diameter distribution by analysing 100 dots for each sample. The measured real particle 

diameters were in the range from 5 to 30 nm. 
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Figure 1. Top view AFM images of N–CQD100 (left) and N–CQD200 (right) samples. 

 

Chemical analysis of the synthesized N–CQDs was performed with XPS measurements 

(Table 1). From the XPS results, we noticed that with increase in applied MW power there is 

the increase in C sp
3
 comparing to the sp

2
 domains. These results suggest that synthesized 

quantum dots are carbon nanodots consisting of sp
2
 carbon domains in sp

3 
carbon matrix. The 

XPS analysis also showed incorporation of relatively high atomic percentage (at%) up to 10 

to 11 at% approximately, of N containing groups in the samples. The highest noticed N at% 

was in the form of pyridinic/NH2. The detail analysis of the XPS spectra is presented in Table 

1. 

 

Table 1. Detail XPS analysis of the N–CQDs samples. 
           Sample N–CQD100          Sample N–CQD200 

Name Peak BE (eV) Atomic % Peak BE (eV) Atomic % 

C1s sp
2
 284.5 18.9 284.5 18.8 

C1s sp
3 

285.1 22.7 285.1 28.2 

N1s pyrrolic 400.4 23.4 400.4 20.8 

N1s  pyridinic/NH2 399.4 64.6 399.4 69.3 

N1s graphitic/NH3+ 401.7 12.0 401.6 9.8 

 

Photo degradation rate of RB and MB under visible light was examined by changing the 

catalyst concentration (0.25 mg/ml and 1 mg/ml) and irradiation time (30 min to 24h). Fig. 2 

presents the photodegradation rate of RB (%) depending on catalyst concentration and 

irradiation time. From Fig 2 it can be seen that the degradation rate increases with increase in 

the catalyst concentration from 72–78 % at lower concentration to 92–93 % at higher catalyst 

concentration. The influence of the irradiation time was the most obvious after 30 min of 

exposure to the visible light while further prolongation of irradiation time did not had any 

significant effect on the dye degradation rate. 
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Fig 2. The dye degradation rate of RB (%) depending on the catalyst concentration of 0.25 

mg/ml (left) and 1 mg/ml (right) and  irradiation time (from 30 to 720 min). 

 

Fig 3. presents the degradation rate of MB (%) after 4h and 24h of the exposure to the visible 

light.  

 

 
Fig 3. MB degradation rate (%) depending on irradiation time. 

 

Here can be seen that the degradation rate is smaller comparing to the results obtained for RB 

degradation. After 4h of exposure to the visible light almost 50 to 70% of MB remain in the 
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samples, while after 24h of exposure the degradation rate was up to 70 to 80%. Smaller 

concentrations than 1 mg/ml were not examined since at this catalyst concentration results 

showed that at least 24h are necessary for significant degradation. 

 

Conclusion 

Here we demonstrated fast and easy one–step microwave assisted synthesis of N–doped 

carbon quantum dots with approximately 10–11 % of attached nitrogen. The photocatalytic 

activity of synthesized N–doped CQDs as catalyst was examined on the RB and MB toxic 

organic dyes. Very good degradation rate of RB up to 93 % was proven after only 30 min of 

exposure to the visible light irradiation, where further prolongation of irradiation time did not 

affect significantly on the RB degradation. By examining the effect of catalyst concentration, 

we noticed that the degree of RB degradation increases proportionately with increasing 

catalyst concentration. By analysing the degradation of MB we observed the significant 

degradation rate after 24h of exposure to the visible light. The obtained results indicate the 

possibility of using synthesized material for purification of textile industry wastewaters. 
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Abstract 

Pepper is used as vegetables, spice and medicine. It may be consumed fresh, preserved 

(turkish), dry or dry minced. Due to its wide use, quality of pepper fruit is very important and 

largely determined by the way of cultivation (fertilization). In this paper, 14 fertilizer 

schemes, including mineral and organic fertilizers, were applied to two varieties of peppers 

(Anita and Amfora). All the treatments were performed with and without mulch. The 

influence of fertilization and mulch on the concentration of micronutrients was analyzed. 

Concentrations of Cu, Fe, Mn and Zn were significantly changed under applied fertilization 

schemes as well as the application of the mulch. 

 

Introduction 

Cu, Fe Mn and Zn are essential micronutrients, which are necessary for the proper 

development of plants and are equally important in human diet. Essential trace minerals are 

necessary nutrients for normal functioning of human metabolism and health. It is widely 

accepted that these elements are significantly better exploited when introduced into the 

organism through food than through supplements. Therefore, their concentratrions are 

important features of friuts, including pepper [1] and adjusting fertilization to attain better 

fruit quality in the sense of biofortification is permanent task.  

Experiment was set in the field and the effect of different fertilization schemes (calculated 

on the basis of nitrogen input) and mulching on the concentration of Cu, Fe, Mn and Zn in 

fruits of two pepper cultivars was analyzed. 

 

Experimental 

Two cultivars of pepper, Anita and Amfora (NS SEME, Novi Sad, Serbia), were grown 

under 14 fertilization schemes (Table 1), each of which was conducted in two variants - 

unmulched and mulched with plastic foil. Total amount of added nitrogen was 240 kg/ha. 

 

Table 1. Sources of nitrogen provided to pepper during cultivation (%). The same fertilization 

schemes were applied in production of Anita and Amfora, with and without 

mulching. 

 Fertilization schemes 

 1 2 3 4 5 6 7 8 9 10 11 12 13 14 

NPK - 100 75 50 - 75 50 - 75 50 - 75 50 - 

Cattle manure - - 25 50 100 - - - - - - - - - 

Vermicompost - - - - - 25 50 100 - - - - - - 

Fertor - - - - - - - - 25 50 100 - - - 

Pig manure - - - - - - - - - - - 25 50 100 

 

Pepper was planted on plots P=17.5 m
2
, 30 plants/plot, each variant in 4 replications.  
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Concentration of Cu, Fe, Mn and Zn were assessed at harvest, by AAS (Shimadzu 6300). 

Statistical analysis was performed using STATISTICA 13.3 (StatSoft, University Licence, 

University of Novi Sad, 2018). 

 

Results and discussion 

Mineral composition and concentrations of nutrients in leaf tissues depend of various 

factors, such as features of a plant (species, cultivar, type of leaves, age), soil, fertilizer, 

climate, cultivation practices, and pests and diseases [2]. In general, the absorption of 

nutrients in the majority of crops follows the pattern of the growth curve (accumulation of dry 

matter) [3]. In these two tested pepper varieties, Anita and Amfora, the Cu concentration was 

significantly changed in the presence of different fertilizers. Differences are also observed 

with respect to mulching (Figure 1). In Anita, concentration of Cu varied more due to applied 

fertilizers, while in Amfora mulching had significantly higher impact on the Cu concentration 

(in about 50% of applied fertilizers, a statistically significant increase in Cu in fruits was 

obtained). In Amfora the application of 100% NPK in combination with mulch resulted in the 

highest Cu concentration of all treatments and it was 42% higher than whithout mulch. 

 

Anita 

 
Amfora 

 
 

Figure 1. Concentration of Cu in fruits of two pepper cultivars produced under 14 

fertilization schemes, with (mulch 1) or without (mulch2) mulching   

 

The results show that mulching significantly reduced concentration of Fe in pepper (Figure 

2). The significantly lower Fe concentrations were found at Amfora compared to Anita. It can 
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be observed that when applying [50%N Fertor + 50%N NPK] and [25%N pig manure + 

75%N  NPK], the Fe concentration didn't change regardless of the mulching. Accordingly, 

some authors conclude that accumulation of mineral nutrients in the leaves and the fruit of 

pepper were not significantly affected by plastic mulches [4]. 

 

Anita 

 
Amfora 

 
 

Figure 2. Concentration of Fe in fruits of two pepper cultivars produced under 14 

fertilization schemes, with (mulch 1) or without (mulch2) mulching   

 

The concentration of Mn was reduced by mulching (Figure 3). Applied fertilization 

regimes didn't cause a significant increase in the concentration of Mn in relation to non-

fertilized control. In Amfora, there are particularly small variations in the Mn concentration. 

There are statistically significant differences between Anita and Amfora with respect to the 

average concentration of Zn (Figure 4). Generally, in Anita significantly higher concentration 

of all analyzed elements was recorded. Concentration of Zn was strongly affected by the use 

of different fertilizers, whereas mulching had less pronounced effect. Certainly the kind of 

mulch can play an important role also. In potato, the use of  colored mulches were found to be 

associated with differences in the concentrations of Cu and Zn in the leaves and the tubers [5]. 
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Anita 

 
Amfora 

 
 

Figure 3. Concentration of Mn in fruits of two pepper cultivars produced under 14 

fertilization schemes, with (mulch 1) or without (mulch2) mulching   
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Amfora 

 
 

Figure 4. Concentration of Zn in fruits of two pepper cultivars produced under 14 

fertilization schemes, with (mulch 1) or without (mulch2) mulching   

 

Conclusions 

Under applied fertilization schemes concentrations of Cu, Fe, Mn and Zn were 

significantly changed. Moreover, significant differences between two pepper cultivars (Anita 

and Amfora) were detected as well. Concentration of Cu was altered the most in response to 

on mulching, of the four analysed micronutrients.  
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Abstract 

In a beet-sugar plant numerous sources of wastewaters exist. The cleanest water is from the 

evaporators (150% calculated on the sugar-beet), which contains ammonium and ammonium 

carbonate. The waste water used for cooling afterwords is used for beet washing (830% 

calculated on the sugar-beet). The third kind of waste water is used for washing beets soked 

with dirt. This water contains some residues, suspended solids, organic compounds. The 

fourth group is fecal waste water, which is treated in a system designed for recycling the 

waste. This system is composed of two decanters. Calcium-carbonate, aluminium sulphate 

could be used as precipitating agents. Sugar factories that manipulate with 500 tonnes of 

sugar-beet need lagoons with an area of about 30-40ha. Since 2006 the sugar factory near 

Novi Sad has not been letting the effluent into the chanal Bezdan-Vrbas. The waste water 

which is let into the lagoons has about 3000mg/l BOD5, and 4-5 months later the level of 

BOD5 decresed for about 70%. 

 

 

Introduction 

The sugar industry is one of the largest polluters. In a beet-sugar plant numerous sources of 

emission exist, especially in water and air. Beside that there are huge amount of emission of 

sludge too. Although sugar factories are only working one hundred days a year, in that period 

several million m
3
 of highly contaminated wastewater (COD 5000-20000 mg/l) is generated 

[1,2].  

If there would not be a regular practice in sugar industry that water recirculates, the water 

consumption would be very large. Thanks to the recirculation circuits, the water consumtion 

is reduced to a far smaller value. For example, for total water consumption of 15 m
3
/t of 

processed beet, the consumption of fresh water is only 0.25 - 0.4 m
3
/t, and in modern factories 

even smaller, about 0.1 m
3
/t indicating that this technique achieved huge savings in the 

consumption of water and the amount of generated waste water, which is accompanied by 

adequate savings in the costs of providing fresh water and wastewater treatment costs [4,5,6]. 

Due to the nature of the raw materials used and the final products, the waste water derived 

from sugar plant is biodegradable. Auxiliary washing materials and disinfecting materials 

may be a problem if they are not degradable enough. The concentration and quantity of 

organic matter present in the wastewater depends on the ratio of the produced quantity of 

sugar to the amount of the generated wastewater [3,4,5]. 

The average COD / BOD ratio is about 1.5, indicating a high degree of biodegradability of the 

present substances. In addition to organic substances, technological wastewater is also loaded 

with suspended substances, and significantly increases during the sugar beet campaign. The 

ammonia content is about 12 mg/L and is not problematic for processing. Phosphorus from 

the wastewater originate from the used cleaning and disinfection agents. The concentrations 

vary, but generally the range is 0.25-6 mg/L. As with nitrogen, the phosphorus content 

depends on the amount of water and the type of detergent and disinfectant. The content of 
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heavy metals in wastewater is very low [4]. Waste water must not contain halogens derived 

from the use of chlorine or chlorine-releasing compounds, with the exception of chlorine 

dioxide in a warm water cycle [5,6] 

Secondary products as a result of organic matter reduction appear in sugar wastewater. These 

products are gases of aerobic and anaerobic origin (methane, ethane, carbon dioxide, carbon 

monoxide, sulfur dioxide and others) dissolved in wastewater. In addition, pesticide and 

artificial fertilizers of agrochemicals occur in the wastewater of sugar. As regards 

microbiological contamination, it is expected not only in sanitary waters, but also as a result 

of favorable conditions (warm water, plenty of organic matter) for the development of 

microorganisms [4]. 

The wastewater in the sugar industy plant is usually purified in a process, which is divided in 

three parts. The first part is the water recycling circle from the sugar beet discharge, flooding 

and cleaning, which are connected throught a decanter. The second part is transporting two 

types of sludge to the depositional fields (lagoons). The third part is the addititonal decanter 

where the decontaminated water settles.  

 

Experimental 

The basic characteristics of the wastewater of the sugar industry are determined in accordance 

with the methods prescribed by international standards for wastewater. The process of 

determining the COD is based on the principle of oxidation of organic substances in a sample 

with potassium bicromate in a sulfuric acid medium with silver sulfate as a catalyst. After 

completion of the oxidation process, the amount of spent bicromate is determined 

titrimetrically according to the HRN ISO 6060: 2003 method. The pH value is determined by 

the method of domestic standards SRPS H.Z1.111:1987. The water temperature is measured 

according SRPS H.Z1.106:1970. NH
4+

 ion is measured using spectrophotometer by method 

SRPS ISO 7150-1:1992. The total nitrogen content is measured by method SRPS EN 

12260:2008, using oxidation method, and the phosphorus is measured by SRPS EN ISO 

6878:2008 [7,8,9,10,11]. 

 

Results and discussion 

At the inhabitant's insistance on obiding the Law of about water cleannes, high taxes and fines 

for using fresh water and letting the efluent out into running water, forces sugar factories to 

construct a system of cooling and recirculating barometric water as well as creating an 

additional 23ha of new lagoone. Sugar factories that manipulate with 400-500 tonnes of 

sugar-beet need lagoons with an area of about 30-40 ha. Since 2006 this sugar factory has not 

been letting the effluent into the channal Bezdan-Vrbas [12]. 

In the Table 1. the average values of some physical characteristics of the wastewater in the 

lagoons during the campaign of the sugar plant are shown. Every month during the campaign 

in the sugar factory a samples of wastewater from each lagoons were examined.  

 

Table 1. The physical characteristics of the wastewater in the lagoons during the campaign of 

the sugar plant 

 
Sampling time Air temperature (

o
C) Water temperature (

o
C) pH value 

October 17 16 6.5 

November 10 9 7.4 

December -2 3 6.2 

 

Beside the physiacal characteristics, the main chemical characteristics of the sugar factory 

wastewater were examined too and the average result are shown in the table 2. In the table 2. 

could be seen that the wastewater which is let into the lagoons has about 3000mg/l COD at the 
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end of the sugar campaign but after 4-5 months later the level of COD decresed for about 

70%.  

Interesting is that at the end of the sugar campaign, the level of  P2O5 increasis almost twice 

[12].  

 

Table 2. The chemical characteristics of the wastewater in the lagoons during the campaign of 

the sugar plant 

 
Sampling 

time 

Organic 

compounds KMnO4 

(mg/l) 

NH
4+

  (mg/l) N (mg/l) COD (mg 

O2/l) 

BOD5  (mg 

O2/l) 

P2O5 (mg/l) 

October 1120 0 6 980 640 1.5 

November 1820 10 7 1643 962 1.5 

December 3110 0 30 2750 1860 2.5 

 

 

Conclusion 

Due to the recirculation circuits in the frame of the sugar technology, the water consumtion is 

reduced to a far smaller value. For example, for total water consumption of 15 m
3
/t of 

processed beet, the consumption of fresh water is only 0.25 - 0.4 m
3
/t. Sugar factories that 

manipulate with 400-500 tonnes of sugar-beet need lagoons with an area of about 30-40 ha 

and in that case they do not need to let the wastewater effluent into the channal Bezdan-Vrbas. 

The main conclusion is that the wastewater which is let into the lagoons at the end of 

campaign, in December, has about 3000mg/l COD, but after 4-5 months later the level of 

COD decresed for about 70%.  
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Abstract 

Manganites are mixed oxides of manganese whose broad stoichiometric formula is ABO3, 

where A is a lanthanide element and B is manganese, with possible oxygen non-

stoichiometry. Usually the manganite compounds crystallize within perovskite structure, with 

the following possible space groups: ideal cubic structure Pm3m, orthorhombic Pbnm or 

rhombohedral R3CH [1, 2]. The phase purity and physico-chemical properties of perovskites 

depends upon the preparation methods, thus a variety of chemical methods have been 

developed to prepare lanthanum manganite nanoparticles at low cost and lower processing 

temperature [3]. 

In order to analyze the crystalline structure and morphological properties, LaMnO3 materials 

were prepared by ultrasonic method with immersed sonotrode in the reaction medium (US) 

and the sol-gel technique (SG), followed by thermal treatment at low temperature. Structural 

characterization was performed by X-ray diffraction (XRD), Raman and Fourier transform 

infrared spectroscopy (FTIR), and morphological analysis was achieved using atomic force 

microscopy (AFM) and trasmission electron microscopy (TEM). 

 

a) 
b) 

FTIR spectra (a) and AFM images (b) of the LaMnO3 materials obtained through different 

methods 

 

Acknowledgements 

The authors thank the X-ray Diffraction Laboratory from National Institute for Research and 

Development in Electrochemistry and Condensed Matter, Timisoara. 

 

References 

[1]  D. Varshney and N. Kaurav, Eur. Phys. J. B 37 (2004) 301.  

[2] S. Ghosh, A.D. Sharma, R.N. Basu, and H.S. Maiti, J. Am. Ceram. Soc. 3741 (2007) 

3747. 

[3] G. Sinquin, C. Petit, J.P. Hindermann, A. Kiennemann, Catal. Today 70, 183–196 (2001). 

  



 
24th International Symposium on Analytical and Environmental Problems 

207 

HUMIC ACID REMOVAL FROM SURFACE WATER USING UTRAFILTRATION 

MEMBRANE 

 

Marjana Simonič
1
 

 
1
Faculty of Chemistry and Chemical Engineering, University of Maribor, SI_2000 Maribor, 

Smetanova 17, Slovenia 

e-mail: marjana.simonic@um.si 

 

Abstract 

The main focus of research was to purify surface water with ultrafiltration, so it could be used 

as a source of drinking water. By measuring individual parameters and performing physical 

and chemical analysis, we determined the influence of natural organic matter (NOM) and 

checked the membrane fouling. The operation of the membrane was carried out at various 

transmembrane pressures (TMp) (2, 3 and 4 bar). 

Purification with UF was carried out on the Memcell device with regenerated cellulose 

membrane type NADIR® PM UC030 with NMWCO of 30 kDa. With increasing pressure, 

the quality of the purified water increased. At 4 bars, the COD was totally removed from the 

Mura river sample. 

 

Introduction 

Characterisation and understanding of fouling layer, play most important role in the design of 

pre-treatment as well as impact the membrane cleaning protocol. [1] The UF membranes were 

studied for gathering drinking water from river water. UF with 300 to 2000 Da were tested. 

Removal of NOM depend on TMP, material, pore size of membrane, and Ca content. [2] 

CODMn was lowered by 31 to 42%, DOC from 42 to 47% by treating surface water. 

Coagulation was perfect for improvement of fouling and flux increase. [3] 

The NOM removal from river water was studied. Certain analytical parameters were 

measured, such as concentration of humic acid, chemical oxygen demand (COD), temperature 

and conductivity, in river water and permeate. 

 

Experimental 

Membrane used was made from regenerated cellulose (NADIR® PM UC030) with NMWCO 

of 30 kDa, Support material was non-woven polyester. Characteristic pH range was 2-11 and 

temperature 5-55 C. 

pH was determined by WTW pH meter and water conductivity was measured using WTW 

Conductometer. The concentration of humic acid was measured at 254 nm using 

spectrophotometer. The calibration curve is seen from Figure 1. The concentration of humic 

acid was calculated from presented curve. 
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Figure 1: Calibration curve for humic acid detemination 

 

Filtration was performed on Memcell apparatus, shown in Figure 2. Water circulated through 

the system, permeate samples were taken and concentrate was recycled back into the feed 

reservoir. 

 

 
 

Figure 2: Memcell UF unit 

 

Firstly, the permeability of membrane was determined. Then, four samples of surface water 

from the Mura and three from Drava river were taken. UF was performed at various 

transmembrane pressures (TMp) ranging from 2 to 4 bar at room temperature and original pH. 

 

Results and discussion 

The rate of water flow through the membrane was proportional to the TMP. Permeability was 

determined at 1.5 L/min.m
2
.bar as seen from Figure 3. The flux was the same as the TMP was 

increased from 8 to 10 bars. However, producer recommendation for TMP was up to 6 bar, 

therefore TMPs from 2-4 bars were chosen for further analyses. 

 

y = 0.0399x + 0.0111 
R² = 0.9636 

0

0.02

0.04

0.06

0.08

0.1

0.12

0.14

0 0.5 1 1.5 2 2.5 3

A
 

c [mg/l] 



 
24th International Symposium on Analytical and Environmental Problems 

209 

 
 

Figure 3: Membrane permeability 

 

It was found that the pressure does not have an effect on the permeate flow, since during the 

UF process, regardless of the pressure, the decrease due to the formation of the filter cake, 

was similar. The results are presented in Figure 4. After half an hour of operation, the water 

flow reached the value around 11 ml/min for all tested water samples. The results at lower 

TMP were very similar, reaching steady state flow at 10 ml/min. 

 

 

 
Figure 4: Water flux for Mura river permeate samples (different colour means different 

sample) 
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Figure 3: COD in Mura river samples: first column represents river water, second UF 

permeate at 2 bar, third after 3 bar and fourth after 4 bar  

 

 

By increasing the pressure, the COD and the NOM content decreased. At the highest TMP at 

4 bar, the highest decrease of COD was obtained, up to 99 % in case in the fourth sample. If 

the COD was higher in untreated water, the removal efficiency was lower. 

Results of measurement of humic acid concentration showed the decrease at all TMPs. The 

optimal removal was 70 % in fourth sample at 4 bar. If the initial concentration of humic acid 

was higher, the removal was lower. 

The limiting factor of UF systems is fouling which is defined as the precipitation of solutes in 

the form of a cake layer on the surface of the membrane. From Figure 4 it is seen that the cake 

layer forms in accordance with another study [4]. 

 

Conclusion 

Tested membrane successfully removed humic acid from river water. The best removal was 

achieved in Mura river sample at 99 %. The limiting factor of UF systems is fouling which is 

defined as the precipitation of solutes in the form of a cake layer on the surface of the 

membrane. General parameters, such as pH, conductivity and temperature did not vary. 
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Abstract 

Due to the harmful and toxic effects of organic pollutants scientists are searching for an 

effective method to remove these substances from the environment. One of the most efficient 

and environmentally friendly technologies for removing of organic water pollutants is 

photocatalytic degradation in the presence of various photocatalysts [1]. There are many 

metal-oxide photocatalysts which showed great photoactivity, but the most frequently used is 

TiO2 [2]. Recently, great attention has been paid to Au nanoparticles because in the case of 

TiO2 have showed extend of the spectral response to the visible light region in comparison 

with nonmodified TiO2 [3], and efficiently suppress the e
–
–h

+
 recombination [4]. Mesotrione 

[2-(4-methylsulfonyl-2-nitrobenzoyl)-1,3-cyclohexanedione] is a selective herbicide for pre- 

and post-emergence control of broad-leaf and grassy weeds in corn. It was developed by the 

company Syngeta Crop Protection and it was registered in Europe in 2000, and in the United 

States in 2001. Beside good properties in control of weeds mesotrione has harmful and toxic 

effects on non-target organisms. Low sorption of mentioned herbicide may indicate the 

leaching potential in the groundwater from maize production fields [5], wherein its presence 

in environmental waters can lead to negative consequences on the aquatic ecosystem. In this 

paper, photocatalytic degradation of mesotrione using TiO2 Hombikat modified with Au 

nanoparticles (nonmodified and modified with 2-mercaptoethanol, as well as with 2-

mercaptoethanol and fullerenol nanoparticles) under simulated solar irradiation was 

investigated. Different volumes of various nanoparticles were added in suspension in order to 

enhance activity of commercial TiO2 Hombikat under simulated sunlight. 
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Abstract 

A rapid HPLC method for pesticide residues detection and monitoring in some vegetables, 

fruits and crops has been developed. The residual pesticide concentrations in samples were 

compared with MRLs authorized by EU laws.  

  

Introduction 

Productivity of fruits and vegetables has been greatly enhanced by developing techniques 

work, use of the best seeds and better water management, and also by the efficiency 

administration of pesticides. As pesticides are hazardous and toxic to human health [1], it is 

important to find any pesticide traces that can be ingested in order to increase and ensure the 

security in people nutrition. 

 

Experimental 

The pesticides extraction from food matrices was carried out using two methods: a) 

QuEChERS and b) ultrasonication in one step, in acetonitrile. After concentration and 

filtration, the extracts were subjected to HPLC-DAD analyses to identify and quantify the 

following pesticides: imidacloprid, deltamethrin, bromoxynil, and amidosulfuron. 

 

Results and discussion 

Deltamethrin was found in large quantities in tomatoes and potatoes, and bromoxynil in 

clementines. In the analyzed cereals, imidacloprid was found in larger quantities in wheat and 

maize. 

 

Conclusion 

The high sensibility and the short time of analyses recommend this method for pesticides 

monitoring at farmer’s demand. Imidacloprin was found in almost all of the studied samples, 

in some samples exceeding the MRLs allowed of EU laws [2]. 
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Abstract 

Sunflower seed cake is remaining after isolation of oil from sunflower seeds and practically 

represents a waste from production of cold pressed sunflower oils. This waste product is 

consider as a viable potential source of various natural compounds and can be exploited for 

the production of new products and isolation of valuable substances such as biologically 

active compounds and nutraceuticals. In addition, isolation of biologically active substances 

from food waste represents the way for recycling and may be economically attractive as well. 

Flavonoids represent a group of polyphenol compounds with a high antioxidant power. These 

phytochemicals are known to reduce many chronic diseases such as cardiovascular diseases, 

heart diseases, diabetes, obesity and certain cancer [1]. In this work we investigated the 

flavonoids content in seven sunflower seed cakes coming from cold pressed oil production.  

Flavonoids are extracted by using 80% ethanol and ultrasound-assisted extraction at 30
o
C for 

10 minutes. Total flavonoid content is determined by a colorimetric method [2]. The results 

showed that sunflower seed cakes contained significant amounts of total flavonoids. The total 

flavonoids content is found to be in the range from 12.3 to 24.6 mg of catechin equivalent/g. 

The results proved that sunflower seed cakes obtained from cold pressed oil production 

represent valuable by-product and can be used as a raw material for isolation of bioactive 

flavonoids which could be further applied for development of various functional foods.  
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Abstract – In this paper, the efficiency of photocatalytic degradation of mixture of 

pharmaceuticals (naproxen, diclofenac, ketoprofen and ibuprofen) in the aqueous medium 

using nanoparticle photocatalysts powder ZnO/TiO2, activated by UV radiation, has been 

examined. It has been shown that the degradation of diclofenac, ketoprofen and ibuprofen 

takes place efficiently regardless of the mass of the catalyst. Naproxen has proven to be the 

most resistant pharmaceutical and degradation constants are calculated for naproxen only, 

which may be used as guidelines in further research.   

Keywords: photocatalysis, pharmaceuticals, naproxen, diclofenac, ketoprofe, ibuprofen, 

ZnO/TiO2 

 

Introduction 

 

Emergent substances are a specific group of synthetized or natural compounds, identified as 

pollutants, which are predominantly produced in various industrial branches, especially in the 

chemical, petrochemical, metal and pharmaceutical industries, and through wastewater they 

are introduced and transported through all spheres of the environment. These substances are 

used in everyday anthropogenic activities, and can be from a group of chemical compounds of 

pharmaceuticals, disinfectants, products for personal and household hygiene, pesticides, wood 

preservatives and others. Continuous discharge of municipal and industrial wastewater with or 

without treatment into aquatic systems provokes the emergence of a new feature - 

pseudoprosistence. Primary pathways that pharmaceuticals reach into surface waters include 

conventional wastewater treatment plants and systems for discharging untreated sanitary 

wastewater. Technological operations that are applied to the treatment of municipal and 

industrial wastewater are not able to isolate or remove pharmaceuticals from the outflow 

streams, and certain stages of treatment may induce degradation of pharmaceuticals to forms 

that have even more significant negative effects on the environment [1]. Additional concern is 

the fact that naproxen, diclofenac, ketoprofen, ibuprofen, as well as a large number of other 

pharmaceuticals, remain biologically active in aquatic matrix over a long period of time (more 

than a year and possibly activity up to several years), which causes accumulation and a 

harmful effect on organisms and the environment. 

The path of distribution of pharmaceuticals and their metabolites, as well as the method of 

disposal of released pollutants depend on the physico-chemical properties and basic 

characteristics of the environment in which the pollutant is released, and they are directly 

dependent on the coefficient of sorption or retention in soil mass and sediment of surface 

waters [2]. Environmental risk assessments are mainly based on an active component, 

however, pharmaceutics are present in the environment as a multi-component mixture, a 

chemical cocktail with a different ecotoxicological effect from the individual component, and 
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it is very important to investigate the processes for degradation of these pollutants under the 

presence conditions combined pharmaceuticals. 

Among the methods that have been developed for water disinfection, advanced oxidation 

processes such as heterogeneous photocatalysis appears as an emerging technology for the 

decomposition of most of the organic pollutants [3]. While nanostructured TiO2 is being the 

most explored material up until now ZnO appears as a strong rival to due to its considerably 

better photocatalytic activity (PC) [4]. Therefore, interest has also arisen on the photocatalytic 

properties of mixed oxide nanopowders, which could potentially combine the properties of the 

individual oxides.  

 

Experiment 

 

ZnO/TiO2 mixed powder photocatalysts were prepared using a simple, low-cost, threeand 

three-step mechanochemical solid-state method. Starting precursors (ZnO and TiO2 Sigma 

Aldrich, purity 99.9%) were grounded in an agate mortar for 10 min in molar ratio 2:1, 

annealed at 700°C in air for two hours and grounded again for 10 min.It has recently been 

reported that binary nanopowders based on ZnO exhibit photocatalytic activity which depends 

slightly on molar ratio, which is however maximized for ZnO-rich compositions [5]. 

The photocatalytic decompositions of chosen pharmaceuticals were carried out at ambient 

temperature in aqueous solution in batch mode. The aqueous solution was stirred for 1 h in 

the dark to establish adsorption-desorption equilibrium between the pharmaceutical and 

photocatalyst before being irradiated. The aqueous solutions were exposed under continuous 

UV irradiation. In order to investigate the change in composition of the investigated pollutant, 

aliquots were collected at certain time intervals (5, 10, 20, 30, 40, 50, and 60 minutes). Each 

sample was filtered through filter paper (diameter 0,45 µm  mm) in order to separate the 

nanoparticles from the solution. After the filtration step, 1 ml of sample was transferred into 

1,5 ml vials. A HPLC (high performance liquid chromatography) with diode array detector 

(Agilent 1260 series) was used for the measurement of each specific pharmaceutical 

concentration after photocatalytic degradation. 

 

Results and Discussion 

 

Experiments have shown that the mixture of nanoparticle powder ZnO/TiO2 possesses 

prominent photocatalytic abilities: after 5 minutes from the beginning of the experiment, the 

concentration of pharmaceuticals decreased almost to half, while diclofenac, ketoprofen and 

ibuprofen from the mixture have almost totally degraded after 60 minutes. According to the 

obtained experimental data, naproxen is the most resistant pharmaceutical pollutant, and the 

experimental data were processed depending on the effect of the mass of the catalyst (Figure 

1).The degradation kinetics of naproxen was quantified by fitting the experimental data where 

the concentration change depends logarithmically on time: 

𝑙𝑛 (
𝐶0

𝐶
) = 𝑘𝑡      

where 𝑘 is the rate constant and 𝐶0, 𝐶are the analyte concentrations before and after UV 

irradiation, respectively [6,7] (Figure 2). Diclofenac, ketoprofen and ibuprofen are so rapidly 

disintegrating that Langmuir-Hinshelwood's model cannot be applied, since this dependence 

no longer describes the approximate experimental data (The example of diclofenac is 

presented in Figure 3). 
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Figure 1. Photocatalytic degradation of a mixture of pharmaceuticals using ZnO/TiO2 

nanopowder 

 

For the decomposition of naproxen, based on the calculated degradation constants, the weight 

of the 60 mg catalyst was best demonstrated (Figure 4). 

 

 
 

 

 

Figure 2. Kinetic of Naproxene photocatalytic degradation of in a mixture of pharmaceuticals 

using ZnO/TiO2 nanopowder 
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Figure 3.  Deviation of kinetics of  diclofenac photodegradation 

from Langmuir-Hinshelwood model 

 

 
 

Figure 4. Degradation constants of Naproxene dependence on photo-catalysts mass 

 

  

Conclusion 

 

The mixture of nanoparticle powder ZnO/TiO2 possesses distinctive photocatalytic abilities: 

after 5 minutes from the beginning of the experiment, the concentration of pharmaceuticals 

decreased almost to half, while diclofenac, ketoprofen and ibuprofen from the mixture were 

almost totally degraded after 60 minutes. According to the obtained experimental data, 

naproxen was the most resistant pharmaceutical pollutant, and experimental data were 

processed depending on the effect of the mass of the catalyst. Diclofenac, ketoprofen and 

ibuprofen are so rapidly degrading in the given experimental conditions, so Langmuir-

Hinshelwood's model cannot be applied, since this dependence no longer describes the 

experimentally obtained data. On the basis of the calculated degradation constants, for the 

decomposition of naproxen the weight of the 60 mg catalyst was best revealed. 
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Abstract 

Colloidal systems of different metals attract lot of attention in scientific research due to their 

specific physico-chemical properties and possible application routes. In this respect 

particularly interesting is colloidal gold that has very broad application in different fields, 

including catalysis, biological and cancer research, electronics etc. Colloidal gold was 

generated by electric arc discharge method in a home-made generator. The generator 

consisted of a control system which maintained a constant distance between the electrodes (2 

mm), a power supply system and amperometer which controlled the arc discharge parameters, 

halogen bulbs used as resistors, a glass container with deionized water and a magnetic stirrer. 

Generation technique consisted in adding 10 l of 35% hydrochloric acid to 500 ml of 

distilled water, submerging gold (99.9999%) electrodes (d=1 mm) in the solution and 

initiating electric arc discharge. Initial voltage was set to 20-70 V and the current was 

maintained at 205 A during entire generation process (30 min) by adjusting electrode 

distance.  The influence of the initial voltage on optical characteristic of colloidal systems was 

examined by photometry and spectrophotometry, whereas the concentration of free gold ions 

was determined by chronopotentiometric stripping analysis at glassy carbon electrode. 

Photometric and spectrophotometric analyses were performed to characterise indirectly 

particle size distribution, since light absorption, reflection and transmission are highly 

affected by particle size. The size of gold nanoparticles, in return, affects strongly their 

properties and behavior in biological systems. By using both yellow-green and blue optical 

filters in photometric analysis, absorption increased almost linearly in the entire voltage 

range. Spectrophotometric analysis revealed absorption maximum in the range of 470-590 

nm, depending on the initial voltage. Absorption maximum increased with initial voltage, 

indicating increase in the concentration of colloidal gold. Initial voltage also affected 

dominant particle size. Particle size distribution was determined by Zetasiyer Nano ZS90. 

Dominant particle size was in the range from 5 nm (at 50 V) to 19 nm (at 30 V). The 

influence of generation potential on the concentration of free gold was evaluated by 

chronopotentiometric stripping analysis at glassy carbon electrode. As a supporting electrolyte 

0.1 HCl was used. Electrolysis potential was -0.6 V. After 600 s of electrolysis dissolution 

current of 8.3 A was applied to reach final potential of +1.25V. The concentration of free 

gold increased linearly with initial voltage (y=0.0 1x+0.73; r2=0.9849) from 0.95 mg/l (at 20 

V) to 1.3 mg/l (at 70 V). 
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Abstract 

 

This paper presents some results of the study regarding the corrosion inhibition properties 

evaluated in 0.1 M NaCl environment of drop casting deposited on steel, using Zn3Ta2O8 and 

Zn3Nb2O8 nanomaterials.  

Zn3Ta2O8 and Zn3Nb2O8 nanomaterials were obtained by hydrothermal method. The starting 

materials used during the synthesis were: tantalum (V) oxide - Ta2O5(99.99%, Merck), 

niobium (V) oxide - Nb2O5 (99.99%, Merck) and zinc acetate dihydrate – (CH3COO)2Zn x 

2H2O Merck, 99.5 %) while keeping the molar ratio at 1:3. The pH of the obtained mixtures 

was adjusted to 12 by using sodium hydroxide (NaOH) solution of 10 M concentration. The 

resulting suspensions were transferred into Teflon-lined stainless steel autoclaves and then 

these were introduced in an oven at 220 
0
C for 8 h long. The filling degree of the used 

autoclaves was set at 70%. The resulting white precipitates were filtrated, and then five times 

washed with distilled water and, finally, three times with ethylic alcohol. In the next stage, the 

precipitate was dried in an oven at 80 
0
C for 6 h [1-3].  

 

The obtained materials were used for thin films depositions using the drop casting method. 

The depositions were realized on polished carbon steel electrode disks (10 mm diameter and 2 

mm thick). 

The surfaces of the thin films realized using the pseudo-binary oxides nanomaterials 

Zn3Ta2O8 and Zn3Nb2O8 on electrode steels were morphological and topographical 

investigated using the scanning electron microscopy (SEM – Model Inspect S) and the atomic 

force microscopy (AFM - ModelNanosurf
@ 

EasyScan 2 Advanced Research microscope) 

using the non-contact mode cantilever (scan size 2.3 µm x 2.3 µm). 

From AFM measurements, according to equations from [4], were determined the 

topographical parameters Sa – the average roughness and Sq – the mean square root roughness 

for each drop casting deposition’s surface on steel electrodes. The obtained values were 

calculated using the NanoSurf EasyScan 2 software. 

The corrosion behaviour was studied using on Voltalab potentiostat Model PGZ 402 with 

single compartment three-electrode cell. Platinum wire was employed as counter electrode 

and the saturated calomel electrode (SCE) was the reference electrode. All potentials reported 

in this article were referenced to the standard hydrogen electrode (SHE). Bare and coated steel 

substrates were used as working electrodes. The potentiodynamic polarization curves were 

analyzed using VoltaMaster 4, v.7.09 software. This software performed the Tafel fitting and 

calculated the values of the corrosion potential (Ecorr), corrosion current density (icorr) and 

corrosion rate (vcorr). The measurements were performed by sweeping the potential between − 

700 and 100 mV, in 0.1 M NaCl electrolyte solution, at a scan rate (v) of 1 mV/s. The degree 

of the corrosion inhibition efficiency IE (%) has been calculated [5] for each drop casting 

deposition. 
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a       b 

Figure 1 a) Evolution of open circuit potential with time for investigated electrodes, in 0.1 

mol / L NaCl saline solution; b) Tafel representation of polarization curves recorded in 0.1 

mol / L NaCl saline solution 

 

The anticorrosive properties of the coatings were evidenced by electrochemical measurements 

taken in 0.1 NaCl acidic media. For all the drop casting depositions consisting in pseudo-

binary oxide materials on carbon steel electrodes a degree of the inhibition efficiency over 

70% was obtained. 
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Marrubium vulgare, which belongs to the genus Lamiaceae, has been present in 

pharmacopoeias for decades. Marrubii herba is a medicinal plant known for its diverse uses 

including inflammatory, gastroenterical, and respiratory disorders. In the past, white 

horehound was traditionally used especially in context of respiratory disorders. According to 

literature, this perennial herb is usually provided in the forms of herbal tea and liquid extract 

with ethanol. Dry powder extracts are more convenient than the liquid ones in terms of 

stability, reduced bulk size, and higher concentration of active compounds. Therefore, in 

order to obtain dry powders, spray drying of subcritical water extract of horehound was 

applied. Two samples (with addition of maltodextrin as carrier in concentrations 0% and 

10%) were obtained and physical-chemical characteristics of powders were determined. In 

both powders, moisture content was lower than 5%. Powder obtained using 10% maltodextrin 

showed bulk density of 86.96 mg/mL and hygroscopicity of 19.83%. The powders also 

showed high antioxidant activity, that is, low IC50 (0.02 mg/mL) and EC50 values (0.07 

mg/mL) which make them suitable for application as an ingredient of herbal products.   
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Abstract 

Energy shortage and environmental pollution have become urgent problems that restrict social 

development and endanger the health of the planet. For sustainable development of society, 

the most effective route is the active development and utilization of clean and renewable 

energy sources [1]. In this regard, the sodium titanates are of great interest for possible 

applications such as photocatalysts [2], as fuel-cell electrolytes, [3] in the treatment of 

industrial wastewaters and contaminated groundwaters [4] and in a number of medical 

applications [5,6]. 

In this paper, we report the study of bismuth doping effects in the sodium titanate materials, 

synthesized by hydrothermal method. Moreover, the influences of the synthesis temperature 

and autoclaving time on the structural and morphological properties are presented. The 

structure and morphology of Bi-doped sodium titanate nanocrystals are studied in the context 

of their possible use for sensors application. These materials are prepared using hydrothermal 

method at 200
°
C for 12h followed by heat treatment at 600

°
C, 6 hours for a better 

crystallization. Characterization of the obtained compounds was achieved by X-ray diffraction 

(XRD), scanning electron microscopy (SEM), atomic force microscopy (AFM) and electrical 

behavior (ρ/T) was studied. The X-ray diffraction analysis showed that all samples are 

homogenous and crystallize in the monoclinic system with the P12/m space group. The 

obtained particles are as needle-like shape and their size decreases with increasing of dopant 

concentration. 
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Abstract 

Ammonium-iron phosphates phases have recently attracted more interest due to their 

promising applications as fertilizer [1] or as promising anode material for lithium-ion battery 

application [2], for example. In this context, NH4FePO4·H2O materials are obtained from 

FeCl2, Fe2O3 and NH4H2PO4 as starting reagents and NH4OH solution by one step 

hydrothermal method. The factors that affect the formation processes and the product 

morphologies: the pH and reaction time have been analysed. The as-synthesized compounds 

have been characterized by X-ray diffraction (XRD), scanning electron microscopy (SEM) 

and Fourier Transform infrared (FT-IR) spectroscopy. The optical properties of 

NH4FePO4·H2O were for the first time studied in this research work: the material displays p-

type conductivity behaviour and the value for direct optical band gap EG is estimated to be 

approximately ~3.6 eV. The results from this paper suggests that these phosphate materials 

could be suitable candidates for several applications as for example in photovoltaic 

technology.  

 

 
FT-IR spectra (left) and optical absorption spectra (right) obtained at room temperature 

(insert: determination of the direct optical band gap EG) of NH4FePO4·H2O.  
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Abstract 

Environment is a critical complex index for quality of the habitat for humans, animals and 

plants. Ecosystems are communities of different species of plants and animals which lives 

together, depending one of another, being influenced by the pollution of air, water or soil. 

Some plants and animals are used as natural bioindicators of environmental quality, thus in 

pollution situations the specific organisms cannot live in the ecosystem. Then, environment 

was since ancient the source of the natural therapeutics products. But in case of pollution the 

plants used in curing do not have the same effect, or even cannot be used as therapy due to the 

pollutant contains. So, the environmental quality is very important not only for the 

ecosystems, but also for some applications of plants in natural products therapy.           

 

Introduction 

Environmental bioindicators could be represented by biological, physical or chemical 

indicators which can give information about the quality of the ecosystem. Biological 

bioindicators are plants, animals, microorganisms; physical and physic-chemical indicators 

are represented by the pH, the temperature, electrical conductivity, color, smell, texture and 

others; and chemical indicators are organic carbon content, total nitrogen, phosphorus, 

potassium, cation exchange capacity, oxygen compounds, dissolved oxygen, and other 

chemicals [Bending et al., 2004; Ahmad et al., 2006; Bianchi et al., 2013; Hannah et al., 2016; 

Turner and Montagna, 2016; Fusaro et al., 2018].  

 

Bioindicators and environment quality 

Bioindicators are living organisms which can screen the quality of an ecosystem, in terms of 

nutritional and pollution characteristics. Thus, for example, some plants can be nutrients for 

animals and some animal products can become nutritional facts for plants. But when 

pollutants concentrate too much, the plants nutrients are affected both in quantity and quality, 

and also further the animals are affected due to the quality and quantity of nutritional plants. 

Experimental researches demonstrated that there are some specific organic entities, like 

plankton, which respond very quickly to the environmental changes, and due to this very 

important characteristic these organisms became bioindicator of water quality and pollution. 

This phenomenon is explained by the fact that some pollutants modify several water 

characteristics such as light transmission, temperature, chemical composition and pH, 

dissolved oxygen. The most important advantages are that these bioindicators could be used 

as early pollution diagnosis, can be used for evaluate the degree of contamination, being in the 

same time a very good economical option for environmental pollution evaluation [Khatri and 

Tyagi, 2015; Parmar et al., 2016].  
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Soil contaminants and bioindicators 

Usually the bioindicator term is used for a group of biotic and abiotic reactions to 

environmental changes. Thus, different varieties of moss are used as natural monitoring 

bioindicators to heavy metals pollution. Hylocomium splendes was often used as heavy metal 

pollution indicator in tundra environment from northwest of Alaska. Very close to that 

geographical area is a mine from where are extracted large quantities of zinc, and this metal 

became in time an important contaminant of the soil, muss being affected very easily at any 

increase of zinc concentration. Not only this muss variety is used as bioindicator of metal 

contamination, but also different specific lichens [Parmar et al., 2016]. 

Heavy metals are the most common contaminants of the soil, along with the agriculture 

chemicals used in excess, which unfortunately cannot be broke down in metabolic pathways. 

Thereby, when metal concentration exceeds the optimal and tolerability range, the plant 

nutrition, development, and health is negatively affected. This can be explained due to metal 

property to inhibit the enzyme activity in the cellular structure, and oxidative stress is 

manifested. On the other hand, heavy metals replace some mineral essential nutrients from 

soil, affecting the plant normal biochemical pathways [Chibuike and Obiora, 2014].      

Rice plant is reduced in height growth if the soil is contaminated with 1mgHg/kg [Kibra, 

2008].      

Experimental researches demonstrate that an association of plants and microbes reduced faster 

the heavy metal content of some polluted mercury soil [Weyens et al., 2009].    

         

Air contaminants and bioindicators 

Ozone is a chemical form of oxygen which is an aggressive stress factor for forest health. Due 

to its importance in the quality of air given by the forest quality and health, United States 

Department of Agriculture made some specific protocols of sampling and estimation of ozone 

pollution (U.S. Forest Service Forest Inventory and Analysis Program – FIA) and its impact 

on forest health [Smith et al., 2007].   

Specific vascular plant species like tabacco (Nicotiana tabacum L.) are very sensitive to 

environmental ozone. Thus, when the concentration of ozone is increased the tabacco plant 

exhibits different foliar injuries symptoms. Also black cherry (Prunos serotina) is used as 

ozone uptake bioindicator in North America [Manning, 1998]. 

Other research reports presented a very good option to use lichens as bioindicators of air 

quality. Lichens inflorescence and specific anatomical parts of lichens are susceptible to 

ecosystem pollutants, and by monitoring and characterization of lichen species behavior to 

different contaminants the quality of air can be appreciated [Stolte et al., 1993].  

The main characteristic of plants regarding pollution and contaminants is that these organisms 

“cannot run out of pollution”, like animals can do. Plants have to find biochemical 

mechanisms to filter the contaminants and intake the nutrients from the environment. Water 

content of soil and air, soil and air chemistry, temperature, pH, dissolved oxygen are only 

some of the characteristics very important for plants health. Plants can be used as environment 

alarms that react relatively quickly to any increase of the concentration of some components 

in the environment. Because the leaves are the plant “lungs”, first signs of pollution are the 

foliar symptoms and leaves composition, leaf being the anatomical part of the plants that 

concentrate especially the metals [Nouchi, 2002].         

 

Water contaminants and bioindicators 

Also some animals and microorganisms metabolism is influenced by the composition of 

nutrients and the contaminants of ecosystem. Oxidative stress is a biochemical state which 

can be unbalanced due to various factors, including contaminants. Thus, the oxidative stress is 

evaluated by the quantification of some specific enzymes (catalase, glutathione S-transferase, 
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glutathione peroxidase, reduced glutathione) and compounds (lipid peroxidation products) 

which very easily deviate from the normal range, with repercussions on the cellular activity 

and viability. This property was tested on Anguilla Anguilla L. (European eel) as a 

contamination response on the natural freshwater lake in Portugal. So, the concentration of 

oxidative stress enzymes increased in the case of heavy metals, agricultural chemicals and 

domestic polluted waters discharged into the lake, and the distribution of the pollution 

chemicals in different organs were also indicators of the degree of contamination [Ahmadi et 

al., 2006].  

 

Therapy with plants and environment 

Plants are used from ancient to different therapeutic treatments, for prevention and cure 

various diseases. The only drugs from old time were the herbs, and for all medical problems 

they knew which plant and which anatomical part to use to solve the medical problem. 

Tictures, extractions (aqueous extractions; glyceric, hydro-glyceric, alcoholic, hydro-alcoholic 

extraction), infusions, teas, are the most used form of therapy. Oils, tinctures and 

gemmotherapeutic products are used for prevention and healing, but if these plants are 

contaminated with metals or different chemicals, the natural effect as drugs is diminished.    

In agriculture it is important to know the agricultural aspects (planting time, the growth, the 

hervest time). Plants were used to obtain some nanomaterials, which can be used to proving 

the economical and biochemical safe, due to the interactions between NPs in 

plant.Nanomaterials are considered as waste or by-product of washing process, from where is 

accummulated in air, soil, and water. Some nanoparticles are very efficient to 

decontamination of the soil and water due to large specific surface area, available active sites 

on the surface, good optical and electrical properties, high stability and absorption capacity 

[Rai et al., 2018].      

Lately, some plants extract are used as natural biopesticides in agriculture with very good 

results. Thus, saponin-rich plant extracts from plants like Quillaja saponaria and 

Chenopodium quinoa were used as ingredient in biopesticide [Jiang et al., 2018]. 

Traditional and Arabic plants were used in complementary and alternative treatment of 

different forms of cancer. According to new reports of World Human Organization, even 

advanced countries in the world accepted complementary treatment of cancer using herbal 

treatments. The benefic action of herb cancer therapy is given by some phytochemicals from 

plants, these herbal treatments having the advantages to have antitumoral effect with low side 

effects. Etnopharmaceutical of Arabic and Islamic plants includ acacia, different mushrums, 

leak, onion, garlic, aloe, dill, celery, mustard, crown daisy, camphor, myrrh, saffron, 

chamomile, black seed, olive, Harmala Africa Rue, wheat, ginger, red-berry, grapes. Arabic 

and Islamic herbal medicine have log tradion, stimulates the immunologic system, and have 

antiviral, antibacterial, antiinflammatory, antioxidant, anticancer and antimutagenic effect 

[WHO, 2013-2014; Azaizeh and Arab, 2008].    

 

Conclusion 

Plants are part of ecosystem, being in relation with the other living organisms, and with the 

quality of the environment. Plants can be used as bioindicators of environmental pollution, 

and also can be used for decontamination of soil, water or even air.  

Polluted environment is often the nutritional environment of different plants. As the plants 

cannot move from a side of another like animals, they became contaminated because of the 

polluted environment. 

Due to the possibility of using plants therapy in cancer and many other diseases treatment, the 

environment of the plants used in herbal organic therapy has to be free of contaminant and to 

assure the optimal nutrients for development.     
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ABSTRACT 

In the present research the authors proposed to monitor possible chronobiological 

changes in some hematological parameters (erythrocytes, leukocytes and thrombocytes) of 

Wistar strain rats induced by the novel gallium complex - C(24). For this purpose a morning 

(m) and an evening (e) animal series were designed, each  including a control (Cp) and an 

experimental (E) group. Animals of the control groups (Cp-m, Cp-e) were injected 

intraperitoneally with polyethylene glycol and those from the experimental groups  (E-m, E-e) 

with the novel gallium complex in the morning and in the evening. At 48 hours after the  

administration of substances the animals were anesthetized and  blood samples were collected 

for biochemical and hematological analysis.  

Erythrocytes, leukocytes and thrombocytes parameters were determined. The resulted 

values showed an increase in most of erythrocytes parameters in E-m group and a slight 

decrease of all parameters in E-e group. As to leukocytes parameters an increase of most 

values both in E-m and E-e groups was recorded. Platelets parameters indicated decrease both 

in E-m and E-e groups, being more evident in case of platelets number.  

Key words :  gallium complex C(24), chronobiology, hematological parameters 
 

INTRODUCTION 

In chronobiology and chronobiochemistry one can distinguish three types of rhythms : a) 

ultradian - from some seconds to some hours;  b) circadian - about 24 hours; c) infradian -  from 

some days to months or year (Hayes et al., 1990; Schwob, 2007).  

In the last period more and more experimental and clinical studies are dealing with the 

anticancer effects of various gallium salts and complexes (Haiduc and Silvestru, 1990; 

Chitambar, 2010). This trend is due to the fact that gallium is the second metallic element 

after platinum  with evident anticancer effects (Bernstein, 2005).  

The aim of the present paper was to evidence possible changes in some hematological 

parameters after a period of 48 hrs (including two circadian cycles) from the administration of 
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the gallium complex C(24) with the molecular weight 820 Da - synthetized at the Department 

of Inorganic Chemistry of the University “Babeş-Bolyai” Cluj-Napoca (Vălean et al., 2009).  

 
MATERIALS AND METHODS 

Experimental design. Wistar strain rats, divided into a morning series (administration 

time 7 a.m.) and an evening series (administration time 7 p.m.) were used.  Afterwards each 

series were divided in two control groups, i.e. one morning (Cp-m) and one evening (Cp-e) - 

the animals receiving intraperitoneally (i.p.) a solution with Et-OH 40% : PEG 400 in the 

ratio of 1 : 1.5 (Gârban et al., 2012). It is to mention that polyethylene glycol (PEG) is 

suitable for solubilizing of various compounds of pharmaceutical and nutritional interest as 

well as xenobiotics (Milton, 1992; Smolinske, 1992; Gârban, 2007). Also, there were 

constituted   the  morning (E-m) and evening (E-e) experimental groups. Animals (E-m and 

E-e) were  injected i.p. with  0.25 mg/mL of the compound C(24) in solution with Et-OH / 

PEG. A quantity of 1 mL / 100 g body weight (b.wt.), i.e. 2.5 mg/kg b.wt. was injected. Each 

animal group consisted of 3 males and 3 females. The administered compund noted C(24) 

was an amonium gallium complex of  phosphinobisthiolato P,S,S pincer ligand with the 

formula : 
[NEt3H][Ga{PPh(2-SC6H4)2-k3S,S',P}-{PPh(2-SC6H4)2-k2S,S'}]   

The experiment lasted 48 hrs starting from the administered substances. At the end of the 
experiment blood samples were collected for analysis and the animals were euthanized by an 
Anesteran (purchaed from Rompharm Co., Bucharest-Romania) overdose. Requirements for 
the protection of animals used in scientific or other experiments were respected according to 
Council Directive 86/609/EEC of 24 November 1986 and National Governmental Ordinance 
No.37/30.01.2002. 

Hematological investigations: Using an automated „Abacus Junior Vet” type analyzer 

where a quantity of 25 l whole blood was introduced we obtained data on parameters 

regarding: red blood cells (erythrocytes); white blood cells (leukocytes) and platelets  

(thrombocytes). Parameters of red blood cells were: total number-RBC; hemoglobin-HGB;  

hematocrit-HTC; red blood cell indices-MCV; mean corpuscular hemoglobin-MCH; mean 

corpuscular hemoglobin concentration-MCHC; red cell distribution width-RDWc. Parameters 

of white blood cells were: WBC-total number; LYM-lymphocytes; MID-medium size cells 

count; GRA-granulocytes; LY%-lymphocytes percentage; MI%-medium size cells percentage; 

GR%-granulocytes percentage. Parameters for platelets were: PLT-number of platelets; PCT-

platelet percentage; MPV-mean platelets volume; PDWc-platelet distribution width.  

Statistical evaluation. Mean values (X) and standard deviations (SD) of all the 

experimental data were determined. Data were evaluated using a conventional statistical 

procedure, the analysis of variance (ANOVA).  
 

RESULTS AND DISCUSSIONS 

Parameters of red blood cells are the main indicators of the iron status of the organism 

and can be modified either by the time-period of collection (Gârban et al., 1989; Pocock et al., 

1989; Sanni et al., 2000) or by various factors such as: acute hemorrhage, lack of substances 

needed for RBC production, action of various xenobiotics  a.o. The oxyphoretic capacity of 

RBC is important in order to prevent tissue hypoxia and the consequent disturbances. Our 

results on the effects of the gallium complex C(24) on erythrocyte parameters are presented in 

table 1 and table 2. 
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Table 1. Erythrocyte parameters  obtained in the morning animal series  

Groups n 

RBC HGB HCT MCV MCH% MCHC RDWC 

(•10
12

/L) (g/dL) (%) (fl) (pg) (g/dL) (%) 

X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD 

Cp - m 6 7.83 ± 1.87 12.58 ± 3.32 38.24 ± 5.43 49.50 ± 2.25 15.98 ± 0.53 32.41 ± 1.63 17.11 ± 0.65 

E - m 6 8.80 ± 0.88 14.01 ± 1.36 40.18 ± 2.24 47.50 ± 2.07 15.95 ± 0.51 33.53 ± 1.13 18.23 ± 1.49 

X + 0.97 + 1.43 + 1.94 - 2.00 - 0.03 + 1.12 + 1.12 

 

Table 2. Erythrocyte parameters  obtained in the evening animal series  

Groups n 

RBC HGB HCT MCV MCH% MCHC RDWC 

(•10
12

/L) (g/dL) (%) (fl) (pg) (g/dL) (%) 

X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD 

Cp - e 6 9.17 ± 0.45 14.90 ± 1.05 44.13 ± 1.55 48.16 ± 2.04 16.23 ± 0.77 33.75 ± 0.78 18.63 ± 1.59 

E - e 6 8.58 ± 0.76 13.78 ± 0.92 41.12 ± 1.51 48.00 ± 1.41 16.08 ± 0.74 33.50 ± 0.91 17.52 ± 0.53 

X - 0.59 - 1.12 - 3.01 - 0.16 - 0.15 - 0.25 - 1.11 

In vivo studies using Ga compounds revealed that Ga is present mostly in blood serum  
and in small quantites in leukocytes (Bernstein, 2005). Parameters of white blood cells have 
an important role in the defending processes of the organism, e.g. phagocytosis. In table 4 and 
table 4  are given the obtained results regarding these parameters after C(24) injection. 
 

Table 3. Leukocytic parameters obtained in the morning animal series  
 

Groups n 

WBC LYM MID GRA LY MI GR 

(•10
9 
/ L) (•10

9 
/ L) (•10

9 
/ L) (•10

9 
/ L) (%) (%) (%) 

X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD 

Cp - m 6 10.70 ± 3.12 8.15 ± 2.15 0.32 ± 0.18 2.21 ± 1.02 76.83 ± 3.05 3.23 ± 2.91 19.93 ± 3.11 

E - m 6 13.06 ± 3.82 10.57 ± 3.19 0.33 ± 0.21 2.15 ± 0.71 81.05 ± 3.05 3.61 ± 2.43 17.73 ± 3.15 

X + 2.36 + 2.42 + 0.01 - 0.06 + 4.22 + 0.38 - 2.20 

 

 

Table 4. Leukocytic parameters obtained in the evening animal series 
 

Groups n 

WBC LYM MID GRA LY MI GR 

(•10
9 
/ L) (•10

9 
/ L) (•10

9 
/ L) (•10

9 
/ L) (%) (%) (%) 

X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD X ± SD 

Cp - e 6 7.66 ± 2.76 5.51 ± 2.52 0.34 ± 0.18 1.80 ± 0.89 70.58 ± 8.09 4.67 ± 2.98 24.75 ± 7.72 

E - e 6 9.58 ± 4.01 6.80 ± 2.89 0.42 ± 0.26 2.35 ± 1.37 71.85 ± 5.77 4.22 ± 2.09 23.93 ± 5.23 

X + 1.92 + 1.29 + 0.08 + 0.55 + 1.27 - 0.45 - 0.82 

 

Platelets or thrombocytes are small cell fragments with a short life time which  
circulate in the blood and are involved in hemostasis. The results obtained in this experiment 
are depicted in table 5 and 6.  
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Table 5. Parameters of platelets  obtained in the morning animal series 
 

Groups n 

PLT 

(•10
9
) 

X ± SD 

PCT 

(%) 

X ± SD 

MPV 

(fL) 

X ± SD 

PDWC 

(%) 

X ± SD 

Cs - m 6 503.00 ± 379.00 0.29 ± 0.20 6.03 ± 0.80 30.60 ± 1.45 

E - m 6 477.00 ± 245.00 0.27 ± 0.13 5.91 ± 0.79 30.51 ± 1.89 

Δ X - 26.00 - 0.02 - 0.12 - 0.09 

 

Table 6. Parameters of platelets obtained in the evening animal series 
 

Groups n 

PLT 

(•10
9
) 

X ± SD 

PCT 

(%) 

X ± SD 

MPV 

(fL) 

X ± SD 

PDWC 

(%) 

X ± SD 

Cs - e 6 595.80 ± 133.00 0.34 ± 0.08 5.56 ± 0.16 28.78 ± 0.38 

E - e 6 542.20 ± 140.80 0.30 ± 0.07 5.53 ± 0.28 28.77 ± 0.61 

Δ X - 53.60 - 0.04 - 0.03 - 0.01 

 

Both in the morning (E-m) and in the evening (E-e) experimental groups the number of 

thrombocytes was decreased when compared with the control groups. The decrease was more 

evident in case of the evening experimental group. 

 

CONCLUSIONS 

1. The administered gallium complex C(24) on the parameters of red blood cells (RBC) 

showed the followings: statistically not significant increase of RBC, HGB, HCT, MCHC 

and RDWC and decrease of MC and MCT in the morning series. In the evening series all 

the parameters were slowly decreased. 

2. Regarding the effects of gallium complex C(24) on the parameters of white blood cells 

(WBC) an increase of values both in the morning and evening series were found with some 

exceptions.Thus, GRA decreased in the morning, MI decreased in the evening while GR 

decreased both in the morning and evening series.  

 3. Parameters concerning the platelets (PLT) under the action of the gallium complex C(24) 

revealed decrease in both animal series. More important decrease was found in case of the 

platelets number in the evening experimental series. 
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Abstract 

The paper points out the negative impact of air pollution on human health and the 

environment, caused by the emission of exhaust gases of motor vehicles. According to recent 

estimations published by the European Environment Agency, estimated traffic in Europe 

would be contributing more than 64% to air pollution (NOx, NO2, PM). Combustion chamber 

deposits are listed as one of the dominant causes of deterioration of the emission 

characteristics of motor vehicles. The primary reason for carbon deposits forming is a 

complex reaction that occurs between components, fuel, blow-by gas, and lubricant oil. 

Carbon deposit also has a negative impact on the heat transfer process in the combustion 

chamber, emissions, combustion and maintenance costs. The paper points out the possibility 

and importance of removing carbon deposits using H2E engine carbon cleaning (H2E ECC) 

system. The results of testing the emission characteristics of the engines on four randomly 

selected vehicles Euro 3 and Euro 4 classes before and after the treatment of vehicles using 

the H2E ECC indicate that the concentration levels of the toxic components in the mixture of 

exhaust gases are reduced. In this way, the emission characteristics of the treated vehicles 

have been improved. 

 

Introduction 

Ambient air pollution has a direct influence on human health. Air pollution alone poses the 

single most significant environmental risk factor in Europe today, responsible for more than 

400,000 premature deaths [1]. Due to adverse health effects, air pollution has been marked as 

the top stressor regarding the environmental burden of disease [2]. Among various shared 

sources of air pollution in an urban setting, road traffic is considered to be the main 

contributor to pollution. According to the recent assessments published by the European 

Environment Agency, road traffic is estimated to contribute more than 64% to air pollution 

(NOx, NO2, PM) in Europe [3].  

The primary pollutants emitted from cars and vehicles are particulate matters (PM), carbon 

monoxide (CO), hydrocarbon (HC), nitrogen oxides (NOx), lead (Pb), sulfur oxides (SOx) 

etc.  not only are these pollutants harmful to human health, nitrogen oxides and hydrocarbons 

are also sources of the formation of photochemical smog and ozone [4]. In Europe, the 

contribution of vehicle emissions to NOx and CO levels amounted to 40% and 26% in 2011, 

respectively [5]. Traffic-related emissions have become one of the significant sources of air 

pollution, in Chinese cities such as Beijing, Guangzhou, and Shanghai [6]. Therefore, the 

urban traffic problem, which encompasses exhaust emissions, congestion, and level of safety, 
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has become more serious.  Due to their sizeable adverse impact to the environment and 

human health, vehicle pollutants emission reduction management has been an important topic 

in recent transport studies. 

Regarding the environmental pollution, improving IC engine efficiency and emissions has 

become an important issue nowadays. Therefore, reducing vehicle pollutant emissions to 

improve the public's living environmental quality is a problem that government policies must 

deal with immediately; it is also an objective that industries and academics are working 

towards. 

 

Carbon deposits 

Carbon deposits (CD) can be defined as heterogeneous mixtures consisting of carbon residue, 

oxygenated resinous organic material and carbonaceous combinations [7]. The primary cause 

of CD is a complex reaction that occurs among the components, fuel, blow-by gases and 

lubricant oil. Most of CD originates from the fuel, while the remaining comes from the 

lubricant oil. The formation of CD may significantly affect the engine performance and 

drivability. Combustion chamber deposits are generally found on the top of pistons or the 

cylinder head in engines due to incomplete combustion and physical or chemical interactions 

between fuel or oil components and the hot chamber surface under the high-temperature, 

high-pressure heterogeneous mixing conditions. Carbon deposit also has a negative impact on 

the heat transfer process in the combustion chamber, emissions, combustion and maintenance 

costs. 

Although fuel formulations and engine designs have both been significantly upgraded to 

provide the more stringent emission regulations and improve fuel economy, the formation of 

CD is still observed in the combustion chamber or the ring pack. The existence of CD is 

inescapable in internal combustion engines. Identifying the chemical composition is crucial in 

tracing the source of deposits. Based on statistical data and new data [8], the major elements 

in CD are C, O, H, N, and a small metal content level, possibly derived from the lubricating 

oil. Differentiating from traditional toxic and corrosive chemical substances for CD removal 

[9]. Mixed gas carbon removal is a new method of removing the engine carbon deposit, not 

only without stripping the engine, but also on the environment protection. Recently, the 

removing carbon deposition engine with mixed gas is widely used in engine maintenance. 

 

Hydrogen carbon cleaning usin H2E technology 

H2E engine carbon cleaning (H2E ECC) system in the process of water alkaline electrolysis, 

in the presence of potassium hydroxide (KOH), generates hydrogen and oxygen in a volume 

ratio of 2:1. The obtained mixture of gases is introduced into the engine cylinders through the 

inlet manifold, while the engine is operating in a mode set by the H2E application during the 

additivation procedure. In controlled combustion conditions, degradation of CD occurs in the 

cylinder and the exhaust manifold. 

The increased internal oxygen proportion enhances combustion, and at the same time, the 

catalytic properties of hydrogen make it possible for the burning of carbon to be slowly 

broken down to clear the internal CD. 

A powerful electric current splits the water molecule into its component atoms producing an 

oxy-hydrogen mixture. The mixture is passed into the engine and burnt as the engine runs 

mixing the oxy-hydrogen with the fuel.  As it passes through the induction system, 

combustion chamber,  etc, the hydrogen reacts with the CD turning the carbon into 

hydrocarbons, this disposes the CD from the engine and the resulting gas exits the engine via 

the exhaust system. Using hydrogen technology, CD are removed from the inner workings of 

the engine, which naturally build up during the lifetime of the vehicle. 

By removing unwanted CD, further engine deterioration and damage can be avoided.  
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The effect of carbon cleaning is dependent on how “dirty” the engine is. This is down to many 

different things: driving style, mileage, fuel used etc. If the engine doesn’t get worked high 

load conditions, then it will most likely have more carbon build up. Taxis and buses are the 

worst as they are sat idling and often short stop-start journeys at low load conditions. 

 

Experimental 

In order to assess the impact of the H2E ECC process on the emission characteristics of the 

tested motor vehicles. The exhaust gas analysis were performed before and after the H2E 

ECC treatment. H2E engine carbon cleaning treatment is shown in Figure 1. 

 
Figure 1. H2E engine carbon cleaning treatment 

 

The quantification of the target components in the exhaust mixtures was carried out using the 

gas analyser Stargas 898 Global Diagnostic System (Serial No. 3156) and the "Smokemeter 

495/02." 

The measurements were carried out on randomly selected used vehicles that are in regular 

usage and where it was possible to test the emission characteristics using the exhaust gas 

analysers prescribed for control on technical inspections. The measurements were included a 

sample of ten vehicles, four of which were with diesel engines and six vehicles were with 

petrol engines. The analyses were conducted at the locations in Novi Sad (Serbia) and Ystad 

(Sweden). Measurements of exhaust gas emissions were conducted before and after treatment 

with the H2E ECC system, for each vehicle. Exhaust gas emission measurements were carried 

out according to the method described in the instructions of the exhaust gas analysers, while 

the treatments were carried out according to the procedure described in the directions of the 

H2E ECC system. 

 

Results 

The results of testing the emission characteristics of the engines on four randomly selected 

vehicles with diesel engines that fulfil the Euro 3 and Euro 4 standards indicate a decrease in 

the opacity by an average of 60%. 

The results of the emission test for six randomly selected petrol engines that fulfil  Euro 3, 

Euro 4 and Euro 5 standards indicate a decrease in carbon monoxide (CO) concentrations for 

an average of 77% and total hydrocarbons (HC) for an average of 84% in the exhaust gas 

stream. 
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Conclusions  

It can be concluded that for all tested vehicles, emissions of exhaust gases (opacity on diesel 

engines) have dropped significantly, which is the result of more efficient combustion after 

performed the H2E ECC procedure. 

The reduction in the concentration levels of CO and HC in the exhaust gas stream is the result 

of providing more favourable conditions for combustion of the air-fuel mixture after the 

treatment with H2E ECC system. This claim is supported by the data on the slight increase in 

carbon dioxide (CO2) content, which generates as a result of complete combustion at the 

expense of the disappearance of HC and CO. 

The significantly reduced CO and HC emissions in the petrol engine provide higher overall 

efficiency and longer service life of the catalyst in the exhaust system of the vehicle. 

Reduced opacity in the diesel engine indicates on reduced particulate intake intensity within 

the particle filter (DPF), which diminishes many automatic regenerations of the filter, thereby 

providing a longer service life and higher efficiency of the catalytic converter of exhaust 

gases and particulate filters. 

The reduced emission of gases in the exhaust section results in reduced accumulation of 

deposits in the inlet manifold to which it comes through the exhaust gas recirculation system 

(EGR) 
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Abstract 

Consumer behavior changed a lot in the last few years. The chemicals used in food production 

discourage consumers, but protection against spoilage and pathogenic microorganisms is 

crucial, because they are important from medical and economic perspectives. Among research 

topics related to novel, minimally processed techniques using natural components, sea 

buckthorn is less studied. In spite of its widespread application and beneficial effects the 

potential of sea buckthorn is not completely explored.  

Antioxidant capacity and antibacterial activity of commercially available sea buckthorn 

products (sea buckthorn instant tea, sea buckthorn tea, sea buckthorn powder, berry and juice) 

were determined. FRAP (Ferric Reducing Ability of Plasma) method, and TPC method with 

Folin-Ciocalteu reagent (Total Polyphenol Content) were applied for antioxidant capacity 

measurements. Antibacterial activity was tested against Escherichia coli, Enterococcous 

faecalis, Listeria innocua, Listeria monocytogenes, Pseudomonas aeruginosa and 

Staphylococcus aureus by using agar well diffusion method. 

 

The obtained results highlighted that not only the active substance content of products but 

also the preparation techniques (water temperature, time of infusion) significantly influence 

the antioxidant capacity and antibacterial activity. Higher water temperature in case of tea 

preparation resulted better antibacterial activity and higher antioxidant capacity. In case of sea 

buckthorn powder, longer infusion time proved to be more efficient. Products with higher 

antioxidant capacity showed better antibacterial activity by agar well diffusion method. In 

case of berry and berry juice, high antioxidant capacity and excellent antibacterial activity 

were determined. 

 

Introduction 

Sea buckthorn, also known as Hippophae rhamnoides L., is an Eurasian plant belongs to the 

Eleaganceae family, originally found on the slopes of the Himalayas [1]. Today we can find it 

in the Alps and on the northern shores. This plant has a rich history in natural medicine [2], 

due to their high content of bioactive compounds [3]. Sea buckthorn is good sources of 

valuable nutrients (carotenoids, tocopherols, phytosterols, phenolic acids and flavonoids), 

demonstrating various useful effects (antioxidant, antimicrobial) [4-6]. The aim of this study 

was to find commercially available sea buckthorn products and process them under aseptic 

conditions while examining the antibacterial effect and antioxidant capacity of the products, 

to explore relationships between them. I process them by taking the preparation methods 

recommended by the manufacturer / distributor (time of infusion, temperature). 
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Experimental 

FRAP method, and TPC method were applied for antioxidant capacity measurements [7-8]. 

FRAP was defined in ascorbic acid equivalent (g ascorbic acid equivalent/ g). TPC was 

determined according to the Folin–Ciocalteu spectrophotometric method described by 

Singleton and Rossi. Results were specified in g gallic acid equivalent/ g. Antibacterial 

activity was tested against Escherichia coli, Enterococcous faecalis, Listeria innocua, Listeria 

monocytogenes, Pseudomonas aeruginosa and Staphylococcus aureus by using agar well 

diffusion method. The commercially available products were sea buckthorn instant tea, sea 

buckthorn tea, sea buckthorn powder, berry and juice. I used two types of preparation for the 

instant sea buckthorn tea. I resolved the product in cold and in 60 °C water too. In case of the 

sea buckthorn tea I used cold and 90 °C water. I brewed the tea in cold water 24 hours for the 

first preparation and 15 minutes for the second one. The third preparation of the tea I brewed 

in 90 °C water for 15 minutes and then removed with filter paper. The powder were once 

soaked in cold water for 24 hours and the other one for 15 minutes and then removed by 

centrifuge. 

 

Results and discussion 

Antibacterial activity tested by using agar well diffusion method. In the case of sea buckthorn 

tea, the cold preparations (all 15 minutes and 24 hours of brewing) did not show complete 

inhibitory effect, only partially, while in the case of the tea brewed at 90 °C, I have already 

experienced zones of inhibition in most places. In the case of cold instant tea, there was a 

zone of inhibition for all bacteria, but instant tea brewed at 60 °C resulted larger zones. In 

case of sea buckthorn powder, 15 minutes of soaking was not enough to release the inhibitory 

components, only of Listeria innocua. The 24 hour sea buckthorn powder was better, 

however, inhibition was not significant (less than 10 mm). 

 
Figure 1. Inhibition zones of agar well diffusion method (tea, instant tea) 
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Figure 2. Figure 1. Inhibition zones of agar well diffusion method (powder, juice, berry) 

FRAP method, and TPC method with Folin-Ciocalteu reagent were applied for antioxidant 

capacity measurements. The results show that the tea brewed at 90 °C has very good 

antioxidant capacity and instant teas have also high. (Figure 3.). In case of instant tea, the 

originally added vitamin C could have slightly influenced the result. Higher temperature 

affected the antioxidant compounds in a positive way, because several more components 

could dissolve out from the tea, that increased the antioxidant capacity. It can be seen that 

these three results are close to each other. This is consistent with the results of agar well 

diffusion method, where their antibacterial effects also closely related. The FRAP method 

shows that the sea buckthorn berry has remarkably good values predicted by the agar well 

diffusion method (Figure 3.). The results also demonstrate the high polyphenol content of sea 

buckthorn berry and juice. The values of the sea buckthorn powder were not particularly 

prominent, but it can be seen that the longer soaked powder had better results (Figure 4.). 

 
 

Figure 3. Ferric Reducing Ability of Plasma (FRAP), g ascorbic acid equivalent/ g 
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Figure 4. Total polyphenol content (TPC), g gallic acid equivalent/ g 

 

Conclusion 

The obtained results highlighted that not only the active substance content of products but 

also the preparation techniques (water temperature, time of infusion) significantly influence 

the antioxidant capacity and antibacterial activity. Higher water temperature in case of tea 

preparation resulted better antibacterial activity and higher antioxidant capacity. In case of sea 

buckthorn powder, longer infusion time proved to be more efficient. Products with higher 

antioxidant capacity showed better antibacterial activity by agar well diffusion method. In 

case of berry and berry juice, high antioxidant capacity and excellent antibacterial activity 

were determined. In case of instant tea, the originally added vitamin C could have slightly 

influenced the result, both fo bacteriocid effect and antioxidant capacity. 
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Introduction 

Nanotechnology is one of the most dynamically growing fields of science, which requires the 

production of engineered nanoparticles (ENP) for various applications. Chemical synthesis 

procedures were dominating the field for many years, but physical procedures, that are based 

on laser or discharge ablation, are becoming more and more popular nowadays. One of these 

ablation-based methods is spark discharge generation, which is a versatile method for the 

preparation of mono- or bimetallic nanoparticles. In a spark discharge generator (SDG), a 

high voltage oscillating discharge is produced between two electrodes made of at least 

moderately conducting material. The erosion of the electrodes produce an atomic vapor in the 

spark gap, which is carried away by a gas flow. Nucleation and coagulation processes lead to 

nano-sized aggregates, which are then compacted to form spherical nanoparticles (NP). This 

method produces high purity NPs. SDGs can also be run continuously, thus industrial rate 

production is also possible. Control of the particle properties (e.g. concentration and size) can 

be achieved by tuning the operating conditions of the generator. The SDG method can also be 

considered cost-efficient and environmentally friendly.  

The goal of the present work was to study how the operating parameters of SDGs 

influence the composition and size distribution NPs in the case of certain bimetallic particles 

(BNPs). In particular, we intended to study the influence of the electrode polarity, gap size 

and compaction on Au-Ag and Au-W particles. 

 

Experimental 
Our SDG system is built around a gastight stainless steel chamber (DN 160). The two, 3 mm 

diameter, cylindrical electrodes (99.9% purity, Goodfellow Inc.) are uniaxial and positioned 

horizontally. The electrode gap can be controlled by two microadjusters. The carrier gas, 

99.995% purity nitrogen, entered the chamber ca. 5 mm above the electrodes and flowed 

downwards. The flow rate was set at 5 l/min using a mass flow controller (Modell GFC16, 

Aalbor Inc.). All experiments were performed at atmospheric pressure (~1015 mbar). 

Evacuation of the chamber was done using a membrane pump (UN726TTP, KNF Neuberger 

Inc.). The discharge circuit consisted of an 8 nF, monolithic, high voltage capacitor (Modell 

450PM980 , General Atomics) and a high voltage capacitor charging power supply (HCK 

800-12500, FuG GmbH). The discharge current was adjusted to keep the spark repetition rate 

at 100 Hz. The size distribution was monitored by an SMPS (SMPS-C, Grimm Aerosol 

Technik GmbH). The generated NPs were collected on glass fiber filter and then dissolved in 

aqua regia prior to their composition determination by ICP-MS analysis. The produced 

solution was then filtered on a 0.22 µm PTFE membrane syringe filter. The solution was 

finally measured on an Agilent 7700X ICP-MS instrument. 
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Results and discussion 

Effect of initial electrode polarity on NP composition. This parameter is expected to have only 

a minor influence on NP composition, since it has little impact on the extent of electrode 

erosion. The oscillating current will ablate always the cathode, which one of electrodes in one 

half-cycle and then in the next half-cycle, the other electrode gets to be the cathode and so 

ablated, and so on. Erosion rate is porportional to the square root of the electrical current, and 

since the current dampends with about a couple of percents in every half-cycle, therefore the 

rate of erosion will slightly (5-10%) higher for the electrode that was initially the cathode 

(HV). If the quality of the electrodes is different, then the erosion rate can also be different, 

thus this polarity-driven contribution only perturbs the already existing erosion rate 

difference. This translates to a slightly differing composition of NPs, as is illustrated by the 

graph below, which shows the case of Au/Ag and Au/W electrodes. The concentration of 

particles does not change significantly.  
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Effect of gap size on NP composition. The gap size influences the breakdown voltage, which 

in turn proportionally changes the spark energy. Hence, a larger gap size produces a higher 

energy spark, which causes more erosion. The effect of this on NP composition is such that 

the softer component will become slightly overrepresented in, as its erosion will increase 

more. Along with this, the particle concentration will typically decrease, because spark 

repetition rate, which primarily influences the particle yield, decreases with an increase in the 

breakdown voltage (assuming a constant charging current). The figure below shows the 

observed effect of the gap size on the NP composition for Au and Ag electrodes. It should 

also be added, that using extreme gap sizes, can shift the character of the discharge too – for 

example, at around ca. 0.5 mm gap size, a spark-to-glow transition occurs, which slightly also 

influences the erosion processes. As it can be seen, the total change in composition is only a 

few percents in the range of 0.5 to 3 mm.       

 

 
 

Effect of compaction on NP composition. Compaction (sintering) of the particle aggregates by 

leading the NPs through a tube furnace is often advantageous in NP production, as it makes 

the particles more spherical, more uniform. The control of the process needs the optimization 

of the carrier gas flow rate and the furnace temperature. In the present case, we worked with a 

900°C temperature, which is the highest value that can be set in our furnace. The process may 

result in some loss of the more volatile metal of the two, thus NP composition may be 

affected. In the case of Ag/Au BNPs, where there is no significant difference in the melting 

point (Au 1064°C, Ag 962°C), the process caused no change in the composition of particles.  



 
24th International Symposium on Analytical and Environmental Problems 

247 

 
 

Effect of gap size on NP size distribution. It is probably needless to say that the size 

distribution of only compacted particles can be meaningfully determined, thus we also studied 

this effect on compacted particles. As it turned out, the size distribution of Au-Ag BNPs 

shifted with an increase of gap size in such a way that the modus increased.  

 

 
 

 

Conclusions 

It was established that neither the initial electrode polarity, nor compaction or gap size does 

not significantly change the composition of the generated Au-Ag BNPs in an SDG. The effect 

was only a few percent. This is advantageous, since it allows the production of different 

concentration or size of particles of the same composition with the same set of electrodes. At 

the same time, the few percents change in composition caused by the polarity change can be 

considered as a simple and elegant means of fine-tuning the NP composition. It was also 

observed that the gap size strongly influences the size distribution of NPs.  

At present, work is being carried out in our laboratories to extend the experiments over to 

other BNPs. We are also currently making attempts to assess the performance of electrode 

erosion models (e.g. Lwellyn-Jones and Feng et al.) in estimating the composition of BNPs.  
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Abstract 

 

Inorganic aerogels [1] are most often produced from silica, undergoing multiple 

phases of cooling and heating under high pressure (supercritical drying) or vacuum 

(lyophilization). Nowadays, low-cost organic aerogels such as graphene/metal oxide 

hydrogels are widely used in various applications (supercapacitors, oil absorption etc.) and 

fields like electronics, material science and aerospace engineering [2,3]. These carbon-based 

nanomaterials, having a nonpolar carbon structure, are useful especially for their essential 

hydrophobic properties [4], ultralow density, high surface area and high conductivity. Our 

previous work [5,6] included studies upon p-CuGaO2 dye-sensitized solar cells which 

revealed excellent optical transparency of CuGaO2.  Also, CuGaO2 can be used in 

photocatalysis for the oxidation of hydrogen sulfide, while graphene can conduct the electrons 

generated in the conduction band of the semiconductor to the counter-electrode closing the 

electrical circuit. Hybrid materials like CuGaO2/graphene aerogels could be efficient for dye-

sensitized solar cells and advanced electrodes fabrication.  

 

Experimental 

 

The precursor sample (P1) is a mixture of graphene oxide prepared using a modified 

Hummers method (conc. 0.9 mg/ml) and graphene Quattro-Type (conc. 0.05 mg/l) purchased 

from NanoIntegris. By centrifugation and water redispersion, the concentration of graphene 

increased to 0.75 mg/ml.  

 

Further, the suspension was subjected to freeze drying and thermal treatment in a GSL-1500X 

Vacuum furnace (MIT Corporation) at a pressure < 1 Torr and a temperature rise rate of -

4°C/minute resulting in P1T2 (Fig. 1A) and P1T3 samples.  

 

CuGaO2 was obtained under hydrothermal conditions at 250ºC, using metal nitrates as 

precursors. X-Ray powder diffraction patterns of CuGaO2 were obtained using an X’Pert PRO 

MPD diffractometer.  

 

CuGaO2 was added to P1 aqueous solution, following the protocol described above, resulting 

in aerogel samples S1 and S2 (Fig. 1B). Samples S1 and S2 were characterized by Scanning 

Electron Microscopy (SEM).  
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Figure 1. Photograph of (A) P1T2 aerogel sample (B) S1 and S2 aerogel samples  

 

Results and discussion  

 

Sample composition and processing conditions are presented in Table 1. 

 

 

 

 

 

 

 

Table 1. Experimental conditions for thermal treatment and CuGaO2 content corresponding to 

P1T2, P1T3, S1 and S2 samples 

 

The sample P1T3 (Fig. 1A), resulting from the 300°C thermal treatment (Table 1), has 

an average pore size higher than sample P1T2 obtained at 240°C. This phenomenon is due to 

the lower density of hydrophilic groups as G-COOH, G-OH, G-CO, attached on the graphene 

sheets. A high density of functional groups leads to the adsorption of a higher quantity of 

atmospheric water which, in turn, leads to the loss of structural integrity and partial collapse 

of structures, manifested by the pore dimension decrease.  

 

 
Figure 2. Graphene and CuGaO2/graphene aerogels – (A) SEM images of P1T2, P1T3, S1 

and S2 samples; (B) EDS elemental composition maps of S1 sample. 

 

Sample name CuGaO2 % Treatment 

temperature °C 

P1T2 0 240 

P1T3 0 300 

S1 1 300 

S2 4 300 
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          In case of S1 and S2 aerogel samples, we can see that the CuGaO2 “flower shape” 

superstructures are uniformly distributed in the volume of the graphene aerogel (Fig. 2A and 

2B). Due to the use of the graphite oxide and reduced graphene mixture, the S1 and S2 

aerogels have both a high polar molecule absorption capacity due to the functional groups 

attached to the graphene oxide and, also, a high electrical conductivity due to the reduced 

graphene.  

             EDS maps (Fig. 2B) of S1 sample confirmed the homogenous distribution of Cu and 

Ga, which confirms the pure phase CuGaO2 delafossite (Fig. 3) and the relative homogenous 

dispersion of the inorganic compound in aerogel. The use of hybrid materials like 

CuGaO2/graphene type aerogels, for dye-sensitized solar cells, electrochemical sensors and 

advanced electrodes will be the topic of further studies. 

 
 

Figure 3. X-ray diffraction pattern of CuGaO2 

TEM image (Fig. 4A) suggests that p-CuGaO2 semiconductor is exhibiting flat 

platelets. These semiconductor sheets are forming spherical superstructures coated by 

graphene within the aerogel. Therefore, the electrical contact between the graphene layer and 

the semiconductor nanoparticle is “point shaped” with reduced surface area. Further studies 

are required for increasing the contact surface between the semiconductor and graphene 

sheets.  

The band gap energy value of the semiconductor (Eg) was determined from the UV-

Vis diffuse reflectance spectra (Fig. 4B). Sample reflectance was transformed into absorbance 

using Kubelka-Munk (K-M) function. Due to the fact that CuGaO2 has a direct inter-band 

transition, the Eg value was determined by extrapolating the linear part of (K-M*E)
2
 = f (E), 

where K-M is the absorbance and E the reflected energy radiation (eV) [7]. 
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Figure 4. TEM of pure CuGaO2 material (A) and Eg determination (B) 

 

Conclusions 

 

Graphene and graphene/CuGaO2 based aerogels, with various possible nanotechnology 

applications, were synthetized by lyophilization followed by thermal treatment in vacuum. 

During the thermal treatment, the graphene oxide from precursors is partially reduced; some 

hydrophilic bonds are lost by condensation and decarboxylation reactions, leading to aerogel 

pore size change after water adsorption. An aerogel with a homogenous distribution of the 

semiconductor within it was obtained by mixing P1 aqueous suspension containing graphene 

oxide and reduced graphene with the CuGaO2 compound, before freezing. 
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The use of graphite and graphene oxide in combination with phase change materials is 

a viable choice for enhancing the thermal conductivity of latent heat storage materials [1, 2]. 

Graphene-based aerogels attracted a lot of interest due to their fascinating properties, such as 

high mechanical strength, electrical conductivity, adsorption capacity and thermal resistance 

[3], which allow them to be used in a variety of applications like energy storage, 

supercapacitors and gas sensing [4]. 

The present study includes the preliminary results regarding the functionalization of 

graphite, and the chemical synthesis of graphite-graphene aerogel. The obtained carbon 

materials were studied using X-ray diffraction and scanning electron microscopy. 

 

Graphite-graphene aerogel synthesis 

 

The incorporation of surface oxygen into graphite can be achieved through a variety of 

methods. The functionalization of the graphite surface by acidic oxidation is the starting point 

for the vast majority of reports [5]. 

H2SO4 and HNO3 were mixed in a 3:1 ratio to create a solution with a final volume of 

160 mL. Graphite powder (2 g) was added to this solution and the mixture was heated to 70 
o
C with stirring for 8 h. After the oxidation process, the excess of the oxidizing agent was 

removed by centrifugation, followed by repeated washing, decanting and further 

centrifugation of the functionalized graphite in bidistilled water until the pH of the 

supernatant exceeded 5 (the concentration of suspension was 73.4 mg/mL). 

The graphene oxide (prepared by the modified Hummers’ method) was mixed with the 

functionalized graphite, in a 1:100 ratio, after which the suspension was immersed in liquid 

nitrogen for 2 minutes. The sample lyophilization occurred at a gas pressure of 2 Torr, and 

after 20 hours the gas pressure dropped to about 960 mTorr. At this point the graphite-

graphene aerogel can be clearly seen inside the quartz tube (Figure 1). Finally, the aerogel 

was heat-treated under vacuum (GSL-1500X Vacuum furnace, MTI Corporation) at 800
 o

C (2 
o
C/min) for 60 minutes, during which the aerogel fragmented. 

To also study the thermal reduction of the graphene oxide, this was heated under the 

same conditions. The results are compared in Figures 2 and 3.  

The crystalline structure of the samples was characterized by X-ray diffraction 

measurements (XRD, PW 3040/60 X’Pert PRO, Cu-Kα radiation), the results being presented 

in Figure 2. 
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Figure 1. The graphite-graphene aerogel during its synthesis. 

 

The crystallite size was determined using the Scherrer equation, by considering the 

diffraction peak located at a 2θ of 26.6 degrees, having the Miller indices (002). The obtained 

values were 103 nm for graphite and, respectively, 49.5 nm for the graphite in aerogel. 

 

 

Figure 2. XRD patterns of graphite, functionalized graphite, reduced graphene oxide, and 

graphite-graphene aerogel. 

 

Thus, the oxidizing mixture leads, on one hand, to the fragmentation of graphene 

sheets from the graphite network, and on the other hand to the intercalation of functional 

groups across the carbon atom layers, which is followed by the separation of sheets. The 

functionalized graphite is completely reduced at 800 °C. 

The morphology of the samples, investigated using the scanning electron microscope 

(FEI Inspect S), is presented in Figure 3.  
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Figure 3. SEM images of (a) reduced graphene oxide and (b) graphite-graphene aerogel.  

 

The aerogel has an interconnected porous network, the pore walls consisting of layers 

of stacked graphene and graphite sheets. In the SEM images (Figure 3b) we can observe the 

existence of individual graphite sheets, produced during the loss of oxygen through high-

temperature reduction, which confirms the XRD data. 
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Abstract 

Measurements were carried out on selected points of Szeged to achieve a coarse noise 

distribution of the city. The measurements were aimed to obtain the environmental noise load 

values caused by traffic mainly. The original measurements were carried out in 2012 and they 

were repeated on the same location spots in 2015 and 2018. 

 

Introduction 

Almost all the information a man collects is acquired through sight and hearing (83% percent 

through sight and 11% through the hearing). These times more and more people live in big, 

crowded cities. This artificial environment when compared to the natural environment is too 

noisy. It can be even harmful to the hearing. It is a necessity to check from time to time that 

our environment is still within the healthy limits. 

The normal hearing of a human ranges from 20 Hz frequency to 20000 Hz.[1] 

The hearing is logarithmic. The industrial tools for noise measurements are based on sound 

pressure level and the data are given in decibel (dB).[2] It is given by Eq.1: 

 

 𝐿𝑝 = 20𝑙𝑜𝑔10 (
∆𝑝

𝑝0
)  𝑑𝐵 (1) 

 

where ∆p is the sound pressure fluctuation, and p0 is the reference pressure fluctuation value 

(audition threshold); p0 = 20 µPa. 

Table 1 shows some common examples for easy comparison. 

 

L(SPL) (dB) phenomenon 

0 audition threshold; mosquito at 3 m 

10 human breathing at 3 m 

30 theatrical stillness 

40 living area at night; stillness of nature 

60 office 

70 street traffic at 5 m 

90 noise in factory 

100 jackhammer at 1 m; disco inside 

120 train horn at 10 m 

130 pain threshold 

Table 1. Sound pressure level examples 

 

85 dB or higher sound pressure level over a long-term exposure can cause hearing 

damage. The hearing damage is cumulative throughout the entire life like e.g. radioactive 

dosage. 

The auditory sensation depends on the frequency of the sound strongly: at the same 

sound pressure level a 200 Hz sound feels much weaker than a 1000 Hz sound. The equal 
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loudness curves are measured first by Harvey Fletcher and Wilden A. Munson in 1933. The 

measurements were reproduced in the time period of 2000-2003.[3][4][5][6] 

The industrial noise meters use weighting curves to show similar responses to the 

human hearing. The A-weighting is used for auditory purposes. The C-weighting is almost 

flat; that can be used as the real physical sound pressure.[7] 

Though +6 dB means twice the power, the human perception works in other way. If it is 

heard two times louder than it is +10 dB more.[8][9] 

Also, in 2018, the measurements were extended to acquire samples of the CO2 and CO 

levels of the air. 

The atmospheric level of CO2 is about 400 ppm by Mauna Loa Observatory, Hawaii 

(NOAA-ESRL) [10]; the normal value of CO2-concentration at sea level is 250-350 ppm by 

industrial recommendations. [11] 

 

Experimental 

Figure 1 shows the different locations in Szeged where the measurements were carried out. 

Location 1, 3 and 5 are close to main roads in Szeged with heavy traffic. Location 2 and 6 are 

near less important roads, but sometimes they have heavy traffic. Location 4 is chosen to be 

far from any traffic; it is among housing blocks (sleeping area – no real daytime activity). 

The measurements contain morning, mid-day and evening data for each location. 

Out of curiosity the noise levels around the area of the Youth Days of Szeged (black area in 

the map) were measured, too. This festival is held in each August, and location 7 and 8 are 

used for it exclusively. 

 
Figure 1. Locations of the measurements in Szeged 
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location description (and GPS coordinates) 

1 intersection of "Székely sor" and "Temesvári krt." (46
o
 14.728’ N ; 020

o
 

09.842’ E) 

2 close to the bridge (46
o
 14.991’ N ; 020

o
 09.605’ E) 

3 intersection of "Római krt." and "József Attila sgt." 

(46
o
 15.696’ N ; 020

o
 09.479’ E) 

4 near a housing block, "Csaba u. 43" (46
o
 15.732’ N ; 020

o
 10.116’ E) 

5 school at "Rókusi krt." near Tesco (46
o
 16.253’ N ; 020

o
 08.290’ E) 

6 school at "Boldogasszony sgt. 8" (46
o
 14.759’ N ; 020

o
 09.738’ E) 

7 parking area at the bridge (46
o
 14.933’ N ; 020

o
 09.410’ E) – only for YDS 

8 museum garden (46
o
 15.124’ N ; 020

o
 09.162’ E) – only for YDS 

Table 2. Measurement location descriptions. 

 

Results and discussion 

The following tables show the current measured data for each location and all the previous 

values.[12] CO2 and CO values are shown, too. 

 
location 1 Year workday morning (7h-

8h) 

workday daytime 

(12h-15h) 

workday evening 

(20h-22h) 

Sound level (dB) 2012 61.9 ± 5.2 55.5 ± 7.1 52.9 ± 6.8 

 

Sound level (dB) 2015 64.6 ± 6.0 58.0 ± 8.0 52.2 ± 7.7 

 

Sound level (dB) 

2018 

58.6 ± 7.6 56.1 ± 7.3 50.7 ± 7.0 

CO2 (ppm) 286 ± 3 189 ± 9 268 ± 6 

CO (ppm) 0 0 0 

Table 3. Measurements on location 1. 

 
location 2 Year workday morning (7h-

8h) 

workday daytime 

(12h-15h) 

workday evening 

(20h-22h) 

Sound level (dB) 2012 59.2 ± 7.3 57.4 ± 7.8 54.9 ± 8.1 

 

Sound level (dB) 2015 60.7 ± 8.5 56.9 ± 9.9 55.6 ± 7.1 

 

Sound level (dB) 

2018 

59.3 ± 7.7 60.1 ± 6.0 50.1 ± 6.4 

CO2 (ppm) 293 ± 17 193 ± 2 273 ± 20 

CO (ppm) 0 0 0 

Table 4. Measurements on location 2. 

 
location 3 Year workday morning (7h-

8h) 

workday daytime 

(12h-15h) 

workday evening 

(20h-22h) 

Sound level (dB) 2012 64.4 ± 3.4 63.4 ± 4.3 60.0 ± 4.9 

 

Sound level (dB) 2015 67.5 ± 2.7 65.1 ± 4.0 60.1 ± 5.0 

 

Sound level (dB) 

2018 

66.0 ± 3.7 64.9 ± 4.1 61.5 ± 4.7 

CO2 (ppm) 282 ± 15 174 ± 4 258 ± 5 

CO (ppm) 0 0 0 

Table 5. Measurements on location 3.  
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location 4 Year workday morning (7h-

8h) 

workday daytime 

(12h-15h) 

workday evening 

(20h-22h) 

Sound level (dB) 2012 43.4 ± 2.1 50.0 ± 3.5 42.9 ± 2.9 

 

Sound level (dB) 2015 44.6 ± 2.1 35.3 ± 2.7 42.1 ± 4.1 

 

Sound level (dB) 

2018 

41.4 ± 2.5 42.5 ± 2.9 41.9 ± 0.9 

CO2 (ppm) 270 ± 7 169 ± 20 262 ± 8 

CO (ppm) 0 0 0 

Table 6. Measurements on location 4. 

 
location 5 Year workday morning (7h-

8h) 

workday daytime 

(12h-15h) 

workday evening 

(20h-22h) 

Sound level (dB) 2012 57.5 ± 2.9 49.3 ± 2.5 51.4 ± 3.2 

 

Sound level (dB) 2015 52.1 ± 3.3 51.0 ± 3.3 49.0 ± 3.2 

 

Sound level (dB) 

2018 

51.2 ± 2.9 52.4 ± 3.0 49.9 ± 3.1 

CO2 (ppm) 285 ± 12 189 ± 12 266 ± 6 

CO (ppm) 0 0 0 

Table 7. Measurements on location 5. 

 
location 6 Year workday morning (7h-

8h) 

workday daytime 

(12h-15h) 

workday evening 

(20h-22h) 

Sound level (dB) 2012 64.0 ± 3.4 59.6 ± 6.2 51.9 ± 8.3 

 

Sound level (dB) 2015 62.9 ± 4.7 63.8 ± 4.6 60.2 ± 4.0 

 

Sound level (dB) 

2018 

57.4 ± 7.6 60.3 ± 6.7 60.1 ± 3.9 

CO2 (ppm) 279 ± 7 218 ± 14 237 ± 3 

CO (ppm) 0 0 0 

Table 8. Measurements on location 6. 

 

The measurements to check the noise levels of the Youth Days of Szeged are shown in 

table 9. The samples were taken in the time period of 22h-24h. 

 
Youth Days of 

Szeged 

Year location 1 location 2 location 7 location 8 

Sound level (dB) 2012 54.2 ± 6.1 59.0 ± 4.1 59.7 ± 2.4 64.9 ± 2.5 

 

Sound level (dB) 2015 53.8 ± 7.2 60.6 ± 4.4 64.2 ± 2.3 61.3 ± 2.3 

 

Sound level (dB) 

2018 

49.4 ± 4.3 58.8 ± 5.8 62.5 ± 1.6 64.4 ± 2.0 

CO2 (ppm) 254 ± 2 256 ± 11 247 ± 4 255 ± 3 

CO (ppm) 0 0 0 0 

Table 9. Measurements during Youth Days of Szeged. 

 

Conclusion 

The results show that Szeged is a good city to live in. It has a rather quiet acoustical 

environment. Even during festivals. 

Surprisingly the structure of the city is very good for the air ventilation, too. The measured 

CO2 values are quite low, despite the fact, that sometimes the measurements were carried out 

in 1 m distance from the moving motor vehicles (e.g. location 2 and 6). 

This work aims to measure the environmental load caused mainly by the traffic. Currently 

there is no real tendency in the data. Maybe later, when more and more electric vehicles will 
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take part in the transportation some decrease could be found. 
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Abstract 

This work describes the adsorption process of one of the most dominant pharmaceuticals 

detected in water sources, carbamazepine (CBZ), from aqueous solutions with commercially 

available activated carbon (AC). Adsorption studies were performed on powdered activated 

carbon Norit SA2, in ambient temperature, on pH value between 2 – 10, with different masses 

of adsorbent (6 – 20 mg), time intervals (5 – 60 min). The CBZ adsorption is explained by 

chemisorption which involves chemical reaction between surface and adsorbate. The results 

show that commercial activated carbon Norit SA2 can be applied in the process of adsorption 

for the purpose of removing carbamazepine from aqueous solution. 

 

Keywords: adsorption, pharmaceuticals, carbamazepine, activated carbon, pH value. 

 

Introduction 

During the last decades the phenomenon of drugs detection and classification as emerging 

substances in aquatic environment has been recognized as one of the most important 

environmental issues [1]. Among the chemicals, pharmaceuticals present large and diverse 

group of compounds designed to prevent, cure and treat diseases and improve health. Only in 

the European Union (EU) around 3000 different pharmaceutically active compounds (PhACs) 

are approved for use in human medicine. Furthermore, the increasing consumption of these 

compounds has resulted in significant concentrations in groundwater, surface water and 

treated wastewater effluents [2], [3], [4]. Mostly, pharmaceuticals cannot be completely 

eliminated from living organisms’ bodies and they are excreted, causing their constant release 

in aqueous compartment. The widespread occurrence of pharmaceutical active compounds in 

surface water could be explained by their presence in domestic and industrial wastewater 

released into water media without adequate treatment [5]. There are currently no legally 

regulated maximum permitted concentrations of pharmaceuticals in the environment, despite 

their unknown impact on the environment and human health [6]. 

Carbamazepine (CBZ) (5H-Dibenz(b,f)azepine-5-carboxamide) (Table 1) as an neutral 

antiepileptic drug is among the most frequently reported pharmaceuticals in surface waters 

observed at a concentration more than 10 times higher than other micropollutants due to its 

high persistency  [7]. Major quantity of research focusing on the removal of pharmaceuticals 

from wastewaters revealing that the existing conventional available treatment options are not 

beneficial in the elimination of these compounds [8]. Various treatment technologies have 

been introduced for removal of micropollutants from effluents such as coagulation - 

flocculation, chemical oxidation, and adsorption. With a low value of the distribution 

coefficient (Kd = 1.2 L g 
-1

), carbamazepine can’t be removed in treatment processes like 

anaerobic digestion. Therefore, discharge of effluents from urban wastewater treatment plants 

to environment could lead to occurrence of CBZ in the aquatic environments, and 
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subsequently in drinking water. Finding solution in the efficient post treatment could be of 

great importance to reduce the release of carbamazepine into surface waters. 

 

Table 1. The physico chemical properties of CBZ 

 Chemical structure 
Molecular 

weight 
pKa logKow 

Carbamazepine 

 

236.27 2.3 2.45 

 

Among the various treatment technologies that have been introduced for the purification and 

wastewater treatment, adsorption is one of the most effective methods of removing various 

micropollutants. Benefits of adsorption technology are reflected in high efficiency, easy 

handling, availability and cost-effectiveness of various adsorbents [9]. Activated charcoal, 

natural clays, modified clays and industrial waste, were used as adsorbents for the removal of 

wide range of micropollutants from wastewater solution [10], [11], [12]. Among them, natural 

clays showed good results as adsorbents to remove various metals, organic compounds and 

color. 

However, some adsorbents such as carbon nanotube, graphene oxide, and functionalized 

materials showed a low potential for large-scale applications for the removal of organic 

burden [1]. 

Activated carbon (AC) is one of the well-known adsorbent which has great specific surface 

area, pore structure and one of the main advantages of using activated carbon to remove 

pharmaceuticals is that it does not generate toxic or pharmacologically active products [6]. 

High availability of AC in the market and considerable amount of research that has been 

published, define AC in a group of materials that can be used in the process of 

pharmaceuticals removing.  

The aim of this study was to comprehensively evaluate the adsorption of carbamazepine onto 

activated carbon made from peat materials. In order to optimize processes of adsorption, 

influence of operational parameters was investigated. The operational parameters such as 

adsorbent dosage, pH value, contact time and initial concentration were changed in different 

experiments. 

 

Experimental 

Chemicals and reagents 

Carbamazepine (CBZ, purity ≥99.0%) was purchased from Sigma Aldrich, Germany and used 

without further purification. Acetonitrile and formic acid (HPLC grade) were also obtained 

from Sigma Aldrich. The powdered activated carbon (Norit SA2) was obtained from Thermo 

Fisher Scientific, USA. The stock solution was prepared by dissolving 5 mg of analytical 

standard in 25 ml of acetonitrile (final concentration of  200 mgL
-1

) and the working solutions 

were obtained by diluting the stock solution with distilled water. As aqueous matrix, distilled 

water was used. For pH adjustment, solution of 0.1% HCl and 1% of NaOH were used. All 

chemicals used in experiments were of analytical grade. 

 

Adsorption experiments 

Adsorption assays were performed in batch mode at room temperature (25°C). In order to 

analyze influence of pH value, five different pH values were used (2, 5, 7, 9 and 10). The 

initial concentration of CBZ was 5 mgL
-1

, prepared in 50mL Erlenmeyer flasks. After pH 

adjustment, samples were agitated at mechanic shaker at 140 rpm. The contact time between 

adsorbent and pharmaceutical was 30 minutes. After stirring, all samples were filtered 
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through filter paper in order to remove activated carbon from solution. After performed 

experiment, 1 mL of samples were transferred into 2 mL vials. 

The influence of mass dosage on adsorption processes was performed in 50 mL aqueous 

solution of carbamazepine with different masses of adsorbent (6, 8, 10, 12 and 20 mg). 

Kinetic studies were investigated in different time intervals (5-60 minutes). The initial 

concentration of carbamazepine was 5 mgL
-1

. 

 

Analytical procedure 

For determination of remaining pharmaceutical residues, HPLC with diode array detector 

(Agilent 1260 series) was applied. Chromatography separation was performed at reverse 

stationary phase Eclipse XDB-C18 (150 x 4.6, particle size 5µm) at flow rate of 0.2 ml min
-1

 

and injection volume of 10 µL at room temperature. Mobile phases were consisted of: A – 0.1 

formic acid and B – acetonitrile. Gradient elution mode was as follows: 20% of B for 3 min, 

45% of B at 25 min, for 30% of B at 27 min and in 30-minute initial conditions were applied. 

The maximum absorbance for observed pharmaceutical is 290 nm. 

 

Results and discussion 

Influence of pH value 

The pH value represents one of crucial parameters which have influence on adsorption 

capacity. Changes in the pH affect the ionization degree and the solubility of the solute as 

well as the surface charge of the adsorbent. Figure 1. shows the effect of pH value on CBZ 

adsorption. 

 

 
Figure 1. The effect of pH value 

 

Intensity of interactions remains almost constant at acid and neutral conditions. Although 

carbamazepine molecule acts like neutral component, according to obtained results, the 

maximum removal efficiency (85%) was achieved in base medium, at pH 9. After performed 

the first set of experiments, pH 9 was adopted as optimal. 

 

Influence of mass dosage 

It is necessary to investigate what is the optimal mass of activated carbon in order to achieve 

satisfactory removal efficiency. By increasing the amount of activated carbon, the number of 

available sorption sites on its surface area will increase causing increase in removal 

efficiency. Figure 2. shows the impact of activated carbon dosage on CBZ adsorption.   
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Figure 2. The influence of activated carbon mass 

 

According to Figure 2. the maximum removal efficiency was archived at 20 mg dosage. For 

further investigation, 10 mg of activated carbon was used as optimal mass of AC. 

 

Influence of contact time 

The time in which activated carbon and target pollutant are in contact is essential for the 

theoretical modeling which can explain the nature of the adsorption process. Figure 3. shows 

the effect of contact time on CBZ adsorption. Contact time of 30 min was used as optimal for 

adsorption of CBZ on AC. 

 

 
Figure 3. The influence of contact time  

 

Conclusion 

The possibility of applying the adsorption for removal of one of the most persistent organic 

microcontaminants in water matrices, carbamazepine, was investigated. The obtained results 

revealed that adsorption onto the commercially available activated carbon Norit SA2 are 

effective for the removal of anti – epileptic drug - carbamazepine from water. According to 

provided experiments, pH value of 9, mass of 10 mg, contact time of 30 minutes are the most 

suitable for efficient CBZ removal. The CBZ adsorption is explained by chemisorption which 

involves chemical reaction between surface and adsorbate. Pharmaceutical products and their 

degradation products are increasingly detected in the environment and still their fate and 

transformation pathways are largely unknown. The further development of effective methods 

for removal of pharmaceuticals will be a great challenge. 
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Abstract 

The potential use of sugar beet shreds and poplar sawdust for copper ions removal from 

aqueous solution in a fixed-bed column was investigated. Experiments were performed in a 

glass column (inner diameter 2.204 cm and length 50 cm), in the down-flow mode with a flow 

rate set to approximately 12 mL/min. Concentration (C0) and the pH of the inlet solution were 

100 mg/L and 4.5, respectively, and 10 g of the adsorbent were used to form a bed of nearly 

19 cm in length. Sugar beet shreds and poplar sawdust were milled and sieved through the set 

of sieves, and the fraction of 400 to 600 μm was used for the adsorption experiments. The 

consecutive aliquots of 50 to 150 mL were collected at the bottom of the column, and they 

were analyzed for the content of the Cu(II) ions (C), according to the standard method of 

complexometric titration [1]. The column adsorption process is described regarding the 

effluent concentration-volume profile, or the breakthrough curve, obtained from the plot of 

Ct/C0 versus volume of the effluent. The shape of the curve gives an insight into the dynamic 

behavior of the process [2, 3]. Various mathematical models can be used to describe fixed-bed 

adsorption [4, 5]. In this research, the novel two-stage approach for the breakthrough curve 

modelling was applied. The fit quality, expressed as coefficient of determination (R
2
) and the 

sum of squared errors (SSer), showed that this model fits the experimental data more 

accurately than any other commonly used one-stage model. Namely, R
2
 and SSer for sugar 

beet shreds were 0.9984 and 9.69·10
-3

, respectively, while for the poplar sawdust they were 

0.9999 and 2.87·10
-4

, respectively. The characteristic value that describes this two-stage 

phenomenon is moiety of each stage, p. In the case of sugar beet shreds it was 0.43, while for 

the poplar sawdust it was 0.85. These results suggest that the adsorption of the copper ions 

onto examined biosorbents occurs under multiple mechanisms, occurring simultaneously but 

shifting in the dominance. When using sugar beet shreds as an adsorbent, these mechanisms 

are nearly equal in their dominance (0.43 to 0.57). In the case of the poplar sawdust one 

mechanism is significantly more dominant then other (0.85 to 0.15), and the misuse of one-

stage models is usual and more likely. However, the extensive mathematical and statistical 

analysis confirmed the validity of the two-stage modelling approach for the copper 

biosorption onto sugar beet shreds and poplar sawdust. 
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Abstract 

Regardless of the outcome of any environmental rehabilitation technique applied, subsequent 

monitoring is indispensable to assess information about soil toxicity after the treatment. 

Various bioremediation methods (natural attenuation, biostimulation, bioaugmentation and 

the usage of an organic additive) were previously performed to decontaminate soil samples 

taken from a railway station area polluted with used lubricating oils. In this study, 

ecotoxicological responses revealed that seed germination and primary root length of Indian 

mustard (Brassica juncea) were decreased in each remediated soil presumably by inhibiting 

breakdown products due to the biodegradation of used lubricants, while viability of root tips 

increased significantly indicating more vital mustard seedlings grown in remediated soils. 

 

Introduction 

Lubricating oils (LOs) are mostly produced for reducing friction in engines of motorized 

vehicles such as cars, motorcycles or locomotives. Therefore, used lubricating oils (ULOs) 

containing long chain hydrocarbons, additives and heavy metals are considered as 

widespread, hazardous pollutants and hence potential targets of different rehabilitation 

processes [1-3]. Several physicochemical and biological waste management techniques are 

available for neutralizing oil-related pollutants in the environment [4-6]. Bioremediation, 

using plants and/or microorganisms for this purpose [7-8], is one of the most promising 

approach, since it is an environmentally friendly and cost effective technology [9-11]. 

Remediation treatments always need to be followed by further monitoring including 

ecotoxicology assays, since reduction in the concentration of the original pollutants alone 

does not necessarily decrease toxicity as well [12-14]. 

 

Experimental 

Soil samples from a railway station area long-term contaminated with ULOs were previously 

rehabilitated applying different bioremediation methods such as natural attenuation (NA, soil 

moisture was set with water only), biostimulation (BS, soil moisture was set with the addition 

of water and inorganic nutrients contaning nitrogen and phosphorus) and bioaugmentation 

combined with biostimulation (BAS, in addition to stimulation, oil-degrader Rhodococcus 

erythropolis PR4 and Rhodococcus sp. C strains were introduced into the polluted soil). In 

addition to BS and BAS treatments, samples named BS+OA and BAS+OA were supplied 

with an organic additive, which stimulates cellular activity of certain bacteria. 
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Indian mustard (Brassica juncea L. Czern. Var. ’Negro Caballo’) was used as a model 

organism for soil ecotoxicology assays. In order to assess soil condition after different 

bioremediation treatments, seed germination [13], primary root length [14-15] and cell 

viability in root tips [16-17] were measured at the beginning and at the end of the 60 days 

long remediation expreriments. Mustard seeds germinated for 4 days at 25 
o
C in darkness 

before processing [13]. Data are expressed as mean ± SE (standard error). Statistical 

significance was analyzed using one way analysis of variance (ANOVA) and Duncan’s test. 

 

Results and discussion 

Even in the non contaminated soil (taken from the vicinity of the polluted site) reduced seed 

germination (80%) could be observed confirming our preliminary data regarding its poor 

quality. Results were normalized using this soil as control. Seeds germinated similarly in 

untreated, ULO-contaminated soil (t0), and each treatment (t60) further caused significant 

decreasement (Fig. 1.), especially in the case of BS and BS+OA samples. 

 

 
 

Figure 1. Seed germination at the onset and after 60 days for each bioremediation treatment. 

Different letters indicate statistical differences among treatments (n≥4, p≤0.05). 

 

Significant decrease in primary root lengths was also observed in treated samples coinciding 

with seed germination results (Table 1.).  

 

Table 1. Root length of Indian mustard seedlings grown in non contaminated soil and soils at 

the onset and after 60 days for each bioremediation treatment. Different letters indicate 

statistical differences among treatments (n≥20, p≤0.05). 
 

Soil sample Root length (mm) 

Non contaminated (NC) 22.99 ± 0.80a 

Start (t0) 10.23 ± 0.32bc 

Natural attenuation (NA, t60) 10.75 ± 0.49b 

Biostimulation (BS, t60) 9.04 ± 0.48cd 

Biostimulation supplied with organic additive (BS+OA, t60) 6.50 ± 0.42f 

Bioaugmentation combined with biostimulation (BAS, t60) 7.98 ± 0.33de 

Bioaugmentation combined with biostimulation 

supplied with organic additive (BAS+OA, t60) 
7.43 ± 0.38ef 

 

The greatest degrees of growth inhibition were measured in BS+OA and BAS+OA samples. 

Based on root length and seed germination, we suppose that inhibition might be caused by 
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increased quantity or bioavailability of intermediers and breakdown products due to ULO-

biodegradation in treated samples. 

Fluorescent staining (fluorescein diacetate for viable root meristem cells [15] and propidium 

iodide for dead cells [16]) revealed that each bioremediation treatment caused increased 

vitality of mustard seedlings (Fig. 2.). 

 

 
 

Figure 2. Cell viability (A) and propidium iodide (PI) fluorescence (B) of root meristem at 

the onset and after 60 days for each bioremediation treatment. Different letters indicate 

statistical differences among treatments (n≥14, p≤0.05). 

 

Conclusion 

Although intermediers or breakdown products from ULO-biodegradation can inhibit seed 

germination and root growth, we found that seedlings become more viable and vital grown in 

remediated soils. Our results further support previously reported suggestions by other authors 

[13] that decreased hydrocarbon concentration and reduced soil toxicity not necessarily have 

direct correlation.   
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Abstract 

Riverine sediments, collected during 2012 from ten sites in a mixed land use region of the 

Serbian were analysed for seven emergent PBDE congeners. All PBDEs were detected in 

sediments with the total concentrations range from 0.52 µg/kg (Ratno Ostrvo) to 31.19 µg/kg 

(Neštin) with mean levels of 8.08 µg/kg and median of 3.14 µg/kg. The classification of data 

by Kohonen's self-organizing maps (SOM) allowed understanding and visualizing the spatial 

distribution of samples. Principal component analysis (PCA) was used for validating the 

obtained results. Correlations and relationships between the samples and the variables can be 

easily visualized using the viewing of SOM planes of components. The results have 

highlighted the dependencies between the different PBDEs and the classification of studied 

sediments into three classes into function of ten stations coring and their pollution levels. 

Keywords:   polybrominated diphenyl ethers, emergent substances, sediment, self-organizing 

maps Kohonen, Danube River 

 

Introduction 

Emerging contaminants (ECs) are chemicals that have been detected in aquatic ecosystems at 

trace levels and for which the risk to human health is not yet known. Due to the relatively new 

introduction or detection of these pollutants, there exists a gap in the knowledge on their fate, 

behaviors and effects, as well as on treatment technologies for their efficient removal [1, 2, 3]. 

Furthermore, despite the advances in treatment technologies, the design of existing treatment 

plants is not suited to remove these ECs, in addition to there being a lack of published health 

standards that provide guideline in treating these pollutants. Many new ECs are being 

introduced into the environment without detection. In that context, this paper reviews existing 

research that provide reliable and quantitative information on PBDEs in aquatic sediment of 

Danube River. 

Also, in this paper will be considered the application of self-organizing maps of Kohonen 

using an artificial neural network based on unsupervised learning algorithms for data 

classification and visualization of the spatial distribution of the content into PBDEs of 

sediments from 10 sampling sites along the river Danube in Serbia. The expected results 

should lead to a definition of existing relations between the PBDE congeners content of the 

sediments studied as a function of the situation of stations and sources of contributions. To 

confirm the results obtained by SOM, these analyzes are completed by a principal component 

analysis (PCA).  

In adition, floodwaters are usually contaminated with infectious microorganisms, agricultural 

or industrial chemicals and hazardous agents present. Water and sediment contaminated with 

organic/inorganic chemicals and trace pollutants can heavily affect wastewater treatment 

plants, residential septic systems and municipal sanitary sewer systems during and after the 

flood event. For this reason, ensuring their climate resilience (that their capacity and 
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technology is adapted to possible extreme events and specific pollution under current and 

climate change conditions) is essential. 

 

Experimental 

Sediment sampling and preservation 

The sampling was performed during October, 2012. For this investigation, ten samples of 

bottom sediment from different sites of  Danube River (Apatin (D1), Labudnjača (D2), Neštin 

(D3), Begeč (D4), Ratno Ostrvo (D5), Šangaj (D6), Knićanin (D7), Belegiš (D8), Ritopek 

(D9), Dubravica (D10)) (Fig. 1)) were collected using a grab sampler in order to obtain 

representative composite samples. All sediment samples were analyzed in the laboratory of 

Research Centre for Toxic Compounds in the Environment - RECETOX (Brno, Czech 

Republic) after two days. Prior to analysis wet sediment samples were sieved though 2 mm 

sieve to remove leaves, stoned and roots and the lower particle size fraction (<63 μm) was 

retained and analyzed. Sediment samples were extracted with toluene in a Soxhlet extractor 

with toluene in a B-811 extraction unit (Büchi, Switzerland). Prior to extraction, the samples 

were spiked with 13C BDEs (47, 99, 100, 153, 154, 183, 209). PBDEs were analysed using 

7890A gas chromatography–mass spectrometry (Agilent, USA). 

 

 
Figure 1. Map of the sampling sites 

 

Data analysis 

The artificial neural network (ANN) used in this study was the Kohonen Self-Organizing Map 

(SOM) [4]. SOM is an unsupervised artificial neural networks technique, which has been 

successfully applied in the classification of aquatic pollution [5,6,7]. These networks are 

composed of a grid of neurons (also called nodes); each unit of the grid is connected to the 

input vector through the N synapse weight Wij. In fact, at each unit is associated with a vector 

of dimension N that contains the weight Wij (Fig. 2). Therefore, sedimet samples within the 

same node have more similarity in terms of sediment variable patterns, while more distinct 

patterns will be positioned at larger distances in the map [5, 6].  
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Figure 2. Scheme of a map Kohonen 

 

In this study, the input layer (input vector) is composed of 8 neurons representing an 7 

polybrominated diphenyl ethers that are BDE 47, 99, 100, 153, 154, 183, 209. These neurons 

are associated with every 10 neurons that represent 10 samples studying sediments. All values 

in the database are normalized in the range [0,1] in order to adapt to the transmission 

requirements function used by neural networks. 

 

Results and discussion 

 

Spatial distribution of PBDEs 

The concentrations and distribution of PBDE congeners (BDE 47, 99, 100, 154, 153, 183, 

209) were investigated in ten bottom sediment samples. The results showed that all these 

pollutants were detected in sediments and the mean levels of Σ7PBDE compounds were 

ranged from 0,52 µg/kg (site D5) to 31.19 µg/kg (site D3) (Fig. 3.). Among the PBDE 

congeners, BDE 209 was predominant, with contributions to the total PBDEs ranging from 

22.9% (site D3) to 99.3% (site D10) in sediment samples. For the lowly brominated 

congeners (tri- to penta-BDEs), BDE 100 were the most abundant at the sampling site Neštin. 

 

 
Figure 3. PBDEs concentrations (µg/kg d.w.) in sediment of Danube River, Serbia. 

 

Self-organizing maps of PBDEs in the sediment profiles 

The plans SOM components of the dataset are shown in Figure 4. The identical colour 

patterns between the variables correspond to a positive correlation; this can be considered 

among the variables BDE 47, BDE 99, BDE 100, BDE 153 and BDE 154.  There were no 

negative correlations between the variables. The other variables are neither positive nor 



 
24th International Symposium on Analytical and Environmental Problems 

273 

negative correlations in particular those relating to the BDE 100, BDE 183 and BDE 209 that 

vary independently of the others (Fig. 4). 

 

 
Figure 4. SOM component planes for the seven input variables 

 

Principal component analysis (PCA) 

The result of PCA with varimax rotation shows the route of score formed by the two 

components PC1 and PC2, which are considered the most informative since they account for 

the largest proportion of the variance. In our case, three principal components (PC1, PC2 and 

PC3) were extracted, accounting for 93.85% of the total variances, with 64.24%, 14.85% and 

14.76% for PC1, PC2 and PC3, respectively. Figure 5 shows the component plot of 

correlations between variables on the factorial design. 

 

   
Figure 5. Component plots for PBDE congeners 

 

The component plot of correlations between variables on the factorial design (PC1 X PC2) 

shows that the BDE 47, BDE 99, BDE 100, BDE 153 and BDE 154 correlate positively with 

the PC1 axis with respective coefficients of 0.99, 0.98, 0.78, 0.96 and 0.99. However the BDE 

183 and BDE 209 correlate positively and are very poorly correlated with PC1, with 

respective coefficients of 0.13 and 0.22. 

 

Conclusion 

In conducted study we are presented the concentration levels of ten PBDE congeners in the 

Danube sediment at 10 locations. The highest level of PBDEs was recorded at the locality D5, 

while the lowest at the locality D3. The results obtained within our study suggest the 

dominance of the deca-BDE congener. 

The self-organizing map SOM was used in this study for distribution of seven emerging 

PBDEs in sediments samples collected from Serbia’s stretch of the Danube River. The 
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comparison with the Principal component analysis (PCA), showed, therefore that the results 

obtained with the self-organizing map SOM were generally similar to those of these statistical 

method. But, the SOM method has also provided more detailed classification of PBDE 

congener from sediments of the Danube River. 

Despite the extensive investigations that have been done globally on persistent organic 

pollutants, there is a lack of information about BFRs in the Serbian environment. This study 

addresses a knowledge gap by providing the data on contamination status of aquatic body by 

PBDEs, which is an important contribution regarding environmental matters on new emerging 

contaminants. A more comprehensive understanding would be achieved by further studies on 

the dynamic pollution mechanism and the status of aquatic biota in this region. Systematic 

ecological and ecotoxicological effects of BFRs and associated contaminants on aquatic biota 

would provide a significant indication of the bioavailability of these new emerging 

contaminants. 

At the end, obtain results will be very useful for the risk assessment, vulnerability functions 

and exposure database of the Danube regional multi-hazard and multi-risk model. 
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Abstract 

The introduction of huge amount of organic pollutants such as dyes, pharmaceuticals, 

pesticides, etc. to the environment has caused many diseases to both aquatic and terrestrial 

lives due to their carcinogenic, toxic, and mutagenic poisonous nature. As environmental 

friendly and easy operational techniques, photocatalysis with semiconductors has been 

regarded as the most advanced and effective technique to replace the traditional methods used 

for the removal of organic pollutants [1-4]. Calcination temperature plays a key role in the 

crystallinity and photocatalytic activities of semiconductor photocatalysts [1]. The aim of this 

work was to investigate removal of the herbicide clomazone from double distilled water in the 

presence of novel ZnO nanoparticles under simulated sunlight. The ZnO photocatalysts were 

synthesized by precipitation method from the water and ethanol solutions of the acetate 

precursor and calcinated at 300–700 °C. The performances of the applied photocatalysts were 

correlated with their physic chemical properties. The efficiency of elimination the herbicide 

from double distilled water was monitored by UFLC–DAD technique. 
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Abstract 

The aim of this study to develop a healthy enriched apple juice and utilization of by-product 

of elderberry pomace. The elderberries and their pomace contain high biological activity 

components, primarily polyphenols, anthocyanins, flavanols which compounds are known to 

have potential antioxidant properties. In this study the most efficiently extraction method was 

explored by using different solvents and using the chosen best method, our goal is to develop 

a delicious enriched apple juice with contain this pomace extracts. 

 

Introduction 

The food waste is a very important subject in the food industry, especially since in many 

cases by-products should not be considered as waste [1-3]. Our aim is that we are looking for 

an alternative to the use of fruit pomace to open new opportunities for the food industry. The 

chosen cultivar, Haschberg is from Hungary. Black elderberry (Sambucus nigra L.) is from 

Adoxaceae family, its shrubs are multi stemmed, they have weak, grey coloured branches on 

which fruit clusters develop with 5-9 mm (d) glossy, dark purple berries 4-5. These 

elderberries contain high biological activity components which compounds are known to have 

potential antioxidant properties [6-8]. The berries can be utilized as coloring food, jam, or, 

because of its favorable composition, as dietary supplements 9. Processing of elderberry 

fruit produces high amount of pomace, which are utilized rather inefficiently or discarded as a 

waste, so considerable amounts of nutrients are lost [10]. The pomace, which is left when 

elderberry is pressed, is also a good source of vitamins and contains compounds that show 

antioxidant effects like anthocyanins, flavonols, and phenolic acids are bioactive compounds 

present in the elderberry. There is a growing interest in the utilization of antioxidant-rich plant 

extracts as dietary food supplements [11-12]. Our goal, when conducting this experiment, was 

to find the right extraction method for extracting the antioxidant compounds from black 

elderberry pomace and produced apple juice were improved by using the extract of pomace 

which contain high biological active compounds. 

 

Experimental 

The “Haschberg” elderberry was collected from agricultural plots of Hungary at 2017. 

Chemicals were purchased by Sigma-Aldrich Chemie Ltd. All reagents used were of 

analytical grade.  

Elderberry was destemmed, and then heated to 80°C, to inactivate enzymes. The material was 

squeezed, resulting in juice and pomace. Drying the pomace was the next step by atmospheric 

dryer (LMIM, Esztergom, Hungary) at 80°C until moisture content became lesser than 10%. 

After this step the pomace was grinded. All samples were sealed in bag and stored in a freezer 

at -20 °C until ready for extraction, which was performed at room temperature.  
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The optimum conditions for the extraction of antioxidants, anthocyanins and phenolics 

components from dried elderberry pomace was determined using water, ethanol and acetone 

as solvents, applied in different concentration (in case of ethanol and acetone: 20 (m/m) % 

and 40 (m/m) %) (the ratio between pomace and solvent was 1:30 proportions). After half-an-

hour of extraction, supersonic bath was used for another 30 minutes, to intensify the process. 

The tube is centrifuged at 2500g for 10 min to the phases separate and the supernatant is 

recovered. After the solvents were removed (by heating at 60°C) and replaced with water, the 

evaporated and back diluted sample was treated with bentonite to give a translucent, 

completely clear liquid. Various spectrophotometric measurements were performed to select 

the highest antioxidant content of pomace extracts. All measurements were performed in 

triplicate.  

 The antioxidant capacity of samples was estimated according to the procedure 

described by Benzie and Strain [13]. Ferric reducing antioxidant power assay (FRAP) was 

defined in ascorbic acid equivalent (mg ascorbic acid equivalent/ 100 g dried pomace – mg 

AA/100g).  

 The samples were measured in terms of hydrogen donating or radical scavenging 

ability using the stable radical DPPH (2,2-Diphenyl-1-picrylhydrazyl) [14]. The results were 

expressed as millimoles of Trolox equivalents (TE) per 100g dried pomace (mM TE/100g). 

Higher absorbance of the reaction mixture indicates lower free radical scavenging activity. 

 The free radical-scavenging activity was determined by ABTS radical cation 

decolorization assay described by Re et al. [15]. The results were corrected for dilution and 

expressed as millimoles of Trolox equivalents (TE) per 100 grams of dried pomace (mM 

TE/100g). 

 Total Polyphenol Content (TPC) was evaluated using a method by Singleton and 

Rossi [16]. Results were specified in mg gallic acid equivalent/ 100 g dried pomace (mg 

GA/100g). 

 Total Anthocyanin Content (TAC) measurement was based on Lee’s pH differential 

method [17], results are given in mg/ 100 g dried pomace (mg/100g). 

 

Table 1. Ingredients and name of juices  
(in case of TPC, TAC and FRAP the results were expressed as mg/100g dried pomace, in case of DPPH and TEAC method, they were given 
is mM/100g dried pomace)  

 
Sample name Apple juice Water Pomace extract 

Control apple juice CA 

70 Brix° 

100% 0% 

50% - enriched apple juice EA1 50% 50% 

100% - enriched apple juice EA2 0% 100% 

 

With the best extraction method, three types of apple juice (12 Brix°) were made from apple 

concentrate (70 Brix°) by diluting it to minimum 11,2 Brix° [according to Hungarian 

regulation of 152/2009] with different mixture of water and pomace extracts (Table 1.). The 

spectrophotometry methods were carrying out also for the juices sample, the results expressed 

per milliliter juice.  Acceptability of enriched juices was determined by sensory evaluation 

and short market research. The sensory evaluation has been carrying out with lay judges, the 

samples were coded with three-digit numbers. The evaluation was based on 100-point system, 

during the analysis the attributes were as follows: color (max. 20 point) turbidity (max. 10 

point) flavored (max. 10 point) taste (max. 40 point) elderberry taste (max. 10 point) of juices 

and overall impression. Evaluations of the samples were carried out separately and 

independently without any influence. 
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Results and discussion 

Dried elderberry pomace was extracted with different solvents (water, 20 and 40 (m/m)% 

ethanol and acetone), the samples were analyzed to define total anthocyanin and polyphenol 

content, as well as their antioxidant capacity (FRAP, DPPH, TEAC), in order to find the most 

effective method of extraction to achieve an extract rich in biological activity components 

(Table 2.). 

 

Table 2. The average results of the spectrophotometry measurements of the pomace extracts 
(in case of TPC, TAC and FRAP the results were expressed as mg/ml, in case of DPPH and TEAC method, they were given is mM/ml)  

 
Extraction solvents 

 

TAC TPC FRAP TEAC DPPH 

Water 54.21 1166.33 1570.27 2645.50 34100.02 

Acetone 
20 % 411.70 1400.13 1927.75 3424.85 38155.56 

40 % 418.22 1305.67 1992.08 3841.21 40322.22 

Ethanol 
20 % 390.64 1207.83 1736.73 227.39 21100.03 

40 % 401.17 1323.38 2066.15 1663.32 28988.88 

 

Based on the results the water as a solvent was not efficiently, these results of antioxidant 

measurements were the lowest value in most cases. The optimum extraction agent is acetone 

to the highest antioxidant content of pomace extracts. Between the extraction efficient of two 

concentration of acetone was not significantly difference. For economic and health 

considerations the lower concentration of solvent (20% acetone) was recommended to use for 

extracting the valuable components from the pomace. 

 

Table 3. The average results of the spectrophotometry measurements of the juice samples 

 

 
TAC TPC FRAP TEAC DPPH 

CA 0.04 0.37 4.34 0.22 0.73 

EA1 12.77 0.39 7.12 0.20 0.62 

EA2 21.70 0.44 11.07 0.25 0.86 

 

Based on the results of juices (Table 3.), our desired goal - the enrichment of apple juice - was 

met, the antioxidant compounds, the FRAP value, polyphenol and anthocyanin content greatly 

increased by added the pomace extract. Most of the measurements showed outstanding results 

compared to the control sample. The antioxidant content of the sample increases in direct 

proportions with the amount of added pomace extract. The sample EA2 (Enriched apple juice, 

with 100% pomace extract) had the most 

antioxidant content. 

The enriched apple juices had beneficial sensory 

properties (Fig.1), the tasters were satisfied with 

finished products. The most of them are happy to 

buy the finished products. During product 

development, the smell and the clearly of the 

juices should be improved as the participants 

were the least satisfied with these parameters. 

According to the sensory analysis, fruit 

concentrates dilute with only pomace extract 

without water (EA2 sample) is the most optimum 

according to evaluators. The results of the 
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Figure 1. Results of sensory analysis 



 
24th International Symposium on Analytical and Environmental Problems 

279 

market research showed that there is a demand for the consumption of enriched juice. Overall, 

according to market research data, consumers are open to new products, especially if they 

have a health benefit and are made up of natural materials. 

 

Conclusion 

We have successfully recovered and recycled the antioxidant compounds from pomace of 

elderberry to produce more valuable and special apple juice. These new aspects concerning 

the use of the pomace as by-products for further exploitation on the production of food 

additives with high nutritional value, their recovery may decrease quantity of a waste of 

valuable components and may be economically attractive. 
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Abstract 

 

Isolated perfused rat liver (IPRL) is used as ex vivo simulation for more accurate evaluation 

of pharmacokinetic parameters of target drugs, production of their metabolites and their 

excretion in the bile. Compared to in vivo systems, IPRL avoids the clearance of any other 

organ and permits the control over the factors that may affect the hepatic metabolism, for 

example, the flow rate of the perfusate, pH, pressure, and concentration of chemicals. 

This simple experimental technique, unlike the cultured cells, keeps the intactness of the liver, 

in other words, cells other than hepatocytes, drug transporters' distribution, as well as 

enzymes, are still affecting the metabolism which gives a realistic picture [1-2]. 

The portal vein of the anesthetized rat was cannulated and the perfusion solution saturated 

with carbogen (95% O2 and 5% CO2) was pumped through it. The solution was directed 

through the transected abdominal vein to the waste. A cannula was inserted into the inferior 

vena cava through the right heart atrium through which the perfusate leaved the liver after the 

ligation of the abdominal vein. The isolated liver was then placed into the buffer vapour 

chamber of the recirculated perfusion system and the perfusate samples were collected during 

different time intervals. 

The main goal of our work was the development of targeted reversed-phase LC-MS/MS 

analytical method for the analysis of diclofenac (DF) and its main metabolites namely 

diclofenac-O-acyl glucuronide (Glu-DF) and 4-hydroxydiclofenac (4´OH-DF) in the 

perfusion solution of rat liver. We are planning to use diclofenac as a reference compound in 

the future investigation of metabolism of designer drugs. 

DF and its metabolites were extracted by the optimized liquid-liquid extraction procedure. LC 

separation was achieved by gradient elution of the mobile phase consisted of 0.1% formic 

acid in water and 0.1% of formic acid in acetonitrile on a Luna Phenyl-Hexyl column at 50˚ C 

with a run time of 10 minutes. The Agilent 1100 LC system was coupled to the triple 

quadrupole TSQ 7000 mass spectrometer. The appropriate transitions were monitored during 

the region of elution of each analyte. The linearity range of DF was between 100 ng/mL and 

40 μg/mL. The related matrix effect, recovery and process efficiency were successfully 

evaluated. 
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Abstract 

Nowadays, more and more attention of researchers is attracted to the reactions that allow to 

involve CO2 in chemical transformations with the purpose of its utilization. In this study, 

carbon dioxide activation was performed by two heterogeneously catalyzed processes: 

hydrogenation and methanation. The activities of synthetically obtained 0.5% Pt/SBA-15, 

NiO, 0.5% Pt/NiO as well as of commercial  Co3O4 catalysts were studied in continuous flow 

fixed-bed rector with He and Ar carrier gases at varying reaction temperatures (373K-1073K). 

Prior to catalytic measurements, all the samples were oxidized for 30 minutes at 573 K with 

oxygen and reduced with hydrogen at different temperatures (373K-1073K). SBA-15 as a 

reference measurement, demonstrated low carbon dioxide consumption rates. At the same 

time, mesoporios NiO was very active. Surprisingly, derivation of NiO with Pt nanoparticles 

did not provide big effect on NiO catalytic performance, consequently, under established 

reaction conditions Ni-NiO phase was formed where metallic Ni was active. In addition, 

100% carbon oxide selectivity was associated with Pt/SBA-15 as opposing to NiO based 

catalysts, which were highly methane selective. Concerning methanation reaction, Pt/SBA-15 

catalyst was inactive up to 1073K. Nickel oxide based catalysts were active from 673K and 

demonstrated high CO/H2 ratios.  Impact of Pt nanoparticles on mesoporous NiO activity was 

also insignificant in this reaction. Commercial Co3O4 was subjected to carbon dioxide 

hydrogenation and methanation reactions under three reduction temperatures: 473K, 573K, 

673K and being reduced at 473K, showed the highest conversion values in hydrogenation 

reaction. All three catalytic systems demonstrated high percentage of methane selectivity. 

However, they turned out to be inactive in methanation reaction and unwanted high ratios of 

CO/H2 were observed. 
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Abstract 

Peptaibols are oligomers, containing non-proteogenic amino acids. Some of them are 

considered as antifungal and antibiotic agents, therefore the elucidation of their structure is 

important. There have been a lot of efforts determining their amino acid sequences via mass 

spectrometry, but isobaric components cannot be determined using this technique. 

In this work, a HPLC method development was carried out for the determination of leucine, 

isoleucine, valine and isovaline in one chromatographic run. Furthermore, a chiral separation 

of the optical isomers of these compounds has been also solved. 

 

Introduction 

Peptaibols are peptid-like oligomers produced as extracellular secondary metabolites by 

Trichoderma species. Some peptaibols function as antibiotic and antifungal agents [1]. They 

are amphiphilic, which allows them to form voltage-dependent ion channels in cell 

membranes, making them leak and leading to the cell death. These compounds contain non-

coded, non-proteinogeic amino acids, like α-aminoisobutyric acid, ethylnorvaline, isovaline 

and hydroxyproline. Their N-terminus is acetylated, and the C-terminal amino acid is 

hydroxylated into an acid alcohol [2]. Due to their diverse nature, the structure elucidations of 

newly discovered peptaibols are important. 

There have been a lot of efforts to determine their amino acid sequence by mass spectrometry 

[3-5], however, isobaric amino acids could be specified, and no configuration of the 

compounds could be observed. To apply liquid chromatography, problems could be solved-, 

e.g. isobaric amino acids could be separated and detected, as well as the D-, and L-isomers 

could be distinguished due to the proper chiral derivatisation. 

For the chiral determination of the desired amino acids, Marfey’s reagent can be used. The 

reaction was carried out by adding the chiral reagent into the amino acid sample forming two 

products, depending on the configuration of the connecting amino acid. When the reagent is 

reacting with an L-amino acid, the product could form an intramolecular H-bond that results 

in a ring-like system. In the case of D-amino acids reaction partners, another product occurs, 

that cannot form any H-bonds intramolecularly. This slight difference between these two 

products leaded to their baseline separation on the applied chromatographic column. 

 

Experimental 

Trichoderma pleuroti (SZMC 12454) was cultivated on solid medium. Peptaibols were 

extracted using CHCl3/MeOH = 3/1 and the crude extract was separated on a normal phase 

column in a CHCl3/MeOH gradient. One selected fraction was evaporated and hydrolysed in 

cc. HCl overnight, to release the amino acids. After setting the pH to 7, the achiral and chiral 

derivatisations were applied. 

Derivatising agents, amino acid standards and other chemicals were purchased from Sigma 

Aldrich Inc. (Saint Louis, MO, USA). The achiral derivatisation of amino acids was done by 
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adding 125 µl of borate buffer (pH = 10.2) to 50 µl of amino acid solution. After mixing 

vigorously, 25 µl of OPA solution and 20 µl of FMOC solution were added. The solution was 

diluted with 780 µl HPLC water and mixed. The resulted solution was injected into a HPLC-

UV system. Chiral derivatisation of amino acids was done by Marfey’s reagent (Thermo 

Fischer Sicentific, Waltham, MA, USA). To 50 µl of amino acid solution, 100 µl of Marfey’s 

reagent’s solution (1 w% in acetone) and 20 µl solution of NaHCO3 (1 M) were added. After 

mixing, the reaction mixture was thermostated at 35°C for 60 minutes, which was followed by 

neutralisation by 10 µl of HCl solution (2 M). The mixture was evaporated to dryness and was 

dissolved in 500 µl HPLC grade DMSO. The resulted solution was diluted ten times and 

injected into a HPLC-UV system. 

HPLC method development and measurements were done using a Dionex Ultimate 3000 

UHPLC instrument (Thermo Fischer Sicentific, Waltham, MA, USA). The instrument was 

equipped with a quaternary pump, a degasser, a well plate sampler, a column thermostat and a 

UV-VIS detector. Separation of achirally derivatised amino acids was performed using a 

Phenomenex Ez:faast AAA-MS 250 x 2 mm, 4 µm column (Phenomenex Inc., CA, USA). 

The mobile phase was the following: A: H2O + 41 mM acetate buffer (pH = 4), B: MeOH + 

41 mM acetate buffer (pH = 4). The elution was isocratic with the ratio of A/B = 45/55 for 33 

minutes, while the flow rate was 0.35 ml/min at 45°C. The injection volume was 1 µl and 

peaks were detected at λ = 338 nm and λ = 262 nm. Separation of chirally derivatised amino 

acids was performed using same column as above and the mobile phase was the following: A: 

H2O + 25 mM HCOONH4, B: MeOH + 25 mM HCOONH4. During the gradient elution the B 

% increased from 35% to 70 % for 30 minutes. The flow rate was 0.25 ml/min at 35°C during 

analyses and the injection volume was 5 µl and peaks were detected at λ = 340 nm and λ = 

254 nm. 

 

Results and discussion 

In the first stage of our work, standard amino acid solutions were derivatised with o-

phthaldialdehyde (OPA) and 9-fluorenylmethyloxycarbonyl chloride (Fmoc). A non-chiral 

HPLC-UV method was developed for the separation of leucin, isoleucin, valine and isovaline. 

The components were separated in an isocratic elution within 33 minutes. The chirally 

derivatised L-, and D-amino acids were also separated, but in this case, a gradient elution 

from 35 % B to 70% B was used. After the separation method optimization, the Trichoderma 

pleuroti (SZMC 12454) strain was cultivated. At the end of the fermentation the mycelia were 

extracted and the crude peptaibol mixture was purified by flash chromatography using 

CHCl3/MeOH gradient. The peptaibol containing fractions eluted from 40% to 60% of MeOH 

and a fraction was selected from the collected ones contained the most amount of peptaibols. 

The oligomers were hydrolysed and the liberated amino acids derivatised achirally. The 

achiral amino acid separation resulted, that the peptaibol mixture contains valine and isovaline 

in 1 to 1 ratio and leucine and isoleucine in 1 to 1 ratio also as well. This peptaibol fraction 

was also chirally derivatised and analysed. Altogether L-isoleucine, D-isovaline and L-leucine 

were found, none of the two valine isomers could be detected.  

 

Conclusion 

Two successful HPLC-UV methods were developed to analyse isobaric amino acids and to 

define their configuration. Group of peptaibols were successfully purified, hydrolysed and 

analysed. After analysing the real samples, it could be concluded that further purification of 

the peptaibols is needed to have the pure compounds hydrolysed and analysed. 
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Abstract 

The early development of the root system is highly important for the plants’ whole life; it is 

regulated by a complex system which integrates endogenous and environmental signals. 

Heavy metals (HMs) as exogenous factors have a different, concentration-dependent effect on 

the developing root: low concentrations cause stress-induced morphogenic response (SIMR, 

adaptation mechanism, more branched, shallower roots), while higher concentrations inhibit 

growth. Plants encounter heavy metals in many different ways, not only the widely studied 

homogenous distribution. Thus investigation of the effect of vertical distribution of HMs on 

the root development of crops has a great importance. In our experiments, to be able to 

determine and characterise the exact effect of excess zinc (Zn) on the root growth of Brassica 

napus L., several different layouts were used in soil-filled rhizotrons. This setup allowed us to 

examine the root growth of rapeseed in a practically 2D system, submitted to heterogeneously 

layered Zn-contaminated soil.    

 

Introduction 

The early development of the root system is crucial in terms of the life of a plant; besides 

ensuring physical stability for the whole plant, it is responsible for water and nutrient uptake 

and also might be practically (phytoremediation) relevant. It has a noteworthy plasticity: due 

to different stress conditions its architecture can change to favour seedling vigour and yield 

stability.  

The delicate balance of the endogenous signal system responsible for the development of the 

root can be affected by various environmental stimuli, such as the excess of essential or non-

essential HMs. Heavy metal contamination of soils and water is an existing and growing 

problem. This has partly originated from agricultural processes, such as excessive use of 

fertilisers or application of sewage [1]. 

HMs at low concentrations are able to induce the morphological and physiological adaptation 

of the root system called stress-induced morphogenic response. SIMR is a special 

combination of inhibition of primary root growth and induction of lateral root development, 

resulting in a shallower but horizontally more extensive root architecture, which most likely 

provides an enhanced stress tolerance [2-3], however this conjecture needs further 

investigations. On the other hand, HMs at high concentration lead to growth inhibition due to 

their phytotoxic effect by altering the most important plant physiological and metabolic 

processes [4]. The effect of HM excess on plants depends on numerous factors, including 

their mobility and their capability of bioaccumulation. Zn is a redox inactive essential 

microelement, with low mobility and accumulation capability in plants [5]. Zn, in low 

quantities as a micronutrient is essential for the normal development of plants, however in 

excess it might be toxic for plants and other eukaryotic organisms as well. Zn stress causes 

growth alterations and cell wall modifications, together with loss of functionality of enzymes 

and decreased photosynthesis.    
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Plants encounter heavy metals in many different ways, not only in the widely studied 

homogenous distribution. Thus investigation of the effect of vertical distribution of Zn on the 

root development of crops has a great importance. 

 

Experimental 

Custom-made plexi panels were ordered and assembled into 15 cm wide, 30 cm tall and 1,6 

cm thick rhizotrons, using polifoam sheets and screws with wing nuts. The front panel is 

made of 3 mm thick, anti-glare, 100% transparent plastic, while the back panel is a 3 mm 

thick non-transparent black sheet; the thickness of the soil layer inside the rhizotron is 1 cm. 

The rhizotrons are filled with Klasmann Potgrond P blocking substrate (100% frozen through 

black peat with a fine structure of maximum 8 mm size, pH 6,0; 210 mg N/l; 240 mg P2O5/l) 

mixed with 20% sand; the initial water content is set to 70%. According to preliminary 

experiments 10 and 500 ppm Zn supplementation as treatment were chosen as SIMR-inducing 

and growth-inhibiting concentrations, respectively. Several heterogeneous setups were 

assembled (top/bottom half or top/middle/bottom third, respectively): control/10 ppm Zn 

(layout 1); 10 ppm Zn/control (layout 2); control/10 ppm Zn/control (layout 3); control/500 

ppm Zn (layout 4); 500 ppm Zn/control (layout 5); control/500 ppm Zn/control (layout 6); 

500 ppm Zn/10 ppm Zn/control (layout 7). Brassica napus L. (rapeseed) seeds were pre-

germinated for 24 hours on 26°C and then transferred to the soil surface of the pre-filled 

rhizotrons. In the first 48 hours after the seeding, the young seedlings were covered with 

transparent plastic foil to provide optimal humidity, then the growing plants were 

supplemented with 10 ml distilled water in every two days. Seedlings were grown for 10 

days, then the rhizotrons were scanned, disassembled and the roots were cleaned for further 

examination.  

For visualisation of Zn, root tips were equilibrated in PBS buffer (137 mM NaCl, 2,68 mM 

KCl, 8,1 mM Na2HPO4, 1,47 mM KH2PO4, pH 7,4) then incubated with 25 µM Zinquin 

(ethyl (2-methyl-8-p-toluenesulphonamido-6-quinolyloxy)acetate) in PBS,  for one hour at 

room temperature, in darkness, as described by Sarret et al. [6]. Roots dyed with Zinquin were 

investigated under a Zeiss Axiovert 200M inverted microscope (Carl Zeiss, Jena, Germany) 

equipped with a high resolution digital camera (Axiocam HR, HQ CCD, Carl Zeiss, Jena, 

Germany) and filter set 49 (exc.: 365 nm, em.: 445/50 nm). Fluorescence intensities (pixel 

intensity) in the meristematic zones of the root tips were measured on digital images using 

Axiovision Rel. 4.8 software within circles of 50 µm radii.  

The results are expressed as mean ± SE by using Microsoft Excel 2016 and Student’s t-test 

were used (*P≤0.05, **P≤0.01, ***P≤0.001). All experiments were carried out at least two 

times. In each treatment at least 10 samples were measured. 

 

Results and discussion 

Roots grown in layout 1 and 2 showed approximately the same growth and Zn-contents, the 

low Zn-treatment did not alter the morphology significantly. In layout 3 root morphology did 

not differ between the zones; however, Zn-content of the root tips were higher in the 10 ppm 

Zn supplemented zone. The difference between the Zn-accumulation capacity of the plants 

grown in the two- and three-layered systems can be explained by that in the layout 3 the 

growing root met with the Zn supplement in a younger developmental state; it is known that 

the HM accumulation capacity of the young, metabolically more active plant organs are high.   
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Upon encountering the growth-inhibiting Zn treatment the rapeseed roots showed different 

behaviour in the different layouts. When the germinating seedling faced the control soil at 

first (layout 4), it was able to develop a longer root system, and it also penetrated the 500 ppm 

Zn supplemented zone; however, there the growth stopped soon. In the opposite scenario, 

upon confronting the high Zn treatment zone first inhibited root growth in a much higher 

degree, the root could only slightly enter the lower control zone. Zn content of the root tips 

changed according to the soil Zn content, though there was a difference between the Zn-

accumulation of the two layouts: in layout 4 the difference between the Zn accumulation of 

the control and 500 ppm zones were bigger than in layout 5. A possible explanation behind 

this difference can be that in layout 4 the growing root met with the control soil at its younger 

age and remained more active metabolically, while in layout 5 the growing root was in a 

stressed state and tried to exclude Zn.   

 

 
Figure 1. Representative images of the root growth in the different heterogeneous rhizotron 

system layouts and the Zn content-dependent Zinquin-fluorescence values in the root tips of 

the corresponding soil zone. Significant differences according to Student’s t-test (n = 10, 

*P≤0.05, **P≤0.01, ***P ≤ 0.001) between each layouts’ control and Zn-containing zones are 

indicated. 

 

Layout 6 can be considered as the combination of the previous two, and the developing roots 

showed mixed growth characteristic: since the emerging root met the control soil at first it 

was able to penetrate and grow in the high Zn containing zone, though it did not enter the 

lower control layer. While in layout 5 the “young” root was able to grow through the high-Zn-

zone, in layout 6 the growing root was relatively older upon encountering the same layer, 

resulting in the arrest of root growth and exclusion of Zn from its root tips.  

In layout 7 we wanted to simulate a real-life Zn-contaminated soil, where the upper layer 

contained high amount of Zn, decreasing until control level in the lower zones. Similar to 

layout 5, the root system was able to grow through the 500 ppm Zn layer and entered the 10 
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ppm Zn zone, but could not reach the control at the bottom of the rhizotron. The roots 

accumulated far the highest amount of Zn in the entire experiment, and while the Zn content 

of the root tips grown in the 10 ppm layer were lower, it was still relatively high compared to 

the control levels. Seedlings in their early developmental stage receive plenty of nutrients 

from the seed, the root has a high metabolic activity and growth rate, which enabled the 

developing root to grow through the 500 ppm Zn zone, but the high Zn concentration 

ultimately caused the inhibition of root development in the subsequent, low-Zn-containing 

soil layer.  

 

Conclusion 

Results obtained from the heterogeneous Zn distribution experiments point towards the 

presumption that the growth inhibiting effect of the 500 ppm Zn treatment depends on the 

developmental stage of the rapeseed seedlings. When the root encountered the high Zn dose in 

a younger stage, it did not suffer growth inhibition, while the toxic effect of Zn is more 

pronounced on older roots. Considering the Zn accumulation, there was no close connection 

between the applied treatment and the Zn content of the root tips in all applied layouts.  
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Abstract 

The heterogeneous photocatalytic transformation of a harmful neonicotinoide insecticide, 

imidacloprid using TiO2 photocatalyst was the aim of the present work. The optimal TiO2 

concentrations in oxygenated, aerated and oxygen-free suspensions were determined. 

However the dissolved oxygen enhanced the transformation rate of imidacloprid that was 

occurred in oxygen-free suspensions too. This can be explained by the relative high reactivity 

of imidacloprid towards hydrated electron, thus the relative contribution of direct charge can 

be significant. The effect of different additives was investigated to prove this assumption: 

NaF, methanol, t-butanol, chloroform, EDTA and KI. The pH and ionic strength of the 

solution have also significant effect, most likely by modifying the surface properties of TiO2. 

The results showed, that beside HO• based reaction the direct charge transfer must have 

significant role in the transformation of imidaclopride.  

 

Introduction 

Imidacloprid is an insecticide belonging to the neonicotinoids, a class of chemicals which 

attack the nervous system of insects. It is a widely used insecticide in agriculture, although - 

along three other neonicotinoids - the European Union banned its use in 2018, due to its 

harmful effects on beneficial insects, like honeybees. [1] 

Heterogeneous photocatalysis is a possible supplementary water treatment method for the 

removal of imidacloprid from waters. During the irradiation of the photocatalyst with light 

having higher energy than the band gap of the catalyst, the separation of charges creates an 

electron (ecb
-
), and a positively charged hole (hvb

+
). To avoid the recombination of charges, 

the ecb
-
 must be trapped using an effective electron scavenger, usually dissolved oxygen takes 

this role. The most reactive species during heterogeneous photocatalysis are the hydroxyl 

radicals (HO•). They may form via their reaction of the hvb
+
 with water or HO

- 
(1-2), or due to 

the reaction of ecb
-
 with oxygen, resulting in O2•

-
. The further transformation of O2•

-
 produces 

H2O2, and finally HO• (3-5) [2]. During the heterogeneous photocatalysis of imidacloprid, it 

is reported, that HO• has an important role. [4] 

 

h
+

vb + H2Oads→ HO• + H
+  

(1) [2] 

h
+

vb + HO
-
ads→ HO•ads  (2) [2]  

 

ecb
- 
+ O2 → O2•

- 
→→H2O2 (3) [2] 

 

H2O2 ads + e
-
cb → HO• + OH

−
  (4) [3] 
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H2O2 ads + h
+

vb → HO2
•
 + H

+ 
 (5) [3] 

 

The goal of our work was to determine the dissolved oxygen and TiO2 concentration 

dependency of the photocatalytic process efficiency. Moreover the effect of various additives 

was determined to get information about the relative contribution of the HO• and direct 

charge transfer based reactions to the transformation of imidacloprid. We used ionic 

compounds, such as NaCl (Cl
-
 has no special affinity to the TiO2 surface) and NaF (F

-
 can 

replace –OH of TiO2 surface and consequently change the surface properties, such as 

adsorption capacity). Methanol and and t-butanol were applied as HO• scavengers, while 

chloroform was used as O2


 scavenger. KI (I
-
) and EDTA are able to decrease significantly 

the contribution of both direct charge transfer (through the reaction with hvb
+
) and HO• based 

reactions via competition with imidacloprid for these reactive species. Additives were applied 

in 1:1, 10:1, 50:1 molar ratios to the imidacloprid. We also investigated the ffect of pH (3.0, 

6.5, 9.0). 

 

Experimental 

Aqueous solutions of imidacloprid (1.0×10
-4

 mol dm
-3

) were irradiated using a fluorescent 

UV light source (300-400nm). TiO2 (Degussa P25 Aeroxide) were used in different 

concentrations (0-1.5 g dm
-3

), the suspension was sonicated before the irradiation. During the 

measurement, the suspension was stirred and circulated in a thermostated glass reactor. The 

suspension was saturated with oxygen, air or nitrogen. NaCl, NaF, methanol, t-butanol, 

chloroform, KI, and EDTA were added in 1.0×10
-4

 mol dm
-3 

1.0×10
-3

 mol dm
-3 

and 5.0×10
-3

 

mol dm
-3 

concentrations (1:1, 10:1, 50:1 molar ratios to the imidaclopride). The pH was 

adjusted with HCl and NaOH. 

The samples were centrifuged and filtered before analysis using 0.22 µm syringe filters. The 

degradation rate of imidacloprid was determined using an Agilent 1100 series HPLC 

equipped with a LiChrospher® 100 RP-18 column and a diode array detector (λ=270 nm). 

The eluent was a mixture of methanol and water (40:60 ratio). 

 

Results and discussion 

Imidacloprid does not adsorbed significantly on the TiO2 surface: using 1.0×10
-4

 mol dm
-3

 

imidacloprid addition of 1.0 g dm
-3

 TiO2 had no effect on the imidacloprid concentration in 

the aqueous phase. The optimal TiO2 concentration in suspensions bubbled through with 

oxygen, nitrogen (oxygen-free suspension) and air were also determined.  

Without TiO2 there is a slow transformation of imidacloprid due to the small overlap of the 

spectrum of imidacloprid and the emitted light of the lamp. Dissolved oxygen concentration 

has no effect in these cases, when the transformation of imidacloprid takes place via direct 

photolysis. Increasing the TiO2 dosage the competitive light absorption between imidacloprid 

and TiO2 particles became more important, and direct photolysis is fully suppressed by the 

absorption of photons by TiO2 particles above 0.50 g dm
-3

. In oxygen containing suspensions 

the transformation rate increased with TiO2 dosage and there was not found significant 

difference in the transformation rates using air or oxygen. The optimal dosage of TiO2 was 

about 0.50 g dm
-3

.  

In oxygen-free suspensions the optimal TiO2 dosage was lower, between 0.25 and 0.50 g dm
-3

 

and the dose dependence of the transformation rate was found to be different than in oxygen-

containing ones. Effective transformation via heterogeneous photocatalytic way requires the 

presence of effective ecb
-
 scavenger, which is generally dissolved oxygen. In most cases there 

is no transformation of organic substances in oxygen-free suspensions. However in the case of 

heterogeneous photocatalysis of imidacloprid the transformation rate showed maximum 

between 0.25 and 0.50 g dm
-3

, and reached a plateau above 0.75 g dm
-3

 TiO2 dosage. The 
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value of the transformation rate above this photocatalyst dosage is less than the half of that 

determined in oxygen containing suspension. At lower TiO2 dosage the transformation takes 

place by direct photolysis and heterogeneous photocatalysis. The relative contribution is 

depend on the TiO2 dosage. The increase in the TiO2 dosage reduces the importance of direct 

photolysis, and the overall effectiveness decreases. The efficiency of heterogeneous 

photocatalysis without oxygen can be explained by the relative high reactivity of imidacloprid 

toward e
-
aq. Thus imidacloprid is able behaves as ecb

-
 scavenger instead of dissolved oxygen. 

In this case the transformation must take place mainly by direct charge transfer. 

 

 
Figure 1. Transformation rates of imidacloprid using different concentrations of TiO2 and 

dissolved oxygen 

 

For further experiments we used 1.0 g dm
-3

 TiO2 concentration to avoid direct photolysis and 

suspensions were bubbled with oxygen to optimize the formation rate of HO•. The role of 

direct charge transfer and HO• based reactions were investigated via effect of various 

additives. Inorganic ions affect the photocatalytic process by increasing ionic strength, 

changing the surface charge and the adsorption properties of target compounds on TiO2 

particles. We used NaCl to investigate the effect of ionic strength increase, since Cl
-
 has no 

any kind of specific interaction with TiO2 surface. Addition of NaCl has no significant effect 

on degradation rate. 

F
-
 has a special affinity for the TiO2 surface, replacing surface –OH groups with –F groups. 

Addition of NaF affects the efficiency of photocatalytic transformation in many cases by 

various ways. It is accepted, that F
-
 increases the HO• concentrations in the bulk solution by 

improved electron transfer capabilities, decreasing charge recombination, and increasing the 

possibility of hvb
+ 

based reactions. [5] NaF addition to the imidacloprid solution did not 

change its adsorption, but slightly increased the degradation rates when compared to the effect 

of NaCl, indicating the importance of HO• during the transformation process. It was also 

confirmed by the results of methanol and t-butanol addition. Both alcohol is effective HO• 

scavanger and significantly decreased the transformation rate of imidacloprid when used in 

higher concentrations.  

Dissolved oygen reacts with the photogenerated ecb
-
, forming O2

-•
, which may also react with 

certain compounds. Chloroform was used, as a O2
-•
 scavanger to investigate its possible 

effect. Chloroform did not hinder the transformation of imidacloprid, proving the negligible 

effect of O2
-•
. 
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Figure 2. Relative transformation rates of imidacloprid in the case of different additives, 

compared to the reaction rate when no additives were used 

 

Imidacloprid transformation is assumed partly by direct charge transfer reactions. To prove 

this assumption, the effect of EDTA and KI as a scavanger of hvb
+
 was determined. EDTA 

adsorbs well on the TiO2 surface, where it can easily react with hvb
+
, hindering not only the 

transformation of other sompound via direct charge transfer, but also the formation of HO• 

and other hole-induced reactions. Addition of EDTA even at 1:1 molar ratios had a more 

significant effect than alcohols at 50:1 ratios. At higher concentrations, EDTA nearly 

completely inhibits the transformation of imidacloprid (10:1 and 50:1 ratio). Similar effect of  

I
-
 (KI), which is a well-known scavanger of both hvb

+
 and HO• was experienced. Its effect is 

slightly less pronounced at higher dosages than EDTA, most likely because of its less 

significant adsorption. These results proves of both the importance of surface accessibility 

during the photocatalytic degradation of imidacloprid, and the possibility of the direct charge 

transfer despite the negligible adsoprtion of imidacloprid on the TiO2 surface. 

We also investgated the effect of the pH, performing experiments on pH 6.5, on the estimated 

point of zero charge (PZC) of TiO2, on pH 3.0 and pH 9.0. Changing the pH has several 

complex effects: changes the surface charge of TiO2 from neutral to positive (acidic 

conditions) or to negative (basic conditions). This may influence the adsorption on the TiO2 

surface, and other surface properties, and also the formation of reactive species. We found 

that on pH 3.0 the transformation rate of imidacloprid significantly lowered, while on pH 9.0 

it slightly increased.  

 

Conclusion 

 The transformation rate of a harmful pesticide, imidacloprid using heterogeneous 

photocatalysis was investigated. 

 The TiO2 dosage was optimized under oxygen saturated and oxygen free conditions. 

 Effect of HO• radical scavengers (methanol, t-butanol, chloroform) proved the 

significant role of HO• in the transformation of imidacloprid. 
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 The effect of EDTA and KI proved the importance of direct charge transfer beside 

HO• based reaction in the transformation of imidacloprid 
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Abstract 

 

Most biologically and pharmacologically important molecules (amino acids, carbohydrates, 

pharmaceuticals, etc.) are chiral compounds that may cause various biological effects; 

therefore increased attention is placed on their separation, qualitative and quantitative 

analysis. As a result of this knowledge, in this work the theoretical background of chiral 

chromatographic separation was investigated by high performance liquid chromatography 

(HPLC) and supercritical fluid chromatography (SFC). For our measurements, a new 

generation chiral zwitterionic stationary phase (Zwix (-) column) was used to separate the 

enantiomers one of the antimalarial drugs, mefloquine. 

 

According to the stochastic model of chromatography [1,2], the peak formed during 

separation is a combination of the random walk of a molecule through the column and the 

slow adsorption-desorption processes. Using this theory, it is possible to determine the 

residence time of the molecules in the stationary phase and the average number of adsorption 

steps from which the retention factor can be calculated. 

 

For chromatographic measurements, van 't Hoff plot [3] is used to explain the retention 

mechanism. In our case, the values of the retention factors were determined in two ways, on 

the one hand by classical calculations, on the other hand with stochastic model, which 

assumes multiple binding. 

 

Finally, the thermodynamic parameters were compared for the two chromatographic methods, 

high performance liquid chromatography (HPLC) and supercritical fluid chromatography 

(SFC). 
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Abstract 

Novel 2- or 4-substituted 13α-estrone derivatives were synthesized via Hirao or Suzuki 

reaction. Transformations of 2- and/or 4-halogenated derivatives of 13α-estrone and its 3-

benzyl or -methyl ether were carried out in a microwave (MW) reactor. Facile and efficient C-

C or C-P coupling procedures were established using Pd or Ni catalysts. The newly 

synthesized compounds might have promising antitumoral properties. 

 

Introduction 

Introduction of large apolar substituents onto C-2 of estrane core may lead to compounds 

possessing substantial antitumoral activity. The functionalization of the aromatic ring A of 

estrone might be achieved via Pd-catalyzed cross coupling reactions. Hirao reaction is a 

powerful tool for the synthesis of aryl phosphonates from aryl bromides or iodides using 

dialkyl phosphites (H-phosphonates) as the reagents, Pd(PPh3)4 as the catalyst and Et3N as the 

base.
1,2,3

 Suzuki reaction is a cross coupling reaction between aryl/alkyl halides with 

organoboronic acids and Pd(PPh3)4 as the catalyst.
4
 Our aim was to develop facile and 

effective C-C and C-P cross coupling methods for the preparation of 2- or 4-substituted 13α-

estrone derivatives by MW irradiation. We planned to use “green” methodologies by 

replacing the Pd catalyst with Ni under P-ligand- and solvent-free conditions. 

 

Experimental 

The optimization of the Hirao reaction conditions was carried out using 2-bromo- or 2-iodo- 

13α-estrone 3-methyl ether as starting compounds and diethyl phosphite as a reagent. 

Pd(OAc)2 or Pd(PPh3)4 catalysts  were used without addition of any P-ligand. The Suzuki 

couplings were optimized using 2-bromo- or 2-iodo- 13α-estrone 3-methyl ether as starting 

compounds, phenylboronic acid as a reagent and Pd(PPh3)4 catalyst. The structures of the new 

compounds were confirmed by 
1
H and 

13
C NMR measurements. 

 

Results and discussion 

The optimal conditions were selected for extension of C-P couplings to other steroidal 

scaffolds, which differ in position and nature of the halogen and/or nature of the C-3 

substituent (Scheme 1). All the couplings resulted in the desired product with high yields. 

Couplings with NiCl2 as the catalyst required higher reaction temperatures and longer reaction 

times.  
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Scheme 1. C-P couplings at C-2 or C- -estrone series 

 

Suzuki reactions were efficiently performed with different para-substituted phenylboronic 

acids (Scheme 2). The couplings of C-2 or C-4 regioisomers could be achieved under 

different conditions. It can be stated that transformations at more hindered C-4 required 

harsher reaction conditions. 
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Scheme 2. Suzuki cross couplings in the 13 -estrone series 

 

 

Conclusion 

We have developed efficient microwave-assisted, P-ligand-free, Pd- or Ni-catalyzed cross 

coupling procedures. Certain reactions proved to be effective under solvent solvent-free 

conditions too. 
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Abstract 

Fruits have been very essential in the growth and development of human life. Therefore, the 

present study was designed to evaluate the chemical composition of cherry, plum and pear 

cultivars grown in northeastern part of Hungary. Twelve fruit species were screened for their 

total phenolic content, antioxidant capacity and mineral content. The results show that the 

chemical composition and antioxidant capacity of the investigated fruits varies significantly. 

Total phenolic contents of the selected fruit cultivars (cherries, plums and pears) were 

investigated according to the method of Singleton and Rossi, while the antioxidant activity of 

the fruits was determined using the ferric reducing antioxidant power (FRAP) assay. Positive 

correlation was found between the total phenolic content and antioxidant activity that means 

the phenolic content of these fruits contributes to antioxidant capacity. Mineral contents 

varied greatly between the species. Cherry was found to be the richest source of minerals. The 

most abundant mineral detected was potassium, followed by calcium and phosphorus. The 

trace elements were detected in lower amounts. Results showed that these fruits contain 

considerable amounts of minerals and phenolics, resulting also in significant antioxidant 

activity. They strongly support the evidences that fruits promote health benefits. These fruits, 

especially cherries could be potential rich resources of natural antioxidants and could be 

developed into functional foods or drug for the prevention and treatment of diseases caused 

by oxidative stress. 

 

Introduction 

Fruits have historically held a place in human diet because of their immense nutritional 

values. They are natural sources of beneficial components that play an important role in 

human nutrition and health. Fruits are particularly recognized as a source of vitamins, dietary 

fibre and other antioxidant compounds, such as phenolics, vitamins, carotenoids and minerals, 

which contribute to their chemo-preventive potential [1,2].  

Phenolics are bioactive non-nutrient compounds that attribute to the sensory qualities (color, 

flavour, taste) of fresh fruits. In addition, many phenolic phytochemicals have antioxidative, 

anticarcinogenic, antimicrobial, antiallergic, antimutagenic and inflammatory activities [3,4] 

Therefore, the role of fruits in disease prevention is partly associated with the antioxidant 

properties of their constituent phenolics [5,6]. Antioxidants are compounds that retard or 

inhibit the oxidation of molecules that can occur by the presence of reactive free radicals, thus 

protecting the body from several diseases [7]. Other health benefits of eating fruit are 

attributed to minerals, they are inorganic substances required by the organism in very small 

amount for maintenance of vital processes essential for life [8]. Epidemiological studies have 

found that the intake of fruits has a strong inverse correlation with the risk of developing 

many chronic diseases, such as cardiovascular diseases and cancer [9,10,11]. In this manner, 

the present research was designed to shade some light on the composition of plums, pears and 
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cherries grown in north-eastern part of Hungary. Particularly, mineral content, total phenols 

and the effect related to antioxidant capacity were determined. 

 

Experimental 

 

Sample collection 

Fresh fruits were collected at commercial maturity during the 2017. harvest season (July, 

August and September). All samples originated from Szabolcs-Szatmár-Bereg country near 

Nyíregyháza city in north-eastern part of Hungary. From these fruits, 3 were cherry cultivars, 

1 pear cultivar, and the rest were plum cultivars, respectively 8. 

 

Sample preparation 

The whole edible part of the fruit was used in the study. The fruits were washed, then they 

were cut in halves and pits were removed. Samples were cut into small pieces, weighed 

accurately (~ 40 gram), and freeze-dried immediately, since chopped material is much more 

unstable and may result in enzymatic browning, as well as undesirable molecular, 

biochemical and physiological changes. After freeze drying the samples were weighed again 

to determine the dry matter without water. The 250 mg/10 ml solutions were centrifuged 

(6000 rpm, 20 min, 4 C
o
) and the clean supernatants were analysed.  

 

Determination of antioxidant capacities by FRAP (Ferric Reducing Antioxidant Power) 

method 

Measurement of ferric reducing antioxidant power of the fruit extracts was carried out based 

on the procedure of Benzie and Strain [12], at 593 nm. (Spectronic Helios Gamma UV Visible 

Spectrophotometer Thermo Fisher Scientific.) Ascorbic Acid was used as a standard to 

prepare the calibration solutions. Results were expressed as µMAA/g of dry plant material. 

 

Determination of total phenolic contents by Folin-Ciocalteu method 

The Folin - Ciocalteu method is an electron transfer based assay and gives reducing capacity 

which is expressed as phenolic content. Total phenolic content of the fruit extracts was 

determined with the Folin-Ciocalteu reagent according to a procedure described by Singleton 

and Rossi [13], at 760 nm. 

Gallic acid was used to prepare the standard curve. The results were expressed as mMGA/g of 

dry plant material. 

 

Mineral content analysis using ICP-OES 

The presence of the following minerals: Ca, Mg, K, Na, Fe, Cu, Zn, Mn and P was 

investigated by inductively coupled plasma optical emission spectrometry (ICP-OES). All the 

previously freeze-dried samples were prepared for the analysis via microwave digestion 

method by using concentrated nitric acid and hydrogen peroxide. 

After mineralization, the resulting solutions were cooled to room temperature, then they were 

transferred to autosampler tubes and diluted to a final volume of 25 mL with Milli-Q water. 

The determination of mineral contents in this clear solution was carried out by ICP-OES. The 

concentrations of the calibration solutions were in the range from 1 to 100 mg/kg (1,5,10,100 

mg/kg, respectively) to match the amount of the elements possibly present in the samples.  
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Results and discussion 

 

Total Phenolic Content 

The results from the study showed a variation of total phenolic (TP) contents between the 

fruits tested. The TP content ranged from 13.87 ± 0.18 to 76.60 ± 9.23 mMGA/g of dry 

weight. Among the fruits that were used in the study, the highest content of phenolics resulted 

from cherry cultivars, two to three times higher than the phenolic contents of plums and pear 

cultivars. The results showed that Oblacsinszka species (cherry cultivar), were the richest 

source of phenolics with a total phenolic content of 76.60 ± 9.23 mMGA/g of dry weight. The 

lowest content of phenolics among all tested fruits was recorded for Vilmos species (pear 

cultivar), only 13.87 ± 0.18 mMGA/g of dry weight. TP content of 8 plum samples shows 

variation, the highest TP content was found in Unknown C plum sample.  

 

 
Figure 1. Total phenolic content of the investigated fruits  

 

The total phenolic contents of the cherry species tested in the present study (118. 72 – 233.01 

mg GAE/100 g fw) were similar to those reported in the literature. The phenolic contents of 

sweet and sour cherries were investigated by Prvulovic et al. [14], the results showed that the 

lowest TPC was 76.05 while the highest was up to 301.19 mg gallic acid equivalents/100 g 

fresh fruit weight. 

 

Antioxidant Capacity  

FRAP values of the tested fruits varied significantly among each other, starting from 4.89 ± 

0.14 to 52.58 ± 0.50 µMAA/g of dry weight. Cherry cultivars resulted to have the highest 

antioxidant capacity among the studied fruits, followed by plum cultivars and lastly, the pear 

cultivar.  

In descending antioxidant activity, the order was: cherry > plum > pear. 

 

Correlation between Antioxidant Capacity and Total Phenolic Content 

Despite the presence of a wide range of the antioxidant capacities and total phenolic contents 

among the selected fruits, the results showed a positive linear correlation between the 

antioxidant capacity and total phenolic content (R
2
 = 0.9176) Figure 2. Moreover, an increase 

in antioxidant capacity corresponds to the increase in the total phenolic content. These results 
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indicate that the phenolic compounds could be the main contributor of the antioxidant 

activities of these fruits. These results were in agreement with many previous studies [15]. 

 

 
Figure 2. Correlation between the total phenolic content and antioxidant capacity of the 

selected fruits. Antioxidant capacity was measured by the FRAP assay and TPC by Folin-

Ciocalteu method 

 

Mineral contents 

The concentrations of Na, K, Ca, Mg and P (major elements) as well as Fe, Mn, Cu and Zn 

(minor elements) were determined in 12 fruit samples using inductively coupled plasma 

optical-emission spectrometry (ICP-OES). The results are shown in table 1. 

 

Fruit species 
Concentration of minerals (mg/kg dry weight) 

Ca Cu Fe K Mg Mn Na P Zn 

Oblacsinszka 1520 11 17 14000 780 6.3 8.2 1300 3.5 

Cigany 1500 13 15 13000 720 3.7 3.4 1500 4.5 

Kantorjanosi 

Cigany 
1200 4.6 11 12000 560 2.4 5.6 950 3.3 

Vilmos 660 4.1 16 6400 270 2.1 11 450 4.2 

Unknown A 690 3.5 7.5 9100 442 2.8 2.8 710 3.7 

Unknown B 740 3.9 8 11100 430 2.6 7 740 3.9 

Unknown C 540 4.7 49 11000 410 5.4 3.8 670 5.2 

Unknown D 590 3.2 6.4 10000 390 3.1 5.3 715 4.2 

Elena A 670 3.6 9.6 11300 490 4.1 3.6 980 4.9 

Elena B 520 5.3 9 15000 470 5.6 2.6 970 5.8 

Korso 560 3.7 9.4 12100 520 4.5 5 870 7.3 

Besztercei 540 2.2 16 9000 340 2.3 1.6 720 3.4 

 

Table 1. Mineral content of the investigated fruits (mg/kg dry weight) 

 

The results listed in Table 10. shows that the most abundant mineral among the analysed fruit 

cultivars was potassium, followed by calcium, phosphorus and magnesium. Other 

microelements such as iron, manganese, zinc, copper and sodium were detected in much 

lower amounts.  
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Conclusion 

The chemical composition and antioxidant capacity of the investigated fruits varies 

significantly due to many factors (genetics, soil composition etc.). There was a positive 

correlation between the total phenolic content and antioxidant activity, showing that the 

phenolics from these fruits may supply substantial antioxidants, which gives health-promoting 

advantages to the consumer. 

With this study we proved that these fruits are rich sources of potassium, cherries contain the 

highest concentrations of all the minerals, leaving behind plums and pears. It was reported 

that in general fruits are not good sources of calcium. In this study, it was found that some 

fruits contained significant amount of calcium. In general, the elemental concentration in all 

samples decreased in the following order:  K> Ca> P> Mg> Fe> Na> Cu> Mn> Zn. The 

difference in the elemental concentration between the samples can be a result of variations in 

the geographic origin and cultivation conditions.  
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Abstract 
Decreasing Mg-content of soil and foods aren’t an isolate phenomenon. It is inseperable from 

the effect of other ions (1). Beside detoriation of ion equilibrium, the property of 

accumulation of toxic metals due to global invironmental pollution in very disadvantegous, 

because these can tubstitute vital, essential macro- and microelements and can competetively 

block transporters and channels. The unfavorable effect are strengthened by mutations of 

transporters and channels, which may be the causes of severe immundeficiencies, life-

threatening arrhytmias as background of frequent diseases and do have significant public 

health impact via widespread use and results of genetic tests. 

 

Introduction 

Decreasing Mg-content of soil and foods isn’t an isolate phenomenon. It is inseparable from 

the effects of other ions, which are important signaling kations in immun system (2). 

Beside detoriation of ion equilibrium, the property of accumulation of toxic metals due to 

global environmental pollution is very disadvantageous, because these can substitute vital, 

essential macro- and microelements and can competitively block transporters and channels.  

 

Human and experimental data  

Loss of function mutations in the gene encoding in MAGT1-as a critical regulator of 

intracellular free Mg
++

 level- cause XMEN disease with X-linked combined 

immunedeficiency with magnesium defect. It’s characterised by CD4 lymphopenia, chronic 

Epstein-Barr virus (EBV) infection and related lymphoproliferative disorders (e.g lymphoma). 

Oral magnesium L-threonate led to better control of EBV infection. There are mutations in 

SCN5A sodium channel and A109A genes (3) increases the outward transient K-flux (Ito), 

which regulated by magnesium (4). The early repolarization was experimentally evoked by us 

(5). 

Fig.1 demonstrates the action potentials of myocardial fiber with early transient K-efflux (a), 

spike and dome and early ventricular repolarization signs (b) on human surface ECG unipolar 

leads (arrows). 
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In J-wave syndromes with episodes of ventricular fibrillation (Brugada and early 

repolarisation syndrome, (6), was no association between serum K
+
or Ca

++
 and repolarisation, 

but there was a significant negative correlation between serum Mg
++

and repolarisation 

dispersion (7). 

The non-selective calcium-activated transient receptor potential channels are activated by 

receptor, ligand or direct mode and one of them (TPRM7) is taking part in the regulation of 

Mg-homeostasis (8). TRPM6 gene mutation leads to autosome recessive hypomagnesemia 

and hypocalcemia (9). At the same time, Mg blocks the excessive Ca and environmental toxic 

metals’( Zn,Co,Ni,Ba,Pb,10) influx. In the case of mutation, the intracellular Ca-influx 

increases in malignant tumors, supporting progression. 

 

Discussion 

There is an overlap in phenotype and electrophysiological similarities between Brugada 

syndrome and early repolarization (11). The presence of a prominent Ito –mediated action 

potential notch (spike and dome) in the epicardium, but not the endocardium, generates a 

transmural voltage gradient during the early phase of repolarization, wich manifests J-wave 

and J-point elevation in the surface ECG in both ERP and Brugada syndrome. Heterogeneous 

loss of the action potential dome produces phase 2 reentry, leading to polymorphic venticular 

tachycardia/ventricular fiblirration. Mutation of paracellin-1 manifests in hypomagnesemic- 

hypercalcuric- syndrome. Mg homeostasis plays a very important role in prevention of serious 

consequences of hypomagnesemia. It is inseparable from the actions of other ions.  

 

Conclusion 

The above-mentioned mutations may be the causes of severe immundeficiencies, life-

threatening arrhytmias as background of frequent diseases (recurent sinopulmonary 

infections, pneumonias, syncopes) and do have significant public health impact via 

widespread use of genetic tests in the future. Of note that blocking the intracellular influx of 

toxic environmental metals may have role in the planning of medicines will be developed for 

the treatment of civilization disorders, e.g. hypertension, neurodegenerative disorders. 
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Abstract 

 Total phenolic content (TPC) and antioxidant activity of 7 coloured Capsicum 

genotypes in four different maturity stages were investigated. The total phenolic content of 

the genotypes determined by the Folin-Ciocalteau method was in average higher in the early 

phenophases than in the fully ripe phase. Among the genotypes the extreme lilac exhibited the 

highest amount of TPC as a result of the putative additive effect of the high levels of 

anthocyanins. On dry weight basis there was a 4.5-fold difference at the ripe stage in between 

the extreme lilac and the white berry genotypes. Antioxidant capacity of the samples during 

ripening followed a similar pattern than the TPC and the values showed positive correlation 

from green stage 2 onwards. The study indicates that anthocyanin pigmentation could add up 

to the functional properties of the peppers. 

 

Introduction 

Pepper (Capsicum annuum L.) is one of the most commonly used spice and vegetable 

crops worldwide. Besides its shape and pungency, colour is a commercially important 

attribute as well [1, 2]. Fruit colour is of upmost importance since the pigments affecting the 

colouration further contribute to nutrition and flavour. The main determinants of pepper fruit 

colour are the chlorophyll, carotenoid and anthocyanin pigments [3]. Anthocyanins comprise 

a major branch of the phenylpropanoid pathway and were proved to possess - beside 

numerous other pharmaceutical applications to human health - antioxidant qualities. From 

nutraceutical aspects, various pepper 

fruits’ carotenoid accumulation is among the highest in plants [4]. A teaspoon of its powder 

provides the Recommended Dietary 

Allowance for vitamin A of an adult person after the conversion of the precursor carotenoids 

to vitamin A [5]. In addition, they also act as antioxidants and free-radical scavengers, thus 

reducing the risk of several diseases such as cardiovascular or neurological disorders [6]. 

Besides phenolic compounds and various carotenoid pigments, peppers are also an excellent 

source of ascorbic acid.  

Colour of the immature pepper fruits varies from ivory to green, with different shades 

of violet to nearly black [7]. Whereas the colouration of mature fruits of cultivated peppers 

ranges from white through yellow, orange and red to even brownish hue [8]. In most cases the 

presence of both chloroplhylls and anthocyanins in the berry is transient as they are gradually 

degraded during ripening as the level of carotenoids rises [9]. Just like the extent of 

pigmentation, the level of antioxidants can vary with plant parts, phenophase and with post-

harvest handling [10]. 

Since these compounds exhibit antioxidant activities it is supposed that different 

genotypes at different phases of maturation have distinct antioxidant capacity. Here we 
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describe the total phenolic content and the antioxidant activity of 7 genotypes displaying 

differing degrees of anthocyanin pigmentation. 

 

Material and methods 

Plant material 

Seven mutant genotypes of Capsicum species were obtained from PepGen Ltd. All plants 

received similar water and fertilizer dosages and were kept under greenhouse conditions. 

Samples were collected at four different stages of ripening, 2 unripe stages, turning phase and 

at biological ripe phase. Samples were stored at -70 
0
C until analysed (Tab. 1, Fig. 1).  

Tab. 1 Genotype colour changes during maturity 

Genotype Unripe colour  Ripe colour 

Sample 1 Purple Purple 

Sample 2 Lilac Red 

Sample 3 Lilac Yellow 

Sample 4 Striped lilac Red 

Sample 5 White Red 

Sample 6 White Red 

Sample 7 White Red 

 

 

 

Antioxidant activity 

 The plants antioxidant capacity was measured by the FRAP (Ferric Reducing Ability 

of Plasma) assay according to Benzie and Strain (1996) at λ=593 nm. Peppers were crushed 

and homogenized in liquid nitrogen, the extraction was carried out with 

MEOH:water:HCOOH (60:39:1 v/v %). Samples were centrifuged at 4 
0
C for 20 minutes 

resulting the supernatant that was used for the analyses. The results are expressed as mmol 

ascorbic acid equivalent per 1 g dry weight. 

Total phenol content (TPC) 

 Total soluble phenols were measured with Folin-Ciocalteau reagent according to 

Singleton and Rossi (1965) at λ=760 nm. Sample preparation was the same as above. The 

results are expressed as mmol gallic acid equivalent per 1 g dry weight. For both assays 

laboratory duplicates from each sample were used. 

 

Results and Discussion 

 The nutraceutical properties make phenolics an indispensable element of any healthy 

diet. There is an increasing trend towards the breeding of genotypes with elevated nutrient 

content, therefore the quantification of phenolics in different genotypes in different 

phenophases could aid the breeding works of functional foods. Peppers are an optimal source 

of nutraceutical compounds which are mainly localized in their peels thus through the 

examination of various berry colours a link between the colouration and TPC, FRAP could be 

sorted out. Since the extraction was carried out using MeOH:water:HCOOH therefore the 

effect of carotenoids on the free radical scavenging was not measured. Although these 

compounds also greatly contribute to the overall antioxidant capacity, peppers contain 

numerous other antioxidants such as ascorbic acid, capsaicin and polyphenols. All the given 

data are expressed on dry weight basis (dw), the moisture content of the plants at different 

phenophases were around 91% and not significantly different from one another.  

Phenophase and genotype effect on TPC and on FRAP values 

Fig 1 Examples of the genotypes used, upper left: 

sample 4, upper right: genotype 7, lower left: 

genotype 3, lower right: genotype 2 
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The results of TPC when expressed on dw in the tested genotypes ranged between 35 

mmol gallic acid equivalent/g in genotype 6 and 88 mmol gallic acid equivalent/g in genotype 

1 at green stage 1. At green stage 2 however, a 4-fold variation was observed between 

genotype 1 and 3. Even higher differences were detected at the turning phase between the 

same genotypes and these proportions remained the same at ripe stages as well (Fig. 2).    

Except for genotype 1 and 6, all peppers showed higher TPC values at both green 

stages than in their fully ripe phase, which is in line with Deepa et al. (2007) study [10]. 

Numerous reasons could account for these elevated values i.e.: plant tissues used, genotype 

effect, biotic or abiotic stresses etc. However, in case of genotype 2, 3, and 4 the additive 

effect of the anthocyanins in the unripe berries could also cause higher TPC values. As of 

genotype 1, although it has a purple berry at its unripe stages, it remains purple throughout 

ripening building anthocyanins up until its turning phase. Sample 1 was the single genotype 

with significantly higher TPC levels at nearly all stages of maturity. However, sample 7 also 

exhibited high values at green stage 1, 84.57 mmol gallic acid equivalent/g, while the extreme 

lilac sample 1 had 88.74 mmol gallic acid/g. An overall decreasing trend is visible from the 

TPC values during ripening which is in correlation with Marin et al. (2004) findings [11]. 

                                                                                                                                                                                                                                                                                                                                  

 

 

 As of their antioxidant capacity, it was measured against their iron reducing capacity 

by the FRAP assay. A similar trend was observed during maturity as in the case of TPC which 

is supported by a line of researches. All genotypes – except for sample 1 – showed high 

values of antioxidant capacity at green stage 1, then a decline phase at their intermediate 

stages, followed by a slight increase at biological ripeness (Fig. 3). Genotype 1, in addition to 

containing high levels of anthocyanins throughout maturation, it also contains compounds 

responsible for the pungency of the berry, therefore the capsaicin could also add to the overall 

higher values of antioxidant capacity. At their ripe phases there is a 5.5-fold difference 

between the extreme lilac (genotype 1) and the plant that never turns purple (genotype 7). 

  

Fig. 2 TPC of seven mutant Capsicum genotypes in four stages of ripening. Green stage 1:  , 

 Green stage 2: , Turning phase:   , Biological ripe phase:  
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Fig. 3 Antioxidant power of seven mutant Capsicum genotypes in four stages of ripening. Green stage 1:  , 

Green stage 2: , Turning phase:   , Biological ripe phase:  

 

 

 

 

 

 

 

Both the genotype and the ripening stage had a significant effect on both the TPC and 

on the FRAP value. The correlation between the phenolic content and scavenging free radical 

activity of the peppers when expressed on dry weight basis were significant in every stage 

examined, except for the green stage 1 where only 9% of the antioxidant activity is explained 

by the phenolic content. Numerous studies arrived at the same conclusion that TPC and FRAP 

values are closely correlated, our results show R
2
=0.89 at green stage 2, R

2
=0.99 at turning 

just like at the ripe stage [12, 13]. 

 

Conclusion 

Significant variations in both TPC and FRAP values in between genotypes and 

phenophases indicate that the nutritional composition of the berries changes during maturation 

in different genotypes. The extreme lilac sample (genotype 1) exhibited outstanding results 

for both TPC and FRAP, indicating that the presence of anthocyanins could lead to a rich 

dietary composition. Although studies indicate that the ripe – yellow, orange or red coloured – 

berries exhibit higher values for both assays, our hypothesis that the anthocyanin build-up at 

the early stages of the ripening together with the genotype effect would lead to higher values 

in the green stages appears accurate [12].  
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Abstract 

The planet has limited resources of farmland nutrients and fossil energy. Traffic emissions 

will have to be reduced significantly in the coming years to help abate climate change. In 

these days, when humankind must face these problems, biogas is considered as one of the 

most important natural energy sources. Plant biomass is the largest reservoir of 

environmentally friendly renewable energy on Earth (1-3). However, the complex and 

recalcitrant structure of the lignocellulose-rich substrates is a severe limitation of biogas 

production. Agro-industrial processes produce large quantities of corn stalk and wheat straw 

as plant-waste materials each year. The production of cellulase has been reported from a wide 

variety of bacteria and fungi. Aspergillus nidulans was isolated from cattle rumen under 

anaerobic conditions. The extracellular enzymes of A. nidulans were well represented in the 

culture media because the specific activity of endoglucanase and β-glucosidase was high. 

 

Introduction 

Filamentous fungi are preferred for commercial enzyme production, because the level of the 

enzymes produced by these cultures is higher than those obtained from bacteria. Almost all 

fungi of genus Aspergillus synthesize cellulase (4), therefore this genus has the potential to 

dominate the enzyme industry. Industrially important enzymes have traditionally been 

obtained from submerged fermentation (SmF) because of the ease of handling and greater 

control of environmental factors such as temperature and pH. There are several articles 

describing use of agro industrial residues for the production of cellulose such as wheat straw, 

wheat bran and rice straw as substrates for fungi growth. From this point of view, the 

organism was isolated from cattle rumen and demonstrated for its improved efficiency in SmF 

for the production of cellulase using agro-industrial waste as raw material.  

 

Experimental 

Aspergillus nidulans was isolated from cattle rumen (Fábiánsebestyén, Hungary) under 

anaerobic conditions. The isolate was grown on CMC agar medium. The isolated fungal 

colony was subcultured and maintained on Czapek-Dox-agar plates and stored at 4°C in a 

refrigerator, until needed. The cellulosic substrates such as corn stalk and wheat straw were 

chopped to 3-4 mm pieces. The inoculum was prepared by growing the organism in 250 ml 

Erlenmeyer flask with 50 ml of Czapek-Dox broth containing 30 g/l of α-cellulose, 3 g/l 

NaNO3, 1 g/l K2HPO4, 0.5 g/l MgSO4, 0.5 g/l KCl, 0.5 g/l FeSO4, 15 g/l agar. The medium 

was inoculated from the Czapek-Dox agar plates and incubated at 37°C for 3 days in a shaker 

(200 rpm) before it was used for the fermentation process. 
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Enzyme activity 

Assay of endo-(1,4)-β-D-glucanase activity was conducted using 3,5-dinitrosalicylic acid 

(DNS) method by using carboxymethyl cellulose (CMC) as a specific substrate (5). 

Measurement of β-glucocidase activity was assayed using pNPG method (6). 

 

Results and discussion 

Cellulase enzymes of Aspergillus sp. have traditionally been obtained from submerged 

fermentation. Microscopic observations of enrichment cultures revealed cellulose fibers, 

which presumably were released from corn or wheat straw disintegrated by cellulolytic 

enzymes, surrounded by fungal hyphae (Fig.1.). 

 

 
Figure 1. Cellulose fiber surrounded by fungal hyphae 

It was established that an optimal inoculum concentration could increase significantly the 

cellulase production in submerged fermentation. With an increase in substrate concentration 

from 5 to 25% a rapid growth of fungi was observed which occurred together with increase of 

enzyme activity. 15-20% substrate concentration was found optimal. Higher or lower 

substrate ratio resulted in a significant decrease in endoglucanase production (Fig.2). In 

contrast, β-glucosidase activity showed constant increase between the lowest and the highest 

concentrations. 

 
Figure 2. Effect of substrate concentration on cellulose production 
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Among the tested substrates, the cultivation of the fungus A. nidulans on α-cellulose and corn 

stalk provided the highest endoglucanase and β-glucosidase production (Fig.3.). 

 

 

 

 

 

 

 

 

 

 

Figure 3. Endoglucanase and β-glucosidase production in different laboratory and 

agroindustrial substrates 

 

Conclusion 

Our results indicated that the extracellular enzymes of A. nidulans were well represented in 

the culture media because the specific activity of endoglucanase and β-glucosidase was high. 

This result is promising because β-glucosidase is essential for the increased production of 

glucose from cellulosic substrates as it acts on oligosaccharides and dimers derived from the 

initial hydrolysis of cellulases and releases monomers from reducing sugars. Test results 

exploiting the stability of endoglucanases and β-glucosidases at the optimum temperature of 

biogas fermentation will be presented. 
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Abstract 

The consumption of designer drugs today is a serious problem, especially among young 

people involvement. ‘Herbal mixtures’ containing synthetic cannabinoids (SCs) that mimic 

the effect of marijuana and there are easily available via the Internet. For analysis of urine 

samples, knowledge of the main metabolites is necessary as the mother compounds are 

usually not found in urine after using, due to their fast metabolism. The aims of this study 

were the in vitro identification of metabolites of ADB-FUBINACA, 5F-MDMB-PICA and 

CUMYL-PEGACLONE and to determine which analytical targets are excreted into urine. 

Metabolites identified after incubation of SCs with pooled human liver microsomes (HLM). 

The authentic urine samples were analysed by liquid chromatography-tandem mass 

spectrometry (LC-MS/MS) for investigation of the major in vivo metabolites. The main 

metabolites were the mono-hydroxylation of ADB-FUBINACA and CUMYL-PEGACLONE 

in positive urine specimens. We didn’t have positive sample of 5F-MDMB-PICA. 

 

Introduction 

Synthetic cannabinoids are a group of designer drugs that mimic and magnify natural 

cannabinoids effect. The CB1 and CB2 cannabinoid receptor agonists SCs sold as ‘herbal 

smoking mixtures’ are promoted as legal alternative to marijuana, to circumvent drug 

scheduling legislation [1]. The SCs are highly potent and responsible for many acute 

intoxications and deaths [2, 3]. In forensic practice the SC consumption is detecting the parent 

molecules in urine and blood specimens. Due to their fast metabolism prior the renal 

extraction, in most cases the parent compounds are detectable in narrow time window in 

human urine. The present study aims to identify appropriate marker metabolites by 

investigating of phase I metabolism of ADB-FUBINACA as a most commonly used SC, 5F-

MDMB-PICA and CUMYL-PEGACLONE as the newest SCs (Figure 1), using pooled 

human liver microsome (HLM), and to confirm the results in authentic human urine samples.  
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Figure 1 Chemical structure of ADB-FUBINACA (A), 5F-MDMB-PICA (B) and CUMYL-

PEGACLONE (C) synthetic cannabinoids 

 

Experimental 

The LC-MS/MS method and the new sample preparation was developed for identification and 

analysis of metabolites in HLM and urine samples. The SCs was incubated with HLM at 37°C 

for 30 min. The urine samples were analysed after β-glucuronidase hydrolysis. The analysis 

was performed on a Q Exactive Plus hybrid quadrupole-Orbitrap mass spectrometer (Thermo 

Fisher Scientific, Waltham, MA, USA) coupled with a Waters Acquity I-Class UPLC™ 

(Waters, Manchester, UK). Compound separation was achieved using a Kinetex C18 column 

(150 x 2.1 mm, 2.6 µm, Phenomenex, Torrance, CA, USA) combined with a guard column 

maintained at 50°C at a constant flow rate of 0.4 mL/min. Mobile phase A consisted of 0.1% 

formic acid, and mobile phase B was acetonitrile with 0.1% formic acid. The HLM incubates 

and urine samples were analyzed in positive electrospray ionization (ESI) mode. The mass 

spectrometer was operated in full scan and parallel reaction monitoring acquisition (PRM) 

modes. 

 

Results and discussion 

The developed analytical LC-MS/MS method provided the separation and characterization of 

numerous ADB-FUBINACA, 5F-MDMB-PICA and CUMYL-PEGACLONE phase I 

metabolites.  

7 phase I metabolites of ADB-FUBINACA were detected in authentic urine sample (Table 1). 

The identified metabolites were assigned to 5 different biotransformations, including amide 

hydrolysis, dehydrogenation, monohydroxylation, formation of carbonyl derivatives and their 

isomers. The main metabolite of ADB-FUBINACA was the aliphatic mono-hydroxylated 

(M4) form [4].  

  

A                                              B                                                 C
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Table 3 Identified metabolites of ADB-FUBINACA in HLM and authentic urine sample 

Biotransformation Formula 

Retention 

time 

(min) 

[M+H]
+
 

(m/z) 

Fragment 

ions (m/z) 

Identify 

in urine 

sample 

Identify 

in 

HLM 

 ADB-FUBINACA C21H23N4O2F 17.24 383.1878 

109, 253, 

270, 338, 

366 

Yes Yes 

M1 
Methylenefluorophenyl 

loss 
C14H18N4O2 8.12 275.1503 

145, 162, 

230 
No Yes 

M2 Dihydrodiol formation C21H25N4O4F 9.22 417.1933 
109, 241, 

304, 372 
No Yes 

M3 
Amide hydrolysis + 

dehydrogenation 
C21H20N3O3F 13.74 382.1561 

109, 253,  

324 
Yes Yes 

M4 
Aliphatic mono-

hydroxylation 
C21H23N4O3F 13.73 399.1827 

109, 253, 

354, 382 
Yes Yes 

M5 

Aliphatic 

hydroxylation + 

dehydrogenation 

C21H21N4O3F 13.80 397.1671 
109, 253, 

270, 324 
Yes Yes 

M6 
Indazole mono-

hydroxylation 
C21H23N4O3F 14.32 399.1827 

109, 269, 

354 
Yes Yes 

M7 
Indazole mono-

hydroxylation 
C21H23N4O3F 14.84 399.1827 

109, 145, 

163, 269, 

354 

Yes Yes 

M8 
Amide hydrolysis + 

aliphatic hydroxylation 
C21H22N3O4F 14.89 400.1667 

109, 253, 

324, 382 
Yes No 

M9 
Indazole mono-

hydroxylation 
C21H23N4O3F 15.24 399.1827 

109, 145, 

269, 354 
No Yes 

M10 Carbonylation C21H19N4O3F 15.85 395.1514 
109, 253, 

270 
Yes Yes 

M11 Amide hydrolysis C21H22N3O3F 18.95 384.1718 
109, 253, 

338 
No Yes 

 

For 5F-MDMB-PICA (Fig. 2), 13 phase I metabolites were identified by accurate m/z values 

and the fragmentation behaviour known from the literature [5].  

 

 
Figure 2 Extracted ion chromatogram of identified metabolits of 5F-MDMB-PICA in HLM 

The new analytical method provided over 35 phase I metabolites of CUMYL-PEGACLONE 

in authentic urine specimens, such as formation of dehydrogenation, mono- and di-

hydroxilation, dealkylation, carbonylation and carboxylation and their isomers. Fig. 3 shows 

Extracted ion chromatogram of human liver microsome
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the MS/MS spectra of three di-hydroxilated metabolites of CUMYL-PEGACLONE. The 

biotransformation site on the structure of the molecule was determined by characteristic 

fragment ions. The mono-hydroxylated metabolite (M45) was identified as specific and 

sensitive urinary markers to proof consumption of CUMYL-PEGACLONE [6]. 

 

 
Figure 3 Di-hydroxylated metabolies of CUMYL-PEGACLONE and their MS/MS spectra in 

positive mode 

 

Conclusion 

The present study describes the identification of phase I metabolites of ADB-FUBINACA, 

5F-MDMB-PICA and CUMYL-PEGACLONE after incubation with pooled human liver 

microsomes. The main metabolite of ADB-FUBINACA and CUMYL-PEGACLONE was 

formation of mono-hydroxylation in authentic urine specimens.  
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Abstract 

The Adriaic Sea, as other seas and ocenas, have natural mechanisms to store, and in many 

cases, decompose natural or man made polutants and contaminants. Mercury is a metal which 

is released into the environment from the natural and anthropogenic sources. Once released, 

mercury undergoes a series of complex transformations and cycles between atmosphere, 

hydrosphere and pedosphere. Methyl mercury is a chemical form of mercury which is by far, 

the most common form in the food chain. Fish and fish products are the dominant source of 

methyl mercury in food. Methyl mercury is rapidly accumulated by most aquatic biota and 

attains its highest concentrations in fish who are at the top of the aquatic food chain. The aim 

of this research was to obtain data on mercury contamination in Raja fish, that are often used 

as a food in coastal region. The fish were sampled from three localities in Bar region: 

Volujica, Bar harbour and Sutomore. The mercury contamination was tested in muscle tissue, 

applying Atomic Absorption Spectroscopy by the Thermo Electron S2 AA System. Two 

species of Raja genus were present: Raja montagui and R. miraletus. All collected fish had 

mercury contamination in musscle tissue near or above the proposed levels by Commission 

Regulation (EC) No 1881/2006. 

 

 

Introduction 

Considering the numerous harmful effects on the marine ecosystems and the vigorous 

antagonism between ecology and economy, awareness of the necessity for continuous 

monitoring sediment - water - organism interactions has been increased, with the aim to 

protect and preserve marine environment quality. 

The oceans and seas are ecosystems with natural mechanisms to store, and in many cases, 

decompose polutants and contaminants which have been released by the industry in restricted 

extent. However, this ability varies depending on numerous factors, such as: size of the sea or 

ocean, its currents, circulation speed, tides, temperatures, depth, freshwater flow, and even 

because of marine wildlife density and diversity. 

The Adriatic Sea is a spacious bay of the central part of the Mediterranean Sea, of which is 

divided by the Apennine Peninsula. The harbor Bar is the most important Montenegrin port, 

located in a natural bay between the old city of Bar and Ulcinj, protected from the south by 

the hill Volujica, with a wide opening to the west. The total length of the operational shore is 

3 km, which could host 20 ships at the same time. The closed storage area has more than 

100.000 m
2
. The harbour Bar is capable for all types of goods transshipment, especially, ores, 

concentrates, metallurgy products, oil and its derivatives, grain and its products, fertilizers, 

pesticides, cement and wood. 
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Mercury is a metal which is released into the environment from both natural and 

anthropogenic sources. Once released, mercury undergoes a series of complex 

transformations and cycles between atmosphere, hydrosphere and pedosphere. Methyl 

mercury is a chemical form of mercury which is by far, the most common form in the food 

chain. Fish meat is the dominating contributor to methyl mercury dietary exposure for all age 

classes, followed by the fish products. According to WHO (World Health Organization), the 

mercury content in these commodities varies widely among different fish species, and is in 

general higher in predatory fish. Methyl mercury contamination negatively impacts human 

and animal health. The response of fish methyl mercury concentrations to changes in mercury 

deposition has been difficult to establish, according to Harris et al. (2007), as sediment 

contain large pools of historical contamination. Methyl mercury is rapidly accumulated by 

most aquatic biota and attains its highest concentrations in fish who are at the top of the 

aquatic food chain (Salonen et al., 1995). 

Fish with their specific diet, feeding on phyto- and zooplankton, represent a suitable and 

accurate bioindicator for the marine water pollution analyses. They are the natural 

bioindicators that could in appropriatte time warn of the presence of the harmful substances in 

the water. As they are usually used in human nutrition, especially in the coastal regions, the 

harmful and dangerous substances are accumulated in thir bodies in the larger quantities than 

those found in the water column, which directly affects human health. Recently, special 

attention has been paid to the presence of mercury, as the new studies have shown an increase 

of mercury concentrations in the tissue of marine species. Summerizing all the researhes, a 

Global Ocean Observing System (GOOS) database was created, with all the known results so 

far detected throughout the world. 

Raja are fish who belong to a genus of skates in the family Rajidae, which include 16 species. 

They have specific flat body with a rombic shape. These bottom-dwellers are active during 

both day and night, and typically feed on molluscs, crustaceans and fish, which make them a 

secondary consumers in the food chains. Fish accumulate methyl mercury in their tissues, 

where it becomes strongly bound. Methyl mercury is not removed from fish tissue by any 

practical cooking method (Hightower & Moore, 2003). 

The aim of this research was to obtain data on mercury contamination in Raja fish, that are 

often used as a food in coastal region. 

 

Experimental 

The fish were sampled from three localities in Bar region: Volujica, Bar harbour and 

Sutomore (Figure 1.). The fish were collected from the daily catch of the local fisherman by 

the random principal choice. The mercury contamination was tested in muscle tissue, 

applying Atomic Absorption Spectroscopy (AAS) by the Thermo electron S2 AA System  

The standard metal solution (stock solution, 1000 mg/L) was made by dissolving 1 g of metal 

or its salt (calculated on 1,000 g of metal) in hydrochloric acid (1:1). Deluting the stock 

solution (with water), a series of lower concentration of methal were prepared. 

 

Results and discussion 

Two species of skates were present: Raja montagui Fowler, 1910 and R. miraletus Linnaeus, 

1758. 

All collected skate specimens had mercury contamination in musscle tissue near or above the 

proposed levels by Commission Regulation (EC) No 1881/2006 (Table 1.). 
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Table 1. Mercury concentrations in skate musle tissues 

The sample locality Species 
Average concentration of detected Hg 

(mg/kg) 

Volujica Raja montagui 1,15* 

Volujica Raja miraletus 0,70 

Harbour Bar Raja miraletus 0,85 

Sutomore Raja miraletus 0,50 

*results above the maximum permissible concentrations (MPC) according to Commission 

Regulation (EC) No 1881/2006 

Figure 1. The sample localities: 1 – Volujica, 2 – Harbour Bar, 3 - Sutomore 

 

The prospected fish species, have had relatively high concentrations of mercury 

contamination, but according to Quian et al. (2001), variance among fish genera and species 

indicate the need for an indicator genus or species for future studies. 

R. montagui is a small skate, widespreaded in the inshore waters and shallow shelf seas of the 

Northeast Atlantic and is common throughout the Mediterranean Sea. Juveniles tend to occur 

closer inshore on sandy sediments, with adults also common further offshore on sand and 

coarse sand-gravel substrates. Juveniles feed on small crustaceans, with larger individuals 

predating on larger crustaceans, and fishes (Ellis et al., 2007). R. miraletus is found 

predominantly on the shelf and appears to be one of the most abundant skates in the 

Mediterranean. The small maximum size of this species suggest it is likely to have a relatively 

short generation time and a relatively high capacity to replace numbers lost to exploitation 

(Smale et al., 2009). The high mercury concentration in these fish could be explained by their 

place in the marine food chain, as well as their preference to live at sea bottom, closely to 

sediment which is also contaminated. 
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Conclusion 

Of all the heavy metals, mercury is one of the most dangerous environmental unorganic 

poisons, as it has no known physiological role in human metabolism. Haevy exposure to 

mercury, usually by food intake, causes a number of effects in the human body. Methyl 

mercury is absorbed on average 95% when consumed (Hightower & Moore, 2003). Methyl 

mercury could be accumulated, if consumed, at a greater rate than it is excreted by feces, 

urine and sweat. Usually, it has been accumulated in brain, muscle and kidney, not only in 

humans, but in all vertebrata species. Moreover, methyl mercury can cross from the maternal 

to fetal blood compartmnets, as well as it can cross the blood brain barrier, where 

biotransformation to inorganic mercury takes place. 

At prospected localities, two Raja species were identified and in all collected specimens 

mercury concentrations were near or above the maximum permissible concentrations (MPC) 

according to Commission Regulation (EC) No 1881/2006. Fish and fish products are the 

dominant source of methyl mercury in food. Since raja species are frequenty found on 

culinary menus in the coastal region of Montenegro, the continuous monitoring of heavy 

metal contamination shoud be conducted, not only in fish body, but in sediment and water 

also. 
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Abstract 

Nowadays, chirality has great importance in the life sciences as well as in the pharmaceutical 

industry. Usually the enantiomers have diverse activity in the living systems: one of the 

enantiomers possesses positive effect, while the other may be inactive or toxic. Thus, the 

separation of the enantiomers is very important. 

On the Cinchona alkaloid-based ZWIX(+) and ZWIX(-) zwitterionic chiral stationary phases, 

simultaneous anion- and cation-exchange takes place. These stationary phases are good 

choice for the separation of the enantiomers of chiral acids, amines, amino acids and peptides. 

Nonlinear chromatography was used for the investigation of the retention mechanisms. The 

stationary phases were overloaded by large volume injection of DL-tert-Leucine. Bi-

Langmuir isotherm was used for modeling the adsorption because of the heterogeneous 

surface of the zwitterionic stationary phases. The isotherm parameters were determined by the 

inverse method. 

In the optimization of the enantioseparation, the acid and base additives play an important 

role, they ensure the ionization of the selector and the selectand. Therefore, the effect of the 

nature and the ionic strength of the additives on the overloaded chromatographic bands were 

investigated. 

Keywords: separation of the enantiomers, quinine- and quinidine-based chiral zwitterionic 

stationary phases, nonlinear chromatography, column overload, inverse method 
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Abstract 

Land application of municipal sewage can enhance the productivity of biomass production 

systems and can contribute to a better resistance to extremities in water supply. Understanding 

the impacts requires the examination of changes in soil characteristics and plant productivity. In 

this study (paralelly to the soil analyises) Sentinel 2B vegetation index series are assessed to 

monitor the biomass anomalies related to different water supply conditions and the sewage 

disposal in the period of 2016-2018 in a study area in SE Hungary (Újkígyós). In the humid 

year of 2016 there were no spatial differences in biomass production of vegetation stands, but as 

a result of the dry summer in 2017, biomass production deficiencies were observed on the areas 

of the ancient river meanders, characterised by different soil properties compared to the 

surrounding areas. In general, the direct impact of municipal sewage disposal could be detected 

on biomass by increased productivity, the response is probably related to the nutrient status of 

the site. 

 

Introduction 

There is a worldwide increasing interest in land application of sludge from wastewater 

treatment plants, since by their usage  valuable components can be recycled into the soils: 

organic matter, nitrogen, phosphorus and other plant nutrients [1] [2]. Municipal sewage can 

be applied with or without treatment to increase soil organic matter and nutrient content, the 

conditions of which are regulated by the Government regulation Nr. 50/2001. (IV.3.) and the 

Decree Nr. 36/2006. (V. 18.) of the Ministry of Agriculture and Rural Development in 

Hungary. The disposed sewage sludge and compost can provide important macro and micro 

nutrients for plants, enhance soil organic matter content and adsorption capacity, improve soil 

structure and can contribute to more favourable soil water management [3]. Understanding the 

impacts requires the examination of changes in soil characteristics and plant productivity. The 

enhanced productivity of biomass production systems and the better resistance to extremities 

in water supply can be easily monitored by remote sensing techniques. The use of medium 

resolution satellite images provides a cost-effective way of assessing the spatial and temporal 

patterns of biomass productivity by exctracting vegetation indices (VIs) [4] [5]. Free 

downloadable remote sensing data such as MODIS imagery has a  higher temporal, but a 

lower spatial resolution and LANDSAT cannot supply good temporal resolution which hardly 

allow plot scale evaluation of crop development in Hungary. The Sentinel-2 satellite has a 

more finer resolution, however, it was launched in 2015, thus, there is no possibility for 

longer-term assessments.  

Vegetation and soil are important carbon pools, which are significantly modified by 

antropogenic activities (e.g. sewage disposal). This study aims at (paralelly to the survey of 

the soil organic matter and nutrient content, [6] [7]) the investigation of the biomass 

production of a study area located in SE Hungary, where sewage disposal is regular. 

Productivity of areas with and without any disposal are also assessed, furthermore the spatial 

pattern of the anomalies is investigated concerning both disposal and changes in water supply.  
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Study area and methods 

The study area is located in the lowland interfluve area between the Körös and Maros River, 

in the territory of Újkígyós settlement (Fig. 1). It has an extent of 5.6 hectares where treated 

municipal sewage is disposed regularly since 2013. Chernozem and meadow Chernozem soils 

constitute the area, which are both of high fertility. The area, formed by fluvial and eolian 

processes, belongs to the Körös River Catchment. The static groundwater level was measured 

at 2 m below the surface during the soil sampling in March 2018. During soil sampling points 

were assigned where there were no disposal at all, where disposal happened in the past and on 

areas of disposal in autumn 2017. The field verification of satellite images were done by 

making a landuse map over the area in July 2018.  
 

 
Figure 1. Location of the study area (SE Hungary, Újkígyós) 

For data download, preprocessing and composite image generation, Google Earth Engine 

script was used, the workflow of which can be observed on Figure 2. Sentinel 2B EVI and 

NDVI data were selected, then images were filtered according to a max. 20% cloud cover. 

Cloud filtering was also applied using quality bands, and the study area was masked. Finally 

32-day composite images were derived and downloaded, which were the basis of the 

compilation of the phenological curves and the comparison of the spatial pattern of biomass 

productivity. The statistical analysis and the illustration of the results were made using 

ArcGIS 10.2 and Microsoft Excel.  
 

 

 
Figure 2. Workflow of vegetation index calculation for the study area using Google Earth 

Engine 

Results and discussion 

Spatial anomalies under humid and arid summer 
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Spatial EVI anomalies in August 2016 and 2017 were compared in the study area and its 

surrounding (Figure 3) to assess the differences in crop biomass production. 2016 was 

characterised by a precipitation amount between 600-650 mm with almost steady distribution, 

while in 2017 it was slightly less (500-550 mm), however, May-August (important period 

concerning crop growth) significantly less precipitation occurred compared to the normal 

distribution). As a result of the humid year of 2016, there were no significant spatial 

anomalies within the plots (exceptions are the pits used previously for irrigation and the 

surrounding forested area in the middle) and the almost bare surfaces in 2016. As a result of 

the dry and warm summer in 2017, significant decrease in productivity was observed on the 

areas of the ancient river meanders. The reason for this can be found in the different soil 

properties (higher ratio of finer particles) compared to the surrounding areas, resulting in less 

favourable water management properties, which influenced the vegetation water supply.  

 
Figure 3. Spatial anomalies of crop EVI values in the study area and its neighborhood 

It was difficult to compare crops with and without disposal, since the grown crops were 

different in the upcoming years. However, two plots could be compared where maize was 

grown within the study area under sewage disposal in 2016, and an other one from 2017 

outside the study area without sewage disposal (Figure 4). The results show that the 

favourable year resulted in a somewhat earlier crop development, a wider green period in the 

vegetation period, and higher maximum productivity values. The 2017 maximum values are 

similar that of 2016, however, the dispersed values of the peak is somewhat lower. It means 

that a higher production in 2016 was could be observed, however, the reason for this is mostly 

due to the better availability of water, not the sewage disposal in this case.   

 

Figure 4. Maize phenological curves in 2016 (with sewage disposal, within the study area) 

and 2017 (without sewage disposal, outside the study area) 

Differences between areas with and without disposal 

Land use map of the study area in 2018 was prepared to verify the crops in the field and to 

surely combine VI data with them. On the study area mostly maize, cereals and oil radish 
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were observed on the fields (Figure 5). Comparison between the area affected by any disposal 

and not affected areas can be done for maize and cereals only. And the difference between VI  

of cereals with sewage disposal in 2018 and without disposal can be evaluated. 

 

 
Figure  5. Land use map of the study area from 2018 marking the places of soil sampling 

(with, without sewage disposal and a control area in 2018) 

 

 
Figure 6. Winter wheat phenological curves (based on EVI) in 2018 at soil study sites with 

(green) and without (brown) sewage disposal in Autumn 2017 

 

Based on the EVI phenological curves the study site (Figure 6) with sewage disposal showed 

increased peak values compared to the ‘control’ site without disposal, especially at the 

farthest study site, where a later peak was observed based on the average pixel values of the 

sample field.  
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Conclusion 

Sentinel 2B vegetation index series were assessed to monitor the biomass anomalies related to 

different water supply conditions and the sewage disposal in the period of 2016-2018 in a 

study area composed of Chernosem soil. In the investigated humid year the vegetation indices 

of the crops showed an even spatial pattern, however, in the year under unfavourable, dry 

conditions spatial differences in biomass production could be observed. The deficiencies 

revelaed the ancient river meanders, characterised by different soil properties compared to the 

surrounding areas. The direct impact of municipal sewage disposal could be detected on 

biomass by increased productivity, the response is probably related to the nutrient status of 

the site. 
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Abstract 

 

Over the last years, there has been increasing interest in the application of TiO2 with 

nanosized powders or mesoporous structure for gas sensing, photocatalysts, photoelectrodes, 

and solar energy conversion. In these applications, the control of morphology, particle size, 

distribution, phase composition, and porosity of TiO2 is a primary factor in determining the 

properties of the final materials. 

Mesoporous TiO2 has a large surface area because of its confined porous structure and high 

surface to volume ratio, and also it should have a higher photocatalytic activity, because of the 

improved access to the active sites of TiO2 [1]. 

To prepare TiO2 mesoporous nanoparticles, is not such a simple work, because the raw 

materials, obtaining materials conditions such as the temperature, stirring rate, ionic strength, 

acidity, reactant ratios, and the temperature calcination  influence their formation. 

Mesoporous TiO2 nanoparticles can be prepared through a few methods, like hydrothermal 

synthesis, evaporation-induced self assembly, precipitation reaction, or the sol–gel process 

[2].  

In this study, we report the preparation and characterization mesoporous TiO2 by sol-gel and 

hydrothermal methods using hexadecylamine and Pluronic 127 like surfactant-template. The 

materials were characterized by X-ray diffraction (XRD), scanning electron microscopy 

(SEM) and BET. 
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Abstract 

Climate change is one of the most worrying environmental issues nowadays and efforts 

should be made to mitigate it all over the world. Among the causes of this phenomenon there 

is an increasing degree of anthropogenic carbon dioxide emissions. While the world's CO2 

emissions have grown almost linearly, CO2 emissions have dropped in Hungary: from 58,019 

in 2005 to 42,086 kt in 2014. (Source: WB, 2018), but it increased in the construction sector 

(IEA, 2017).  

Nearly 60% of the world's total carbon dioxide emissions are linked to the energy sector and 

10% to buildings. Recently global cement production is the third largest source of carbon 

dioxide due to the use of fossil resources and change in land use, it is growing rapidly. 

According to statistical data, cement production is responsible for 8% of total CO2 emissions 

in the world. So the responsibility of building sector in climate change is great. 

In this paper we review the global situation of cement and insulating materials production, it’s 

impact on climate change, and also investigate the domestic environmental impact of 

construction and building sector. This article highlights the main challenges and tries to give 

some proposals what we should do towards future sustainable construction and building 

sector. 

Keywords: climate change, cement production, carbon dioxide emissions, energy quakes, zero 

emission, sustainability, life cycle approach 

 

Introduction 

Construction and buildings have a significant impact on the environment through several 

sectors of the industry. Interference with the natural environment also affects the resources of 

the raw material mining and the exhausted resources. Looking at a life cycle approach, one of 

the greatest environmental burdens is the production of building materials, in particular due to 

the high energy demand and carbon dioxide emissions of cement production, but also the 

production of clay masonry and the environmental load associated with plastics. In the 

maintenance of buildings, demand for cooling and heating energy and the related direct and 

indirect carbon dioxide emission is decisive. At the end of the life-cycle, the energy demand 

associated with demolition is significant. With regard to climate change, reducing wood 

resources is not negligible, which plays an important role in the absorption of carbon dioxide 

when wood is used in architecture. Due to the role of CO2 in climate change, the article 

focuses primarily on cement and thermal insulating material.  

 

Experimental 

The method used in the research is to study and synthesize literature, to analyse statistics and 

to compare the environmental impact of individual building materials based on the life cycle 

software database. 
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Global cement production and its impact to climate 

Cement production in all countries is closely related to the construction industry and 

economic development. Cement production has increased more than fourfold in the world 

over the past 40 years and is particularly significant in emerging economies. China has half of 

the world cement production capacity, followed by India. Producing cement requires energy 

intensive technology and also emits significant carbon dioxide as a result of clinker 

production, which is the main component of cement, due to calcination of limestone. 

Different types of cement (CEM I – CEM V) are commercially available, which differ in 

particle size, alkali content and clinker content and consequently behave differently when 

used. Standard Portland cement (CEM I) contains 95% clinker.  

One of the key issues in the development of innovative technology for cement production is 

how to reduce CO2 emissions during clinker production. Habert et al. (2010), based on Factor 

4's eco-efficiency, aimed at reducing the 1990's loads by 2050. However, according to the 

research results so far, this can only be achieved by factor 2. Efforts to reduce emissions were 

aimed at decreasing the amount of heat needed to produce unit clinker and to reduce the 

amount of clinker needed to produce a unit of cement. The carbon emission associated with 

cement production is equivalent to 470-540 kg / t cement (Andrew 2017) based on various 

estimates. Baxter and Walton have 470 kg of CO2 estimated at 1 ton of cement, Keeling 

(1973) emissivity is 0.50 t CO2 / 1 t cement, Marland and Rotty (1984) and Olivier et al. 

(1999) also came to the same conclusion. The China emission factor is 0.5383 tCO2 (t 

clinker)-1. India’s Emission factor is 0.52 t CO2 t /clinker. Intergovernmental Panel for 

Climate Change (IPCC) guide proposes less clinker content of cement to decrease the 

emission. According to the IPCC’s more recent 2006 guidelines (Hanle et al., 2006), when 

using cement production data adjusted for clinker trade, the formula should be  

Ecem = fcem clink fclinkCaO  
𝑀rCO2

 𝑀CaO
 

where fcem clink is the clinker ratio, and fclink CaO is the fraction of CaO in clinker. MrCO2 

is the molecular weight of CO2 (44.01), and MrCaO is the molecular weight of CaO (56.08). 

((Andrew, 2017) Total emissions from the cement industry could therefore contribute as much 

as 8 % of global CO2 emissions. (Le Quéré et al., 2016, 2017; IPCC, 2006). 

 
Figure 1.. Gross kg CO2 per ton of cementitious products 

Source:WBCSD, 2018 

The environmental impacts of Hungarian construction sector  

The impact of the construction sector on the environment and especially on the greenhouse 

effect could be exactly determined by material flow analysis, tracking each component of 

flows from cradle to grave / cradle and aggregating environmental impacts. It is a fact that 

from the raw material extraction to the decomposition of waste, each phase of the life cycle 

requires energy and is associated with carbon dioxide emissions. As detailed mass balances 

for the sector are not available, our analysis is confined to two main types of material in the 

sector and we can rely on estimated values. Building emissions based on the data of the OKIR 

database for 2016 are shown in the following figure. What surprising is that the CO2 

emissions of the Hungarian cement factories are not displayed in the database. It is true that 
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the energy needed for cement production comes from 60% of waste (car tire and tired oil, 

paper). (Lafarge, 2015; DDC, 2015) 

According to data from the HCSO, the building industry's greenhouse gas emissions are 

increasing. 

Table 1. CO2 eq. emission of Construction sector 1990 - 2015 ktons 

 

1990 1995 2000 2005 2010 2011 2012 2013 2014 2015 

579,5 329,9 505,6 700,6 793,2 724,5 682,5 832,0 961,4 1 039,1 

Source: KSH, 2018 

 

 
Figure 2.  Emissions of Construction sector (2016) 

Source: Own editing based on OKIR database (2016) 

 

Plastic in the construction and building sector 

Construction is the second largest area for the use of plastic materials. Beyond traditional 

applications (window frames, pipes, etc.) thermal insulating materials and composites are also 

applied. The volume of plastics used in construction has declined in the years of crisis, but it 

is growing steadily today, reaching 20 million tons in Europe. Usage of insulation materials 

(PUR, PS, composites) is increasing because the energy efficiency requirements of buildings 

have been much more. Materials utilized for thermal insulation include mineral wool, glass 

foam, plastic foam made of polystyrene and polyurethane. The insulating material can also be 

applied as a solid panel or injectable foaming fluid, which enables filling of difficult-to-reach 

gaps and angles. The European Association of Plastic Manufacturers of Plastic Foams are 

ecologically more favourable than competing materials because their production requires 16% 

less energy while releasing 9% less greenhouse gases. The insulation capacity of PS and PUR 

foams, in addition to the same thickness, is better than the competitor. The composites are 

mainly used to replace steel and concrete based on their excellent mechanical properties. 

 

Life cycle approach in construction sector 

A life cycle assessment (LCA) is an internationally accepted and useful tool to assess the 

environmental impact of products. The LCA methodology is based on a series of international 

standards and procedures, standards of environmental management called ISO 14040. LCA is 

a technique that aims to enable a correct assessment of the environmental aspects and 

potential impacts associated with a product, consisting of four distinct analysis steps 

(Definition of goal and scope; Establishment of life cycle inventory (LCI); Valuation of the 

impact of the life cycle; Interpretation of results). Most of LCA studies focused mainly for 

construction materials and building (Alejandro et al.,2016), does not cover all sectors. A life 

cycle approach can help us to make choices. It implies that everyone in the whole chain of a 

product's life cycle, from cradle to grave, has a responsibility and play a role taking into 

account all the relevant impacts on the economy, the environment and the society. 
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Figure 3. Environmental flows in the life cycle of a building 

Source: Silva, 2003 

 

In this paper we compare the Global Warming Potential (GWP) of different cement types and 

insulation materials on the base of LCA data. The used database was the construction data of 

SimaPro and GaBi software (CML 2001 method). The function unit is 1 kg of material and/or 

1 m
2
 wall surface. Greenhouse effect depends on clinker content, and substitute raw materials. 

 

Table 2 Global Warming Potential [kgCO2 eq/kg] of different concrete and cement types 

(CML 2001, Normalisation), GaBi Construction database 

 

 

Concrete 

C12_15 

Ready_mix 
concrete 

C12_15 

Concrete 

C20_25 

Concrete 

C30_37 

Ready_mix 
concrete 

C30_37 

Concrete 

C8_10* 

Ready_mix 
concrete 

C8_10* 

Cement 
_CEM I 

32_5_ 

Cement 
_CEM I 

42_5_ 

Cement 
_CEM I 

52_5_ 

Cement 

_CEM 
III 

32_5_ 

GWP 

100  0,08631 0,09074 0,09810 0,11175 0,11254 0,00014 0,00013 0,82402 0,79675 0,81889 0,30306 

*It contents construction waste 

 

Insulation materials 

Rock wool and glass wool are durable, resistant, refractory and do not require maintenance. 

EPS and XPS based insulators are extremely sensitive to Ultra-Violet Radiation, while EPS is 

sensitive to condensation. Compared to their environmental effects, it can be stated that the 

most suitable type of insulating material per unit of mass is rock wool. But if we choose other 

function unit - 1 m
2
 surface wall and that same thickness – the expanded Polystyrene has the 

smallest GWP.  

 
Figure 4 Comparative analysis of the environmental impact between insulation materials  

 
Figure 5 GWP impact of insulation (that same thickness 6 cm, Rock wool 180kg/m3) 

Source: Own editing based on SimaPro 7.0 demo database 
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The estimated CO2 emission of domestic plastic usage in construction sector is about 30 - 40 

thousand tons. 

 

Conclusion 

Regarding the role of construction and building materials industry, also its environmental 

impacts on climate change, the way is to develop and follow-up a strategy that promotes the 

sector towards sustainability. However reliable data and material flow based life-cycle 

analysis can be the starting point to determine the correct target values. There is still 

uncertainty in the material balance of products used in the sector, in terms of inputs, but even 

more in terms of outputs regarding environment. The primary interest of the economy is to 

gather information on the supply of building materials (domestic / import), and to map the 

quality and environmental load characteristics of building materials available on the market. 

Having these data, the environmental impact of constructions in life-cycle considerations 

could be optimized at the design stage. These impacts include the use of resources and the 

contribution to the various environmental problems, such as climate change, acid rain, 

destruction of the ozone layer, human toxicity or depletion of resources. Increasing energy 

efficiency, reducing energy demand and emissions are primary sustainability aims at all stages 

of the life cycle. The advantage of the life-cycle method is that with detailed data analysis and 

evaluation loads can be more precisely defined in the different life-stages, so arising problems 

can be more consciously responded. 
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Abstract 

The level of weed infestation of maize and sunflower differs over locations and directly 

affects the intensity of the competitive relationships between crops and weeds, which results 

in lower or greater yield losses. The experiment with tested herbicides was placed at Lipar 

(Serbia) during 2017. Efficacy and phytotoxicity was evaluated according EPPO/OEPP 

standards. The dominant weeds were: Ambrosia artemisiifolia L., Chenopodium album L., 

Chenopodium hybridum L., Amaranthus retroflexus L., Datura stramonium L., Cirsium 

arvense (L.) Scop., Sinapis arvensis L., Xanthium strumarium L., Convolvulus arvensis L., 

Setaria glauca L., Sorghum halerense (L.) Pers., Echinochloa crus-gali L., Agropyrum repens 

L. In the maize presence of invasive weed species Thladiantha dubia L., was found. 

Isoxaflutole, herbicide for soil application had good efficacy on weeds in maize crop. 

Fluorochloridone, terbuthylazine and S-metolachlor had good efficacy on all weeds in 

sunflower, except for broad-leaf species Convolvulus arvensis L. 

 

Introduction 

At the present time, maize is the most important cereal crop in the world [1]. Weed control 

has a major effect on the success of maize growth because the competition ability of maize is 

relatively low at early growth stages [2]. Maize crop is often characterized by a complex of 

weed flora, which consists of broad-leaf and grass weeds [3]. Weed control in maize is carried 

out mainly by mechanical and chemical methods, but the use of herbicide is increasing, along 

with increases in growing areas and production costs [4]. Because of the negative effects of 

weeds on the crop of corn, for their suppression is used a number of herbicides [5], most 

commonly, a combination of 2, 3 or more active herbicide substances, due to proven greater 

efficacy [6]. Different types of pre and post-emergence herbicides are used to control weeds 

in maize in Europe. Among post-emergence herbicides in maize, foramsulfuron is a 

sulfonylurea that exerts its herbicidal activity by inhibiting acetolactate synthase also known 

as acetohydroxy acid synthase [2], and provides adequate control of many grasses and broad-

leaf weeds. Foramsulfuron can be applied in mixture with other herbicides increasing the 

control of some important weeds, without the risks of carry-over problems also in rotational 

vegetable crops [2]. Isoxaflutole is a soil and post-emergence applied herbicide that inhibits p-

hydroxyphenyl pyruvate dioxygenase (HPPD), an important enzyme involved in the 

biosynthesis of carotene pigments in plants [7]. Recently isoxaflutole was introduced in 

combination with a safener, cyprosulfamide, thus allowing pre and early post application 

through the of field corn. Tembotrione new active substance from the group triketone. After 

translocation, the active substance reaches the place of growth, which causes disruption in the 

synthesis of carotenoids. Tembotrione was used to control broadleaf and some grass weed 

species in maize. The compound is sold in various mixtures and formulations [8].  

Sunflower (Helianthus annuus L.) is the most important oil crops in Serbia [9]. Seeds have a 

high content (38-50%) of high-quality oil, primarily used for human consumption. 

Additionally, sunflower oil can be used in a wide range of products in pharmaceutical, 

cosmetic and chemical industries, in floriculture, honey production and also for biodiesel 

production [10]. The sunflower is a thermophile plant and is usually sown in mid-spring, 

when a large number of weeds such as Ambrosia artemisiifolia, Xanthium strumarium, 
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Datura stramonium, Amaranthus retroflexus, have already emerged [11]. Application of 

appropriate selective herbicides on weeds in the early growth stage is a globally important 

aspect of growing sunflower, both from an economic as well as ecological and environmental 

aspect [12]. Rather than pre or post-emergence herbicide application alone, use of both pre 

and post–emergence herbicides sequentially along with cultural practices may be a viable 

option to control the weeds effectively right from the sowing to harvesting and to increase the 

productivity of sunflower [13]. Products based on flurochloridone, terbuthylazine, acetochlor, 

oxadiazon, oxyfluorfen, and other active ingredients have been applied in soil treatments for 

the suppression of some grass and annual broad-leaf weeds in sunflower [11]. Terbuthylazine, 

which belongs to the group of triazine herbicides, affected electron transport in photosystem 

II. S-metolachlor belongs to a chloroacetamide family of herbicides. The primary mode of 

action is not clear, but the most recent evidence suggests that it blocks the formation of very 

long chain fatty acids [14]. The efficacy of S-metolachlor is strongly influenced by soil 

moisture and delayed under dry conditions [1]. However, the success of the crop depends 

largely on effective weed control under weed management strategy. Chemical weed control is 

an alternative method that may be less expensive, but riskier because of weed becoming 

herbicide resistant and of concerns about an unwanted side effect of herbicides [15]. 

The aim of this work was to determine the efficacy of the herbicide and reduction of weed 

reproduction after the application of  herbicides during pre-emergent and post-emergent 

application in maize and sunflower. 

  

Experimental 

A field experiment was conducted at the Lipar (Serbia) during 2017, in order to determine the 

efficiency of applied herbicides on weed species in maize and sunflower. Herbicides 

efficiency trail was set up by random block system. Control plot, not treated with herbicides, 

was also included. The experiment was set up according to the EPPO/OEPP standards 

[16,17,18], in order to test the efficacy and phytotoxicity of the applied herbicides. The first 

treatment was applied after sowing and before the emergence of crop and weeds 

(preemergence - pre. em.), with preparations based on active ingredient isoxaflutole in the 

amount of 0.4 l/ha. The second treatment was applied when maize was in the 4-5 leaf phase 

with a preparation based on active substance tembotrione + isoxadifen-ethyl in an amount of 2 

l/ha for the control of grass and broadleaf weeds and invasive weed species Thlandiantha 

dubia Bunge. The third treatment was applied when maize was in the 6-8 and Sorghum 

halepense in 4-5 leaf phase, with a preparation based on active substance foramsulfuron + 

isoxadifen-ethyl, in the amount of 2 l/ha and the active substance tembotrione + isoxadifen-

ethyl in the low amount of 0.5 l/ha.The second experiment was set on a plot under the 

sunflower crop. Preemergence herbicides flurochloridone in the amount of 0.5 l/ha, 

postemergence herbicides terbuthylazine in the amount of 0.5 l/ha and S-metolachlor in the 

amount of 0.5 l/ha were applied. The second treatment was applied when Sorghum halepense 

(L.) Pers. was in 3-5 leaf phase, with a preparation based on active substance propaquizafop 

in the amount of 0.5 l/ha. Based on the obtained data, the coefficient of efficiency Ce (%) of 

herbicides is calculated by the formula Dodel loc. cit. Janjic (1985) and represents a relative 

ratio between the number of destroyed weeds compared to the weeds number in the control. 

Visual assessment of the phytotoxicity was performed according to the European Weed 

Research Council (EWRC) scale (1-9). 

 

Results and discussion 

At the investigated locality of Lipar the following weed species in maize and sunflower crop 

were identified: Ambrosia artemisiifolia L., Chenopodium album L., Chenopodium hybridum 

L., Amaranthus retroflexus L., Datura stramonium L., Cirsium arvense (L.) Scop., Sinapis 
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arvensis L., Xanthium strumarium L., Convolvulus arvensis L., Setaria glauca L., Sorghum 

halerense (L.) Pers., Echinochloa crus-gali L., Agropyrum repens L. 

Application of the pre- and post-emergence herbicides in maize, isoxaflutole (0.4 l/ha), 

tembotrione + isoxadifen-ethyl (2 l/ha), foramsulfuron + isoxadifen-ethyl (2 l/ha) and the 

active substance tembotrione + isoxadifen-ethyl  in low amount (0.5 l/ha) during the 

assessment of efficiency gave the  following results presented in table 1. 

 

Table 1. The presence of weeds in maize crop and the herbicide  efficiency 

  

Weed species 

 

No/m
2
 

 

Ce (%) 

Control 

No/m
2
 

1 Amaranthus retroflexus L. 0 100% 2 

2 Ambrosia artemisiifolia L. 0 100% 4 

3 Chenopodium album L. 0 100% 2 

4 Convolvulus arvensis L. 0 100% 3 

5 Datura stramonium L.      0   100%       1 

6 Setaria glauca L.      0   100%       2 

7 Sorghum halepense (L.) Pers. 1 88% 9 

8 Thladiantha dubia L. 1 95%  21 

9 Xantium strumarium L. 0 100% 1 

Total number of weeds                   2       45 

Total efficacy (%)             95.55        - 

Phytotoxicity (EWRC scale 1-9)                   1         - 

 

 

The efficacy assessment of herbicide application in maize was total (Ce=100%) for the 

following weed species: Ambrosia artemisiifolia L., Chenopodium album L., Amaranthus 

retroflexus L., Setaria glauca L., Datura stramonium L., Xanthium strumarium L., 

Convolvulus arvensis L. Good efficacy (Ce= 95%) of applied herbicides was on weed that are 

poor in our region, Thladiantha dubia L., and has the status of an invasive weed species. 

Assessment of the efficacy of the applied herbicides of 88% in maize crop was established in 

weed species Sorghum halepense (L.) Pers. Gatzweiler et al. (2012) [8] showed that 

composition tembotrione+isoxadifen-ethyl at the exaggerated rate of 300+150 g a.i./ha 

achieves a complete crop tolerance in the vast majority of the common maize 

varieties.According to Radivojevic et al. (2014) [19] mesotrione has shown high efficacy in 

the control of the following species: Amaranthus retroflexus L., Chenopodium album L., 

Chenopodium hybridum L., Solanum nigrum L., Xantium strumarium L., Cirsium arvense (L.) 

Scop., Datura stramonium L.,. For Abutilon theophrasti, Ambrosia artemisiifolia L., 

Bilderdykia convolvulus, Polygonum aviculare high efficacy was confirmed only in higher 

quantities of application (1.2 L/ha). According to Onc Jovanovic et al. (2010) [20] application 

of compounds of  different mechanisms of action and spectrum give good results in the 

control of annual broadleaf weeds in maize. 

Application of the pre- and post-emergence herbicides flurochloridone (0.5 l/ha), 

terbuthylazine (0.5l/ha), S-metolachlor (0.5l/ha) and propaquizafop (0.5l/ha) in sunflower, 

during the assessment of efficiency gave the following results presented in table 2. 
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Table 2. The presence of weed species and the efficacy of tested herbicides in sunflower crop 

  

Weed species 

 

No/m
2
 

 

Ce (%) 

Control 

No/m
2
 

1 Agropyrum repens L. 0 100% 3 

2 Ambrosia artemisiifolia L. 0 100% 12 

3 Chenopodium album L. 1 90% 11 

4 Chenopodium hybridum L. 1 100% 17 

5 Cirsium arvense (L.) Scop. 0 100% 2 

6 Convolvulus arvensis L. 2 0% 2 

7 Datura stramonium L. 0 100% 7 

8 Echinochloa crus-galli L. 1 50% 2 

9 Sinapis arvensis L. 0 100% 1 

10 Solanum nigrum L. 0 100% 3 

11 Sorghum halepense (L.) Pers. 0 100% 5 

Total number of weeds  5 75 

Total efficacy (%) 93.33 - 

Phytotoxicity (EWRC scale 1-9) 1 - 

 

Total efficacy  Ce (100%) of applied herbicides in sunflower was on: Chenopodium hybridum 

L., Ambrosia artemisiifolia L., Sinapis arvensis L., Datura stramonium L., Cirsium arvense 

(L.) Scop., Sorghum halepense (L.) Pers., Solanum nigrum L., Agropyrum repens L. (tab. 2). 

Tested herbicides had low efficacy (50%) on Echinochloa crus-galli L., while applied 

herbicides did not have effect on Convolvulus arvensis L.In a study performed by Jursik et al. 

(2015) [21] efficacy of flurochloridone on E. crus-galli, M. annua, and S. physalifolium was 

not satisfactory, especially with treatments without irrigation, while S-metolachlor only 

controlled A. retroflexus and E. crus-galli (efficacy 93–100%). Simić et al. (2011) [11] 

showed that applied herbicides flurochloridone + s-metolachlor reduced the number of annual 

broad-leaf species S. nigrum, D. stramonium, A. retroflexus, Ch. album and Ch. hybridum, 

while the effect of the herbicides on the most dominant species, A. artemisiifolia and X. 

strumarium, was unsatisfactory. 

 

Conclusion 

Based on the results of research during 2017, can be made the following conclusions: 9 weed 

species were determined in maize, while 11 weed species were determined in the sunflower 

crop. The presence of invasive weed species Thladiantha dubia L., was found in corn. 

Herbicide for soil application isoxaflutole had good efficacy on weeds in maize crop. 

Application of herbicides fluorochloridone, terbuthylazine and S-metolachlor in sunflower 

had good efficacy on all weed species, except for broad-leaved species Convolvulus arvensis 

L. Using the tested herbicides in maize and sunflower crops, uninterrupted growth and 

development has been ensured. 
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Abstract 

The aim was to determine the sensitivity of the pea plants to the soil residues by subjective 

evaluation and measuring the height after application of the reduced amounts of the herbicide 

combination of mesotrione and terbuthylazine. The experiment with tested herbicides was 

placed at the location of Žabalj (Serbia). After 14 days of application the average plant height 

was the highest (5cm) in 1/8X of the applied amount of mesotrione 50 g/l + terbuthylazine 

326 g/l and then decreased with the increase in the amount, which also applies to the amounts 

of mesotrione 50 g/l + terbuthylazine 125 g/l, where the highest average height was 5.54 cm. 

The percentage of plants damage 14 days after treatment of mesotrione 50 g/l + and 

terbuthylazine in a higher amount 326 g/l was in the range of 38-79%, while after 21 days the 

percentage of damage was 60-89%. Preparation based on active substance mesotrione 50 g/l + 

terbuthylazine 125 g/l caused a percentage of damage to pea plants in the range of 30% 

(1/8X) to 85% (4X), but when peas were in the four trifoliate leaf stage 21 days after the 

treatment percentage of damage was 60-98%. All treated pea plants were dried after 25 days 

of setting up the experiment, except the control where the height of plants was 9 cm. 

 

Introduction 

The use of pesticides is directed at controlling target organisms, and despite this fact, it is not 

possible to predict the environmental fate of pesticides. The widespread use, mobility, 

persistence, and toxicity of pesticides can lead to their dissipation to all elements of the 

natural environment. Thus, the excessive use of pesticides is still a major problem affecting 

the quality of the environment [1]. Residual herbicides are useful for long-term weed control, 

but problematic when the same characteristic leads to injury crops planted in rotation or to 

natural vegetation in uncropped areas over a long period [2]. The persistence of herbicide 

depends on the climatic conditions as well as the physical and chemical properties of soil, and 

in particular on the soil content of organic matter, which limits the transport of active 

ingredients of herbicides to water [3]. Soil pH affects differently on carryover of the 

sulfonylurea, imidazolinone, triazolopyrimidine, and triazine herbicides [4]. Herbicide 

persistence is an important consideration in crop production since the residue of some 

herbicides can persist to the next growing season and may injure sensitive crops in the 

rotation [5]. Side effects of pesticides, including herbicides, are a problem that needs to be 

discussed, especially in the time of their increasing use in the EU countries. One method used 

to determine if herbicide residues injurious might exist in the soil is to conduct a bioassay. A 

bioassay is the measurement of a biological response by a living organism to determine the 

presence or concentration of a chemical in a substrate. This is a direct and simple method to 

determine if it is safe to seed or plant into areas treated with herbicides. Unlike a chemical 

assay, a bioassay is unique in that it measures plant susceptibility. Chemical detection 

identifies a substance, not biological activity [5]. 

Mesotrione is a member of the triketone family of herbicides [6], and provides pre- and post-

emergence control of broadleaf weed species, primarily in maize [7]. Mode of action is to 

inhibit the enzyme 4-hydroxyphenylpyruvate dioxygenase (HPPD), which affects carotenoid 
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biosynthesis [8]. Mesotrione is commonly used in formulated preparation alone or in mixture 

with some other herbicides, atrazine, S-metolachlor, terbuthylazine, and glyphosate. In soil is 

easily degradable and its biological persistence is the shortest in clay soils, followed by heavy 

sandy loam and sandy loam types [9]. Mesotrione can be degraded by photolysis at the soil 

surface and can undergo microbial degradation as it translocates deeper in the soil. Some 

bacterial species, including Bacillus sp., Pantoea ananatis, Bradyrhizobium sp., and 

Escherichia coli can completely degrade mesotrione [7]. Studies reporting dissipation time of 

mesotrione usually showed a low persistence in soils, with a half-life time (DT50) ranging 

from 2 to 34 days [9]. Terbuthylazine is a herbicide belonging to the triazines family [10] and 

is used for weed control in pre- and post-emergent treatment of a variety of agricultural crops 

as well as roads, railways, and the industrial area [11]. This chemical interferes with the 

photosynthesis and in particular at the level of photosystem II. Terbuthylazine has a very high 

soil persistence, depending on the soil characteristics, it can be present up to 17 months after 

the field treatments [12]. Residence times of terbuthylazine in soil and aquifer sediments are 

likely to be long due to slow degradation under unfavorable environmental conditions [13]. In 

2011, the European Food Safety Authority (EFSA) provided an extensive peer review of data 

concerning the environmental behavior and fate, ecotoxicology and toxicology, and risk 

assessment of terbuthylazine [14]. The European Commission based on these conclusions 

approved the inclusion of terbuthylazine in Annex I of Council Directive 91/414/EEC and its 

use only as a herbicide until December 2021 [15]. 

The aim of this study was to assess the persistence and phytotoxicity of mesotrione and 

terbuthylazine in the soil or to determine the effect of their residues on the growth and 

development of pea (Pisum sativum L.) on the basis of the obtained results. 

 

Experimental 

The study was conducted at locality in Žabalj (Serbia) on 19 July and lasted 28 days. For this 

experiment were used two different preparations Calaris pro (50 g/l mesotrione + 326 g/l 

terbuthylazine) and Tvister (50 g/l mesotrione and 125 g/l terbuthylazine), water, soil taken 

from the area where herbicides were never applied, pots and pea seeds. All treatment were set 

in three repetitions, including a control with soil not treated with herbicides. The preparations 

were applied in 6 different amounts each separately, where 500g of soil were treated with the 

tested amounts of herbicides, and by mixing the resulting mixture was equally distributed in 

pots, in which the pea was sown. The pots were in semi-controlled conditions, they had a 

constant light and they were daily watered. The preparations were applied in the 

recommended amount (X), reduced amounts (1/8X, 1/4X, 1/2X), as well as in two and four 

times higher amounts (2X and 4X). The evaluation was done after 14, 21 and 28 days after 

treatment. Efficacy treatment was assessed by a linear subjective scale of 0 - 100%, where 0% 

indicates that there are no changes in the plants, while 100% indicates the complete 

destruction of plants. 

 

Results and discussion 

Treatment results of the assessment by linear subjective scale damage as well as by measuring 

the height of the pea plants 14, 21 and 28 days after the treatment with herbicides are shown 

in Figures 1-3. 
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Figure 1. The average height of pea plants 14 days after treatment 

Based on the results of the assessment 14 days after the application of the herbicide, the 

average plant height was the highest in 1/8X of the applied amount of mesotrione 50 g/l + 

terbuthylazine 326 g/l (5 cm), and then decreased exponentially by increasing the amount of 

the applied preparation, which also applies to the second preparation based on active 

substance mesotrione 50 g/l and terbuthylazine 125 g/l, where the highest average plant height 

was 5.54 cm. In the variant where 4 times higher amount than the recommended was used, the 

height of plants was 3.35 cm with the use of the mesotrione 50 g/l and terbuthylazine in a 

higher amount 326 g/l, and 3.5 cm for the application of the mesotrione 50 g/l + 

terbuthylazine 125 g/l. Non-treated plants had an average height of 9 cm. 

 

 
Figure 2. The percentage of plants damages 14, 21, and 28 days after application of 

mesotrione 50 g/l + terbuthylazine 326 g/l 

 

From fig.2 it can be seen that 14 days after treatment with herbicides mesotrione 50 g/l + 

terbuthylazine 326 g/l the percentage of plants damage was in the range of 38%, with the 

application of 1/8X and up to 79% where four times higher amount was applied. In control, 

pea plants were in the  2 leaf phase. Phytotoxic effect on plants was manifested as bleaching 

and leaf chlorosis. When the peas were in the four trifoliate leaf stage, 21 days after treatment 

the increase in damage was determined and also the progressive effect of the herbicide. The 

percentage of damage was 59% with the application of 1/8X, and with the increase in the 

amount an increase in damage was also found (60-89%). 
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Figure 3. The percentage of plants damages 14, 21, and 28 days after application of 

mesotrione 50 g/l + terbuthylazine 125 g/l 

 

The percentage of plants damage were in the range of 30% (a 1/8X application) and up to 

85% where four times higher amount was applied. On the second assessment (21 days after 

treatment) the increase in damage was determined and also the progressive effect of the 

applied herbicides. Applying 1/8X amount of herbicides mesotrione 50 g/l + terbuthylazine 

125 g/l, the percentage of damage was 60%, and with the increase in the amount, an increase 

in damage was also found (73-98%). 

 

Conclusion 

In this study, all applied amounts of both preparations showed phytotoxic effects on pea 

plants. The average plant height was the highest in 1/8X of the applied amount of mesotrione 

50 g/l + terbuthylazine 326 g/l (5cm), and then decreased exponentially by increasing the 

amount, which also applies to the mesotrione 50 g/l + terbuthylazine 125 g/l where the 

average height was 5.54 cm. The percentage of plants damage 14 days after treatment was in 

the range of 38-79%, while after 21 days the percentage of damage was 60-89%. Herbicides 

mesotrione 50 g/l + terbuthylazine 125 g/l caused a percentage of damage to pea plants in the 

range of 30% (1/8X) to 85% (4X), while after 21 days percentage of damage was 60-98%. 

After 25 days of setting up the experiment, all treated plants were dried, except for control 

plants that had a height of 9 cm. 
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Abstract 

 

In p-type dye-sensitized solar cells (p-DSSCs), NiO is the most commonly used p-type 

semiconductor [1]. Considering the drawbacks of NiO, alternative p-type semiconductors 

with better optical transparency, lower VB edge position and higher hole mobility are desired 

for p-DSSCs [2]. The cuprous oxide (Cu2O) is a natively p-type semiconductor with a direct 

band gap of about 1.9–2.2 eV [3]. Non-toxic nature, the stability, natural abundance, low cost 

production, good electrical properties and a good absorption coefficient for visible light 

prompted to investigate the cuprous oxide as a material suitable for the realization of low cost 

and large scale p-DSSCs [4]. the nanoparticles have been intensively studied as photocathodes 

materials for DSSCs because of their larger specific surface areas to absorb more dye 

molecules. At the same time, the small-sized particles have shown that the inefficient ability 

to scatter the solar radiation which reduces the light-harvesting efficiency. Based on these 

premises, we propose to investigate the effect of micrometer-size structures on the 

photovoltaic performance of p-DSSCs based on cuprous oxide. 

In this work, 3D hierarchical structure built of the micrometer dendritic rods and the 

porous truncated octahedrons have been successfully synthesized via a facile one-step 

hydrothermal methods using copper (II) acetate and ethyl cellulose as reactants. The DSSC 

based on the porous structure exhibits approximately 15% increase in JSC and VOC than 3D 

hierarchical structure. 

XRD patterns of the Cu2O_1 and Cu2O_2 compound, obtained from hydrothermal 

method are shown in figure 1. All the diffraction peaks could be indexed as Cu2O (cuprite) 

with cubic structure (space group: Pn-3m; JCPDS Nr. 01-074-1230), only a small amount of 

CuO is detected as impurity in Cu2O_2 sample. The formation of CuO phase is determined by 

the time reaction which in the case of Cu2O_2 is still small to establish completely Cu
+1

 

oxidation state. 
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Figure 1. Room temperature X-ray diffraction patterns of Cu2O_1 and Cu2O_2 samples. 

The SEM image (figure 2a) of Cu2O_1 powder shows the 3D hierarchical structure 

 

The SEM image (figure 2a) of Cu2O_1 powder shows the 3D hierarchical structure 

consisting of micrometer dendritic rods. In case of Cu2O_2 sample, the SEM image (figure 

2b) shows that the grains are in the shape of the porous truncated octahedron, partially 

covered by the microspheres. 

 

 

   

a     b 
Figure 2. SEM images of Cu2O_1 (a) and Cu2O_2 (b) samples. 

 

Indeed, I-V characteristics of DSSC (Fig. 3) show that the photovoltaic performance 

has improved in case of the porous structure, showing approximately 15% increase in JSC and 

VOC.  
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Figure 3. J-V curve of p-type DSSCs based on Cu2O_1 and Cu2O_2 samples. 
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Abstract 

ZSM-5 zeolite was used to remove isoproturon pesticide from aqueous solutions. The main 

parameters of adsorption process such as dosages of adsorbent, contact time and initial 

concentration of isoproturon were investigated. Adsorption equilibrium studies were carried 

out in batch systems. Results were modeled by adsorption isotherms: Langmuir, Freundlich 

and Temkin isotherms. The best correlation was achieved with Temkin adsorption isotherm. 

The maximum adsorption capacity of isoproturon calculated from the Langmuir isotherm was 

4,12 mg g
-1

 at room temperature. Adsorption kinetics of isoproturon has been studied by 

commonly used kinetic models, i.e., the pseudo-first-order model, the pseudo-second-order 

model and the intraparticle diffusion model. The kinetic modeling studies showed that 

kinetics of isoproturon on Zeolite ZSM-5 followed the model of pseudo - second order. This 

study proved that ZSM-5  zeolite could be used for the removal of isoproturon from aqueous 

media. 

 

Introduction 

Pesticides and herbicides, intentionally released into the environment, are ubiquitous in 

aquatic systems; they are often detected at low levels and commonly occur in the form of 

complex mixtures [1-2]. Leaching of chemical fertilizers and pesticides, applied to 

agricultural and forest land, is one of the main reasons for organic pollution in several water 

streams. Pesticides and herbicides are harmful to life because of their toxicity, carcinogenicity 

and mutagenicity [3].  

Isoproturon, which belongs to phenylurea herbicides, is slowly degraded in water and 

quite persistent [4]. Although, there are so far no reported incidences of human poisoning, 

based on effects seen in animals, acute exposure to isoproturon would be expected to cause 

mild skin irritation and headaches, drowsiness, and lack of coordination. Thus, the efforts of 

many researchers have been focused on developing new and efficient remediation treatments 

to clean this phenylurea herbicide from the environment [4]. 

It has been proven that the adsorption is considered as an attractive method for the 

removal of different organic pollutants from environmental matrices due to its simplicity and 

ease of operation over other physical, biological and chemical technologies like precipitation 

followed by coagulation [5], membrane filtration [6-7] and photochemical degradation [8]. 

Natural adsorbents such as charcoal, clay minerals or zeolites are, in many instances relatively 

cheap, abundant in supply and have significant potential for modification of their adsorption 

capabilities.  

The main propose of this study is to investigate the influence of factors such as contact 

time, mass of adsorbent ZSM-5 and initial concentration of selected pesticide isoproturon on 

the removal of isoproturon from aquatic media. 
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Material and methods 

All chemicals used were of analytical grade. Stock standard solution of isoproturon (200 

ppm) has been prepared by dissolving 5 mg of analytical standard in 25 mL of methanol. The 

stock solution was then appropriately diluted to get the test solutions. 

All glassware were cleaned, then rinsed with deionised water and dried at 60 °C in a 

temperature controlled oven. Measurements were conducted at the room temperature (25 ± 2 

℃). Zeolite ZSM-5 (manufacturer Acros Organics, Geel, Belgium) was used as adsorbent. 

Zeolite ZSM-5 has a very high temperature and acid stability (>1000 °C and down to pH=3, 

respectively). It is synthesized at high temperatures and pressures in an autoclave coated with 

Teflon and is characterized by low water solubility. Zeolite ZSM-5 is a type of a "high-

silica"-Zeolite, which is responsible for most of its special properties. Total surface area 

(BET) of ZSM-5 is 390 m
2
g

-1
.  

The experiments were carried out by varying concentrations of initial isoproturon 

solution, contact time and amount of adsorbent. Adsorption measurements were determined 

by batch experiments of known amount of the sample with 50 mL of aqueous isoproturon 

solutions in a series of 150 mL glass flasks. The mixtures were shaken at a constant 

temperature on orbital shaker at 140 rpm at room temperature for a given time. The 

suspensions were filtered and the filtrates were analyzed using HPLC-DAD (1260, Agilent 

Infinity). Separation was performed with a reversed phase column Eclipse XDB-C18 (3 x 150 

mm, particle size 3.5µm). The operating conditions were: the flow of 0.8 mLmin
-1

, the 

temperature of the column was 25 Cº and injection volume of 10 µL. The isocratic separation 

with the ratio of mobile phases of 50:50 (water and acetonitrile) was used. The maximum 

wavelength of 255 nm was used for determination of isoproturon concentration. Retention 

time of isoproturon was 5 min.  

Adsorbed amount, qe (mg g
-1

), was calculated via the equation: 

 

𝑞𝑒 =
(𝐶 − 𝐶𝑓   )  

𝑚
 ∗ 𝑉                                                                                                                           (1)  

 

where qe is the adsorption capacity (mg g
-1

), C0 and Cf are the initial and final 

isoproturon concentrations, respectively (expressed in mg L
-1

), V is the solution volume (mL) 

and m is the adsorbent dosage (g). 

The adsorption isotherms of isoproturon on zeolite were studied at room temperature, 

three widely used models: Langmuir, Freundlich and Temkin were applied for the fitting of 

the experimental data. The kinetic of the adsorption data was analyzed using three different 

kinetic models: the pseudo-first order, pseudo-second-order and intraparticle diffusion 

models. 

The pseudo-first-order kinetic has been widely used to predict sorption kinetics, expressed 

by the following equation: 

 

log(𝑞𝑒 − 𝑞𝑡) = log 𝑞𝑒 − (
𝑘1

2,303
) t                                                                                                   (2) 

 

where k1 (1 min
-1

) is the equilibrium rate constant of the pseudo-first order adsorption and it is 

determined from the plot of log (𝑞𝑒 − 𝑞𝑡)  as a function of t. 

The pseudo-second-order model can be represented in the following form: 

 
𝑡

𝑞𝑡
=

1

𝑘2∙𝑞𝑒2
+

1

𝑞𝑒
𝑡                                                                                                                                   (3) 
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By plotting t/qt versus t, qe and k2 can be determined from slope and intercept, where k2 (g 

mg 
-1

 min
-1

) is the pseudo-second order rate constant.  

The rate parameter of intraparticle diffusion can be defined as: 

 

𝑞𝑡 = 𝑘𝑖𝑑 ∙ 𝑡
1/2 + 𝐶                                                                                                                            (4) 

 

where qt is the amount of pesticide adsorbed  at time t, C the intercept and kid (mg g
-1

 min 
-1/2

) 

is the intraparticle diffusion rate constant. 

 

Results and discussion 

Influence of mass of ZSM-5 was studied with isoproturon concentration of 5 mgL
-1

 and 

contact time of 60 min. Different masses of zeolite were tested: 150, 200, 250, 300 and 350 

mg. Results indicated the removal range from 90,6 to 92,7 %. There was no significant 

difference in removal efficiency and ZSM-5 mass of 150 mg was used for further analyses.  

The adsorption kinetics of isoproturon was evaluated for the initial concentration of 5 mgL
-1

 

and ZSM-5 mass of 150 mg. The mixing procedure was carried out with fixed speed (140 

rpm) for the periods of 5, 10, 20, 30, 60 and 90 minutes. Removal efficiency ranged from 71.7 

% to 91,2 % and increased with increasing of contact time till 60 min, then reached 

equilibrium. Three kinetic models were tested: pseudo first-order model, pseudo second-order 

model and intraparticle diffusion model (Table 1).  

 

Table 1. Kinetic parameters for the adsorption of isoproturon onto ZSM-5 
Pseudo-first order qe (mg g

-1
)  0.71 

 k1 (min
-1

)  0.06 

 r  0.98 

Pseudo-second order qe ( mg g
-1

)  2.34 

 k2 (g mg
-1

.min
-1

)  0.18 

 r  0.99 

Intraparticle diffusion kid (mg g
-1

 min
-1/2

)  0.13 

 C (mg g-1)  1.60 

 r  0.92 

 

From the obtained results, it could be concluded that adsorption kinetics of isoproturon on 

zeolite ZSM-5 could be explained by the pseudo second-order kinetic model. 

Influence of initial pesticide concentration on removal of isoproturon from aqueous media 

was tested with concentrations of 2, 4, 5, 6, 8 and 10 mgL
-1

, for 150 mg of zeolite and contact 

time of 60 min. The adsorption process was modeled by Freundlich, Langmuir and Temkin 

isotherms. Based on the obtained correlation coefficients, the fit of isoproturon adsorption on 

ZSM-5 is better with Temkin model than with Langmuir and Freundlich model. Figure 1. 

presents Temkin adsorption isotherm of isoproturn removal on zeolite. According to the 

Langmuir’s model, adsorption capacity for isoproturon on ZSM-5, amounted to 4,12 mg g
-1

.  
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Figure 1. Temkin adsorption isotherm of isoproturon removal on ZSM-5 

 

Conclusion 

The ability of zeolite ZSM-5 to remove isoproturon from aqueous solution was investigated. 

In order to optimize removal process, some of main conditions were taken into account such 

as: initial concentration of isoproturon, contact time and mass of adsorbent ZSM-5. Those 

parameters were modeled by Langmuir, Freundlich and Temkin isotherms. The equilibrium 

studies proved that Temkin isotherm model best describes the adsorption of isoproturon on 

zeolite. The kinetic modeling studies showed that kinetics of isoproturon on zeolite ZSM-5 

followed the model of pseudo - second order. This model includes the assumption that the 

binding of the particles to the adsorbent surface occurs by establishing specific chemical 

bonds. From the results of the present work, it can be said that ZSM5 showed quite good 

capabilities in removing isoproturon pesticide from water.  
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Abstract 

Paper presents a literature review relating to the potential waste glass collection and 

processing as glass cullet (crushed waste glass) for its use as raw material in brick and 

ceramic tile production. The analysis and evaluation of the vast amount of experimental 

research showed that glass cullet is a potentially valuable resource for the manufacture of 

ceramic products, such as clay fired bricks and tiles, where it can be used as substitute for 

expensive natural resources, improving the physical, mechanical and environmental 

performance of ceramic products. 

 

Introduction 

Production of ceramic – clay products, especially brickyard production, is a significant 

production of basic construction materials required in all spheres of constructional activities. 

Bricks are bonded together with mortar to yield a composite building component generally a 

wall. Concrete block and brick are the most common types of brickyards production. These 

construction materials are extensively employed worldwide both in developed and developing 

countries.  

 

Construction ceramic – clay materials are very important materials for building and for them 

the need is constantly growing. In this respect, for the development of ceramic products with 

waste materials, further research and development is necessary, not only on the technical, 

economic and environmental features, but also public education related to waste reusing and 

sustainable development is required for wide production and application of ceramic product 

with waste materials. Clay materials are mostly used for the manufacture of bricks and 

ceramic tiles and waste can be added in order to enhance theirs properties [1]. Solid waste is a 

great concern among governmental agencies, and environmentalist regarding the increasing 

amount of waste throughout the world [2]. 

One waste material which has potential as a ceramic product’s additive is waste glass [3]. 

Waste glass is not biodegradable and because of that creates a problem for solid waste 

disposal [4]. The disposal into landfills, also, does not provide an environment – friendly 

solution [5]. For example, waste glass in construction materials can be a worthy solution to 

the environmental problem caused by this solid waste [2]. United Nations estimates that the 

volume of annually solid waste amount which is disposed of over the world would be 200 

million tons, and 7% of that is made up of glass [6]. 

Ceramic – clay materials, which are manufactured at high temperatures into non-metallic and 

inorganic solid products, are used in several fields of engineering, due to their specific 

properties. As a result of the wide range of existing ceramic applications and the 

manufacturing process involving high temperatures, ceramic products are ideal candidates for 

the incorporation of waste glass as glass cullet (crushed glass) a substitute of natural resources 

[1]. 

The main objective of this paper is to focus on the analysis and on the evaluation of the 

experimental research which are showed that glass cullet is a potentially valuable resource for 
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the manufacture of ceramic products, where it can be used as substitute for natural resources, 

and also improving physical, mechanical and environmental ceramic product performances.  

 

Methodology 

In the period since 2002, more recent research has been carried out around the world that have 

studied and summarized how to use waste glass as a potential resource in the production of 

ceramic products in order to improve the product's properties. The use of waste glass in 

various mass percentages in a mixture with clay is shown in order to prepare high quality 

ceramic products. 

The first step in preparing the review of previous studies of using waste glass in ceramic 

products was collection of an initial list of publications, based on various factors, like: type of 

waste glass as substitute; particle size of glass cullet; application in which it was used and 

available data adequate for statistical analysis which are showed on Figure 1. 

 

 
 

Figure 1. Evaluation of various factors for using waste glass in ceramic – clay products 

 

On the basis of examination and selection of certain literature, the second step in the paper 

research involved the separation of the basic properties of ceramic products with glass cullet 

and their analysis, according to the type of waste glass and application, particle size of glass 

cullet and its mass percentage. It is investigate the effect of the addition of waste glass on the 

properties of the fired ceramic products. Considered properties of ceramic products with a 

certain mass percentage of glass cullet are: 

1. Firing shrinkage; 

2. Firing temperature; 

3. Strength properties; 

4. Water absorption and porosity; 

5. Durability. 

 

Recently, reviewing collected literature, several researches around the world have been 

carried out summarizing the use of waste glass as additives for ceramic tile and fired clay 

bricks to enhance its properties. The waste glass can be mixed with clay in different 

proportions to prepare high quality ceramic product. The addition of waste glass to ceramic 

product specimen range from 0.5 to 94% by mass, most studied tended to concentrate on 

range between 5% and 20% of glass by mass, with the glass particle size ranging from 45 to 

600 μm. 
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Results and discussion 

During the literature review, it was observed that different types of glass were used as a 

resource in the production of ceramic – clay products which summarized within Table 1. 

 

Table 1. Different types of waste glass used as a resource in the production of ceramic – clay 

products (fired clay bricks, tiles and stoneware) by literature review 
Type of waste glass Application Literature 

Ground waste glass Fired clay bricks [7]; [3]; [8]. 

Waste glass from structural glass walls Fired clay bricks [9]. 

Container glass cullet  Fired clay bricks [10]; [11].  

Used waste broken bottles Ceramic tiles [12]. 

Non – recycled waste glass additives Fired clay bricks [13]. 

Funnel and panel glass of TV and PC waste 

glass 
Clay bricks and roof tiles [14]. 

Wastes glass from thin film transistor – liquid 

crystal display (TFT-LCD) optical waste glass 

(TVs and computers) 

Eco – brick [15]. 

TV/PC cathodic tube and screen glass 
Typical porcelain stoneware 

body 
[16]. 

 

Authors of literature number [17] concluded that there was no major difference between 

window glass and post-consumer glass being utilized in clay products, and other types of 

glass addition to ceramic products has also contributed to enhance their properties.  

Discussion of the results of testing the propreties of ceramic product with a waste glass mass 

fraction obtained in the considered research framework are presented in Table 2. 

Results of the strength properties of specimens containing waste glass in previous studies 

were determined by both compressive strength and modulus of rupture testing. The range of 

compressive strength values varied between specimens, which may be attributed to slight 

variations in particle size, specimen size, and firing temperature for each testing method. 

Results reported for examples of rupture demonstrate an increase in modulus of rupture with 

increased percentage of glass by mass ([11], [12], [14], [15], [16], [18], [19]). In the literature 

[18] was studied the influence of particle size, plasticity and pressing pressure on the 

properties of a ceramic products containing 90% by mass of recycled waste glass. The result 

shown that a progressive increase in the proportion of fines in the sample results in a 

progressive increase in the degree of sintering, as reflected in increased strength. 
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Table 2. Propreties of ceramic bricks and tiles through the considered literature 
Propreties of ceramic 

products with waste 

glass 

Description Literature 

Shrinkage 

Shrinkage was found to increase as 

percentage glass by mass increased, as well 

as with increased firing temperature. 

[3]; [9];  [11];  [12];  [13];  

[15]; [16];  [17];  [19]. 

  

The finer glass, particle size of 5 μm, 

exhibited twice the shrinkage of the coarse 

glass, particle size of 150 μm, in 

compositions. 

[17]. 

Firing temperature 

The use of 10 % by mass of waste glass and 

firing at 900ºC yielded bricks with similar 

strength 

compared to that of normal clay brick fired 

at 1000°C. 

[8]. 

Strength properties 

Results indicates an increase in compressive 

strength with increased addition of waste 

glass, especially between 10% 

and 30% by mass. 

 [3], [7], [8], [9], [10], 

[13], [15], [18]. 

 

The amorphous phase of waste glass 

particles enhances the sintering action, 

which leads to achieving a better strength in 

bricks. 

[3]. 

Rapid increase in compression strength in 

samples containing glass powder with 

particle size of 140 – 315 μm. 

[10],. 

Water absorption and 

porosity 

Decrease as percentage glass by mass 

increased, as well as with increased firing 

temperature. 

[3], [7], [8], [9], [10], 

[11], [12], [15], [16], [17], 

[18], [19]. 

Water absorption as low as (2-3) % was 

achieved for bricks containing (15–30) % by 

mass of waste glass and fired at 1100°C. 

When the glass waste content was 45 % by 

weight, porosity and water absorption was 

rapidly increased. With smaller particle size 

of glass, this problem can be avoided. 

[9]. 

Durability 

When water infiltrates into the clay brick, it 

decreases the durability. 
[3]. 

Results of the absorption coefficient testing, 

which is often a means of estimating 

durability, suggested an increase in 

durability with increasing waste glass 

addition. 

[3],  [10], [13]. 

 
 

Conclusion 

Analyzed researches within the literature showed that lots of efforts have been done for 

investigating the effect of using waste glass materials as an additive in the fired clay bricks 

and ceramic tiles, but all of them are trying to conform to the relevant specifications in their 

local areas. Also, according to the literature review conclusion is that by using glass cullet, as 

fluxing agent, it is possible to achieve the desired shrinkage at lower temperatures, which may 

result in increased production rates and lower production costs. This leads to the need for 

more extensive research to prove it. 
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Abstract 

Heavy metals in soils cause human health and environmental risks, therefore remediation of 

heavy metal contaminated sites is an important issue. Marigolds have been proposed as 

potential plants for phytoremediation of this type of contamination. In our experiment a seed 

germination test was carried out to investigate the toxic effects of heavy metals (Cu, Zn and 

Pb) on early growth of three different marigold species (African marigold, French marigold 

and Signet marigold). According to our results all tested heavy metals had significant 

(p<0.05) toxic effects on seed germination and root/shoot elongation of the three plants. 

Signet marigold was the most sensitive plant to heavy metals, while African marigold and 

French marigold were able to tolerate low concentration of metals (below 400 mg l
-1

) without 

considerable decline in growth parameters. These results indicate that African marigold and 

French marigold could be suitable for remediating heavy metal (Cu, Zn and Pb) contaminated 

soils. 

 

Introduction 

Heavy metals can accumulate in the topsoil at relatively high concentrations [1,2]. Previous 

studies have shown that heavy metals in soil pose potential threats to the environment, 

because in excessive concentrations they can be toxic to living organisms and endanger the 

health of humans and animals through the food chain [2,3,4]. For this reason, increasing 

attention has been paid in recent years to the phytoremediation of heavy metal contaminated 

soils, which is a cost-effective, environmental friendly and sustainable technique for 

restoration of these sites [1,4,5,6]. Applying ornamental plants for phytoremediaton could be 

useful, especially in contaminated urban areas, since they are apart from the food chain, and 

they can beautify the environment [4,6,7]. Marigolds are commonly used as ornamental 

plants, and have been proposed as potential plants for phytoremediation of heavy metal 

contaminated soil [5,7,8,9,10]. Although much research has been conducted to investigate the 

bioaccumulation ability of marigolds, little information is available on the toxicity of metals 

on these plants. However high levels of metals can reduce plants biomass, which decrease its 

remediaton potential [4]. The aim of our study was to compare the effects of selected metals 

(Cu, Zn and Pb) on seed germination and shoot/root elongation of marigold species. 

 

Experimental 

Three different marigold species were used in our experiment: African marigold (Tagetes 

erecta), French marigold (Tagetes patula) and Signet marigold (Tagetes tenuifolia). Seeds 

were obtained from Rédei Kertimag Ltd. Heavy metal concentrations in the test solution were 

0, 50, 100, 200, 400, 800, 1600, 3200, 6400 mg l
-1

, and they were added as CuSO4*5H2O, 

ZnSO4*7H2O and Pb(NO3)2. Chemicals were obtained from Reanal Laboratory Chemicals 

LLC. 
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The experimental procedure consisted of the following parts: 3 g cotton-wool was placed in 

plastic pots and twenty-five seeds were laid on each cotton-wool pads. The pads were 

moistened with approx. 50 ml test solution with a specific heavy metal concentration, and 

each pots were sealed with cellophane and set under a photoperiod of 12 h light and 12 h dark, 

and 25±1 °C temperature. After six days, the number of germinated seeds was recorded, and 

root/shoot elongation were measured. 

The experiment was conducted in a completely randomized design with four replications. The 

data were recorded as means±standard deviations and analyzed by Graphpad Prism 6. Two-

way analysis of variance (ANOVA) and Tukey multiple comparisons were carried out to test 

for any significant differences (at 95% significance level) between the means. In figures the 

same small letter above the column means there is no significant difference at different heavy 

metal concentration, and the same capital letter means there is no significant difference 

among plants. 

 

Results and discussion 

Increasing concentration of heavy metals in the test solution significantly (p<0.05) decreased 

the germination rates of all tested species (Fig. 1.). Signet marigold had significantly (p<0.05) 

lower germination rates than African marigold and French marigold in all heavy metal 

treatments except for above 800 mg Cu l
-1

 concentration. At 50 mg Cu l
-1

 concentration there 

was a slightly increase in germination rate of Signet marigold, however all three plants had 

less germination rate at 100 Cu mg l
-1

 compared with control. At 6400 mg Cu l
-1

 germination 

was not observable. Zn also significantly decreased germination rates firstly at 100 mg l
-1

 

concentration, however the decline in germination rates of African marigold and French 

marigold was less than Cu in all concentrations. On the contrary, Zn was the most toxic heavy 

metal to Signet marigold. Pb had the least toxic effects on germination of African marigold 

and French marigold. Signet marigold was more sensitive to Pb than the other plants, and it 

was not germinated above 1600 mg Pb l
-1

. 

All tested heavy metals had a significant toxic effect (p<0.05) on root lengths and shoot 

heights of the three plants (Fig. 2.). Signet marigold had significantly (p<0,05) lower root 

lengths and shoot heights than African marigold and French marigold except for above 100 

mg Cu l
-1

 and 1600 mg Zn l
-1

 concentrations. Toxic effects on root elongation was firstly 

observed at the least concentration (50 mg l
-1

) of all tested metals. Cu was the most toxic 

heavy metal to root lengths, since 100 mg Cu l
-1

 caused more than 50% decline in this growth 

parameter. Zn decreased root lenghts by 50% at 200 mg Zn l
-1

, while Pb decreased root 

lengths by 50% only at 800 mg Pb l
-1

. Less toxic effects were observable on shoot elongation 

compared with the results of root elongation. Cu and Zn decreased shoot heights by 50% 

firstly at 400 mg l
-1

 concentration. Shoot heights of French marigold and Signet marigold is 

decreased by 50% at 400 mg Pb l
-1

, while only 1600 mg Pb l
-1

 reduced shoot heights of 

African marigold at such a rate. Interestingly at 50 mg Pb l
-1

 French marigold had 

significantly higher shoot heights than African marigold, however at 800 and 3200 mg Pb l
-1

 

African marigold had higher shoot heights. 
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Figure 1. Germination rates of marigolds. 

 

 
 

The results showed that heavy metals caused significant (p<0.05) decline in the growth 

parameters of the three plants. It is expected, because plant seeds were in direct contact with 

the toxicity of heavy metals in the test solution, and inhibition effects of heavy metals on 

growth parameters of African marigold has been also observed in previous studies [5,8,9,11]. 

Heavy metals had greater adverse effects on plant root lengths than on shoot heights. 

Inhibition of root elongation is known to be a more sensitive indicator to metal toxicity, since 

roots are the responsible for absorption and accumulation of metals [3,4,12]. Based on our 

results, Signet marigold is the most sensitive plant to the tested heavy metals among the three 

species. Between the effects of metals on African marigold and French marigold, no 

considerable differences were observed, however African marigold was more tolerant to high 

levels of Pb. Between the tested heavy metals the following series of phytotoxicity was 

observed in our experiment: Cu>Zn>Pb for African marigold and French marigold, and 

Zn>Cu>Pb for Signet marigold. 
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Figure 2. Root lengths and shoot heights of marigolds. 

 

 
 

 

Conclusion 

It was concluded that Signet marigold was very sensitive to the tested heavy metals, therefore 

only African marigold and French marigold can be used to remediate heavy metal (Cu, Zn 

and Pb) contaminated soils. These two plants can tolerate low concentration of metals (below 

400 mg l
-1

) without considerable decline in growth parameters. Marigolds may tolerate higher 

levels of heavy metals in natural environment, since the seeds were germinated in hydroponic 

solution during the experiment, which is quite different from natural soils. In soils metals 

could be tied up in insoluble forms, and they are less available to plants [13]. Although 

hydroponic experiments have very limited relevance to the natural environment, these 

research can be useful in demonstrating the tolerance of marigolds to Cu, Zn and Pb [14]. 
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Abstract 

The paper presents an original integrated photo-electro-chemistry algorithm developed by the 

authors for the possibilities of application of molecular machines in photoelectrochemistry. 

Concerning molecular machines, five main directions have been approached: the 

representation of the studied system through computational programs, the calculation of 

reaction parameters based on HSAB principle, estimation of Coulomb blockade, predictions 

on the bondonic photovoltaic effect by bondonic spectral correlations, calculations of the 

thermodynamic indices of interconversion through the path integral formalism, and 

estimations about the corresponding binary logical systems. 

 

Introduction 

The current trend is to reduce as much as possible the size and weight of parts of devices and 

machines, with the aim of performing more and more complicated operations with much 

smaller pieces [1]. Through the combination between the high precision of chemical synthesis 

and engineering ingenuity, the "bottom-up" molecule-to-molecule approach offers unlimited 

opportunities for the design and construction of supramolecular nanoscale structures [2]. 

The design and construction of prototypes [1, 3] for molecular devices, machines and motors 

is based on natural processes and systems and brings together various branches of science 

such as supramolecular chemistry, engineering or the latest breakthroughs of synthetic 

chemistry. The vast majority of engineered molecular machines so far is based on 

interconnected molecular species such as rotaxanes, catenane and related species [4, 5, 6, 7]. 

The essential features of rotaxanes and catenanes derive from non-covalent interactions 

between their components that contain complementary recognition centers. Rotaxanes are 

prototypes suitable for the construction of both linear and rotary molecular machines. The 

typical implementation of rotaxanes for molecular machines is the development of molecular 

shuttles with ring translational movements [8, 9]. This type of molecular machines has a well-

organized structure and has to function as multicomponent systems with a proper functional 

integration [3, 10]. 

The major importance of such systems is also confirmed by the fact that in 2016 the Nobel 

Prize for Chemistry was awarded to researchers Jean-Pierre Sauvage, Sir J. Fraser Stoddart 

and Bernard L. Feringa "for the design and synthesis of molecular machines" [11]. 

 

Results and discussions 

In the present paper the [2]rotaxane 1H
3+

 [12, 13] was chosen as the working system, 

consisting of a dibenzo[24]crown-8 ether (DB24C8), a π-electron-donor macrocycle, and a 

dumbbell component containing a secondary ammonium center (-NH2
+
-) and a 4,4’-

bipyridinium (bpy
2+

) unit. The stoppers are an anthracene moiety on one side and a 3,5-di-

tert-butylphenyl group on the other side. Because the charge-transfer (CT) interaction of the 

p-electron-donor macrocycle with the p-electron-acceptor bpy
2+

 unit is much weaker than the 
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[N
+
-H···O] hydrogen-bonding interactions between the DB24C8 macrocycle and the 

ammonium center, the [2]rotaxane 1H
3+

 will have the stable co-conformation [14] when the 

macrocycle surrounds the ammonium station, as represented in Figure 1 by the 1AH
3+

 

structure. If a base is added, in this case, tributylamine, the ammonium center is converted 

into an amine function, and the transient state 1A
2+

, after the displacement of the macrocycle 

onto the bpy
2+

 unit is transformed into a stable state 1B
2+

. The reverse process can take place 

if an acid is added, in this case, trifluoroacetic acid, and the system goes to the initial state 

through the transient state, 1BH
3+

. In the case of the deprotonated rotaxane, through one-

electron reduction of the bipyridinium unit, the CT interactions are destroyed, and the 

macrocyclic ring can be displaced from the bpy
2+

 station. 

 
 

Figure 1. Schematic representation of the shuttling processes of the crown ether ring upon 

deprotonation and reprotonation of the ammonium site [13] 

 

The structures of the studied rotaxane (initial, transient and final) during the molecular 

shuttling process were represented in HyperChem and are presented in Figure 2. 

Based on the “Hard and Soft Acids and Bases” (HSAB) principle, chemical reactivity, 

transfer energy, and other parameters are calculated. HSAB principle is an important 

conceptual principle to treat the molecular binding and reactive processes. Writing the energy 

variation at transfer under the following forms:  

BAE        (1) 

 
 2

2
4










BA

A
A      (2) 

 
 2

2
4










BA

B
B      (3) 

BA         (4) 

the optimal energetic transfer will imply, for instance, the minimization of A respecting A, 

in conditions in which  and B are maintained constant.  

Therefore, the condition to achieve the optimum transfer results to be: BA   implying the 

fact that the species with a high chemical hardness prefer the coordination with species that 

are high in their chemical hardness, and respectively the species with low softness (the inverse 

of the chemical hardness) will prefer reactions with species that are low in their softness.  
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Figure 2. HyperChem representation of the structures (initial, transient and final) of the 

studied rotaxane during the molecular shuttling process 

 

Coulomb blockade is estimated for these systems. A schematic representation of the Coulomb 

blockade is given in Figure 3. Tunneling/redistribution of electrical charge is expressed by a 

change in the electrostatic potential. Coulomb blockade allows precise control of a small 

number of electrons with essential applications in low power dissipation switching devices 

and thus an increase in the circuit integration level.  

 

 
Figure 3. Schematic representation of the Coulomb blockade 

Through bondonic spectral correlations, predictions are made on the bondonic photovoltaic 

effect. The bondonic energy in photovoltaic system due to the Planck quantification is: 
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and eventually rewritten into a macroscopic observable scale 
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The PV-related bondonic quantum current will be: 
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Through the path integral formalism, the thermodynamic indices of interconversion (free 

energy, enthalpy, entropy, Gibbs energy, etc.) are calculated. The partition function is given 

as a simple integral: 
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In terms of free energy: ZF log1      (10) 
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Molecular systems convert the input stimulus (optical, electrical or chemical) into output 

signals (which may also be of optical, electrical or chemical nature). Through the similarity 

between molecular machines and binary logic systems, represented in Figure 4, the quantum 

logical information is provided, and the type of logical system (AND, OR, XOR) 

corresponding to every state of the molecular machine during the shuttle movement could be 

estimated. 

 
 

Figure 4. Schematic representation of the similarity between molecular machines and binary 

logic systems  

Conclusion 

The five main directions elaborated by the authors of the present paper lead to the 

development of an integrated photo-electro-chemistry algorithm of molecular machines 

towards moletronics and smart functionalized nano-materials. 
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Abstract 

Many important biogenic amines (dopamine, noradrenaline and serotonin) are produced 

from amino acids by enzyme-catalysed processes and play a prominent role in neuronal 

functions and therefore, they serve as pharmacological target for the treatment of neurological 

disorders, such as Alzheimer’s disease or Parkinson’s disease. 

The aim of the current study was to optimize a high-performance liquid chromatography 

method that allows selective separation of eight biogenic amines and some of their 

metabolites (levodopa, 3,4-dihydroxyphenylacetic acid, noradrenaline, 5-hydroxyindoleacetic 

acid, homovanillic acid, dopamine, serotonin and 3-methoxythyramine) using 3 internal 

standards with electrochemical detection. During the development of our method, we 

optimized the amount of ion pairing component, pH and the amount of organic phase. Several 

selective methods were tested, but the most effective one was used for validation process for 

mouse and rat brain regions, including the striatum, cortex and hippocampus. 

During validation, the limit of detection, the limit of quantification, recovery, intraday 

and interday precisions were determined for the eight analytes. The ranges of recovery were 

between 87 and 120%, the intraday and interday precision were < 10% in all cases. The limit 

of detection and quantification ranged around 2 and 10 ng/ml, respectively. 

The developed and optimized method ensures the measurement of the aforementioned 

biogenic amines from mouse and rat brain regions. 

 

Introduction 

Monitoring of the concentration of biogenic amines may have a great importance from 

several aspects [1]. The measurement of these metabolites from biological samples requires 

highly selective and sensitive methods because of their considerably low concentrations [1, 

2]. High-performance liquid chromatography (HPLC) methods have been widely applied [3] 

for this purpose. HPLC combined with electrochemical detector (ECD) is one of the best 

alternatives for the quantitative detection of monoamines and related compounds in biological 

samples because of their electroactive function groups and the exceptional sensitivity of the 

ECD. 

The aim of the current study was to optimize our latest HPLC-ECD method [3] to be 

able to determine 8 biogenic amines and some of their metabolites (levodopa (L-DOPA), 3,4-

dihydroxyphenylacetic acid (DOPAC), noradrenaline (NA), 5-hydroxyindoleacetic acid (5-

HIAA), homovanillic acid (HVA), dopamine (DA), serotonin (5-HT), 3-methoxythyramine 

(3-MT)) from different biological samples. It is essential to apply internal standard(s) (IS) for 

HPLC measurements [4, 5], therefore, based on the recommendations [4], we decided to use 3 

(3,4-dihydroxybenzylamine (DHBA), isoproterenol (IPR) and N-methyl serotonin (NM-5HT) 

instead of the previous one. After the successful extension of the method, we applied it to 

different biological samples, i.e., mice and rat brain regions and the validation process was 

carried out as well. 
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Materials and methods 

L-DOPA, 5-HT and their metabolites, DA, 3-MT, DOPAC, HVA, NA and 5-HIAA 

were measured from the striatum, cortex and hippocampus of C57Bl/6 mice and Wistar rat 

animals. We used an Agilent 1100 HPLC system (Agilent Technologies, Santa Clara, CA, 

USA) combined with a Model 105 ECD (Precision Instruments, Marseille, France) under 

isocratic conditions. The brain regions were weighed and then homogenized in an ice-cold 

solution (striatum: 60 µL/mg; cortex: 25 µL/mg and hippocampus: 18.75 µL/mg) containing 

perchloric acid (3.4 w%, Sigma Aldrich, Saint Louis, MO, USA), sodium-metabisulfite (400 

µM, Fluka, Sigma-Aldrich, Saint Louis, MO, USA), ethylenediaminetetraacetic acid 

disodium salt (Na2EDTA, 500 µM, Lach-Ner, Neratovice, Czech Republic), distilled water 

and ISs: 50 ng/ml DHBA, 200 ng/ml IPR and 100 ng/ml NM-5HT (Sigma Aldrich, Saint 

Louis, MO, USA). The homogenate was centrifuged at 12,000g for 30 min at 4°C. The 

supernatants of individual brain regions were pooled and spiked with standard solution in 

three different concentration levels. The working potential of the detector was set at +750 

mV, using a glassy carbon electrode and an Ag/AgCl reference electrode. The mobile phase 

contained sodium-dihydrogenphosphate (NaH2PO4; 75 mM, Reanal, Budapest, Hungary), Na-

octylsulphate (NaOS, 2.2 mM, Sigma Aldrich, Saint Louis, MO, USA) and Na2EDTA (50 

μM, Lach-Ner, Neratovice, Czech Republic) was supplemented with acetonitrile (ACN; 

6.25% v/v, VWR International, Radnar, PA, USA) and the pH was adjusted to 3.0 with 

phosphoric acid (H3PO4; 85% w/w, Sigma Aldrich, Saint Louis, MO, USA). The mobile 

phase was delivered at a rate of 1.5 ml/min at 40°C onto the column (Zorbax Eclipse Plus 

C18, 100 x 4.6 mm, 3.5 μm particle size; Agilent Technologies, Santa Clara, CA, USA) after 

passage through a pre-column (SecurityGuard, 4×3.0 mm i.d., Phenomenex Inc., Torrance, 

CA, USA)). 10 µL aliquots were injected by the autosampler with the cooling module set at 

4°C. 

Results 

Before validation, the optimal working potential was investigated. The detector was set 

from 400 mV to 800 mV with 50 mV increments (Fig 1a). Although 800 mV would be the 

best working potential for HVA and 3-MT, the signal-to-noise ratio also increases with the 

applied working potential, so we decided to set the detector at +750 mV. 

First we determined the effect of the change in NaOS concentration (Fig.1b) with a 

result that the increasing amount has ambivalent effect on analytes: increased retention times 

were observed in case of L-DOPA, NA, DA, 5-HT, 3-MT, IPR (IS), whereas in case of 

DOPAC, 5-HIAA and HVA the retention time decreased. The concentration of 7.5 mM was 

selective for all the compounds as well, however, the run time was more than 45 min. 

Then we checked the influence of the pH value of the mobile phase (Fig.1c). As it can 

be seen, the increasing value of pH from 3.0 to 4.0 reduced the retention time of all the 

analytes. 

These results showed that the best choice is to keep the pH at 3.0 and NaOS in the 

concentration range between 2.10 mM and 2.20 mM with 5 or 6 v/v% ACN. With the 2 new 

internal standards (DHBA and NM-5HT), the optimal mobile phase consists of 2.20 mM 

NaOS, 75 mM NaH2PO4, 50 µM Na2EDTA and 6.25 v/v% ACN. Before adding ACN, the pH 

value of water phase was set to 3.0 with 85 w/w% H3PO4. Test runs showed that mice and rat 

brains can be measured well with this method. 
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Fig. 1 Voltage vs. peak area responses of the analytes and internal standards (a) and the 

effect of the concentration of NaOS (b) or pH (c) in mobile phase to retention times of 

analytes and internal standard. The pH was set to 3.0 and ACN was 5 v/v%. 

 

 

 
ACN acetonitrile; DA dopamine; DHBA 3,4-dihydroxybenzylamine; DOPAC 3,4- 

dihydroxyphenylacetic acid; HVA homovanillic acid; IPR isoproterenol; L-DOPA levodopa; NA 

noradrenaline; NaOS Na-octylsulphate; NM-5HT N-methyl serotonin; 3-MT 3-methoxythyramine; 5-

HIAA 5-hydroxyindoleacetic acid and 5-HT serotonin. 

We only demonstrate the results of the striatum from mice and rats. The results of 

validations are presented in Table 1. In Fig. 2 the native and the spiked chromatograms are 

demonstrated. Native sample is from pooled mice or rat striatum, cortex, hippocampus, 

cerebellum and brainstem regions. 
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Fig. 2 Native and spiked chromatograms of pooled mice (a) and rat (b) brain regions. 

 

 
DA dopamine; DHBA 3,4-dihydroxybenzylamine; DOPAC 3,4- dihydroxyphenylacetic acid; HVA 

homovanillic acid; IPR isoproterenol; L-DOPA levodopa; NA noradrenaline; NM-5HT N-methyl 

serotonin; 3-MT 3-methoxythyramine; 5-HIAA 5-hydroxyindoleacetic acid and 5-HT serotonin. 

Table 1. Summary of validation parameters of HPLC-ECD method for biogenic amines 

in mouse and rat striatum. 

Validation 

parameters 
L-DOPA DOPAC NA 5-HIAA HVA DA 5-HT 3-MT 

Linear 

range 

(ng/ml) 

mouse 
5-150 5-80 5-80 10-100 10-100 5-200 5-100 10-200 

rat 

Correlation 

coefficient 

mouse 1.000 0.999 0.999 0.998 0.994 0.999 0.999 0.998 

rat 0.999 0.999 0.999 0.995 0.993 1.000 0.999 0.997 

LOD 

(ng/ml) 

mouse 1.3 0.5 0.7 5.5 7.4 2.0 3.8 9.8 

rat 3.1 3.6 7.1 7.9 8.6 2.6 3.8 12.8 

LOQ 

(ng/ml) 

mouse 3.9 1.5 2.1 16.5 22.3 6.0 11.6 29.7 

rat 9.3 10.9 21.7 23.9 26.1 7.9 11.4 38.7 

Recovery 

(%) 

mouse 100.7 108.0 110.6 108.9 104.3 109.0 104.4 102.0 

rat 108.0 104.9 106.1 109.0 95.3 106.1 103.5 97.3 

Intraday 

precision 

mouse 3.19 1.81 3.68 3.82 8.23 1.59 5.36 6.70 

rat 1.96 2.57 3.17 2.76 7.28 1.85 3.60 9.74 
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(CV%) 

Interday 

precision 

(bias%) 

mouse 3.24 1.83 3.89 3.85 8.59 1.63 5.42 6.85 

rat 1.98 2.57 3.17 2.75 7.42 1.84 3.62 9.52 

DA dopamine; DOPAC 3,4- dihydroxyphenylacetic acid; HPLC-ECD high-preformance liquid 

chromatography with electrochemical detector; HVA homovanillic acid; L-DOPA levodopa; LOD limit 

of detection; LOQ limit of quantification; NA noradrenaline; 3-MT 3-methoxythyramine; 5-HIAA 5-

hydroxyindoleacetic acid and 5-HT serotonin. 

Discussion 

We successfully extended our latest method with 5 new compounds, of which 2 are internal 

standards. The applied method is suitable for the measurements of brain regions of mice and 

rats. The validation parameters are in line with international guidelines. Based on our results, 

this method will be a valuable tool for multiple experiments, such as, rodent toxin models of 

neurological disorders. 
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In the Earth's atmosphere the CO2 level is growing rapidly. Researchers worldwide 

pinoeer methods to exploit the surface properties of various materials. One of the solutions the 

CO2 his catalytic transformation happening in processes may be heterogeneous. The modern 

nanotechnology one and surface we are capable with chemistry examination methods onto the 

planning of the reactions and his understanding with an atomic level in the interest of the 

bigger activity and selectivity. The copper based catalysts prove to be promising because of 

their high activity and their low price.  

In this project, copper nanopaarticles with a diameter of 2-20 nm were made with a 

controlled size and we carry them up the big one with a specific surface taken to the  

mesoporous CeO2 and SBA-15 onto carriers, with a replication method. We examine the 

catalysts with a transmission electron microscopy, adsorption with measurements (BET), x-

ray diffraction, inductive coupling plasma with mass spectrometry, we test them furthermore 

in CO2 hydrogenation reactions with a continous flow pipe reactor. 
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Abstract 

In this work, the electrochemical oxidation of ammonium from simulated groundwater on 

boron-doped diamond (BDD) electrodes was assessed in order to be integrated within the 

drinking water treatment technology.  All nitrogen species, i.e., nitrate, nitrite and total 

nitrogen, were monitored to assess the electrochemical nitrification of ammonium until 

gaseous nitrogen. For the simulated groundwater containing ammonium concentration of 

about 1 mgL
-1

, the application of electrochemical oxidation at lab scale using BDD electrodes 

at the current density of 50 Am
-2 

assured an efficient oxidation of ammonium resulting nitrate 

at the concentration below maximum allowance concentration, as main intermediate of the 

electrochemical nitrification. 

 

Introduction 

It is well-known that the presence of ammonium in groundwater used as source for the 

drinking water represents a public health issue in developing and developed countries [1]. The 

Romanian legislation imposes the maximum allowance concentration (MAC) for ammonium 

in drinking water of 0.5 mg/L and higher concentrations require its removal. The ammonium 

presence in groundwater influences the selection of drinking water treatment process [2-4], 

the conventional method consisting in the „break-point“chlorination [2]. The drawbacks of 

the conventional method demand to find new technological solution for the ammonium 

removal from drinking water. 

The electrochemical oxidation represents an advanced oxidation process studied for 

the removal of organic and inorganic compounds especial from wastewater [5, 6] and less 

from drinking water, except in disinfection stage. In general, the electrochemical oxidation 

actS to destroy the pollutants by direct oxidation on the electrode surface or by indirect 

oxidation through various powerful oxidants generated within the electrolyte depending on 

the electrolyte composition, e.g., hydroxyl radical, Cl2, etc. 

The process performance key is given by the electrode material that besides the water 

composition dictates the type of direct or indirect oxidation. Boron-doped diamond (BDD) 

anodes have been successfully applied for advanced treatment of wastewater and also, 

disinfection due to its great mechanical and electrochemical properties, such as: resistance, 

inertness to the corrosion media, stability etc. The promising results have been reported for 

the application of BDD electrode for ammonium oxidation from waterwaters [7-9]. However, 

there are a few reports related to ammonium removal from drinking water. The results of the 

test applied for removal of ammonium form groundwater using an electrooxidation module 

integrated within the groundwater treatment pilot plant was reported by our group [10]. 

The aim of this paper is to study the performance of electrooxidation process using 

BDD electrodes at the laboratory scale to assure the electrochemical nitrification in order to 

remove the ammonium fROm simulated chloride containing groundwater.    
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Experimental 

 For bulk electrolysis a rectangular cell made of stiplex, with intercalated vertical 

anodes and cathodes, was used. The cell arrangement consisted of boron-doped diamond 

(BDD) anodes with the active surface area of 0.021 m
2
 intercalated with the stainless steel 

cathodes at the distance between anodes and cathodes of 1 cm. The electrolysis was carried 

out at room temperature (22-25 °C) in batch mode under galvanostatic working regime for 1 

mgL
-1

 ammonium  in 250 mgL
-1

 NaCl supporting electrolyte. The BDD/Nb electrodes (100 

mm x 50 mm x 1 mm) by CONDIAS, Germany were used as anodes, and stainless steel 

plates (100 mm x 50 mm x 1 mm) were employed as cathodes. A regulated DC power supply 

(HY3003, MASTECH) was used to assure galvanostatic regime at current densities of 50 mA 

cm
-2

 and 100 mA cm
-2

.  

At given time intervals, samples were drawn from the cell to monitor the performance 

of the electrochemical process in terms of nitrogen species concentrations. Determination of 

the nitrate, nitrite and ammonium concentrations was performed according to the standardized 

methods. For the determination of ammonium concentration, SR ISO 7150-1 / 2001 was used 

by  the spectrophotometric method, the determination of nitrite content was carried out using 

the molecular absorption spectrometry method SR ISO 6777/1996 and the determination of 

nitrate content was performed using the method SR ISO 7890-1 / 1998 by spectrophotometric 

method with 2,6 dimethylphenol. Total nitrogen was determined using the total organic 

carbon analyzer, TOC-L CPH SHIMADZU.An Inolab WTW pH meter was used to measure 

the solution pH.  

 

The specific energy consumption, Wsp, was calculated with the relation (1): 

 

 (kWh dm
-3

)                                                       (1) 

 

 where Q represents the specific charge consumption, U is the cell voltage (V), V is the 

solution volume (dm
3
).  

 

 

Results and discussion 

Even if the ammonium conversion into nitrogen represents the main reaction 

characteristics to the electrochemical nitrification (eqs. 2, 3), some intermediates of nitrogen 

species (nitrite and nitrate) should be generated (eq. 4), which are undesired and affecting the 

water quality. The electrolysis process was conducted to maintain all nitrogen species below 

the maximum allowance concentrations (MAC) regulated by the legislation with minimum 

energy consumption. The evolution of the nitrogen species during the electrolysis process 

under conditions of applying a current density of 50 Am
-2

 for a synthetic water containing 

0.906 mgL
-1

 NH4
+
 is presented Figure 1a. It can be seen a fast decrease of ammonium 

concentration and after 150 seconds the ammonium concentration reached below the MAC of 

0.5 mgL
-1 

(Figure 1b). Also, during the first stage of the electrolysis the nitrate concentration 

increased followed by the sharp decreasing and then, a further slight increasing occurred. 

Total nitrogen as sum of the all nitrogen species followed the nitrate tendency characterized 

by the lower value, which means that the major intermediate is nitrate besides the gaseous 

nitrogen. 

The main reactions that govern the electrochemical process are [7, 10]: 

 

2NH3 (aq)+ 6 OH
-
N2(g) + 6H2O+6 e

-
    (2) 

 

 
1000

* 1 UVQ
Wsp
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In the presence of chlorine generated electrochemically from chloride present into the water, 

the ammonium oxidation should occurred in according with equations (3) and (4). 

 

2NH3 (aq)+ 3HOClN2(g) + 3H2O+3H
+
+3Cl

-
   (3) 

 

2NH3 (aq)+ 4HOClNO3
-
 + 3H2O+4H

+
+4Cl

-
  (4) 
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Fig. 1. a) Concentration profile for ammonium, nitrite and nitrate species during electrolysis 

on BDD operated at  50 Am
-2

 for simulated water containing 0.9 mgL
-1

 ammonium and 250 

mgL
-1

 NaCl at pH=7.7; b) Detail of Figure 1a 

 

 

A very important working parameter for the electrolysis operation is considered current 

density that dictates the process kinetics. Two current densities of 50 and 100 Am
-2

 were 

applied and the evolution of the nitrogen species are presented in Figures 2 a and b. A slight 

enhancement of the process performace is noticed for 100 Am
-2

 but the question that arises is 

given by the economic aspect. 
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Fig. 2.  Comparative concentration profiles for nitrogen species during electrolysis on BDD 

operated at  50 and 100 Am
-2 

for simulated water containing 0.9 mgL
-1

 ammonium and 250 

mgL
-1

 NaCl at pH=7.7: a) ammonium and nitrite; b) nitrate and total nitrogen 

 

 

The specific energy consumption is considered the main component of the economic aspect 

and its evolution is presented comparatively for both current densities in Figure 3. It is 

obviously that the longer electrolysis time the higher specific energy consumption and also, 

higher current density higher the energy consumption, thus, the electrolysis time and the 

current density should be selected in according with the concrete application. 
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Fig.3. Specific energy consumption during electrolysis process 

 

Conclusion 

The electrochemical oxidation of ammonium from simulated groundwater on boron-doped 

diamond (BDD) electrodes assured the electrochemical nitrification of ammonium for both 

applied current densities of 50 and 100 Am
-2

.  Besides the desired conversion of ammonium 

into gaseous nitrogen, nitrate, nitrite and total nitrogen were identified as intermediates, 

nitrate being the main intermediate but under the maximum allowance concentration of 50 

mgL
-1

. Higher current density allowed the ammonium conversion of ammonium to gaseous 
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nitrogen more effectively in comparison with lower current density but the application of high 

current density is limited by the economic aspect. Thus, for the simulated groundwater 

containing ammonium concentration of about 1 mgL
-1

, the application of the current density 

of 50 Am
-2 

assured an efficient oxidation of ammonium at short electrolysis time of 250 

seconds, when the all nitrogen species intermediates were generated at the concentrations 

below the maximum allowance concentrations avoiding water pollution. However, the 

presence of nitrate within the real groundwater matrix at the concentration higher than 

maximum allowance concentration limited the application of this cell arrangement and 

operating conditions of the electrochemical process within the drinking water treatment 

technology. 
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Abstract 

Vegetable and fruits are foods that can be consumed either fresh or processed into juices, 

smoothies, syrups, jams, fruit compotes, etc. Fruit and vegetables play the important role in 

the people diet. Worldwide, the consumption of fresh food (fruits, vegetables, and herbs) is 

steadily in increasing tendency. The good looks, nice colour or taste and aromas, but 

especially their nutritional value, the rich content in sugars, vitamins and minerals necessary 

in the diet of the human body are considered to be important. The lower incidence of 

degenerative diseases is associated with the diet rich in fruits and vegetables.  

The purpose of our study was revealing certain physico-chemical and nutritional properties of 

some fresh foods and the juices or smoothies that we can obtain from them. These aspects 

highlight their dietary and healing properties. 

 
 Keywords: fresh food, juices, smoothie, chemical characteristics, healing properties 

 

Introduction 

A diet rich in fruits and vegetables is important for its positive effects on the prevention of 

chronic degenerative diseases (such as heart dysfunction, cardiovascular diseases), diabetes, 

high blood pressure, low density lipoprotein oxidation, and associated with a lower incidence 

of them [1]. 

Fruits contain high levels of bioactive compounds (vitamin C, total phenolic content, 

anthocyanin, carotenoids, tannins, flavones and flavonoids), which are important to preserve 

in the preparation as well as purees, beverages, juices and other varieties of food products [2]. 

Smoothies represent a convenient and excellent alternative to enhance the daily intake of fruit 

and vegetables in order to obtain their health-promoting benefits. Purees, smoothies and juice 

of fruit and vegetable offers similar health benefits as having whole fruits and vegetables [3, 

4].  

Drinking smoothies have many benefits for human health [3, 5, 6, 7] such as high nutritional 

and energy values, increased contents of vitamins, antioxidants, polyphenol and fibres a.o. 

The aim of the study was to analyse some potential health-promoting constituents from 6 

different samples (fruit, vegetable and smoothies). 

 

 

Experimental 

Samples preparation 

There are many possibilities to obtain the smoothie from raw material (fruits, vegetables, 

herbs). In our study, our smoothies were prepared without adding of water, sugar and citric 

acid. Smoothies were prepared from only one fruit or several fruits. Smoothies also used 

mailto:ariana.velciov@yahoo.com
mailto:sofia.pintilie@yahoo.com
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frozen fruits (sea-buckthorn) and dried fruit infusions (cranberry). The samples necessary in 

our study are fresh fruit pineapple, apple, sea-buckthorn and dried fruit cranberry (infusion of 

cranberry fruit. 

The samples (fruit, vegetable) were selected according to uniformity of shape and colour,  

then stored in polyethylene bags at 5 °C (up to 5days) until analysis.  The samples are fresh 

(pineapple, apple, and cucumber), frozen (sea-buckthorn) and dried (cranberry) from a 

Romanian hypermarket, from Timisoara city (west of Romania). 

The smoothie sample was obtained by mixing the fruits (fresh and frozen) with cucumber and 

infusion of dried cranberry fruits. 

 

Analytical procedures 

Humidity (moisture) of fresh food samples was evaluated thermo-gravimetrically by using 

Sartorius thermo-balance.   

Total dry content (TSC,) can be determined from moisture content as below:  

Total dry content (%) = 100 – Moisture (%) 

The method for determination of ascorbic acid content (vitamin C) was by titration with 

2,6-dichlorophenolindophenol  until a pink colour appeared [1, 8].  

All determinations were performed in triplicate, calculating their arithmetic mean of three 

separate determinations. The statistically data were acquired using the program Microsoft 

Excel. 

 

Results and discussion 

The obtained data regarding water content (HC, %) and dry content (TSC, %) in samples 

(fruits, vegetables and smoothies) represented in fig. 1. 

 

 

Fig. 1 Dry content (TSC, % ) and humidity (HC, %) in samples  

 

Smoothie ACCMIM is prepared from fresh pineapple, apple fruits, fresh cucumber, frozen 

sea-buckthorn fruit and infusion of cranberry. 

Water content (humidity) is a parameter related to the maturity of fruit. In the present study 

water content values are between 1.9 % (in dried cranberry fruit) and 96.77 % (smoothie).  

Refractive indexes of juice samples were between 1.3345 (infusion of dried cranberry fruits) 

and 1.3519 (pineapples juice) - see fig. 2. 
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Fig. 2.  a) Refractive index (nD) of sample; b) Brix and salinity of sample 

 

The high level of brix and salinity are in pineapple, follow by apple and the low level are in 

infusion of dried cranberry fruit. 

In fig. 3 we are presenting total mineral content (ash, %) values. 

 

 

 

Fig. 3 Total mineral content (Ash, %) in sample  
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From the analysed data presented above, we can observe that the highest value (1.98 %,) of 

the total mineral content was found in sea-buckthorn, and the lowest value were found in 

smoothie ACCMIM (0.07 %). The ash quantity resulting from mineralization represents the 

total mineral content (ash, %).  

Determination of ascorbic acid content samples are presented in Fig. 4. 

 

Fig. 4 Ascorbic acid content in samples 

The values of ascorbic acid content were between 1.76 – 5.96 (%) (in pineapple respectively 

in sea-buckthorn). 

 

Conclusions 

Fresh beverages are ideal food forms to deliver bioactive compounds to consumers.  

In this study, complex beverages formulas, smoothies were formulated containing green fresh 

food and infusion of dried fruit as medicinal tee.  

The obtained results will be used for future research because this data highlighted once more 

the fact that minimally processed foods are important source of mineral and vitamin. 

Fresh smoothies of fruits and vegetables and the tea without additives have superior quality. 
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Abstract 

In this document analysis of employee awareness about energy costs in companies is given 

trough tests of questionnaire. There was tree main questions observed about other sources of 

energy, including fossil fuels and renewable energy as a supplementation and\or replacement 

for the electric energy. In the conducted research 150 respondent (employees) was included 

with their opinion about the importance of source of energy related to companies’ energy 

costs. In this paper relation between companies (employees) with higher energy costs and the 

level of awareness about different energy source is proven.  

 

Keywords: Electric energy, renewable energy, fossil fuels, costs of energy. 

 

Introduction 

Survey "Renewable energy sources on a test sample of 150 respondents" was conducted. It 

contained questions about personal data and an opinion on efficient consumption and 

renewable energy sources (1st competitiveness and consumption, 2nd sources of energy). 

Each of the questions asked consisted of answers with a scale of 5 offered responses: A - 

insignificant, B - less significant, C - intermediate, D - very significant, E - extremely 

significant.  

We will consider the criterion question 

 

Electricity consumption has a significant share in the total cost of the company. 

 

The answer to this criterion question shows us how the respondent looks at the consumption 

of electricity within the work he deals with. Since this is the criterion question, it means that 

the entire sample is divided into 5 groups depending on their answers to it. So the sample is 

divided into 5 groups: 

A - insignificant (0 respondents), B - less significant (5 subjects), C - intermediate (37 

subjects), D - very significant (72 respondents) and E - extremely significant (36 subjects). 

Based on the distribution of the answers to the criterion question, we see that the group A is 

minimal, we will not use it in the future because there are no respondents, while the results of 

group B are less significantly taken with the reserve because the group has a small number of 

respondents, so we can not consider the result as relevant. So our focus will be on the 

difference in attitudes between groups: C - medium significant (37 subjects), D - very 

significant (72 respondents) and E - extremely significant (36 respondents). 

Methodology  

Our goal is to determine whether there are differences and on which questions differences 

exist between the 4 groups mentioned. That is, among the respondents who consider that 

electricity consumption has a significant share in the total costs of the company. We will test 

hypotheses: 
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H1 – Groups defined by criteria question (CQ) have different opinion (answer) on the 

question “Fossil fuels (oil, gas, coal ...) will remain the basic type of energy supply 

until 2020.” 

H2 - Groups defined by criteria question have different opinion (answer) on the 

question “It is feasible that by 2020, renewable energy sources represent 25% of total 

energy sources”. 

H3 - Groups defined by criteria question have different opinion (answer) on the 

question “The share of renewable energy from 25% by 2020 is at a satisfactory 

level”. 

 

From the analysis, we will use MANOVA and ANOVA analysis. The analysis was done with 

R-project. First, the MANOVA analysis was done where we tested whether there was a 

difference on all groups. If there is the difference as a result of MANOVA, later ANOVA 

analysis was conducted to test between which groups differences exists.  

 

Results 

First test was done on the first question in relation to the criterion question: 

1. Fossil fuels (oil, gas, coal) will remain the basic type of energy supply until 2020. 

2. Electricity consumption has a significant share in the total cost of the company. 

(criterion question, CQ) 

 

MANOVA results are shown in the table bellow 

 

Df Sum Sq Mean Sq F value Pr (>F) 

CQ 3 5.41 1.804 1.576 0.198 

Residuals 146 167.05 1.144 

   

There is no a significant difference, so hypothesis H1 is not proven.   

 

Next analysis, ANOVA was done on questions: 

1. Fossil fuels (oil, gas, coal ...) will remain the basic type of energy supply by 2020.  

2. Electricity consumption has a significant share in the total cost of the company. 

(criterion question, CQ) 

 

Groups defined by criteria question Diff lwr upr p adj 

(C - intermediate)- (B - less significant) 0.037838 -1.28671 1.362389 0.999853 

(D - very significant) - (B - less significant) 0.033333 -1.25232 1.318987 0.99989 

(E - extremely significant) - (B - less significant) 0.477778 -0.84896 1.804517 0.785607 

(D - very significant) - (C - medium significant) -0.0045 -0.56681 0.557806 0.999997 

(E - extremely significant) - (C - intermediate) 0.43994 -0.21085 1.090727 0.298448 

(E - extremely significant) - (D - very significant) 0.444444 -0.123 1.01189 0.179797 

 

In all cases p value is grater then 0.05 so the conclusion is that there is no significant 

difference. In this case it means that between the groups defined by criteria question, there are 

no significant differences on the first question “Fossil fuels (oil, gas, coal ...) will remain the 

basic type of energy supply by 2020.” This means that the groups have similar opinion about 

the mentioned subject. 

 

Second test was done on the third question in relation to the criterion question 
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3. It is feasible that by 2020, renewable energy sources represent 25% of total energy 

sources. 

2. Electricity consumption has a significant share in the total cost of the company. 

(criterion question, CQ) 

 

MANOVA results are shown in the table bellow 

 

Df Sum Sq Mean Sq F value Pr (>F) 

CQ 3 10.48 3.492 3.026 0.0315  

Residuals 146 168.48 1.154 

   

In this case there is the statistically significant difference because p = 0.0315 which is less 

than 0.05. Hypothesis H2 is proven. 

 

Next analysis, ANOVA was done on questions: 

3. It is feasible that by 2020, renewable energy sources represent 25% of total energy 

sources.  

2. Electricity consumption has a significant share in the total cost of the company. 

(criterion question, CQ) 

 

Groups defined by criteria question Diff lwr upr p adj 

(C - intermediate)- (B - less significant) -0.32973 -1.65995 1.000495 0.917422 

(D - very significant) - (B - less significant) -0.11389 -1.40505 1.177272 0.995738 

(E - extremely significant) - (B - less significant) 0.4 -0.93242 1.732422 0.863331 

(D - very significant) - (C - intermediate) 0.215841 -0.34888 0.78056 0.753466 

(E - extremely significant) - (C - intermediate) 0.72973 0.076155 1.383305 0.022039 

(E - extremely significant) - (D - very significant) 0.513889 -0.05599 1.083765 0.093028 

 

There is a significant difference between groups E and C and between groups E and D. 

 

In the group C for the third question 35.1% respondents answered with C – intermediate and in 

the group E 19.4% respondents answered with C – intermediate. 
In the group C for the third question 8.1% respondents answered with E - extremely significant 

and in the group E 38.9% respondents answered with E - extremely significant 
 

In the group D for the third question 16.7% respondents answered with B - less significant and 

in the group E 5.6% respondents answered with B - less significant. 

In the group D for the third question 25% respondents answered with C – intermediate and in 

the group E 19.4% respondents answered with C – intermediate 
 

Given result illustrate that the group of respondents who think that eelectricity consumption 

has significant share in the total cost of the company (answer E on the CQ), have different 

opinion (answer) on question “It is feasible that by 2020, renewable energy sources represent 
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25% of total energy sources” and for the group E characteristic answer on the same question 

 
 

E- extremely significant 

 

On the other side respondents who think that eelectricity consumption has insignificant share 

in the total cost of the company (answer C on the CQ), have moderate opinion (answer C – 

intermediate) on question “It is feasible that by 2020, renewable energy sources represent 

25% of total energy sources”. 

 

Frequency distribution of answers on the question “It is feasible that by 2020, renewable 

energy sources represent 25% of total energy sources” in regard to criteria groups  

 

Third test was done on the fourth question in relation to the criterion question: 

4. The share of renewable energy from 25% by 2020 is at a satisfactory level.  

2. Electricity consumption has a significant share in the total cost of the company. 

(criteria question, CQ) 

 

MANOVA results are shown in the table bellow 

 

Df Sum Sq Mean Sq F value Pr (>F) 

CQ 3 1.36 0.4547 0.383 0.766 

Residuals 146 173.47 1.1881 

   

There is no a significant difference, so hypothesis H3 is not proven. 

 

Next analysis, ANOVA was done on questions: 

4 The share of renewable energy from 25% by 2020 is at a satisfactory level. 

2 Electricity consumption has a significant share in the total cost of the 

company. (criterion question, CQ) 

  

 

 A - 

insignificant 

B – less 

significant 

C - 

intermediate 

D – very 

significant 

E – extremely 

significant. 

Criteria 

group 

n % n % n % n % n % 

B - less 

significant 
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Groups defined by criteria question Diff lwr upr p adj 

(C - intermediate)- (B - less significant) 0.324324 -1.02544 1.674087 0.924082 

(D - very significant) - (B - less significant) 0.138889 -1.17124 1.449014 0.992666 

(E - extremely significant) - (B - less significant) 0.083333 -1.26866 1.435326 0.998531 

(D - very significant) - (C - medium significant) -0.18544 -0.75845 0.387578 0.834785 

(E - extremely significant) - (C - mean) -0.24099 -0.90417 0.422184 0.780945 

(E - extremely significant) - (D - very significant) -0.05556 -0.6338 0.522691 0.994512 

 

There is no significant difference. 

 

Discussion 

Respondents who have moderate opinion (answer C – intermediate) on the criteria question, 

they also usually have moderate opinion (answer C – intermediate) on the tested question “It 

is feasible that by 2020, renewable energy sources represent 25% of total energy sources”. 

Reason is given by the fact that they do not feel pressure with high costs of electric energy, 

and so their interests for the other source of energy are small. 

Respondents from the companies where costs for electric energy are intermediate, has no 

attention on the other sources of energy beside electric energy. 

Otherwise respondents from companies with high electric energy costs, have more attention 

on the renewable sources of energy. 

 

Conclusion 

For hypothesis H1 and H3 results indicated that there is no significant differences between 

criteria groups. 

For hypothesis H2 results indicate statistically significant difference between criteria groups. 

This means that the group of respondents who think that eelectricity consumption has 

significant share in the total cost of the company (answer E on the CQ), have different opinion 

(answer) on question “It is feasible that by 2020, renewable energy sources represent 25% of 

total energy sources” and for the group E characteristic answer on the same question is E- 

extremely significant. 

And on the other side respondents who think that eelectricity consumption has insignificant 

share in the total cost of the company (answer C on the CQ), have moderate opinion (answer 

C – intermediate) on question “It is feasible that by 2020, renewable energy sources represent 

25% of total energy sources”. 
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Abstract 

Supercritical fluid chromatography (SFC) has gained increased attention in the fields of 

theoretical research, purification processes and separation sciences over the last few years due 

to the latest technological advancements. The method is well-known for being capable of 

faster separations and reduced solvent consumption compared to liquid chromatography (LC) 

while also achieving high efficiency. Due to the nature of carbon-dioxide serving as mobile 

phase, eluent strength is well-tunable by adjusting temperature, pressure and the amount of 

organic modifier. However, SFC is considered a complementary technique besides liquid and 

gas chromatography since there is always a trade-off in terms of the advantages [1]. 

Recently, Gritti experienced an anomaly in the retention behaviour of alkylbenzenes using a 

heavily modified Waters ACQUITY UPC
2 

System [2]. These small molecules are ideal for 

studying the processes taking place in the chromatographic column. Therefore, the aim of this 

work is to study the retention of several n-alkylbenzenes on an alkylamide stationary phase 

using a standard UPC
2
 System and assessing the effect of different sample solvents on 

chromatographic efficiency. The results show that even a small amount of methanol overloads 

the column and a competitive adsorption takes place between the analytes and the sample 

solvent. This is indicated by the changes in column efficiency, retention factors and peak 

widths. The selected experimental conditions guarantee that the density of the mobile phase 

does not change significantly along the column, so the phenomenon can be modeled as in LC. 

The concentration of the analytes is negligible compared to the amount of methanol – but 

their adsorption is influenced by the solvent – while the adsorption of methanol remains 

unaffected by the alkylbenzenes. The competition was described by determining the single-

component adsorption isotherms for both the analytes and the solvent then competitive 

isotherms were calculated. The solvent effect was modeled by a numerical method created in-

house where the differential mass balance equation was integrated using the Rouchon 

algorithm. The experimental observations were confirmed by in silico experiments and further 

cases involving hypothetical analytes were studied as well. 
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Abstract 

Air blowing is the process by which compressed air is blown into a bitumen feedstock 

typically at 230–260°C. This process results in complex reactions which raise the softening 

point and viscosity of the asphalt bitumen [1]. 

Air blowing of bituminous materials  was carried out in a static mixing gas-liquid reactor at 

240° and 260 °C. 

Chemical composition of feed material  was: 30,08% saturated hydrocarbons; 30,26% 

aromatic hydrocarbons; 27,39% resins; 12,27% asphaltenes. 

A reaction scheme and kinetics equations has been proposed to explain the time dependence 

of asphaltene contents during air blowing process. 

 

a) 

 

b) 

Chemical transformation during petroleum oil residues air oxidation process (a) and the time 

dependence of asphaltene contents (b) 
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Abstract 

The ability to fast obtain materials around specific application like design various new 

concept devices, such as gas sensors, catalysts, applications in environment friendly building 

material technologies with unique parameters of light absorption, solid state fuel cell, energy 

harvest, charge generation, and charge transport is thus vital to improving sciences and 

creating novel functionalities necessary for increasing implementation of photoactive 

materials [1].  

Our research focus has been mainly on fast obtaining anatase TiO2 in two forms: powder and 

film using solvothermal method. Characterization of the obtained compounds was achieved 

by X-ray diffraction (XRD), scanning electron microscopy (SEM), ultraviolet–visible 

spectrophotometry (UV-VIS), Raman Spectroscopy and Photoluminescence. Visible Raman 

spectra was recorded at room temperature on a Scanning Probe Microscopy (SPM) System 

with MultiView 1000 platform using 532 nm single-frequency laser as  excitation source. The 

SE was carried out by Woollam VASE  ellipsometer at (1.25 – 5) eV photon energy range at 

55º- 75º angles of light incidence. The data analysis was performed with commercial 

Woollam CompleateEase software.  

 

  
         X'Ray Diffraction for TiO2 powder                              Raman spectra of TiO2 film  

 

Rietveld profile fitting of X-ray diffraction (XRD) pattern of the TiO2 nanoparticles revealed 

highly crystalline anatase with P42/mnm structure. The anatase phases of TiO2 could be 

sensitively identified by Raman spectroscopy based on their Raman spectra. 

Variable angle spectroscopic ellipsometry (VASE) has been used to determine the optical 

properties of the TiO2 film. The energy dependent ellipsometric angles Ψ and ∆ were 

recorded for 3 angles. Measurement of ellipsometry was performed in the spectral range 1.24–

5 eV at incident angles of 65-70-75°. The TiO2 layer is approximated by a Kramers-Kronig 

consistent B-spline. 
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SE spectra for the TiO2 film 
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Abstract 

Recent years the noise is one of the leading pollutants in working and living environment.  

Although in some cases the noise levels do not exceed proposed levels, people often have the 

opposite impression. While for the most activities noise regulation exists, for public events 

this is not the case. There are certain guidelines, however established levels differ from 

country to country. In order to determine the noise level during public events the equivalent 

level of noise was measured at one public event on which approximately 50,000 people was 

present. The results show significantly high levels of noise, especially during rock concert and 

firework, when certain protective measures should be implemented.  

 

Introduction 

Industrialization, fast pace of life, traffic, transport and population growth make difficult for 

people to find quiet place to be. Lots of studies have shown that presently the noise is one of 

the leading problems in the environment and the second largest environmental cause of health 

problems [1]. Most of the population in the cities are constantly complaining about the traffic 

and street noise, loud music or about some other source of irritable sounds. People react 

differently to noise, but generally noise has negative impact on human health.  

It increases anxiety, damages hearing, and it also causes cardiovascular and other diseases [2] 

and disturbs body immune response [3]. 

There are many studies on this subject, but little information can be found about the noise on 

public events, such as cultural and political events. In most cases they are held in city centre 

and they can last for a few days. In these circumstances the presence of people alone makes 

certain level of noise. Often visitors of these events consume alcohol and other stimulants 

which together with the noise increases the negative impact on human health. Young people 

are especially affected when going to loud places, by using headphones and playing video 

games. They often complain about tinnitus and headaches, and these can last for a few days 

after the exposure. Considering that the effect of hearing damage is cumulative, this 

observation can not be negligible.  

It is also very important to mention that during public events noise protective measures are 

rarely implemented. Legislations provide punishment for every procedure that disturbs public 

peace and order. However, public events are excluded. Organizers of public gatherings, 

amusement and sport events and of other indoor and outdoor activities, in their notifications 

of the gatherings and similar activities are obliged to provide data on the noise protective 

measures if the use of different devices exceed allowed noise levels. For example, in Britain it 

is strictly prescribed that during concert or any other public event continuous equivalent noise 

level (dBA) can not exceed 107 dBA, while the audience should stand at least 3 meters away 

from the source of the sound. For the noise level higher than 96 dBA there should be a 

warning about the health risk concerning the exposure to noise [4]. However, it is known that 
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noise  above 115 dB sound pressure level (SPL) can damage the inner ear and can induce 

enduring negative functional changes recordable in the central auditory nervous system [5].   

In order to determine equivalent A-level sound pressure level of noise, the noise was 

measured during one cultural event in city centre. Tens of thousands people were present, and 

along with public speaking there were cultural and artistic activities followed by the firework. 

Leq, Lmin and Lmax levels of noise were measured and frequency characteristics for 1/3 octave 

band in places where high noise level was noticed. 

The environment surrounding is similar during political events, hence it would be desirable to 

compare these events in some of the upcoming research.  

Materials  and methodes 

The study was conducted at public event that was held at the city center with nearly 10,000 

inhabitants. This manifestation lasted for four days from 7pm to 4am, with nearly 50,000 

visitors. Rock concert, dancing and firework was organized on the stage at the event. 

The noise level was measured using the TES-1358A Sound Level Meter (SLM), with RS-232 

Interface. The calibration procedure of the instrument was performed before the actual 

measurements using standard acoustic calibrator recommended by SLM manufacturer (TES 

Electrical). The desired response of SLM was set at “fast”. When the measurements were 

made, the microphone was located in such a way as not to be in the acoustic shadow of any 

obstacle in appreciable field of reflected waves. Noise levels were measured at the position of 

the  visitors head. The direction of SLM was towards the source of sound. For conducting the 

noise survey, Serbian guidelines for noise measuring were followed (RANLWE, 1992). The 

A-weighted levels on Leq, Lmax and Lmin  Sound Pressure Level (SPL) in dBA were collected. 

Leq is the equivalent continuous noise level which at a given location and over a given period 

of time contains the same A-weighted sound energy as the actual fluctuating noise at the same 

locationover the same period [4].  

The measurements were taken over a period of 1min [4]. At the end of experiment the data 

were downloaded to a personal computer. With the help of utility software, the equivalent 

SPL and noise spectrum at each reading was obtained. The data were statistically analysed 

using Microsoft Excel. This was followed by a graphic representation of the means of Leq 

SPL-s at different octave bands. 

 

Results and discusion 

Table 1. shows the results of  Leq, Lmin, Lmax  measurements during one day of the festival. The 

maximum values of the equivalent sound pressure levels of noise were measured during the 

firework and the concert with values 92.5 and 101.9 dBA, respectively. It is well known that 

those values have a negative impact on human health [6]. 
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Table 1. Results of the measurements for different activities held during the open space event. 

 

Figure 1 shows frequency characteristics 1/3 octave of the equivalent noise level measured on 

4 places which were 5 meters, 10 meters (in the centre of the venue and on the right side of 

the stage) and 200 meters from the stage. By looking at the Table 1 and Graphic 1 we can 

conclude that the further the stage is the level of the noise decreases.  At 5 and 10 meters 

distance the levels of noise were high, above 80 dBA, for frequencies between 200 and 1250 

Hz. The result is very interesting concerning that high noise levels at frequencies below 1 kHz 

produced interference with human communication, since much of the human speech is 

between 300 and 700 Hz, creating different subjective experience of the noise intensity. It can 

be said with certainty that at the distance of 200 meters the level of the noise on all 

frequencies is below values that can affects human well-being and psychophysical condition. 

 

Figure 1. Leq 1/3 octave band at different locations from stage 

 

 

 

No. r [m] LAeq [dB] 
LAmax[dB

] 

LAmin[dB

] 

Country dance      

 1. 5 (on the left) 76.2 83 70.3 

 2. 5 (in front) 81.5 85 73.9 

Speech      

 3. 5 (in front) 86.2 92.6 72.5 

Fireworks      

 4. 5 (in front) 92.5 102.1 82.4 

No 

performance 
     

 5. 5 (on the left) 76.1 87.9 69.7 

 6. 5 (in front) 76.2 85.6 69.8 

Concert      

 7. 5 (in front) 101.9 110.3 90.1 

 8. 
10 (on the 

right) 
91.4 98 80.5 

 9. 10 (behind) 81.9 88.5 73.9 

 10. 
200 (on the 

right) 
66.4 79.9 59.5 
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On the figure 2 frequency characteristics at 1/3 octave band for different activities on the 

stage was shown. Measurements were done at the distance of 5 meters. In all circumstances 

high levels of noise were detected, nearly and above 80 dBA, especially during the firework 

and concert. During speeches high levels were also detected. This situation is very similar 

with political events which are usually organised on stage with one or more spokesmen.  

 

Figure 2. Frequencies analysis of Leq at 5 meters from stage 

In this case the noise is fluctuating with maximum level of the sound pressure level of 86.2 

dBA between frequency of 200 and 400 Hz. It is interesting to mention that even during 

breaks, when there are no activities on the stage, the noise caused by the crowd had maximum 

values  Leq  between 60 and 70 dBA for frequencies from 500 to 1600 Hz. 

Conclusion 

Based on the given results we can conclude that during public events people are exposed to 

considerable noise levels which can have impact on human health. Although these events are 

occasional, the protective measures must be taken against the excessive exposure to noise. 

Especially because its effects are cumulative and are not detected immediately. The 

authorities should make the organizers of such events to constantly monitor the noise during 

the event and, if for longer period of time the noise excessed determined levels, to implement 

adequate measures. Nevertheless, along with the measurement of the noise level it is 

necessary to take future steps and to provide other protective measures during public events. 
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Abstract 

The challenges of endocrinology, including those of endocrine disruption, force today’s 

medical science to face the numerous environmental health risks. Disruption of the endocrine 

system, which in reality affects the unity of the psycho-neuroendocrine immune system, may 

play a role in the development of many diseases. In this work, one of the basic questions was 

whether the environmental loads can cause disease (transformation disorders and processes) 

in the thyroid gland. Our aim was to develop the novel diagnostic method or environment-

related thyroid diseases. The endocrine disrupting compounds play an important role in 

inflammation and transformation of the thyroid gland. For this reason, upgrading any 

diagnostic method by adding environmental parameters is advised. 

 

Introduction 

The problem area of endocrine disruption in the introduction suggests that today's medical 

science, including the challenges of endocrinology [1] have to face numerous environmental 

health risks [2]. Disruption of the endocrine system, which actually affects the unity of the 

psycho-neuroendocrine immune system, may play a role in the development of many 

diseases. Thus, exploring the changing environmental conditions in the living spaces provided 

by society and the examining of the relationships among the health problems posed by those 

exposures can help us study the pathogens and pathomechanisms of certain systemic diseases.  

In the last half century, endocrine disruptors (ED) have caused very serious dysfunctions in 

the endocrine glands, especially in the thyroid [3], which have led to severe functional 

variations. For diseases with thyroid proliferation [4] it is a major health and therapeutic 

question whether the benign and/or malignant thyroid diseases should be considered in 

conjunction with the pathogens. 

Therefore, in this work, one of the basic questions was whether the environmental loads can 

cause disease (transformation disorders and processes) in the thyroid gland? In order to 

provide an answer, recognition of the disease, diagnostic typing and exploration of anamnesis 

relationships became necessary. 

Our aim was to develop the novel diagnostic method for environment-related thyroid diseases.  

 

Methods  

The grown thyroid-gland was classified by European Thyroid Association (ETA) and 

American Thyroid Association (ATA) methods (Table 1). 
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Table 1 Risk classification systems for thyroid diseases (SPECT/CT based)  
 1 2 3 

ETA 

2006 

guidelines 

very low 

the tumor is unifocal 

T1 (≤ 1 cm) N0M0 

and there is no 

extension beyond the 

thyroid capsule 

low 

the tumor is T1 (> 1 cm) 

N0M0, or T2N0M0, or 

multifocal T1N0M0 

high 

the tumor is any T3; any 

T4; any T with N1 or 

M1 

ATA 

2009 

guidelines 

low risk 

no local or distant 

metastases; no tumor 

invasion of local 

regional tissues; no 

aggressive histology 

or vascular invasion 

intermediate risk 

microscopic invasion of 

the tumor into the 

perithyroidal tissue; 

cervical lymph node 

metastasis are present;  

high risk 

macroscopic tumor 

invasion; incomplete 

tumor resection; distant 

metastasis; 

thyroglobulinemia 

 

By these classifications of thyroid diseases were not examined in the anamneses the effects of 

environmental (exposure to ED compounds) medic status*. In the endocrine regulation 

network, the linkage of TSH, aTG, anti-TPO factors were not studied. The guide of the 

Endocrine Society was used for taking the patients’ medical history [5]. After the first medical 

examination, the patients (n=35) were diagnosed with thyroid dysfunction. In general, the 

laboratory test contains plasma hormone levels, hormone diurnal rhythm, U-hormones and 

their metabolites, stimulatory/inhibitory test and standard biochemistry in the examination 

method of endocrine disease. 

In the present work, the diagnostic protocol was supplemented with environmental health 

issues in which we studied occupation, workplace, place of residence, number of electric 

devices inside and outside the home, plastic items and exposure to chemicals.  

 

Determination of hormone and antibodies 
Whereas the usual microsomal antibody tests employ unpurified microsomes as an antigen 

preparation, the anti-TPO tests use a purified peroxidase. The two procedures are of 

comparable performance in terms of clinical sensitivity, but better lot-to-lot consistency and 

higher clinical specificity can be expected from anti-TPO tests due to the higher quality of the 

antigen used. Recombinant antigen and polyclonal anti-TPO antibodies are used in the 

Elecsys Anti-TPO assay. Measuring range is 5.00-600 IU/mL (defined by the lower detection 

limit and the maximum of the master curve). Values below the lower detection limit are 

reported as < 5.00 IU/mL. Values above the measuring range are reported as > 600 IU/mL. 

 

Immunoassay for the in vitro quantitative determination of antibodies to thyroglobulin in 

human serum and plasma. The anti-Tg determination is used as an aid in the detection of 

autoimmune thyroid diseases. The Elecsys Anti-Tg assay uses human antigen and monoclonal 

human anti-Tg antibodies. Measuring range is 10.0-4000 IU/mL (defined by the lower 

detection limit and the maximum of the master curve). Values below the lower detection limit 

are reported as< 10.0 IU/mL. Values above the measuring range are reported as> 4000 

IU/mL. 

 

The Elecsys TSH assay employs monoclonal antibodies specifically directed against human 

TSH. The antibodies labeled with ruthenium complex consist of a chimeric construct from 

human and mouse-specific components. As a result, interfering effects due to HAMA (human 

anti-mouse antibodies) are largely eliminated. Measuring range is 0.005-100 µIU/mL (defined 

by the lower detection limit and the maximum of the master curve). The functional sensitivity 
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is 0.014 µIU/mL. Values below the lower detection limit are reported as < 0.005 µIU/mL. 

Values above the measuring range are reported as > 100 µIU/mL (or up to 1000 µIU/mL for 

10-fold diluted samples). 

TSH, Anti-TPO and anti-TG were measured from serum using electrochemiluminescence 

immunoassay (ECLIA) on Modular E170 analyzer (Roche, Mannheim, Germany) [6, 7]. 

 

Results 

 

Table 2 Parameters and classification (ATA, ETA) of thyroid cancer patients 
 code age ATA ETA TSH 

(mIU/l) 

aTG 

(IU/ml 

aTPO 

(IU/ml) 

control     0,27-

4,29 

<115 <34 

1 AE 29 1 2 4.67 3298 >600 

2 BA 18 2 3 1,59 1125 242 

3 BB 18 2 3 2,32 24,51 10,35 

4 CSB 44 1 2 1,8 - 12,44 

5 CP 66 2 3 2,44 855 - 

6 DA 60 1 2 3,14 20,29 - 

7 DI 64 1 2 2,46 34,1 - 

8 DM 36 2 3 2,94 56,3 - 

9 FI 38 1 2 3,32  23,59 

10 HE 52 1 2 5,15 45,46 - 

11 HL 76 1 2 1,30 21,55 8,24 

12 HB 29 2 3 2,61 15,53 7,31 

13 JA 23 1 2 0,85 <10,10 - 

14 KS 43 2 3 3,28 704 - 

15 KG 54 2 3 0,96 238 - 

16 KAN 18 1 2 1,35 304,40 - 

17 KI 59 1 2 0,72 28,72 - 

18 MZS 50 1 2 1,38 46,16 - 

19 MA 42 2 3 1,81 367,80 - 

20 NN 32 1 2 1,11 - 17,87 

21 NBA 22 1 2 0,97 18 - 

22 RV 55 2 3 1,36 458,3 78,39 

23 SA 35 2 3 11,13 - 282 

24 SR 39 2 3 2,24 10,20 - 

25 SZJ 61 2 3 0,45 - 8,65 

26 SZI 77 1 2 0,68 10,47 - 

27 SZT 27 1 2 1,52 22,48 - 

28 TKM 40 1 2 1,44 38,4 - 

29 TFP 48 1 2 1,05 19,71 - 

30 TI 54 1 2 1,42 12,94 - 

31 TT 21 1 2 0,80 - 10,76 

32 TGYL 84 1 2 2,44 13,44 - 

33 VSG 38 2 3 6,24 - >600 

34 VM 59 1 2 3,2 13,72 - 

35 ZK 64 2 3 1,46 34,81 - 
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Table 3 Increased inflammatory parameters (aTG, aTP) in thyroid cancer 
 code age TSH 

(mIU/l) 

aTG 

(IU/ml) 

aTPO 

(IU/ml) 

TSH/aTG x 

10
-6

 

TSH/aTPO x 

10
-6

 

environmental 

factors 

control    0,27-

4,29 

<115 <34 <4.29/115  <4.29/34  

median 0,0353475 0,057794  

1 AE 29 4.67 3298 >600 0,00141* < 0,007789* 9 

2 BA 18 1,59 1125 242 0,00141* 0,00657* 8 

5 CP 66 2,44 855 - 0,002853* - 8 

14 KS 43 3,28 704 - 0,004659* - 8 

15 KG 54 0,96 238 - 0,004033* - 9 

16 KAN 18 1,35 304,40 - 0,004434* - 6 

19 MA 42 1,81 367,80 - 0,004921* - 8 

22 RV 55 1,36 458,3 78,39 0,002967* 0,017349* 7 

23 SA 35 11,13 - 282 - 0,039468* 8 

33 VSG 38 6,24 - >600 - < 0,0104* 6 

TSH: thyroid-stimulating hormone; aTG: antithyroglobulin antibody; aTPO: thyroperoxidase antibody 

*p<0.01 relation to the median 

 

Inflammatory parameters and factors derived from TSH data were always lower than the 

calculated median of control. At the same time, these results can be correlated with 

environmental health issues. 

 

Conclusions 

It is common for endocrine disrupting compounds to play an important role in inflammation 

at low doses, therefore it seems worthwhile to determine the inflammatory factors (aTG, 

aTPO) in addition to TSH in the case of thyroid dysfunction. It could be also important to find 

out the patients’ environmental exposition of endocrine disrupting compounds when taking 

anamnesis. 
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Abstract 

 

The environmental loads have serious burden both in individual and in social levels. The 

endocrine disruptor compounds (EDC) may cause endometriosis, fibrosis, childhood obesity, 

adulthood diabetes (type II.), cryptorchidism, male infertility and diminution of the levels of 

testosterone. Within the EU, this is approximately € 163 billion worth of specific health 

expenditure annually. Currently there is no standard method to examine these agents, in the 

environmental toxicology (Et). This issue is examined with several proceedings by 

environmental toxicology research laboratories (EtRL), however there are difficulties to 

compare the results of the laboratories. To solve this problem, the aim of this paper is to 

demonstrate a virtual verification method, using a solution, in which the operation of 

research unit is matched in the international requirement system. With the aim of providing 

comparable and reliable data from EtRL research and/or project results. At the same time, the 

safe handling of this data system is examined using the knowledge of the network studies, 

and this information is handled with virtual verification in a simulation model.  

Based on our results, the virtual verification simulation model can enable the EtRL 

management system to operate at minimum risks. 

 

Introduction 

Nowadays, environmental toxicology research is at the centre of interest, because 

environmental pollutions have a significant health burden on individuals and societies [1].  

Environmental load agents that interfere with the endocrine system are called endocrine 

disruptor compounds (EDC). They have high health risks [2]. The results of the EDC effects 

confirmed by the DELPHI method, EDC exposure to the population of Europe can manifest 

in intellectual effects e.g. autism, loss of skills – dysfunctions and in hyperactivity. EDC also 

can cause serious medical costs, because of endometriosis, fibrosis, childhood obesity, 

adulthood diabetes (type II.), cryptorchidism, male infertility and diminution of the levels of 

testosterone. Their estimated cost within the EU, 1.28 % of total domestic products 

(approximately € 163 billion) annually.  

The above mentioned supports, that it is important to develop a standardized methodology for 

the study of substances with EDC activity, as soon as possible. An important aspect of this is 

to make the results of basic and applied research of environment toxicology research 

laboratories can be directly utilized at the social (sectoral) level. All this, can be ensured by 

matching laboratory operations with international requirements (e.g. ISO), in this context the 
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structure of the data system is essential and it also means the controlled operation of the 

resources of the activity processes that can be traced and traced back. Systematic operation, 

therefore, represents the development of sustainable accuracy and result security. The material 

resource background and the methodical stability in the standardized laboratory operation 

create the possibility to utilize the research results directly in the society.  

Since data-based, objective parameters controlled by a research laboratory operation, is the 

most efficient electronically, therefore, systematic control options with virtual verification 

have already been required. 

In the present work the main goal is to solve this task pilot: with creation of simulation 

models, with definition the key elements and complex processes of environmental-toxicology 

laboratories and with persistent activity control.  

 

 
 

Figure 1 Environment-toxicology research laboratory operating model with 

requirement compliance 

 

Research protocol 

Firstly, in the research tasks, the selection of international requirements for the field of 

environmental toxicology (Et) research (theoretical / practical and organizational operation) 

was made resulting in the simultaneous adaptation of the specialized sciences, ISO, GLP and 

GMP requirements. In the next step, the activity target areas and the networks of resources 

implementing the activities have been set up. The next step was to create the target areas for 

action and the implementing activities of networks of resources. Then the identified system 

elements were defined depending on the requirements of the standard management. The 

junctions of the established network of connections were ranked according to graph attributes 
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(Figure 2) [3]. The responsibilities of human resources were assigned to the network 

connections, to which the appropriate powers were associated. According to this method, the 

personal requirements of the management system were defined. The management "pyramid" 

was therefore directed the methodological and resource elements of the project and research 

tasks, according to the criteria of the Et testing laboratory requirements. The standard 

requirements handle the safety of results of the environmental toxicology research 

laboratories (EtRL) with the safety indicators of the validated indicators of measurement and 

the safety of methodology; therefore they are handled by confidence intervals (Figure 3) 

[4,5]. Therefore virtual monitoring of the network connection system can be possible with 

the data from the activities of EtRL and with binary code (0, 1) of the system operation. 

Based on the method described above, the research and project systems of EtRL with safety 

code can also support independent controlling and auditing, which minimizes system 

certification risks (Figure 1). 

 

 
Figure 2 Environment-toxicology research laboratory hierarchical operation (according to 

grid-based relationships) 

Results, discussion 

The system operation developed as described herein can be virtually monitored because the 

node structure outlined a hierarchical system operation, for which the management standard 

requirements were well suited. 

The Et testing laboratory system operated according to the presented results, which is 

handled by confidence intervals can be interpreted as a “hyperspace”, which means the basis 

of virtual verification. 

 

Conclusion 

With the help of this pilot simulation modelling, the EtRL operation management system has 

been designed so that international compliance can be followed by an external independent 

party using virtual verification. 
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Figure 3 Validated system of Environment-toxicology research laboratory handled 

by confidence interval 
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Abstract 

Novel 2- or 3-labeled 13β- -estrone derivatives were synthesized via Cu(I)-catalyzed 

azide-alkyne click reaction (CuAAC). The steroidal alkynes or azides were reacted with the 

appropriate BODIPY-based fluorenscent dyes bearing the complementary functions. The 

newly synthesized fluorescent estrone derivatives may serve as good candidates for the 

development of “green” biological assays. 

 

Introduction 

Estrogens belong to a class of natural steroids, which possess estrogenic activity. Certain 

synthetic estrone-derived compounds are described as antitumoral compounds, but the 

mechanism of their action is mostly unknown [1]. In order to investigate and monitor their 

mechanism, their labeling is essential. Estrone-based enzymatic or receptorial assays use 

radioisotope labeling. It would be of particular interest to replace the harmful radioactive 

methods for greener fluorescent ones. The biological behavior of the fluorescent labeled 

biomolecules depends on the chemical structure of the conjugate. The size of the fluorescent 

dye, the linker between the two moieties and the nature of the coupling group may be crucial 

[2-4].  

 

Results and discussion 

Steroids bearing azide or terminal alkyne function and two BODIPY dyes have been 

synthesized. Estrone was provided with ethynyl function at C-2 via Sonogashira coupling of 

the steroidal aryl iodide with trimethylsilylacetylene. The steroidal azide was synthesized in a 

two-step procedure: by alkylation of the phenolic OH group with α,ω-dibromoalkanes and the 

subsequent nucleophilic substitution of the bromide with azide. Fluorescent dyes based on 

BODIPY-core were provided with azide or alkyne functional groups. Fluorescent labeling of 

estrone was efficiently achieved at the C-2 or C-3 position (Fig. 1). The in vitro testing of the 

newly synthesized labeled estrones in under progress. 
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Figure 1. Fluorescent labeling of estrone at positions C-2 or C-3 
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Conclusion 

We have developed an efficient “green” fluorescent labeling procedure for estrone derivatives 

using Sonogashira and/or CuAAC reactions as key steps.  
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Abstract 

In our previous work we examined the possibility of application of microfiltration for 

distillery stillage purification in the systems without [1] and with the presence of static mixer 

[2]. Feed flow rate (Q = 40; 100 and 160 l/h ), transmembrane pressure (TMP = 0.3; 0.6 and 

0.9 bar) and feed pH (3; 6 and 9) were considered for design of experiments. Influence of 

choosen factors on permeate flux and specific energy consumption was investigated using  

Response Surface Methodology. The results showed that Response Surface Methodology is 

an appropriate model for mathematical presentation of the process. To optimize a process that 

has two or more responses, several methods can be applied, but the most commonly used 

method is the concept of the desired function (desirability function) [3]. In this work 

optimization of the experimental conditions was conducted using the modified Harrington 

method of the desired function. To optimize the microfiltration process of distillery 

wastewater, the following responses were selected: mean flux permeate in the static mixer 

system (JSM) and the relative change in specific energy consumption (ER). The goal of 

optimization was to select the feed flow rate and transmembrane pressure values for which the 

observed responses will be maximum, ie their desired functions will have a higher value.  

 

    
Figure 1. Dependence of total desired function from the feed flow rate and transmembrane 

pressure 

 

Obtained results (Figure 1) showed that the microfiltration was best performed at maximum 

flow and transmembrane pressure values, at all pH values, with the fact that the value of total 

desired function decreases with the increase of pH. If all factors, including pH value, are used 

for optimization, the optimum values of the parameters for optimization showed that the 

microfiltration was best performed at the values of feed flow of 160 l/h and TMP of 0.9 bar, at 

pH value of 5.81.  Under these conditions, the total desired function had a maximum value of 

0.944, the mean permeate flux for the system with static mixer was 58.3 l/m
3
h, while the 

relative change in the specific energy consumption was 123%. 
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Abstract 

The objectives of this study were to optimize high nutritional blends obtained by partial 

substitution of white wheat flour 550 (WWF) with rye flour (RF), oat flour (OF), quinoa flour 

(CF) and maize flour, respectively, and assessing the impact of using these mixtures on the 

sensory qualities of multigrain bread. WWF has been substituted by 5%, 10%, 15%, 20% and 

25% RF, OF, QF and MF, respectively. As for flours and flours mixtures, the following 

determinations were carried out: moisture, protein content, ash content, fat content, fiber 

content, and total carbohydrate content. The resulting mixtures had high protein content 

(11.23% at M6 and 11.91% at M3), fiber (2.71% at M6 and 3.68% at M1), ash (1.28% at M6 

and 1.70% at M3) fat (2.61% at M6 and 3.42% at M1) and low carbohydrates (65.74% at M1 

and 68.02% at M6) and moisture ranged between 13.77% at M1 and 14.15% at M6.  

Based on the obtained results regarding the physic-chemical composition of the M1 ÷ M6 

mixtures, it can be appreciated that all these mixtures are suitable for being used in obtaining 

bakery products (multigrain bread) according to the established substitution amounts, because 

all the results obtained for the nutritional and quality parameters had the values closest to the 

daily nutritional needs of the human body for good development and function.  

 

Introduction 
Current concerns both at national and international level in the food sector are directed 

towards product quality, diversification of production and the renewal of the range of 

products, thus aiming at obtaining high nutritional products without additives, preservatives 

or other compounds with a negative impact on the human organism [1, 2, 3]. 

The food pyramid reflects the nutritional recommendations, the quantities and types of foods 

to be consumed daily to maintain health and reduce the risk of developing various dietary 

diseases [4, 5]. The most important foods that make up the food pyramid are cereals, 

vegetables, and fruits as the foundation of balanced nutrition, calling them the "basis" for 

proper nutrition and health [5].  

The flours used in this study to obtain functional multigrain bread were: white wheat flour 

550 (WWF), rye flour (RF), oat flour (OF), quinoa flour (QF) and maize flour (MF). The use 

of these different types of flour in various amounts (RF, OF, QF, MF) in the production of 

multigrain bread by the partial substitution of WWF is justified on the basis of their complex 

chemical composition, implicitly for their food and biological value [6, 7, 8, 9, 10, 11].  

The beneficial effects of rye on health are due to the high intake of fiber, protein, mineral salts 

(iron, calcium, phosphorus, magnesium, potassium), nitrates, starch carbohydrates, cellulose, 

essential amino acids, vitamins A, C, E , K, complex B, and very few fats (cholesterol free) 

[6, 7].  

The superior nutritional value of oats is given by the high content of proteins, lipids, minerals, 

fibers, various other phyto-constituents such as flavonoids, flavonolignans, saponins, sterols 

and triterpenoids [8].  
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Quinoa is very rich in proteins and essential amino acids (isoleucine, methionine, lysine, 

thiozine, valine); vitamins A, B, C and E; calcium, iron, magnesium, omega 3; manganese, 

copper, magnesium, phosphorus; soluble fibers as well as insoluble fibers [9, 10].  

Corn contains proteins, sugars, fats, essential fatty acids omega-3 and omega-6, vitamins (B1, 

B2, B3, B5, B6, B9, C, E, K), mineral salts (sodium, magnesium, phosphorus, iron, zinc, 

calcium, copper, selenium), antioxidants (carotene, lutein, cryptoxanthin) [11].  

Starting from these observations, the purpose of this study was to optimizing some blends of 

high nutritional flours, establishing the optimum manufacturing recipe, and the optimal doses 

of RF, OF, QF and MF that can be added to the multigrain bread without affecting its quality. 

 

Experimental 

Materials 

The flours analyzed in this study have been purchased from hypermarkets and specialized 

stores. 

 

Steps in the preparation of flour mixtures 

When determining the proportion of each flour assortment to form a mixture, account was 

taken of the physical, chemical and technological characteristics of these flours. Thus, due to 

the fact that both RF and OF, QF and MF do not contain gluten, in order to ensure the 

formation of the three-dimensional gluten skeleton of the dough, 40% and 60% of WWF were 

added.  

In the obtaining of the 6 blends RF, OF, QF and MF were used in variable proportions (5%, 

10%, 15%, 20% and 25%) because it is known that these flours have a high nutritional value, 

rich in proteins, fibers, essential amino acids, antioxidants, minerals and vitamins [6, 7, 8, 9, 

10, 11].  

The 6 mixtures of flours to be used in making multigrain bread are: 

Mixture (M1): 40%WWF:10%RF25%OF:20%QF:5%MF;  

Mixture (M2): 40%WWF:15%RF:20%OF:20%QF:5%MF; 

Mixture (M3): 40%WWF:20%RF:15%OF:20%QF:5%MF; 

Mixture (M4): 60%WWF:10%RF10%OF:15%QF:5%MF;  

Mixture (M5): 60%WWF:10%RF:15%OF:10%QF:5%MF;  

Mixture (M6): 60%WWF:10%RF:20%OF:5%QF:5%MF. 

 

Analytical procedures 

Proximate composition of flours and flour mixtures 

For determining the average chemical composition of flours and flour mixtures, were 

determined: moisture, acidity, fat content,  ash content, fiber content and  carbohydrate 

content was determined according to standard method A.O.A.C. 1995 [12]; protein content 

was determined by the Kjeldahl method according to standard method A.A.C.C. 2000, No. 

46-10 [13].  

All determinations were performed in triplicate, calculating their arithmetic mean of three 

separate determinations. The data were statistically analyzed using the program Microsoft 

Excel. 

 

Results and discussion 

Proximate composition of flours and flour mixtures 

Table 1 presents the results obtained from the proximate analysis of flours. The results 

obtained regarding the composition of the four flours (RF, OF, QF and MF) analyzed 

compared to WWF, highlights their nutritional potential as a result of the higher protein 

content, raw fiber, fats and ash. RF showed high protein levels - 12.82% compared to 10.72% 
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in WWF, fiber - 3.84% vs. 1.36% in WWF, ash - 2.72% vs. 0.69% in WWF, fat - 1.98% in 

WWF and lower carbohydrate levels - 64.42% vs. 71.24% in WWF [6, 7]. 

Also, the composition of OF, QF and MF was superior for all analyzed constituents compared 

to WWF, and confirmed by Lea J. (2009), Singh, R. et. al. (2013), Qamar S. et al. (2017) and 

Filho A.M. et. al. (2017). Thus, fat content ranged between 4.46% in OF and 6.16% in QF 

versus 1.65 in WWF; protein content ranged between 11.12% in MF and 11.36% in OF and 

14.13% in QF versus 10.72% in WWF; fiber content ranged between 2.55% in MF and 5.42% 

in OF and 6.46% in QF vs. 1.56% in WWF; ash content ranged between 1.85% in OF and 

2.62% in QF vs. 0.69% in WWF [8, 9, 10, 11].  

 

Table 1. Proximate composition of  flours studied 
Analysis 

(%) 

White wheat 

flour 550 

(WWF) 

Rye flour 

(RF) 

Oat flour 

(OF) 

Quinoa flour 

(QF) 

Maize flour 

(MF) 

Moisture  14.34±0.29 14.22±0.09 13.98±0.60 11.94±0.25 15.07±0.06 

Fat 1.65±0.21 1.98±0.24 4.46±0.21 6.16±0.20 4.76±0.20 

Protein 10.72±0.35 12.82±0.42 11.36±0.13 14.13±0.18 11.12±0.19 

Fiber 1.36±0.16 3.84±0.15 5.42±0.19 6.46±0.41 2.55±0.21 

Carbohydrates 71.24±0.23 64.42±0.41 62.93±0.32 58.69±0.33 66.44±0.18 

Ash 0.69±0.27 2.72±0.22 1.85±0.24 2.62±0.16 2.06±0.21 

All determinations were done in triplicate and the results were reported as average value ± standard 

deviation (SD). 

 

The flour mixtures were marked as:  M1, M2, M3, M4, M5, M6. 

 

Table 2. Proximate composition of flour mixtures studied 
Mixtures Moisture 

(%) 

Fat 

(%) 

Protein 

(%) 

Fiber 

(%) 

Carbohydrates 

(%) 

Ash 

(%) 

M1 13.77±0.21 3.42±0.06 11.77±0.20 3.68±0.20 65.74±0.16 1.62±0.21 

M2 13.78±0.24 3.31±0.18 11.84±0.45 3.60±0.14 65.81±0.08 1.66±0.08 

M3 13.79±0.11 3.18±0.24 11.91±0.12 3.52±0.19 65.90±0.24 1.70±0.28 

M4 13.95±0.32 2.78±0.47 11.50±0.33 2.81±0.41 67.61±0.28 1.35±0.22 

M5 14.05±0.14 2.69±0.36 11.37±0.11 2.76±0.19 67.82±0.27 1.31±0.20 

M6 14.15±0.13 2.61±0.52 11.23±0.21 2.71±0.19 68.02±0.11 1.28±0.14 

All determinations were done in triplicate and the results were reported as average value ± standard 

deviation (SD). 

 

In contrast, carbohydrate content is lower for all four flours compared to WWF, ranging 

between 58.69% in QF and 66.44% in MF compared to 71.24% in WWF, which contributes 

to lowering the glycemic index of the products obtained from these flours [8, 9, 10, 11, 14, 

15]. As for the moisture content of the analyzed flour samples, it was lower in the case of QF 

(11.94%), OF (13.98%) and RF (14.22%) than that of WWF (14.34%), while moisture 

content in MF was 15.07% [16]. 

Analyzing the moisture values (Table 2) corresponding to the six mixtures of analyzed flour, 

it can be seen that it varied between 13.77% (M1) and 14.15% (M6), which makes the use of 

these blends in multigrain bread manufacturing, to require a smaller amount of water to be 

added to the dough [14]. It can also be noticed that the humidity of the mixtures M1 ÷ M3 

(13.77 ÷ 13.79%) was lower than that for the M4 ÷ M6 mixtures (13.95 ÷ 14.15%) which 

makes the use of M1 ÷ M3 blends in the manufacturing technology of the multigrain bread to 

cause a slight extension of its freshness [14, 15]. 

The fat content of the analyzed mixtures varied between 2.61% (M6) and 3.42% (M1), 

observing that with the increase of the WWF percentage from 40% to 60% and the decrease 

of the QF percentage from 20% at 5% and the percentage of OF from 25% to 10%, the fat 



 
24th International Symposium on Analytical and Environmental Problems 

413 

content of the mixtures decreases linearly, thus avoiding the risk of increasing acidity of these 

mixtures [16]. 

According to the results presented in Table 2, the studied mixtures (M1 ÷ M6) can be 

considered important "sources of proteins, fibers and minerals", thus the protein content 

ranges between 11.23% in M6 and 11.77% in M1, the fiber between 2.71% in M6 and 3.68% 

in M1 and the ash rate between 1.28% in M6 and 1.62% in M1, results that are consistent 

with those obtained by Lea J. (2009), Singh, R. et. al. (2013), Qamar S. et al. (2017) and 

Filho A.M. et. al (2017) [8, 9, 11]. Regarding the carbohydrate content of the analyzed 

mixtures (M1 ÷ M6) (Table 2), it can be observed that it increases linearly from M1 (65.74%) 

to M6 (68.02%) with the increase of the WWF percentage from 40% to 60% [8, 9, 11, 15]. 

 

Conclusions 

Mixtures M1 ÷ M6 can be successfully incorporated into the multigrain bread obtaining 

recipe, resulting in a value-added functional product due to the superior protein, fiber, mineral 

and fat content compared to WWF. 

Based on these results, we can formulate the following recommendation, namely, the use of 

these blends in both multigrain bread technology and in other pastry and bakery products 

technology. The use of RF, OF, QF and MF for the purpose of obtaining bakery products does 

not raise technological problems and can be processed following the model of classic 

production lines existing in bakery units.  

The results in this research confirm that this mixture is a good source of many important 

nutrients that appear to have a very positive effect on human health and could be used to 

obtain potentially functional foods. 

The recipe for multigrain bread recommended following the observations from this study is: 

flour mixture (60% WWF: 10% RF: 15% OF: 10% QF: 5% MF), water - 57%, yeast – 2.5%, 

salt – 2%.  
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Chirality is extremely important for the modern pharmaceutical industry since many drug 

compounds are chiral molecules whose stereoisomers usually possess various toxicological 

and pharmacological properties. One of the enantiomers (eutomer) have the desired 

pharmacological activity, while the other isomer (distomer) is inactive or in worst cases some 

undesirable effects or even toxic effect can also be produced.  

The investigated compounds were limonene-based bicyclic 1,3-aminoalcohols and 1,3,5- and 

1,3,6-aminodiols. In recent years, these compounds have been intensively investigated due to 

their potential biological activity and their benefits in synthetic chemistry. Aminoalcohols and 

aminodiols are known to be outstanding building blocks for the synthesis of remarkable 

heterocyclic compounds. Aminodiol-based nucleoside analogs possess noteworthy antitumor 

or antiviral activity [1]. The synthesis of new, limonene-based chiral bicyclic 1,3-

aminoalcohols and aminodiols from commercially available starting materials have recently 

been reported [2]. 

As a result of the pharmaceutical and biological activity of chiral 1,3-aminoalcohols and 

aminodiols, it is very important to have at hand enantioselective analytical methods for the 

identification and separation of these compounds. Enantioseparations of limonene-based 

bicyclic 1,3-aminoalcohols and 1,3,5- and 1,3,6-aminodiols were carried out with high-

performance liquid chromatographic and supercritical fluid chromatographic (SFC) methods 

on commercial polysaccharide-based chiral stationary phases. 

The effects of the mobile phase composition, the nature and concentration of the alcohol 

additive, the temperature and the structures of the studied analytes on the separations were 

investigated in the normal phase and SFC mode. The elution sequence was determined in all 

cases. The separations of the stereoisomers of the investigated analytes were optimized in 

both chromatographic modes.  
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Abstract 

Vacuum ultraviolet (VUV) photolysis is one of the Advanced Oxidation Processes (AOPs) for 

the elimination of trace pollutants from water and air. The ultraviolet (UV) radiation below 

200 nm is named VUV, because it is strongly absorbed by air. Using VUV photolysis reactive 

species (H and OH) can be generated directly from water without addition of any 

chemicals. Consequently VUV radiation is used for producing ultrapure water and often 

investigated as a possible method for elimination of organic pollutants from water. In the case 

of VUV photolysis low pressure mercury vapor lamp (emits both 254 nm UV and 185 nm 

VUV photons) or Xe excimer lamp (emits both 172 nm VUV photons) can be applied as light 

source. In latter case the absorption coefficient of water at 172 nm is 550 cm
–1

. Consequently, 

the penetration depth of VUV radiation is very small, only 0.04 mm. In this work we have 

investigated the effect of inhomogenity caused within this very thin VUV irradiated layer on 

the concentration of the primary formed reactive species, such as H and OH, using model 

calculation. 

 

Introduction 

Advanced Oxidation Processes (AOPs) are based on hydroxyl radical (OH) initiated 

transformations. One of the possibilities of the OH generation is the irradiation of water with 

light having shorther wavelength than 190 nm. Generally low-pressure mercury vapor lamp is 

used as light source when VUV photolysis is applied to reduce the TOC content of purified 

water and produce ultrapure, high quality water. Another possible light source is the Xe 

excimer lamp which emits quasi-monochromatic light with maximum at 172 nm. There are 

several benefits of this excimer lamp, such as high average specific power radiation, high 

energy of emitting photons, quasi-monochromatic radiation, high spectral power density, 

absence of visible and IR radiation, low heating of radiating surface (cold lamps), no fixed 

geometry, no warm up time etc. The availability of multiple-wavelength UV radiation by 

simultaneous excitation of several kinds of working excimer molecules is also possible. 

Finally, excimer lamps based on noble gases are non-hazardous and are much more 

environmentally friendly than mercury vapor lamps. 1-4 

In VUV irradiated aqueous systems the first step is the excitation of water molecules. 

Absorption of the VUV radiation results in the homolysis or photochemical ionization of 

water molecules. The value of quantum yield of ionization (0.05) is much smaller than the 

quantum yield of homolysis (0.42): 

 

H2O + hν (<190 nm) → H• + HO•  

H2O + hν (<200 nm) → [e
−
,H2O

+
] + H2O → [e

−
,H2O

+
] + (H2O) → e

−
aq + HO• + H3O

+  
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Despite the many advantages of this technology and the promising results obtained through 

lab scale studies, there are still some factors that stymie the wide scale application of the VUV 

reactors for water treatment. Lack of proper model and simulation tool for predicting and 

analyzing the performance of VUV irradiated systems is among the key factors hindering 

their practical implementation. Model calculations generally do not take care about the effect 

of inhomogenity caused by the extremely short penetration depth of 172 nm VUV light. 

 

Results and discussion 

 

The first step of the present work was the collection of the kinetic data reported and used in 

the published papers related to the 172 nm irradiated solutions. The origin of these data were 

also checked and compared. The rate constants of the recombination of •H (resulting in H2) 

and •OH (resulting in H2O2) were originated from experimental data obtained of gamma 

irradiated system. Opposite 172 nm irradiated water, the intensity of gamma photons 

decreases only with 10% in a few cm thin water layer. Thus gamma irradiated solution can be 

defined as a „homogen system“, while the 172 nm irradiated one is an „inhomogen system“. 

 

1. Table. Rate constants of the recombination reactions of •H and •OH radicals  

Ref. 

kH+OH 

(M
-1

s
-1

) 

kH+H 

(M
-1

s
-1

) 

kOH+OH 

(M
-1

s
-1

) 

reaction partner method for 

radical 

generation 

 

[10] 1,0010
10

   Fe(II)/Ce(III), H2O2, H2SO4   

[11]  5,0010
9
  H2O2, Fe(II), kénsav Van Slyke  

[12]   8,2010
9
    

[4] 1,210
10 

* 6,0010
9
 6,0010

9 
* H2O2, H2O, H2SO4, Fe(III) Van De Graaff  

[13]  1,5010
10 

*  Fe(II) Van De Graaff  

[5] 7,0010
9 
**  5,2510

9
**    

[14]   6,3010
9
 Ferro-cianide Osram Xe-

excimer lamp 

 

[15]  1,2510
10

   Osram Xe-

excimer lamp 

 

[9] 1,0410
9
** 7,7510

9
** 8,7010

9
**    

* experimental data (relative method) 

** experimental data (absolute method) 

 

The basic of the model calculation using Octave [17] program were the followings: 

 

1. Generally about 40 various reactions take place in a VUV irradiated water. In this 

work we used a simplified reaction system containing only the following four main 

steps:  

 

     h + H2O
k1
→H •  +•OH     

H• +H• 
k2
→ H2 

H• +•ȮH 
k3
→  H2O 
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•OH+•OH
k4
→  H2O2 

 

2. The reaction rate constants were the average of the rate constants reported in Table 1 

(k(h) = 9×10
13

 M
-1

s
-1

, k(•H + •H) = 1×10
10

 M
-1

s
-1

, k(•H + •OH) = 1.5×10
10

 M
-1

s
-1

, 

k(•OH + •OH ) = 6×10
9
 M

-1
s

-1
). 

3. The actual concentration of photon was calculated via Lambert-Beer law, using the 

value of the absorption coefficient of water at 172 nm 550 cm
–1 
16. 

4. The diffusion constants of various species (D(•H)=810
-5 

cm
2
s

-1
, D(•OH)=210

-5
 m

2
s

-1
, 

D(H2)= 810
-5

 m
2
s

-1
, D(H2O2)=1,510

-5
 m

2
s

-1
) were also incorporated of the model. 

5. The total thin of the treated water layer was 0.2 cm, which was divided into 950 cells. 

In each cells, the intensity of the VUV light and concentration of primary radicals 

were supposed to be constant and homogenous. Near the lamp, the cells size were very 

small (40 nm). Farther from the wall of the light source cells size were bigger and the 

the biggest one were 200 nm. 

 

homogen system    inhomogen system 

 

Figure 1. The time dependence of the various radicals and their recombination products in 

homogen and inhomogen system. Data used for modeling: k(h)=910
13

 M
-1

s
-1

, 

k(Ḣ+Ḣ)=110
10

 M
-1

s
-1

, k(Ḣ+ȮH)=1,510
10

 M
-1

s
-1

, k(ȮH+ȮH)=610
9
 M

-1
s

-1
, 

D(Ḣ)=810
-5 

cm
2
s

-1
, D(ȮH)=210

-5
 m

2
s

-1
, D(H2)= 810

-5
 m

2
s

-1
, D(H2O2)=1,510

-5
 m

2
s

-1
, 

c0(h)= 110
-5 

M, c0(H2O)= 55,5 M. 

 

The results obtained in the case of homogen and inhomogen system are presented on Figure 1. 

The time dependence of the various radicals and their recombination products in the two 

system show, that inhomogenity has significant effect on the time scale. In homogen system 

the recombination of primary formed radicals take place within 10
-5

 sec. In the case of 

simulation obtained this time is decreased with 4 orders because of the reactions take place 

only in a very small part of the total volume of the reaction system. Within this photorection 

zone the radical concentration is much higher than in the homogen system. 
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2. Figure Concentration of primery radicals and their recombination products versus the 

distance from the light source, taking into consideration the inhomogenity. 

 

Using the model taking into consideration the inhomogenity of the VUV irradiated 

aqueous solution, the concentration of the primary radicals and their recombination products 

were calculated (Figure 2.). Radicals disappear from the system within the distance, which 

can be reached by photons. The concentration of recombination products (H2 and H2O2) 

decrease and increase with the time and finally reach a constant value. The effect of diffusion 

can be observed on the curves related to H2 and H2O2 concentration versus the distance from 

the wall of the lamp and their concentration is much lower than the radical concentration. 

 

Conclusion 

 Inhomogenity must be incorporated into the model calculation in the case of 172 nm 

irradiated aqueous solutions 
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Abstract 

Tomato is one of widely cultivated vegetable food crops in the world, because of its 

significant importance in human nutrition. Late blight is a serious tomato disease caused by 

Phytophthora infestans, which could lead to complete crop loss. The aim of this paper was to 

analyse the content of bioactive compounds in leaves of tomato genotype Bizon and their 

connection with late blight infection rate. It was found that at the beginning of late blight 

infection plant generated a high amount of polyphenols and flavonoids, but their 

concentration and antioxidant activity were reduced with the increasing rate of infection. 

Statistically significant differences (p<0.01) were observed between infection rate and 

sampling date as well as in their interaction on the measured biochemical parameters. 
 

Introduction 

Plants are constantly exposed to many abiotic and biotic stress conditions such as high 

temperature, drought as well as the attack of the pathogens. In these stressful conditions, the 

production of reactive oxygen species (ROS) is increased and induces cellular damage. 

Despite their ability to cause harmful oxidation, in low concentration ROS are important 

signalling molecules. Different enzymatic and non-enzymatic defence mechanisms, are 

involved in ROS scavenging and prevention of oxidative stress [1,2]. Phenolic compounds are 

the most important non-enzymatic antioxidants. Flavonoids are a large group of natural 

phenolic compounds which are capable of chelating free radicals by donating a hydrogen atom or 

by single-electron transfer [3]. 

Tomato is one of the most important vegetable cultivated throughout the world that is 

consumed fresh as well as processed. It has a big influence in nutrition because provide a 

sufficient amount of dietary antioxidants and vitamin, especially vitamin A and C [4]. 

Phytophthora infestans is an oomycete which cause one of the most serious disease of tomato 

known as late blight (LB). This destructive disease is responsible for significant economical 

loses of tomato crops [5]. 

The goal of this paper was to investigate the effect of the late blight intensity in tomato leaves 

on antioxidant capacity, by measuring the content of total phenols and flavonoids, and by 

using six different antioxidant assays.  

Experimental 

The material for this study was lower leaves of tomato genotype Bizon that was cultivated in 

the experimental field of the Institute of Field and Vegetable Crops, Novi Sad, Serbia, during 

2014. Sowing for seedlings production in a glass house was done on 3
rd

 of April and the 

plants were transplanted on 27
th

 of May into the open field. Space between rows was 140 cm, 

while space between plants in the row was 50 cm. There was no fungicide application. The 

first sampling date was on 4
th

 of August and the second was on 18
th

 of August. Ten fully 

expanded lower leaves were taken from different plants and evaluation of infection rate was 

done according to the EPPO modified scale: 0-without infection, 1-less than 5% of leaf 

affected, 2- spots covering 5-10%, 3-spots covering 10-25%, 4- spots covering 25-50%, 5- 

spots covering more than 50% of the leaf.[6] 
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For biochemical analyses, plant material (200 mg) was milled to a fine powder and samples 

were prepared by extraction in 70% aqueous acetone solution (50 ml) during 24 h then 

centrifuged at 5000 rpm for 15 min. The supernatant was separated and kept in cold storage. 

The total polyphenolic content (TP) was determined according to the Folin-Ciocalteu 

procedure [7]. Determination of total flavonoid content (TF) was carried out using a method 

based on the flavonoid characteristics to build metal-complexes with aluminium chloride 

(AlCl3) [8]. The calibration curve was constructed with Quercetin and the results of TP and 

TF were expressed as catechin equivalents in mg per g of dry weight (mg QE/g DW). The 

total antioxidant activity (TAA) of extracts was determined according to the 

phosphomolybdenum method described by Kalaskar and Surana [9]. Using the method 

reported by Saha et al. [8] was assayed the total reduction capacity (TRC). Determination of 

DPPH radicals scavenging activity was measured as described by Lai and Lim [10]. Ferric 

reducing antioxidant power (FRAP) of extracts was estimated with the method developed by 

Valentão et al. [11]. The ABTS radical scavenging assay was performed according to the 

method by Miller et al. [12]. The calibration curve was constructed with a standard Trolox 

solution and the results of TAA, TRC, DPPH, FRAP and ABTS were expressed as Trolox 

equivalents in mg per g of dry weight (mg Trolox/g DW). The nitroblue tetrazolium (NBT) 

assay was used to determine the superoxide free radical scavenging activity [9] and the results 

were expressed as a percentage of inhibition of superoxide anion. All experimental 

measurements were performed in triplicate and the results of the total polyphenols, flavonoids 

and antioxidant activity assayed with the total antioxidant activity, total reduction capacity, 

FRAP, DPPH, ABTS and NBT test were expressed as the mean ± standard deviation (Table 

1). 

The data obtained were processed by applying the analysis of variance (Factorial ANOVA) 

using software STATISTICA ver. 13.2 (StatSoft, Inc., USA) and significant differences 

between the groups were determined using the Bonferroni test (p<0.01). The correlation 

coefficients were calculated according to Spearman. 

 

Results and discussion 

The content of polyphenols, flavonoids and antioxidant activity of tomato leaves extracts are 

presented in Table 1. Except for the FRAP test, two-way ANOVA suggested that the rate of 

infection, sampling date and interaction between these two factors have statistically 

significant (p<0.01) influence on all measured biochemical parameters.  

In both sampling dates, the content of total phenols and flavonoids of analysed extracts was 

reduced with increasing of infection rate. Post-hoc Bonferroni test (p<0.01) for all assays 

showed the most pronounced difference between non-infected plants and plants attacked by 

late blight in the cases when LB' s infected area covering 25% and more than 50% of the leaf. 

At the beginning of infection, the amount of polyphenols and flavonoids is increased, since 

these secondary metabolites have a role in the plant response to abiotic and biotic stress [3]. 
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Table 1. Polyphenolic compounds and antioxidant activity of tomato leaves extracts  

Parametar 
Infection 

rate 
TP

1
 TF

1
 TAA

2
 TRC

2
 DPPH

2
 ABTS

2
 FRAP

2
 NBT

3
 

S
am

p
li

n
g
 d

at
e 

1
 

0 
21.91

ai
 ± 

0.145 

21.37
abcdf

 ± 

0.298 

57.93
abd

 ± 

2.867
 
 

6.96
a
 ± 

0.116 

2.04
a
 ±  

0,150 

5.44
a
 ± 

0,197 

3.45 ± 

0.062 

54.98
ad

 ± 

0.554 

1 
23.36

a
 ± 

0.417 

22,73
abcd

 ± 

0,428 

60.94
ad

 ± 

0.720 

8.27
cd

 ± 

0,072 

3.09
c
 ± 

0,196 

6.32
c
 ± 

0,181 

4.95 ± 

0.046 

52.99
a
 ± 

0.575 

2 
13.18

bc
 ± 

0.431 

5.85
bdfg 

± 

0,150 

51.84
de

 ± 

0.735
 
 

7.94
ac

 ± 

0.128 

1.59
ad

 ± 

0.225 

4.92
ad

 ± 

0.135 

2.57 ± 

0.050 

33.85
ce

 ± 

1.354 

3 
12.07

cb
 ± 

0.176 

5.77
fg

 ± 

0.348 

48.57
de

 ± 

0.960
 
 

7.44
ac

 ± 

0.104 

1.57
ad

 ± 

0.149 

4.20
d
 ± 

0,379 

2.54 ± 

0.043 

30.25
e
 ± 

1.730 

4 
4.57

d
 ± 

0.053 

0.89
g
 ± 

0.030 

26.97
c
 ± 

1.732
 
 

3.58
f
 ± 

0.492 

0.75
d
 ± 

0.202 

2.30
b
 ± 

0.478 

0.81 ± 

0.036 

10.98
f
 ± 

0.695 

S
am

p
li

n
g
 d

at
e 

2
 

0 
59.40

e
 ± 

1.357  

30.44
ac 

± 

17.279 

55.53
abd

 ± 

0.910
 
 

11.67
be

 ± 

0.487 

5.23
b
  ± 

0.227 

1.75
b
 ± 

0.041 

8.57 ± 

0.082 

62.7
b
 ± 

0.242 

1 
67.55

f
 ± 

0.421  

32.04
cd

 ± 

0.180 

59.19
ad

 ± 

1.600
 
 

10.36
be

 ± 

0.275 

5.02
b
 ± 

0.362 

2.07
b
 ± 

0.090  

6.59 ± 

0.289  

60.52
b
 ± 

0.714 

2 
53.35

g
 ± 

2.108 

23.69
ad

 ± 

1.052 

54.79
ae

 ± 

1.342
 
 

9.89
e
 ± 

0.355 

3.65
c
 ± 

0.223 

1.46
be

 ± 

0.069 

5.70 ± 

0.228 

56.71
d
 ± 

0.479  

3 
48.72

h
 ± 

0.926 

13.79
aefg

 ± 

2.057 

52.09
be

 ± 

4.362
 
 

10.43
be

 ± 

0.666 

3.63
c
 ± 

0.427 

1.41
be

 ± 

0.021 

5.26 ± 

0.177 

52.36
e
 ± 

0.905 

4 
19.57

i
 ±  

0.728 

1.95
fg

 ± 

0.172  

25.89
c
 ± 

1.145
 
 

9.50
de

 ± 

0.160 

0.774
d
 ± 

0.035 

0.78
e
 ± 

0.060 

1.31 ± 

0.129 

8.49
f
 ± 

1.566 
Value is a mean of three replicates ±standard deviation (SD)  

1Expressed as mg Quercetin/g DW   2Expresed as mg Trolox/g DW 3Expresed as % inhibition 

Value without the same superscript within each row differ significantly at p< 0.01 (Bonferroni post-hock test) 

0-without infection, 1- infected area covering less than 5% of leaf, 2- infected area covering 5-10% of leaf, 3- infected area covering 10-25% of leaf, 4- infected area covering 25-50% of leaf , 5- infected area covering more than 50% of leaf. 



 

 

This fact suggested that polyphenols and flavonoids are involved in the first response of 

plants to late blight attack. The results of this study are in agreement with report of other 

authors [12]. Taking into consideration that FRAP and ABTS tests are specific for flavonoids, 

and that FRAP did not show the statistically significant difference between infected plants, it 

is suggested that some other polyphenolic compounds, like terpenoids and flavonones ,may be 

involved in antioxidant protection mechanisms in tomato.[13] According to other authors, the 

amount of polyphenols increases during the early phases of infection because the plant is 

generating some precursors of lignin, which also belongs to this large group of molecules. 

Lignin is known as a physical barrier against initial pathogen colonization [5,14,15,16]. 

Spearman coefficient for all measured biochemical parameters showed strong negative 

correlation with LB infection rate, but the only correlation with TRC was not significant 

(Table 2). Except for the correlation between ABTS and TP as well as TF, all used tests were 

in strong positive and significant correlation.  

 

Table 2. The Correlation between biochemical parameters and leaf infection intensity 

 TP
1
 TF

1
 TAA

2
 TRC

2
 DPPH

2
 ABTS

2
 FRAP

2
 NBT

3
 

 Infection 

rate 
-0.61** -0.76** -0.85** -0.27 -0.68** -0.46** -0.71** -0.85** 

TP
1
   0.86** 0.65** 0.84** 0.93** -0.27 0.95** 0.86** 

TF
1
     0.82** 0.58** 0.89** 0.09 0.90** 0.89** 

1
Expressed as mg Quercetin/g DW,   

2
Expresed as mg Trolox/g DW,  

3
 Expressed as % 

inhibition 

**Statistically significant at p< 0.01 (Spearman correlation) 
 

Conclusion 

The results of this study suggested that infected tomato plant in early phase of infection with 

Phytophthora infestans, generated a higher amount of polyphenols and flavonoids. These 

natural antioxidant substances are involved in earlier defence mechanism against the 

pathogen. The results of ABTS and FRAP indicate that some other polyphenolics compounds, 

apart from flavonoids, are involved in mechanisms of antioxidant protection of tomato. 
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Different 3D mesoporous oxide materials (SiO2 – KIT-6, MCF-17, SBA-15, Co3O4, 

MnO2, Fe2O3, NiO, CeO2) prepared by the soft and hard template (replica) method due to the 

fact that the usage of the 3D mesoporous oxide supports 

with high specific surface area has great influence on the 

catalytic activity and selectivity (e.g. Co3O4 supported 

catalyst is 10 times more active compared to the SiO2 

supported Pt.). 

The synthesis of KIT-6 is as follows: P123 (Pluronic-123) 

was homogenized in deionized water and cc. HCl and then 

butyl alcohol was added. This mixture was stirred for 1 

hour at 35 
0
C. After 1 hour we were poured 58g TEOS  

(Tetraethyl orthosilicate) and stirred for 24 hours. After the 

material was dried we were filtered. The next day was 

calcined at 550 
0
C for 6 hours.  

 

Furthermore Co3O4, MnO2, Fe2O3, NiO, CeO2  

mesoporous oxide carriers were prepared.  For 

the synthesis metal-nitrate was dissolved in 

deionized water. The prepared mesoporous 

KIT-6 silica were dissolved in toluene and all of 

it was stirred at 65 
0
C. The material was dried at 

60 °C overnight then it was calcined at 300 °C 

for 6 hours. After the silica template was 

removed  with NaOH solution and we were 

washed several times with deionized water and 

dried.  

The synthesis of these mesoporous oxide 

carriers were successful and had large surface 

area. This fact was supported by TEM, BET and 

XRD monitoring prove. 

 

Fig. 1. TEM images of KIT-6 

Fig. 2. TEM images of NiO (A), Co3O4 

(B), CeO2 (C), MnO2 (D) 
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