
University of Nebraska - Lincoln University of Nebraska - Lincoln 

DigitalCommons@University of Nebraska - Lincoln DigitalCommons@University of Nebraska - Lincoln 

Conservation and Survey Division Natural Resources, School of 

10-2009 

Nebraska Grout Task Force In-Situ Study of Grout Material 2001 - Nebraska Grout Task Force In-Situ Study of Grout Material 2001 - 

2006 and 2007 Dye Tests 2006 and 2007 Dye Tests 

Susan Olafsen Lackey 
University of Nebraska-Lincoln, slackey1@unl.edu 

Will F. Myers 
University of Nebraska-Lincoln 

Thomas C. Christopherson 
University of Nebraska-Lincoln 

Jeffrey J. Gottula 
University of Nebraska-Lincoln 

Follow this and additional works at: https://digitalcommons.unl.edu/conservationsurvey 

 Part of the Geology Commons, Geomorphology Commons, Hydrology Commons, Paleontology 

Commons, Sedimentology Commons, Soil Science Commons, and the Stratigraphy Commons 

Olafsen Lackey, Susan; Myers, Will F.; Christopherson, Thomas C.; and Gottula, Jeffrey J., "Nebraska Grout 
Task Force In-Situ Study of Grout Material 2001 - 2006 and 2007 Dye Tests" (2009). Conservation and 
Survey Division. 413. 
https://digitalcommons.unl.edu/conservationsurvey/413 

This Article is brought to you for free and open access by the Natural Resources, School of at 
DigitalCommons@University of Nebraska - Lincoln. It has been accepted for inclusion in Conservation and Survey 
Division by an authorized administrator of DigitalCommons@University of Nebraska - Lincoln. 

https://digitalcommons.unl.edu/
https://digitalcommons.unl.edu/conservationsurvey
https://digitalcommons.unl.edu/natres
https://digitalcommons.unl.edu/conservationsurvey?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/156?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/1053?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/1054?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/162?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/162?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/1079?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/163?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
http://network.bepress.com/hgg/discipline/1080?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages
https://digitalcommons.unl.edu/conservationsurvey/413?utm_source=digitalcommons.unl.edu%2Fconservationsurvey%2F413&utm_medium=PDF&utm_campaign=PDFCoverPages













































































	Nebraska Grout Task Force In-Situ Study of Grout Material 2001 - 2006 and 2007 Dye Tests
	

	EC-20 1-14
	EC-20 15
	Ec-20 covers

