
University of Huddersfield Repository

Lou, Shan, Jiang, Xiang and Scott, Paul J.

Identifying and Characterizing Micro-machining Signatures on Freeform Surfaces Using 

Morphological Methods

Original Citation

Lou, Shan, Jiang, Xiang and Scott, Paul J. (2013) Identifying and Characterizing Micro-machining 

Signatures on Freeform Surfaces Using Morphological Methods. In: Manufacturing the future 

conference 2013, 17-18 September 2013, Cranfield University, UK. (Unpublished) 

This version is available at http://eprints.hud.ac.uk/19109/

The University Repository is a digital collection of the research output of the

University, available on Open Access. Copyright and Moral Rights for the items

on this site are retained by the individual author and/or other copyright owners.

Users may access full items free of charge; copies of full text items generally

can be reproduced, displayed or performed and given to third parties in any

format or medium for personal research or study, educational or not-for-profit

purposes without prior permission or charge, provided:

• The authors, title and full bibliographic details is credited in any copy;

• A hyperlink and/or URL is included for the original metadata page; and

• The content is not changed in any way.

For more information, including our policy and submission procedure, please

contact the Repository Team at: E.mailbox@hud.ac.uk.

http://eprints.hud.ac.uk/

brought to you by COREView metadata, citation and similar papers at core.ac.uk

provided by University of Huddersfield Repository

https://core.ac.uk/display/20363444?utm_source=pdf&utm_medium=banner&utm_campaign=pdf-decoration-v1


63

MANUFACTURING THE FUTURE CONFERENCE 2013

Idenifying and Characterizing Micro-machining Signatures on Freeform Surfaces 

Using Morphological Methods
Shan Lou, Xiangqian Jiang, Paul J. Scot

EPSRC Centre for Innovaive Manufacturing in Advanced Metrology, University of 
Huddersield, Huddersield, HD1 3DH, UK, x.jiang@hud.ac.uk

Abstract: Freeform surfaces are replacing tradiional surfaces and have signiicantly reduced 
volume and weight and highly improved performance in modern complex opic systems, bio-
systems and other disciplines [1]. These high-precision freeform components are enabled by 
state-of-the-art micro-machining technologies, compromising mechanical methods (diamond 
turning and polishing etc.), physical methods (laser beam and ion beam machining), and chemical 
methods (lithography, electro-chemical machining etc.). However, a fundamental pre-requisite 
to achieve the potenial growth to these high-added value freeform components is to measure 
and characterize these components with the required accuracy such that their manufacturing 
quality can be controlled. The surface topography is a ingerprint of all process stages of the 
manufacturing process. Thus idenifying and evaluaing these topographical features on freeform 
surfaces let by producion techniques are criically important in that they could present an 
indicaion of the manufacturing quality and ofer feedback to the process control. 

Morphological methods, a useful tool in surface metrology, are employed here to extract these 
machining marks in the surface topography so that they can be subsequently characterized. 
Morphological methods are built on the basis of mathemaical morphology and widely used in 
image processing. The central ideal of morphological methods is to examine the geometrical 
structure of a surface by probing it with structuring elements (usually circular, e.g. disks for 
proiles and balls for surfaces). The morphological closing operaion suppresses valleys on surface, 
while the opening operaion removes peaks. The combinaion efect of closing and opening thus 
suppresses both peaks and valleys. Nonetheless the convenional implementaion is limited 
to planar surfaces (images) and therefore unsuitable for freeform surfaces because they are 
coninuous surfaces depending on global complex geometry and having no translaional and 
rotaional symmetry. This limitaion is broken up by using a novel morphological method, which 
was recently developed based on alpha shape theory [2]. The proposed morphological method 
is applicable to freeform surfaces and enables arbitrary size of ball (disk) radius. Case studies are 
presented to demonstrate the usability of the proposed method. A tooth implant surface and an 
F-theta lens surface are studied. Micro-machining marks on surfaces are successfully extracted and 
characterized.

Signiicance Statement: the signiicance of this work is the use of a novel morphological method 
to idenify and characterize micro-machining signatures on freeform surfaces as a feedback for 
manufacturing process controlling.
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Figure 1. The measured F-theta surface (a) and the residual surface (b) generated by the 
morphological closing operaion with ball radius 3 mm, which clearly presents machining marks.

Figure 2. The measured tooth implant surface (a) and the residual surface (b) generated by the 
morphological closing operaion with ball radius 10 mm, which evidently presents sand-blasing 
marks.

References

[1] Jiang X., Scot, P. J. and Whitehouse, D. 2007 Freeform surface characterisaion – a fresh 
strategy, CIRP Annals, 56(1): 278-282. 

[2] Jiang X., Lou, S. and Scot, P. J. 2012 Morphological Method for Surface Metrology and 
Dimensional Metrology Based on the Alpha Shape, Measurement science and technology, 
23(1): 015003.

                                           (a)                                                                                      (b) 

                                          (a)                                                                                    (b) 


