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Abstract: The Viburnum Trend of southeast Missouri is one of the world’s largest producers of lead.
The lead occurs as galena, predominantly in two crystallographic forms, octahedrons and cubes.
Many studies have shown that octahedral galena is paragentically early, the more abundant of the two
crystal forms, and is commonly modified in the cube. Those studies also have shown that the cubic
form is paragenetically later, less abundant than the octahedrons, and may exhibit minor octahedral
modifications. Viburnum Trend galena crystals that exhibit a platy form have received almost
no study. The reason for their lack of study is the rarity of their occurrence. This communication
discusses their character, mine distribution, paragenetic position, trace element contents, nature
of twinning, and speculated conditions of formation. It also compares their character to similar
platy galena occurrences in Germany, Bulgaria, Russia, Mexico, and notes their occurrence at the
Pine Point District in the Northwest Territories of Canada and at the Black Cloud mine in Colorado.
Flat, platy galena crystals have been recognized to occur in very small amounts in the Magmont,
Buick, Fletcher, Brushy Creek, and Sweetwater mines in the Viburnum Trend. In contrast, platy
galena has never been observed to occur at the Casteel, West Fork, #27, #28, and #29 mines in
the Trend. The platy crystals have formed early in the paragenetic sequence of the ores, prior to and
coated by subsequently deposited druzy quartz and cubic galena. Spinel twinning of the octahedron
produces flat platy crystals. The platy galena crystals of the Viburnum Trend are very similar
in crystal morphology to platy galena crystals interpreted to be spinel twins in the Gonderbach
Ag mine in NW Germany, the Dalnegorsk Pb-Zn (skarn deposit) mine in SE Russia, the Madan
ore field of skarn Pb-Zn-Ag deposits of southern Bulgaria, and the large Naica skarn Pb mine
of northern Mexico. The crystallization of certain crystal forms of galena has been ascribed to the
incorporation of elevated contents of trace elements in some lead districts. Analysis of Viburnum platy
galena crystals shows that they contain very low levels of trace elements: 3.1 ppm Ag, <2 ppm Bi,
<2 ppm Sb, and <2 ppm As. Thus, elevated trace element content is not the cause for the development
of Viburnum platy galena. It is speculated that the Viburnum spinel-twinned galena crystals were
the result of rapid crystallization from oversaturated hydrothermal ore fluids.

Keywords: galena; morphology; spinel twins; trace elements; paragenesis; Viburnum Trend; Missouri

1. Introduction

The Viburnum Trend of the Southeast Missouri Lead District was the world’s largest
lead-producing district for nearly half a century, and today remains a very significant lead producer.
Present mining in the Southeast Missouri Lead District occurs in six mines located in the Viburnum
Trend District (Figure 1). Prior to 1964, production came from the Old Lead Belt and it was the world’s
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leading producer of lead. Although the Old Lead Belt has been closed for a long time, an ore deposit
has been drilled at the Higden deposit in the Fredericktown subdistrict and has been considered for
possible mining. Lead was first discovered in the Viburnum Trend in 1955, and mining began in the
new trend at the Viburnum 27 mine in 1960. The lead in the district occurs as galena (PbS). The galena
in the district has been deposited in two forms: (1) early main-stage octahedrons, and (2) later cubes.
Both forms exhibit minor modifications of the other form.
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2. General Geology of the Viburnum Trend

The Viburnum Trend of the Southeast Missouri Lead District is about 45 miles long, extending in
an essentially north–south direction. The Trend has encompassed as many as 11 mines, and currently
is considered to involve six active mines. All of the ore deposits mined are classical Mississippi
Valley-type (MVT) deposits formed from low-temperature fluids unrelated to igneous activity, and the
ores are deposited in sedimentary rocks. The ores are epigenetic and have been deposited largely in the
Cambrian Bonneterre Formation, especially in the upper portion of the Bonneteere, but some ores also
occur in the underlying Cambrian Lamotte Sandstone and alteration along with minor mineralization
is locally present in the overlying Cambrian Davis Shale. The presence of unusual early ore deposition
throughout much of the stratigraphic interval has recently been recognized and described at the Brushy
Creek mine [3] The localization of the ore deposits within the Bonneterre Fornation is closely controlled
by the reef and grainstone sedimentary facies of that formation [4] and by the position of the pinchout
of the underlying Lamotte Formation.

The origin of the mineralizing ore fluids has generally been speculated to involve evaporated
seawater that was generated in the Arbuckle and related sedimentary basins to the south of the Trend.
Those fluids were propelled northward by large-scale tectonic activity, probably topographically by
rising elevations in the source areas, during the late Pennsylvanian-Permian time [5–8].

The mineralization of the Viburnum Trend is characterized by a relatively complex paragenetic
sequence in which repeated deposition of sulfide minerals in multiple pulses caused sphalerite to
be deposited during five periods and galena during seven periods [9] The temperature interval of
deposition is best constrained by fluid inclusion measurements for sphalerite crystals from various
paragenetic positions. Those measurements indicate a temperature range of ore deposition from
137 ◦C down to 80 ◦C [10]. Early black sphalerite, which could not be measured, probably formed at
temperatures slightly above 137 ◦C, and post-sphalerite calcite formed at temperatures below 80 ◦C.
Salinity measurements for sphalerite fluid inclusions show that the ore fluids were brines with about
20–30% NaCl equivalent. Recent thermodynamic calculations, together with ICP-MS analyses of
fluid inclusions in what has been judged to be ore-stage calcite crystals from midcontinent MVT ore
deposits, indicates that the concentrations of zinc, and probably other metals such as lead, were on the
order of magnitude of about 1–10 ppm, amounts that would be expected for sedimentary brines [11].
The metal-bearing brines probably deposited the ore sulfides upon encountering sulfur at the sites
of deposition in the form of sulfur-bearing fluids, sulfur in organic matter, and sulfur in framboidal
sedimentary pyrite. Strontium isotope measurements for fluid inclusions mainly in sulfide minerals
from the Viburnum Trend do not support a model of ore deposition from a single fluid [12].

Typical ores in the Viburnum Trend involve sulfides that are disseminated replacements of
host rock dolomite. Locally the ore minerals crystallize in vugs to form open-space linings that are
characterized by euhedral sulfide crystals together with euhedral gangue quartz and dolomite crystals.
The rare euhedral platy galena crystals of the present study occur in these open-space linings.
The sulfide minerals in most all disseminations and open-space linings are predominately galena
and sphalerite. Chalcopyrite, marcasite, pyrite, siegenite, and bravoite are present in smaller
variable amounts.

The Viburnum Trend differs from most other MVT districts in being lead-rich rather than zinc-rich.
In contrast to the Tri-State MVT district of southwest Missouri, northeast Oklahoma, and southeast
Kansas, for example, with a zinc:lead ratio of 4.1, the southeast Missouri district has a lead: zinc ratio
greater than 5.1 [13]. This probably is the result of the ore fluids reaching the Precambrian basement in
the Viburnum Trend where they leached lead from trace lead-bearing feldspar as well as locally from
Precambrian ore deposits such as the Boss-Bixby Cu-Fe deposit [13]. The Viburnum ores are totally
devoid of barite, but nearby a significant formerly-producing Washington County barite district occurs
in stratigraphically younger host rocks and it may be genetically related to the ores in the Viburnum
Trend. The Washington County barite ores contain significant amounts of galena.
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The crystal size of Viburnum sulfide minerals is characteristically large, a factor that facilitates
mineral separation at the mills and makes determinations of paragenetic sequence of mineral
deposition viable. In contrast, very local, rare occurrences of bornite-rich pods form massive
replacements of host dolomite and are composed of very fine-grained bornite, chalcopyrite and
a variety of copper-cobalt-nickel-arsenic minerals that are highly unusual for MVT deposits [13–15].
These ores consist of nearly 100% sulfides with little or no remaining unreplaced dolomite; they were
formed distinctly before the lead-zinc ores, and they are almost always totally separate from those
ores. These ores require ore microscopy to determine their mineralogy [13–15]. A total of only eight
small bornite pods have been discovered in the trend.

Finally, another rare occurrence of exceptionally fine-grained ores is that of a lesser number of
mostly stratiform massive galena-sphalerite-chalcopyrite pods and especially strata-bound lenses that
occur locally as replacements of shaly portions of the Bonneterre Dolomite [16,17]. They are physically
separate from the fine-grained massive bornite pods. They also absolutely require ore microscopic
examination to ascertain their mineralogy.

Examination of ore-stage euhedral rhombic Viburnum Trend dolomite by cathodoluminescence
microsopy (CLM) has shown that it was deposited during four distinct periods, and that these four
periods are present essentially throughout essentially the entire Viburnum Trend [18]. Importantly,
it was subsequently shown that the dolomite crystal CL zoning overlapped sulfide ore mineral
deposition [19]. Those studies indicated that the ore fluids were not confined to each mine, but rather
they had circulated freely throughout the entire Viburnum Trend. Continued study of secondary
dolomite by CLM outside the Viburnum Trend has shown that those four zones are present throughout
much of southern Missouri and provide important confirming evidence that the ore-depositing fluids
were not even restricted to the Viburnum Trend but that they had traveled over a wide regional
extent [20,21].

3. Previous Investigations of Viburnum Galena Morphology

Many studies of Viburnum galena octahedrons and cubes have been conducted over past three or
more decades. A few of those studies can be cited here. Octahedral galena (Figure 2) formed early in
the paragenetic sequence of mineral deposition, and cubic galena (Figure 3) formed late. Most studies
have noted that galena octahedrons are much more abundant than galena cubes [9,14,22–27]. Studies
of mineral paragenetic sequence of deposition have shown that the octahedrons were deposited prior
to cubic galena [9,22–25,28]. Octahedral galena was repeatedly deposited at least six times throughout
the paragenetic sequence [9,22]. Octahedral galena commonly is etched by fluids that were out of
equilibrium with the earlier deposited galena prior to the deposition of cubic galena [9,22]. The fact
that the earlier deposited octahedral galena had ceased deposition and that those galena crystals were
instead being dissolved indicates that the fluids at this point in time were out of equilibrium with
respect to the deposition of galena. Octahedrons exhibit cubic modifications that vary in extent with
their positions within ore trends [29,30]. Cubic galena has been deposited twice, and both generations
occurred after the deposition of galena octahedrons [9]. Mine geologists have commonly noted that
galena cubes are more abundant in mine areas where the galena octahedrons are heavily leached.

An unusual form of galena that is rare in the Viburnum Trend is that which exhibits a dendritic
form. Clendenin [31] and Clendenin and Rickman [32] have discussed the occurrence of dendritic
galena at the Sweetwater mine (formerly Ozark Lead mine) in the Viburnum Trend and have
interpreted the several textural variations of dendritic galena to be the result of different extents
of oversaturation of the ore fluids. Mavrogenes et al. [1] described dendritic galena intergrown with
colloform sphalerite in the West Fork mine in the Trend and also interpreted its formation to be the
result of oversaturation of the ore fluid with respect to sulfur. Sun et al. [17] described skeletal dendritic
galena intergrown with skeletal dendritic chalcopyrite in unusual exceptionally fine-grained lead-rich
massive ores, called steel galena by mine geologists (the massive galena with no evident distinct grains
looks like steel to the naked eye), at the Casteel and Viburnum 29 mines. The massive finely crystalline
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steel galena ores clearly have formed by rapid crystallization from oversaturated ore fluids. All of
these occurrences of dendritic galena appear to be unusual variations of cubic galena where it formed
by rapid crystallization from oversaturated ore fluids.
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4. Platy Galena in the Viburnum Trend

Euhedral crystals of platy galena are extremely rare in the Viburnum Trend. It is so rare that some
mine geologists in the Trend indicate that they have never seen platy galena crystals. Viburnum platy
galena has not been the subject of any previous scientific study, and no papers have been published on
such crystals in the Trend, in fact, they have never even been mentioned in a previous paper.
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Galena should form equidimensional isometric crystals rather than flat platy crystals. This raises
two questions: (1) What crystal form do the galena plates represent? and (2) What were the conditions
of the ore fluids that caused platy galena to be deposited?

Platy galena crystals are extremely rare in the Viburnum Trend, and have only been found very
locally in some of the mines. No previous study has been conducted to determine their character,
paragenetic position, trace element content, and distribution with respect to mines, or to speculate on
conditions of the ore fluids at the time of their deposition.

5. Present Study of Viburnum Platy Galena

The present study of Viburnum platy galena began a few years ago when the writer acquired
a single large lead ore specimen from the Magmont mine in the Viburnum Trend that contained an
astonishing number of platy galena crystals. The specimen was collected by the late Pete Sweeney
when he was chief geologist at the Magmont mine. The specimen is 13 cm across, weighs about
20 pounds, and exhibits 60 plates of galena partly intergrown with quartz and cubic galena (Figure 4).
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The specimen is about 13 cm across and weighs 20 pounds. Specimen collected by Pete Sweeney.

Interestingly, the arrival of that specimen was timed perfectly to take pictures of the one cm
crystals using the Canon PowerShot A2300 digital camera that allows photographs to be taken as close
as 3 inches to the crystals. These pictures provide an especially good means to closely observe the
morphology of the platy crystals. Figure 5 shows six or seven platy crystals of Viburnum galena. It is
clear in this photograph that the plates consist of two portions suggesting that they are twinned crystals.
Figure 6 indicates further that the twins are penetration twins. Some of the crystals exhibit indentations
along their margins (Figure 7), a characteristic feature shown by spinel twins. It is concluded that the
Viburnum platy galena crystals are spinel twins of octahedral galena. Spinel twins of the octahedron
are known to typically form flat crystals with characteristic indentations.
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indentation that is characteristic of spinel-twined crystals.

6. Paragenetic Position of Viburnum Platy Galena Deposition

The paragenetic position of deposition of the Viburnum spinel-twinned galena can be determined
in the Magmont ore specimen. The determination of paragenetic sequence for open-space deposited
ores is straight forward, and involves simply observing which minerals were deposited on top of
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other minerals. Figure 8 shows that spinel-twinned galena was deposited prior to quartz. Figure 9
shows that cubic galena was deposited after and encloses both spinel-twinned galena and quartz.
Thus, the spinel-twinned galena was deposited in the paragenetic position of octahedral galena [9].
This further supports the interpretation that the platy crystals are spinel-twinned octahedral galena,
rather than a modification of subsequently deposited cubic galena.
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galena and quartz. This shows that the spinel-twinned galena was deposited in the paragenetic position
of octahedral galena. The galena cubes are about 2 cm across.

7. Spinel-Twinned Octahedral Galena from Germany, Russia, Bulgaria, and Mexico

Although there is rare notation of spinel-twinned galena crystals in the geological literature,
mineral dealers have posted pictures on the internet of spinel-twinned galena from Germany, Russia,
Bulgaria, and Mexico. The character of the occurrence of spinel-twinned galena at those localities is
briefly noted here.

7.1. Gonderbach Silver Mine, Germany

Spinel-twinned galena has been described in the geological literature on the Gonderbach silver
mine in Germany [33]. Silver was recovered from pyargyrite associated with sphalerite and abundant
galena at the mine. Spinel-twinned galena from Gonderbach has been referred to as “Gonderbach
plates” or “Gonderbach twins”. The Gonderbach mine is located in northwest Germany in the
Province of Westphalia but was closed in 1939 [34]. Many pictures of spinel-twinned galena from the
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Gonderbach mine have been illustrated in the literature, textbooks, and on the internet. Figure 10
exhibits an especially flat spinel-twinned galena from the Gonderbach mine [35]. A detailed discussion
of the character and formation of spinel-twinned galena at the Gonderbach mine was given by
Kolbe [33].
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7.2. Dalnegorsk Pb-Zn Mine, Russia

The Dalnegorsk Pb-Zn mine in Russia is a large skarn deposit in extreme southeastern Russia
near the border with China. Figure 11 shows the flat character of the spinel-twinned galena from
Dalnegorsk. The photograph in Figure 11 is from http://www.minfind.com and posted on the minfind
website [36].
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7.3. Madan Ore Field, Southern Bulgaria

The Madan Ore Field in southern Bulgaria comprises a district of 39–40 mines that have worked
large Pb-Zn-Ag deposits and produced 95 MT ore over the last 50 years. The ores are Mn-skarn
deposits that were deposited at 350–280 ◦C, and with ore grades of 2.54% lead and 2.10% zinc.
The platy character of spinel-twinned galena from Maden is shown in Figure 12. The picture is by
Walter R. Kellogg and posted on the M & W website [37].
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7.4. Naica Lead Mine, Northwestern Mexico

The Naica lead mine in northwestern Mexico, located in State of Chihuahua, is the largest lead
mine in Mexico. The deposit is a lead-zinc skarn deposit that contains 4.9% lead, 1.1% zinc, and 1.7%
copper. Figure 13 shows the platy character of Naica spinel-twinned galena. The picture in Figure 13 is
courtesy of Dr. Robert Lavinsky [38].
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The Naica mine is famous for the recent discovery through mine workings in the year 2000 at a
depth of 1000 feet of four crystal-containing karst caves that contain huge selenite gypsum crystals.
They are said to be the world’s largest gypsum crystals, and they are as large as 1.2 m in diameter and
up to 15 m long. The crystals were deposited from hydrothermal fluids derived from the subjacent
magma chamber. The composition of the stable isotopes and the analyses of the fluid inclusions for the
gigantic gypsum crystals of Naica are related to the cycles of warm–dry and fresh–wet climatic periods
occurring in the region [39]. The crystal caves were featured in a recent National Geographic special.

8. Other Viburnum Mines that Contain Spinel-Twinned Galena

Platy or spinel-twinned galena has rarely been observed in mines in the United States. The writer
noted a few platy galena crystals in lead ore from one of the mines in the Pine Point District of
Canada. A single paper noted that platy galena also occurred rarely in ores from the Black Cloud mine
in Colorado.

9. Role of Trace Elements in the Morphologic Development of Galena

Having concluded that Viburnum platy galena crystals are spinel-twinned octahedrons,
the following questions are then posed: What conditions of the ore depositing fluids led to their
deposition? Were elevated amounts of trace elements in the ore fluids responsible? The geological
literature on the control of trace elements in ore fluids on the morphology of galena is very limited,
and the writer knows only of three communications on the subject. Those communications are:
(1) Alpine-type Pb-Zn ores [40]; (2) Madan, Bulgaria Pb-Zn-Ag ores [3]; and (3) Ivan K. Bonev [41]
on Madan, Bulgaria Pb-Zn-Ag ores. These three communications were concerned with the causes
of deposition of octahedral as opposed to cubic galena, rather than the effect of trace elements
concentrations upon the deposition of spinel-twinned galena.

Erich Schroll [40] proposed that elevated amounts of trace elements Bi (and Ag) in the
ore-depositing fluids led to the formation of octahedral galena (vs. cubic galena) in Alpine-type
Pb-Zn deposits of Bleiberg, Austria; Raibl, Italy; Salafossa, Italy; Mezica, Slovenia. Atanassova and
Bonev [42] and Bonev [41] agreed that elevated trace elements, especially Bi and Ag, led to the
formation of octahedral galena (Table 1). Although Bonev [41] noted that spinel-twinned galena
contained an average of 1318 ppm Bi and 770 ppm Ag, it was not proposed that the trace element
content was responsible for the formation of twinned galena crystals.

Table 1. Maden, Bulgaria Galena trace element means, ppm.

Crystal Form Ag Bi Sb No. Analyses

Cubic 218 4 320 11
Cubic-Octahedral 367 161 373 6
Octahedral-Cubic 566 1358 141 4

Octahedral 6628 8700 110 1
Spinel Twins 770 1318 218 6

Data from Ivan K. Bonev [41] Mineralogy and Petrology, Sofia, Bulgaria.

The present writer earlier compiled information on the trace element contents of Viburnum cubic
and octahedral galena crystals [43,44]. Data from that source on the Ag, Bi, and Sb trace contents of
cubic and octahedral Viburnum galena are given in Table 2. It is clear that both the Bi and Ag contents
of Viburnum galena are much lower than the contents of those trace elements in the Maden galena.
Furthermore, octahedral galena contains less Bi and Ag than cubic galena. These data strongly suggest
that the trace element content of the ore-depositing fluids in the Viburnum Trend did not control the
morphology of Viburnum galena crystals.
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Table 2. Viburnum Trend galena trace element means, ppm.

Crystal Form Ag Bi Sb No. Analyses

Cubic 88 50 189 186
Octahedral 18 n.d. 241 7

Data from Hagni [43].

To investigate the possible role of trace element concentrations upon the formation of
spinel-twinned Viburnum galena, a single crystal of the spinel-twinned galena and a crystal of the
cubic galena from the same Magmont specimen were analyzed for their trace element concentrations.
The results are shown in Table 3. The spinel-twinned Viburnum octahedral galena contains no more Bi
and less Ag than the Viburnum cubic galena, and the trace element concentrations for both forms of
Magmont galena are exceedingly low. It is concluded that the formation of spinel-twinned galena in
the Viburnum Trend was not controlled by trace element concentrations.

Table 3. Trace element means of Pete Sweeney specimen, ppm.

Crystal Form Ag Bi Sb As

Cubic 5.5 <2 97 2
Octahedral 3.1 <2 <2 <2

The two galena crystals from the Viburnum Trend spinel-twinned galena specimen (Table 3) were
ground in an agate pestle and agate mortar, and then analyzed by inductively coupled plasma mass
spectrometry (ICP-MS) by the commercial firm Acme Analytical Laboratories of Vancouver, British
Columbia, Canada. Both crystals were entirely consumed in the process. The crystals selected were
deposited in open space, they were not intergrown with other minerals, and they were not coated
by other minerals. The large trace element database (Table 2) was compiled by the present writer
from diverse analyses reported by many investigators of Viburnum ores, and it included analyses
by ICP-MS, atomic absorption (AA), as well as by microprobe analyses. All of the analyses were
conducted on single open-space deposited galena crystals free from associated minerals. All of the
investigators reported similar results. Viburnum vug-filling galena is especially pure and does not
contain other minerals that would contaminate the results. Furthermore, as a result of the very
low temperature at which Viburnum galena was deposited, unlike galena from higher temperature
deposits, it does not contain exsolved mineral phases. Numerous ore microscopic (commonly using
very high magnifications under oil immersion) and microprobe examinations have not recognized
a single exsolved grain in any Viburnum Trend galena. Thus, the trace elements detected in all of
the reported analyses are clearly present in the galena in the form of solid solutions, and it seems
reasonable to compare the results of Table 3 with those of Table 2.

The spinel-twinned galena crystals differ significantly in several respects from the dendritic
galena noted under previous investigations earlier in this paper. Although both forms of galena
formed as a result of relatively rapid crystallization from oversaturated ore fluids, dendritic galena
is a variation of cubic galena whereas spinel-twinned galena is modification of octahedral galena.
Most dendritic galena is very fine-grained, commonly consisting of microscopic-sized crystals, whereas
spinel-twinned galena crystals are about 1 cm in size. Finally, dendritic galena occurs in massive
ores commonly associated with colloform sphalerite and skeletal dendritic chalcopyrite, whereas
spinel-twinned galena has formed as euhedral crystals in open space vug-lining environments.

10. Observations by Viburnum Mine Geologists

After concluding that the platy Viburnum crystals were spinel-twined octahedral galena,
the writer communicated with present and past Viburnum mine geologist for further data especially
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on the extent of occurrence of platy galena in the Viburnum mines. Mine geologists consulted included:
Larry Nuelle, Bill Clendenin, Bob Dunn, Bruce Ahler, Rick Dingess, Andy Childers, and George
Moellering. Information from those individuals indicates that platy galena occurred at about one-half
of the Viburnum mines. Platy galena crystals occurred at the Magmont, Buick, Fletcher, Brushy Creek,
and Sweetwater mines, but those crystals were not found at Casteel, West Fork, #27, #28, and #29 mines.
In addition, Clendenin noted that platy galena crystals at the Sweetwater mine found throughout the
mine rather than being in one part of the mine or associated with a special ore type.

11. Role of Rapid Crystallization in the Formation of Spinel-Twinned Viburnum Galena

The three deposits with spinel-twinned octahedral galena at Dalnegorsk, Madan, and Naica are
skarn-type deposits, and they also are large deposits. Skarn deposits are relatively rapidly deposited
as compared with the Mississippi Valley-type (MVT) deposits of the Viburnum Trend. The large
size of the deposits would also tend to promote oversaturation of the ore fluids. It is speculated that
the Viburnum spinel-twinned galena crystals formed as a result of local rapid crystallization from
over-saturated ore fluids. The lead cations and sulfur anions in their rush to the crystal faces from the
over-saturated ore fluids resulted in an error in crystallization.

12. Summary and Conclusions

It is concluded that the Viburnum platy galena crystals are spinel-twinned octahedral crystals.
Paragenetic observations shoe that the spinel-twinned Viburnum octahedral galena crystals were
deposited prior to quartz and cubic galena in the mineral paragenetic sequence, that is, they were
deposited in the octahedral position. The spinel-twinned Viburnum octahedral galena crystals are
present in only half of Viburnum Trend mines, namely, Magmont, Buick, Fletcher, Brushy Creek,
and Sweetwater. The Viburnum platy galena crystals are similar in morphology to spinel-twinned
galena crystals in Pb-Zn deposits at Gonderbach (NW Germany), Dalnegorsk (SE Russia), Madan
(Southern Bulgaria), and Naica (Chihuahua, Mexico). Three of those mines are large skarn deposits in
which galena was deposited much more rapidly than in typically more slowly deposited MVT ores.
It is concluded that the Viburnum Trend spinel-twinned galena formed by rapid crystallization from
ore fluids that were locally oversaturated with respect to lead and sulfur.
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