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Abstract

The metal layered manufacturing processes have provided industries with a fast method 
to build functional parts directly from CAD models. This paper compares current metal layered 
manufacturing technologies from including powder based metal deposition, selective laser 
sinstering (SLS), wire feed deposition etc. The characteristics of each process, including its 
industrial applications, advantages/disadvantages, costs etc are discussed. In addition, the 
comparison between each process in terms of build rate, suitable metal etc. is presented in this 
paper.

1. Introduction 
For more than two decades, Layered Manufacturing (LM) technology, also known as 

Rapid Prototyping (RP) has given industry an approach to achieve the goal of providing products 
with a shorter development time and at a lower cost. Instead of removing material as in the 
traditional subtractive manufacturing processes such as machining, LM processes fabricate a 
physical part in an additive fashion, layer by layer. It involves successively adding raw material, 
in layers, to create a solid part directly from a CAD model. A host of layered manufacturing 
technologies are available commercially, including Stereolithography (SLA) by 3-D systems, 
Selective Laser Sintering (SLS) by DTM Corp., Fused Deposition Modeling (FDM) by Stratasys 
Corp., Solid Ground Curing (SGC) byIt Cubital and Laminated Object Manufacturing (LOM) by 
Helisys etc [Dutta01]. 

Recently, one of focuses of research and applications has been shifted to metal rapid 
prototyping for the manufacturing industry. This technology is of interest since it can provide a 
means to directly produce net-shape part from a CAD model without intermediate steps. Most of 
the metal rapid systems involve the continuous supply of metallic materials and localized energy 
source where the material is melted and forms a melt pool which quickly solidifies into metal 
layers. Parts are built to completion layer by layer from bottom to top. Systems built on this 
principle include LENS, DMD, E-Beam, wire-feed based deposition and SLS etc. Another 
system like ultrasonic consolidation builds part by welding metal foil sheets together to form the 
geometry.  

This paper aims to address the rapid metal forming related processes by surveying 
existing metal rapid technology including the processes discussed above. The paper will 
summarize the characteristics of each process, including its industrial applications, 
advantages/disadvantages, costs etc. In addition, the discussion on build rate, suitable metal etc. 
is presented in this paper.  All the information and discussion presented in this paper are based 
on published data. 
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The paper is organized as follows: In section 2, each metal rapid forming process is 
briefly described. The material that has been applied on each process is summarized in section 3. 
Then, section 4 discusses the capabilities of each process, including the major characters. 
Sections 5 and 6 discuss the application areas and costs associated with each process respectively. 
The discussion and conclusion are presented in section 7. 

2. Description of the Systems 
This section discusses the basic features and operating principles of the different systems 

included in this paper. Sections 2.1 through 2.3 discuss the laser based processes: LENS, DMD, 
SLS, and Wire Feed systems. Section 2.4 talks about the Ultrasonic Consolidation Process. 
Finally, section 2.5 discusses the Electron Beam Melting process.  

2.1 Laser Engineered Net ShapingTM and Direct Metal DepositionTM

Laser Engineered Net Shaping (LENSTM), originally developed at the Sandia National 
Laboratories, is a solid freeform fabrication process that has the capability of direct fabrication of 
metal parts. The process uses a focused laser beam as a heat source to create a molten pool on an 
underlying substrate. Powder material is then injected into the molten pool through nozzles. The 
incoming powder is metallurgically bonded with the substrate upon solidification. The part is 
fabricated in a layer by layer manner in a shape that is dictated by the CAD solid model, which is 
sliced into thin layers orthogonal to the z-axis. After the slice data is then translated into laser 
scanning paths, an outline of each feature of the layer is generated and then the cross section is 
filled using a rastering technique to fabricate a single layer. After the deposition of a single layer, 
the subsequent layers are deposited by incrementing the nozzles and the focusing lens of the 
laser in z-direction, until the three-dimensional part is completed. The LENS system consists of a 
Nd:YAG laser, a controlled atmosphere glove box, a 3-axis computer-controlled positioning 
system, and a powder feed unit. A schematic of the process is shown in Figure 1. 

2.2 Selective Laser Sintering (SLS) 
Selective Laser Sintering is a form of rapid prototyping developed by Carl Deckard for 

DTM Corporation in 1986 [Hale02]. A laser beam is traced over the surface of a tightly 
compacted powder. The powder is spread by a roller over the surface of a build cylinder. A 
piston moves down one object layer thickness to accommodate the layer of powder. The powder 
supply system is similar in function to the build cylinder. It also comprises a cylinder and piston. 
The piston moves upward incrementally to supply powder for the process, shown in Figure 2. 
Heat from the laser melts the powder where it strikes under guidance of the scanner system. The 

Figure 1 LENS/DMD Process Figure 2 SLS Process 
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entire fabrication chamber is sealed and maintained at a temperature just below the melting point 
of the plastic powder. Thus, heat from the laser need only elevate the temperature slightly to 
cause sintering, greatly speeding the process. After the object is fully formed, the piston is raised 
to elevate the object. Excess powder is simply brushed away and final manual finishing may be 

carried out. It may take considerable time before the part cools down enough to be removed from 
the machine. 

2.3 Wire Feed 
Wired feed deposition system is developed based on wire feed welding technology. 

Similar to other RP processes, this technology builds part by layer by layer. The wire is aimed 
and delivered into the melt pool at where the energy is pointed. Figure 3 shows the basic setup of 
a wire feed deposition system. This technology creates a relatively clean working environment 
due the fully usage of the material, which is a big advantage in a strict environment controlled 
area.

However, some drawbacks limit the usage of the application. This technology requires a 
precise location of the wire for the production of smooth material transfer. The shadowing effect 
of the wire prevents the fully coupling between the melting heat and substrate; therefore the 
dilution during the cladding/deposition is very difficult to control [Salehi05]. Furthermore, the 
accuracy of this process is limited to the size of the wire; so far, the process can not 
produce/build part with high accuracy. 

2.4 Ultrasonic Consolidation 
Ultrasonic Consolidation (UC) is a layer based manufacturing process using ultrasonic 

welding for material addition and conventional NC machining for material removal. UC uses a 
rolling sonotrode to weld strips of metal foils, shown in Figure 4. This method of welding has a 
very low heat input and very little mechanical deformation, allowing for inter-lamellar additions 
to the metal part. Fiber composites can be assembled by placing the fibers between layers of 
metal foils. Sensors such as thermocouples or strain gages can also be inserted. 

2.5 Electron Beam Melting 
Electron beam melting (EBM), a direct-metal freeform fabrication process used to build 

functional parts and tooling, was developed by Arcam of Sweden. A layer of metal powder is 
distributed over a platform in a vacuum chamber. To reduce the concentration of residual 
stresses that cause distortion in a fabricated part, an electron beam gun preheats the powder layer. 

Figure 3 Wire Feed Process Figure 4 Ultrasonic Consolidation Process 
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After the preheating is finished the layer is selectively melted by increasing the beam power or 
decreasing the speed. The platform is then lowered, a new layer of powder is distributed and the 

process is repeated until the part is complete 
[Cormier04], as shown in Figure 5. Finish 
heat treatment or machining, depending on 
the type of metal powder or wire deposited, 
is used to improve the surface finish. 
Complex shapes with overhangs and 
undercuts can be built with this technique. 
Support structures are not required because 
the loose powder serves as support for the 
next layers. Parts come into existence within 
the vacuum chamber’s main area, the build 
tank. A platform or base plate holds the part 
being created and moves only in the vertical 

direction inside the build tank. Also, within the vacuum chamber are the powder dosing feeder 
and the metal powder carriage. The environment of the vacuum chamber is typically 10-5 Torr 
for Ti deposition, but can vary down to 10-2 for other types of metals. Finally, the EBM process 
requires an electron beam gun to direct the beam for the selective melting of the powder. 
[Wallace02][Villalon05] 

The electron beam is generated when a filament current passes through a wolfram or 
tantalum filament. Electrons are emitted after current is applied and the filament heats up. 
Regulating the current of the beam is a control electrode and the beam is focused by a focusing 
coil. When the electrons hit the powder surface, their kinetic energy is transformed into thermal 
energy; thereby reaching the metal’s melting temperature. Deflection coils using a magnetic field 
are employed to steer the electron beam to the desired position to scan the metal powder. 
[Villalon05]

3. Material 
Most of the processes reviewed here work with a variety of materials. LENS and DMD 

supported all materials included in this study. UC has the least material compatibly, with only 
Aluminum and Copper parts reported. All of the laser based processes work with steel, Titanium, 
and Nickel based alloys. The LENS process works with a variety of materials, such as steel, tool 
steel, stainless steel, Aluminum, Copper, Nickel based alloys, Titanium alloys, Inconel, Cobalt, 
Tungsten, composite, and [Erzincanli2002, functionally graded material deposition  George2003, 
Sandia’s website]. The DMD process uses a variety of materials, including tool steel alloy, 
stainless steel, Copper, Stellite alloys, Inconel, Tungsten Carbide, Titanium Diboride, Beryllium-
Copper alloy and metal matrix composite materials [Krar 2002, Knights01]. Researchers have 
reported that Al 2219 [Taminger03] and Ti64 [Wallace04] have been tested on their EBF3 Wire 
feed system. Ni-based Inconel 625 [AMPTIA04] has been used as repairing material to restore 
the components of Navy ships. Different kinds of steel wire have also been adopted into this 
process.Ultrasonic Consolidation has been shown to be capable of producing Aluminum 
[Solidica's website] and Copper parts [Soar05] from foils. Solidica's Formation machine has also 
been shown to be capable of producing metal matrix composite structures from Aluminum 
Silicon Carbide [Solidica's website]. 

Figure 5 E-Beam Process 
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A variety of materials is available for the electron beam melting process such as: 
Titanium, steel, Tantalum [Villalon04]; Titanium alloy and a wide variety of metal and metal 
composite materials [Williams05]; commercially pure Titanium, Ti-6Al-4V, Ti Alloy, low alloy 
steel, H13 tool steel, and nickel alloy [Beaman04]; 2219 Aluminum and Titanium wire alloys 
and Nickel ferrous based alloys [Taminger03]. This information is based upon published results. 
Other materials may be technically feasible, but have not been tested/reported. Material 
availability is summarized below in Table 1. 

4. Process Capabilities 
In this section, the processes capabilities of each process include the build rate, geometry 

accuracy etc are discussed. For laser based processes, the build rate is related to laser energy per 
unit time. As such, the surveyed literature quoted build rates that varied from 1-6 in3/hr, 
depending on the power output of the laser in the system. The LENS build rate is reported in the 
range of 3.5-4 in3/hr [Knights 2001, Ensz 1999, Aston2005]. According to MCP Realizer SLM 
Technology, SLM is a high speed building process with a building rate of 5 cm3/hr (~2 in3/hr) for 
dense steel [MCP Realizer05]. The Advanced Materials and Processes Technology Information 
Analysis Center (AMPTIAC) reports a deposition rate of 0.79 kg/hr (~6.14 in3/hr) has been 
achieved by feeding wire with a high power direct diode laser (HPDDL). [AMPTIA04]. The 
non-laser based processes are equally difficult to compare via their build rates. Solidica claims 
that their formation machine can build a 6"x8"x4" mold in 36 hours or less, which equates to a 
volumetric build rate of 5.33in3/hr. Electron Beam Freeform Fabrication (EBF3), developed at 
NASA Langley research center [Watson02], feeds material by the a wire feeder to eliminate the 
issues in powder feeding system in microgravity. The material is 2219 Al and the build rate 
ranges from 10in3/hr~80in3/hr with a change in deposition width from 0.25cm-1.25cm 
(0.1in~0.5in) [Taminger03]. An investigation done by Williams, et al. 2005 has shown powder-
based EBM to have a build rate of 23.6 in3/hr or 60 cm3/hr. Where as, wire EBM can perform up 
to 150 in/hr depending on the thickness of wire used as seen by the NASA Langley Research 
Center. [Taminger03]. 

All of the commercialized systems discussed in this review (i.e. all save wire feed) have 
addressed the issues of control. Both LENS and DMD process has closed loop control for 
accurate part fabrication [Sandia’s website, McPhail00]. The DMD process has the closed loop 
optical feedback system on each side, allows the DMD machines to be [McPhail00]. run
unattended Solidica has custom CAD/CAM software, rpCAM, for process planning for their 
Formation machine [Solidica's website]. Arcam also custom software to help drive their closed 
loop control system, Arcam EBM Studio Software [Arcam05]. 

Geometric accuracy is an important consideration in metal RP processes. LENS and 
DMD have a reported accuracy of ±.015in in the Z direction, but only ±0.020in in the direction 
of travel. Using SLM it is possible to build fine details like thin vertical walls of less than 100 
micrometer thickness [MCP Realizer05]. Inserts for injection mold tools manufactured using 
SLM has a precision better than 0.1mm [Fraunhofer ILT]. Due to the physical limitations of 
wire-feed technology, the resolution a system based on wire feed can not be finer than the wire 
diameter. UC is capable of producing a part with feature-to-feature accuracy of 0.002in. to +/-
0.005in. depending on geometry [White02]. The EBM process is a very accurate system when 
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used with powder. The beam has a spot size, i.e. diameter, of approximately 100μm or 0.1mm, 
which can create a part feature of 1.2 mm at minimum. [Beaman 2004, Williams 2004,05]. 
Furthermore, the EBM system has high beam scan speeds of 400 or 800 mm/sec for the Arcam 
machine [Berman 2004, Villalon03] Within the vacuum chamber build tank of the Arcam EBM 
system, the maximum build size available is 200x200x260 mm and has a reported accuracy of 
±0.3 mm [Beaman04]. However, when using a wire feed system, EBM is subject to the same 
physical limitations as the alser abased wire feed system. Finally, the Z-axis resolution on the 
build platform was recently found to be 0.1 mm by an investigation lead by Williams in 2005. 

For metal based RP systems, the resultant part's interior structure is as important as the 
external geometry. The LENS process produces fully dense parts with high power YAG laser. 
The obtained fine grained microstructure shows the feature of rapid solidification. The as-formed 
mechanical properties are similar to, or even better than those of the intrinsic materials and those 
for conventionally processed [Atwood98, Zhang03, Erzincanli02]. The typical microstructural 
defects for the LENS process are pores between deposition layers, resulting from not well fused 
layers during fabrication, which can make the parts have poor mechanical properties [Griffith00, 
Williams05]. The DMD process has the similar microstructure and microstructural defects to the 
LENS process since the working principles of them are similar. The etched, microstructure of 
Inconel 625 processed by SLS reveals an equiaxed microstructure, which compares well with 
that obtained by hot-rolled annealed material [Das1998]. The surface finish of the part made by 
SLS tends to be rough, the part itself can be porous and the density may can vary [Hale02]. The 
EBM process produces a grain size of 10-30μm for powder EBM [Beaman04]. UC is capable of 
producing parts that are 98.6% dense [Kong02]. Surface finish of a part created by the powder 
EBM process has found to be consistently grainy and looks like a sand casting. This type of 
surface needs to be machined or blasted with glass beads to remove the excess powder. When Ti 
powder is used, an extra heat treatment is required during post processing to increase the 
structure of the structure. However, as reported by Villalon 2003, pre and post heating is 
necessary with the EBM process to produce parts with structural integrity. 

Both LENS and DMD need post processing achieve the desired net shape and surface 
finish since a material envelope remains after the deposition. According to MCP SLM 
Technology, no post processing is required for their process. [MCP Realizer05]. For selective 
laser sintering of Alloy 625 and Ti6Al4V, post processing using hot isostatic pressing was 
required [Das1998]. UC requires no post-processing, as CNC machining is part of the part 
production process. Inserts for injection molds made out of stainless steel 1.4404 required post 
processing using EDM, grinding and polishing [Fraunhofer ILT]. 
Build rate, resolution, surface finish, typical microstructure, defects observed in the processed 
parts, geometry limitation, post processing, and ease of control for each process are all 
summarized in Table 2. 

5. Application Area 
All metal RP processes are suitable to manufacture products of low volume and high 

value, therefore, their applications include rapid tooling, repair, rapid manufacturing etc.  

Rapid tooling

238



LENS has been reported to be used to build plastic injection mold tooling made from 
high quality hardened tool steel [Atwood 1998, George2003]. The DMD process is mainly used 
in tooling and prototyping areas, including fabrication of new tooling, die repair and 
refurbishment, rapid metal prototypes, surface modification and coatings [Krar2002, 
Martin2001]. Solidica also reports that their process can be used to build mold/die.

Rapid manufacturing
Almost all the metal RP processes can be used in this area. However, the products from 

these processes require the post-process like machining to improve the condition of surface 
finishing. For example, parts from aerospace industry which are difficult to produce via 
traditional machining processes can be manufactured using metal RP processes.  

Repair
LENS, DMD and wire-feed base processes have been applied in repair practice to restore 

the damaged part to original condition. High power direct diode laser (HPDDL) is developed at 
The Advanced Materials and Processes Technology Information Analysis Center (AMPTIAC) 
has helped NAVY to refurbish the damaged part by using wire-feed cladding technology. 
Coaxial material feeding is adopted in both LENS and DMD. The working distance of these two 
types of systems is limited by laser focus and material focus and difficult to adjust. Therefore 
some deep damaged locations are very difficult to repair using LENS and DMD. On the other 
hand, the working distance of wire-feed is only dependent on laser focus which can be changed 
by using different focusing lens. It is reported that a deposition rate of 0.79 kg/hr has been 
achieved by feeding wire [AMPTIA04]. The powder EBM process has been found to be useful 
for many applications and researchers are further developing a wire EBM process for specific 
NASA applications. Repairing worn or damaged parts, creating tool parts, and fabricating 
complex structures are the typical uses for powder EBM [Villalon 2003, Beaman03]. NASA 
Langley researchers are perfecting the wire EBM process for the use of in-space repairs. Metallic 
powder in a microgravity environment imposes many safety and operational risks, thereby 
making metallic wire preferable [Watson 2002, Taminger 2003, Wallace02]. Table 3 summarizes 
applications of discussed metal RP processes 

6. Costs and Commercialization 

Table 4 summarizes the available commercial systems of metal RP processes. 

7. Conclusions 
Since the wire is used as deposition material, the relatively low material efficiency 

encountered for powder deposition is not an issue. Usually 100% material is used. On the other 
hand, the shadow of wire will prevent building complicated geometry due to the collision. LENS 
cannot produce complex geometries featuring overhangs since it cannot generate support 
structures. The maximum angle achieved in a single width deposition is 30°. Due to wire-feed 
mechanism, the quality of the deposition is affected significantly by the wire feeding direction 
(angle between wire and laser as well as the angle between wire and traveling direction). It is 
found that the leading wire resulted in the best deposition/cladding rate [Zheng99]. However, 
due to the nature of manufacturing, the traveling direction can not be always kept the same, 
which leads to inconsistent deposition.
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Table 1 – Material Availability by Process 

Material 
availability 

LENS DMD SLS Wire Feed UC E-beam 

Steel stainless 
steel,
maraging 
steel, tool 
steel

D-2, F-7, 420 
and 316 
stainless, H-
13, H-19, H-
21, and P-20 

Stainless
steel, Tool 
steel

AISI 309L 
[Zhang99] 

 H-13, tool steel, 
low alloy steel 

Al Y Y  Al 2219 
[Taminger03] 

Al foil 
[Solicida05] 

2219, Al alloys 

Ti Y Y Y Ti64 
[Wallace02] 

 commercially 
pure Titanium, 
Ti-6Al-4V, Ti 
Alloy 

Cu Y Y Y 70:30 CuNi 
[AMPTIA04] 

Cu foil 
[Soar05] 

Ni nickel-
based 
superalloys 

Inconel nickel-
based 
superalloys 
[Das98] 

Inconel 625 
[AMPTIA04] 

 Ni alloy and 
nickel ferrous 
based alloys 

Cr  Stellite 
alloys,Inconel 

    

FGM
(No/Z/XYZ)

Y Not reported Y    

MMC (Y/N) Y Y Y  Aluminum 
Silicon 
Carbide 
[Solicida05] 
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Table 2 – Process Capabilities 

Capacities LENS DMD SLS Wire Feed UC E-beam 

Build Rate 3.5~4 in3/hr
[Knights 2001, Ensz 
1999, Aston2005] 

1-3 in3/hr
[Knights01] 

5 cm3 dense 
steel/hr  
[MCP
Realizer05] 

10in3/hr~80in3/
hr

 5 cm3/hr (2in3/hr) Powder 
- 25.622 cu. In3/hr
[Williams05]Wire - 20-
150 In3/hr [Taminger03] 

Resolution Z direction: ±.015 
inches 
Travel direction: 
±0.508 mm 

Z direction: 
±.015 inches 

Thin walls less 
than 100 
micrometer 
thickness. 
Precision better 
than 0.1mm 

Due to the 
physical 
limitation of 
wire-feed 
technology, the 
resolution can 
not be finer 
than the wire 
diameter. 

+/- 0.003 
[Solidica's 
website], 
+/-0.002-
in. to +/-
0.005-in.
depending 
on
geometry 
[White02] 

accuracy of +- 0.3 (mm), 
Z-resolution (mm) = 0.1, 
min feature size (mm) = 
1.2 , Beam diameter of 
0.1 mm [Vallion03, 
Beaman04, Williams05] 

Surface finish 200-300 microinch 
average roughness 
(Ra) for optimum size 
particle

Not reported Rough Surface 
finish

 CNC 
Machining 

Grainy and resembles a 
sand casting, rough 

Microstructure Fine grained fine grained Equiaxed 
microstructure

  grain size of 10-30μm for 
powder EBM 
[Beaman04],  

Fully Dense? yes yes Part density may 
vary 
[Hale02] 

yes 98.6% 
dense
[Kong02] 

yes 

Geometry 
limitation 

cannot produce 
complex geometries 
featuring overhangs 

  Only 2-1/2 D 
parts/samples 
have been built 

 cannot produce complex 
internal geometries 
[Williams04] 

Post processing 
required? 

Yes Yes Yes The surface 
finish is not as 
good as 
machining 

no
[Solidica's 
website] 

Heat treatment for Ti, 
glass bead blasting, EDM  

Ease of Control closed loop control 
[Sandia’s website] 

closed loop 
control
[McPhail2000] 

  rpCAM 
software
[Solidica's 
website] 

Closed loop, Comercial 
Arcam EBM Studio 
Software

241



Table 3 – Application Areas 

Process Repair Rapid tooling Rapid
manufacturing

Industrial

LENS LENS could achieve repairing 
operations and is especially 
considered for emergency 
repairing operation.

A promising 
application for the 
LENS process is 
building production 
quality plastic 
injection molds and 
die cast tooling.

DMD Can repair, reconfigure or 
resurface existing parts.

Fabricate new tooling 
for molding, casting 
and stamping 
applications
Reconfigure obsolete 
tooling into new 
production tooling

can produce rapid 
metal prototypes

The DMD process is ideally 
suited for repair work in the 
aerospace industry.

SLS Sheet metal press 
tools, Pressure die 
cast tools, injection 
molds and inserts 
[MCP Realizer05]

Wire
Feed

Repair/restore the damaged parts 
from Navy ships

Build parts for aerospace

UC tooling for injection, 
blow, and vacuum 
molding; and 
investment or sand 
casting [Solidica's 
website]

can produce rapid 
metal prototypes 
[Solidica's website]

part fabrication, embedded 
sensors [Solidica's website]

E-Beam Can repair, reconfigure or 
resurface existing parts of smaller 
size that can fit within the build 
tank

Can fabricate new 
tooling.

Aerospace
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Table 4 – Costs 

Process Capital Cost Operating Cost Maintenance Cost Commercially 
Available?

LENS $350,000 to $500,000 
[Singer1997]

~$50,
[Williams05] 000/year

Optomec

DMD from  [Maniscalco00]; from 
$500,000 to $1 $700,000 to 

$900,000  million [Martin01]

Costs are based on the 
magnitude of engineering 

effort and volume of 
deposition. For example, to 

reconfigure an existing 
tool using DMD, prices 

range from 20 to 30 
percent of the original tool 

cost [Maniscalco00].

SLS $250,000-$497,000 [Wohlers98] 3D Systems[3D Systems]
MCP [MCP Realizer05]

EOS Electro Optical 
Systems[EOS]

Fockele & Schwarze FS-
Realizer[F&S]

Wire-feed    no

UC $465,000 [Freitag02] More affordable (up to 
80% cheaper than 

traditional methods) 
[Solidica's website]

Solidica

E-beam Reported in Sweden $550,000 in 
2003 [Beaman04]

Up to $497,000 a year 
[Williams05] due to the 

use of a vacuum chamber 
and high laser power

Arcam

Reference:

3D Systems, retrieved on 11/01/05 from http://www.3dsystems.com/products/sls/index.asp 
Advanced Materials & Processes (USA). Vol. 158, no. 4, pp. 23. Oct. 2000 
AMPTIA, “Laser Cladding Refurbishes Navy Ship Components”, AMPTIAC Quaterly Vol. 8 

No. 3, 2004 
Arcam, www.arcam.com, 2005 
Aston, Adam, Business Week, pp. 70-71. 23 May 2005 
Atwood, C; Griffith, M; Harwell, L; Schlienger, E; Ensz, M; Smugeresky, J; Romero, T; Greene, 

D; Reckaway, D, Laser Materials Processing, Proceedings, Conference, ICALEO '98, 
Orlando, Florida, Section E; 16-19 Nov. 1998. pp. 1-7. 1998 

Beaman, Joseph J., Atwood, Clint, Bergman, Theodore L., Bourell, David, Hollister, Scott, 
Rosen, David, “WTEC Panel Report on ADDITIVE/SUBTRACTIVE MANUFACTURING 
RESEARCH AND DEVELOPMENT IN EUROPE”, December 2004. 

Choon Yen Kong, Rupert Soar, “Direct Fabrication by Ultrasonic Object Consolidation”,2002 

243



Christopher B. Williams, Farrokh Mistree, David W. Rosen, Proceedings of the 
DETC’05:ASME 2005 Design Engineering Technical Conferences and Computer and 
Information in Engineering Conference September 24 - 28, 2005, Long Beach, California 
USA

Cormier, D; Harrysson, O.; West, H., “Characterization of H13 steel produced via electron beam 
melting,” Rapid Prototyping Journal, Vol. 10, No1, pp. 35– 41, 2004. Available from: 
www.emeraldinsight.com/1355-2546.htm 

Das, Suman; Wohlert, Martin; Beaman, Joseph.J; Bourell, David L; Producing Metal Parts with 
Selective Laser Sintering/Hot Isostatic Pressing, JOM, 50(12)(1998), pp.17-20 

Dawn White, “Ultrasonic Consolidation”, retrieved from 
http://www.ammagazine.com/CDA/ArticleInformation/features/BNP__Features__Item/0,260
6,83205,00.html, posted 09/01/2002 

Douglas Freitag, Terry Wohlers, Therese Philippi, “Rapid Prototyping: State of the Art”, 
Manufacturing Technology Information Analysis Center, 2002 

Dr.Hale; Shockley, Benjamin; Selective Laser Sintering, AE 510 Research paper, Oct 22, 2002 
Dutta, Debasish; Prinz, Fritz B.; Rosen, David; Weiss, Lee, “Layered Manufacturing: Current 

Status and Future Trends”, Journal of Computing and Information Science in Engineering, 
March, 2001, Vol. 1, pp.60-71 

Ensz, M T; Griffith, M L; Harwell, L D, NASA no. 19990036543 
EOS Electro Optical Systems, retrieved on 10/31/05 from 

http://www.eosint.com/0/020100_prod_tech.htm 
Erzincanli F., Ermurat M. Comparison of the Direct Metal Laser Fabrication Technologies, 2nd 

International conference on Responsive Manufacturing, University of Gaziantep, 2002 
F&S, Fockele & Schwarze FS-Realizer retrieved on 12/15/05 

http://www.fockeleundschwarze.de/english/fsproductsfs-rea.html  
Fraunhofer ILT (Institut Lasertechnik) retrieved on 11/10/05 from 

http://www.ilt.fraunhofer.de/eng/100005.html 
Griffith, M L; Ensz, M T; Puskar, J D; Robino, C V; Brooks, J A; Philliber, J A; Smugeresky, J 

E; Hofmeister, W H, Solid Freeform and Additive Fabrication: a Materials Research Society 
Symposium; San Francisco, CA; USA; 24-26 Apr. 2000. pp. 9-20. 2000 

Jepson, Larry R; Beaman, Joseph J; Bourell, David L; Jackson, Brad; McAdams, Dan; Perez, 
Julieta; Wood, Kristen L; Multi-Material Selective Laser Sintering: Empirical Studies and 
Hardware Development, Laboratory for Freeform Fabrication, The University of Texas at 
Austin, 2000 

Joseph J. Beaman, Clint Atwood,Theodore L. Bergman, David Bourell, Scott Hollister, David 
Rosen, WTEC Panel Report on ADDITIVE/SUBTRACTIVE MANUFACTURING 
RESEARCH AND DEVELOPMENT IN EUROPE, December 2004 

Knights, M, Plastics Technology (USA). Vol. 47, no. 1, pp. 46-47, 49-53. Jan. 2001 
Maniscalco, M, Injection Molding (USA). Vol. 8, no. 7, pp. 33-36. July 2000 
MCP Realizer SLM Technology (England) retrieved on 10/13/05 from http://www.mcp-

group.com/rpt/rpttslm.html 
McPhail, E, Modern Machine Shop (USA). Vol. 73, no. 7, pp. 60-61. Dec. 2000 
Neal Singer, Sandia Lab News, December 5, 1997  
POM Group, “POM: Manufacturing at the Speed of Light with TRUMPF Lasers”, TRUMPF 

Express, Winter/Spring 2002, North American Edition. 
Richard Peyton George, TRIZ Journal, Oct. 2003 

244



Rupert Soar, Phil Dickens, Choon Yen Kong, Loughborough University, “Deformation of 
Ultrasonic Consolidated Aluminum Specimens“, 2005 

Sandia, “Laser Engineered Net Shaping”, retrieved on 10/17/05 from 
http://mfgshop.sandia.gov/LENS.pdf 

Sheree Martin, Fabricating Equipment News, May 2001. 
Solidica, “Solidica, Inc”, retrieved on 11/21/05, www.solidica.com 
Steve Krar and Arthur Gill, Advanced Manufacturing, pp. 25-28, May 2002. 
Taminger, K.M.B and Hafley, R.A., “Characteriztion of 2219 Aluminum Producded by Electron 

Beam Freeform Fabrication,” Proceedings of 13th SFF Symposium, 482-489, 2002.  
Taminger, Karen M. B., Robert A. Hafley, “Electron Beam Freeform Fabrication: A Rapid Metal 

Deposition Process,” Society of Plastics Engineers, Proceedings of 3rd Annual Automotive 
Composites Conference September 9-10, 2003, Troy, MI, USA. 

Villalon, Ada V., “Electron Beam Fabrication of Injection Mold Tooling with Conformal 
Cooling Channels,” Master Thesis at North Carolina State University, 2005. 

Wallace, T.A., K.S. Bey, K.M.B Taminger, R.A. Hafley, “A Design of Experiments Approach 
Defining the Relationships Between Processing and Microstructure for Ti-6Al-4V,” 
Proceedings of 13th Annual Solid Freeform Fabrication Symposium, August 5-7, 2002, 
University of Texas Austin, Austin, TX, USA. 

Watson, J.K., K.M. Taminger, R.A. Hafley, D.D. Petersen, “Development of a Prototype Low-
Voltage Electron Beam Freeform Fabrication System,” Proceedings of the 13th Annual Solid 
Freeform Fabrication Symposium, August 5-7, 2002, University of Texas Austin, Austin, TX, 
USA.

Williams, Christopher B., Farrokh Mistree, David W. Rosen, “Towards the Design of a Layer-
Based Additive Manufacturing Process for the Realization of Metal Parts of Designed 
Mesostructure,” Georgia Institute of Technology, 2004. 

Williams, Christopher B., Farrokh Mistree, David W. Rosen, “Towards the Design of a Layer-
Based Additive Manufacturing Process for the Realization of Metal Parts of Designed 
Mesostructure,” Georgia Institute of Technology, 2004 

Zheng, Sun; Min, Kuo and Dayou Pan, “Twin Wire Gas Tungsten Arc Cladding” SIMTech 
Technical Report (PT/99/004/JT) 

245



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /All
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 400
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 400
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.00000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000500044004600206587686353ef901a8fc7684c976262535370673a548c002000700072006f006f00660065007200208fdb884c9ad88d2891cf62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef653ef5728684c9762537088686a5f548c002000700072006f006f00660065007200204e0a73725f979ad854c18cea7684521753706548679c300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA <>
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020b370c2a4d06cd0d10020d504b9b0d1300020bc0f0020ad50c815ae30c5d0c11c0020ace0d488c9c8b85c0020c778c1c4d560002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken voor kwaliteitsafdrukken op desktopprinters en proofers. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create Adobe PDF documents for quality printing on desktop printers and proofers.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /NoConversion
      /DestinationProfileName ()
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure true
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles true
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /NA
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /LeaveUntagged
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


