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Abstract. Vibrating screens are often used in the mining industry to separate mineral 
particles by size. In many designs, spring arrays are used to provide the system with the 
necessary stiffness for screens to vibrate in a controlled manner. Naturally, these springs are 
subjected to varying loading cycles, which can cause their premature fatigue failure. This 
behavior has been studied by means of finite element analysis and compared with data 
obtained from a real case scenario, in which a helical spring failed. The 3D computational 
model was developed using the geometric characteristics and material properties of a 
fractured spring, as well as the loading characteristics of a specific vibrating screen. The 
meshing and the simulation tasks were performed in the general purpose software ANSYS 
Mechanical. Given the nature of the helical springs and the high-cycle loading conditions, for 
the fatigue analysis it was determined that a stress-life approach with constant amplitude and 
non-proportional loading best fit the investigated phenomenon. In solving the non-
proportional loading case, stress values of two static scenarios were required to determine the 
upper and lower limits. Then, to perform the fatigue calculations a solution combination was 
used. In addition, in order to correct the effect of mean stress and calculate the stresses 
component respectively the Goodman and Von Mises theories were employed. Simulation 
results showed that spring would present failure below the second turn of the coil when 
working with the full nominal load during nearly forty million cycles. These results strongly 
agreed with the data extracted from a vibrating screen where fractured spring had been 
working. Fatigue analysis also predicted that the nominal load should be reduced to 90% in 
order for the spring to meet the minimum life requirements before failure occur.   

1 INTRODUCTION 
In the mining industry, vibrating screens play an important role, as they allow the adequate 

sorting of minerals by their size. Complexity in the design of these machines make numerical 
techniques a proper tool to study their dynamic behaviour, which could include modal or 
harmonic response analysis [1]. 

The operational characteristics of a vibrating screen imply that its components support 
loading and unloading cycles, which could often activate fatigue mechanisms. As it is well 
known, these mechanisms could lead to the component failure, even though the stress levels 

766

brought to you by COREView metadata, citation and similar papers at core.ac.uk

provided by UPCommons. Portal del coneixement obert de la UPC

https://core.ac.uk/display/294830818?utm_source=pdf&utm_medium=banner&utm_campaign=pdf-decoration-v1


Rosendo Franco, Pedro A. Flores and Angel A. C. Peinado 
 

 2 

that they support are below the yield stress of the material. 
The springs that are located in the vibrating screen structure are not exempt from these 

effects, which is why it becomes important to examine the loads that they support. The type of 
loading in these springs and their geometry, cause the principal stress directions to change 
over time. This phenomenon is the cause of non-proportional fatigue, which could have great 
influence over the strength of a material, diminishing it up to 10 times its original value [2]. 

A general case of non-proportional fatigue, which includes not only change in the principal 
stress directions, but also a non-constant load amplitude, has been studied in [3]. There, 
expected life of compression helical springs was predicted based on critical sliding planes on 
the fracture surface (Fatemi-Socie and Wang-Brown), as well as with methods based on 
angular strains (Coffin-Manson). A finite element model that simulated the conditions of the 
experiment later confirmed these results. 

An even more detailed analysis on the characteristics of the steel from which compression 
springs are usually made can be found in [4]. In contrast with the former analysis, these 
experiments were carried out by bringing test specimens under loading and unloading cycles 
with varying alternating stress values. The Wöhler curves that were obtain through these tests 
showed that not only the type of loading has influence on the fatigue stress limits, but it is 
affected also by the surface finish and environmental conditions in which the material works. 
As a supplement to these analysis, [5] describes mathematical crack propagation models as 
functions of the number of cycles that correspond to the results of the experiments. Moreover, 
[6] introduces changes in the microstructure to such models, as to evaluate their influence on 
the fatigue stress limits and on crack propagation. 

Even though the experiments mentioned up to this point have been useful to determine 
mechanical properties in helical springs, all of them have been carried out under controlled 
laboratory conditions. In contrast, [7] presents the analysis of a helical compression spring 
that belonged to the suspension system of an automobile, which had failed due to fatigue 
during normal operation. It was confirmed by a FEM analysis that contact stress between the 
first turn of the spring (where the failure occurred) and the base, as well as the presence of 
corrosion, were the cause of nucleation and propagation of cracks that ultimately led to the 
failure. 

Similarly to the latter, the analysis in the present article is based on the failure of a spring 
during normal operation of a vibrating screen. The geometry was modeled after a spring 
taking its dimensions directly from the fractured specimen. A FEM analysis was then 
performed using ANSYS Mechanical. In order to consider the weight of the components and 
the load of the vibrating screen, a static scenario was first evaluated to obtain the mean 
deformation during operation. Later, the maximum and minimum vibration amplitudes were 
taken from field data and were added or subtracted from the static deformation, respectively. 
Together with the spring geometry, they caused the principal stresses to vary over time, which 
implied a case of non-proportional fatigue that was analyzed using the software Fatigue Tool, 
considering an adequate correction on the mean stress to predict the life and safety factor of 
the spring. 

2 ANALYSIS METHODOLOGY 
The vibrating screen from which the springs were taken presents two types of loading over 
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them: the first, a static load due to the weight of its components and the material it processes; 
the second, a dynamic load due to the exciters that produce the screen vibration. The 
combined effect of both types of loading causes the stress amplitude to oscillate 
symmetrically around the static stress (pulse loading). 

As the dynamic load in terms of force was not directly known, field data concerning the 
maximum and minimum values of the vibration amplitude were taken. The numerical 
simulation was based in three scenarios: a first one, considering the static load due to the 
weight of the screen and its nominal load, which allowed the calculation of the static 
deformation (and thus, the static force). The second scenario considered the vibration 
amplitude as contributing to the static load (in the same direction), which gave as result the 
state of maximum compression over the spring. The last scenario considered the vibration 
amplitude in the opposite direction of the static load, which gave as result the minimum 
compression value over the spring. 

The results of the static scenarios were finally combined in a single fatigue scenario, which 
considered the non-proportional effects due to the varying principal stress directions. 

3 ANALYSIS PROCEDURE 
The following lines contain information about the preprocessing stage of the simulation: 

geometry, material model and properties, meshing and boundary conditions. 

3.1 Geometry  
The geometric model was made based on the spring dimensions that operated in the 

vibrating screen. The shape, as some of the most important dimensions and the 3D model can 
be observed in figure 1. 

 
Figure 1: Geometry and 3D model for the analysis 

3.2 Meshing 
Meshing of the 3D model was performed using tetrahedral, second-order elements that 

allowed a good adaptation of the numerical model to the existing geometry, as well as a better 
interpolation between the nodal results. It was also considered convenient a mesh refinement 
in the coil planar faces. The final mesh had 274124 elements, together with a mean element 
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quality of 0.83 and a mean aspect ratio of 1.89. Figure 2 shows the final mesh together with 
the mesh refinement zone. 

 
Figure 2: Spring mesh and detail of the mes refinement zone 

3.3 Material properties 
For the present analysis, a SAE 5160 steel was considered [8]. Table 1 shows some 

physical and mechanical properties that were taken into account during the simulation. Also, 
figure 3 shows the S-N curve for this steel, which is necessary to perform the fatigue analysis 
[9]. 

Table 1: Physical and mechanical properties of SAE 5160 

Density 
(kg/m3) 

Elastic Modulus 
 (GPa) 

Ultimate Stress 
(MPa) 

Yield Stress 
(MPa) 

Poisson’s 
ratio 

7850 210 1400 1200 0.3 
 
 

 
Figure 3: S-N curve for SAE 5160 
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3.4 Boundary conditions 
As the dynamic forces are unknown, displacement boundary conditions over the planar 

faces of the spring were applied instead. On its base, three displacement restrictions were 
imposed: null displacement in the normal direction of the planar face, null displacement in the 
radial and tangent direction of the inner vertex in the planar face and null displacement in the 
tangent direction of the outer vertex in the planar face. Such displacements can be observed in 
figure 4. 

 
Figure 4: Condiciones de contorno en la base del resorte 

To impose the spring load, a displacement was used on the upper planar face of the spring 
in its normal direction. This displacement value changed according to the scenarios describe 
in the analysis methodology. Figure 5 shows this boundary condition for one of the analyzed 
scenarios. 

3.4.1 Static scenario due to the weight of the components 
The first simulation scenario only considered the weight of the vibrating screen 

components on the springs. Available field data showed that each spring supported 9810 N. 
This load was imposed on the upper planar face of the spring in order for the total static 
deformation to be calculated. 

3.4.2 Static scenario for the maximum compression on the spring 
In this scenario, the vibration amplitude (4.9 mm) was subtracted to the already negative 

deformation due to the weight of the components (calculated in the previous scenario). 
Frictionless contact conditions were also stablished between the first upper and lower turns fo 
the coil, in order to prevent self-penetration during the simulation. These conditions are 
shown in figure 6. 
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Figure 5: Vertical displacement on the upper planar face of the spring 

 
Figure 6: Contact conditions between the coil faces 
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3.4.2 Static scenario for the minimum compression on the spring 
This time, the vibrating amplitude was added to the negative deformation due to the static 

load, resulting in a lower state of compression. The rest of boundary conditions were similar 
to the previous scenario. 

3.4.2 Fatigue analysis scenario 
In this scenario, loads from the previous scenarios were considered cycling and varying 

over time with constant amplitude. Due to the facts exposed in the first part of the article, the 
fatigue analysis was defined as non-proportional. Taking into account that vibrating screens 
usually work at high frequencies, a stress-based approach was used to predict the life of the 
springs. Goodman theory for mean stress correction was used together with the von Mises 
equivalent stress. Finally, the highest cycle number in the S-N curve defined infinite life (109 
cycles).  

4 RESULTS 
Results of each of the static scenarios were used as inputs to the final fatigue scenario. The 

results obtained in this last scenario were compared with the actual fractured spring with very 
good similarities between the numerical model and the component. Also, predicted life had a 
remarkable correlation with the actual life on which the spring was operational.  

4.1 Minimum compression scenario 
As previously described, in this scenario the highest displacement was applied (34 mm) 

and thus, higher equivalent stress values were expected. The higher stresses were obtained 
from the second upper turn of the coil down to the second lower turn. The stress value in the 
middle turns was approximately constant. The maximum stress value was 466 MPa. Figure 7 
shows the equivalent stress distribution for this scenario. 

 
Figure 7: Equivalent stress for the first scenario 
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4.2 Maximum compression scenario 
The imposed displacement was 24 mm. In this case, a very similar stress distribution was 

obtained compared to the previous scenario. The maximum equivalent stress was 336.6 MPa. 
The equivalent stress distribution can be observed in figure 8. 

 
Figure 8: Equivalent stress for this scenario 

4.3 Fatigue analysis scenario 
Based on the conditions stablished in the analysis methodology, the results of non-

proportional fatigue concluded that the spring would have a predicted life of 3.99⋅107 loading 
cycles before failure. The predicted life for the entire spring can be observed in figure 9. 

 
Figure 9: Predicted life of the spring 
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If it is taken that the spring should have had a working life of 109 cycles, its fatigue safety 
factor was calculated to be 0.25, as shown in figure 10. 

 
Figure 10: Safety factor for the spring base on the fatigue analysis 

A fatigue sensibility study to the load value showed that, for 109 cycles, only 20% of the 
nominal load should be applied. In figure 11, it is shown that if the nominal load is lowered 
by 10%, the spring can achieve 40 working days. 

 
Figure 11: Fatigue sensitivity analysis and limit nominal load for 40 working days (red) 
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5 CONCLUSIONS 
- The different loading scenarios and the spring geometry when the vibrating screen is 

working with nominal load create the conditions for the spring to be analyzed via a 
non-proportional fatigue analysis. 

- Results obtained through numerical simulation suggest that, when the vibrating 
screen worked under nominal load, expected life of the springs was about 40 working 
days, which strongly agreed with actual experience with the fractured specimen. 

- The latter also indicates that the stress levels and fatigue life prediction was correct, 
as the spring presented failure on the turn of the coil in which the numerical 
simulation showed the highest level of equivalent stress. 
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