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a b s t r a c t

Discrete models are based on the descriptions of the physical states (e.g., velocity, position, temperature,
magnetic momenta and electric potential) of a large number of discrete elements that form the media
under study. These models are not based on a continuous description of the media. Thus, the models
are particularly well adapted to describe the evolution of media driven by discontinuous phenomena
such as multi-fracturation followed by debris flow as occurs in wear studies.

Recently, the use of discrete models has been widened to face problems of complex rheological behav-
iors and/or multi-physical behaviors. Multi-physical problems involves complex mathematical formula-
tions because of the combination of different families of differential equations when a continuous
approach is chosen. These formulas are often much simpler to express in discrete models, in which each
particle has a physical state and the evolution of that state is due to local physical interactions among
particles. Since the year 2000, this method has been widely applied to the study of tribological problems
including wear (Fillot et al., 2007) [1], the thermo-mechanical behavior of a contact (Richard et al., 2008)
[2] and subsurface damage due to surface polishing (Iordanoff et al., 2008) [3]. Recent works have shown
how this method can be used to obtain quantitative results (André et al., 2012) [4]. To assist and promote
research in this area, a free platform GranOO has been developed under a C++ environment and is distrib-
uted under a free GPL license. The primary features of this platform are presented in this paper. In addi-
tion, a series of examples that illustrate the main steps to construct a reliable tribological numerical
simulation are detailed. The details of this platform can be found at http://www.granoo.org.

Introduction

Tribological phenomena involve a wide range of scales, typically
from the nanometer (at the surface scale) to the meter scale (at the
mechanism scale). From the physical point of view, mechanics
must be coupled with thermal, material and physico-chemical
behavior to understand these phenomena. To study such complex
problems, adapted numerical tools must be used to understand
and predict the contact behavior. The finite element method is
often used for these problems, presenting advantages such as
broadly available commercial software that is easy to use.
However, it is difficult for the finite element method to
describe multi-fracturation followed by debris, as occurs in wear
studies [3].

Molecular dynamic methods are increasingly applied to the
study of tribological problems [5–7]. Free software exists in that
field that can be used by a large number of scientists. However,
the simulated time and space scales are often small compared to
the scales of tribological phenomena. Over the past ten years, dis-
crete element models have been shown to be interesting tools that
can take contact into account at the right scale and solve multi-
physical problems. Unfortunately, discrete element commercial
software is often restricted to a single application and is difficult
to deal with complex problems. The consequence is that tribolog-
ical studies using discrete element models are limited by software
difficulties. The GranOO workbench has been developed to offer the
scientific community in general and the tribological community in
particular a free and rather easy-to-use discrete element software.
This paper briefly outlines the main aspects of the discrete element
model developed in GranOO and the primary features of the Gra-
nOO software. The final section illustrates the methodology used
to construct a reliable tribological DEM simulation by describing
a series of examples.
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The explicit discrete element model

Discrete element methods describe the media as an assembly of
a great number of interacting elements. The simplest approach, the
lattice method, involves in the connection of a set of nodes by a
joint with a given stiffness. Schlangen and Garboczi [8], Van Mier
et al. [9] and Cusatis et al. [10] use this method to study cracks
in concrete structures. The nodes have no mass and this method
is not adapted to dynamic problems. The cracks do not generate
surfaces and the method is not adapted to wear problems. Another
type of discrete element method consists of the connection of a set
of particles by joints and/or contact laws. These discrete elements
are spherical [11,12] or polyhedral [13,14]. The contact laws can be
derived from regular laws [11,13,14,12] or non-regular laws [15].

To enable the discrete elements to move, Newton’s law can be
solved using an explicit or implicit algorithm. The explicit
approach was preferred to solve dynamic problems at small time
scales. So, the implicit resolution and the non-regular mechanic
are not available in the GranOO project. GranOO deals with spher-
ical particles, regular contact laws and different types of cohesive
joints (e.g., springs and beams) to link the discrete elements that
belong to the same media in a three dimensional model. The model
involves the explicit integration algorithm shown as Algorithm 1,
where:

� t is the current time and dt is the integration time step,
� pðtÞ; _pðtÞ and €pðtÞ are the linear position, velocity and acceler-

ation of the discrete element, respectively,
� qðtÞ; _qðtÞ and €qðtÞ are the angular position, velocity and accel-

eration of the discrete element, respectively. The concept of
quaternions is used to describe these quantities [16,
Section 2.5].

Algorithm 1. Explicit dynamic resolution

Require: ~pð0Þ _~pð0Þ ~€pð0Þ qð0Þ _qð0Þ €qð0Þ
t  0
for all iteration n do

for all discrete element i do
~piðt þ dtÞ  Explicit integration
~f iðt þ dtÞ  Sum of force acting on i
€~piðt þ dtÞ  Newton second law
_~piðt þ dtÞ  Explicit integration

qiðt þ dtÞ  Explicit integration
~siðt þ dtÞ  Sum of torque acting on i
€qiðt þ dtÞ  Angular momentum law
_qiðt þ dtÞ  Explicit integration

end for
t  t þ dt

end for

This algorithm is particularly well adapted to tribological prob-
lems, presenting the following advantages:

� dynamic effects can be taken into account,
� easy and fast contact detection (between spheres),
� quantitative simulation of material behavior [4] and
� effects at small time scale can be considered by the explicit

algorithm.

This method has proven to be an efficient way to face tribolog-
ical problems such as wear or thermo-mechanical contact behavior

[1,2,17]. An implementation of this algorithm is given in the
processing time loop in Listing 3. The default integration scheme
used by GranOO is the velocity Verlet scheme [18]. However, user
can easily switch with another schemes thanks to custom plug-
ins (see Section ‘The plug-ins and the input XML file’). In addition,
to increase the performance of this sequential algorithm many
parallelisation strategies can be used: force decomposition, parti-
cle decomposition or domain decomposition [19]. At this time,
GranOO uses particle decomposition method associated to mul-
tithreading techniques. User can choose, for the most time-con-
suming processes, the number of threads to execute in parallel.
It is done through the input file thanks to the keyword Thread-
Number (see Listing 3 and Section ‘The plug-ins and the input
XML file’).

The discrete element method developed in GranOO is based on
the following physical description:

� the discrete element stores the mass, volume, acceleration,
velocity and position and is able to store other physical prop-
erties such as magnetic moment, electric potential or
temperature,

� the joint stores the rheological behavior,
� the contact stores the interface behavior.

The next section will show how this physical description has
been translated into the C++ platform GranOO.

Listing 3. The input XML file for the tension test.



The GranOO C++ workbench architecture

The aim of this workbench is to provide an Application Pro-
gramming Interface (API) and associated tools to build at DEM sim-
ulation adapted to each specific problem. However, it is not easy to
develop a model than can be adapted for particular scientific appli-
cations. For example, it is not safe to store specific values associ-
ated with a numerical experiment inside the source code. A safer
approach is to extract all the values that characterize the simula-
tion and write them in a separate file. Thus, the GranOO workbench
provides several mechanisms to enable easy and safe development
of a specific simulation. The goal is to provide a coherent frame-
work in which user focuses on the physical description of the
numerical experiment and delegates the technical aspects to the
workbench.

A GranOO simulation is constructed as a sequence of specific
treatments. Each treatment is described by a specific plug-in. These
plug-ins could be provided by the GranOO workbench or developed
by user. The order in which these plug-ins are called during the
execution of a simulation is specified in a separate eXtensible
Markup Language (XML) file called the input file.

Finally, GranOO provides some useful tools to build discrete
samples, visualize them and post-treat numerical data arising from
a simulation.

The next subsections will introduce the GranOO workbench by
presenting the API, the input file and the associated plug-in mech-
anism along with a brief description of the main post and pre-pro-
cessing tools.

The GranOO’s API

The GranOO API consists of three libraries: the geometrical,
DEM and utility libraries. The utility library provides some techni-
cal and specific computer engineering tools and will not be
described in detail here.

The Oriented Object (OO) programming paradigm [20] is a fre-
quently used method that allows for the modeling of various con-
cepts in a high level programming language based on classes. The
main advantages of the OO architecture are its inheritance and
encapsulation. Inheritance provides a simple way to aggregate
the common behaviors of a concept in a base class. Encapsulation
allows for the control of sensitive data, including tools to check
access to that data.

The geometrical library
The geometrical library provides the classes needed to model

geometrical 3D Euclidean concepts including vectors, frames and
quaternions. This library is the core of the GranOO workbench.
A DEM computation involves massive geometrical calculations.
A great deal of effort was dedicated to the development of
this library to ensure excellent performance and easy-to-use
interfaces.

To guarantee the performance of this library programming
techniques including the inline function, generic programming, static
array and friend classes are used. The performance of fundamental
operations of the geometrical library was compared to the Blitz++
library. The Blitz++ library is a high performance linear algebra
library that uses the programming technique of expression
templates [21]. This library is difficult to use to solve geometrical
problems. It is not specifically designed to address 3D spatial prob-
lems. The benchmark, plotted in Fig. 1, shows that the performance
of the GranOO geometrical library is on the same order of
magnitude as the Blitz++ library. This result allows the accuracy
of the geometrical library and of the GranOO workbench to be
verified.

The geometrical library also provides a simple user interface:

� the unit quaternion was implemented to allow for easy and fast
computation of rigid body rotational transformations [22],
� the operator overloading programming technique was used to

enable an intuitive writing of arithmetic operations (see Listing
1 for examples) and
� the changing frame operation was implemented. This operation

defines a frame by a point corresponding to its center and by a
quaternion corresponding to its orientation. All the classes that
use a coordinate representation (vectors, points, quaternions,
inertia matrix) are specified within a given frame. Therefore,
these entities can be easily expressed in an another frame.

The last feature is a powerful tool that highly simplifies geomet-
rical expressions by using a local frame approach when necessary.
The detailed list of the geometrical library class operators and
methods is available in the API documentation.1

The DEM library
The DEM library provides classes that model the various concepts

used in the discrete element method. The Unified Modeling Language
(UML) class diagram in Fig. 2 describes the oriented object concept. It
allows to draw the interactions between classes, particularly:

the inheritance that is symbolized by an arrow. An inheritance
relation can be translated by the to be verb. For example, a Bond
is an Interaction,
the aggregation that is symbolized by a diamond and a line. An
aggregation relation can be translated by the to own verb. For
example, a DiscreteElement own a PhysicalProperty.

Fig. 1. Comparison of the GranOO geometrical library and blitz++ performances on
elementary operations. The elapsed time corresponds to cpu time (clock ticks). Each
operation was repeated one million times.

Listing 1. Example of basic vector operations expressed in C++ in the GranOO
geometrical library.

1 In the project’s repository and in the official website.



On this diagram, the:
DiscreteElement class is the base class that models the discrete
element concept. This class contains the attributes that define a
rigid body moving in 3D space with a given position, kinetic and
mass parameters.
DiscreteElementShaped class defines a shape associated with a
discrete element. Currently, only the spherical shape is fully
supported.
PhysicalProperty class is the base class of different physical
behaviors. To add a new physical behavior, users can imple-
ment a new child class of PhysicalProperty. Currently, only the
Thermal property, proposed by [17], is available.
Interaction class is the base class for physical interactions
between discrete elements including contacts or bonds.
(. . .) class is a custom class. User can custom define classes to
model specific behaviors.

This architecture based on the oriented object programming
paradigm allows for the easy development of new features. For
example, a new type of bond can be developed by writing a new
class derived from the Bond class where the common behaviors
of the bonds have already been implemented. This system enables
user to focus on the physical description of the bond without being
concerned by technical details. This architecture was also designed
to support multi-physical simulations. The base class PhysicalProp-
erty allows for the flexible integration of new physical behaviors.

Another feature provided by the DEM library is the SetOf con-
cept. The SetOf are the smart containers of the DEM library. The
SetOf are based on the Standard Template Library (STL) high perfor-
mance containers with the following additional features:

� each SetOf possesses a unique string identifier,
� a default container is available for each DEM class. This ensures

that all existing objects are indexed to prevent memory leaks,
� the guarantee that a SetOf does not index the same object two

times or more,
� smart and secure deletion of an indexed object,
� bilateral connections: an object ‘‘knows’’ the SetOfs that register

it.

The Listing 2 shows how to destroy the discrete elements that
reach a given criterion thanks to SetOf. In the given example, the
criterion is defined as a ð~y;~zÞ plane placed at x ¼ 1 m. All the dis-
crete elements situated behind this plane are registered in a SetOf
named xMax and then destroyed.

The SetOf concept is one of the foundations of the DEM library.
This approach allows some objects to be marked to apply further
treatments including boundary conditions, loadings and measures.
These treatments are generally specified inside a plug-in.

The plug-ins and the input XML file

A GranOO’s application is considered as a sequence of specific
treatments. These treatments are specified inside a C++ plug-in.
These plug-ins could be provided by the GranOO workbench or
developed by user. The exhaustive list of standard plug-ins pro-
vided by GranOO is available in the documentation. Examples of
standard plug-ins are provided below:

� instantiation of beams between selected discrete elements with
given micromechanical parameters,
� computation of resultant force and torque applied on discrete

elements,
� performing the numerical integration to compute discrete ele-

ment linear and angular velocities and positions,
� applying boundary conditions and loadings,
� saving the domain state in an output file. . .

The order in which these plug-ins are called during the execu-
tion of a simulation is specified in a separate XML file called the
input file. This input file allows for parameters to be defined in a
standard manner in a numerical experiment. This file lists, in a
human readable format, all the treatments processed during the
execution of a simulation. Section ‘The elastic tensile test’, which
details an example of a tensile test, describes the associated input
XML file.

Overview of associated tools

The GranOO distribution also includes some useful tools.
The cooker program can be used to create the discrete domains

required for the DEM modeling of continuous media. Cooker itself
is an application created with the GranOO workbench. This pro-
gram is designed to guarantee that the created discrete domains

Fig. 2. Simplified class diagram of the GranOO DEM library.

Listing 2. Example of C++ SetOf usage.



have the right coordination number to ensure that isotropic and
homogeneous properties are satisfied. Ensuring these geometrical
conditions allows for the construction of DEM models of isotropic
and homogeneous media such as silica glass.

The gddviewer program is a graphical application that can be
used to draw the discrete domain at different simulation time
steps. This program plots colored drawings of the discrete domain,
shows selected physical quantities, and provides information on a
selected object.

Some Python2 scripts have been developed that help users to cal-
ibrate the microscopic properties of the discrete domains, build dis-
crete domains and post-treat the data given by a simulation.

The discrete domain file

Most applications need to load or save a discrete domain. This
feature is provided by the GranOO Discrete Domain file (GDD). A
GDD file is a complete snapshot of a discrete domain. The geomet-
rical, physical and other properties are included in this file. For
example, the result of cooker processing (see Section ‘Overview of
associated tools’) is a GDD file that represents the compacted dis-
crete domain. This domain could be visualized with the gddViewer
program (see Section ‘Overview of associated tools’) and used as
the initial configuration for further simulations (see Section ‘The
elastic tensile test’).

Standard GranOO usage

Fig. 3 shows a general view of the GranOO usage. It follows the
main steps described above where a user should:

1. build the initial domain with the cooker program (Section ‘Over-
view of associated tools’),

2. describe the simulation though the XML input file (Section ‘The
plug-ins and the input XML file’),

3. optionally code C++ plug-ins to process specific treatments that
are not given by the standard ones (Section ‘The plug-ins and
the input XML file’),

4. post-treat the results thanks to the gddviewer program or the
python plotting script (Section ‘Overview of associated tools’).

To illustrate this usage and the discrete element method, the
next section will describe a set of examples that follow the main
steps outlined above to construct valid numerical DEM simulations
to address tribological problems.

Examples

The reference material used in these examples is silica glass.
First, the scientific background of the discrete element model is
described. A simple tensile test that validates the elastic properties
of the simulated material is then detailed as the first example. The
input XML file associated with this first example is described. Then,
a failure torsion test that checks the brittle behavior of the simu-
lated media is described. Finally, a tribological problem is
addressed: the study of the subsurface damage due to loose abra-
sive grinding. These examples were processed on a Intel Core i5-
2300 cpu cadenced at 2.80 GHz.

The discrete element model

The discrete element model used in the followed examples
allows for a quantitative description of the studied phenomena
[4]. The material simulated in these examples is silica glass. The
Young’s modulus, Poisson’s ratio, and tensile failure stress values
are respectively 72.5 GPa, 0.17 and 50 MPa respectively.

The discrete domains are bonded by cohesive beams that con-
trol the elastic and failure properties of the media. In the DEM con-
cept, the material behaviors emerge at the global scale from the
elementary interactions between discrete elements. The scale of
the discrete elements and their interactions is called microscopic,
and the scale of the discrete sample is called macroscopic.

Fig. 3. General view of the GranOO architecture.

2 Python is a programming interpreted language, see http://www.python.org.

http://www.python.org


A preliminary step is necessary to retrieve cohesive beam and
discrete element properties that fit the macroscopic properties:
the silica glass Young’s modulus, Poisson’s ratio, and tensile failure
stress. The microscopic properties, related to the cohesive beams
and discrete elements are:

� the discrete element density,
� the cohesive beam radius,
� the cohesive beam Young’s modulus,
� the cohesive beam tensile failure stress.

The discrete element density is simply chosen to equalize the
total mass of the discrete specimen with the equivalent continuous
domain. The continuous domain is defined as the bounding volume
of the discrete sample. The other properties determined by a cali-
bration procedure to establish transition laws between the micro-
scopic and macroscopic scales. Numerical quasi-static tensile tests
are applied to determine these laws.

The elastic tensile test

Fig. 4 shows the initial discrete domain used to perform the ten-
sile test. The specimen length and radius are 10 and 2 cm respec-
tively. The discrete element average radius is 1.2 mm. A
progressive loading is applied on the right face while the left face
remains fixed. The computational characteristics are resumed in
Table 1.

Detailed description of the XML input file
Listing 3 shows the XML input file associated with the tensile

test. The XML input file is organized in three sections:

1. a header, which defines the computing problem and the initial
discrete domain,

2. the list of pre-processing, processing and post-processing plug-
ins and

3. a footer, which defines the loadings and boundary conditions.

In this example, the header of the input file is composed of the
ComputeProblem and SampleFile XML tags. The ComputeProblem tag
defines several global properties: the total iteration number, the
time step, and the directory of results. The SampleFile tag loads a
GDD file (see Section ‘The discrete domain file’) that defines the
initial domain (see Fig. 4). This tag could be called several times
to load many discrete domains with given positions and orienta-
tions in a single simulation.

Then, the lists of pre-processing, processing and post-process-
ing plug-ins are defined. The processing plug-ins correspond to
the time loop. These plug-ins are called at each iteration following
the order specified in the input XML file. Table 2 describes the
plug-ins used to perform the simulation.

Finally, the footer of the input file defines the loads and the
boundary conditions. The XML tags MathFunction and RampAnd-
Constant define a mathematical function that depends on the iter-
ation number. This function increases linearly and is followed by a
constant value. Then, the XML tag Load is used to apply this math-
ematical function as a loading applied along the ~x axis on the left
face of the sample. GranOO supports different types of mathemat-
ical functions including ramp, cosine, sine and piecewise. These
functions can also be used to define a variable boundary condition
as, for instance, displacement driven and velocity driven.

To resume, the input XML file allows for explicit definition of a
simulation. The header and footer parts support a given list of pre-
defined tags. This list cannot be customized by user. However, a
specific treatment could be added by a user-defined plug-in. In
addition, the GranOO API enables the plug-ins to read the attributes
from the XML input file. This allows for the values of the simulation
to be removed from the source code and placed into the XML input
file, allowing for the full parametrization of a simulation with a sin-
gle XML input file.

Results
To demonstrate the capabilities of the method, the evolution of

the macroscopic normal strain eM versus the macroscopic normal
stress rM is studied. These parameters are computed as the
following:

eM ¼
1

LNr

XNr

i¼1

~di �~x ð1Þ

rM ¼
~Fl �~x
pR2 ð2Þ

where Nr is the number of discrete elements belonging to the right
face,~di is the displacement vector of the discrete element i, ~Fl is the
loading force applied to the right face and R and L are the initial
sample radius and length, respectively (see Fig. 4).

Fig. 5 shows the results. The blue curve Numerical results repre-
sents the numerical data, while the dashed green curve Fitting cor-
responds to the fitted data obtained by the least squares method.
In accordance with theory, the evolution of the normal stress is
almost linear. The slope corresponds to the numerically measured
Young’s modulus and is in agreement with the modulus for silica
glass.

The failure torsion problem

This problem uses the same numerical specimen as the previ-
ous section (Section ‘The elastic tensile test’ and Fig. 4). The torsion
failure test is displacement driven. For each discrete element
belonging to the two opposite faces (left and right faces), the
displacements and rotations are computed to simulate a torsion
condition. These conditions are applied progressively. The macro-
scopic shear stress inside the specimen is stored during the test
by numerical sensors. The specimen is considered to be broken

Fig. 4. The discrete cylindrical specimen used for the tensile and torsion tests.

Table 1
The tensile test computational characteristics.

Discrete element number 10,000
Bond number 30,400
Bond type Cohesive beams [4]

Iteration number 100,000
Cpu time 1 h and 20 min
Thread number 2



when a sudden decrease in the macroscopic shear stress occurs.
This procedure allows for the macroscopic failure shear stress to
be determined by cross sectional rotations. The computational
characteristics are resumed in Table 3.

Table 4 reports the results. This test was repeated with four dif-
ferent discrete samples. Theoretically, the samples will break when
the shear stress reach 50 MPa. Table 4 reports the average value of
the measured failure shear stresses, which is in good agreement
with this theoretical value. The standard deviation is less than
3%. In addition, Fig. 6 shows the crack path. The path is clearly well
oriented following the maximal normal stress oriented at 45�. In
conclusion, these results demonstrate qualitative and quantitative
agreement with the material strength theory of a Euler–Bernoulli
beam submitted to a torsion loading.

Subsurface damage due to loose abrasive grinding

This numerical tool can also be used to investigate tribological
problems such as subsurface damages (SSD) generated during the
grinding of silica optics [23]. The grinding processes of optics
involves placing abrasive grains in contact with the surface optic
with a given pressure and a relative velocity to remove material

in a brittle mode [24]. The cracks generated in this way can then
extend far below the surface and produce a thin crack layer called
the subsurface damage layer. For loose abrasive grinding processes,
the grains are placed in an aqueous media.

Fig. 7 shows the configuration of this simulation. The silica glass
is reduced to a cube of 150 lm on each side. This size is considered
to be sufficient to describe the behavior of the problem. This cube
contains 5000 discrete elements. The mechanical behaviors are
determined by the a calibration procedure described in [4] and val-
idated through the tests described in the previous sections (see
Sections ‘The elastic tensile test’ and ‘The failure torsion problem’).
The computational characteristics are resumed in Table 5.

An uniform pressure is applied on the upper wall. The domain is
bounded by periodic conditions along the ~X and ~Z axes. The abra-
sive particles are velocity driven along the ~X axis and are intro-
duced at the interface between the silica sample and the tool.
The tool is modeled by a perfect elastic plane.

The model considers that a broken bond represents of an SSD
inside the silica sample. The SSD length is computed as the

Table 2
Description of the plug-in jobs used by the elastic tensile test.

Pre-processing plug-ins
ConvertBondToBeam3D affects the microscopic mechanical properties of the discrete sample
SetDensity3D affects the desired density of the discrete elements
ComputeOptimalTimeStep3D computes the critical time step and affects the computational problem
InitSensor defines the numerical sensors used in the simulation. This is a user-defined plug-in developed only for this simulation

Processing plug-ins
Check3D checks the validity of the results. If an error is detected the simulation is stopped
ResetLoad3D sets the loads acting on the discrete elements to null values
ApplyLoad3D compute the external loads acting on the discrete elements. These loadings are specified in the footer of the input XML file
ApplyBondLoad3D computes the loads due to the bond interactions
IntegrateAccelerationLinear3D computes the linear discrete element velocities and positions using the Verlet velocity scheme
IntegrateAccelerationAngular3D computes the angular discrete element velocities and positions using the Verlet velocity scheme
ApplyBoundaryCondition3D apply the boundary conditions specified in the footer of the input XML file
SaveDomain3D saves the current state of the simulation. The attribute IterLoop, available for all the processing plug-ins, activates the back-up each one thousand

iterations
WriteSensorData3D saves in a separate file the data given by the numerical sensors. These sensors were initialized thanks to the pre-processing plug-in InitSensor

Fig. 5. Evolution of the macroscopic normal strain eM versus the macroscopic
normal stress rM .

Table 3
The failure torsion test computational characteristics.

Discrete element number 10,000
Bond number 30,400
Bond type Cohesive beams [4]

Iteration number 100,000
Cpu time 1 h and 23 min
Thread number 2

Table 4
The macroscopic failure shear stresses computed in torsion tests.

Failure shear stresses (MPa)

Theoretical 50

Numerical samples
No. 1 51.5
No. 2 47.6
No. 3 50.9
No. 4 47.7
Average 49.4
Std. deviation 1.8

Crack path

Fig. 6. Illustration of the failure torsion test.



distance along the ~Y axis between the SSD spot and the abraded
surface. This allows for the subsurface damage distribution to be
studied as a function of lengths. The distribution obtained could
be approximated by a decreasing exponential function (see
Fig. 8) and is in qualitatively good agreement with previously
reported experimental results [25].

In addition, parametric studies have been performed to study
the influences of the abrasive concentration and the abrasive size.
These results are compared to those reported by [26]. Figs. 9 and
10 present the following results:

� Fig. 9 plots the influence of the abrasive concentration on the
maximal SSD length for different abrasive sizes.

� Fig. 10 plots the influence of the abrasive radius on the max-
imal SSD length for different abrasive concentrations.

The results obtained in these cases exhibit qualitative and
quantitative agreement with the experimental observations.

In conclusion, this section reports the development of an origi-
nal numerical method to characterize the subsurface damage layer.
The preliminary numerical results studying the influence of the
process parameters demonstrate a good degree of agreement with
the experimental observations.

However, additional effort is required to more precisely model
the abrasion interface, and more particularly, the fluid interactions.
Recent research related to the discrete element modeling of the
behavior of silica glass [27,28] should be incorporated to improve
the predictions of these simulations.

Conclusions

The workbench can be used now to develop DEM simulations.
The GranOO project was conducted to develop a free software pro-
gram for discrete element simulation. The numerical method cho-
sen here is well-suited for tribological problems because it is a
dynamic solver capable of performing easy contact detection. A
methodology has been proposed to quantitatively solve tribologi-
cal problems. The GranOO workbench proposes a validated model
to use DEM to simulate the thermal, elastic and brittle behaviors
of continuous media quantitatively. Of course, most of the work
required to obtain predictive results concerning friction and wear
remains to be undertaken.

On a technical point of view, two main tasks remain to be done.
The first one is the porting of the workbench on operating system
other than GNU/Linux. The second one is the parallelisation of the
code. A first step was reached by implementing a multi-threaded
version of the most time consuming plug-in processes.

Fig. 7. Overview of the loose abrasive grinding simulation.

Table 5
The grinding computational characteristics.

Discrete element number 5000
Bond number 15,200
Bond type Cohesive beams [4]

Iteration number 1,000,000
Cpu time 15 h
Thread number 1

Fig. 8. Subsurface damage distribution versus length approximated by a decreasing
exponential function.

Fig. 9. Maximal SSD length versus the abrasive concentration for different abrasive
radii.

Fig. 10. Maximal SSD length versus average abrasive radius for different abrasive
concentrations.



The goal of the GranOO software is to increase the number of
scientists able to use DEM simulations to generate fruitful collabo-
rations and accelerate and improve innovations in the area of tri-
bology and material failure. More details of this platform can be
found at http://www.granoo.org.
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