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Preface to ”Micro/Nano Structures and Systems:
Analysis, Design, Manufacturing, and Reliability”

The subject of the book is the analysis, design, manufacturing, and reliability of micro- and

nanostructures and systems, with a focus on the use of modern computational and analytical methods

in conjunction with experimental techniques.

The book is intended for researchers and engineers working in the field of micro- and

nanosystems, including those in aerospace, automobiles, and biosensors, as well as those

studying nano- and micro-sized systems and devices, such as nanoactuators, nanoprobes, and

micro/nano-electromechanical systems.

The authors of the book’s chapters are experts in the field of micro- and nanosystems, and they

have made significant contributions to the understanding of the physical and mechanical behavior of

micro- and nanostructures. They have collaborated to create a comprehensive and valuable resource

for those working in this field.

This book is the result of the collective efforts of many individuals and organizations, and the

authors would like to acknowledge and express their gratitude to all those who have contributed to

the success of this special issue.

In conclusion, the book Micro/Nano Structures and Systems: Analysis, Design, Manufacturing, and

Reliability presents a valuable collection of articles for researchers and engineers working in the

field of micro- and nanosystems. It aims to provide a complete understanding of the physical and

mechanical behavior of micro- and nanostructures and to advance the field through the development

and application of modern computational and analytical methods.

Stelios K. Georgantzinos

Editor
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micromachines

Editorial

Editorial for the Special Issue on Micro/Nano Structures and
Systems: Analysis, Design, Manufacturing, and Reliability
Stelios K. Georgantzinos

Laboratory for Advanced Materials, Structures and Digitalization, Department of Aerospace Science and
Technology, National and Kapodistrian University of Athens, 34400 Psachna, Greece; sgeor@uoa.gr

Abstract: The advancement of fundamental sciences in recent decades has led to an increased focus
on the prediction of phenomena occurring at the micro and nano scales. Micro- and nanostructures
have a wide range of applications in various fields, such as aerospace and automobiles, and are
widely used in nano- and micro-sized systems and devices, such as biosensors, nanoactuators, and
nanoprobes. The design of these structures relies on a complete understanding of their physical
and mechanical behaviors. Mechanics plays a crucial role at the micro- and nanoscales, from the
generation of nanostructures to the properties of nanocomposite materials and the manufacturing
and design of machines, structures, sensors, actuators, fluidics, and more. This Special Issue aims to
bring together high-quality papers that advance the field of micro- and nanostructures and systems
through the use of modern computational and analytical methods, in conjunction with experimental
techniques, for their analysis, design, manufacture, maintenance, quality, and reliability.

Keywords: microstructures; nanostructures; mechanics; additive manufacturing; quality; design;
analysis; finite element analysis

Micro- and nanostructures and systems have become increasingly vital in various
fields, such as aerospace, automobiles, and biomedical engineering. These structures and
systems, which are typically on the scale of micro/nanometers, possess unique mechanical
and physical properties that make them valuable for a broad range of applications, such as
biosensors, nanoactuators, nanoprobes, and micro/nano-electromechanical systems. How-
ever, the design, manufacturing, and reliability of these structures and systems necessitate
a comprehensive understanding of their behavior at the micro- and nanoscales. Therefore,
the analysis of micro- and nanostructures and systems is an active field of research, with
the objective of developing reliable methods for the prediction and control of phenomena
at these scales.

The residual stress is defined as the presence of stress in a thin-film material layer
without any externally applied forces. It can be compressive or tensile, vary over extremely
large ranges of values, and even exhibit changes in the sign of the stress state. The residual
stress is highly dependent on a number of factors, including processing conditions used
during the deposition, type of material system (thin-films and substrate materials), and
other processing steps performed after the thin-film layer has been deposited, particularly
those involving exposure to elevated temperatures. The origins of residual stress can
involve several complex and interrelated factors. Therefore, there is still no generally
applicable theory to predict residual stresses in thin films. This lack of information can
make device design more time consuming, expensive, and risky. Huff [1] reviewed the topic
of residual stresses in deposited thin-film material layers and their effect on device behavior
in micro- and nano-system development. The review discusses the origins of residual
stress, its impact on device behavior, and methods to measure, control, and mitigate the
impact of residual stress in micro- and nano-system device design and fabrication.

The fabrication of three-dimensional (3D) nanostructures has gained considerable
attention in various fields, such as physics, chemistry, engineering sciences, and biology,
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due to their superior functionalities in comparison to planar nanostructures. However,
the fabrication of 3D nanostructures remains a challenging task. To further advance
their applications in commercial devices, there is a need for reliable fabrication methods,
improved control, and enhanced ability to integrate multiple functions. Geng et al. [2]
reviewed in depth a powerful method for realizing 3D nanostructures through atomic layer
deposition-assisted 3D assembly using various sacrificial templates. The aim is to provide a
comprehensive understanding of the use of atomic layer assembly (ALA) in a variety of sac-
rificial templates for 3D nanostructures and to highlight recent advancements. The ultimate
goal is to unlock the full potential of this method for use in nanodevice applications.

Research and development of additive manufacturing (AM) technology has been
ongoing for nearly three decades, and microscale AM has emerged as one of the most
rapidly growing areas within the field. Significant progress has been made in the devel-
opment and commercialization of new and innovative microscale AM processes, as well
as in the application of these processes in a wide range of fields. However, there are still
major challenges in terms of design, materials, processes, and ability to fabricate true
three-dimensional structures and systems at a microscale. For example, microscale AM
fabrication technologies are subjected to certain limitations and constraints due to their
small scale, which may require the use of specialized design methodologies to overcome
them. Rogkas et al. [3] reviewed the main processes, materials, and applications of current
microscale AM technology. The aim is to identify future research needs for this technology
and to discuss the need for the introduction of a design methodology. This study focuses
on the design aspects, highlighting the advantages and limitations of AM at the microscale,
as well as the selection of processes and materials.

Despite being a promising technology, fifth-generation (5G) wireless communication
has yet to be fully implemented. To achieve the goals of 5G standards, such as higher data
rates and ultrahigh-definition video streaming, the use of the millimeter wave (mmWave)
band is crucial. However, the mmWave spectrum poses several challenges, including
high connection losses, short wavelength, and restricted bandwidth, as well as path-loss
challenges. To overcome these challenges, an antenna with wide bandwidth, high gain,
narrow steerable beam, high isolation, low side-lobe levels, and multiband features is
required. To achieve this, researchers have employed various strategies and techniques
in the traditional antenna design process to improve performance in terms of bandwidth,
gain, and efficiency, and to reduce mutual coupling between closely co-located antenna
elements in MIMO and arrays. The latest state-of-the-art techniques, such as metamaterials,
parasitic patches, hybrid feeding, EBG structure, and the impact of slots with different
geometrical shapes in the radiator, are discussed by Ahmad et al. [4]. This study briefly
reviews mutual coupling reduction techniques and focuses on the role of reconfigurability.
Finally, it reviews the challenges in the field of antenna design and potential solutions to
solve these challenges.

Deployable structures have the ability to significantly alter their geometric shapes by
switching between different lattice configurations. One way to achieve this is by using
compliant mechanisms as the lattice units, which can help prevent wear and friction among
multi-part mechanisms. Liu and Hao [5] introduced two unique deployable structures
that are based on a programmable compliant bistable lattice. Several novel parameters
are introduced in the bistable mechanism to better control its behavior. By adjusting these
parameters, the programmable bistable lattice can be optimized for specific goals, such
as a larger deformation range or higher stability. The first structure is designed for 1D
deployable movement and consists of multiple series-connected bistable lattices. The
second structure, a cylindrical deployable mechanism, is designed based on the curved
double tensural bistable lattice in order to explore the 3D bistable characteristics. This study
mainly focuses on four types of bistable mechanisms, which are obtained by dividing the
long segment of traditional compliant bistable mechanisms into two equal parts and setting
a series of angle data to them. The results of the experiments and the FEA simulations
confirm the feasibility of these compliant deployable structures.
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Zhang et al. [6] presented a new refractive index sensor structure, which consists of
a metal-insulator-metal (MIM) waveguide with two rectangular baffles and a U-shaped
Ring Resonator (USRR). The sensor’s transmission characteristics were theoretically in-
vestigated using the finite element method. The simulation results indicate that Fano
resonance is a sharp asymmetric resonance generated by the interaction between a discrete
narrow-band mode and a successive wide-band mode. This study further explored the
formation of broadband and narrowband, and identified key factors that affect the sensor’s
performance. The best sensitivity of this refractive-index sensor is 2020 nm/RIU and the
figure of merit (FOM) is 53.16. The proposed sensor is promising for use in nanophotonic
sensing applications.

Cesmeci et al. [7] evaluated the performance of five different magnetorheological
micropump designs, including two of their proposed designs and three from existing
designs found in the literature. Comparisons were made using physics-based simulations,
utilizing the fully coupled magneto-solid-fluid interaction simulations in the COMSOL
Multiphysics software. To ensure a fair and meaningful comparison, all designs were given
the same material and geometric properties, and the simulations were run for one complete
pumping cycle. The results revealed that the proposed flap and duckbill valve models were
able to pump 1.09 µL and 1.16 µL, respectively, in 1 s, which was a higher output than the
other existing micropump models. Furthermore, when the magnetic flux density was at its
maximum at 0.5 s, the flap and duckbill valve models could pump almost twice as much
fluid as some of the existing valve models. The proposed models also had response times
that were nearly five times faster than some of the existing models. Finally, the proposed
micropump models demonstrated improved performance compared to existing designs,
with higher net fluid volume output, low leakage during the contraction and expansion
phase, and faster response times. These findings have significant implications for a wide
range of applications, including insulin dosing systems for T1D patients, artificial organs,
organ-on-chip applications, and micro-cooling systems.

Zhang et al. [8] investigated the changes in residual stress that occur during the
heating and solidification of SiCp/Al composites. A one-way Fluid-Structure Interaction
(FSI) model was developed to simulate the solidification process of molten material. By
using process parameters, the model was able to predict the temperature distribution,
liquid- and solid-state material transformation, and residual stress. Additionally, this study
analyzed the crack that initiates from the thermal stress in the recast layer and proposed a
mathematical model for the crack tip stress. The results revealed a wide range of residual
stresses, ranging from 44 MPa to 404 MPa. The model was validated by comparing its
results to the experimental data from three points on the surface layer.

Ye et al. [9] presented a study on the use of deep-narrow grooves (DNGs) of nickel-
based alloy GH4169 in the aerospace industry. The electrochemical milling (EC-milling)
process is a popular method for manufacturing special structures, such as DNGs, as it is
highly efficient and does not result in residual stresses, burrs, or tool wear. However, the
current EC-milling process has the disadvantage of poor removal of electrolytic by-products
in the inter-electrode gap (IEG), which affects the machining accuracy and surface quality.
To address this issue, a novel tube tool with a wedged end face was designed to create a
pulsating flow field in the IEG, which enhances the removal of electrolytic by-products and
improves the machining quality of DNGs. The flow field simulations and the experimental
results showed that the tube tool with a wedged angle of 40 degrees was most suitable for
the EC-milling process and was able to produce DNGs with a width of 1.49 mm ± 0.04 mm,
a taper of 1.53◦ ± 0.46◦, and a surface roughness of 1.04 µm, along with a milling rate
of 0.42 mm/min. Additionally, increasing the spindle speed and the feed rate further
improved the machining quality of DNGs. This study concludes that the use of the novel
tube tool with a wedged end face can significantly improve the machining quality of DNGs
in the aerospace industry.

To understand the impact of thermodynamic conditions on hydromechanical cavita-
tion, a modified Singhal cavitation model was developed by Wu et al. [10] that considers
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thermodynamic effects. Using this model, numerical simulations were performed on a
full flow field of an automotive electronic water pump at different temperatures (25 ◦C,
50 ◦C, and 70 ◦C). The results revealed that the trend of the simulation and experimental
values was consistent across all flow rates and met the requirements for cavitation analysis.
As the temperature increased, the low-pressure area inside the impeller of the electronic
pump decreased, resulting in a decrease in NPSHr and an increase in cavitation resistance.
Additionally, as cavitation developed, the maximum pressure pulsation amplitude in the
impeller channel gradually increased, leading to increased vibration in the pump.

Lee et al. [11] demonstrated a flip-chip µ-bump bonding technology for a millimeter-
wave wireless communication application that uses indium phosphide (InP) and silicon
carbide (SiC) substrates. The proposed process includes a SiO2-based dielectric passivation
process, a sputtering-based pad metallization process, an electroplating bump process
for creating a flat-top µ-bump shape, a dicing process without peeling off the dielectric
layer, and a SnAg-to-Au solder bonding process. This process enables the fabrication of
10 mm long InP-to-SiC coplanar waveguide lines with 10 daisy chains interconnected by
one hundred µ-bumps. The performance of the CPW lines is uniform with an insertion loss
deviation within ±10% along with an average insertion loss of 0.25 dB/mm, while achieving
return losses of more than 15 dB at a frequency of 30 GHz. Additionally, a resonant
tunneling diode device was fabricated and its DC and RF characteristics were investigated.

Liu and Hao [12] proposed a new type of linear guiding mechanism to address the
common issues associated with traditional slide rail guides. The proposed mechanism
utilizes compliant flexible members to transfer motion, force, and energy and is designed
in a cylindrical shape, with a central platform that moves along its axis. The mechanism
is comprised of several in-parallel curved compound double parallelogram mechanisms
(CDPMs) connected by decoupling parallelogram mechanisms. Nonlinear finite element
analysis (FEA) was used to analyze the stiffness of the mechanism, and it was found that
the decoupling mechanisms can significantly improve stiffness in the undesired movement
directions while maintaining original stiffness along the axis of motion. The proposed
mechanism was also tested using a 3D printed prototype, and the results showed good
agreement with the FEA analysis with a maximum error of 9.76%.

Bhoi et al. [13] evaluated the effects of different parameters on commonly used coating
materials for micro-milling applications on high-speed steel substrates. Four different coat-
ing materials were chosen: titanium nitride (TiN), diamond-like carbon (DLC), aluminum
titanium nitride (AlTiN), and titanium silicon nitride (TiSiN). A 3D finite element model
was created in Abaqus to analyze the Hertzian normal stress when a 4 N normal load was
applied using a rigid ball with a radius of 200 µm. The maximum normal stress found
in the model was 12,109 MPa, with a deviation of 2.63% from the analytical results. The
results indicated that the TiSiN coating with a thickness of 3 microns is the most optimal
for micro-milling applications as it has the least plastic equivalent strain in the substrate.

Tseni et al. [14] presented a novel technique for optimizing inspection, warranty, and
maintenance policies for micromachines that experience wear degradation. Their model
takes into account the costs of quality control, warranty periods, and maintenance, and
determines the optimal combination of these factors to improve product reliability and
quality. The proposed optimization tool provides a comprehensive solution for determining
the best approach to the maintenance and quality management of micromachines. To the
best of the authors’ knowledge, this is the first time a warranty period has been incorporated
into an optimization model for micromachines in the open literature, and it can bring
significant benefits to their quality promotion strategy.

In recent years, micro-annular beams have become more widely used, expanding the
possibilities for laser processing. However, the current methods for generating these beams
have limitations, such as a spot of energy at the center of the beam. Sun et al. [15] presented
a new method for generating an annular beam using a Fresnel zone plate with an annular
structure, which was machined using a femtosecond laser. The results showed that by
focusing the beam, an annular beam without a spot in the center can be obtained, and the
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radius and focal length of the annular beam can be easily adjusted. Additionally, by using
two annular Fresnel zone plates that are concentrically connected, a concentric double-ring
beam in the same focal plane can be obtained. The simulation and experimental results
were consistent, demonstrating the potential of this method for applications requiring
nontraditionally shaped laser beams.

In conclusion, the analysis and fabrication of micro- and nanostructures and systems
is an active field of research, with a focus on developing reliable methods for the prediction
and control of various phenomena at these scales. The residual stress, 3D nanostructures,
and microscale additive manufacturing are some examples of the challenges that need to be
addressed in order to advance the applications of micro- and nanostructures and systems
in various fields, such as aerospace, automobiles, and biomedical engineering. The studies
discussed in this editorial have provided valuable insights and perspectives on the current
state of the field and have highlighted the need for further research in order to unlock the
full potential of micro- and nanostructures and systems for commercial use.

Conflicts of Interest: The author declares no conflict of interest.
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Abstract: This review paper covers a topic of significant importance in micro- and nano-systems
development and manufacturing, specifically the residual stresses in deposited thin-film material
layers and methods to control or mitigate their impact on device behavior. A residual stress is
defined as the presence of a state of stress in a thin-film material layer without any externally applied
forces wherein the residual stress can be compressive or tensile. While many material properties of
deposited thin-film layers are dependent on the specific processing conditions, the residual stress
often exhibits the most variability. It is not uncommon for residual stresses in deposited thin-film
layers to vary over extremely large ranges of values (100% percent or more) and even exhibit changes
in the sign of the stress state. Residual stresses in deposited layers are known to be highly dependent
on a number of factors including: processing conditions used during the deposition; type of material
system (thin-films and substrate materials); and other processing steps performed after the thin-film
layer has been deposited, particularly those involving exposure to elevated temperatures. The origins
of residual stress can involve a number of complex and interrelated factors. As a consequence,
there is still no generally applicable theory to predict residual stresses in thin-films. Hence, device
designers usually do not have sufficient information about the residual stresses values when they
perform the device design. Obviously, this is a far less than ideal situation. The impact of this is
micro- and nano-systems device development takes longer, is considerably more expensive, and
presents higher risk levels. The outline of this paper is as follows: a discussion of the origins of
residual stresses in deposited thin-film layers is given, followed by an example demonstrating the
impact on device behavior. This is followed by a review of thin-film deposition methods outlining
the process parameters known to affect the resultant residual stress in the deposited layers. Then,
a review of the reported methods used to measure residual stresses in thin-films are described. A
review of some of the literature to illustrate the level of variations in residual stresses depending
on processing conditions is then provided. Methods which can be used to control the stresses and
mitigate the impact of residual stresses in micro- and nano-systems device design and fabrication are
then covered, followed by some recent development of interest.

Keywords: material properties; residual stress; test structures; stress gradients; thin-film material
properties; micro- and nano-systems (MNS) fabrication and manufacturing

1. Introduction

The material property of deposited thin-film layers used in the manufacturing of
micro- and nano-systems (MNS) (The abbreviation “MNS” is used in this text for “micro-
and nano-systems.”) often having the considerable interest is the residual stress [1]. There
a several reasons for this, including: many MNS devices employ one or more thin-film
material layers as mechanically or electro-mechanically functional layers in the design; the
performance of MNS devices having mechanical or electro-mechanical functionality can be
significantly impacted by the values of the residual stresses in these layers; the behavior
of purely electronic devices are also impacted by residual stresses, increasingly so as the
device critical dimensions are scaled downwards; the residual stresses in thin-film layers
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can vary over very large ranges of values depending on the specific processing conditions
used during deposition; and many MNS devices employ stacks of thin-film layers thereby
involving complex materials systems wherein each of the materials has a different residual
stress value [2,3].

The impact of residual stresses on MNS device behavior, performance, workability
and reliability can be very large. For example, a mechanically compliant element of a
MNS device behaves differently if a significant residual stress is present in the material
layer(s) composing the device as shown in a later section. A tensile residual stress results in
the element exhibiting a higher mechanical stiffness than otherwise, while a compressive
residual stress will lower the stiffness and can also result in Euler buckling of the element.
Residual stresses also impact the behavior of electronic devices [4]. A residual stress can
alter the crystal lattice of the semiconductor material thereby changing the electronic energy
bands and affecting the electron and hole mobilities. At worst, if the residual stresses in thin-
film layers are sufficient large, the layer can crack and/or delaminate from the substrate
surface thereby rendering the device useless [5]. Residual stresses can also decrease the
reliability of micro- and nano-systems [6]. Not all of the effects of residual stresses are
negative however; in some circumstances it may be desirable to tailor the residual stress
in an important material layer of a device. In any case, it is critically important for MNS
designers and manufacturers to be able to evaluate the presence of residual stresses in the
thin-film layers used in their device designs and have tools for controlling these stresses
and/or mitigating negative impact of these stresses on their device behavior.

Residual stresses can also impact the manufacturing processes of MNS devices. For
example, the presence of a residual stress in a thin-film on one side of the substrate can
result in significant bowing of the substrate thereby exhibiting either a concave or convex
shape [3,5]. This can result in the substrate not being completely flat during subsequent
processing steps thereby interfering with the resultant quality of processing steps performed
after the thin-film layer has been deposited. For example, a substrate having a bow will not
have the correct focal distance across the entire substrate surface during photolithography
and can result in device features being out-of-focus and having reduced resolution [7].
Excessive bowing of the substrate can cause the gas flow dynamics across the substrate to
be altered sufficiently that it impacts the uniformity of a deposition or etching process [3].
If the residual stresses in the thin-films are sufficiently large it can even cause the thin-films
to crack or de-laminate or even result in the fracture of the substrate rendering every
die useless [5,6].

2. Origins of Residual Stresses

Residual stresses are defined as the existence of a state of stress in a material in the
absence of any externally applied forces [5,8,9]. Residual stresses are believed to be the
result of one or more causes, and in most situations, there are a multiplicity of complex
and interrelated causes that determine the resultant residual stress in a deposited thin-film
layer [5,9]. It is known that the type of process used for deposition (e.g., chemical-vapor
deposition, physical vapor deposition, etc.); the specific process parameters (e.g., chemistry,
temperature, plasma power, etc.); the material type deposited; the substrate type the layer is
deposited onto; and the thickness of the deposited layer all have an impact on the residual
stress since there is a wealth of experimental evidence collected over several decades of
semiconductor manufacturing showing how much the resultant residual stresses vary
based on these effects [2,3,5,6,8,9].

Explaining residual stresses is still a matter of active research and there exists no
general theory to enable the prediction of the resultant residual stress in most situations.
This section provides a brief overview of the present knowledge of the origins of residual
stress. There are several excellent reviews, which go into more detail about the origins of
residual stresses that the interested reader is encouraged to review [5,9,10].

Residual stresses are commonly separated into two different components: extrinsic
residual stresses due exposure to an external environmental media (e.g., temperature
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changes, chemical reactions, moisture absorption, etc.) and intrinsic residual stresses that
are caused by the thin-film layer’s internal structural properties that are a function of the
deposition conditions [9]. Each of these is explained in more detail below.

The most common cause of extrinsic residual stress is the result of unequal thermal
expansion coefficients (TCE) in different materials [5,9]. Most materials have differences in
their respective TCE values. Differences in the TCEs can exist between different material
layers in a thin-film layer stack as well as one or more material layers and the substrate.
These types of residual stresses are commonly observed in thin-film material deposition
processes performed at elevated temperatures, such as chemical vapor depositions (CVD)
described below.

For example, if a thin-film material layer having a different thermal expansion co-
efficient is deposited at an elevated temperature onto a substrate, the different thermal
expansion coefficients of the material layer and substrate will result in either the layer
or substrate contracting more than the other after the deposition is completed and the
substrate and material layer are cooled to room temperature [5,9].

This is illustrated in Figure 1 wherein a substrate is shown in Figure 1a and undergoes
a heating during deposition, which causes the substrate to expand as shown by the dot-
ted lines outside of the unheated boundaries of the substrate in Figure 1b. As shown in
Figure 1c, a thin-film layer is then deposited onto the top surface of the substrate. Impor-
tantly, the deposition occurs when the substrate and deposited thin-film layer are both at
an elevated temperature. Compatibility requires the substrate and thin-film layer have
the same length. After deposition, the substrate and thin-film layer are cooled to room
temperature. Therefore, once the substrate and thin-film obtain an equilibrium state at
room temperature, the thin-film having a higher TCE than the substrate will attempt to
contract more than the substrate thereby resulting in the situation shown in Figure 1d
wherein the curvature of the substrate with thin-film layer on the top is concave-shaped.
In this situation, the thin-film layer will be in a state of tensile residual stress and is given
a positive sign (+) of stress by convention. If the thin-film layer had a TCE less than the
substrate, it would contract less upon cooling and result in the substrate with the thin-film
layer having the opposite curvature, that is, a convex shape similar to a dome. In this case,
the residual stress would be compressive and given a negative sign (−) by convention.
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The causes of intrinsic residual stresses are more complicated and are due to the
imperfect structural configurations within the deposited material thin-film layer. The
structural configurations causing intrinsic residual stresses are often categorized according
to their size scale: the first are at the microstructural level and include imperfections
between the boundaries of grains and grain columns, voids between grains, and other
similar micro-scale defects in the thin-film; and the second are at the atomic level and
include atomic point defects, misfits, dislocations, impurity incorporation, etc. All of
these structural issues are the result of non-equilibrium growth conditions and/or the
incorporation of impurities into the growing thin-film layer. Atomic level defects in the
lattice structure from its equilibrium state and imperfections in the microstructure can both
cause elastic deformations of the thin-film material layer thereby resulting in an intrinsic
residual stress [9,10].

One atomic level cause for intrinsic residual stresses results from lattice mismatches
between the substrate and the thin-film material. This is illustrated in Figure 2 wherein a
single crystal material layer is epitaxially grown on the surface of a crystalline substrate
that is of a different material. The deposited atoms of the thin-film layer chemically bond to
the exposed atoms of the substrate. However, the deposited materials layer has a different
lattice constant from the substrate and therefore the bonds between the atoms are strained.
This causes a compressive residual stress in the deposited thin-film layer [5,9,10]. This type
of residual stress occurs when the thin-film layer deposited onto a substrate is of a different
material type. For example, a silicon thin-film layer epitaxially grown onto the surface of a
clean silicon substrate would not have a lattice mismatch and therefore no intrinsic residual
stress due to lattice mismatch.
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Another source of intrinsic residual stresses in deposited polycrystalline thin-film lay-
ers is the presence of crystalline grains. Often thin-film layers are deposited at temperatures
where it is thermodynamically favorable for the material layer to form micro-crystalline
grain structures during growth. These grains can grow in size during the thin-film depo-
sition processes and often exhibit irregular-shaped columnar structures with diameters
that increase through the thickness of the material layer thereby resulting in a residual
stress [5,9,10].
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Intrinsic residual stresses in deposited thin-film layers can result from the incorpora-
tion of impurities, such as dopants, into the material layer [5,9,10]. Doping is commonly
done in semiconductor thin-film layers, such as polycrystalline silicon (i.e., polysilicon),
in order to make these layers sufficiently electrically conductive for useful applications.
Impurities introduced into the thin-film material layer have atomic diameters that differ
from the host material thereby resulting in a strain in the crystal lattice. For example, single-
crystal silicon moderately doped with boron having a smaller atomic diameter causes the
doped silicon to contract more compared to un-doped silicon with all else being equal. This
would result in a tensile stress in the material layer.

The entrapment of gases into a thin-film layer during deposition can also be a source of
intrinsic residual stresses in thin-film layers [9]. Some deposition processes are performed
at pressures wherein some background gases may be incorporated into the deposited layer.

Similarly, voids present in thin-film layers and special arrangements of dislocations
can also cause a built-in intrinsic stresses [5,9]. The absorption or desorption of moisture by
the thin-film layer during deposition can lead to an intrinsic residual stress [9].

Atomic peening whereby ion bombardment onto a thin-film layer, such as during
a sputter deposition, can impart sufficient kinetic energy to the thin-film layer surface
atoms to result in interstitials causing a built-in state of compressive intrinsic residual
stresses [5,9].

If a material layer undergoes a plastic deformation during processing, then this can
also result in a residual stress in the layer [11]. Electromigration or a phase transitions can
cause a residual stress as well [9].

The thickness of the deposited layer also has a significant impact on the residual
stresses. For example, a large number of deposited types of thin-film material layers exhibit
a changing residual stress as the thickness increases. Many materials show a slightly
compressive stress initially when the thickness is tens of Angstroms, then changing to a
net tensile residual stress as the layer thickness increases to around 100 Angstroms, and
then changing back to a compressive residual stress when the layer thickness is several
hundreds of Angstroms, and finally plateauing to a stable compressive stress as the layer
thickness continues to increase [9]. The explanations for these changes are attributed the
mechanisms by which the adatoms configure onto the substrate surfaces over time [9].

In short, there are a large number of causes for the resultant value of the residual stress
in a thin-film layer. As a practical matter, it is typically not possible to disentangle the
causes as well as their relative contributions to the total residual stress in a thin-film [5,9].
Fortunately, separating the contributing factors of the residual stress is usually not a concern
to MNS developers.

3. Impact of Residual Stresses

It was stated above that the effects of residual stresses in thin-film layers could signifi-
cantly impact the behavior of MNS devices. Obviously, cracking, buckling and delamina-
tion represent catastrophic events, but the impact of residual stresses in thin-film material
layers in the MNS device behavior is often far subtler. A representative example provided.

Consider a conventional simple beam resonator microsystems device (Figure 3). This
is a widely used MNS device technology and consists of a double-ended clamped beam
that has a resonant frequency given by [12]:

fr,i =
i2π

2L2

(
EI
ρA

)1/2(
1 +

SL2

iEIπ2

)1/2

, (1)

where E is the Young’s modulus of the beam material, I is moment of inertial, A is the cross
sectional area of the beam (beam thickness, t, times beam width, w), ρ is the density of the
beam material, L is the beam length, i is the mode index of the resonance and is an integer
number (shown as i = 1 in figure), and S is the tensile force on the beam due to the residual
stress, σ, or S = σ A.
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Assume the beam is made from polysilicon having a Young’s modulus of 160 GPa [13]
and a density of 2330 kg/m3. The beam has a moment of inertia given by:

I =
1

12
w4, (2)

where it is assumed the beam has a thickness equal to the width that is equal to w. Further
assume that the beam has a thickness and width of 10 microns, and therefore A = 1.0× 10−10 m2

and I = 8.3× 10−23 m4. Additionally, assume the length of the beam is 100 microns. Substituting
these values into Equation (1) above and simplifying, then the following can be written for the
resonant frequency:

fr,i =
√

1.4× 1012 + 10774σ. (3)

Figure 4 illustrates how the resonant frequency varies as the tensile residual stress
in the beam increases from 0 Pa to 200 MPa. It is worth noting that a residual stress of
200 MPa is not an unusually high value of residual stress in a thin-film layer.

As can be seen from the results of these calculations, the resonant frequency of the beam
resonator varies quite significantly as the residual stress increases thereby demonstrating
the impact residual stress has on the resonant frequency. In short, the effect of a tensile
residual stress in the beam is to make the mechanical stiffness of the beam appear to be
higher than if no residual stress were present.

Similar calculations can be performed for the impact of compressive residual stresses
on the beam resonator where it can be shown that a compressive residual stress will have
the effect of decreasing the resonant frequency. However, the impact of a compressive
residual stress must be further evaluated in terms of the onset of Euler buckling. Specifically,
a compressive residual stress of sufficient magnitude will result in the beam to buckle and
once buckling has occurred, it greatly changes the resonant frequency behavior of the beam
structure. In general, buckling is avoided in resonator device designs.
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4. Impact of Thin-Film Deposition Methods on Residual Stress

Deposition of thin-film material layers is a fundamental capability used in the manufac-
turing of MNS devices. Some of the many uses of these layers include: implementation of
electronic, photonic, electro-mechanical devices, microfluidic, and many other device types.
More specifically, in MNS devices thin-films are often used as mechanically functional
device layers, as sacrificial layers for formation of free-standing, suspended structures and
mechanically movable elements, for making electrical interconnections between devices, as
an electrical insulator material, and many others [1–3,14–18].

There are a variety of methods used to deposit thin-films in microsystems fabrication,
including: chemical vapor deposition (CVD); physical vapor deposition (PVD); atomic layer
deposition (ALD); spin-casting; and electrochemical deposition (It could be asserted that
spray resist coatings and thermally conductive tapes are also a form of thin-film deposition,
but these are only used for short periods of time to conduct a processing step and are
not left as a thin-film layer on the substrate.). This section provides a review of the most
commonly used deposition methods. This section will discuss how each of the commonly
used deposition processes may effect the residual stress in thin-films. Appendix A provides
more information on the deposition methods.

4.1. Thermal Oxidation

Thermally grown silicon dioxides have excellent electrical properties, specifically as
electrical insulating layers [14–17]. Thermal oxidation of silicon to form silicon dioxide
(SiO2) is a relatively simple process: an oxide layer is formed on the silicon surface when it
is exposed to oxidizing agents and this process is accelerated if the silicon is exposed to an
oxidizing agent at elevated temperatures. Deal and Grove provided an accurate analytical
model to predict the oxide thickness based on the processing parameters [19].

The oxidation of silicon proceeds by a silicon dioxide layer growing on the surface of
the silicon substrate with the interface advancing into the depth of the silicon material. The
silicon dioxide formed on the surface has a thickness about 2.27 times that of the thickness
of the consumed silicon material [15]. This volume expansion is a potential source of a
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residual stress in the grown SiO2 layer and as noted in a later section, the residual stresses
in thermal oxides tends to be compressive [5].

4.2. Chemical Vapor Deposition (CVD)

Chemical vapor deposition (CVD) is widely used in MNS manufacturing for the depo-
sition of amorphous and polycrystalline thin-films, and under certain special conditions the
deposition of single-crystal material layers [15,20]. CVD processes involve the following
stages: physical transport of the chemical precursors (A chemical precursor is a chemical
compound that participates in a chemical reaction which produces another chemical com-
pound.) to the substrate surface; absorption of the precursors onto the surface; dissociation
of the precursors into their chemically reactive components; migration of the chemical
reactive components to chemical reaction sites; chemical reaction and the active species
involved in the layer growth; and desorption of reaction byproducts from the substrate
surface. CVD involves complex chemical reactions and therefore the process parameters
including temperature, gas flow rates, and pressure should be accurately controlled. Most
CVD processes use elevated temperatures for the deposition. Among the common material
layers deposited using CVD include: doped and undoped silicon (amorphous; polycrys-
talline; and single-crystal); doped and undoped silicon dioxides; and silicon nitride. “In
situ doped CVD” allows for the incorporation of dopants (e.g., boron, phosphorous, etc.)
into the layer during growth by introducing into the process chamber specific gases that
contain the desired dopant species.

There are a number of sub-categories of chemical vapor deposition including: at-
mospheric chemical vapor deposition (ACVD); low-pressure chemical vapor deposition
(LPCVD); plasma-enhanced chemical vapor deposition (PECVD); and atomic layer deposi-
tion (ALD), which are reviewed below.

4.2.1. Atmospheric Chemical Vapor Deposition (ACVD)

Atmospheric chemical vapor deposition (ACVD) is performed at atmospheric pressure
and the mass transfer-controlled region. ACVD is mostly used for the epitaxial deposition
material layers such as silicon that is performed at temperature of 1000 ◦C or higher [21].
ACVD typically uses a single-wafer process tool configuration. The deposition rates of
high-temperature ACVD can be relatively high, typically around 1 micron per minute
or more. One major cause of residual stress for single-crystal depositions is any lattice
mismatch that exists between the layer being deposited and the substrate and this usually
occurs when the deposited layer is of a different material type from that of the substrate.
Temperature is another process parameter having a major impact on the deposited material
layer properties, particularly when the deposited material layer has a different TCE from
that of the substrate.

4.2.2. Low-Pressure Chemical Vapor Deposition (LPCVD)

Low-pressure chemical vapor deposition (LPCVD) is a commonly used type of CVD
process for the deposition of common thin-film material layers including: various doped
and un-doped forms of silicon dioxide (e.g., phosphosilicate glass [PSG], borophospho-
silicate glass [BPSG], low-temperature oxide [LTO], etc.); doped and undoped forms of
polycrystalline silicon (polysilicon); silicon nitride; and oxy-nitride [14–17,21–24]. Residual
stresses in LPCVD thin-film material layers can be large in magnitude, vary over large
ranges of values and have different signs (i.e., tensile or compressive), and have many
potential causes. The major process parameters used to modify the materials properties of
LPCVD deposited layers is the deposition temperature, chemistry and gas pressure.

4.2.3. Plasma-Enhanced Chemical Vapor Deposition (PECVD)

Plasma-enhanced chemical vapor deposition (PECVD) is a CVD process where energy
from a plasma is used to enable the process reactions to take place at lower temperatures,
even 200 ◦C or lower [25]. This is especially useful for substrates having previously
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deposited materials or previously fabricated elements that are temperature sensitive. The
plasma in PECVD can also be used to modify the material properties of layers during
deposition [26]. The plasma has two important effects in this process: it provides a non-
thermal energy to the reactant gases to allow the precursor gases to dissociate at far lower
temperatures; and the free ions bombard the substrate surface to impart non-thermal energy
to the absorbed adatoms allowing them to have sufficient surface mobility to find lower
energy states (and thereby lower residual stress), as well as improved conformality and
uniformity of the deposited thin-film.

Residual stresses in PECVD thin-films vary over large ranges and can exhibit different
signs (i.e., compressive (−) or tensile (+)). The major process parameters used to modify
the materials properties of PECVD deposited layers are the deposition temperatures, gas
pressures, and plasma energy. As a general rule, PECVD thin-films usually have more
flexibility in modifying the residual stress and other material properties compared to other
CVD processes.

4.2.4. Atomic Layer Deposition (ALD)

Atomic layer deposition (ALD) uses sequentially timed chemical processes to deposit
material layers. In the first cycle, the first reactant gas is introduced and reacts with the
substrate surface, followed by the next cycle where the second reactant gas is introduced
and reacts with the reactants on the substrate surface from the first cycle [27–30]. ALD
can also be done at lower temperatures using a plasma enhanced atomic layer deposition
(PEALD) [31–33]. The major process parameter to modify the material properties of layers
deposited using ALD is the substrate temperature during deposition and the chemistry
used for the precursor gases. For PEALD, the plasma power is another parameter that can
be used to modify the material properties.

4.3. Physical Vapor Deposition (PVD)

Physical vapor deposition (PVD) use physical methods, such as heating or ion bom-
bardment, to produce a vapor phase of the source material that condenses onto the substrate
surface. One of the major advantages of PVD deposited materials are they can be deposited
at relatively low temperatures in comparison to CVD processes. There are two main types
of PVD, evaporation and sputtering.

4.3.1. Evaporation

Evaporation is a thermal process whereby a target material is heated in a high vacuum
environment and the material from the target changes its phase state from a solid to a
vapor, transports to the substrate surface(s), and then precipitates onto the substrate surface
resulting in a deposited layer [34,35].

The major process parameters controlling the material properties of deposited layers
using evaporation are the substrate heating and deposition rate.

4.3.2. Sputtering

Sputtering uses the bombardment of a target material with ions generated by a plasma
to displace atoms from the target creating a vapor of the target material that condenses
onto the substrate surface thereby forming a thin-film layer [36].

DC bias sputtering is used to deposit electrically conductive materials, such as metals.
RF and magnetron sputtering can be used for a wider variety of materials types.

The materials properties of deposited layers using sputter deposition are affected by
several process parameters, including: pressure; substrate temperature; plasma power; and
RF and/or DC biasing powers. By applying a voltage bias to the substrate, ions from the
plasma can be made to impact the surface of the substrate and thereby impart energy to the
adatoms on the surface. This property of sputtering can be effectively used to modify the
material properties of the deposited thin-film layer [8].
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4.4. Spin Casting

Spin casting is the deposition of a solution onto a wafer and then spinning it at a
specific speed to obtain a uniform coating. Often the wafer after the layer has been spin
coated is heated to drive off any solvents used to control the viscosity of the solution and
harden the deposited layer. There are several materials that are spin casted.

4.4.1. SU-8

SU-8 is a negative polarity resist sensitive to near-ultraviolet radiation [37,38]. Cross-
linking requires a post-bake at temperatures ranging from 150 to 250-degree Celsius re-
sulting in significant shrinkage and a resultant residual stress. The major parameter for
impacting the resultant residual stress is the post-bake temperature.

4.4.2. PDMS

Polydimethylsiloxane (PDMS) is a viscoelastic silicon-based organic polymer used
in microsystems fabrication, particularly for microfluidic applications [39–41]. PDMS is a
viscoelastic material with a low modulus and typically does not exhibit any appreciable
residual stresses.

4.4.3. Polyimide

Polyimide is a polymer commonly used in the microelectronics industry for packaging
applications [42,43]. It is an electrical insulating material resistant to heat. Polyimides
exhibit either thermoset or thermoplastic behaviors. Some of the attractive material prop-
erties of polyimide for microsystems applications include: a low mechanical stiffness;
biocompatibility, chemical and biological inertness, and low cytotoxicity. Other important
characteristics of polyimides include: a high glass transition temperature, high thermal and
chemical stability, low dielectric constant, high mechanical strength, low moisture absorp-
tion, and high solvent resistance. The processes for use of liquid forms of polyimide are
very simple. Polyimide exhibits shrinkage of between 40 to 50% during curing. Therefore,
there will be a significant amount of residual stress in the deposited layers [43].

4.4.4. Sol-Gel PZT

Sol-gel PZT is a process whereby the constituents for a piezoelectric material, including
lead, zirconate, and titanate (PZT) are in a polymer solution that can be spin casted onto
substrates to form thin-film layers [44]. Since the spin-casted material shrinks during curing
to drive off the solvents, the deposited material layers develop some amount of residual
stress that depends on the thickness and the number of spin-casted layers [44].

4.5. Electrochemical Deposition

Electrochemical deposition methods are wet chemical processes, which involve the
reduction of metal ions from an electrolyte solution resulting in the deposition of thin-film
layer of metal atoms onto a surface [45–47]. There are two different types of electrochemical
deposition processes: the first is electroplating where an electric current is passed between
two electrodes placed in the electrolyte solution to supply the charges for the oxidation and
reduction reactions; and, electro-less deposition wherein a reducing agent in the electrolyte
solution provides the charges for these reactions. Electroless plating is rarely used due to
challenges of reproducibility. A variety of metals can be electroplated including: Au; Ag;
Cu; Cr; Pt; Ni; Zn; S; Cd; and Pb; as well as number of different alloys composed of metals
that can be electrochemically deposited.

The material properties of electroplated layers are impacted by various process pa-
rameters including: chemistry solution used, temperature, stirring effectiveness, plating
rate and electrical parameters used in plating including type of electrical waveforms used.
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5. Thin-Film Residual Stress Measurement

The measurement of the residual stress is very important since, as noted above, it is
very dependent on the processing conditions. Therefore, unless there are specific prior
measurements taken on the material layer that was deposited with exactly the same process
parameters, the residual stress will not be known. Further, the use of lookup tables and/or
literature to estimate the value of the residual stresses in deposited layers have limited
to no value. Consequently, MNS device developers need to perform measurements of
the residual stresses for their specific processing conditions and process sequence used to
implement the MNS device. However, the techniques used to measure residual stresses at
the macro-scale dimensional domain are not suitable for use at the micro- or nano-scale
dimensional scale and more specialized techniques for measuring the films stresses are
needed. Fortunately, there are a number of methods to reasonably conduct the accurate
measurement of the residual stresses during development and manufacturing. The most
commonly used methods for measurement of residual stresses are discussed below and
separated based on a classification scheme as follows: wafer curvature; fabricated test
structures; and methods requiring the use of sophisticated instruments.

5.1. Wafer Curvature

The easiest and most widely used technique for measuring the residual stresses in
thin-film layers is to determine the resultant curvature of the substrate before and after the
deposition of the thin-film on one side of the substrate [3,5,9]. This scenario was portrayed
in Figure 5 wherein a laser scans across the top surface of the substrate before and after the
thin-film deposition.
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The measurement technique shown in Figure 5 operates as follows. As shown at
the top, a first scan is performed on the substrate prior to the thin-film layer deposition.
This allows a measurement of any wafer bow that may be present before the thin-film
deposition. Wafers may exhibit bow due to the manufacturing processes used to make the
substrates or previous processing steps performed on the wafers and not compensating for
the existing bow would make the measurement inaccurate. A laser scans across the surface
along with a mirror and a detector. The detector is usually an electronic imaging array
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(i.e., CCD or CMOS) that is sensitive to the laser radiation wavelength. The laser radiation
emitted from the laser impinges on the mirror at an angle of incidence and bounces off of
the mirror surface at an equal angle of reflection. The reflected laser beam then strikes the
substrate surface at an incident angle and reflects at an equal angle, and then impinges onto
the detector array. The laser, mirrors and detector array are scanned across the substrate
surface approximately along the middle of the substrate to measure the wafer radius of
curvature. After the thin-film layer has been deposited a second scan is performed across
the substrate as shown in the bottom of Figure 5. In this illustration, the thin-film layer has
a tensile residual stress present causing the substrate to form a convex or bowl shape. As
the laser scans across the surface, the reflection from the substrate surface has a different
angle of reflection compared to the previous scan thereby indicating a different radius
of curvature. Using this data, the residual stress of the thin-film layer is then calculated
and displayed.

The radius of curvature is directly related to the residual stress by knowing the elastic
mechanical properties of the substrate material and the thin-film layer using the Stoney
equation, given as follows [5,9]:

σf =

(
Est2

s
)

[
6t f (1− νs)R

] (4)

where the subscripts “f” and “s” refer to the thin-film and substrate, respectively, Es is the
substrate Young’s modulus, ts is the substrate thickness, tf is the thin-film thickness, νs is
Poisson’s ratio of the substrate, and R is the radius of curvature of the substrate with the
thin-film on the surface. The Stoney equation assumes the stresses in the film and substrate
have isotropic elastic properties, the film thickness is uniform, the temperature is uniform,
the stress is uniform throughout the film thickness, the deflection is in the small deflection
regime, and there is no cracking or occurrence of other stress relief mechanisms.

Perhaps the assumption of most concern is the substrate exhibits isotropic elastic
mechanical properties. In most situations, the thin-films are deposited onto semiconductor
substrates, which are single crystals and therefore exhibit anisotropic mechanical proper-
ties. A modified form of the Stoney equation that incorporates the anisotropic substrate
properties for a thin-film deposited onto a single-crystal silicon substrate with a <100>
orientation is given as:

σf =

(
t2
s
)

[
6t f
(
ssi

11 − ssi
12
)

R
] (5)

where ssi
11 and ssi

12 are values from the compliance tensor of silicon. The factor 1
(ssi

11−ssi
12)

represents the biaxial modulus of <100> silicon that has a numerical value of 180 GPa.
Other modifications of the Stoney equation are available for other silicon crystallographic
orientations as well as for orientations of other anisotropic semiconductor materials [48].

The commercially available residual stress metrology tools perform the calculations
to determine the residuals stress automatically as part of the measurement. Typically, a
residual stress measurement tool will have a dynamic range of residual stresses that it
can measure between 1 MPa to 4 GPa, with both a repeatability and resolution on the
measurement of approximately 1 MPa. Calibration standards are available. The accuracy
of these systems is typically less than 2.5% or 1 MPa depending on which is larger [49].
Most thin-film stress measurement systems have the capability for varying the temperature
of the substrate over a range of −65 ◦C to 500 ◦C. This allows the residual stresses to
be measured at various temperatures of operation and enables the measurement of the
thermal coefficient of expansion (TCE) of thin-film layers.

While the laser scanning method is fast, simple and non-destructive, it does have
some disadvantages. First, as noted above, it only measures the average stress over the
substrate. That is, this method does not measure the specific values of the residual stresses
at different locations across the substrate. It is known the material properties, in general,
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and the residual stress in particular, can vary across the substrate surface [3]. The reason
for the variation in residual stress in deposited thin-films across wafers is because the
processing condition parameters vary across the wafer, including: chemical reactive species
concentrations; chemical reactions; gas flow rate; plasma power; and temperature variations.
No processing parameter can be absolutely controlled and even with the best controls,
there will be some amount of random variation. Even small variations in temperature can
result in significant variations in the residual stress. Second, the method is based on the
assumption the elastic properties of the thin-film are already known. The Young’s modulus
of thin-films is also process dependent, but usually not to the degree as the residual stress.
Young’s modulus can be measured separately using various techniques reported in the
literature [2]. Third, although the laser scanning method includes the effects of the presence
of a stress gradient through the thickness of the thin-film layer in the measured value of
the residual stress, it does not allow the stress gradient to be separated out and quantified.
The gradient in the residual stress can also have a significant impact on the behavior of
thin-film layers and, therefore, should be determined along with the residual stress [50].
The reason for this is if there is a stress gradient in a material layer wherein the neutral axis
of the layer is aligned with the mid-point in the layer thickness, the average residual stress
will be measured as being zero and yet there can be a significant stress gradient.

5.2. Residual Stress Test Structures

There are a number of test structures, which can be used to measure the residual
stresses at locations across the wafer. However, one issue with these methods is they require
the fabrication of dedicated test structures. The implementation of test structures means the
mask layout design must include dedicated test structures or dedicated substrates would
have to be run through the process sequence and then tested. Consequently, there is an
appreciable cost associated with the use of test structures.

Additionally, the designs of the test structures must be developed such that they are
suitable for measuring the “expected” state of residual stress in the thin-film material layer.
This is not a trivial task since the residual stress may not be known. In most circumstances,
the MNS developer will use an estimated value of the residual stress, possibly taken from
a reference source, as a starting point based on as identical of processing conditions as
possible and then perform the designs of the test structures such that the dimensions are
varied so as to have test structures that will enable the residual stress to be measured,
or an estimate of the residual stress is available from wafer curvature measurements.
With an estimate of the residual stress, the dimensions of the test structures can then be
developed. Most of the test structures reported in the literature and reviewed herein are
made using surface micromachining techniques wherein the thin-film material layer of
interest is deposited and patterned on a sacrificial material layer, followed by the removal
of the sacrificial layer to release the test structure so that the residual stress measurements
can be taken. Since these are thin-film layers, the thicknesses are generally less than a
few microns and the width will be several times the thickness, and the lengths will be
multiples of the width. Additionally, some of the test structures are suitable for measuring
compressive residual stresses, other for measuring tensile residual stresses and some for
measuring both compressive and tensile stresses. Lastly, the test structures are generally
useful for measuring residual stresses in the ranges from a few tens of MPa to a few GPa.

5.2.1. Buckling Beam Test Structure

One of the first reported test structures for measurement of the residual stress in thin-
film layers is the buckling beam test structure shown in Figure 6 [51]. It should be noted
that this test structure is only used for thin-film layers exhibiting compressive residual
stresses. This method employs an array of beams fabricated from the deposited thin-film
layer(s) wherein each beam has a slightly different length, with the other dimensions (i.e.,
beam width and beam thickness) held constant. Each beam has anchor points attached to
the substrate at both ends and the beam is freely suspended between the anchors. This is
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commonly referred to as the “doubly clamped beam” configuration [52]. The presence of
a compressive residual stress in the thin-film layer causes the beam to attempt to expand
to a longer length and the beam being attached to the anchors at each end prevents any
appreciable expansion. If the beam length is sufficiently long, the residual stress in the
beam is relieved by the onset of buckling in the beam. The design of the beams is made so
that buckling occurs perpendicular to the substrate surface.
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Figure 6. (a) Plan view of the fixed-fixed beam array having different lengths used to determine the
critical length. (b) cross-section of the longest beam.

The residual stress is determined as follows: After the array of beams has been
fabricated and released (the process of removing the sacrificial layer under the beams to
make them free-standing) and the beam with a length exhibiting the first onset of buckling
is observed. The length of the beam at the onset of buckling is called the “critical beam
length, or Lcr.” The critical strain, εcr, of the thin-film layer at the onset of buckling for a
fixed-fixed beam is found from the following equation:

εcr =
π2t2

3L2
cr

, (6)

where t is the thickness of the thin-film material layer and the beam [52,53].
Once the critical strain has been calculated in the thin-film using Equation (6), the

residual stress in the material layer is determined by multiplying the strain by the Young’s
modulus of the beam material. The modulus of the thin-film material layer must be known
to determine the residual stress.

Figure 7 is a scanning electron micrograph (SEM) of an array of doubly clamped test
structures made from low-pressure chemical vapor deposited (LPCVD) polysilicon. The
array is composed of 10 separate mini-arrays of beams (5 on the left and 5 on the right) each
composed of 10 beams of slightly increasing lengths. The length of the beams increases
from the top left of the image towards the bottom left and then from the top right to the
bottom right according to the overlaid numbering. As can be observed, the beams in the
first (numbered “1”) and second (numbered “2”) mini-arrays are not buckled and the onset
of buckling appears to occur at the first (top) beam in the third (numbered “3”) mini-array
on the left side. Using the length of the beam at the onset of buckling, Equation (3), and the
modulus, allows the residual stress in the thin-film layer to be determined.
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Figure 7. SEM image of an array of fixed-fixed beam test structures used to determine the compressive
residual stress in thin-film layers [3].

The doubly clamped beam test structures are useful for measuring the residual stress
at specific locations across the substrate, but do have several important shortcomings. First,
as noted above, this method can only be used to measure compressive residual stresses.
Second, it can be challenging to determine the critical length at the onset of buckling. Van
Drieenhuizan [54] has shown that the amount of deflection of the center of a buckled beam
can be a small percentage of the thickness of the beam. Differential interference contrast
(DIC) or scanning electron microscopy (SEM) can be useful to help detecting the onset
of buckling, but even this is prone to some uncertainty. Third, another common issue
with this kind of test structure is the presence of stiction (Stiction is a phenomena where
a free-standing thin-film layer attaches to the substrate surface. It is mainly due to Van
der Waals attraction forces.) effects between the beam and the substrate surface. Stiction
may be reduced by the use of a suitable anti-stiction surface coating after the release of
the beams [55]. Fourth, the method requires a relatively large array of test structures in
order to determine the buckling threshold and this will consume a considerable amount of
the substrate area. Fifth, the boundary conditions of the anchors are very important to the
calculation of the strain at the buckling onset. If the anchors do not behave as a fixed-fixed
type of support, this will make the determination of the residual stress inaccurate [54].

5.2.2. Guckel Ring Test Structures

The Guckel ring test structure (Figure 8) is a buckling type of test structure developed
for determining the magnitude of a tensile residual stress [56]. This structure uses a free-
standing ring that is clamped on two sides of the ring and with a central beam across the
diameter of the ring located 90-degrees from the ring anchors. A tensile residual stress
in the material layer the rings are made from causes the ring to take a more oval shape
thereby converting the tensile stress into a compressive stress onto the ends of the ring
center beam. An array of Guckel rings of varying diameters and center beams width will
be used to determine the ring diameter for the onset of buckling. The residual stress for the
onset of buckling is found from the maximum displacement of the center beam using:

σ =
E

(1− ν)

0.515h2

R2
c

, (7)

where h is the material layer thickness and Rc is the critical radius for the inset of buckling [57].
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Figure 8. A Guckel ring residual stress test structure.

The Guckel ring test structures, that are a variation of a buckling test structure, are
prone to the same shortcomings as the buckling beam test structures. Furthermore, the
Guckel rings when buckled can also result in a torque on the ring at the connection points
and this can cause uncertainty of the anchor behavior thereby rendering this method
less accurate [54].

A similar type of structure, called the diamond structure, shown in Figure 9 is designed
for the measurement of both tensile and compressive residual stresses. In this test structure,
the cross beams convert the tensile strain in the material layer into a compressive strain
acting on the center beam. If a compressive stress is present in the material layer, it can
cause the outer beams to buckle. The determination of the residual stresses in this structure
is performed using finite-element analysis (FEM) techniques since no analytical equation is
possible. These test structures suffer from the same shortcomings as the buckling beam test
structures discussed above. Additionally, it has been shown that the stress in the material
layer is not converted effectively thereby meaning that large structures are required to
measure small strains [54].

Micromachines 2022, 13, x FOR PEER REVIEW 17 of 59 
 

 

 
Figure 8. A Guckel ring residual stress test structure. 

 
Figure 9. The diamond-shaped test structure. 

5.2.3. Strain-Based Test Structures 
Test structures designed to enable the material layer to strain (i.e., deflect) and be 

measured have been around for a long while. There are a number of different configura-
tions of these types of test structures, of which two will be discussed here. 

The first is called the T-structure and is shown in Figure 10 [58]. It is designed to 
measure a tensile residual stress, but can in some situations be used to measure com-
pressive stresses as well. The design is simple and consists of a free-standing thin-film 
material layer patterned into the shape of a T. The main element has length LA and 
width W and is connected to a perpendicular cross support element having length L and 
width b. When the layer is released, the residual stress in the main element strains the 
cross support element by an amount δ. The strain in the main element is given as [58]: 𝜀 = + ( 𝛿. (8)

Using the calculated value of the strain and the Young’s modulus allows the resid-
ual stress to be determined. 

Compressive 

Tensile 

Tensile Tensile 

Tensile 

Compressive 

Free=Standing Ring 
Anchor 

Center  
Beam R 

Anchor to Substrate Center Beam 

Cross Beams 

Outer Beam 

Figure 9. The diamond-shaped test structure.

22



Micromachines 2022, 13, 2084

While the buckling type of test structures can be used to provide a measurement of
the residual stress in thin-film layers, it is important to know the shortcomings of these
structures. These test structures do not require expensive or sophisticated apparatus to
measure, a microscope preferably with DIC, can provide useful data.

5.2.3. Strain-Based Test Structures

Test structures designed to enable the material layer to strain (i.e., deflect) and be
measured have been around for a long while. There are a number of different configurations
of these types of test structures, of which two will be discussed here.

The first is called the T-structure and is shown in Figure 10 [58]. It is designed to
measure a tensile residual stress, but can in some situations be used to measure compressive
stresses as well. The design is simple and consists of a free-standing thin-film material
layer patterned into the shape of a T. The main element has length LA and width W and is
connected to a perpendicular cross support element having length L and width b. When the
layer is released, the residual stress in the main element strains the cross support element
by an amount δ. The strain in the main element is given as [58]:

ε =

(
1

LA
+

32b3

W(2L3 − 2W2L + W3

)
δ. (8)
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Using the calculated value of the strain and the Young’s modulus allows the residual
stress to be determined.

The other strain-based test structure is called the H-structure and is shown in Figure 11.
This structure is mostly used for measuring tensile residual stresses. The strain in this
structure is given by [58]:

ε =

(
W1L2 + W2L1

L1L2(W1 −W2)

)
δ. (9)

As before, using the calculated value of the strain and the Young’s modulus allows
the residual stress to be determined.

A major challenge with the strain-based test structures is that in most circumstances
the actual displacements are very small and therefore difficult to measure using an ordinary
microscope. This makes these structures relatively inaccurate unless the modulus of
the thin-film material layer is low [54]. The use of a SEM can be useful for detecting
the displacement.
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5.2.4. Electrostatic Pull-In Test Structures

The electrostatic pull-in test structures employ a free-standing cantilever, beam or
other type of mechanically compliant element fabricated over a ground plane on the
substrate surface with a free-space gap between the mechanically compliant element and
the ground plane over which a voltage potential is applied. If the voltage is sufficiently
large, the mechanically compliant element will pull-in towards the ground plane. Since the
pull-in voltage is dependent on the dimensions, material type of the mechanical element,
as well as residual stress in the material layer the mechanical element is made from, the
residual stress can be determined. The pull-in voltage of a beam type of mechanical element
fixed on both ends as a function of the dimensions and the residual stress was developed
by Osterberg [59]. The main issue with use of these types of test structures is the large
dependency of the pull-in voltage to both the gap and the thickness of the material layer.
If these variables are not known with considerable accuracy, the accuracy of the residual
stress measurement can be compromised.

5.2.5. Pointer Beam Test Structures

Another commonly used test structure for the determination of the residual stress in
thin-film layers is shown in Figure 12. The test structure can be used to determine both
tensile and compressive residual stresses and is called the pointer test structure. A free-
standing pointer beam having width, w, and length, L, is made from a thin-film material
layer. The pointer beam has two supporting struts offset from one another with one end
attached to an anchor to the substrate and the other end attached to the pointer beam to
cause a rotational motion of the pointer beam in the presence of a residual stress in the
material layer. The pointer beam has a scale fabricated on one end where the measurement
is taken and another measurement scale made in close proximity to the pointer beam scale.
This allows the measurement of the amount of deflection based on the dimensions of the
elements in the scales.

Depending on the type and magnitude of the residual stress the layer, the offset
supporting struts will either attempt to expand or contract. An expansion of the supporting
struts due to compressive residual stresses will cause the pointer beam to move towards
the right and a tensile residual stress will result in the pointer beam moving to the left.
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Figure 12. Pointer beam test structure.

The mathematical equation used to calculate the residual stress magnitude as a func-
tion of the rotation is given in Van Drieenhuizen [54] wherein the strain, ε, is found
as follows:

ε =
Oy

(LA + LB)(LC + 0.5O)
, (10)

where O is the offset distance between the two supporting struts, y is the deflection of the
end of the pointer beam (shown not deflected in Figure 12), LA is the length of one of the
supporting struts, LB is the length of the other supporting strut, and LC is the length of the
pointer beam from the midpoint between the centers of the two offset struts to the end of
the pointer beam. Once the strain has been measured from the pointer beam test structure,
the residual stress is found by multiplying by the modulus of the beam material.

An alternative form of a pointer test structure is shown in Figure 13. As with the
previous test structure, once the strain is measured, and assuming the modulus of the
material of the thin-film is known, the stress in the film can be determined. The strain in
the thin-film is found using the following equation:

ε =
2Lsδ

3LiLtC′
(11)

where Ls, Li, and Lt, are the length of the slope, pointer and test beams, respectively, δ, is
the displacement of the pointer beam on the gauge scale, and C is a corrective factor [60].

The pointer test structures have certain advantages compared to the buckling type of
test structures. First, the pointer test structures can be used to measure both compressive
and tensile residual stresses. Second, only a single test structure is needed to perform the
measurement as opposed to the buckling test structures wherein an array is needed that
will likely consume significantly more die area.

However, the pointer test structure still can suffer from two issues. The first is that
stiction can cause the pointer test structure to be attached to the substrate rendering
it useless. Again, anti-stiction surface coatings may reduce or eliminate this problem.
Another potential issue is the onset of buckling in the test structure. If the compressive
stress is sufficiently large, the entire structure can buckle out of place thereby providing
a mechanism to relieve the residual stress, but rendering the capability for measurement
of the residual stress useless. The probability of this occurring can be reduced by proper
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selection of the pointer test structure dimensions, but this requires a reasonably good prior
knowledge of the value of the residual stress in order to size the dimensions correctly
and this may not be possible. While it is possible to fabricate a number of pointer beam
test structures having different dimensions so that some of the test structures may not be
buckled, this again consumes considerably more substrate area.
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5.2.6. Resonator Test Structures

The simple fixed-fixed beam resonator test structure was described earlier in the
section on the impact of residual stresses. A resonator test structure can be used to measure
the residual stress in thin-film material layer. The key issue in using a resonator to determine
the residual stress in a material layer is that the resonant frequency is shifted due to the
presence of the residual stress compared to the same resonator without a residual stress.
Using Equation (1) enables a very accurate determination of the residual stress as long
as the dimensions are accurately known since the resonant frequency can be measured
very accurately.

5.2.7. Bulge Test Structures

The bulge test involves micromachining the substrate to form a free-standing mem-
brane of the thin-film material layer that is suspended from the surface of the substrate as
illustrated in Figure 14. A uniform pressure loading is applied to the membrane causing it
to deflect and the deflection is measured as a function of the applied pressure [58].
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The residual stress, σo, in the material layer is related to the membrane deflection, d,
the membrane thickness, t, Young’s modulus, E, the square membrane edge length, a, and
the applied pressure from the following [58]:

(
Et
a4

)
d3 +

(
1.66tσo

a2

)
d = 0.547p. (12)

The bulge test structure can be made using a circular membrane as well and will
require a different equation than Equation (12). This test structure can be used both
compressive and tensile residual stresses, although if a compressive stress is present the
structure is not useful if the membrane is buckled. The deflection of the membrane can
be measured using a microscope or interferometer. The major shortcomings of this test
structure is that it requires bulk micromachining of the substrate to make the membranes
and the measurement of the deflection of the membrane is challenging unless the thin-film
material layer has a low modulus value or the membrane is made very large.

5.3. Stress Gradient Test Structures

A stress gradient is when the residual stress varies through the thickness of the film
from one side to the other in the direction normal to the substrate surface. It is common
for polycrystalline materials, such as polysilicon, to have significant stress gradients since
the grains are columnar with the grain size increasing through the thickness [5,9]. Like a
residual stress, the presence of stress gradients can also have a significant impact on the
resultant device behavior. For example, the fabrication of cantilevers composed of material
layers having stress gradients could result in the cantilevers not being straight and flat
as would be desired for most applications [50,61]. It is important to note, yet sometimes
misunderstood, that it is possible for the average state of stress in a thin-film to be near
or at zero, but the film still have a significant stress gradient. Even for devices that are
clamped at both ends or around the periphery can have their performance impacted by the
presence of a stress gradient.

The test structures described so far are not suitable for determining the gradient of the
stress through the material layer. An appropriate test structures for measuring the stress
gradients in material layers are the cantilevers as shown in Figure 15. The left side shows a
plan view and cross section of a cantilever wherein the unclamped free end of the cantilever
has undergone a displacement due to the presence of a stress gradient. This type of curved
displacement of the free end of the cantilever would be due to a stress gradient that is more
tensile on the top (or more compressive on the bottom) compared to the lower (upper) part
of the material layer.
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Once the structure is released the stress gradient is allowed to relax as the cantilever
deforms and exhibits a strain. That is, as the cantilever relaxes the stress goes to zero. The
gradient in the strain is plotted in the left bottom, which show the strain as a function
in the normal direction, z, as a function of the thickness of the layer given by t. The
strain has a larger magnitude in the top half of the material layer thickness and a lower
magnitude in the lower half. The right side illustrates the effect of a stress gradient where
it is compressive in nature and once the cantilever relaxes, the stress goes to zero and the
end of the cantilever curving downward as shown in the bottom right exhibits the strain.

There may be both an average stress in the film and a stress gradient. For example,
the average stress could be due to the mismatch in the thermal expansion coefficients of
the material layer and the substrate. The stress gradient could be due to the columnar
structure of the grains of a polycrystalline material layer. Once the cantilever is relaxed,
however, both of these stresses will relax and be exhibited as strains. The relaxation of the
uniform average stress will be exhibited by a uniform strain that would be an expansion if
the average stress is compressive, or contraction if the average stress is tensile. However,
the stress gradient will result in a curvature of the released cantilever. This curvature can
be used to measure the stress gradient.

The bending moment, M that causes the deflection of the cantilever is given by [52]:

M =
∫ t/2

−t/2
σ(z)zLdz, (13)

where σ(z) is the stress gradient, L is the length of the cantilever, and t is the thickness. The
deflection of the end of the cantilever is given as:

z =
ML2

2EI
, (14)

where L is the length of the cantilever, E is the modulus of the material of the cantilever,
and I is the moment of inertia of the cantilever given by I = wt3/12.

5.4. Other Techniques for Measuring the Residual Stress

In addition to wafer curvature and test structures, there are other methods used to
determine the residual stress in thin-film material layers. These methods are based on
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techniques primarily developed by the material science community and often require the
use of sophisticated experimental apparatus and specialized technical staff to perform these
experiments and interpret the results.

5.4.1. X-ray Diffraction

X-ray diffraction is a sophisticated technique used to measure the composition of mate-
rials, their crystal structure and phases, presence of strain and strain gradients, impurities,
and defects in materials [9]. It uses X-rays to irradiate a sample and observes the X-rays that
are reflected from or transmitted through the sample undergoing diffraction effects. The
accuracy of X-ray diffraction depends on what is being measured, but for determination of
crystal structures, the accuracy is typically in the range of ∆2Θ < ±0.04◦ [62–66]. This is
mainly due to the precision at which the angles of the sample and system can be aligned,
the spread in the diffraction beam on the imaging plane, and other factors. X-ray diffraction
can be used on crystalline forms of materials [9].

X-ray diffraction is based on the Bragg equation. The Bragg diffraction condition
requires that the wavelength of the radiation used to examine the sample is comparable
to the atomic spacing in the material. The X-rays impinge on a sample, penetrate it, and
are scattered by the atoms of the crystal whereupon some of the scattered X-rays undergo
constructive interference as shown in Figure 16. Constructive interference is based on the
X-rays being in phase when the path lengths from two or more waves scattered from lattice
planes with inter-planar separation distance of d is equal to an integer multiple of the
wavelength. The path length difference between scattered waves undergoing interference
is given by 2d sin Θ where Θ is the scattering angle. The result of constructive interference
is that the maximum amplitude of the scattered waves is indicative of the crystallographic
planes of the solid. In general, Bragg’s law is given by:

2dsinθ = nλ, (15)

where n is an integer and λ is the wavelength of the incident X-rays. The diffraction pattern
is the intensity of the scattered waves as a function of scattering angle. The amplitude
maximums of the X-ray diffraction intensity I(Θ) versus angle plot are known as the Bragg
peaks and represent the locations where the scattering angles satisfy the Bragg condition
for constructive interference.
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X-rays after interacting with the lattice.

The inter-plane distance, d, of a lattice having index plane (hkl) depends on the lattice
parameters of the material. Therefore, an unstressed crystal of a material will have a
specific identifiable diffraction pattern. Further, under either a tensile or compressive stress
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that causes the lattice to strain can also be identified and measured since the values of
d are changed as a result of the strain. The measurement of the strain in the material is
conducted as a measurement of the shift in the lattice parameters wherein the strain can be
expressed as [9]:

ε =
d(hkl) − do(hkl)

do(hkl)
, (16)

where do(hkl) is the value of d of the (hkl) plane under no strain and d(hkl) is the value the
d spacing of the (hkl) plane under strain. From Equation (16), the residual stress can be
determined by multiplying the strain by the modulus of the material. Similar formulations
of this expression are available for materials that are anisotropic.

Typically, a number of X-ray diffraction measurements are taken at different tilt angles
and a plot of the intensity I(Θ) of the diffraction angle is made wherein there will be a peak
intensity of width 2Θ [9].

While X-ray diffraction methods have been used for decades, a more recent variation
of this method was reported called cross-sectional nano-diffraction. This technique uses
a cross section sample of the material combined with a pencil-like X-ray beam generated
from a synchrotron. This method is able to obtain X-ray beams with diameters of 50 nm
or less and can be used in either the reflection or diffraction geometries. This overcomes
an issue with conventional X-ray diffraction wherein the average state of residual stress is
measured and stress gradients cannot be resolved [67,68].

A strain present in a material layer will result in a slight shift in the atomic spacing
of the atoms that the material is made from thereby allowing the residual stress to be
determined. Since the spatial resolution of cross-sectional X-ray nano-diffraction can be
very good, diffraction measurements can be taken at points through the thickness of a
material layer to enable stress gradients to be determined as well [68].

X-ray diffraction is a powerful and accurate method for measuring both residual
stress and stress gradients, and can be used to provide information about thin-film layer
spatial stress variations across the substrate. There are a few issues that users should be
aware of regarding this technique. First, exposure to X-rays can be damaging to materials.
Second, this technique is not suitable for use on amorphous material layers. Additionally,
some of the X-ray diffraction measurement techniques are destructive to the substrate. For
nano-diffraction techniques, a synchrotron is required which is something that access to
can be very difficult and costly to obtain. In most instances, performing an X-ray diffraction
is a costly experimental method that is mostly used for development purposes.

5.4.2. Raman Spectroscopy

Raman spectroscopy is an analysis technique that uses monochromatic light in the
visible, near infrared or ultraviolet regions of the spectrum to induce inelastic scattering,
called Raman scattering, with the material sample. The incident laser radiation interacts
with the molecular vibrations and phonons in the material that interacts with the incident
light resulting in energy shifts in the photons and these energy shifts can provide infor-
mation about the vibrational modes that are indicative of the residual stress present in
the material [69,70].

Raman spectroscopy is performed on an unstressed material sample in order to get a
baseline measurement and then performed on the stressed material sample. The Raman
measurements will indicate a shift in the wavenumber of the stressed sample compared
to the wavenumber of the unstressed sample. For example, single crystal silicon shows a
Raman signal at 520.7 cm−1 [70] and when the sample is stressed this wavenumber shifts to
lower values under tensile stresses and higher values under compressive stresses. Raman
spectroscopy is not useful for material layers that are amorphous [69].

5.4.3. Nano-Indentation

Nano-indentation is a commonly used method for measuring a number of important
material properties. This approach uses a tip made from a very hard material, such as
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diamond, having material properties that are known, and pressing the tip into the material
being analyzed. The force applied to the tip and into the sample is increased over a range
of values. The area of the indentation is measured to determine the hardness, H, according
to the following relationship:

H =
Pmax

A
, (17)

where Pmax is the maximum load applied and A is the indentation area after the load has
been removed. The resultant indentation area can be relatively small, such as a few microns
or nanometers, thereby making measurement of the residual indentation area difficult.
Therefore, it is common to use SEM imaging or AFM for these measurements [5].

Nano-indentation can also be used to measure the modulus of a thin-film material
layer (See Figure 17). This is done by forcing the indentation tool into top surface of the
thin-film layer so that it penetrates into the layer, and then backing the indentation tool out
from the sample and measuring the displacement and force [71].
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Figure 17. Nano-indentation used to measure modulus of material layer.

Nano-indentation can be used to measure the residual stress [72,73]. Specifically, it has
been noticed that the penetration displacement of the indentation tool varies depending
on the residual stress in the thin-film layer as illustrated in Figure 18. This phenomenon
can be used to measure the residual stress assuming a baseline unstressed force versus
displacement is available. The calculation of the residual stress using this technique is
complicated. This method can be used at locations across the substrate.
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Figure 18. Nano-indentation used to measure residual stress.
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5.4.4. Focused-Ion Beam Strain Relief

Focused-Ion Beam (FIB) technology is an extremely useful tool for cross-sectioning
and imaging portions of device structures that would otherwise be impossible to image.
A FIB performs nanometer dimensional-scale machining using a liquid-metal ion source,
such as Gallium, whereby the source is heated causing ionization and resulting in field
emission of the Gallium ions. These ions are accelerated to energies usually between 5
and 50 KeV and focused to a small spot size using an electrostatic lens. Material on the
substrate surface is sputtered as the ions impinge the material.

Most FIBs include scanning electron microscopy (SEM) imaging capability. FIBs can
also be outfitted to perform ion-induced deposition. Conventional FIB technology can
machine features down to about 5 to 10 nm and can remove material at rates up to nearly
100 µ3/s. Newer technology using a helium ion source has recently been introduced
into the commercial market and has a resolution below 1 nm [74]. Helium is also less
damaging to the surface material than Gallium ions. Using a FIB system, the user can
input a 3-D CAD solid model of the desired topology of the machining process and the
computer-controlled stage allows very precise registration of sample with the ion beam
with submicron positional accuracy. FIBs can be used to machine both conductive and
nonconductive materials.

The FIB deposition, imaging and machining capabilities are combined with digital
image correction (DIC) to perform residual stress measurements [75]. The approach is
illustrated in Figure 19 wherein at the top portion of the figure a very thin material layer
is deposited using the FIB over the top of a very small portion of the material layer that
the residual stress is to be measured. The FIB deposited layer may have a specific grid
pattern as a guide for determining the strain relief in the material layer. The material layer
is then machined using the FIB as shown in the bottom. This type of machining pattern
is called a ring and leaves a pillar of the material layer surrounded by a ring of removed
material. As can be seen, the center pillar expands due to strain relief. It is this strain relief
that is a consequence of the residual stress in the material layer. It has been shown that if
the depth of the FIB machined ring, given by h, is about the same as the diameter of the
center pillar, given by d, the normalized strain relief approaches a value of 1. This means
the strain relief is complete at h approaches or exceeds d. When complete strain relief is
obtained, the residual stress, σ, in the material layer is given by [75]:

σ =
E∆ε

(1− ν)
, (18)

where ∆ε is the measured strain relief and ν is Poisson’s ratio assuming a equi-biaxial
residual stress. Other equations can be used for non-equi-biaxial residual stresses.

This technique can also be used to measure the stress gradient in a material layer. The
process involves removing material to various incremental depths and then measuring the
strain relief that occurs at each of the incremental depths. For this type of analysis finite
element modeling (FEM) must be used to determine the residual stresses as a function of
depth into the material.

Other types of machined structures can also be used in this technique, including slots,
squares, etc. However, these other types of structures require FEM analysis to determine
the residual stresses and therefore do not afford themselves to simple analysis.

This technique has a high level of accuracy and can be performed at various locations
on substrates in order to determine how the residual stress various across the substrate
surface. Moreover, this technique is in theory able to be performed on device wafer samples;
those used in manufacturing for MNS production since the size of the areas machined are
very small; on the order of material layer thicknesses and thereby typically around 1 micron
or less [10,75].

The major disadvantages of FIB are it has slow machining rates and FIBs are very
expensive instruments that require some amount of skill to operate effectively. Most MNS
foundries do not have an in-house FIB capability.
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Figure 19. Illustration of FIB machining to measure residual stress in a thin-film material layer.

6. Review of Reported Residual Stresses in Deposited Thin-Film Layers

This section reviews some reported values of the residual stresses of commonly used
thin-film material layers in MNS. As noted previously, residual stresses exhibit signifi-
cant dependency on the processing conditions including temperature, process gases, and
method of deposition. These reported values are intended to illustrate the amount of
variability in the residual stresses. Importantly, unless the residual stress is known, the
MNS designers should always measure the residual stresses in the materials to be used
in their MNS device based on the process conditions, equipment and process sequence in
their particular situation.

6.1. Thermal SiO2

As noted above, there is a significant volume expansion as silicon is converted into
silicon dioxide that would be expected to result in a compressive residual stress. However,
the values of the residual stress at higher growth temperatures can be far lower than
would be predicted based on this expansion alone. The explanation for this is based on
silicon dioxide exhibiting viscous flow at elevated temperatures, thereby allowing for stress
relaxation [5]. Some of the reported values of residual stress in oxide layers are provided
in Table 1.

Table 1. Residual stresses measured in silicon dioxide layers grown using wet thermal oxidation.

Deposition
Temperature
(◦C)

Process
Gases

Thickness
(microns)

Residual
Stress
(MPa)

Refs.

1000 O2/H2 0.430 −331 [76]
950–1050 O2/H2 0.5 to 1 −258 [77]
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6.2. Low-Pressure Chemical Vapor Deposition (LPCVD)
6.2.1. LPCVD Polysilicon

LPCVD Polysilicon is a commonly used material in the manufacturing of MNS devices
and is the most commonly employed material as a structural layer in surface microma-
chined MNS devices. There is a strong relationship between the processing conditions used
during deposition, the microstructure of the deposited thin-film layers, and the residual
stress [78]. As shown in Figure 20, the residual stresses in as-deposited polysilicon layers at
a differing pressures and temperatures are compressive for deposition temperatures below
580 ◦C, but at a deposition temperature of 605 ◦C, the stress transitions to tensile, and at a
deposition temperature of 620 ◦C the stress changes back to being compressive [79].
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Figure 20. The residual stress in as-deposited polysilicon thin-films with varying deposition pressures
and temperatures at a silane flow rate of 30 sccm [79].

Table 2 lists a number of different reported values of residual stress in LPCVD un-
doped polysilicon thin-film material layers as a function of the processing conditions. As
can be seen, there is a huge amount of variability in these values of residual stress. The
effects of anneals on doped and undoped polysilicon is provided in a later section.

Table 2. Residual Stresses in As-Deposited, Undoped LPCVD Polysilicon.

Deposition
Temperature (◦C)

Silane
Flow
Rate
(sccm)

Pressure
(mtorr)

Thickness
(microns)

Residual
Stress
(MPa)

References

560 to 630 30 300 to 550 2 −340 to 1750 [79]
570 80 150 1.3 82 [80]
570 100 300 2 270 [81]
600 125 550 0.1 12 [82,83]
615 100 300 2 −200 [81]
620 70 100 0.46 −350 ± 12 [84]

6.2.2. LPCVD Silicon Dioxide (SiO2)

The residual stress in LPCVD oxides are process dependent. The process conditions
and resultant residual stresses in deposited LPCVD oxide layers are shown in Table 3
for as-deposited thin-films. As can be seen, the residual stress in LPCVD oxides tends to
become more tensile with increasing deposition temperatures.
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Table 3. Resultant residual stresses in as-deposited SiO2 thin-films deposited using LPCVD.

Deposition
Temperature
(◦C)

Source
Gases

Flow
Rate
Ratio

Pressure
(mtorr)

Residual
Stress
(MPa)

Refs.

425 SiH4/O2 0.5 200 −10 [85]

700 TEOS/O2
TEOS/PH3

0.81
5.3 - 200 [86]

6.2.3. LPCVD Silicon Nitride (Si3N4)

The residual stress in stoichiometric Si3N4 thin-film layers has been reported to have a
tensile value of approximately 1 GPa [87]. This is a very high value of residual stress and
makes these layers predisposed to cracking if the thickness is more than a few hundred
nanometers. Table 4 shows some of the reported values of the residual stresses of stoichio-
metric Si3N4 films. No inference between deposition temperature and residual stress can
be drawn from this data.

Table 4. Material Property Values of as-deposited LPCVD SiN thin-films layers.

Temperature
(◦C) Gases Ratio Pressure

(mtorr)
Residual Stress
(MPa) Refs.

850 SiH2Cl2/NH3 0.33 150 967 [88]
785 SiH2Cl2/NH3 0.33 368 1020 [89]

6.2.4. LPCVD Silicon-Germanium (SiGe)

LPCVD SiGe thin-films have been reported to have an as-deposited residual stress that
varies from slightly tensile to slightly compressive depending on the germanium content
and deposition temperature [90,91]. In one report, the residual stress of LPCVD polycrys-
talline SiGe deposited at 450 ◦C ranged from 31 MPa compressive when the germanium
content was 64% to 160 MPa compressive with the germanium content was reduced to
47% [91]. Table 5 lists some of reported measured values of residual stresses of LPCVD
polycrystalline SiGe thin-film layers. As can be seen, the residual stress tends to reduce
from moderately compressive to near zero at deposition temperature of around 450 ◦C.

Table 5. Reported Residual Stresses of LPCVD Polycrystalline Silicon-Germanium (SiGe) for various
process recipes.

Temp.
(◦C)

Gases Flow
Rates
(sccm)

Press
(mtorr)

Thickness
(microns)

Residual
Stress
(MPa)

Refs.

400 GeH4
PH3
(50% in SiH4)

219
5

300 5.1 −100 [92]

410
to
440

SiH4
GeH4
BCl3 (in He)

104 to 120
50 to 70
6 to 18

600 1.7 to 2.6 −70 to
−228

[93]

450 GeH4
SiH4
B2H6 (10% in SiH4)

90
50
85

600 3.1 −10 [92]

550 Si2H6
GeH4
PH3 (50% in SiH4)

15
185
5

300 2 −50 [94]

6.2.5. LPCVD
Silicon Carbide (SiC)

A correlation between the deposition pressure and residual stress for un-doped LPCVD
polycrystalline SiC thin-films using dichlorosilane and acetylene source gases at a deposi-
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tion temperature of 900 ◦C was reported, that included a recipe having near zero residual
stress [95]. It was also reported that there was a range of pressures where the residual
stress varied significantly with pressure. This range was from 0.5 to 5 torr. At pressures
around 0.5 torr the residual stresses highly tensile (i.e., about 700 MPa) and decreased to
about 50 MPa at a pressure of 2.5 torr. At pressures higher than 3 torr the residual stress
was compressive with a value of about −100 MPa. The correlation between pressure and
as-deposited residual stresses in the LPCVD polycrystalline SiC layers was also reported
with doped films using NH3 as a doping gas [96] wherein the minimum residual stress
was found to be about 30 MPa at a deposition pressure of 5 torr. Table 6 shows some of the
reported residual stress data for polycrystalline SiC deposited using LPCVD for various
processing conditions.

Table 6. Reported Residual Stresses for LPCVD Polycrystalline SiC thin-film layers for Various
Processing Conditions.

Temp.
(◦C)

Gases Gas
Flow
Rate
(sccm)

Press.
(torr)

Residual
Stress
(MPa)

Refs.

900 SiH2Cl2
C2H4 (5% in H2)

35
180

2 56 [97]

900 SiH2Cl2
C2H4 (5% in H2)

54
180

2.75 26.9 [98]

900 SiH2Cl2
C2H4 (5% in H2)

35
180

4 59 [96]

900 SiH2Cl2
C2H4

10
10

0.15 30 to 250 [99]

930 to 1150 Si(CH3)4
H2

10
1000

0.4 −176 to 145 [100]

1010 SiH4
C2H4
HCl
H2
B2H6

15
7
Trace
10,000
1.5

2.48 300 [101]

1200 SiH4
C2H4

-
-

40 192 to 347 [102]

6.3. Plasma-Enhanced Chemical Vapor Deposition (PECVD)

Plasma-enhanced chemical vapor deposition processes employ a plasma as an energy
source to facilitate the process and as a result can often perform deposition at much lower
temperatures than are possible using LPCVD. The presence of a plasma also provides more
capability for modifying the material properties.

6.3.1. PECVD Silicon Dioxide (SiO2)

The main attraction to PECVD SiO2 for MNS manufacturing is the low deposition
temperatures. The residual stress of PECVD SiO2 can vary over a large range of values for
different process condition as exhibited in Table 7.

Table 7. Reported process conditions for PECVD silicon dioxide layers.

Temp. (◦C) Gases Gas
Flow
Rate
(sccm) *

Residual
Stress
(MPa)

Refs.

300 SiH4
N2O

430
710

−25 [103]

350 TEOS
O2

2.3 mL/min
9500

−45 [104]

400 SiH4
N2O
N2

300
9500
1500

−80 [104]

* A dash in the Table means that the data was not given in the source.
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6.3.2. PECVD Silicon Nitride (SiN)

Residual stresses in PECVD SiN was reported to be less than 30 MPa at 125 ◦C and
205 ◦C [105]. Table 8 is a listing of some of the reported values of residual stresses in PECVD
SiN layers as a function of the processing conditions. Based on this data, the transition
temperature where the residual stress is nearly zero is about 157 ◦C.

Table 8. Reported residual stresses for PECVD silicon nitride thin-film layers for various process recipes.

Temp.
(◦C)

Gases Gas
Flow
Rate
(sccm)

Pressure
(torr)

Power
(W)

Residual
Stress
(MPa)

Refs.

50 to 300 SiH4
NH3
N2

5
45
100

0.45 100 −225 to 300 [106]

55 to 330 SiH4
NH3
N2

5
45
100

0.88 75 −75 to 375 [106]

125 to 300 SiH4
NH3
N2

-
10
2020

0.2 to 0.6 40 to 200 −250 to 250 [107]

300 SiH4
NH3
N2

600
55
1960

0.9 100 178 [108]

300 SiH4
N2

15
535

0.5 - 110 [109]

6.3.3. PECVD Silicon

PECVD deposited silicon material layers are amorphous in microstructure. Deposition
of silicon at temperatures as low as 100 ◦C have been reported using PECVD [110], however
most of the literature reports deposition temperatures in the range of 250 to 300 ◦C. Gener-
ally, the layers exhibit a fairly high compressive residual stress (i.e., −130 to −575 MPa)
depending on the deposition temperature (See Table 9).

Table 9. Reported Residual Stress of PECVD Silicon as a Function of Processing Conditions.

Temp.
(◦C)

Gases Gas
Flow
Rate
(sccm)

Press
(torr)

Power
or
Power
Density

Residual
Stress
(MPa)

Refs.

150 SiH4
Ar

10
7

0.5
to 0.75

77 to
114
mW/cm2

−370 [111]

250 SiH4/H2
PH3

10
-

0.1 50
mW/cm2

−130 [112]

300 SiH4
Ar

0.125
to 0.25
-

0.8 100
to 300 W

−360
to −380

[113]

300 SiH4
Ar

40
20

0.38
to 0.53

50
to 215 W

−520
to −575

[114]

6.3.4. PECVD Silicon Germanium (SiGe)

The reported residual stresses in PECVD SiGe layers ranges from −225 MPa to about
100 MPa depending on the process conditions. Table 10 lists some of the reported measured
data of material properties of PECVD silicon germanium.

37



Micromachines 2022, 13, 2084

Table 10. Reported Residual Stresses of PECVD Silicon Germanium as a Function of Processing Conditions.

Temp.
(◦C)

Gases Gas Flow
Rate (sccm)

Press
(torr)

Power
or
Power Density

Residual
Stress
(MPa)

Refs.

300 SiH4
GeH4

1.8 ratio 1 203 −175 [115]

350 SiH4
GeH4

1.8 ratio 1 203 2 [115]

400 SiH4
GeH4

1.8 ratio 1 203 −9 [115]

520–610 SiH4
GeH4

42
3

0.45 - −18 to −225 [116]

520 SiH4
GeH4
PH3 (1% in SiH4)

30
166
40

0.2 30 19 [117]

590 SiH4
GeH4
PH3 (1% in SiH4)

30
166
80

0.2 30 79 [117]

590 SiH4
GeH4
B2H6 (1% in H2)

30
166
40

0.2 30 100 [117]

6.3.5. PECVD Silicon Carbide (SiC)

Silicon carbide deposited using PECVD can be performed at temperatures below
400 ◦C using source gases of SiH4 and CH4. The as-deposited SiC thin-films are amorphous
in microstructure and can exhibit a relatively high compressive residual stress, depending
on the process conditions as well as the substrate material type of the SiC is deposited onto.
Table 11 provides some of the reported mechanical properties of PECVD SiC thin-films as a
function of the processing conditions.

Table 11. Reported Residual Stresses of PECVD Silicon Carbide as a Function of Processing Conditions.

Temp. (◦C) Gases Gas Flow
Rate
(sccm)

Press *
(torr)

Power *
(W)

Residual
Stress
(MPa)

Refs.

300 C6H18Si2 - - - −750 [118]
320 SiH4

CH4

3.6
8.4 to 32.4

- - −93 to −356 [119]

350 SiH4 (2% Ar)
CH4

2840
1440

1.6 HF: 100
LF: 100 to 150

−80 to 16 [120]

350 (CH3)3SiH
in He

38 160 HF: 400
LF: 100

−150 [121]

* A dash in the Table means that the data was not given in the source.

6.4. Epitaxial Deposition
Epitaxial Polysilicon

If single-crystal silicon is deposited onto a silicon substrate using epitaxy there is vir-
tually no residual stress in the layer. However, silicon is deposited at a lower temperature
(e.g., below 1000 ◦C) or onto a non-single-crystal silicon substrate, the layer will be polycrys-
talline in microstructure and its residual stress is dependent on the processing conditions.
The major advantage for using an epitaxial process to deposit a polycrystalline layer is that
the growth rates for epitaxial are much higher than for LPCVD. Deposition rates are about
1 micron/min, compared to deposition rate of about 10 nm/min or less for LPCVD [122].
This method is mostly used when very thick material layers of silicon are needed in MNS
devices. Silicon deposited directly onto a silicon dioxide surface will be polycrystalline.
Importantly, epitaxial silicon deposited directly onto silicon dioxide can exhibit adhesion
problems. Therefore, a pre-deposition of a thin-layer of LPCVD polycrystalline silicon is
often performed to improve adhesion of the epitaxial film. Epitaxial polysilicon can be in
situ doped using either PH3 or B2H6. The residual stress in epitaxial polysilicon can range
from compressive [123,124] to tensile [125]. Some of the reported material properties as a
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function of processing conditions for epitaxial deposited polycrystalline material layers are
shown in Table 12.

Table 12. Reported Residual Stresses of Epitaxial Thin-Films of Polycrystalline Silicon as a Function
of Processing Conditions.

Temp.
(◦C) Gases

Gas
Flow
Rate
(sccm)

Deposition
Rate (mi-
cron/min)

Thickness *
(microns)

Residual
Stress (MPa) Refs.

1000 SiHCl2 750 to 1050 0.55 to 0.75 10 −25 to 3 [125]

1000 SiHCl2
PH3

1050
5% 0.5 10 3 [123]

1050 SiHCl2 360 1 4 Low Tensile [122]

1080 SiCl4
H2

15 g/min
200 slm 1 - Low Tensile [126]

* A dash in the Table means that the data was not given in the source.

6.5. Evaporative Physical Vapor Deposition (PVD)

The material properties of PVD evaporative deposited thin-films depends on a num-
ber of factors including: processing conditions during deposition; material type being
deposited; substrate type; material surface onto which the material is deposited; thickness
of the deposited layer; and more. While each situation is different some general trends
using evaporation can be made as follows [3,5]:

Metal thin-films deposited using evaporation usually exhibit tensile residual stress
in the range from 10 MPa to 1 GPa. Dielectric films exhibit both tensile and compressive
residual stresses. There appears to be no strong dependence between the residual stress in
a thin-film deposited using evaporation and the type of substrate. The magnitude of the
residual stress exhibited in non-metallic thin-films layers tend to be small.

A simplistic rationale for the difference seen in the behaviors of metals and non-metals
deposited using evaporation has been offered based on the fact that in general metals
are strong in tension, but not in compression, whereas dielectrics and semiconductors
are strong in compression, but tend to be weak in tension. Table 13 provides some of the
measured values of residual stress for metals and non-metal deposited thin-film layers
using evaporation from various published references.

Table 13. Residual for a Number of Different Materials Deposited Using Evaporation Physical Vapor
Deposition [3,5].

Material Type Residual Stress (MPa)

Metals
Ag (Silver) 20
Al (Aluminum) −74
Au (Gold) 260
Cu (Copper) 60
Cr (Chromium) 850
In (Indium) 0
Mo (Molybdenum) 1080
Pd (Palladium) 60
Ti (Titanium) 0
Non-Metals
C (Carbon) −400
Ge (Germanium) 230
Si (Silicon) 300
ZnS (Zinc Sulfide) −190
MgF2 (Magnesium Fluoride) 300 to 700
SiO (Silicon Oxide) 10

The residual stress has also been found to depend on the thickness of the evaporated
layer. Metals with high melting temperature and hard refractory metals both tend to exhibit
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higher residual stresses than softer metals and metals with lower melting temperatures. It
has been reported that the residual stress in thin-film deposited using evaporation only
rises to appreciable levels after the thickness has reached 100 Angstroms thick of material.
The residual stress increases to large values up to a thickness of about 600 Angstroms, after
which the residual stress does not change significantly [3,5].

The temperature during deposition also has a considerable impact on the residual
stress in thin-films deposited using evaporation. Specifically, heating of the substrate
during deposition modifies the residual stresses by increasing the rates of defect annealing,
recrystallization, and growth of grains. The stresses associated with the growth of a thin-
film material later decrease rapidly with increasing temperature. Additionally, the diffusion
of impurities in and out of the material layer substantially increases with temperature and
also has an impact on the residual stress. As a result of all these temperature-related effects,
the residual stress may reach a minimum value or exhibit a reversal in sign [3,5].

6.6. Sputter Physical Vapor Deposition (PVD)

As a result of the interactions of the plasma and the gases, there is more complexity
associated with sputtering processes compared to evaporation. Therefore, it is harder
to develop useful general conclusions about residual stresses in layers deposited using
sputtering processes. In any case, sputtering also allows much more freedom in obtaining
desired material properties.

Some general tendencies about sputtering: when the substrate temperature during
deposition is not elevated, the residual stress tends to be compressive in nature regardless
of the material type [3,5]. It is also known that the amount of gas trapped in the thin-
film during deposition directly relates to the compressive stress exhibited in the layers
and it is suspected this may partially explain the stresses seen in film deposited at lower
relative temperatures.

One of the more comprehensive studies of the effects of processing conditions on the
residual stresses in sputter deposited thin-films layers was performed by Hoffman and
Thornton [127]. Their study was performed using magnetron sputtering which made it
possible to deposit the layers over a wide range of pressures and deposition rates without
the effects of plasma bombardment and substrate heating. This work reported two distinct
regions with an almost discontinuous change in the material properties. Specifically, at low
sputtering pressures, using lighter mass sputtering gases, targets with higher masses, and
lower deposition rates, the deposited layers exhibited compressive intrinsic stresses and
also exhibited values of electrical resistivity and optical reflectance that were very similar
to the bulk values of these properties. These films tended to entrap more gases species
into the films during deposition. Conversely, tensile stresses were observed in sputtered
thin-film layers deposited at higher pressures, using heavier sputtering gases, lighter mass
target materials, and oblique angle of incidences. These films tended to incorporate less
trapped gases into the layers during deposition.

It is known that elevated working pressures induce columnar grain growth having
inter-crystalline voids, which is the so-called Zone 1 developed by Hoffman and Thornton
and such layers tend to exhibit tensile stress. At lower operating pressures the zone 1
structure is suppressed and the energetic particle bombardment of the sputtered atoms
leads to films having a compressive residual stress that is thought to be due to the atomic
peening mechanism during deposition.

6.6.1. Sputter Deposited Silicon

The advantage of sputtering deposition processes for the deposition of silicon layers is
the low temperatures these processes can be performed at compared to other methods such
as LPCVD and PECVD. Sputter-deposited silicon thin-film layers on silicon dioxide surfaces
have been demonstrated with low residual compressive stresses at practical deposition
rates and smooth surface roughness [128].
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Silicon layers deposited using sputtering are amorphous unless the substrate is heated
substantially during deposition or the substrate is annealed after the deposition. It has
been reported that annealing temperatures of at least 800 ◦C are needed in order to induce
crystallization of the deposited silicon layers [129]. The silicon can be doped or undoped
based on the dopant levels present in the target materials. Since the sputtering efficiency
varies with element atomic mass, most silicon layers are sputtered using undoped source
targets. Table 14 provides some of the reported residual stresses of sputter deposited silicon
layers onto different substrates and processing conditions.

Table 14. Residual Stresses of Sputter-Deposited Silicon Layers on Various Substrates and Processing
Conditions. All Depositions were performed at Room Temperature [130].

Substrate Power (kW) Pressure (mtorr)
Deposition
Rate
(nm/min)

Residual
Stress
(MPa)

Silicon 1.5 8 23 34
Silicon 1.5 14 19 141
Phosphosilicate Glass 1.5 8 23 97
Phosphosilicate Glass 1.5 14 19 106
Aluminum on Silicon 1.5 8 23 31
Aluminum on Silicon 1.5 14 19 109
Silicon 2.5 8 37 −22
Silicon 2.5 14 30 164
Phosphosilicate Glass 2.5 8 37 27
Phosphosilicate Glass 2.5 14 30 13

6.6.2. Sputter Deposited Silicon Carbide (SiC)

Silicon carbide can be deposited using sputtering at room temperature. RF magnetron
sputtering of SiC has been reported using a SiC target [131] and DC sputtering using
dual source targets of silicon and graphite [132]. Unlike PECVD deposited SiC thin-films,
sputtered SiC layers do not contain hydrogen. The deposited layers of SiC are amorphous in
microstructure and electrically insulating. Some of the reported results of sputter deposited
SiC thin-film layers including the processing conditions and mechanical properties are
shown in Table 15. As can be observed from these published reports, the residual stress in
the deposited SiC thin-film material layers are shown to vary over a large range depending
on the processing conditions, particularly the chamber pressure which appears to have the
most influence.

Table 15. Residual Stresses of Sputter-Deposited Silicon Carbide Layers for Various Processing
Conditions. All Depositions were performed at Room Temperature.

Substrate Power (kW) Pressure
(mtorr)

Temperature
(◦C)

Residual Stress
(MPa) Refs.

Silicon,
Silicon
Dioxide

0.05 to 0.3 4 to 31.95 Room
Temperature 100 to −1400 [131]

Silicon,
Silicon
Dioxide

0.2 2.25 to 7.5 Room
Temperature −61 to 210 [132]

6.6.3. Sputter Deposited Silicon Dioxide (SiO2)

Silicon dioxide thin-film layers can also be deposited using sputtering. The big
advantage of sputtering is that the deposition can be performed at temperatures as low as
room temperature. The deposited layers are amorphous in microstructure and electrically
insulating. Like other sputtered deposited material types, the residual stress in sputter
deposited silicon dioxide can exhibit either tensile or compressive stresses depending on
the processing conditions. This is demonstrated in Table 16, which shows the measured
residual stresses values of sputter deposited layers as a function of processing conditions.

41



Micromachines 2022, 13, 2084

Table 16. Mechanical Material Properties of Sputter-Deposited Silicon Dioxide Material for Various
Processing Conditions [133].

Substrate Power
(kW)

Pressure
(mtorr)

Temperature
(◦C)

Residual
Stress
(MPa)

Silicon, Quartz 0.1 to 0.3 5 to 20 25 to 285 −90 to 3000

6.7. Atomic Layer Deposition (ALD)

The residual stresses in the ALD deposited layers varies significantly depending on
the processing conditions. Table 17 lists some of the reported measurement data on residual
stresses of ALD Al2O3, and Table 18 for ZnO.

Table 17. Residual Stresses of Al2O3 Deposited using ALD methods.

Temp.
(◦C) Gases

Residual
Stress
(MPa)

Refs.

130 Al(CH3)3; H2O; N2 228 [134]
177 Al(CH3)3; H2O; N2 383 to 474 [135]

Table 18. Residual Stresses of ZnO Deposited using ALD methods.

Temperature
(◦C) Gases

Young’s
Modulus
(GPa)

Refs.

100
Zn(CH2CH3)2
H2O
N2

134 [136]

177
Zn(CH2CH3)2
H2O
N2

143 [136]

6.8. Electrochemical Deposition

The material properties of electroplated materials are very dependent on the processing
conditions. For example, it has been reported that electroplated nickel exhibited a residual
stress that varied from −110 to 150 MPa over a range of plating current densities from 0 to
30 mA/cm2 at a temperature of 60 ◦C [137]. Therefore, by adjusting the process settings, it
is possible to plate a nickel film with a moderate to zero state of stress. As shown in Table 19,
for the materials listed the residual stresses are dependent on the process conditions used
in the electroplating and mostly have modest to neutral stress levels.

Table 19. Material Properties for Various Electroplated Materials as a Function of Processing Conditions.

Temp. (◦C) Mat.
Plated

Subs. Plating
Mixture

Plating
Current Den *

(mA/cm2)

Plating Rate *
(nm/min)

Residual Stress
(MPa)

Refs.

20 to 80 Ni 5 nm Cr and 60
nm Cu on Si

wafer

Ni(SO3NH2)4H2O
−300 g/L

NiCl26H2O
−10 g/L

H3BO3
−40 g/L

0 to 30 0 to 550 −110 to 150 at 60 ◦C [137]

- Cu Cu seed layer
on top of Ta or
TiW layer on Si

wafer

CuSO4·5H2O
with

proprietary
additives

- - 0 to 200 as deposited
depending on

thickness, increased by
200 MPa after anneal

at 350 ◦C

[138]
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Table 19. Cont.

Temp. (◦C) Mat.
Plated

Subs. Plating
Mixture

Plating
Current Den *

(mA/cm2)

Plating Rate *
(nm/min)

Residual Stress
(MPa)

Refs.

- Cu SiNx on Si
wafer

- - - 100 [139]

- Au 50 nm Ti and
100 nm Au on

Si wafer

Sulfite gold
chemistry

1 to 9 pulsed 20 to 185 −90 to 90 [140]

50 Au Si wafer Sulfite gold
chemistry with

agitation

1 to 5 - −105 to −10 [141]

* A dash in the Table means that the data was not given in the source.

7. Methods to Manage or Mitigate the Effects of Residual Stresses

The presence of a residual stress in a thin-film material layer will have an impact on
the behavior of MNS devices made using this material layer. However, the impact needs to
be analyzed with respect to the specific device application requirements in each situation.
The methods used for conducting this type of analysis will not be reviewed here, but may
be found elsewhere [3]. In most MNS device designs, the state of stress in the thin-film
material layers is usually desired to be near zero in value or have a small magnitude of
tensile stress, and a near zero stress gradient. There are several broad categories of methods
that can be used to manage or mitigate the effects of residual stresses in thin-film material
layers. Additionally, there are methods to enhance the behavior of some materials using
the tailoring of the residual stress in the material layer. These methods are reviewed in
this section.

7.1. Select an Alternative Deposition Process Resulting in the Desired Residual Stress

The review of the residual stresses in the deposited thin-film material layers showed
that LPCVD methods often have larger residual stresses compared to other deposition
methods. Nevertheless, as shown in Table 2 and depending on the deposition temperature,
LPCVD polysilicon can also exhibit low to moderate residual stress values [79]. Therefore,
it would seem that selecting a deposition temperature for a LPCVD process where the
residual stress is lower would provide a solution. However, there may be undesirable effects
associated with using some LPCVD deposition temperatures that needs to be understood
and carefully analyzed. Specifically, the MNS device designer must also consider the
impact on the other material properties of the thin-film layer. For example, in most
circumstances the polysilicon layer is desired to be electrically conductive. That means
the material must be suitably doped and the microstructure appropriate for electrical
conductivity and the desired levels of conductivity may not be possible with different
LPCVD deposition temperatures.

PECVD processes provide comparatively wider latitude for manipulating the process
parameters in order to get a desired residual stress value. PVD Sputtering provides some
latitude in tailoring the residual stress state of the deposited layers as well. Therefore, it
would appear that selecting an alternative deposition process, such as PECVD or PVD,
wherein the residual stresses are typically lower in magnitude compared to LPCVD would
be attractive. Again, the other material properties must also be considered on their impact
to the device performance and on the process sequence. For example, PECVD deposited
silicon layers are often amorphous and are not good electrical conductors; same with PVD
deposited silicon layers [111–114,128,129,142]. Additionally, some materials deposited
using methods such as PECVD have densities, thermal conductivity, electrical breakdown
voltages, etc. divergent from that of the same material in bulk form. For example, many
silicon dioxide material layers deposited using PECVD are far less dense than bulk SiO2
and have lower electrical breakdown voltages [15].
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7.2. Elevated Temperature Anneal

Another method to lower a high value of residual stress is to perform a post-deposition
elevated temperature anneal of the thin-film material layer that allows the residual stress
state to relax to a lower magnitude [5]. This method was one of the first to be used and
can be very effective. For example, it has been shown that the residual stress in LPCVD
polysilicon layers can be reduced from 500 MPa compressive to less than about 10 MPa
compressive after an anneal at 1000 ◦C [122]. The annealing is typically performed in a
non-oxidizing ambient such as nitrogen. These anneals can be performed in conventional
furnaces or using rapid thermal anneal (RTA) systems with the latter being preferable since
it will reduce the thermal impact on dopants and other materials that may be present on the
substrate [143–145] However, a RTA may require higher temperatures in order to obtain
the same value of lowered residual stress.

Importantly, the annealing temperature required to reduce the residual stress may
depend on the deposition parameters. For example, the annealing of polysilicon thin-films
at temperatures of 1000 ◦C or higher deposited at or near the amorphous to crystalline
transition (i.e., deposition performed at around 570 ◦C) an anneal of 1000 ◦C will reduce the
residual stress to near zero, where polysilicon films that are highly textured (i.e., deposition
performed at around 625 ◦C), an anneal at 1100 ◦C will be required to reduce the residual
stress to near zero [80,81]. High temperature anneals reduce the stress in polysilicon
thin-films for undoped and doped layers as seen in Tables 20 and 21, respectively.

Anneals can be used on most thin-film material layer types that are deposited using
nearly any deposition methods including: LPCVD; PECVD; and PVD. The temperatures
of the anneals to obtain modified material properties will depend on the material type,
deposition method, and time of the anneal [3]. For example, upon exposure to an elevated
temperature, PECVD silicon dioxide will undergo a densification [15]. This will reduce
the thickness of the material layer considerably and also result in out-gassing during
densification. It will also increase the electrical breakdown voltage. More problematically,
if another material layer is deposited over the PECVD silicon dioxide and an elevated
temperature exposure is involved, the PECVD silicon dioxide will densify and out-gas
and may possibly cause the overlying material layer to delaminate, bubble, or crack. The
solution to this problem is to expose the PECVD silicon dioxide layer to an elevated
temperature to densify the layer prior to the deposition of another material layer on top of
the oxide. However, this will require a high temperature exposure that may impact other
material layers present on the substrate and the device functionality.

Anneals can serve multiple purposes including: reducing the residual stress; den-
sifying the material layer; electrically activating dopants; etc. However, the issue with
annealing is that it requires the exposure of the substrate to a higher temperature than
the deposition was performed. A major reason for selecting some deposition processes
such as PECVD and PVD is that the deposition temperatures are relatively low thereby
reducing the impact of a high temperature exposure to other material layers present on
the substrate. Therefore, performing an anneal can negate the benefit of a low deposition
process. One caveat to this is that for some material layer types, a rapid thermal anneal
(RTA) whereby the temperature may be high, but is performed over such a short period of
time that the impact on other material layers may be minimized is one technique where an
anneal can be performed while still retaining the desirable material properties of the other
materials [3,146]. Importantly, each material type and situation must be experimentally
explored and analyzed in order to determine if an RTA anneal is suitable or not. The use of
composite layers, such as nickel silicide, and annealing has also been reported for reducing
stresses in polysilicon layers [146].
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Table 20. Residual Stress in Undoped LPCVD Polysilicon Thin-Film Material Layers After High-
Temperature Annealing.

Deposition
Temperature
(◦C)

Silane
Flow
Rate
(sccm)

Pressure
(mtorr)

Thickness
(microns)

Anneal
Conditions

Residual Stress
(MPa) Refs.

565 - - 1 1050 ◦C
for 10 s using RTA 142 [147]

570 80 150 1.3 1200 ◦C
for 6 h 17 [80]

570 100 300 2 1100 ◦C
for 30 min 30 [81]

580 - - 3.5 1000 ◦C
for 1 h 12 ± 5 [148]

615 100 300 2 1100 ◦C
for 30 min −20 [146]

620 70 300 0.5 900 to 1150 ◦C
for 1 to 10 s, RTA −340 to 90 [144]

620 70 100 0.46 1100 ◦C
for 2 h Low stress [84]

625 80 180 3 1200 ◦C
for 6 h −205 [80]

630 - - 4 1000 ◦C
for 90 min 42 [149]

Table 21. Residual Stress in Doped LPCVD Polysilicon Thin-Film Material Layers After High-
Temperature Annealing.

Deposition
Temperature
(◦C)

Silane
Flow
Rate
(sccm)

Deposition
Pressure
(mtorr)

Thickness
(microns)

Doping
and
Anneal Conditions

Resultant
Residual
Stress
(MPa)

Refs.

560 to 610 100 375 to 800 2
PH3,
anneal 900 ◦C,
10 to 120 s

−195 to 310 [150]

580 - - 2 P implant,
anneal 950 ◦C, 1 to 10 h 40.3 to 83.9 [151]

580 - 350 2
P implant
or diff,
variable anneal

26 to 72 [152]

585 50 200 0.5 POCl3 diff, 8
50 to 950 ◦C −110 [141]

625 80 180 3
POCl3 diff,
anneal 1200 ◦C
for 6 h

−98 to 11 [80]

Similarly, an anneal can also be performed to reduce the residual stresses in LPCVD
deposited silicon dioxide layers. Some of the reported data on the effects of annealing are
provided in Table 22. Other thin-film material layers also show reduction in the residual
stress after performing an anneal. Further information about the effects of anneals on
thin-film material layers can be found in the literature [3].
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Table 22. Resultant residual stresses in annealed SiO2 thin-films deposited using LPCVD.

Material
Type

Source
Gases

Deposition
Temperature
(◦C)

Anneal
Conditions

Residual
Stress
(MPa)

Refs.

PSG
LTO

SiH4/O2/PH3
SiH4/O2

425
425

600 ◦C for 30 min
600 ◦C for 30 min

0
20

[85]
[85]

PSG TEOS/O2/PH3 700 950 ◦C for 10 min 100 [85]

7.3. Modification of the Material Stoichiometry

A method to change the residual stress in thin-film material layers is to modify the
chemical makeup or stoichiometry of the deposition process. The most prominent example
of this is silicon nitride. The extremely high values of stoichiometric silicon nitride, Si3N4,
prompted MNS researchers to develop alternative recipes for LPCVD SiN that lower the
residual stresses in these types of material layers.

Specifically, it has been shown that by modifying the ratio of dichlorosilane to ammonia
to about 6 parts dichlorosilane to 1 part ammonia can result in almost zero residual stress
in SiN thin-film layers deposited using LPCVD [153–156]. The resulting material layers
are silicon-rich compared to the stoichiometric SiN layers, with a chemical makeup of
about Si1N1.1 [154], although other chemistries are possible depending on the process
conditions. Studies of the ratio of silicon and nitrogen and the effect on the residual stress
in the deposited thin-film layers have been reported wherein it was shown that increasing
the silicon content results in a lowering of the residual stress [89,157,158]. A significant
lowering of the residual stress allows SiN layers of 2 microns to be deposited without the
cracking seen in the stoichiometric materials.

Additionally, additional silicon content in these layers results in films that have lower
etch rates in HF. The ability to deposit nearly stress-free SiN layers has been an important
advancement for MNS devices [89,157].

Table 23 shows some of the reported values of the mechanical properties of SiN films
as a function of the processing conditions, including the ratio of dichlorosilane to ammonia.
As can be seen, the residual stress can vary over a very large range depending on the
exact process recipe used for the deposition. More importantly, this table illustrates the
relationship between the ratio of dichlorosilane to ammonia and residual stress in the
deposited layers.

Table 23. Residual Stress Values of as-deposited LPCVD SiN thin-films layers.

Temperature
(◦C) Gases Ratio Pressure

(mtorr)
Thickness
(microns)

Young’s
Modulus
(GPa)

Residual
Stress
(MPa)

Refs.

785 SiH2Cl2/
NH3

6 368 - 230 430 [88]

- SiH2Cl2/
NH3

4 - 0.3 295 322 [158]

850 SiH2Cl2/
NH3

5 - 1 186 108 [159]

850 SiH2Cl2/
NH3

5.7 150 - 230 125 [89]

880 SiH2Cl2/
NH3

4 600 - - 1 ± 10 [160]

In addition to modifying the residual stresses in deposited layers, the other material
properties of silicon-rich SiN layers are also different from those of stoichiometric material
layers. For example, the tensile strength of the silicon-rich material was found to be 5.5 GPa
compared to 6.4 GPa for Si3N4 and a similar decrease in the fracture toughness has been
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reported [158,161]. Low-stress SiN thin-film layers were reported to have a measured mass
density of 3.0 g/cm3, a thermal conductivity of 3.2 × 10−2 W/cm ◦K, and a heat capacity
of 0.7 J/g ◦K [156].

Another material type where the residual stress is a function of the stoichiometry is
silicon oxy-nitride. For example, it was reported that varying the nitrogen flow rate into the
reactor chamber during deposition from 60 standard cubic centimeters per minute (sccm) to
75 sccm resulted in the residual stress varying from nearly 800 MPa compressive at 60 sccm,
to nearly zero residual stress at 69 sccm, to around 600 MPa tensile at 75 sccm, wherein the
stoichiometry of the deposited layers in terms of atomic concentrations tended to increase
in nitrogen content and lower oxygen content at higher N2 flow rates using PECVD [162].

7.4. Stacking Material Layers

The state of stress in a material layer can be compensated by creating of stack of
multiple material layers wherein the residual stress values of the different layers are
different from one another and mostly cancel out the differing residual stresses to create a
composite layer material system layer that exhibits a more desirable residual stress value.

For example, a tensile-stressed silicon nitride layer combined with a compressively
stressed polysilicon layer on the top and bottom sides was reported to exhibit no buckling in
free-standing beams and membranes [163]. In other work, pressure sensors were fabricated
wherein boron-doped etch-stop membranes having a tensile residual stress were compen-
sated with an overlay of CVD silicon dioxide having a compressive residual stress [164].
While the composite layers have near zero resultant residual stress, the unbalanced nature
of this configuration does result in a stress gradient. Fabry–Perot optical cavity sensors
were made using SixNy/SiO2/SixNy membranes wherein the SixNy layers are under tensile
residual stress and the silicon dioxide layer is under compressive residual stress [165]. The
result is a structure having a slightly tensile residual stress and a more balanced stress
state. The use of multiple layers of polysilicon having alternating states of residual stress,
wherein one layer of polysilicon with a tensile residual stress would be alternated with
another layer of polysilicon with a compressive residual stress was reported to result in a
composite layered structure with near zero residual stress and stress gradient and could
have the residual stress in the composite structure made to a range of values depending on
the thicknesses of the relative layers [166]. It is conceivable using the approach of multiple
stacked layers that almost any value of resultant residual stress can be obtained.

There are some disadvantages of this approach. First, depositing multiple layers
increases the cost and complexity of the manufacturing of the MNS devices in proportion
to the number of layers involved in the composite material layer. Second, the overall
material properties of the composite material system layer may be different from that
of the different layers involved. For example, using a non-electrically conducting thin-
film material layer such as silicon nitride to compensate for the stress in an electrically
conductive polysilicon thin-film material layer will result in a composite layer having a
reduced electrical conductivity. Third, since the deposition of additional material layers
may involve exposure to higher temperatures, this may alter the material properties of any
pre-existing material layers on the substrate. Therefore, the MNS device designer must
evaluate the impact of these other depositions on the resultant MNS device behavior and
process sequence. Fourth, if the composite structure employs different material layers then
the overall structure may suffer from stress imbalances created in the differing thermal
expansion coefficients of the materials involved.

7.5. Ion-Assisted Deposition

As noted in the section on deposition methods above, specifically related to sputtering,
the ions in the plasma can be induced to impact the thin-film layer during growth as
a means to modify the material properties of the layer. This occurs since the electrons
in the plasma are extremely mobile and easily escape thereby resulting in a positively
charged plasma that then repels positive ions which can impact the growing thin-film layer.
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Additionally, a bias voltage can be placed on the substrate to add further energies to these
positive ions. This is often termed plasma ion-assisted deposition. However, as can be
appreciated from the description of the mechanism of this phenomenon, there is limited
flexibility with regard to how much the process can be modified using this approach, and
therefore, limited flexibility on how much the thin-film material layer can be modified.
Nevertheless, based on this concept, the use of a separate source of ions should be able to
perform this function and provide a more independent mechanism for the control of the
resultant layer material properties.

This technique is often referred to as “ion-beam assisted deposition (IBAD)” and is
one of the more recent developments in modifying the material properties in deposited
material layers as well as controlling the state of residual stress. IBAD is combined with
some form of physical vapor deposition (PVD), such as evaporation or sputtering [167].
In IBAD, the material species are liberated from a target using a PVD method and are
concurrently bombarded by a separate and independently generated flux of ions impacting
the thin-film material layer as it is being deposited. As the atoms or molecules condense on
the substrate surface forming a thin-film material layer, energetic ions typically in the range
of a few tens to a few hundreds of eV are directed and impact the surface of the growing
thin-film layer.

There are different designs of ion-beam assisted deposition sources whereby ions,
typically positively charged ions, are produced, extracted and then accelerated to impinge
onto the substrate, with the Kauffmann source configuration more widely used [168,169].
The Kauffmann ion source is a broad-beam source and uses an electrified extraction grid
for pulling ions from a source plasma and this creates a relatively narrow distribution of
ion energies for impact on the substrate surface. This allows higher levels of precision
for process parameter adjustment and thereby more accurate control over the resultant
material properties. Another advantage is that the Kauffmann source can be integrated into
many PVD deposition systems relatively easily and at a modest cost. The ions extracted
from the source are positive and so would rapidly charge any dielectric material preventing
further bombardment. Sufficient electrons to neutralize this charge are therefore added to
the extracted beams yielding what is usually termed a neutral ion beam.

There are several effects that ion beam assisted deposition as on thin-film layers during
deposition. First, the layers are denser compared to other PVD methods without the use
of IBAD. A denser film normally exhibits material properties more closely aligned with
those of the equivalent bulk material. For example, a denser layer typically will have a
refractive index close to that of the bulk material [170]. It is believed the reason for the
increased density is based on ion impingement disrupting the columnar growth that would
otherwise occur in thin-film growth. Columnar growth is due to the piling up of adatoms
on top of formed nuclei resulting in the shadowing of in-between regions resulting in
columnar crystals having empty voids between the columns. Ion bombardment reduces
the void spacing by creating a tighter packing of the crystals. There is an optimal ion
energy to obtain a maximum density. However, beyond that optimal energy the material
layer can be altered by shortening of the bond distances between the atoms and increased
number of atoms in interstitial locations. This can result in a compressive residual stress
in the thin-film material layer. The increased density of IBAD PVD layers also reduces or
completely eliminates the moisture sensitivity of the film [171]. This results in more stable
material properties.

In short, the advantages of using IBAD in PVD deposition is that it provides additional
independent processing parameters which can be adjusted to tailor the material properties
of the deposited thin-film layers. Further, the ion bombardment improves the thin-film
adhesion to the underlying substrate, allows control of the film layer morphology, density,
crystallinity, chemical stoichiometry, and residual stress state [171].
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7.6. Device Design Modifications

Another method for managing the residual stresses in thin-film layers used in a
MNS device is to modify the design of the device to compensate with the value of the
residual stress [3]. Of course, this can only be done if the value of the residual stress is
already known.

As an example, the free-standing beam-type resonator device examined above in
Section 3 was assumed to be made from a polysilicon thin-film material layer using a
surface micromachining process wherein the ends were clamped. In that analysis it was
assumed that the polysilicon thin-film layer had a tensile residual stress of varying values
which caused the resonant frequency of the resonator to be changed to a higher value than
if no residual stress was present. Therefore, if a certain residual stress in the polysilicon
layer was unavoidable (perhaps due to other processing concerns), then a possible method
to implement a resonator with the correct resonate frequency would be to modify the other
parameters in the design to compensate for the presence of the residual stress. Examining
Equation (1), it can be seen that this could easily be achieved by making the length of the
resonator beam, L, longer than otherwise. Of course, each MNS device situation needs to
be examined carefully in order to understand and determine how changing some of the
dimensional parameters of the device affects the device’s behavior and performance.

7.7. Functional Layer Behavior Using Residual Stress

The application of mechanical strains on materials impacts the physical properties
and this effect can be used in piezoelectrics, electrostrictives, and ferroelectrics to couple
strain to electrical polarization and magnetostrictive, magnetoelastic and ferromagnetic
materials to couple strain to magnetization. The functonal properties of these materials
are significantly impacted by the residual stress and strain. In general, thin-film layers
that are piezoelectric, electrostrictive ferroelectric, magnetostrictive, magnetoelastic or
ferromagnetic exhibit material properties that are considerably lower compared to these
sames materials in bulk forms [2]. It has been reported in thin-film piezoelectric aluminum-
nitride (AlN) deposited on a silicon dioxide layer on a silicon substrate that the film stress
and the piezoelectric coupling factor are strigly interrelated and making it challenging to
obtain both a low residual stress state and attractive piezoelectric properties [172]. Similar
issues are reported with magnetic materials [2].

Recently, some researchers have reported modifying the residual stress in material
layers to tune the properties of thin-film material layers. For example, strain tuning of
the magnetic properties of a thin-film antiferromagnetic semiconductor CrSBr wherein
a reversible strain-induced antiferromagnetic-to-ferromagnetic phase transition at zero
magnetic field and strain control of the out-of-plane spin-canting process was reported [173].
It was shown that tuning of the in-plane lattice constant strongly modified the interlayer
magnetic exchange interaction, which changes sign at the critical strain. This demonstrates
that strain control of magnetism and other electronic states in low-dimensional materials
and heterostructures can be achieved. In another study, thin-film layers of the hard magnetic
material CoMnP were combined with Cu to form CoMnP/Cu multilayers reducing the
residual stress by 23% compared to the same thickness of CoMnP while enhancing the
maximum energy product by 430~690% [174].

In other work, interesting new properties of materials including negative thermal
expansion coefficicient have been explained with potential application in controlling the
thermal expansion of layers [175]. Specifically, the negative thermal expansion coefficient
of CuO was found to be related to an electron-transfer-driven superexchange interaction
using neutron scattering and principal strain axes analysis.

In other work, the magnetic and electric properties could be coupled by creating a
composite configuration of a magnetoelastic and a piezoelectric materials wherein the
strains are transferred between the materials [176]. In related work, a heterostructure
consisting of magnetoelastic thin-film layer was grown on a piezoelectric substrate and an
applied magnetic field induced dimensional changes in the magnetoelastic layer. This was
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explained as the magnetostriction modified the residual strain in the magnetoelastic film
that was then transferred through to the piezoelectric substrate resulting in a polarization
in the the piezoelectric substrate [177]. More advanced material layer deposition methods
using molecular beam epitaxy (MBE) to deposit cobalt ferrite, magnetite, and others were
developed to improve these types of material layers and enhance the effect [178,179]. One
potential application of this effect is in multiferroic memories [180].

8. Conclusions

This review paper has covered the topic of residual stresses in deposited thin-film
material layers extensively employed in the fabrication and manufacturing of MNS devices.
The causes of these stresses were explained (to the extent they are known) and their
impact on device behavior was illustrated in the example of a beam resonator made from
a thin-film material layer. The deposition methods were reviewed and the parameters
affecting the resultant residual stresses in the deposited layers were reviewed. A variety
of methods and techniques that can be used to measure the residual stresses in material
layers were described. This was followed by a review of the reported values of residual
stresses in thin-film layers to illustrate how widely the values and signs can vary. Finally,
methods to manage or mitigate the effects of the residual stress in thin-film material layers
were explained.
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Appendix A. Review of Thin-Film Deposition Methods

Appendix A.1. Thermal Oxidation

Thermal oxidation is one of the most commonly used methods in MNS fabrication.
The most common processing conditions for oxidation are growth temperatures in the
range from 700 ◦C to over 1150 ◦C performed at an ambient pressure of 1.0 Atm, using
either oxygen (called dry oxidation) or stream (called wet oxidation) as the oxidizing agent.

An illustration of a typical oxidation system is shown in Figure A1 and consists of a
fused quartz glass tube holding 50 to 100 wafers or more. The substrates are positioned
in the tube and the tube is heated to process temperatures using resistive heaters. Process
gases are introduced into the tube and controlled using in-line mass flow controllers.

The oxidation of silicon proceeds by a silicon dioxide layer growing on the surface of
the silicon substrate with the interface advancing into the depth of the silicon material. The
silicon dioxide formed on the surface has a thickness about 2.27 times that of the thickness
of the consumed silicon material [15]. This volume expansion is a potential source of a
residual stress in the grown SiO2 layer and as noted in a later section, the residual stresses
in thermal oxides tends to be compressive [5].
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Appendix A.2. Chemical Vapor Deposition (CVD)

Chemical vapor deposition (CVD) is widely used in MNS manufacturing for the depo-
sition of amorphous and polycrystalline thin-films, and under certain special conditions
the deposition of single-crystal material layers [15].

A general model of CVD growth consists of a flux of reactants through a vapor bound-
ary layer at the substrate surface in series with a second flux of the reactants that are
involved in the chemical reactions which result in the thin-film material layer deposi-
tion [20]. These two fluxes are equal under steady-state conditions and the deposition
rate is set by the lower flux. CVD processes exhibit growth rates dependent on temper-
ature as illustrated in Figure A2. There are two major regions seen in this figure. The
first, labeled the “mass transfer-controlled region”, occurs at high process temperatures.
In this region, growth rate is controlled by the arrival rate of chemical reactive species
at the substrate surface. Operation in this region requires a uniform distribution of the
process gases in order to get a uniform deposition. Therefore, systems operating in this
region are usually single substrate process chambers and have high growth rates. At these
temperatures, layers deposited in this region can exhibit high levels of crystallographic
order; even single crystal material layers can be grown. Processes operating in this region
are often called epitaxy [15,16].
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The second region is labeled “surface reaction controlled” and in this region the process
is highly dependent on the temperature. Systems operating in this region should have
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excellent temperature control. These systems tend to process large batches of substrates so
as to obtain large thermal masses and thereby good temperature control. In this region, the
deposition rates are lower, but a large number of wafers can be processed simultaneously
thereby offsetting the higher cost of a slower deposition rate. Layers deposited in this region
tend to have less crystallographic order; they can be amorphous or polycrystalline [15,16].

There are a number of sub-categories of chemical vapor deposition including: at-
mospheric chemical vapor deposition (ACVD); low-pressure chemical vapor deposition
(LPCVD); plasma-enhanced chemical vapor deposition (PECVD); and atomic layer deposi-
tion (ALD), which are reviewed below.

Appendix A.2.1. Atmospheric Chemical Vapor Deposition (ACVD)

Atmospheric chemical vapor deposition (ACVD) is performed at atmospheric pressure
and the mass transfer-controlled region of Figure A2. ACVD is mostly used for the epitaxial
deposition material layers such as silicon that is performed at temperature of 1000 ◦C or
higher [21]. ACVD typically uses a single-wafer process tool configuration. The deposition
rates of high-temperature ACVD can be relatively high, typically around 1 micron per
minute or more. One major cause of residual stress for single-crystal depositions is any
lattice mismatch that exists between the layer being deposited and the substrate and
this usually occurs when the deposited layer is of a different material type from that of
the substrate. Temperature is another process parameter having a major impact on the
deposited material layer properties, particularly when the deposited material layer has a
different TCE from that of the substrate.

Appendix A.2.2. Low-Pressure Chemical Vapor Deposition (LPCVD)

LPCVD depositions are usually performed in the surface reaction-controlled region
of Figure A2. A typical deposition pressure ranges from about 10 mTorr to 100’s mTorr
and temperatures from about 400 ◦C to 950 ◦C. LPCVD is usually performed in a hot-
walled reactor system composed of a fused silica tube (See Figure A3). Inlet process gas
lines controlled by in-line mass flow controllers introduce gases into the tube. The tube
is connected to a vacuum pump to obtain the process pressures and heating elements are
positioned outside tube to obtain process temperatures.
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Figure A3. A low-pressure chemical vapor deposition (LPCVD) system.

Appendix A.2.3. Plasma-Enhanced Chemical Vapor Deposition (PECVD)

There are several different PECVD deposition reactor system configurations including:
cold-walled parallel-plate; hot-walled parallel plate; and electron cyclotron resonance
(ECR). Most PECVD deposition systems are the cold-walled parallel-plate reaction systems.
Figure A4 is an illustration of the cold-walled parallel plate PECVD system. The reactor
chamber pressure is lowered using a vacuum system. Process gases are introduced into
the chamber using in-line mass transport controllers. Two electrodes, one above the wafer

52



Micromachines 2022, 13, 2084

and the other under the wafer are connected to a RF-generator to create the plasma. The
bottom electrode that the substrate is positioned onto is heated.
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Figure A4. A cold-walled parallel plate plasma-enhanced chemical vapor deposition (PECVD) system.

Appendix A.2.4. Atomic Layer Deposition (ALD)

Atomic layer deposition (ALD) uses sequentially timed chemical processes to deposit
material layers. In the first cycle, the first reactant gas is introduced and reacts with the
substrate surface, followed by the next cycle where the second reactant gas is introduced
and reacts with the reactants on the substrate surface from the first cycle [27,28]. This
cycling of alternating reactive gases continues until the desired thickness of the layer is
obtained. ALD deposition system consists of a process chamber, a heater substrate holder,
a gas flow inlet for the introduction of the process gases, and an exhaust. The deposition
pressures are typically in the range of mTorr and the deposition temperatures are typically
in the range from 25 ◦C to over 400 ◦C [29,30]. ALD can also be done at lower temperatures
using a plasma enhanced atomic layer deposition (PEALD) [31,32]. Among the material
types that can be deposited using ALD include: SiO2; Al2O3; ZrO2; HfO2; TiN; TaN; MgF2;
AlF3; Pt; Ru; Ni; W; Ti; among others [33].

Appendix A.3. Physical Vapor Deposition (PVD)

Physical vapor deposition (PVD) use physical methods, such as heating or ion bom-
bardment, to produce a vapor phase of the source material that condenses onto the substrate
surface. One of the major advantages of PVD deposited materials are they can be deposited
at relatively low temperatures in comparison to CVD processes. There are two main types
of PVD, evaporation and sputtering.

Appendix A.3.1. Evaporation

Electron-beam bombardment of the target is the most common method of providing
thermal energy in evaporation. The electrons in the beam are accelerated to a high kinetic
energy (i.e., 5 to 30 keV) and steered to impinge on the target material using magnetic and
electrical fields. Deposition rates of around 1 micron/min can be obtained depending on
the e-beam energies and type of target material. Evaporation is performed at high vacuum
levels in order for the electron beam not to be disrupted by gases in the chamber, typically a
vacuum level of 10−7 torr or lower is used. Figure A5 shows an evaporative electron-beam
physical vapor deposition (EBPVD) system. The system consists of a process chamber
connected to a high-vacuum pumping system.
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Figure A5. Evaporation tool configuration.

The substrates are usually rotated in order to improve the uniformity of the deposited
layers. Heaters may be used to provide heating to the substrates during deposition. A
crystal sensor for in situ monitoring the thickness of the deposited material layer is typically
employed. Evaporation can be used to deposit multi-component thin-films by having two
or more crucibles, each with a pure elemental target material and switching the electron-
beam between the crucibles, or scanning each target with a dedicated electron beam.
Additionally, reactive evaporation is performed by introducing controlled amounts of
reactive gases into the process chamber during deposition.

Appendix A.3.2. Sputtering

The target may be electrically biased (with either DC or AC signals or both), and
this can be used to provide additional energy to the ions impinging onto the target. A
DC bias can also be placed on the substrate. If the target material is composed of an
insulating material then a RF bias is used to reduce charge buildup on the target surface.
The wafer (and target) can be heated (or cooled in some systems) during deposition.
Sputtering is performed at a vacuum pressure in the mTorr range that translates into a
mean-free path of around 1 cm. There are essentially three variations of the configuration
of sputtering systems: DC bias sputtering; radio frequency (RF) bias sputtering; and
magnetron sputtering.

Figure A6 is an illustration of a simple DC bias sputtering system configuration. The
wafer is mounted onto a chuck electrode that is connected to a negative voltage potential
acting as the anode. The material target is mounted onto another electrode separate from
the first that is connected to a positive voltage potential acting as the cathode. An RF
bias sputtering system (not shown) replaces the DC electrical connections to the anode
and cathode.

Magnetron sputtering employs a powerful magnetic field (generated by using either a
solenoid or magnetics) positioned behind the target in a manner that their magnetic field
lines are parallel to the target surface. This results in significantly higher ion efficiency,
sputter yield, deposition rates and uniformity than either DC or RF sputtering, at the
expense of a more complicated design configuration.
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Figure A6. DC bias sputtering deposition system for physical vapor deposition.

Appendix A.4. Spin Casting

Spin casting is the deposition of a solution onto a wafer and then spinning it at a
specific speed to obtain a uniform coating. Often the wafer after the layer has been spin
coated is heated to drive off any solvents used to control the viscosity of the solution and
harden the deposited layer. There are several materials that are spin casted.

Appendix A.4.1. SU-8

The lithographic process for SU-8 is very similar to a typical photoresist (e.g., spin
coat, soft-bake, exposure, hard-bake; and development). It is also a thermoset polymer
and a post-baking step is used to cross-link the polymers. Once cross-linked, SU-8 is an
extremely robust material.

Appendix A.4.2. PDMS

Polydimethylsiloxane (PDMS) is a viscoelastic silicon-based organic polymer having
a low density, is transparent over the visible spectrum, has a low mechanical stiffness,
and is considered biocompatible. Moreover, since it has a low curing temperature, PDMS
can be used with microsensors integrated with electronics without adverse effects on
the electronics.

Appendix A.4.3. Polyimide

Polyimide is a polymer commonly used in the microelectronics industry for packaging
applications [42,43]. It is an electrical insulating material resistant to heat. Polyimides
exhibit either thermoset or thermoplastic behaviors. Some of the attractive material prop-
erties of polyimide for microsystems applications include: a low mechanical stiffness;
biocompatibility, chemical and biological inertness, and low cytotoxicity. Other important
characteristics of polyimides include: a high glass transition temperature, high thermal
and chemical stability, low dielectric constant, high mechanical strength, low moisture
absorption, and high solvent resistance. The processes for use of liquid forms of polyimide
are very simple. The material is usually spun onto a wafer to obtain a uniform coating,
followed by a cure at a temperature between 300 to 500 ◦C depending on the formulation.
Polyimide exhibits shrinkage of between 40 to 50% during curing.

Appendix A.4.4. Sol-Gel PZT

Sol-gel PZT is a process whereby the constituents for a piezoelectric material, including
lead, zirconate, and titanate (PZT) are in a polymer solution that can be spin casted onto
substrates to form thin-film layers [44]. Typically, the sol-gel solution is spin casted in
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multiple layers, with soft-bakes between the spin casting of each layer, until the desired
thickness is obtained. The spin-casted thin-film is then cured at a higher temperature, such
as 650-C for 30 min or more.

Appendix A.5. Electrochemical Deposition

Electrochemical deposition methods are wet chemical processes, which involve the
reduction of metal ions from an electrolyte solution resulting in the deposition of thin-film
layer of metal atoms onto a surface [45–47]. There are two different types of electrochemical
deposition processes: the first is electroplating where an electric current is passed between
two electrodes placed in the electrolyte solution to supply the charges for the oxidation and
reduction reactions; and, electro-less deposition wherein a reducing agent in the electrolyte
solution provides the charges for these reactions. Electroless plating is rarely used due to
challenges of reproducibility. A variety of metals can be electroplated including: Au; Ag;
Cu; Cr; Pt; Ni; Zn; S; Cd; and Pb; as well as number of different alloys composed of metals
that can be electrochemically deposited.

Figure A7 illustrates the setup for electroplating. Two electrodes placed into the
electrolyte solution, one a cathode and the other an anode. The substrate on which the
metal is to be plated from the solution is the cathode. The applied electrical current causes
a reduction (addition of an electron) resulting in the deposition of the metal atoms on the
surface. The anode is where an oxidation (removal of an electron) takes place. The current
source is placed between the cathode and anode. The solution is stirred and temperature
controlled, and the solution may be heated. The constant oxidation of the anode that
is composed of the metal to be deposited maintains a steady replacement of metal ions
for the electrolyte solution. Often wetting agents (i.e., surfactants), buffering agents and
other agents are added to the electrolyte to enhance the plating process and/or the plated
materials. Additionally, the applied currents can be DC or have a specific waveform that
can enhance the plating process depending on the materials being plated.
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The material properties of electroplated layers are impacted by various process pa-
rameters including: chemistry solution used, temperature, stirring effectiveness, plating
rate and electrical parameters used in plating including type of electrical waveforms used.
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Abstract: This work presents an optimization technique to determine the inspection, warranty period,
and preventive maintenance policies for micromachines suffering from degradation. Specifically, wear
degradation is considered, which is a common failure process for many Micro-Electro-Mechanical
Systems (MEMS). The proposed mathematical model examines the impact of quality control on
reliability and the duration of the warranty period given by the manufacturer or the supplier to the
customer. Each of the above processes creates implementation costs. All the individual costs are
integrated into a single measure, which is used to build the model and derive the optimal parameters
of the quality and maintenance policies. The implementation of various levels of the quality, war-
ranty, and maintenance policies are compared with their optimum level options to highlight their
contribution to the assurance and improving product quality. To the authors’ best knowledge, the
introduction of a warranty period is implemented for the first time in the open literature concerning
this type of optimization model for MEMs and surely can bring additional advantages to their quality
promotion strategy. The proposed optimization tool provides a comprehensive simultaneous answer
to the optimal selection of all the values of the design variables determining the overall maintenance
and quality management approach.

Keywords: MEMs; burn-in; quality; reliability; warranty; maintenance; optimization; degradation

1. Introduction

MEMS technology exhibits excessive potential for many critical applications in aerospace,
automotive, medical, nuclear, and other areas. With more extensive commercialization of
MEMs, many challenging manufacturing questions are into consideration including precise
dimensional control and inspection, reliability testing and modeling, avoiding stiction, and
maintenance strategies [1]. These productivity, quality, and reliability questions are critical
issues that influence the path of MEMS to the conventional market. Therefore, MEMS
manufacturers need effective tools for optimal operational decisions. These tools can be
derived from the use of equivalent tools and methods developed in a traditional industry.

Preventive maintenance refers to work carried out to maintain the equipment at the
desired level of operation and to avoid failures leading to production stops. In the context
of preventive maintenance includes carrying out checks and inspections of equipment
and the replacement of defective units. As part of preventive maintenance, the policy of
periodic maintenance is applied replacement of a unit, whereby a unit is replaced at every
specific operating interval [2]. The time-based replacement policy refers to the replacement
of a unit at a predefined time interval, which has been derived from the manufacturer’s
guidelines or existing experience. However, in many cases, the unit fails in time less than
the replacement time. This case has been analyzed in [3], in which failures are divided
into type I (less significant) and type II (catastrophic) failures. Type I failures require
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minimal replacement of a component or part while Type II failures require replacement of
the entire system.

The failure-based burn-in policy is applied before the product is on the market for a
short period. The tests aim to identify products that show some early failure (infant mor-
tality) so that they can be avoided from being introduced to the market and consequently
to customers. After the burn-in procedure has been applied for the specified period, the
products that do not show any failure are immediately put on the market for use, while
those whose component fails are replaced and then the product is put on the market [4].
On the other hand, the burn-in policy based on degradation is applied after the product
has been produced and before its release and aims to identify those products in which the
investigated feature exceeds a certain cut-off level without necessarily ceasing to function.
The cut-off level is often lower than the failure level [5]. In these tests, products are tested
under more intense conditions (elevated temperature, higher mechanical stress) so that
failure or degradation occurs, which under normal conditions would occur at a much
later stage of product operation. Hu et al. [6] have developed a partially observed Markov
decision process to minimize the expected total burn-in cost of a product and derive some
interesting structures of the optimal policy. Yu et al. [7] have developed an improved
Wiener process incorporating nonlinear terms to build the degradation model of incipient
fault based on the fault estimation results. For prognosis, the fast krill herd algorithm
has been proposed to estimate unknown degradation model coefficients. Shafiee et al. [8]
develop a mathematical model from which derives the optimal choices of maintenance
policies, and the optimal time of burn-in for which the total cost is minimized.

Lifetime is defined as the time at which degradation exceeds a predefined threshold [9].
Degradation, which is caused by endogenous and exogenous factors such as environment
and operating conditions, can gradually lead to failure or a product operating at an unde-
sirable level. For this reason, it is important to model it so that predicts and avoids possible
future failures. The most widely used models, which have been extensively analyzed in the
literature, are the Markov models, the Gamma approach, and the Wiener process [10–13].
Of these, the Markov models are suitable for systems with discrete states while the Gamma
and Wiener approximation for continuous degradation systems. Shahraki et al. [14] provide
a summary of both models, highlighting the advantages of applying each of them and
the limitations in their application while providing food for thought for future analysis.
Li et al. [15] use the Markov model to simulate the degradation of wind turbines and derive
the reliability curve. Cholette et al. [16] use the Gamma approach to derive the degradation
model of a heat exchanger while from the resulting model a maintenance policy is proposed
based on the condition of the heat exchanger. Zhang et al. [17] use the Wiener approach to
estimate the remaining useful life and comment on its usefulness in various applications.

Age-based preventive replacement policy has been extensively studied in the litera-
ture. Jiang et al. [18] investigated an optimal age-based replacement policy, where minimal
repair, corrective replacement, and imperfect repair can be carried out upon an unexpected
failure with different maintenance effects. An et al. [19] studied the joint optimization of
preventive maintenance and flexible job-shop rescheduling with processing speed selec-
tion, and the dynamic arrival of the new machine is considered to enhance productivity.
Dong et al. [20] investigated novel reliability models and schedules optimal preventive
maintenance policies, in which the closed-form reliability quantities are derived analytically
and the optimum preventive replacement interval is demonstrated theoretically. Further-
more, they developed generalized reliability models [21] for multi-component systems,
where each component is subject to two dependent competing failure processes, i.e., a
soft failure process caused jointly by internal performance degradation and incremental
damage due to effective external shock sets, and a hard failure process caused by the
same random shocks. Moreover, a system may fail due to the aging of its components,
or it may fail due to fatal shocks arriving from external sources. Under this mechanism
of system failure, Hashemi et al. [22] proposed optimal age-based and block preventive
maintenance models by considering the costs of preventive maintenance, corrective main-
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tenance, and minimal repairs providing some formulas for the average long-run cost rate
of the proposed strategies.

The issue of property degradation of mechanical systems has been extensively studied
and various models have been developed to describe it. The modeling of degradation has
contributed to the prediction of material behavior as well as potential failure. In addition,
there are many studies related to maintenance policies for mechanical systems. In this work,
however, is developed a mathematical model for finding the optimal options of various
quality policies such as e.g., the maintenance interval, the burn-in method, the replacement
time, and the warranty time of a key component of micromachines, which is the pin joint.
The pin joint of microengines wears out the more rotations the more revolutions it performs.
Thus, the optimal choices of quality policies are examined which mentioned above are
considered to minimize the overall costs.

2. Optimization Model

Devices at the microscale can be classified into four classes [23] according to their
operational interactions. Class I devices have no free moving parts, like accelerometers,
pressure sensors, or strain gauges; Class II devices have moving parts with no friction or
contact surfaces, such as gyros, resonators, and filters; Class III devices have moving parts
with contact surfaces such as relay and valve pump; Class IV equipment has moving parts
with friction and contact surfaces such as shutters, scanners, optical switches. The first
three classes can achieve high reliability if adequately manufactured and packaged. For
class IV devices, where frictional surfaces cannot be avoided, failure analysis and reliability
assessment must be performed to drive the robust commercialization of micromachines [24].

The failure modes in a micromachine can be wear, friction, fracture, contamination,
stiction, etc. The micromachine used in this study is the electrostatically driven microactua-
tor (microengine) developed at Sandia National Laboratories [25] (National Technology
and Engineering Solutions of Sandia, LLC., Albuquerque, New Mexico, USA). The micro-
machine consists of orthogonal linear comb drive actuators that are mechanically connected
to a rotating gear as seen in Figure 1. By applying voltages, the linear displacement of the
comb drives is transformed into circular motion. The linkage arms are connected to the gear
via a pin joint. The gear rotates about a hub, which is anchored to the substrate [25]. The
dominant failure mechanism was mainly identified as visible wear on the friction surface,
often resulting in a seized micromotor or a micromotor with a damaged shaft seal [25,26].
Wear can be defined as the removal of material from a solid surface by mechanical action.
Abrasion degradation is a very complex phenomenon, involving both the mechanical and
chemical properties of the objects in contact, as well as the pressure and surface speed with
which the objects are in contact.
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The pin joint is a critical area for micromotors in which either less significant soft fail-
ures due to wear occur or where severe failures (hard failures) due to material breakage [27].
In the first case, the wear of the pin joint material exceeds a critical value but continues to
operate while in severe failures the system stops operating. In addition, environmental
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conditions affect the degree of wear of the components as it has been shown that with a
reduction in the humidity of the operating environment, there is an increase in the rate of
wear [25,26].

Rubbing creates friction and often leads to the creation of abrasive materials or debris.
The configuration of this material can lead to several different failure mechanisms. This is
due to equipment-associated particle contamination, third-body abrasive particles that alter
the motion tolerance, particle contamination that prevents or interferes with the movement
and adhesion of surfaces, or frictional contact [28]. The wear mechanism may depend on
the temperature achieved during the friction process. The material can be rubbed on the
contact surface; surface materials can oxidize—Then fade, etc. Many parameters must
be examined to determine the root cause of the wear, which makes analysis simple but
time consuming.

To simultaneously improve quality, reliability and the warranty plan over the life-
time of micromachines, a systematic inspection, preventive replacement procedure, and
warranty model have been developed, as described in Figure 2.
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Figure 2. Burn-in, inspection, warranty, and preventive replacement procedures for micromachines.

A post-manufacturing burn-in process for micromachines is used to identify and
remove defective and early failed components. Burn-in is a crucial method for achieving
reliable parts and systems, but it also exposes them to stress. For burn-in components,
non-destructive inspection is applied to separate the fraction of units whose wear surpasses
the specific specification threshold. The screened units, with a high level of quality, are
then released for field operation until they reach the time of periodic replacement when
the cost of a forthcoming failure makes it economically advantageous to replace them
with new ones. The preventive replacement procedure is used to avoid failure due to
the wear of standard operating units. The introduction of a warranty period can bring
additional advantages to the quality promotion strategy and could therefore be adopted.
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For a simultaneous optimal selection of the values of the design variables determining the
overall maintenance and quality management strategy, a comprehensive methodology is
developed in the following sections.

2.1. Degradation Model

To derive the model describing the degradation of the characteristic, it is first necessary
to determine the factors which influence the way affects it. The wear of the pin joint due to
the rotation of the gear during the operation of a micromachine increases with the number
of revolutions it performs. Therefore, the key factor in the model is the operating time,
t [19]. The wear of the gear depends also on three other factors. These factors are the radius,
r, of the pin, the coefficient, c, relating to the wear and hardness of the material, and the
force, F, developed between the pin and the gear. This leads to a linear model in which all
factors influence proportionally the wear of the pin, X, and the relationship is

X(t, r, c, F) = 2πrcFt. (1)

For various microengines, some of the factors are constant, while others are considered
random. The radius of the pin varies for each and is considered a random factor with
a mean value of µr and a standard deviation of σr. The force depends on the rotation
frequency of the gear and consequently on the input voltage of the drive. It is therefore a
random factor with mean value µF and standard deviation σF. Thus, at any time, for any
value of radius and force, the wear X(t) is considered to follow the normal distribution with
a mean value

µt = 2πcµrµFt (2)

and standard deviation
σt = 2πct

√
σ2

r σ2
F + σ2

r µ2
F + µ2

r σ2
F (3)

Here, we notice that more complex models considering simultaneously other failure
modes could be developed. Such models may be useful for cases where the dominant
failure modes have been demonstrated to be more than one.

2.2. Effect of Quality Control on Reliability

After the production stage of the microengines, the burn-in technique is applied to
identify the defective units. Then, the non-destructive testing of all the units produced
follows to remove those whose wear has exceeded the failure threshold H. To demonstrate
the importance of quality control, it is necessary to calculate the reliability when 100%
inspection of the units is applied and compare it with the reliability when none is applied.

When non-destructive testing is not applied after the burn-in process, the defective
units are not detected and the reliability at any time, t, will be equal to the probability that
the pin joint wear does not exceed the threshold failure threshold H

R(t) = P(X(t) < H) =

H∫

0

fx(t)(x, t)dx = Φ
(

H − µt

σt

)
. (4)

When post-burn-in testing is applied then only those units whose wear is less than the
failure threshold are marketed. Thus, reliability will be a bound probability and will be
equal to the probability that the wear X(t) at any time does not exceed the failure threshold,
H, given that it has successfully passed the burn-in procedure for a time t0. Mathematically,
the reliability function will be given by

R(t) =
P(X(t) < H)

P(X(t0) < H)
, (5)

where t0 < t < τ, and τ is the replacement time.
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Comparing the previous equations, we observe that the reliability with the application
of non-destructive testing is equal to the reliability without testing divided by a number
less than unity (the probability that the post-burn-in decay is less than the failure threshold).
Therefore, the application of the non-destructive control increases the reliability value.

2.3. Quality and Reliability

Joint optimization of quality and reliability requires the definition of the measure to
be used for this purpose and the factors to be used in this model. The factors considered in
finding the optimal model are the time of the burn in process, b, the value of the wear, H’,
below which the system is considered to fail and the replacement time, τ. The measure that
can be used consists of the sum of three different costs divided by the expected time of use.
These costs are the quality cost, the expected failure cost, and the replacement costs.

2.3.1. Quality Cost

The unit cost of quality is given by

QC(η) = CQ(η) + CS(η) + CI , (6)

where CQ(η) is the loss of quality, CS(η) is the cost of the rejected units, and CI is the cost
of the inspection of each unit, which is usually fixed. The loss of quality can be calculated
from Taguchi’s loss function, in which there are three different types depending on the
nature of the feature under consideration. These types are the smaller the better (S-type),
the larger the better (L-type), and the better the target value (T-type). In the case of the pin
joint the ideal is for the wear value to be as low as possible. Therefore, the relationship that
characterizes the S-Type case is chosen which is

L(X(t0)) = kX(t0)
2, (7)

where k is the coefficient used to convert the deviations into economic values. The quality
loss can be calculated using the expected value of L(X(t0)) and will be given by

CQ(η) =
USL∫
0

L(x, t0) fX(t0)(x, t0)dx =
η∫
0

kx2 fX(t0)(x, t0)dx

= −kσ0[µ0 + η]Φ
(

η−µ0
σ0

)
+ σ0µ0kΦ

(−µ0
σ0

)
− k
[
σ2

0 + σ2
0
]
Φ
(−µ0

σ0

)
+ k
[
σ2

0 + σ2
0
]
Φ
(

η−µ0
σ0

)
,

(8)

where fX(t0)
is the probability density function at the end of the burn-in application.

If a unit exceeds the failure limit, it shall either be repaired or rejected. If q(η) is the
percentage of units that successfully pass the burn-in stage, then this percentage will be
given by

q(η) =

η∫

0

fx(t0)(x, t0)dx= Φ
(

η − µ0

σ0

)
−Φ

(−µ0

σ0

)
. (9)

Moreover, if the scrap/reworked cost per unit is s then the scrapped portion is (1—q(η))
and the total expected scrapped cost will be

CS(η) = (1− q)s =
(

1−Φ
(

η − µ0

σ0

)
+ Φ

(−µ0

σ0

))
s. (10)

Inspection costs, CI, are fixed and independent of the failure threshold η.

2.3.2. Failure Cost—Preventive Replacement Cost

The failure cost of each unit fC is fixed and s-independent of the time of failure and
can be estimated by a one-year warranty cost or a one-time repair cost. Thus, the total

68



Micromachines 2022, 13, 1899

failure cost depends on the reliability value at the time of replacement and is given by
the relation

FC(τ) = fC(1− R(τ|t0)). (11)

In the case where we have no failure before the replacement time, the replacement
based on policy will be done at that time at a replacement cost, RC. However, in case we
have a failure before the scheduled time of replacement, then an additional replacement
cost, RC, arises. In the more general case, the average expected failure cost will be given
by the sum of the failure cost and the replacement cost. Otherwise, if it has not failed by
τ, it should be replaced based on economic considerations, and the cost is RC. Thus, the
expected total failure plus replacement cost at τ is FC(τ) + RC.

2.3.3. Expected Time of Use

The expected time of use is a function of the burn-in time, t0, and the replacement
time, τ, and will be given by the following equation

E[U/t0, τ] =

τ−t0∫

0

R(t + t0|t0)dt =
1

R(t0)


τR(τ)− t0R(t0) +

τ∫

t0

t fT(t)dt


, (12)

where fT(t) is the probability density function of the failure time for a Bernstein distribution
with two parameters and will be given by the equation

fT(t) = −
dR(t)

dt
=

H√
2πb

e
(H−at)2

2bt2 , (13)

where
a = 2πcµrµF, (14)

and
b = t

√
(2πc)2(σ2

r σ2
F + σ2

r µ2
F + µ2

r σ2
F). (15)

This is the pdf for a two-parameter Bernstein distribution.

2.4. Effect of the Warranty

A warranty is a contractual obligation of a manufacturer for the sale of its products.
Manufacturers essentially declare that repair any damage that occurs for the duration of
the warranty. But this creates an additional cost.

A product that has successfully passed the burn-in process is promoted to the market
at the time, t0. Assuming that the micromachines are given a warranty period, w. If the
product fails during its use at time tw (where tw < w) then under the supplier’s contract
with the customer, the supplier must replace it, and this produces an additional cost c2(tw).

The expected cost for a product that comes onto the market after a burn-in period, t0,
and has a warranty period, w, it is given by the relation

E[cw(b)] =
w∫

0

c2(tw)rb(tw)dtw, (16)

where rb(tw) is the reliability function after application of the burn-in procedure. However,
if the failures occurring after the application of the burn-in process are repaired, the
reliability of the product will be

rb(tw) = r(t0 + tw), (17)
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and the expected warranty cost will be

E[cw(b)] =
w+t0∫

t0

c2(t− t0)r(t)dt. (18)

2.5. Total Cost and Optimization

The expected total system cost per unit expected usage time including warranty is
described as

TC(η, τ, t0, w) =
QC(η) + FC(τ) + RC + E[cw(b)]

E[U/t0, τ]
. (19)

In fact, the upper bound of the replacement interval is usually specified and is denoted
as Bτ . To minimize this cost, the optimal options of burn-in time, t0, the replacement
time, τ, the failure threshold, η, and the warranty interval, w, are sought. The constrained
optimization model is expressed as

(η∗, τ∗, t0
∗, w∗) = argmin

{
TC(η, τ, t0, w) =

QC(η) + FC(τ) + RC + E[cw(b)]
E[U/t0, τ]

}
, (20)

subjected to
η > µ0,, t0 ≤ τ ≤ Bτ . (21)

The Sequential Quadratic Programming (SPQ) method [29] is employed to solve the
optimization problem. This method is a technique used to find the optimal solution to
non-linear problems consisting of several subproblems. The algorithm starts from an initial
hypothesis and stops after a series of iterations when the criteria set are satisfied. Calculates
the optimal solution of the subproblems for which a quadratic model of the function of the
original problem.

3. Results and Discussion

This section presents the implementation of the proposed methods using numerical
examples. Firstly, selecting suitable data, the levels of the decision variables that minimize
the total cost are calculated, and then the effect of the decision variables on the total cost is
examined.

3.1. Numerical Data

To apply the model and extract the desired results and conclusions, the numerical data
are presented in Table 1. It has been assumed that the surface wear of the microengines
follows the normal distribution. The source of the data is given by Tanner et al. [30]
considering the coefficient c in Equation (1), the radius of the pin joint r, the nominal value
of the force applied between rubbing surfaces F, the quality loss factor, the failure per unit
cost fc, the replacement cost RC, and the rejection cost. Here, the replacement cost within
warranty c2 is also considered.

Table 1. Numerical data applied to the proposed models.

c (µm2/N) r (µm) F (N) s.d. of r (µm) s.d. of F (N) Quality
Loss Factor fC (€/Unit) RC

(€/Unit)
Rejection Cost

(€/unit) c2 (€/Unit)

0.0003 1.5 3 × 10−6 0.075 1.5 × 10−7 1010 1000 50 50 70

First, the values of the decision variables from which the model starts are given to
calculate the cost values until the optimal solution are reached. The initial values selected
are burn-in time t0 = 200 revolutions, failure threshold η = 0.001 µm3, replacement time
τ = 25,000 revolutions, and warranty period w = 10,000 revolutions. The values of the vari-
ables that minimize the total cost, which are derived from the application of the proposed
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model, are burn-in time t0∗ = 236 revolutions, failure threshold η* = 5.81 × 10−3 µm3, re-
placement time τ* = 58,945 revolutions, warranty period w* = 11,340 revolutions. The
total cost for the optimal solution is TC = 0.0404 €/unit. It is noticed that the above values
obtained from the solution of the constrained optimization model expressed in Equations
(20) and (21) applying the SQP method. Here, we notice that this test case and its results
are directly comparable only with the ones presented in [1]. If we apply the values of the
example in [1] and we simplify the model neglecting the warranty policies to be the same
as the corresponding one in [1], the obtained results are identical.

3.2. Comparison of Quality Policies

In order to examine the effect of quality control after the application of the burn-in
process, initially in this section the different values of the total cost without quality control,
i.e., without a failure limit (η) of the defective units, will be calculated.

Firstly, the numerical model is applied, after having reset to zero the rejection threshold
h, changing each time the value of the time interval of the burn-in application. The
constant values selected are a replacement time τ = 50,000 revolutions, and a warranty
period w = 25,000 revolutions. The burn-in time t0 varies from 0 to 5000 revolutions, while
the failure threshold is η = 0 µm3, due to the absence of quality control. The results are
summarized in Figure 3a. We note that the application of a longer time interval of the
burn-in process reasonably increases the total costs. In addition, we find a first insight into
the values of the total costs incurred in the absence of quality control.
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Figure 3. Total cost diagram for various values of burn‐in time (a) without, and (b) with the presence 

of quality control. 
Figure 3. Total cost diagram for various values of burn-in time (a) without, and (b) with the presence
of quality control.

To draw conclusions on the impact of quality control on the total cost, the proposed
model is applied by considering the quality control expressed through the failure threshold.
A failure threshold η = 0.001 µm3 is chosen to calculate the total cost. The constant
values selected are a replacement time τ = 50,000 revolutions, and a warranty period
w = 25,000 revolutions. The burn-in time t0 varies from 0 to 5000 revolutions, while the
failure threshold is η = 0.001 µm3, due to the quality control process. The results are
summarized in Figure 3b. From the above results we notice that the total cost increases
with the increase of the burn-in time. However, we observe that while doubling the time of
the burn-in process there is no meaningful change in the value of total cost. Specifically, by
increasing by 1000 revolutions the burn-in time the total cost increases less than 5% in all
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cases. Moreover, we observe that, in this case, the absence of quality control can produce
ten times (1000%) greater total cost than the one with quality control in most cases.

For a more detailed analysis of the results and to allow comparison of the results, the
box plots for total costs as a function of the change in burn-in time when quality control is or
is not applied are presented in Figure 4. We observe a sharp decrease in the cost values with
application of quality control. Furthermore, the results obtained without quality control
show a considerably larger dispersion.
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The same procedure is then repeated keeping all variables constant except for the
replacement time interval, τ. The constant values selected are a burn-in time t0 = 1000 revo-
lutions, and a warranty period w = 25,000 revolutions. The replacement time, τ, varies from
25,000 to 150,000 revolutions, while the failure threshold is η = 0 µm3, due to the absence of
quality control. The results are summarized in Figure 5a. It is obvious that increasing the
replacement interval leads the reduction of overall costs when no quality control is applied.

A similar procedure is repeated keeping all the factors of the model constant, each time
changing the replacement time applying quality control. The constant values selected are a
burn-in time t0 = 1000 revolutions, a warranty period w = 25,000 revolutions, and a failure
threshold η = 0.001 µm3. The replacement time varies again from 25,000 to 150,000 revolu-
tions. The results are illustrated in Figure 5b. We can observe that with the increase of the
replacement time the total cost as the replacement cost decreases. Furthermore, increasing
the replacement time, it contributes significantly to reducing costs. Near at the optimal
value of 58,945 rotations the total cost is about 0.85 €/item, while when the value is under
sampled the total cost increases and approaches 7.5 €/item. This is because the sooner a
component is replaced the less likely it will fail. These results suggest that increasing the
preventive replacement time has a significant effect on the reduction of the total cost. The
rate of reduction decreases with increasing replacement time.

The boxplot diagram in Figure 6 is then assembled from the results of previous analysis
for the various values of the replacement time. In this case as well, we observe a reduction
in total cost when quality control is applied as well as a smaller dispersion of the results
appears. Moreover, we observe that, in this case, the absence of quality control can produce
100 times greater total cost than the one with quality control in some cases.
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Figure 6. Total cost boxplot diagram for various values of burn-in time with and without quality control.

Furthermore, the application of the model without quality control is implemented by
varying this time the length of the warranty period provided by the manufacturer. The
constant values selected are a burn-in time t0 = 1000 revolutions, and a replacement time
τ = 50,000 revolutions. The warranty period, w, varies from 10,000 to 100,000 revolutions,
while the failure threshold is η = 0 µm3, due to the absence of quality control. The results
obtained are shown in Figure 7a. It can be observed that the total cost increases with the
increase in the total warranty period provided by the manufacturer.

73



Micromachines 2022, 13, 1899

Micromachines 2022, 13, 1899  12  of  16 
 

 

without quality control with quality control

0

2

4

6

8

10

12

14

16

τ = 25,000 - 150,000 revolutions

T
C

 (
€/

un
it

)

η = 0.001 μm3

Constant parameters
-----------------------------
t
0
= 50,000 revolutions

w = 25,000 revolutions

 without quality control
 with quality control

η = 0 μm3

. 

Figure 6. Total cost boxplot diagram for various values of burn‐in time with and without quality 

control. 

Furthermore, the application of the model without quality control is implemented by 

varying this time the length of the warranty period provided by the manufacturer. The 

constant values selected are a burn‐in time  𝑡   = 1,000 revolutions, and a replacement time 

τ = 50,000 revolutions. The warranty period, w, varies from 10,000 to 100,000 revolutions, 

while the failure threshold is η = 0 μm3, due to the absence of quality control. The results 

obtained are shown in Figure 7a. Ιt can be observed that the total cost increases with the 

increase in the total warranty period provided by the manufacturer. 

0 20,000 40,000 60,000 80,000 100,000
0

4

8

12

16

20

24

28

32
T

C
 (

€/
un

it)

w (revolutions)

 TC

Constant parameters
-----------------------------

η = 0 μm3

t
0
 = 1,000 revolutions

τ = 50,000 revolutions

 
0 20,000 40,000 60,000 80,000 100,000

0

1

2

3

4

T
C

 (
€/

un
it)

w (revolutions)

 TC

Constant parameters
-----------------------------

η = 0.001 μm3

t
0
 = 1,000 revolutions

τ = 50,000 revolutions

 

(a)  (b) 

Figure 7. Total cost diagram for various values of warranty period provided by the manufacturer 

(a) without, and (b) with the presence of quality control. 
Figure 7. Total cost diagram for various values of warranty period provided by the manufacturer
(a) without, and (b) with the presence of quality control.

The warranty period is also examined for its influence on total costs when quality
control is applied. The constant values selected are a replacement time τ = 50,000 revo-
lutions, and a burn-in period of t0 = 1000 revolutions. The warranty time w varies from
10,000 to 100,000 revolutions, while the failure threshold is η = 0.001 µm3, due to the quality
control process. The results are summarized in Figure 7b. From the presented results we
additionally conclude that with an increase in the warranty period the total cost increases
as more failures occur during this period which must be replaced by the manufacturer.

To further compare the effect of period of the warranty on the total cost, a correspond-
ing boxplot is presented in Figure 8. And in this case, we come to the same conclusion,
i.e., the noticeable reduction in total costs and in the less dispersion of results by applying
quality control.
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The effect of the quality control threshold, i.e., the different values of the failure thresh-
old, on the total cost is finally examined. The constant values selected are a replacement
time τ = 50,000 revolutions, a burn-in time t0 = 1000 revolutions, and a warranty period
w = 25,000 revolutions. The failure threshold varies from 0.0005 to 0.0100 µm3. The results
are depicted in Figure 9.
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From the above results we observe that as the failure threshold decreases the total cost
increases, which is since the lower the failure threshold, the more units are rejected after
the burn-in stage and are considered to fail.

An important observation concerns the dispersion of results. We observe that when
there is no quality control the results show a large dispersion from the mean value and a
large range from the minimum and maximum values, while when there is a quality control
for all three decision variables it is observed that the results are clustered around the mean
value. We also observe that increasing the time of application of the burn-in procedure only
slightly increases the total cost with values close to 0.885 €/unit, since its application for a
longer period contributes to the detection of more defective units which are not passed on
to the consumer.

4. Conclusions

In this paper, a mathematical model with economic cost factors was developed based
on the degradation of an important component of micromotors, the pin. This model could
be applied to other components of micromotors, whether electrical or mechanical. The wear
of micromotors increases with the number of revolutions of the pin and depends on three
other factors, namely the radius of the pin, the hardness coefficient of the material and the
force developed between the gear and the pin. Based on the calculation of the degradation
relationship, which is exhibited by the micromotors and the rotation pin which is the
contact point between the actuator and the gear, the various costs were calculated. Quality
costs, failure costs, replacement costs and warranty costs were considered. Deriving the
total cost expression, the values of the decision parameters that minimize the total cost
were calculated using computational techniques.

Using a parametric analysis to study the sensitivity of the solution on the decision
variables, the following conclusions are arisen:
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• the presence of quality control significantly reduces the total costs for all the decision
variables. Concerning the numerical example, the total cost is reduced more than ten
times (1000%) when quality control is applied in most cases.

• a large dispersion from the mean with a large range from the minimum and maximum
values exists without a quality control, while when a quality control is implemented,
the results are clustered around the mean for all the decision variables.

• the increase in the burn-in time slightly increases the overall cost, while its applica-
tion for longer time contributes to the detection of more defective units which are
not passed on to the consumer. Concerning the numerical example, increasing by
1000 revolutions the burn-in time the total cost increases by less than 5% in all cases.

• the increase in the replacement interval is observed to contribute significantly to the
reduction of total cost since the sooner a component is replaced, the less likely it is
to fail.

• the increase in the warranty period provided by the manufacturer increases the total
cost significantly.
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Abstract: In recent years, micro-annular beams have been widely used, which has expanded the
possibilities for laser processing. However, the current method of generating an annular beam still
has shortcomings, such as spot energy at the center of the produced beam. In this study, a Fresnel
zone plate with an annular structure was machined using a femtosecond laser. After focusing, an
annular laser beam without a spot in the center was obtained, and the radius and focal length
of the annular beam could be easily adjusted. In addition, two annular Fresnel zone plates were
concentrically connected to obtain a concentric double-ring beam in the same focal plane. The
simulation and experimental results were consistent, providing effective potential for applications
related to nontraditionally shaped laser beams.

Keywords: Fresnel zone plate; annular structure; femtosecond laser machining; concentric double-ring
beams

1. Introduction

In laser processing, the typical laser parameters include power, spot size, wavelength,
pulse duration, and repetition frequency. These parameters are necessary to determine
the optimal machining process, and their effects on structure and performance have been
extensively studied. The irradiance distribution when the laser reaches the material is
also important in material processing. The most common is the Gaussian distribution,
which can improve the energy utilization rate to the maximum efficiency. However, in
some processes, energy distributions in nontraditional shapes are required. For example,
when the diameter of the drilling hole is larger than that of the laser beam [1], the annular
distribution of the laser beam can be fired continuously on the material’s surface in the
form of a pulse. This method, known as optical perforation, has been successfully used to
drill submillimeter holes through stainless steel [2]. In recent years, annular beams have
been increasingly used, thereby expanding the possibilities of laser processing [3]. When an
annular beam is used together with two-photon polymerization, point-by-point scanning
can be optimized to multipoint parallel scanning, and a circular structure can be generated
in one process, significantly improving the processing efficiency [4,5]. New imaging tech-
niques can be obtained in stimulated emission depletion microscopes when a circular beam
is combined with a Gaussian beam [6,7]. Annular beams can also process microtubules,
which have unique applications in biological sensing [8], cell manipulation [9], targeted
drug delivery [10], and other fields, attracting the attention of researchers.

Many researchers have studied annular beams from different aspects [11–13].
Marti et al. [3] studied the properties, generation methods, and emerging applications
of laser beams with nontraditional shapes, such as Bessel beams, annular beams, and
vortex beams. They used an annular beam and optical polymerization to generate three-
dimensional stacks of circular structures and annular patterns. Arash et al. [14] turned
an incident plane wave into an annular beam at its focal plane using a Fresnel zone plate
(FZP) with phase shifting radially outward. This method generated an annular beam
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with high efficiency and good flexibility, but it produced an apparent bright spot at the
center of the annular beam. Zhang et al. [15] loaded the phase function of an FZP on a
space light modulator to generate an annular beam with variable diameter and realized the
rapid processing of tubular structures. They added a high-pass filter to the optical path
to filter the light at the center of the annular beam. Fatemeh et al. [16] carried out phase
superposition of two radial phase-shifted FZPs to obtain a long-depth bifocal diffraction
lens with two focal planes, and a plane with a double-ring beam was obtained between
the two focal planes. However, the plane of the double-ring beam was not the focal plane;
therefore, energy could not be concentrated when used in laser processing.

In this study, a laser beam with an annular distribution was obtained by focusing the
annular Fresnel zone plate (AFZP), and a method of eliminating the center energy of the
annular beam was obtained through research. Two AFZPs were concentrically connected,
and a focused double-ring beam was obtained on the focal plane. In this study, a simulation
calculation was carried out, and an experimental study was carried out by femtosecond
laser machining of the AFZP. The results of these two experiments were verified and found
to be consistent.

2. Theoretical and Experimental Methods
2.1. Theoretical Approach

The energy of an annular laser beam is concentrated in the annular region. The
different energy distributions in the annular region can be divided into various annular
beams, such as the Bezier beam, the optical vortex beam, and the Gaussian distribution of
the annular beam. The light field of the Bezier beam is a series of concentric rings with high
energy in the center and low energy outside. Therefore, it is necessary to accurately control
the processing energy when using a Bezier beam to make the energy density of the inner
ring greater than the ablation threshold and the energy density of the outer ring lower than
the threshold; otherwise, a concentric annular structure will appear in the processing [17].
The vortex is twisted in a spiral shape around an axis where the light waves cancel each
other, making it a circular beam with a radial cross-section. When the topological charge of
the vortex light is an integer, the energy distribution of the annular light is uniform in the
cross-section. However, when the topological charge is a non-integer, the distribution of
the annular light field becomes uneven, which limits the application of vortex light [18].

Researchers have studied methods for generating circular beams. First, an annular
beam is produced using an aperture [3]. A Bessel beam can be obtained by irradiating an
annular slit on the rear focal plane of the convergent lens with plane waves. However, its
efficiency is low because the aperture blocks most of the incoming energy. Annular beams
can also be formed using a cone lens [19]. The workpiece is placed sufficiently far away
from the cone lens to encounter the far-field profile of the cone lens, which corresponds to a
circular beam. However, this method cannot effectively control the size and shape of circular
beams. The spatial light modulator (SLM) can change the phase of the incident laser [20–22]
and generate an arbitrary beam profile and hologram. Therefore, the spatial light modulator
can quickly generate an annular beam. However, SLM often has a low damage threshold,
which limits micromachining in high-power lasers. In addition, FZP processing on the
end face of a multimode fiber is an effective method for generating annular beams [23].
The FZP of the fiber end is conducive to integration into small systems and intrinsically
compatible with rapidly developing fiber lasers [24–26]. However, optical-fiber FZPs are
unsuitable for non-optical-fiber systems because of their narrow application range.

To overcome the shortcomings of Bessel and vortex lights, we used an AFZP to
generate a Gaussian circular beam. According to the study of linear FZPs, when the
FZP extends indefinitely along the X- or Y-direction, a grating with varying pitch can be
obtained [27]. After the laser passes through the grating, the diffraction pattern in the focal
plane is a diffraction line in the same direction as the FZP. A linear FZP can be considered
an annular FZP with an infinite radius. When the radius of the annular FZP is reduced to a
finite size, an AFZP can be obtained. As shown in Figure 1, the inner radius of the circular
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FZP is r0, and the outer diameter is r. When the number of circular FZP is n, r =
√

nr0.
Then, radius R of the AFZP is the distance from the center of the AFZP to the center of
the circular FZP, the inner diameter is Ri = R− r, and the outer diameter is Ro = R + r.
According to linear FZP theory, when a laser passes through an AFZP, it will exhibit an
annular beam with radius R on the focal plane, and the energy on the focusing ring has a
Gaussian distribution. The distance from the focusing ring to the AFZP is f = r2

0/λ, where
λ is the wavelength of the incident laser.
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Figure 1. Schematic diagram of Fresnel zone plate (FZP) structure: (a) linear FZP; (b) AFZP.

A major problem in previous studies on the annular beam is a bright spot in the center
of the generated annular beam [14,15]. In ablative machining or material modification,
such an annular beam inevitably has a negative effect on the machining morphology, and
the center energy should be eliminated. Because the central bright spot is generated during
the circular bending of the linear FZP, appropriate structure parameters should be set when
designing the AFZP.

Since the AFZP is composed of a transparent and opaque zone, and the area of the
opaque zone is larger than that of the transparent zone, when incident light irradiates the
AFZP, more than half of the laser light cannot pass through. There is no barrier at the
center of the AFZP, and the light beam can pass directly through it. Therefore, incident
light passing through the AFZP can be approximated as passing through a circular hole of
radius. According to diffraction theory, after the laser passes through the circular hole, it
successfully passes through three Z-axis zones: the projection area, Fresnel diffraction area,
and Fraunhofer diffraction area (as shown in Figure 2). In the projection area of the circular
hole, the laser penetrates the circular hole along the Z-axis with little energy. In the Fresnel
diffraction area, the central spot on the Z-axis may be dark or bright, with alternating light
and dark spots. In the Fraunhofer diffraction area, a bright spot is always present along the
Z-axis. The energy at the center of the annular beam is the central bright spot caused by
circular-hole Fresnel diffraction or Fraunhofer diffraction.
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The approximate range of the Fresnel diffraction area and the Fraunhofer diffraction
area produced on the Z-axis can be deduced according to the Fresnel diffraction formula.
When the radius of the circular hole is Ri, the impulse response function of the light wave
field is

h(x− x0, y− y0) =
ejkRi

jλRi
. (1)

In rectangular coordinates,

Ri =

√
z2 + (x− x0)

2 + (y− y0)
2, (2)

where z is the distance between the hole and viewing screen. When z is large (paraxial
condition), the first two terms of the Taylor expansion can be considered.

Ri ≈ z

[
1 +

1
2

(
x− x0

z

)2
+

1
2

(
y− y0

z

)2
]
−

[
(x− x0)

2 + (y− y0)
2
]2

8z3 + · · · (3)

The essence of the Fresnel approximation is to replace the Huygens wavelet of the
sphere with a quadrilateral. Because the phase change caused by the third term of the
Taylor expansion is far less than π/2, the Fresnel diffraction area can be deduced as

z3 ≥
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2
]2
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2λ
=
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= 32
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Furthermore, Equation (3) can be written as

Ri ≈ z
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= z +
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In this formula, the phase change caused by the last term is less than π/2; that is, the
phase change caused by different hole positions can be ignored. The Fraunhofer diffraction

condition is satisfied when k (
x2

0+y2
0)max

2z ≤ π
2 . Because

(
x2

0 + y2
0
)

max = 2Ri
2, the following

can be obtained:

z ≥ 4
Ri

2

λ
. (6)

The AFZP is composed of many concentric zones; thus, the energy of its Z-axis plane
is due to the combined superposition of the diffraction of all the circular holes. According
to Equations (4) and (6), the positions of the projection area, Fresnel diffraction area, and
Fraunhofer diffraction area on the Z-axis are positively correlated with the radius of the
circular hole.

2.2. Experimental Methods

The femtosecond laser has an ultrashort pulse and ultrahigh energy peak [28–30],
which can realize non-hot-melt cold processing and high-precision processing, and which
has a wide range of applications in micro and nano processing [31]. In the experiment, a
Yb:KGW femtosecond laser (Pharos, Light Conversion, Vilnius, Lithuania)—with a center
wavelength of 1030 nm, pulse duration of 216 fs, and repetition rate of 10 kHz—was used
to generate Gaussian beams. The optical path diagram of the femtosecond laser processing
system is shown in Figure 3. When exiting from the femtosecond laser provider, it passes
through the shutter, attenuator, mirrors, power meter, and apertures, before finally entering
the objective lens. The shutter controls the laser switch, the attenuator regulates the light
intensity, and two apertures are used to collimate the beam entering the objective [32]. The
lens is a 20× objective lens (Nikon, Tokyo, Japan, NA = 0.4). After focusing the laser beam
on the vertical incident mode, it is ablated and processed on the surface of the sample. The
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sample used was fused silica (Gulo company, Luoyang, China, K9). The light transmittance
was higher than 90% with high precision, high parallels, and high finish, with a size of
20 × 20 × 0.4 mm. The samples were mounted on a three-dimensional mobile platform
(Suruga Seiki Corporation, Tokyo, Japan) with computer-controlled XYZ motion in three
directions with a movement accuracy of 20 nm.
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3. Results and Discussion
3.1. Study of Single-Ring Annular Fresnel Zone Plate (AFZP)

To study the process of the AFZP generating an annular beam, the AFZP model was
established in ZEMAX software. The designed AFZP radius R was 0.6 mm, the inner zone
radius r0 of the circular FZP was 80 µm, and the zone number of circular FZP n was 29.
Therefore, the inner diameter Ri of the AFZP was 0.169 mm, and the outer diameter R0 was
1.031 mm. The incident light was a flat-topped beam with a wavelength of 800 nm, which
was obtained in a focal plane 8 mm from the AFZP, as shown in Figure 4. The radius of the
annular beam was 0.6 mm, which is the same as that of the AFZP. The beam on the ring
had high energy in the center and low energy on the sides. In addition to the annular beam,
a bright spot was observed at the center. It can be seen more clearly in Figure 4b that the
energy of the central bright spot was much greater than that of the annular area.
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To eliminate the bright spot in the center, appropriate structural parameters need to
be selected. For the AFZP with constant r, when radius R increases, the radius of each
concentric zone increases, and the position of the diffraction area on the Z-axis also extends
backward. The software modeled AFZPs with different radii to study the influence of the
radius R on the central energy of the annular beam.
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When the incident laser power was 1 W/mm2, the energy in the annular area and
center area in the focal plane was as shown in Figure 5. The energy in the annular area
remained constant at approximately 10 W/mm2, and the energy in the center fluctuated.
When R was 0.43 mm-i.e., R = r-the energy of the central bright spot was seven times that
of the annular area. When the radius R was 0.8 mm, the central bright spot energy reached
a maximum of 58.22 W/mm2. However, when R was 1.0 mm, the energy at the center
decreased sharply to as low as 0.01 W/mm2. These energy fluctuations were caused by
Fresnel diffraction, resulting in alternating light and dark in the center. When R expanded
to more than 1.6 mm, the central energy remained at a persistently low level of about
0.1 W/mm2. According to Equation (4), with the increase in radius R of the AFZP, the
position of the Fresnel diffraction area of the circular hole is gradually pushed back on the
Z-axis, such that it occurs behind the focal plane, causing the focusing ring to appear in the
circular hole projection area with no energy in the center. Figure 6 shows the annular beam
with a radius R of 1.6 mm, where the focusing ring is clear and there is no bright spot in
the center.
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In laser processing, it is usually necessary to obtain an annular beam of a specified
radius R. Therefore, for an annular beam with an arbitrary radius R, it is crucial to eliminate
the central bright spot. As can be seen from the above analysis, the central bright spot can
be avoided by focusing the AFZP on the projection area of the circular hole. The position
of the focusing ring on the Z-axis can be realized by adjusting the radius of the circular
FZP r0.

Figure 7 shows the focal plane energy distribution of different AFZPs obtained by
adjusting r0 when the radius R was 0.6 mm. As can be seen from the figure, although r0 was
different, the energy on the focusing ring did not change significantly, and it was stable at
approximately 8 W/mm2. Simultaneously, there was a significant change in energy at the
center of the Z-axis. When the radius of the AFZP r0 was 20–30 µm, and the focal plane was
within 1.2 mm of the Z-axis, there was no energy in the center of the annular beam. This
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shows that the focal plane was in the circular hole projection area, and there was no circular
hole Fresnel diffraction. When r0 was 35–80 µm, the focal plane appeared 1.2 mm behind
the Z-axis, there was energy in the center, and the focal plane was in the Fresnel diffraction
area of the circular hole. In summary, a smaller r0 resulted in a smaller focal length of the
focusing ring and a closer distance between the annular beam and the FZP. However, when
r0 increased, the focal plane of the annular beam appeared in the Fresnel diffraction area or
even in the Fraunhofer diffraction area, which resulted in the enhancement of interference
at the center and the appearance of a central bright spot. Therefore, a smaller r0 and larger
R should be selected to eliminate the bright spot in the center of the circular beam.
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Figure 7. Simulation of the energy on the annular and central areas of the focal plane of AFZPs with
different radii r0.

The focusing process of an AFZP with r0 80 µm and R 1.60 mm was further studied.
Distances of 7.1–8.7 mm before and after the focal plane were selected along the Z-axis.
The sections presented annular beams without bright spots in the center, but the radii of
the annular beams were different. From 7.2 mm to 8.4 mm along the Z-axis, the radius
increased from 1.45 mm to 1.70 mm. In the 8 mm focal plane of the Z-axis, the radius
of the annular beam was slightly larger than that of the AFZP, which was 1.61 mm. For
a linear FZP whose radius tended to be infinite, the diffraction lines were at the same
position before and after the focal plane. However, for an AFZP with a finite radius, the
position of the annular beam changed along the Z-axis, which was caused by the different
energies reaching the focus through the inner and outer zones. As shown in Figure 8, the
laser energy brought in by the outer zones was higher than that brought in by the inner
zones; thus, the annular beam before and after the focal plane appeared to be scattered [15].
Therefore, the radius of the annular beam could be adjusted by adjusting the position of
the Z-axis, and the highest energy of the annular beams remained in the focal plane.
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The femtosecond laser was applied to micromachine fused silica to verify the theory
that the AFZP generates an annular beam. The design of the processing path of AFZP
was carried out on the original software. Since the radius and width of each zone were
not consistent, the processing path of each zone needed to be designed separately. The
zone width was wider than the width of single microgroove processing; thus, it was
necessary to carry out ring processing many times. The laser power and speed were kept
constant during the processing, and the machining radius was successively increased until
the whole zone was prepared. The groove width of single microgroove machining was
affected by moving speed and laser power. After careful consideration, the parameters
of the femtosecond laser were adjusted to 10 mW and 1 µJ of energy, and the focus size
was 3.14 µm. The platform was translated perpendicular to the laser beam at a speed of
1000 µm/s, and the width of the single microgroove machining groove was 8 µm. An
AFZP with R = 0.6 mm and r0 = 80 µm was fabricated. As shown in Figure 9a, each zone
of the FZP was clear and concentric. From a radial point of view, the radii of the different
FZPs were consistent with the parameters of the linear FZPs.
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Figure 9. AFZP with R of 0.6 mm with central spots: (a) the AFZP prepared by a femtosecond laser
on a fused silica sample; (b) the focusing ring behind the AFZP photographed by a CCD; (c) the
energy distribution diagram of the focal plane, for the AFZP with R = 1.6 mm without central spots;
(d) the AFZP prepared by a femtosecond laser on a fused silica sample; (e) the focusing ring behind
the AFZP photographed by a CCD; (f) the energy distribution diagram of the focal plane.

The processed sample was placed in the diffraction test light path and irradiated by
plane light with a wavelength of 800 nm, and the focal plane pattern was received 8 mm
behind the FZP. A clear annular beam is shown in Figure 9b. The radius of the annular
beam was equal to the radius R of the AFZP. At the same time, a bright spot can be seen at
the center of the circular beam. Figure 9e shows the diffraction pattern when R increased
to 1.6 mm. It shows that the center of the annular beam only had the laser passing through
the circular hole. These lasers in the center were not focused and had very little energy.
Since the theoretical maximum diffraction efficiency of the amplitude-type FZP was only
10.13%, the energy of the beam diffracted on the ring did not significantly exceed that of
the center. Therefore, the effect of the energy in the center was negligible when processing
with an annular beam.

3.2. Study of Double-Ring AFZP

Two annular beams or even multiple annular beams can be obtained by concentrically
connecting multiple AFZPs. Figure 10 shows a schematic of the double-ring AFZP. The
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radius of the inner AFZP is R1, the radius of the outer AFZP is R2, and the spacing between
the two AFZPs is Rd. Because R2 > R1, according to Equation (4), the Fresnel diffraction
area of the outer AFZP on the Z-axis is outside the diffraction zone of the inner AFZP. If the
annular beam of the inner AFZP has no central spot, then the outer AFZP would also have
no central spot.

Micromachines 2022, 13, x FOR PEER REVIEW 9 of 12 
 

 

was only 10.13%, the energy of the beam diffracted on the ring did not significantly exceed 
that of the center. Therefore, the effect of the energy in the center was negligible when 
processing with an annular beam. 

 
Figure 9. AFZP with 𝑅 of 0.6 mm with central spots: (a) the AFZP prepared by a femtosecond laser 
on a fused silica sample; (b) the focusing ring behind the AFZP photographed by a CCD; (c) the 
energy distribution diagram of the focal plane, for the AFZP with 𝑅 = 1.6 mm without central spots; 
(d) the AFZP prepared by a femtosecond laser on a fused silica sample; (e) the focusing ring behind 
the AFZP photographed by a CCD; (f) the energy distribution diagram of the focal plane. 

3.2. Study of Double-Ring AFZP 
Two annular beams or even multiple annular beams can be obtained by concentri-

cally connecting multiple AFZPs. Figure 10 shows a schematic of the double-ring AFZP. 
The radius of the inner AFZP is 𝑅 , the radius of the outer AFZP is 𝑅 , and the spacing 
between the two AFZPs is 𝑅 . Because 𝑅 𝑅 , according to Equation (4), the Fresnel 
diffraction area of the outer AFZP on the Z-axis is outside the diffraction zone of the inner 
AFZP. If the annular beam of the inner AFZP has no central spot, then the outer AFZP 
would also have no central spot. 

 
Figure 10. Schematic diagram of double-ring AFZP. 

A double-ring AFZP with 𝑟  = 80 μm, 𝑅  = 1.6 mm, and 𝑅  = 2.4 mm was simu-
lated. As shown in Figure 11a, two clear concentric rings appeared in the focal plane with 
no spot at the center, and the spacing 𝑅  between the two rings was 0.8 mm. For multi-

Figure 10. Schematic diagram of double-ring AFZP.

A double-ring AFZP with r0 = 80 µm, R1 = 1.6 mm, and R2 = 2.4 mm was simulated.
As shown in Figure 11a, two clear concentric rings appeared in the focal plane with no spot
at the center, and the spacing Rd between the two rings was 0.8 mm. For multi-annular
beams, the consistency of the energy on different rings is very crucial for machining. As
shown in Figure 11c, when Rd = 0.8 mm, the peak value of the outer AFZP was 9.8 W/mm2,
and that of the inner AFZP was 5.3 W/mm2, with a significant difference between them.
Figure 11b shows that the outer AFZP was moved inward to remove the spacing between
the inner and outer FZPs, and Rd was reduced to 0.73 mm. The energy of the inner and
outer rings was approximately 4 W/mm2, and the energy consistency of the two rings was
greatly improved.
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In practical applications, it is important to obtain a double-ring beam with a specified
radius and ring spacing. The spacing Rd can be adjusted by adjusting R1 and R2; however,
when the required spacing Rd is less than the sum of the widths of the inner and outer
AFZPs, i.e., Rd < r1 + r2, the required spacing Rd cannot be obtained by adjusting R1 and
R2. At this point, there are two ways to reduce the spacing Rd, one of which is to reduce r01
and r02. When r01 and r02 decrease, r1 and r2 decrease proportionally, and the spacing Rd is
significantly reduced. Because multiple focusing rings should be in the same focal plane, r01
and r02 must be the same when adjusting these parameters. As shown in Figure 11c, when
r0 was reduced from 80 to 40 µm, Rd decreased significantly from 0.73 mm to 0.37 mm.
The energy values of the inner and outer rings were similar, both above 4.50 W/mm2. In
addition, Rd can be reduced further by decreasing the zone number n. A smaller zone
number n results in smaller values of r1 and r2. As shown in Figure 11d, to shorten the
spacing Rd, six zones on one side of the AFZP were deleted. After deleting 12 zones of the
inner and outer AFZPs, the spacing Rd was reduced from 0.37 mm to 0.31 mm. However,
the energy on the outer ring decreased to 4.21 W/mm2, and the energy on the inner ring
decreased to 2.27 W/mm2. Therefore, when adjusting the double-ring spacing Rd, the
method of adjusting the inner ring radius r01 and r02 should be the first choice, which
cannot only quickly and substantially adjust Rd, but also maintain the energy on the ring.

Figure 12a shows the double-ring AFZP fabricated using a femtosecond laser, with
r0 = 80 µm, R1 = 1.60 mm, and R2 = 2.33 mm. Figure 12b shows the focusing pattern 8 mm
behind the AFZP. Two clear focusing rings can be observed. The two focusing rings had
high concentricity and appeared simultaneously in the same focal plane, and there was no
bright spot in the center. More focusing rings can be obtained in the focal plane if the same
r0 AFZP is sheathed on the outer side of the double-ring AFZP. Moreover, the distance
between different AFZPs Rd can be easily adjusted using the forementioned method.
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4. Conclusions

The AFZP designed in this study not only eliminates the central energy of the single
annular beam, but it also obtains a double-ring beam with a controllable radius in the
same focal plane. In addition, the AFZP can be easily integrated into the radial direction to
obtain a multi-ring beam, and it can also be arrayed in a plane to obtain an annular beam
array. Further research on annular beams will provide a more productive potential for
applications related to nontraditionally shaped laser beams.
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Abstract: A conventional linear guiding mechanism refers to the slide rail guides composed of
multiple assemble parts. These guiding mechanisms suffer from many adverse effects, including
lubrication, wear and assembly issues. A novel compliant guiding mechanism is proposed in this
paper to address these common problems, and this mechanism transfers or transforms motion, force
and energy via the deformation of flexible members. This linear guide is designed in a cylindrical
shape, and the centre platform moves along its axis (i.e., the motion direction). The proposed linear
guide consists of several in-parallel curved compound double parallelogram mechanisms (CDPMs)
connected by the same number of decoupling parallelogram mechanisms. Nonlinear finite element
analysis (FEA) is used for stiffness analysis and shows that applying the decoupling mechanisms to
the detached linear guide (the in-parallel curved CDPMs only) can dramatically improve the stiffness
in undesired movement (bearing) directions while keeping its original stiffness along its axis. The
nonlinear FEA can capture the stiffness variation by considering all the structural deformation. The
issue of bearing-direction stiffness degradation of the detached linear guide is dealt with by applying
decoupling mechanisms. The static experimental test is conducted on a 3D printed prototype and
shows that the stiffness in the motion direction is nearly constant (linear). The results obtained from
the experimental test show good agreement with those obtained from the nonlinear FEA with a
maximum error of 9.76%.

Keywords: compliant mechanism; linear guide; decoupling mechanism; finite element analysis

1. Introduction

Linear guiding mechanisms have attracted significant attention from both manufac-
turing industries and researchers [1]. Traditional linear positioning is achieved by using
slide rail guides. These linear guides are generally composed of multiple assemble parts,
including railways and rods [2]. Although the conventional linear guides benefit from their
relatively extensive range of motion, they suffer from many adverse aspects. For example,
insufficient lubrication can cause a choppy linear motion or reduce the service life of slide
rail guides. Wear and tolerance between assembled parts can result in low positioning
accuracy and repeatability. The concept of the compliant mechanism has been introduced
into the design of guiding mechanisms to address these common issues due to its merits in
high performance and low-cost [3,4].

The compliant mechanism has the capability of transferring or transforming motion,
force and energy via the deformation of flexible members [5]. The compliant mechanisms
are widely used in the field of surgical robotics [6–9], positioning stages [10–13], energy
harvesting [14–16], mechanical metamaterial [17–20] and micro-electromechanical system
(MEMS) [20–22]. Previous researchers have proposed diverse linear guides based on
compliant mechanisms. These compliant guides can be classified into planar and spatial
linear guides [23].
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The parallelogram mechanism is the most common compliant planar guide, and
it can perform a single-axis translational movement and has a compact footprint [24].
Generally, the compliant parallelogram mechanisms are composed of two compliant sheets
whose ends are fixed to the base and motion stage separately. However, the parallelogram
mechanism suffers from parasitic error along the bearing directions.

The parasitic error of the parallelogram can be mitigated by nesting two same mech-
anisms symmetrically [25]. This mechanism is named as the compound parallelogram
mechanism. Furthermore, a fully compliant planar linear guiding mechanism—named
XBob—was presented in [26]. The XBob derived from the Roberts four-bar approximate
straight line mechanism has the potential use in macro-scale devices or microsystems due
to its flat design. In addition, Watt’s mechanism is used as a compliant planar linear guide
as well [27].

The diaphragm is one special type of spatial linear guiding mechanism since it is de-
signed flat and can perform an out-of-plane linear movement [28]. Another type of spatial
linear guide consisting of folded leaf springs was proposed in [23]. In this design, torsion
reinforcement structures are added to increase the stiffness in the bearing directions. Ad-
ditionally, a cylindrical compliant spring based on the curved parallelogram mechanisms
was proposed in [29]. This cylindrical guide benefits from its long stroke, high positioning
resolution and movement accuracy. This linear guide is named the detached linear guide
in this paper since it comprises the in-parallel curved compound double parallelogram
mechanisms (CDPMs) only.

Despite the above benefits existing in the detached linear guide, there are still some
open issues, such as significantly reduced bearing-direction stiffness over primary motion.
We have improved the detached linear guide by embedding a novel decoupling mechanism
between each pair of CDPMs. The design of decoupling mechanisms was inspired by [28].

Applying the decoupling mechanism dramatically improved the bearing-direction
stiffness without compromising the stiffness in the motion direction. Furthermore, the is-
sue of bearing-direction stiffness degradation of the detached linear guide is addressed.
The decoupling mechanism was developed based on a curved parallelogram mechanism,
which deforms along the annular direction.

The methodology used in this paper includes designing a new compliant linear guide
mechanism by adding decoupled parallelogram mechanisms [30], nonlinear finite element
analysis (FEA) and validation, parametric optimization, prototyping and experimental
testing. Nonlinear FEA is used to capture nonlinear characteristics of the design that could
not be obtained using the available curved-sheet spatial model (i.e., the linear model as
reported in [29,31]) and can also consider the deformation from all structural elements.

This work identifies several main contributions:

• The design of a compliant linear guide (i.e., a decoupled linear guide) that has an
improved bearing-direction stiffness without sacrificing its linear stiffness along the
motion direction, which is based on connecting decoupling mechanisms to the de-
tached linear guide.

• The comparison of the static stiffness along each axis of decoupled linear guide and
that of the detached linear guide via nonlinear FEA simulations.

• A static experimental test conducted on a 3D printed prototype to verify the linear
stiffness along the motion direction.

This paper is organized as below. Section 2 proposed the structural design of the
cylindrical compliant linear guide with decoupling mechanisms (decoupled linear guide).
The deformations of the detached linear guide are shown in this section as well. Section 3
mainly involves the analysis and optimization strategy. A series of nonlinear FEA sim-
ulations are performed to discover the nonlinear stiffness before and after applying the
decoupling mechanism to the detached linear guide. Then, the decoupled linear guide is
optimized and aims to hold a lower primary stiffness.
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After determining the geometrical parameters of the detached linear guide, a prototype
is manufactured using additive manufacturing technology. An experiment is detailed in
this section as well. Lastly, our conclusions are drawn in Section 6.

2. Structural Design of Decoupled Linear Guide

The components of the decoupled linear guide proposed in this paper mainly involve
the compound parallelogram mechanism, the decoupling mechanism and the centre plat-
form. These three parts form a linear guide together with rigid bodies. The main content of
this section is to illustrate the structural design of the decoupled linear guide.

As shown in Figure 1a, the fundamental compound parallelogram consists of a centre
shuttle and four straight compliant beams. This mechanism can be regarded as two identical
parallelogram mechanisms in a mirror-symmetrical arrangement. The centre shuttle could
move in the vertical direction due to the deformation of these beams. Previous guiding
mechanisms are primarily designed based on it since they can provide a relatively linear
path [32]. However, the stiffness in the desired motion direction is relatively large due to
its overconstrained nature.

Hence, the compound double parallelogram mechanism was proposed to solve the
problem of large primary stiffness [33]. The structure of the CDPM and its deformed
configuration can be seen in Figure 1b,c. The upper and lower surface are fixed. The shuttle
of CDPM moves in the vertical direction, which is similar to the motion of the compound
parallelogram mechanism. All of the eight compliant beams in CDPM deform, contributing
to the movement of the shuttle. The intermediate rigid body also moves vertically during
the deformation process. The curved CDPM and its deformation under vertical load is
shown in Figure 1d.

(a) (b) (c)

(d)

Figure 1. The parallelogram mechanisms. (a) The fundamental compound parallelogram mechanism
and its deformation. (b) Planar CDPM. (c) Deformed planar CDPM. (d) The deformation process of
curved CDPM.

Another vital component of the detached linear guide is the decoupling mechanism,
which is the part that gives the guiding mechanism higher performance. The decoupling
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mechanism deforms along the annular direction. The decoupling mechanism is embedded
between intermediate rigid bodies of each couple of CDPMs. After applying the decoupling
mechanism, the CDPMs in the detached linear guide are connected to form an entire
cylindrical structure. When the CDPMs deform, the parasitic motion of the intermediate
rigid bodies will tend to cause the decoupling mechanisms to deform.

Figure 2a,b shows the deformation process of the decoupling mechanism in a 2D
sketch. The Figure 2c,d illustrate the 3D model of decoupling before and after tension. The
tension works along the annular direction, which is perpendicular to the radius direction.
The decoupling mechanism keeps its radius constant when it deforms.

(a) (b) (c) (d)

Figure 2. The decoupling mechanism. (a) 2D decoupling mechanism. (b) Deformed 2D decoupling
mechanism. (c) 3D decoupling mechanism (load is added in the direction perpendicular to the radius
direction). (d) Deformed 3D decoupling mechanism.

Figure 3a illustrates how to embedding the decoupling mechanism between CDPMs.
Figure 3b shows the deformed mechanism where both the CDPMs and decoupling mecha-
nism deform. The compliant beams of CDPM deform in the vertical direction, while the
beams of the decoupling mechanism deform transversely.

(a) (b)

Figure 3. The in-parallel planar CDPMs connected by decoupling mechanism and its deformed shape.

Figure 4a is the front view of the cylindrical compliant guide with three CDPMs. In
this case, three in-parallel curved CDPMs are connected by three decoupling mechanisms.
A centre platform is fixed to the centre moving shuttle of the CDPM. The moving platform
can perform reciprocating motion since this mechanism has only one degree of freedom
(DoF). Figure 4b shows the deformation of the entire linear guiding mechanism. This paper
assumes the upper and lower annular structures as rigid bodies. The compliant beams are
fixed to them.
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(a)

(b)

Figure 4. The 3D model of the decoupled linear guide. (a) The geometrical design and explanation.
(b) The deformation process of the decoupled linear guide.

3. Analysis and Optimization

The main aim of this section is to compare the detached linear guide and decoupled
linear guide in the aspect of static stiffness. The performed simulations are based on
finite element analysis. The nonlinear simulations reflect the stiffness variation and force–
displacement relationships with high accuracy. A global coordinate system is defined to
explain the spatial position and arrangement of the model. As seen from Figure 5, the origin
of the coordinate system is determined at the geometry centre of the cylinder. The primary
motion direction of the decoupled linear guide is defined as the Z-axis. The X-axis and
Y-axis are defined based on the right-hand rule.

Figure 5. The defined coordinate system.
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3.1. Nonlinear Stiffness Analysis

The issue of the stiffness degradation of detached linear guide is dealt with by apply-
ing the decoupling mechanisms. The stiffness degradation refers to the stiffness in bearing
directions that decreases during the deformation process. For the linear guide mechanism, the
degradation of stiffness would cause lower precision during the deformation. The centre plat-
form would be easier to swivel or pitch during deformation. Hence, the stiffness degradation
should be avoided or weakened.

In this design, we only consider the effects of the geometrical shape on stiffness.
The material nonlinearity is not under consideration. The stiffness of the detached linear
guide in the bearing directions decreases dramatically when the centre platform moves.
The decoupled linear guide addressed this problem by adding the decoupling mechanisms.
In addition, the stiffness variation cannot be captured from the linear FEA simulation or
linear model. This is because the linear simulation can only produce a linear relationship
between the load and displacement, which cannot clearly show the variation process of
stiffness. Hence, a series of nonlinear FEA is involved in this part.

The nonlinear simulations further discover the force–displacement relationship and
the stiffness-displacement relationship of the compliant linear guiding mechanism. The non-
linear FEA simulation is achieved by the nonlinear static analysis module of Strand7 (R2.4).
The geometrical shape of the linear guide is meshed using a rectangular plate element with
four endpoints. The maximum length of the mesh edge is fixed as 3% to gain acceptable
resolution. The freedom condition of nonlinear FEA is the same as the linear analysis.
The upper and bottom rigid bodies are fixed. The constructed points on the centre platform
are assigned as one rigid part by using the function called “Auto Assign”.

Then, a mandatory displacement along the motion direction is added to the rigid
part. The displacement along the motion direction is set as increasing gradually. The mod-
ulus of the material is defined as 3150 MPa, which is obtained from the technical data
sheet in [34]. Based on the nonlinear results, the reaction force of the centre platform
reflects the magnitude of stiffness. When discovering the stiffness in bearing-directions,
the small mandatory translational or rotational displacements are added into the system.
The variation of reaction forces in these directions can reflect the stiffness variation.

Figure 6a is the nonlinear simulation result, which shows the relationship between the
reaction force in the z-direction and displacement along the motion direction. This figure
shows that the difference between decoupled and detached linear guides is tiny. Hence, we
can draw a conclusion: adding the decoupling mechanism to the detached linear guide
has a small effect on the primary stiffness. Figure 6b shows the relationship between the
translational stiffness and displacement along the motion direction.

As can be seen, when the centre platform moves, the stiffness decreases dramatically.
This phenomenon is exactly the stiffness degradation, which is mentioned above. After ap-
plying the decoupling mechanism to the detached linear guide, the stiffness Kdz will not
change dramatically. The stiffness degradation of the rotational stiffness along x-axis Krx is
also addressed by adding the decoupling mechanism.

The difference is that the Krx of the decoupled linear guide increases instead of de-
creases. This means that the centre platform of the decoupled linear guide has a higher
resistance ability to the rotational external load during the deformation process than does
the detached linear guide. In terms of the rotational stiffness about the motion direction
Kdz, the stiffness degradation is addressed as well.
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Figure 6. The comparison between the decoupled linear guide and the detached linear guide.
The results are derived from the nonlinear FEA simulation. (a) The linear relationship between
reaction force and displacement along motion direction. (b) The translational stiffness along Z-axis.
(c) The rotational stiffness along X-axis. (d) The rotational stiffness along Z-axis.

3.2. Parametric Optimization

In this part, the main aim is to optimize the decoupled linear guide. The optimization
aims to find a lower stiffness in the motion direction (Kdz). The optimization strategy is
to change the geometry parameters to obtain a linear guide with lower stiffness. Figure 7
is the section view of the linear guide. The geometry parameters are defined and shown
in this figure. The radius R represent the average radius of the annulus. The parameter w
represents the width of the compliant beam. Angles θ1, θ2 and θ3 are defined to illustrate
the distribution of rigid block, compliant beam and decoupling mechanism.

The relationship between these angles can be defined as:

θ1 + 2θ2 + θ3 =
2π

n
(1)

where n is the number of CDPMs in the detached linear guide. In this design, the number n
is fixed as 3. Another parameter, “Percentage of the beam Pb”, is introduced to this system
for a more straightforward representation of the proportion of compliant beam. In this
design, the θ1 is fixed as 13◦ to maintain enough support between the centre platform and
compliant linear guide. The Pb can be described as:

Pb =
θ1 + 2θ2

θ1 + 2θ2 + θ3
(2)

97



Micromachines 2022, 13, 1275

Figure 7. The definition of parameters from the section view of the decoupled linear guide.

The geometry radius R is fixed as 40 mm in this design. The larger the radius R
is, the smaller the stiffness Kdz is. This compliant mechanism is designed in a compact
configuration for trying to suit more application scenarios. Figure 8 shows the main stiffness
Kdz with different geometrical parameters. The first parameter to be determined is the Pb,
which determines the length of the beam and the proportion of the decoupling mechanisms.
As can be seen from the results, the higher the Pb is, the lower the stiffness is.

The percentage of the beam is limited to a range from 0.70 to 0.90. This is because, if
Pb is too small, the beam would be too short for large range displacement. Furthermore,
if Pb is too large, the space for the decoupling mechanism would be insufficient to work
properly. Hence, the percentage of beam Pb is determined as 0.90. The next parameter
that needs to be determined is the thickness of the beam t. Determining the thickness of
the beam highly depends on the manufacturing precision. As can be seen from the result,
the stiffness kdz increases with the increment of beam thickness. Hence, to obtain a lower
stiffness guide, the beam thickness is chosen to be 0.5 mm. Similarly, the width of the
compliant beam is chosen to be 7 mm.
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Figure 8. Stiffness under different geometrical parameters.

4. Prototype and Experiment

A prototype based on the optimized decoupled linear guide is manufactured using
3D printing technology to verify the FEA analysis. The 3D printer used for prototyping is
Ultimaker S3. The slicing software is Ultimaker Cura. The primary material for printing
the compliant guide is Polylactide (PLA), and the material used for support structure is
Polyvinyl Alcohol (PVA). PVA is one type of water-soluble support material. By applying
PVA as the support material, the risk of destroying the thin beams while removing the
support structure has been reduced a lot. The print core used for building the primary
structure is AA 0.4. The print core used for building the support structure is BB 0.4. The
printed model is shown in Figure 9.

Figure 9. The side view and top view of the printed decoupled compliant guide.

The experiment was performed on the texture analyser (TA.Hd plus texture static test
system). This system can measure the relationship between load and displacement. The test
machine obtains the reaction forces from sensors. In addition, a probe was printed using
the 3D printer as well. The probe added a uniform load to the centre platform. To gain an
experimental result with higher resolution, the load cell of the texture analyser is selected
as 5 kg. The resolution of the force sensor is 0.1 g.

In the experiment system, the input is chosen to be displacement along the motion
direction. The output is the reaction force. To minimize the dynamic effect, the moving
speed is set as 0.1 mm/s. The experimental procedure was repeated five times to gain
an average value. The stiffness of the prototype in its motion direction is 1.10773 N/mm.
The experiment setup can be seen in Figure 10.
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Figure 10. The experimental setup.

A comparison between the average experimental results and FEA results is shown
in Figure 11. As can be seen, the experimental results are slightly smaller than the FEA
results. Several aspects might cause the error. The first aspect is the limited precision
of additive manufacturing. The additive manufactured model suffers from orthotropic
properties. In addition, the error might be caused by plastic deformation during the repeat
deforming process.
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Figure 11. The comparison between the experimental results and nonlinear FEA result.

5. Discussion

The proposed decoupled linear guide offers a new approach for the design of guiding
mechanisms.

• First, compared with the conventional slide rail guides [2], the cylindrical shape of the
decoupled linear guide makes it more suitable to use than these conventional linear
guides in certain scenarios, such as voice coil actuators and electromagnetic energy
harvesting. The cylindrical shape ensures the target moving platform moves along its
motion direction and avoids wear and friction. The decoupled linear guide has the
benefits of lower maintenance costs, high positioning precision and repeatability.

• The decoupled linear guide has a smaller footprint than the spatial diaphragm mech-
anism [28]. This is because the compliant beams are arranged in a vertical direction
instead of a distribution along the radial direction. Furthermore, the decoupled linear
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guide has higher bearing-direction stiffness than the diaphragm mechanism, which
contributes to higher motion precision under payload in bearing directions.

• Compared with the folded leaf springs with torsion reinforcement structures [23],
the decoupled linear guide benefits from its simple structure in terms of manufactur-
ing. The application of the decoupling mechanism to improve the bearing-direction
stiffness is a different method compared to the use of torsion reinforcement structures
for the same motivation.

• Compared to the detached linear guide [29], the primary advantage of the decoupled
linear guide is the higher bearing-direction stiffness. They have the same footprint
and symmetry.

In summary, the proposed decoupled linear guide has advantages over other linear
guides, such as assembly issues, positioning precision and manufacturing complexity.
A summarized table is shown in Table 1, which illustrates the comparison between different
compliant spatial linear guides.

Table 1. The summarized comparison between types of compliant spatial linear guides.

Linear Stiffness in
Motion Direction

Alleviated
Bearing-Direction

Stiffness Reduction

Symmetrical Design
for Eliminating
Parasitic Motion

Compactness Simple
Manufacturing

Decoupled Linear Guide X X X X X
Spatial Diaphragm [28] X X X
Folded leaf springs [23] X X X
Detached Linear Guide [29] X X X X

6. Conclusions

In this work, we presented a novel cylindrical compliant linear guide with decoupling
mechanisms. The compliant-mechanism-based linear guide has the benefits of no friction,
backlash, wear and high precision. In addition, a decoupling mechanism was designed and
embedded in the detached linear guide. The nonlinear FEA showed that the decoupled
linear guide had higher bearing-direction stiffness while keeping the same primary stiffness.
Furthermore, the nonlinear FEA simulations proved that the new design addressed the
problem of stiffness degradation as can be seen in most reported compliant linear guide.
Finally, the static experimental test was performed on a 3D printed prototype and showed
that the stiffness in the motion direction was linear.

The main outcomes of this paper are listed below:

• The decoupled linear guide had higher stiffness compared with the detached linear
guide in all the bearing directions during deformation.

• As proved from nonlinear FEA, the stiffness degradation of the detached linear guide
was addressed by adding the decoupling mechanisms.

• A prototype of the decoupled linear guide was manufactured where the stiffness in its
motion direction was 1.0073 N/mm. The stiffness derived from the nonlinear FEA
result was 1.1162 N/mm. The error between the FEA and experimental results was
9.76%.

The main limitation of this paper is the absence of a nonlinear mathematical model.
The mechanism can be better explained by modelling the relationship between force and
displacement, which forms part of our future work. Applications of the decoupled linear
guide will also be investigated in some promising fields, such as voice coil actuators and
electromagnetic energy harvesting.
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Abstract: The objective of the present work is to carry out analytical and finite element analysis for
commonly used coating materials for micro-milling applications on high-speed steel substrate and
evaluate the effects of different parameters. Four different coating materials were selected for micro-
milling applications: titanium nitride (TiN), diamond-like carbon (DLC), aluminium titanium nitride
(AlTiN) and titanium silicon nitride (TiSiN). A 3D finite element model of coating and substrate
assembly was developed in Abaqus to find the Hertzian normal stress when subjected to normal
load of 4 N, applied with the help of a rigid ball. The radius of the rigid ball was 200 µm. For all
the coating materials, the length was 3 mm, the width was 1 mm, and the thickness was 3 µm. For
the high-speed steel substrate, the length was 3 mm, the width was 1 mm, and the thickness was
50 µm. Along the length and width, coating and substrate both were divided into 26 equal parts. The
deformation behaviour of all the coating materials was considered as linear–elastic and that of the
substrate was characterized as elastic–plastic. The maximum normal stress developed in the FEA
model was 12,109 MPa. The variation of the FEA result from the analytical result (i.e., 12,435.97 MPa
is 2.63%) which is acceptable. This confirms that the FEA model of coating–substrate assembly is
acceptable. The results shows that the TiSiN coating shows least plastic equivalent strain in the
substrate, which serves the purpose of protecting the substrate from plastic deformation and the
TiSiN of 3 micron thickness is the most optimum coating thickness for micro-milling applications.

Keywords: micro-milling; wear; tool failure; coating; substrate; delamination

1. Introduction

Micro-manufacturing processes have been used extensively in the aerospace, biomedi-
cal and defense industries. Presently, photolithography-based manufacturing techniques
are used for selective materials such as Ni, Cu, Si and polymers to produce high aspect-
ratio components. Micro-machining processes like micro-milling are able to generate
three-dimensional surfaces in ceramics, metals and polymers [1–6]. Micro-machining is
becoming popular because of its ability to produce three-dimensional parts of different
sizes varying from a few micrometers to a few millimeters across various materials [7]. The
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micro-milling, micro-EDM, micro-grinding and micro-grooving processes are part of the
micro-machining process.

Micro-milling is a micro-cutting process which is used for the fabrication of micro-and
meso-scale components and devices. It can also be said that it is a milling operation at the
micro-scale. However, there are vital drawbacks of the micro-milling process, particularly
when machining hard materials having a hardness of 7.25–8.43 GPa and sintered ceramics
having a hardness of 12.75–14.71 GPa. These drawbacks are due to the small size of the
cutting tools, low flexural stiffness and strength compared to conventional-scale tools due
to low material removal rates, rapid tool wear/failure and poor part feature accuracy,
especially when cutting hard materials occurs [8–10]. Figure 1 shows a two-flute micro-end
mill cutting tool with important dimensions [11]. The low flexural stiffness of these tools
results in catastrophic failure because of the bending stresses generated by the cutting
forces.
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To prevent tool failure, a few methods have been proposed in previous research work.
The first method is using cutting fluids to dissipate heat and provide lubrication. This
facilitates the minimization of friction at the tool–workpiece interface and, in turn, reduces
tool wear. However, this method is not very successful in micro-milling machining. The
main reason is that the application of the cutting fluid to the cutting zone and the tool–
workpiece interface is very difficult because of high cutting speeds and the small size
of the contact zone [12]. The second method is the use of coatings on the micro-tool to
reduce wear. This enhances tool life [1]. However, very little has been reported in tool-
wear studies of coated micro-tools. The aim of the present work is to study the wear of
micro-machining. Therefore, later in the introduction section, a brief description of wear is
presented. There are several types of wear phenomena occurring in the field of mechanics,
such as adhesive, abrasive, fatigue, corrosive and fretting wear as well as erosive wear
by solid particles, fluids and cavitation and electric arc–induced and delamination wear.
Wear of non-lubricated metal pairs sliding in a dusty environment may be termed as dry
sliding wear and abrasive wear. The classification of wear processes is based on the type of
wearing contacts, such as single-phase and multiple-phase.

In micro-machining, smaller tools are used. Researchers have reported that low
flexural stiffness and strength causes huge bending of the tool, hampering the cutting
process and leading to tool failure [5,13,14]. This is avoided by minimizing the cutting
forces below a certain critical value in order to ensure that the uncut chip thickness remains
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sufficiently small. During the machining of steel, titanium, nickel alloys, etc. the maximum
permissible chip thickness is on the order of or less than the cutting-edge radius [14,15].

In the conventional milling process, the work pieces act as isotropic and homogeneous
materials, whereas in micro-milling, the smaller grains in the work piece are comparable to
the size of the tool. In view of the above, the micro-milling process is very complicated [14].
The chips, which adhere to the tool, block the path at the cutting zone, and this results in
an increase in the cutting forces and leads to a catastrophic failure of the tool because of
its low flexural stiffness. Moreover, the small size of the micro-milling cutters makes the
tip very weak because of its low stiffness value. Diamond-coated cutters are promising
because of their ability to improve tool stiffness and tool life [16].

In micro-machining, the uncut chip thickness (h) is less than the cutting-edge radius
(re) due to the negative effective rake angle (−α) influencing the ploughing effect in the
work piece [5]. Therefore, the ratio of uncut chip thickness to cutting-edge radius is an
important parameter in micro-machining [5,8]. A sharper cutting edge is required to
remove the smallest amount of undeformed chip thickness [17].

The major limitations of the micro-milling process are unpredictable tool life and
premature tool failure, deterioration of the cutting edge and tool wear leading to high
friction generation [18–29]. It has been reported that coated micro-cutting tools have longer
tool life and improved cutting performance [25]. Many researchers have used TiAlN-coated
micro tools in cutting tests [19,20,23,24,28,30]. It has also been reported that CrTiAlN-
coated micro-end mills provide great advantage in tool wear reduction and smooth surface
finish [31,32]. The small size of micro-milling tools makes coating deposition difficult
around the cutting edge. The desirable properties of the coatings for micro-machining tools
are high hardness, toughness, chemical/erosive and abrasive wear resistance as well as
dense and fine microstructure. Coating also provides smooth machined surfaces with a
reduced coefficient of friction compared with uncoated tools [33].

TiN, TiCN, TiAlN and Al2O3 are coatings that have been frequently used in industry.
Earlier studies reveal that an increase in tool life is due to an increase in hardness, greater
bonding energy of the coating elements and lower friction coefficients. Due to oxidation
resistance and wear resistance at higher temperatures, TiAlN coating improved cutting
performance. These properties make TiAlN an appropriate coating for cutting abrasive
work pieces at high speeds [34]. It has been found that the coating on a micro-milling
cutting tool fails due to delamination, which was confirmed by the SEM images and EDS
spectra of the worn tools [35]. Delamination wear occurs due to surface layer deformation,
crack nucleation and propagation of cracks parallel to the surface. Cracks finally shear the
surface, resulting in long and thin wear sheets.

Earlier it was reported in the literature through the four-point bending test that thick
coatings, usually more than 2 µm, delaminate from the surface of the substrate because of
their high summary toughness. Along the interface of the coating and substrate, there is a
difference in material properties which facilitates delamination. Finally, the coating fails
due to the buckling and spalling of the delaminated portion [36].

2. Research Objective

From the literature review, it was found that delamination in the coating of micro-
milling cutting tools is confirmed only through SEM images and EDS spectra. However,
coating material which is suitable for micro-milling applications and of appropriate thick-
ness has not been reported in the literature. The delamination of coating from the substrate
from the mechanics point of view has not been reported in the literature. Moreover, the
factors on which delamination depend need to be examined. It was also found in the
literature review that the coatings which are commonly used for micro-milling applications
are titanium nitride (TiN), diamond-like carbon (DLC), aluminium titanium nitride (Al-
TiN) and titanium silicon nitride (TiSiN). It has been reported that the thickness of these
coatings usually ranges from 2 to 4 microns [37–45]. Authors have also studied various
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metal deposition techniques in the past 5 years and studied their performance to reduce
delamination [46–55].

The objective of the present work is to carry out finite element analysis of commonly
used coatings for micro-milling applications on high-speed steel substrates and evaluate
the following.

• Objective 1: to model delamination of the coating from the substrate for micro-milling
applications and find out factors on which delamination depends.

• Objective 2: to evaluate the performance of different coating materials for delami-
nation and report the best coating material for micro-milling applications and their
corresponding thickness.

The above mentioned objectives can be achieved by carrying out finite element analysis
with high speed steel as a substrate with different coating materials of different thicknesses.
In the present study, three-point bending was examined to simulate the practical condi-
tions of the micro-milling tools during machining. The FEA results were validated using
analytical results.

3. CAD Model of Coating and Substrate Design to Study Delamination (Objective 1)
3.1. Designing of Coating and Substrate Assembly

A 3D finite element model of coating and substrate assembly was developed in Abaqus
to find the Hertzian normal stress when subjected to normal load of 4N, applied with the
help of a rigid ball, as shown in Figure 2. To validate the FEA results, it was compared with
the analytical result of Hertzian normal stress. Earlier, the ball on a flat coating–substrate
assembly was used to simulate the scratch test [37]. The dimensions of the FEA model are
as follows: the radius of rigid ball is 200 µm. For the TiN coating, the length is 3 mm, the
width is 1 mm, and the thickness is 3 µm. For the high speed steel substrate, the length
is 3 mm, the width is 1 mm, and the thickness is 50 µm. Table 1 elaborates the material
properties of the coating and substrate.
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Table 1. Mechanical properties of coating and substrate.

Sl No. Type Material Young’s Modulus Poisson’s Ratio

1 Coating TiN 300 GPa 0.22

2 Substrate High-speed steel 200 GPa 0.29

3.2. Mechanical Properties of Different Coatings and the Substrate

The deformation behaviour of all the coating materials is considered as linear–elastic
and that of the substrate is characterized as elastic–plastic, which was already mentioned
earlier. The substrate material for all four coating materials was taken as high-speed
steel (HSS). Material properties of different coating materials and substrate are given in
Table 2 [37,43–45]. The following values were considered for the analysis.

Table 2. Mechanical properties of different coating materials and substrate.

S. No. Type Material Young’s Modulus
(GPa)

Hardness
(GPa)

Poisson’s
Ratio

1 Coating TiN 300 27 0.22
2 Coating DLC 70 10.5 0.22
3 Coating AlTiN 560 35 0.22
4 Coating TiSiN 510 56 0.20
5 Substrate HSS 200 7.5 0.29

3.3. Assumptions in the Present Study

In the present study, the following assumptions are made based on which analysis
was carried out.

• The deformation behaviour of the substrate was characterized as elastic–plastic with
isotropic hardening.

• The deformation behaviour of the coating materials was modelled as linear–elastic.
• The hemispherical ball was modelled as analytical rigid.
• For the surface interaction between the ball and coating material, the outer surface

of the hemispherical ball was considered as the master surface and the top surface of
the coating material was considered as the slave surface. This was done because the
hemispherical ball was modelled as analytical rigid [37].

• For the surface interaction between the coating material and substrate, the bottom
surface of the coating was considered as the master surface and the top surface of the
substrate was modelled as the slave surface as the coating material was harder than
the substrate.

• The interaction property for the junction of the coating and substrate was modelled as
a ‘tie’ such that there was no slip, separation and penetration.

• Brick elements were taken for both the coating and substrate, and the element type
was taken as the quadratic with the hybrid formulation and reduced integration. The
structured type of mesh control is used.

3.4. Dimensioning and Boundary Conditions

• Along the length and width, the coating and substrate both were divided into 26 equal
parts. Along the thickness, the coating material was divided into two equal parts and
the substrate was divided into five parts with single bias with the bias ratio as five.
Along the length, the mesh size of the coating material and substrate was 115 µm;
along the width, the mesh size of the coating material and substrate was 38 µm; along
the thickness, the mesh size for the coating material was 1.5 µm; and for the substrate,
the mesh size ranged from 4 µm to 19 µm. The interaction property for the junction of
the coating and substrate was modelled as a ‘tie’ such that there was no slip, separation
and penetration.
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• The bottom of the substrate was given a rigid support and a normal load of 4 N was
applied at the reference point of the rigid ball. The stress contour thus obtained is
shown in Figure 3a,b.
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Now the above FEA model of coating-substrate assembly is treated as simply sup-
ported beam and is subjected to a normal load of 4 N centrally throughout the width of
the coating-substrate assembly and analysed for three-point bending test. From previously
reported results on micro cutting tool it was found experimentally that cutting force varies
between 1.5 N to 2 N. Therefore, in view of the above, for the present analysis a load of
4 N is taken considering extreme conditions. Four different coating materials are used for
analysis, which are commonly used for micro-milling applications. Dimensions of each
coating materials and substrate used in the FEA model are tabulated in Table 3.

Table 3. Dimensions of different coating materials and substrate in FEA models.

Sl No. Type Material Length Width Thickness

1 Coating Titanium Nitride 3 mm 1 mm 2, 3 and 4 µm
2 Coating Diamond-like Carbon 3 mm 1 mm 2, 3 and 4 µm
3 Coating Aluminium Titanium Nitride 3 mm 1 mm 2, 3 and 4 µm
4 Coating Titanium Silicon Nitride 3 mm 1 mm 2, 3 and 4 µm
5 Substrate High-speed Steel 3 mm 1 mm 50 µm

3.5. Surface-Based Cohesive Behaviour

To simulate the delamination of the coating, the interface of different coatings and
the substrate was modelled with cohesive surface in Abaqus. Surface-based cohesive
behaviour was used to simulate the interface adhesion between the different coatings
and substrate since the interface thickness was negligibly small. Cohesive behaviour is
defined by means of the surface interaction property between the surfaces of the coating
material and substrate material coming in contact with each other. The surface of the
coating interacting with substrate was considered as the master surface since all the coating
materials are harder than the substrate. The surface of the substrate interacting with
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coating was considered as the slave surface. Cohesive behaviour is defined by specifying
the stiffness coefficients: Knn, Kss and Ktt for uncoupled traction–separation behaviour,
where Knn represents the stiffness coefficient for the cohesive behaviour–enabled surface
interaction in the normal direction and Kss and Ktt represent the stiffness coefficients for
the cohesive behaviour–enabled surface interaction in the shear directions. However, it is
advisable to keep the same stiffness value for the stiffness coefficients Knn, Kss and Ktt [47].

The stiffness value of the interface of the coating material and substrate is given by the
relation given in Equation number (1) [48].

(E/H)i
1/2 =

(E/H)s
1/2

1 + (Hs/Hc)
1/2 +

(E/H)c
1/2

1 + (Hc/Hs)
1/2 (1)

In equation number (1), ‘i’ represents the interface, ‘s’ represents the substrate, ‘c’
represents the coating, E represents the modulus of elasticity and H represents the Vickers
hardness. The hardness of the interface between the coating material and substrate is
assumed as the average hardness of the coating material and substrate. The interface
hardness, Hi, is given by Equation number (2).

Hi =
HS + HC

2
(2)

The stiffness coefficients of the interface of the different coating–substrate assemblies
Ei or Knn, Kss and Ktt are calculated by using Equation number (2) and are given in Table 4.
These values are used for the analysis.

Table 4. Interface stiffness coefficients of different coating–substrate assemblies.

Sl
No.

Coating–Substrate
Assembly Ec (GPa) Hc (GPa) Es (GPa) Hs (GPa) Hi = (Hs + Hc)/2

(GPa)
Ei or Knn, Kss, Ktt

(GPa)

1 TiN-HSS 300 27 200 7.5 17.25 357

2 DLC-HSS 70 10.5 200 7.5 9 143

3 AlTiN-HSS 560 35 200 7.5 21.25 487

4 TiSiN-HSS 510 56 200 7.5 31.75 665

All the required inputs are fed into the FEA model of the different coating–substrate
assemblies with three different coating thicknesses of 2, 3 and 4 µm with the corresponding
mesh size of the coating material along the thickness as 2, 1.5 and 2 µm, respectively. All
the models run for three-point bending load condition to evaluate desirable outputs such
as the von Mises stress, the plastic equivalent strain and the deformation in the coating
material and substrate for each case. Consolidated results of the desirable outputs of all
FEA models are shown in the results section.

4. Analytical Calculation for Hertzian Normal Stress

When a spherically shaped summit of radius R is brought into contact with a flat
surface with a load L, as shown in Figure 4, the surfaces deform to create the contact zone
of radius a. According to Hertz’s equations for the elastic deformation of a sphere on a flat
surface, the radius of the contact zone is given by

a =

(
3RL
4Ec

)1/3
(3)
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where Ec is the composite elastic modulus of the two contacting materials with the elastic
modulus E1 and E2 and the Poisson’s ratio ν1 and ν2, respectively. The value of Ec is given
by the relation as given below.

1
Ec

=
1 − ν1

2

E1
+

1 − ν2
2

E2
(4)Micromachines 2022, 13, x FOR PEER REVIEW 9 of 21 
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For this geometry, the real area of contact A is given by

A = πa2 (5)

A = π

(
3RL
4Ec

)2/3
(6)

The mean normal stress, pm, is given by

pm =
L
A

(7)

or,

pm =
1
π

(
4Ec

3R

)2/3
L1/3 (8)

The maximum normal stress, po, is given by

po =
3pm

2
(9)

When a rigid ball of radius R = 200 µm and elastic modulus E1 = ∞ is pressed with
a normal load of 4 N against a flat plate of TiN with elastic modulus E2 = 300 GPa and
Poisson’s ratio ν = 0.22, then the maximum normal stress obtained, po, is given in Table 5.
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Table 5. Value of composite elastic modulus and normal stresses.

S. N. Particulars Symbol Equation
Number Used Value

1 Composite elastic modulus Ec 3.2 315.26 GPa

2 Mean normal stress pm 3.6 8290.64 MPa

3 Maximum normal stress po 3.7 12,435.97 MPa

The above loading conditions of a load of 4 N through a rigid ball pressed against a
flat plate of TiN is simulated in Abaqus 6.11–1. The maximum normal stress developed
in FEA model was 12,109 MPa. The variation of the FEA result from the analytical result,
i.e., 12,435.97 MPa, is 2.63%, which is acceptable. This confirms that the FEA model of the
coating–substrate assembly is acceptable.

The plastic strain curve of the high-speed steel material used as a substrate is shown
in Figure 5 [46]. With reference to Table 6, for compressive strain, v/s compressive stress
values of the HSS five data point values are extracted for the plastic behaviour of high-speed
steel corresponding to a 20 ◦C curve, as shown in Figure 5. This plastic behaviour data
were added into the Abaqus 6.11–1 software as the plastic behaviour of the high-speed
steel.
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Table 6. Plastic behaviour of HSS.

Data Point Compressive Stress (MPa) Compressive Strain

1 2450 0

2 3470 0.005

3 3750 0.01

4 3820 0.015

5 4000 0.02

5. Results and Discussion: Performance Evaluation of Different Coating Materials in
Delamination (Objective 2)

All the FEA models of the different coating–substrate assemblies with three different
coating thicknesses of 2, 3 and 4 µm were run for the three-point bending load condition
to evaluate the von Mises stress, the plastic equivalent strain and the deformation in the
coating materials and substrate. Contour plots of the desirable outputs are given in the
Appendix A. The consolidated results of the desirable outputs of all FEA models are
shown in this section. Figure 6 shows the maximum von Mises stress acting on the coating
material at the junction of the coating and substrate, situated below the loading region,
where AlTiN_3 represents the coating of aluminium titanium nitride material of 3 micron
thickness.
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It is quite clear from Figure 6 that as the thickness of the coating material increases, the
stress developed on the coating material decreases since the section modulus of the coating
increases. Additionally, for a given thickness of coating material, the stress developed in
the diamond-like carbon coating material is minimum (DLC_4) and that in the titanium
silicon nitride coating material is maximum (TiSiN_4), which means the stress bearing
capacity of the DLC coating is minimum and that of the TiSiN is maximum. Figure 7
shows the maximum von Mises stress acting on the substrate at the junction of the coating
material and substrate, situated below the loading region with different coating materials
of different thicknesses.
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Figure 7. Von Mises stress in substrate material at junction.

It can be observed from Figure 7 that the stress developed on the substrate material
decreases with the increase in the coating thickness due to the increase in the section
modulus of the coating–substrate assembly. Additionally, for a given thickness of the
coating material, the stress developed on the substrate is maximum in the case of the DLC
coating and minimum in the case of the TiSiN coating. This shows that the TiSiN coating
material bears most of the stress developed due to the application of the load preventing
the substrate from experiencing high stress, unlike the other coating materials.

Figure 8 shows the differential stress at the junction of the coating and substrate,
which is nothing but the difference of the stresses experienced by the coating material and
substrate. It is clear from Figure 8 that for a given thickness of the coating material, the
differential stress between the coating material and substrate at the junction is maximum
for DLC and minimum for TiSiN. As the thickness of the coating material increases, the
differential stress at the junction of the coating material and substrate increases.
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Figure 8. Differential stress at junction of coating material and substrate.

The differential stress at the junction of the substrate and coating material causes some
plastic strain at the substrate surface due to the difference in the hardness of the coating
material and substrate material. Figure 9 shows the plastic equivalent strain developed
on the substrate with different coating materials of different thicknesses. It can be seen
from Figure 9 that for a given coating material, as the thickness of the coating increases, the
plastic equivalent strain in the substrate decreases as the stress developed in the substrate
decreases. Additionally, for a given thickness of the coating, the plastic equivalent strain in
the substrate is maximum for the DLC coating and minimum for the TiSiN coating.

Figure 10 shows the deformation in the substrate at one of the corners at the free
edge having coatings of different materials with varying thicknesses. It is very clear from
Figure 10 that as the thickness of the coating increases, the deformation in the substrate de-
creases. It can be also seen (Figure 13) that for a given thickness of coating, the deformation
in the substrate is maximum for the DLC coating and minimum for the TiSiN coating.

Figure 11 shows the deformation in the different coating materials of varying thick-
nesses at the junction of the coating material and the substrate at one of the corners of
the free edge. It can be observed from Figure 13 that for a given thickness of coating, the
deformation is maximum for the DLC coating and minimum for the AlTiN coating. This is
because the deformation is inversely proportional to the elastic modulus. As the thickness
of coating material increases, its deformation decreases due to the increase in its section
modulus.
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Figure 12 shows the difference in the deformation between the different coating
materials of varying thicknesses and the substrate located at one of the corners at the free
edge, thereby showing the extent of the delamination. It can be said from Figure 12 that for
a given thickness of coating, the difference in the deformation between the coating material
and substrate is the maximum for the AlTiN coating and minimum for the DLC coating.
From Figure 13 it can be concluded that as the thickness of coating material increases, the
difference in the deformation between the coating material and substrate, i.e., delamination,
increases.
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Figure 13. Deformation comparison between substrate and coating materials at free edge.

Because of the non-availability of FEA results in the literature, the results of the present
study were not compared. However, it is clear from the result that aluminium titanium
nitride coating material performs better than titanium nitride, which was reported earlier
in the literature.

6. Conclusions

From the different consolidated results of the desired outputs, the following conclu-
sions can be made:

1. Using a 3D modelling approach, the coating and substrate assembly was modelled
and studied for delamination. Various factors were evaluated which impacted the
delamination in micro-milling.

2. On the basis of the plastic equivalent strain occurring in the substrate material, the
TiSiN and AlTiN coatings are the best since the plastic equivalent strain occurring
in the substrate with the TiSiN and AlTiN coating materials is less (Appendix A).
Between these two, the TiSiN coating shows the least plastic equivalent strain in
the substrate, which serves the purpose of protecting the substrate from plastic
deformation. The plastic equivalent strain in the substrate decreases with increase in
the thickness of the coating material.

3. On the basis of the difference in deformation, i.e., delamination, the TiSiN coating is
better than the AlTiN coating since delamination in the coating–substrate assembly
with the TiSiN coating is less than that of the AlTiN coating. The delamination of
the coating material from the substrate increases with increase in the thickness of the
coating material.

4. By combining the plastic equivalent strain in the substrate and the delamination of
the coating from the substrate, we can conclude that the TiSiN coating of 3 micron
thickness is the most optimum coating thickness for micro-milling applications. These
results fulfill the requirements of objectives 1 and 2.

5. The higher the interface stiffness coefficient of the coating–substrate assembly is, the
less the delamination of the coating material from the substrate is.
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6. The delamination depends on the Young’s modulus and the hardness of both the
coating material and substrate.

Suggestions for future work: In order to validate the FEA results obtained, experi-
mental studies are essential. Therefore, these values will help in comparing the FEA results.
An experimental setup is required to see the delamination process. Different coatings on
the substrate are required to be generated to conduct the experiment. The mechanical
properties of the coatings need to be evaluated. SEM images can be taken to evaluate the
extent of the delamination occurring on different coating materials.

Author Contributions: S.B.: visualization, project administration; A.K. and C.S.M.: conceptualization,
methodology, writing—original draft preparation; A.P. and C.S.M.: writing—review and editing,
supervision, data curation; C.S.M.: conceptualization, methodology, writing—review and editing
original draft, project administration; R.B.S.: investigation, writing—review and editing; B.M.: review
and editing; A.G.: supervision, data curation. All authors have read and agreed to the published
version of the manuscript.

Funding: This research received no external funding.

Conflicts of Interest: The authors declare no conflict of interest.

Appendix A

The contour plots of the desirable outputs of the FEA model with titanium silicon
nitride coating of 3 µm thickness over high-speed steel substrate are as follows.
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Abstract: Flip-chip microbump (µ-bump) bonding technology between indium phosphide (InP) and
silicon carbide (SiC) substrates for a millimeter-wave (mmW) wireless communication application is
demonstrated. The proposed process of flip-chip µ-bump bonding to achieve high-yield performance
utilizes a SiO2-based dielectric passivation process, a sputtering-based pad metallization process,
an electroplating (EP) bump process enabling a flat-top µ-bump shape, a dicing process without
the peeling of the dielectric layer, and a SnAg-to-Au solder bonding process. By using the bonding
process, 10 mm long InP-to-SiC coplanar waveguide (CPW) lines with 10 daisy chains interconnected
with a hundred µ-bumps are fabricated. All twelve InP-to-SiC CPW lines placed on two samples, one
of which has an area of approximately 11 × 10 mm2, show uniform performance with insertion loss
deviation within ±10% along with an average insertion loss of 0.25 dB/mm, while achieving return
losses of more than 15 dB at a frequency of 30 GHz, which are comparable to insertion loss values of
previously reported conventional CPW lines. In addition, an InP-to-SiC resonant tunneling diode
device is fabricated for the first time and its DC and RF characteristics are investigated.

Keywords: InP; SiC; flip-chip bonding; millimeter wave; heterogeneous integration

1. Introduction

Because the InP substrate is lattice-matched with InGaAs materials featuring a high
electron mobility of more than 8000 cm2/vs, the InP-substrate-based low-noise amplifier
(LNA) and power amplifier (PA) monolithic integrated circuits (MICs) using InGaAs high-
electron-mobility transistor (HEMT) and heterojunction bipolar transistor (HBT) devices
have operated at high operating frequencies above the millimeter-wave (mmW) regime [1,2].
Because the SiC substrate enables the growth of gallium nitride (GaN) materials exhibiting
a high electric breakdown field of 3.3 × 106 V/cm, SiC-substrate-based mmW PA MICs
using GaN HEMTs have shown high RF power performance [3]. By placing the SiC
substrate as the first layer and the InP substrate as the second layer, an InP/GaN three-
dimensional (3D) integration structure can be implemented, leading to high-performance
mmW MICs and transceiver frontends [4,5]. The InP/GaN 3D structure can basically
achieve a higher chip density and lower interconnection resistance compared to those of
two-dimensional (2D) structures [4–6], and can enhance the current drivability of InGaAs
HEMT and HBT devices owing to the excellent thermal conductivity of the SiC substrate
(4.9 W/cmk) [7–10], resulting in an improved RF power and frequency performance of the
mmW MICs or transceiver frontends.

An appropriate bonding method should be selected to realize the mmW InP/GaN 3D
structure. Wire bonding, direct wafer bonding, and microbump (µ-bump) bonding for a
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heterogeneous integration have been utilized. Although wire bonding is easily accessible
to researchers, it causes severe system performance degradation due to significant signal
loss in the mmW band or higher, arising from the lengthening of interconnect lines [11].
Although direct wafer bonding makes it possible to achieve a high chip density in the
MIC and transceiver owing to the utilization of a sequential fabrication process after the
direct bonding followed by substrate removal, the substrate removal process for leaving
active thin-film layers requires a high degree of fabrication proficiency [7–10,12]. On the
other hand, µ-bump bonding consisting of electro-plated copper (Cu) pillar bumps and
solder bonding [13,14] is a mature process technology that has been used in commercial 3D
stacking memory products [14,15], and thereby it can be introduced to implement mmW
3D MICs and transceiver systems reproducibly. With the improvement of the alignment
accuracy of bonding equipment, it is possible to densely form µ-bumps with a diameter
(or width) of only a few to a few tens of micrometers [14,16]. Recently, heterogeneous
µ-bump bonding technologies concerning various substrates, such as InP-to-SiC [5], InP-to-
Si [17], and AlN/diamond-to-Si [18], have been reported for utilization in mmW wireless
communication applications. However, [5] did not disclose any measurement results
for bonded samples and [17] showed the RF measurement results for only a bonded
HBT device, which are presumed to be implemented by a few to a few tens of µ-bump
connections. The authors of [18] also measured only an interconnect line with four µ-
bumps. To apply bump bonding technology to mmW ICs and transceiver systems, the
process methodology and the implementation results of the µ-bump bonding technology
to implement a much larger number of µ-bumps should be presented.

In this work, we report a flip-chip µ-bump bonding technology between InP and SiC
substrates for mmW wireless communication applications. A process methodology for
InP-to-SiC flip-chip µ-bump bonding with high-yield characteristics while being easily
accessible to researchers is proposed. By utilizing the bonding process, 10 mm long InP-
to-SiC coplanar waveguide (CPW) lines interconnected with a hundred µ-bumps were
fabricated. The fabricated InP-to-SiC CPW lines showed uniformly good performance with
an insertion loss deviation within 10% and an average insertion loss of 0.25 dB/mm at a
frequency of 30 GHz, which are comparable to insertion loss values of previously reported
conventional CPW lines. In addition, an InP RTD device was flip-chip bonded with a SiC
substrate for the first time and its DC and RF performance was investigated through a
comparison with the corresponding measures of a conventional InP RTD device.

2. Structure Design and Fabrication
2.1. Structure Design of a Flip-Chip µ-Bump Bonding Technology between InP and SiC Substrates

The designed structure of a flip-chip µ-bump bonding technology for a CPW inter-
connection between InP and SiC substrates is shown in Figure 1. To minimize the signal
loss of the CPW line escaping from PAD metals (PAD_InP and PAD_SiC in Figure 1) to
the substrates, semi-insulating InP and SiC substrates were chosen. An InP substrate,
provided by JZ Nippon Mining & Metal Corporation, with a 3-inch diameter, a thickness of
approximately 610 µm, and a resistivity of more than 1 × 107 Ω·cm was used. A 4H-SiC
substrate with a 4-inch diameter, a thickness of approximately 510 µm, and a resistivity
over 1 × 107 Ω·cm, provided by Synlight Crystal Co., Ltd. Hebei, China, was used. A
dielectric layer of SiO2 or BCB (Cyclotene 3022-46 resin) with a thickness of 2 µm was in-
serted between the PAD metals and the substrates for device passivation and planarization,
considering the ultimate integration of transistors such as HEMTs and HBTs in the future,
as well as for the minimization of the signal loss from the PAD metals to substrates, as
shown in Figure 1b. A Ti/Au material was used as PAD metals with the thickness set to
0.8 µm, which corresponded to the maximum limit of the sputtering equipment used in this
work. The µ-bump metal consisted of Cu/Ni/SnAg and its height was set to 20 µm or more
to prevent any bonding failure caused by the fragile nature of the InP substrates. From an
S-parameter simulation for the flip-chip-bonded CPW line between InP and SiC substrates
using the advanced design system (ADS) momentum simulator, it was determined that
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the signal width (W) and the gap (G) of the CPW to have a characteristic impedance of
50 Ω in the mmW frequency range of more than 30 GHz were 60 and 40 µm, respectively.
The length of the µ-bump pad (‘a’ in Figure 1) was set as 60 µm, the same as W. The size
of the µ-bump (‘b’ in Figure 1) was set in the range of 25 to 40 µm by comprehensively
considering several phenomena such as the alignment accuracy of the flip-chip bonder
equipment, the SnAg overflow in the bonding process, and the increase in the insertion
loss that occurs when the bump size is quite small compared to the bump-pad length.
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Figure 1. The structure of flip-chip microbump bonding technology for coplanar waveguide (CPW)
interconnection between InP and SiC substrates: (a) a floor plan; (b) a cross-sectional view at point
A–A’ in Figure 1a.

2.2. Fabrication of a Flip-Chip µ-Bump Bonding Process between InP and SiC Substrates

Figure 2 shows a cross-sectional view of the process flow of the flip-chip µ-bump bond-
ing for the CPW interconnection between InP and SiC substrates, which entails a dielectric
layer deposition (Figure 2a), the formation of PAD metal (Figure 2b), formation of µ-bump
(Figure 2c), dicing (Figure 2d), and flip-chip SnAg-to-Au solder bonding (Figure 2e).

The process for the deposition of the dielectric layer, seen in a conceptual diagram
of Figure 2a, was conducted. To find the appropriate material for the dielectric layer, two
kinds of materials with a low dielectric constant, SiO2 and BCB, were tested. A 2.5 µm thick
BCB was deposited on the InP substrate via spin-coating with spinner system equipment
and cured at 210 ◦C in vacuum oven equipment with a N2 atmosphere. Additionally, a
2 µm thick SiO2 layer was deposited on the InP substrate using plasma-enhanced chemical
vapor deposition (PECVD) at a temperature of 300 ◦C. After a 0.2 µm thick Ti/Au PAD
metal for the CPW line formation was deposited on both the BCB-based and SiO2-based InP
substrates, as shown in the inset in Figure 3a, an S-parameter measurement was conducted
at a frequency of 15 GHz. As a result, the insertion loss of the BCB-based and SiO2-based
CPW lines was 0.24 and 0.29 dB/mm at 15 GHz, respectively, as shown in Figure 3a. The
lower insertion loss of the BCB-based CPW was attributed to the dielectric constant of
the BCB (~2.5) being lower than that of the SiO2 (~3.8). Even though the BCB layer was
superior to the SiO2 layer in terms of mmW performance, a problem was found, where the
surface of the BCB layer was dirty enough to adversely affect the process yield, in contrast
to the clean surface condition of the SiO2 layer, as shown in Figure 3b. This yield issue
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of BCB was dependent on the size of the substrate, which occurred when the size of the
substrate was increased to 3 inches or larger. It was determined that the cause of the issue
was that the BCB solution sprayed through the dropper adhered to the wall of the spinner
equipment during the spinning process, and then fell off and adhered to the wafer again.
Consequently, to establish a high-yield process technology, the SiO2 layer with a thickness
of 2 µm was used as the dielectric layer. We noted that the yield issue of BCB may have
been limited by our facility at this time, and could be sufficiently improved through the
optimization of the spinner-based BCB process.
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immediately after deposition of SiO2 and BCB layers on InP substrates.
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The process for the formation of the PAD metal was conducted on both SiO2-deposited
InP and SiC substrates, as shown in Figure 2b. The process methodology of the evaporation
and lift-off was first applied and the detailed process flow was as follows: A cleaning
process was conducted using acetone/IPA/DI solutions. A photolithography process
with a critical dimension (CD) of 60 µm and an undercut slope was performed using an
NR93000PY negative photoresist (PR) and EVG640 contact aligner. The Ti/Au PAD metal
with a thickness of 400/8000 Å was evaporated using the KVET-C500200 evaporator. A
Ti/Au PAD metal pattern was formed by performing a lift-off process using an acetone
solution. This evaporation and lift-off process methodology resulted in an adhesion prob-
lem between the PAD metals and the substrates, as shown in Figure 4a. To solve the
problem, the process methodology of the sputtering and metal etching was finally applied,
and the detailed process flow was as follows: The cleaning process was conducted as
aforementioned. The Ti/Au PAD metal with a thickness of 400/8000 Å was then sputtered
using sputter equipment with a predeposition of 10 s, bias power of 700 W, and operating
pressure of 10−6 Torr. A photolithography process with the same CD of 60 µm was then
performed using a positive AZ601 PR and EVG640 contact aligner equipment. The Ti/Au
metal was then selectively wet-etched by immersing it in Ti and Au etchants for 50 and 30 s,
respectively. The positive PR was removed with acetone-IPA-DI solutions. The PAD metal
formed with the sputtering and metal etch process did not have any adhesion problems
with the underlying substrate, as shown in Figure 4b.
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The process for the formation of the µ-bump metal was performed on a SiC-substrate-
based sample, as seen in the conceptual diagram in Figure 2c. First, a 300/2000 Å thick
Ti/Au seed metal was deposited using the aforementioned sputtering equipment, and
then a photolithography process for electroplating (EP) was performed using a negative
JSR-126N PR, a contact aligner, and a hard-bake process (110 ◦C for 8 min), leading to a PR
thickness of 30 µm or more. An EP process was then conducted, wherein Cu, Ni, and SnAg
metals were sequentially deposited to form µ-bumps with a height of 20 µm or more. The
thickness of Ni and SnAg metals was set to be more than 2 µm and 6 µm, respectively. The
PR and seed metal were then removed by immersing in an STR2000 solution for 30 min at
40 ◦C and in Ti/Au etchants for a total of 80 s, respectively. It was paramount for the bump
to have a flat-top shape to achieve a high-yield performance of the flip-chip bonding. In
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the EP process of the Cu metal, a copper sulfate solution and additives are generally used.
According to our experimental results, when the additives were mixed with the copper
sulfate solution, the µ-bump had a convex top shape with a height difference from the top
center to the top edge of approximately 6 µm, as shown in Figure 5a, leading to bonding
failure. Accordingly, the additives were not used in the Cu EP process to obtain a flat-top
shape, as shown in Figure 5b. The copper sulfate solution was provided by ATOTECH.
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A dicing process was conducted for the prefabricated InP-substrate-based and SiC-
substrate-based samples, as seen in a conceptual diagram of Figure 2d. First, the two
samples were protected with a AZ601 PR coating and soft-baking at 100◦ at 60 s to prevent
wafer contamination by particles generated during the dicing process. Second, using the
DISCO DFD640 dicing equipment and a KH5-1840 blade, an InP-substrate-based sample
with a full size of 3 inches and a SiC-substrate-based sample with a full size of 4 inches were
diced to a size of 1 × 1 cm2 and 1.1 × 1.1 cm2, respectively. Third, the PR was removed
and the samples were cleaned using Acetone-IPA-DI solutions. As a result of the process,
a peeling problem was found, where the SiO2 dielectric layer was peeled off around the
dicing lines on the InP substrate, as shown in Figure 6a. The peeling problem was solved
by adding a dielectric removal process before the aforementioned dicing process, which
selectively removed the dielectric layer around the dicing lines. The dielectric removal
process was carried out in the order of a photolithography process using an S700 positive
PR and an EVG contact aligner, a hard-baking process for 15 min at 150◦, a wet-etching
process for 90 min in BOE solution, and a PR removal process using Acetone-IPA-DI.
Figure 6b shows an SEM image of the dicing process with the inclusion of the dielectric
removal process.
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Figure 6. Microscope images after dicing process: (a) dicing process where a dielectric removal
process was not included; (b) dicing process where a dielectric removal process was included.

A flip-chip SnAg-to-Au solder bonding process, as seen in the conceptual diagram of
Figure 2e, was established by assembling the diced InP-substrate-based and SiC-substrate-
based samples. The bonding process was conducted using the DFC-2000C flip-chip bonder
equipment with conditions of a bonding pressure of 10 N and a total bonding time of 16.1 s.
The bonding temperature was set to 300◦, as the overflow phenomenon of SnAg material
occurred above 350◦, as shown in Figure 7. The alignment error of the flip-chip bonding
was within 2 µm.
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Figure 7. Microscope images of a flip-chip-bonded InP-to-SiC sample with different bonding temper-
atures of 350 and 300◦.

3. Results and Discussion
3.1. Performance of Flip-Chip-Bonded InP-to-SiC CPW Lines Consisting of 10 Daisy Chains
Interconnected by a Hundred µ-Bumps

By utilizing the flip-chip µ-bump bonding technology, InP-to-SiC CPW lines where
both PAD metals on the InP and SiC substrates were interconnected through µ-bumps were
implemented. To pursue the scale-up of the bonding technology for mmW application,
an InP-to-SiC CPW line consisted of ten daisy chains interconnected by a hundred µ-
bumps, and its length was as high as 10 mm, as shown in Figure 8a. Ten InP-to-SiC
CPW lines were arranged in a flip-chip-bonded sample with an area of 11 × 10 mm2,
as shown in Figure 8b. Among ten CPW lines, the upper two lines and the lower two
lines served as dummy patterns for achieving high-yield performance. Two identically
designed flip-chip-bonded samples were fabricated. S-parameter data for all real CPW
lines arranged in the two samples were measured using the N5225B PNA network analyzer
(NA). Figure 9a,b show the measured results for the insertion and return losses of the CPW
lines, respectively. The return loss was more than 15 dB over the frequency of 30 GHz from
DC. The insertion loss was in the range of 2.24 to 2.71 dB at 30 GHz, and its average value
was 0.25 dB/mm, which was comparable to the insertion loss values of previously reported
conventional mmW CPW lines without any bonding technologies [19–21]. The deviation
of the insertion loss for the twelve CPW lines was within ±10%, which verified that the
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flip-chip-bonded µ-bump process between the InP-to-SiC substrates was well established,
exhibiting good uniformity.
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Figure 8. Implementation results of InP-to-SiC CPW lines with a hundred µ-bumps: (a) schematic
diagram of a InP-to-SiC CPW line; (b) microscope images of a fabricated flip-chip-bonded sample
with an area of 11 × 10 mm2 arranged with ten CPW lines (six real and four dummy lines).
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Figure 9. Measured S-parameter results of twelve InP-to-SiC CPW lines with a hundred µ-bumps
arranged in two flip-chip-bonded samples: (a) insertion loss; (b) return loss.

The RF modeling of fabricated µ-bumps was essential to utilize the flip-chip bonding
technology for the mmW application. First, the RF pad region inserted for the RF measure-
ment of CPW lines, as described in Figure 1a, was de-embedded using fabricated open and
thru patterns. Figure 10a shows a modeled circuit diagram of a thru pattern with a length of
200 µm, which was drawn in the advanced design system (ADS) simulator. Shunt resistor
(RPP) and capacitor (CPP) devices were used for the proper RF modeling of the pad region.
Figure 10b shows measured and modeled results for the S-parameter of the thru pattern.
When RPP and CPP were 40 Ω and 12 fF, respectively, the modeled results were in good
agreement with the measured results. Next, the RF modeling of the fabricated µ-bump was
carried out using measured S-parameter results of the flip-chip-bonded InP-to-SiC CPW
line with 10 daisy chains. Figure 11a shows a circuit diagram used for the fabricated CPW
lines. As an equivalent circuit model of the fabricated µ-bump, a pi model was used, which
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consisted of a series resistance (RBS), a series inductance (LBS), and two shunt capacitors
(CBP) [22]. Figure 11b shows measured and modeled results of the S-parameter of the
fabricated CPW lines with 10 daisy chains. When RBS, LBS, and CBP were 0.35 Ω, 50 pH,
and 20 fF, respectively, the modeled results were well matched with the measured results.
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Figure 10. De-embedding for an RF pad region of CPW lines: (a) RF modelled circuit diagram of a
thru pattern; (b) measured and modeled results for S-parameter of the thru pattern.

3.2. Application to mmW Device of the Flip-Chip µ-Bump Bonding Technology

To demonstrate the mmW application capability of the flip-chip bonding technology,
an InP resonant tunneling diode (RTD), which is one of the semiconductor devices operating
at mmW and terahertz (THz) frequencies [23,24], was flip-chip-bonded for the first time
with the SiC substrate and its DC, and RF performance was investigated. Figure 12a shows
a fabricated InP-substrate-based sample consisting of an RTD, CPW PAD metals for the flip-
chip interconnection, and dummy PAD metals functioning as supporting pillars during the
bonding process. The inset shows an SEM image before the device passivation process of
the fabrication RTD. The epitaxial structure and process sequence of the RTD were described
elsewhere [25]. Figure 12b shows a fabricated SiC-substrate-based sample consisting of
CPW PAD and µ-bump metals for the flip-chip interconnection, and dummy PAD and µ-
bump metals functioning as supporting pillars. Figure 12c shows a microscope image after
the InP-substrate-based sample was flip-chip-bonded with the SiC-substrate-based sample.

A conventional InP RTD without a flip-chip bonding interconnection (C-RTD) and
an InP-to-SiC RTD with a flip-chip bonding interconnection (F-RTD) were measured by
being probed at measurement pads (seen in Figure 12a,b,) respectively, with respect to
the DC and RF characteristics. Figure 13a shows a DC I-V curve of the two RTD devices,
which was measured with the Keithley 4200-SCS/F semiconductor characterization system
and Summit 11862B probe station. The two RTDs exhibited nearly the same peak and
valley voltages of 0.3 and 0.75 V, respectively. The peak and valley currents of F-RTD were
3.21 and 0.24 mA, which were approximately 9 % higher than those (2.94 and 0.22 mA) of
C-RTD. This current difference was attributed to the wet-chemical etching variation in the
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mesa process of the two RTDs [25]. Figure 13b shows measured S-parameter data of the
two RTDs measured with the N5225B PNA network analyzer (NA) equipment. The RTDs
were biased at 0.2 V. It was observed that the S11 value of F-RTD increased compared with
that of C-RTD as the frequency increased. This S11 increase was mainly attributed to the
high CBP value of 20 fF. From the ADS simulation results, based on the aforementioned
equivalent model of the bump, the S11 graph of F-RTD was the same as that of C-RTD when
the CBP value decreased to less than 10 fF from 20 fF, as shown in Figure 13b. CBP was
generated from the bump-pad region, corresponding to the region of bump-pad length of
‘a’ in Figure 1. In this work, the bump-pad length for F-RTD was as large as 80 µm, while
the bump size for F-RTD (‘b’ in Figure 1) was 40 µm. Because the overflowed SnAg after
the flip-chip bonding was present within 5 µm from the edge of the µ-bump metals and the
alignment error of bonding equipment was within 2 µm, the bump-pad length for F-RTD
could be reduced to less than 60 µm, corresponding to a CBP of 10 fF.
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Figure 11. RF modeling of flip-chip-bonded InP-to-SiC CPW lines: (a) equivalent circuit diagram
for RF modeling of CPW lines; (b) measured and modeled S-parameter results for a CPW line with
10 daisy chains.
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4. Conclusions

A process methodology for flip-chip µ-bump bonding between InP and SiC substrates
for a mmW wireless communication application was proposed, consisting of a SiO2-based
dielectric passivation process, a sputtering-based pad metallization process, an EP bump
process enabling a flat-top µ-bump shape, a dicing process without the peeling of the
dielectric layer, and a SnAg-to-Au solder bonding process. By using the flip-chip bonding
process, 10 mm long InP-to-SiC CPW lines with 10 daisy chains interconnected with a
hundred µ-bumps were fabricated. All InP-to-SiC CPW lines placed on two samples, one
of which had an area of approximately 11 × 10 mm2, exhibited uniform performance with
insertion loss deviation within ±10% along with an average insertion loss of 0.25 dB/mm,
while achieving return losses of more than 15 dB at a frequency of 30 GHz, which were
comparable to the insertion loss values of conventional CPW lines. In addition, an InP-to-
SiC resonant tunneling diode device was fabricated for the first time and its DC and RF
characteristics were investigated.
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Abstract: In order to study the influence of thermodynamic effects on the cavitation performance
of hydromechanics, the Singhal cavitation model was modified considering the influence of the
thermo-dynamic effects, and the modified cavitation model was written into CFX using the CEL
language. Numerical simulation of the cavitation full flow field at different temperatures (25 ◦C,
50 ◦C and 70 ◦C) was carried out with the automotive electronic water pump as the research object.
The results show that the variation trend of the external characteristic simulation and experimental
values is the same at all flow rates, and the calculation accuracy meets the subsequent cavitation
demand. With the increase in temperature, the low-pressure area inside the automotive electronic
pump’s impeller decreases. NPSHr decreases and the cavitation resistance is enhanced. During the
process of no cavitation to cavitation, the maximum pressure pulsation amplitude in the impeller
channel gradually increases. The generation and collapse of cavitations cause the change of pressure
pulsation in the internal flow field, causing pump vibration.

Keywords: micro automotive electronic pump; computational fluid dynamics; numerical simulation;
experimental techniques; cavitation; thermodynamic effects

1. Introduction

Automotive electronic pumps are core components of internal combustion engine
cooling systems for drainage and irrigation products, which need to be operated at a
high temperature and high speed for a long time. Because the physical parameters of
coolant change with temperature, it is easy to induce cavitation of the pump and then
affect the stable operation of the system. Cavitation is a flow phenomenon involving a
phase change process in which the thermodynamic effect exists during the occurrence,
development, and collapse of the bubble [1–5]. As the vaporization medium needs to absorb
heat from the surrounding liquid, the temperature will have a certain effect on the physical
parameters of the medium, which in turn affects the process of heat exchange during the
vaporization process. Therefore, the existing cavitation model should be appropriately
modified to predict the cavitation phenomenon accurately, and the source term considering
the thermodynamic effect should be added.

Many scholars have studied cavitation flow under thermodynamic effects. In terms of
experiments, Fruman et al. [6] proposed a cavitation correction model considering cavity
heat transfer by analyzing the heat transfer process in the cavitation process, using R114
as the test object, and found that the cavitation performance improved with the increase
of temperature. Franc et al. [7] made a cavitation test of Freon R-114 flowing through the
induced wheel at different temperatures and investigated the effect of temperature on
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the thermodynamic effect of significant fluid cavitation. By comparing the experimental
phenomena of different temperature water around NACA0015 hydrofoil at the same
cavitation number, Cervone [8] found that the difference in the water vacuole size was not
significant at 293 K and 323 K; however, the vacuole length decreased significantly at 343 K
and gave a reasonable explanation for this phenomenon. Yoshida et al. [9,10] systematically
investigated the thermal effect on the cavitation performance and cavitation instability
of the induced wheel by using liquid nitrogen as the working medium. Gustavsson
et al. [11,12] carried out a cavitation flow test of water and fluorinated ketone around
NACA0015 hydrofoil separately and found that the cavitation length of fluorinated ketone
was shorter than that of water at the same cavitation number and the cavitation thermal
inhibition effect was more obvious.

With the development of computer technology and computational fluid dynamics [13–15],
numerical simulation has become an essential tool for studying cavitation problems.
Deshpande et al. [16] built on the Navier-Stokes equation with compressibility and pseudo-
time-step progression by coupling the energy equation, and developed a thermodynamic
model applicable to the cavitation of low-temperature fluids. Franc et al. [17] performed
an analysis founded on the Rayleigh-Plesset equation, modified the cavitation model with
temperature as one of the influencing factors of cavitation, and validated it accordingly.
Hosangadi et al. [18] described a compressible multiphase flow formulation to account
for the energy balance and variable thermodynamic properties of the fluid, identified
fundamental changes in the physical characteristics of the cavity when thermal effects are
significant, and suggested that the heat transfer model assumed by Hord in the B-factor
model variant is a poorer approximation. Watanabe et al. [19] simulated the heat transfer
process between the bubble and the work mass using a one-dimensional unsteady-state
thermal conductivity model. They analyzed the flow using the singularity method. Using
an agent model, Goel et al. [20] synthesized the evaporation and condensation coefficients
and the degree of influence of the thermophysical parameters on the objective function
in the cavitation model. They gave optimal equation coefficients for the cavitation model.
Tani et al. [21] applied the B-factor theory to correct the saturated vapor pressure vari-
ation brought about by temperature differences in the cavitation process and proposed
a cavitation model considering thermodynamic effects. Tseng et al. [22] established an
interface-based cavitation model, modified the model according to the low-temperature
fluid medium, and investigated the thermodynamic effects by solving the energy equation
in the full basin and combining the available physical parameters to verify the validity
of the calculation method and the model. To study thermodynamic effects in different
fluids at different temperatures, De et al. [23] proposed a stable semi-one-dimensional
model based on the Rayleigh-Plesset equation to study the internal cavitation considering
thermodynamic effects. Research on cavitation under thermodynamic effects has made
some achievements, but it mainly focuses on inducer and airfoil flow cavitation. The
research on the internal flow pattern and cavitation characteristics under a thermodynamic
effect in small centrifugal pumps such as automobile electronic pumps remains to be
further studied.

This study is focused on the cavitation flow field characteristics at different operating
points of a high-speed automotive electronic water pump at a rated speed (5400 r/min),
modifying the Singhal cavitation model considering the influence of thermodynamic effects,
and carrying out numerical simulations of the cavitation full flow field at different temper-
atures (25 ◦C, 50 ◦C and 70 ◦C) based on the modified cavitation model to investigate the
cavitation performance, bubble distribution law and pressure pulsation characteristics of an
automotive electronic water pump at different temperatures, providing a theoretical basis
for preventing and reducing the cavitation phenomenon of an automotive electronic pump.
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2. Three-Dimensional Model and Grid Division
2.1. Model Pump Parameters

In this study, an automotive electronic water pump with a specific speed of 81 is used
as the object. The working environment temperature of the pump is −40 ◦C to 80 ◦C,
which is a micro high-speed pump driven by a DC brushless motor and controlled by an
electronic unit. Table 1 shows the main parameters of the automotive electronic pump.

Table 1. Automotive electronic water pump parameters.

Parameters Value

Rated flow rate, Qd 1.25 m3/h

Rated head, Hd
7

54 m
Rated rotating speed, n 5400 r/min

Specific speed, ns 81
Blade number, Z 5

Inlet diameter of impeller, Dj 17 mm
Outlet diameter of impeller, D2 47 mm

The automotive electronic water pump structure uses a closed centrifugal impeller
and spiral pressurized volute as the main hydraulic components and an integral molding
of the rotor and motor rotor. The whole pump body is divided into a pump barrel, impeller,
and motor base, as shown in Figure 1.

Figure 1. Structure diagram of automotive electronic water pump: (a) pump barrel, (b) impeller, and
(c) motor base.

2.2. Division of Computational Grid

Due to the complex structure, ICEM CFD software was used for unstructured meshing
of the computational domain of the main overcurrent components of the automotive
electronic water pump, as shown in Figure 2. To consider the calculation cycle and its
reliability of numerical calculation, grid-independent analysis was carried out, as shown
in Figure 3. Since the previous literature [24,25] showed that if the absolute error of the
predicted value of the two heads before and after is within 2%, then the influence of
the mesh elements can be ignored. From Figure 3, when the grid number is less than
1.72 million, the grid number has a large influence on the head. When the grid number
is larger than 1.72 million, the numerical calculation of the head varies by 1% with the
increase of the grid number, and the final determination of the numerical calculation grid
number is around 1.72 million. Grid information for parts of automotive electronic pumps
is shown in Table 2.
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Figure 2. Grid of automotive electronic water pump: (a) inlet section, (b) impeller, and (c) volute
and outlet.

Figure 3. Grid independence analysis.

Table 2. Grid information of domains.

Domains Inlet Section Impeller Volute and Outlet Total

Grid number 328,403 562,914 833,778 1,725,095
Node number 57,584 96,006 143,978 297,568
Grid quality 0.34 0.32 0.26 /

y + 19.4145 38.9787 54.9447 /

3. Numerical Method
3.1. Turbulence Model

The corresponding Reynolds numbers at different temperatures in this study are
1.97 × 105 (25 ◦C), 1.95 × 105 (50 ◦C) and 1.93 × 1 05 (70 ◦C), which are high Reynolds
number cases. Based on the research experience and the literature analysis [26], the RNG
k-ε turbulence model is chosen to calculate the cavitation. Its control equation is:

∂(ρk)
∂t

+ ∇ · (ρkui) = ∇ ·
[(

µ +
µt

σk

)
∇k
]
+ Pt − ρε (1)

∂(ρε)

∂t
+ ∇ · (ρεui) = Cε1

ε

k
Pt − Cε2ρ

ε2

k
+ ∇ · [(µ +

µt

σε
)∇ε] (2)

µt =
Cµρk2

ε
(3)

where k is turbulent kinetic energy; ε is turbulent dissipation term; Pt is turbulent kinetic
energy generation term; Cε1 = 1.42, Cε2 = 1.68, Cµ = 0.085, σk = 0.7179, σε = 0.7179.
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3.2. Modification of Cavitation Model Considering Thermodynamic Effects

The commonly used cavitation simulation is based on the cavitation dynamics equa-
tion, namely the Rayleigh-Plesset equation [27]. The specific form is as follows:

pB(t) − p∞(t)
ρl

= RB
d2RB

dt2 +
3
2

(
dRB
dt

)2
+

4νl
R

dRB
dt

+
2S
ρl R

(4)

The left side of the equation is the pressure-driven term, determined by the vacuum’s
boundary conditions. The right side of the equation shows the second-order motion term of
the vacuole, the first-order motion term of the vacuole, the viscosity term, and the surface
tension term, in that order, where RB is the radius of the vacuole; pB(t) is the pressure
inside the vacuole; p∞(t) is the pressure at infinity; ρl is the density of the liquid; is the
kinematic viscosity of the liquid phase; S is the surface tension coefficient.

Based on this equation, the Singhal cavitation model [28] is derived by neglecting the
second-order term, the viscous term, and the effect of surface tension of the equation:

When p < pv, liquid vaporizes into bubbles

m+ = Cvap
3αnuc(1 − αν)ρν

RB

√
2
3

pB(t) − p∞(t)
ρl

(5)

When p > pv, the cavity condenses into liquid

m− = Ccon
3ανρν

RB

√
2
3

p∞(t) − pB(t)
ρl

(6)

where Cvap and Ccon are the correction factors for the vaporization and condensation source
terms, respectively, αnuc is the volume fraction of the cavitation nucleus, and their values
are Cvap = 50, Ccon = 0.01, αnuc = 5 × 104.

Singhal cavitation model is derived based on the isothermal assumption, ignoring
the effect of thermodynamic effects in cavitation. When cavitation occurs, the liquid
vaporization absorbs the latent heat of vaporization, resulting in a decrease in temperature
near the vacuole, and a certain temperature difference is formed inside and outside the
vacuole. The temperature difference affects the growth of the vacuole. Moreover, the
Singhal cavitation model is modified in this paper to consider the thermodynamic effect of
cavitation under different temperature conditions. The second-order term, viscous term,
and surface tension of the Rayleigh-Plesset equation is neglected, and the Taylor series
expansion of cavitation pressure is carried out to retain the first-order term. The second-
order term and other terms after they are neglected [29], we can obtain the following:

dRB
dt

=

√
2
3

[
pB(t) − p∞(t)

ρl
+

dpB
dT

TB − T∞

ρl

]
(7)

From the Clapeyron-Clausius equation, we can obtain:

dpB
dT

=
ρlρB

T(ρl − ρB)
L (8)

where L is the latent heat of vaporization.
Substituting Equation (8) into Equation (7) yields:

dRB
dt

=

√
2
3

[
pB(t) − p∞(t)

ρl
+

(
ρlρB

T(ρl − ρB)
L
)

TB − T∞

ρl

]
(9)
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From Equations (5), (6) and (9), the condensation source term and the vaporization
source term of the cavitation model considering thermodynamic effects are:

m+ = Cvap
3αnuc(1 − αν)ρν

RB

√
2
3

[
pB(t) − p∞(t)

ρl
+

(
ρlρB

T(ρl − ρB)
L
)

TB − T∞

ρl

]
(10)

m− = Ccon
3ανρν

RB

√
2
3

[
p∞(t) − pB(t)

ρl
+

(
ρlρB

T(ρl − ρB)
L
)

TB − T∞

ρl

]
(11)

3.3. Boundary Condition Setting

CFX software was used to simulate the flow field of the automotive electronic water
pump at different temperatures with pure water as the medium for single-phase steady
simulation and two-phase flow simulation with the addition of cavitation model. The RNG
k-ε turbulence model was used for each phase of the simulation, the simulation speed was
5400 r/min, the inlet and outlet boundary conditions were set for the total pressure inlet
and mass flow outlet, the cross-interface connection of GGI was used, and the convergence
accuracy of all simulations was set to 1 × 10−4.

For the single-phase stability simulation, the dynamic-static interface is set as the
frozen rotor and the number of iterations is 1000. For steady cavitation simulation, the
modified cavitation model is written into the CFX using the CEL language, pure water
at the corresponding temperature is added as the working medium, and water vapor is
added as the bubble generated during cavitation. The calculation sets the volume fraction
of the liquid phase at the inlet boundary to 1 and the volume fraction of the vapor phase to
0. The inlet pressure is adjusted downwards by 0.2 atm for each simulation, and the change
in the head is compared to determine the inlet pressure at which cavitation occurs. The
physical parameters of pure water and water vapor at different temperatures are shown in
Table 3. It can be seen that the temperature has a large effect on the physical parameters of
water density, dynamic viscosity, and vaporization pressure, and the value of each physical
parameter is smaller for water vapor compared with water.

Table 3. Physical parameters of water and water vapor at different temperatures.

Physical Parameters
25 ◦C 50 ◦C 70 ◦C

Water Water
Vapor Water Water

Vapor Water Water
Vapor

Density (kg/m3) 997 0.02308 988.1 0.08302 977.8 0.1982
dynamic viscosity (105 Pa s) 8899 0.98626 54.94 1.002 40.16 1.0817

Constant pressure specific heat
capacity (kJ/(kg K)) 4.1817 1.9116 4.174 1.9343 4178 1962.7

Thermal conductivity(w/(m K)) 0.6069 0.01854 0.6478 0.02182 0.6676 0.02346
Vaporization pressure (kPa) 3.1684 / 12.335 / 31.160 /

To obtain a stable and reliable solution, the unsteady simulation of the cavitation flow
field takes its steady simulation results at the corresponding temperature as the initial
conditions. The dynamic-static intersection is modified to a transient rotor stator in the
calculation; the impeller rotation of 360◦ is taken as a calculation cycle, the time step is set
to 6.17 × 10−5 s (calculated for every 2◦ rotation of the impeller), the number of inner loops
at each time step is 20, and the total calculation time is set to 0.2 s (18 rotation periods).
The Courant number is used as a criterion to determine whether the time step satisfies the
periodic numerical simulation, and is defined as:

C0 = v
∆t
L

< 100 (12)
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where L is the smallest size of the grid cell, v is the biggest velocity of the main flow, and
∆t is the time step. The maximum C0 obtained by the calculation is 5.23, which satisfies the
independence of the time step.

3.4. Monitoring Point Setting

To study the pressure variation inside the impeller of an automotive electronic water
pump during cavitation under thermal effects, 12 monitoring points are set up at the
impeller position of the pump, as shown in Figure 4.

Figure 4. Monitoring points position in an automotive electronic water pump.

4. Analysis of Internal Flow of Automotive Electronic Water Pump under
Non-Cavitation Condition
4.1. Verification of External Characteristics by Numerical Calculation

The external characteristic curve is the external expression of the internal flow charac-
teristics of the automotive electronic water pump. Numerical calculations are performed for
the automotive electronic water pump at different flow rates, and tests verify the reliability
of the numerical calculation results. The performance test of an automotive electronic water
pump is carried out concerning GB/T 3216–2016, and the test bench is shown in Figure 5.

Using the head coefficient ψ to calculate the external characteristics, the head coefficient
can be calculated as the following equation:

ψ =
gH

u2
2/2

(13)

where u2 is the circumferential exit speed of the impeller.
Figure 6 shows a comparison of the external characteristics results. As can be seen

from the figure, the experimental head coefficient and efficiency are slightly lower than
the numerical calculation due to the simplification of the model during the numerical
calculation for the same flow conditions. At a small flow rate (0.2Qd), the difference between
the simulated and experimental values of the head coefficient is 0.06; at 0.8Qd~1.6Qd, the
two curves are in good agreement, and it can be considered that the numerical calculation
method can accurately predict the external characteristics of the pump and ensure the
accuracy of the subsequent analysis.
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Figure 5. Test bench for an automotive electronic water pump: (a) experimental schematic,
(b) experimental loop.

Figure 6. Comparison of pump performance between numerical and experimental results.
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4.2. Pressure Field Distribution in the Pump at Different Temperatures

Figure 7 shows the static pressure distribution clouds of the impeller of the automotive
electronic water pump under four different flow conditions at 25 ◦C, 50 ◦C, and 70 ◦C
(speed of 5400 r/min). The static pressure distribution at different temperatures is similar;
from the blade inlet to the blade outlet, the pressure in the impeller is of a gradient-type
growth, and the pressure distribution is more uniform. As the flow rate increases, the
blade suction surface pressure gradually decreases, and the low-pressure area gradually
increases. Under the large flow condition (1.2Qd), the area of the low-pressure area at the
inlet gradually decreases as the temperature increases.

Figure 7. Pressure distribution of impeller under at different temperatures. (a) 0.6Qd at 25 ◦C;
(b) 0.8Qd at 25 ◦C; (c) 1.0Qd at 25 ◦C; (d) 1.2Qd at 25 ◦C; (e) 0.6Qd at 50 ◦C; (f) 0.8Qd at 50 ◦C;
(g) 1.0Qd at 50 ◦C; (h) 1.2Qd at 50 ◦C; (i) 0.6Qd at 70 ◦C; (j) 0.8Qd at 70 ◦C; (k) 1.0Qd at 70 ◦C; (l) 1.2Qd

at 70 ◦C.
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5. Automotive Electronic Water Pump Cavitation Performance Analysis
5.1. Computational Analysis of Cavitation Performance Considering Thermodynamic Effects

The net positive suction head is the surplus energy per unit weight of water at the
pump suction inlet that exceeds the vaporization pressure and is expressed as follows:

NPSHa =
p1 − pv

ρg
(14)

where p1 is the automotive electronic water pump inlet pressure; pv is the saturation vapor
pressure of water at that temperature; ρ is the fluid density.

Figure 8 shows the cavitation performance curves of the simulated and tested automo-
tive electronic water pump at a temperature of 25 ◦C (flow rate of 1.25 m3/h and speed
of 5400 r/min). As can be seen from the figure, the head coefficient of the test value is
smaller than the simulated value under the same inlet conditions, which are related to the
existence of friction between the fluid and the pipe wall and energy loss between the motor
and the impeller. Overall, the simulated and experimental cavitation performance curves
have the same stagnation point position and trend. It can be considered that the numerical
calculation method can accurately predict the cavitation performance of the pump and
ensure the accuracy of subsequent cavitation calculations.

Figure 8. Comparison of cavitation performance curves between numerical and experimental results.

Figure 9 shows the cavitation performance curves of the simulated automotive elec-
tronic water pump at three different temperatures (flow rate of 1.25 m3/h and speed of
5400 r/min). We define the automotive electronic water pump head drop of 1% as incipient
cavitation, a head drop of 3% as cavitation, and the NPSH corresponding to the head drop
of 3% as the required net positive suction head of the pump (NPSHr). The NPSHrs at
three temperatures were 1.15 m at 25 ◦C, 1.01 m at 50 ◦C, and 0.91 m at 70 ◦C. As can
be seen from the figure, with the decrease of NPSHa, the head coefficient maintains a
level for a period of time and then rapidly decreases, which is because the flow pattern
inside the automotive electronic water pump is turbulent and sensitive to cavitation, and
the hydraulic performance deteriorates sharply once cavitation occurs; with the increase
of temperature, NPSHr gradually decreases, and the anti-cavitation performance of the
automotive electronic water pump gradually increases.
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Figure 9. Cavitation performance curves with different temperatures.

5.2. Cavitation Steady Analysis Considering Thermodynamic Effects
5.2.1. Bubble Shape during Cavitation Formation

The bubble is the most visual product when cavitation occurs, and the volume fraction
of the bubble can judge the degree of cavitation. Figure 10 shows the distribution of
bubbles in the impeller at different NPSHa for a bubble volume concentration of 10% at a
temperature of 25 ◦C (flow rate of 1.25 m3/h and speed of 5400 r/min) for an automotive
electronic water pump. It can be seen from the figure that when the NPSHa is larger, no
bubble is generated in the impeller; when the NPSHa is reduced to 1.68 m, a small number
of bubbles appears at the inlet side of the impeller near the suction surface of the blade,
which is the cavitation inception stage. As the NPSHa gradually decreases, the distribution
area of the bubble starts to spread from the suction surface to the pressure surface, and
cavitation further develops; when the NPSHa decreases to NPSHr, the bubbles gradually
increase and develop to the pressure surface and start to block the impeller flow channel,
and the high-speed jet caused by the rupture of the bubbles will damage the impeller and
produce cavitation, resulting in a serious drop in the head.

Figure 10. Bubble distribution during the cavitation formation process.

5.2.2. Analysis of the Pressure Field during Cavitation Formation

The occurrence of cavitation is pressure-dependent, and its distribution is influenced
by the law of hydrostatic pressure distribution. Figure 11 shows cloud plots of static
pressure distributions at different NPSHas of an automotive electronic water pump at a
temperature of 25 ◦C (flow rate 1.25 m3/h, speed 5400 r/min). As can be seen from the
figure, from the blade inlet to the blade outlet, the pressure gradually increased; five blades
on the static pressure distribution show a similar pattern in which the static pressure of the
fluid along with the fluid flow direction increased. In the blade outlet pressure, it reached
the maximum. The range of local low-pressure areas gradually expands with the decrease
of NPSHa. In the no cavitation and incipient cavitation stage, the influence of NPSHa on
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the size of the low-pressure area range is small; from the cavitation development stage to
the cavitation stage, the influence of NPSHa size on the size of the low-pressure area range
at the impeller inlet of the automotive electronic water pump is large. Because of the low
pressure at the impeller inlet, cavitation generally occurs first from the suction surface of
the impeller inlet blade.

Figure 11. Pressure distribution of bubble formation process.

5.2.3. Cavitation Flow Field Analysis

Figure 12 shows the bubble distribution inside the impeller at three temperatures
when the NPSHa is 1.15 m (flow rate 1.25 m3/h, speed 5400 r/min). At 70 ◦C, when the
inlet pressure is 0.407 atm, some bubbles are produced near the suction surface of some of
the impeller’s blades, and the pump head does not drop significantly at this time. At 50 ◦C,
when the inlet pressure is 0.221 atm, the bubble area becomes larger, and all impeller blades
produce bubbles and development to the middle of the radial direction of the impeller;
at this time, the pump head drops by 1.5%. It can be seen that the bubbles generated at
this time are enough to impact the performance of the pump. At 25 ◦C, when the inlet
pressure is 0.131 atm, the bubbles cluster continues to increase and begins to block the flow
channel, at which time the pump head decreases by 3%, and cavitation occurs. At 25 ◦C,
the low-pressure area at the impeller inlet suction surface is larger, and as the temperature
rises, the area of the low-pressure area becomes smaller and smaller, and the area of the
corresponding bubbles also gradually decreases. In addition, both the low-pressure area
and the bubble cluster are axially distributed.

Figure 12. Bubble distribution with different temperatures based on the same. (a) T = 25 °C;
(b) T = 50 °C; (c) T = 70 °C.
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Combining Figures 8 and 9, it is found that the number of bubbles is higher during
the stage of a sharp decline in the head, and the bubbles have a certain influence on the
head; the bubbles are all generated from near the low-pressure area at the blade inlet and
develop along with the impeller outlet, and the temperature has a certain influence on the
distribution of bubble in the automotive electronic water pump. The bubble distribution
inside the impeller is consistent with the cavitation performance curve: the more bubbles
are generated, the more obvious the drop of its head.

5.3. Cavitation Transient Analysis Considering Thermodynamic Effects
5.3.1. Transient Bubble in the Impeller

Figure 13 shows the distribution of bubbles at a temperature of 25 ◦C and an inlet
pressure of 0.131 atm for an impeller with a vapor volume concentration of 10% at six
different moments in a cycle. It can be seen from the figure that at the moment t = 0, the
suction surface in each flow channel adheres to a continuous bubble, and the shape of the
bubble is of an irregular rugby ball with a wide middle and narrow front and back; as the
blades are periodically arranged, with the impeller rotation, the bubble change in each flow
channel has a similar pattern. Take runner No. 1 as an example: at t = 2/6 T, the bubble
in the middle of the flow channel will be detached; at t = 3/6 T, the volume of the bubble
in runner No. 1 is smaller than at t = 2/6 T. At this time, the bubble has detached and
collapsed in the high-pressure area; with the development of time, at t = 3/6 T to t = 5/6 T,
the bubble in runner No. 1 slowly develops toward the end and detaches. On the whole,
the detachment and collapse of the bubble occurred in the middle and tail of the bubble
cluster, where the middle bubble detached less and the tail detached more; the changes
in the position and shape of the bubble were relatively small, indicating that the whole
process of cavitation was relatively stable at this time.

Figure 13. Bubble distribution in the impeller domain. (a) t = 0; (b) t = 1/6 T; (c) t = 2/6 T; (d) t = 3/6 T;
(e) t = 4/6 T; (f) t = 5/6 T.

5.3.2. Comparative Analysis of Pressure Pulsation in the Frequency Domain

To analyze the relative pressure variation at each monitoring point within the impeller,
we use a pressure coefficient expressed as:

C∗p =
p − p
0.5ρu2

2
(15)
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where p is the instantaneous pressure, p is the average pressure, ρ is the fluid density, and
u2 is the circumferential velocity at the impeller outlet. p is the average pressure of the last
eight cycles simulated at the monitoring points in this study.

Figure 14 shows the frequency domain of the pressure pulsation at the monitoring
point inside the impeller at 25 ◦C (flow rate 1.25 m3/h, speed 5400 r/min) during a no
cavitation operating condition of the automotive electronic water pump. As can be seen
from the figure, along with the impeller runner from the blade inlet to the blade outlet, the
pressure pulsation amplitude at each monitoring point gradually increases, the amplitude
frequency is the axial frequency and its multiplier frequency, and the pressure pulsation
amplitude reaches the maximum at the axial frequency. At the axial frequency, the pressure
pulsation amplitude from the blade suction surface to the blade pressure surface pressure
pulsation amplitude gradually increases; at the impeller runner inlet, the blade suction
surface (BS1) and pressure surface (BP1) pressure pulsation amplitude is higher than the
middle of the impeller runner (BM1), which is because at the impeller inlet, the three-
jaw ring disturbs the incoming flow field and intensifies the pressure fluctuation at the
impeller inlet.

Figure 14. Frequency characteristic in the impeller. (a) Blade suction surface; (b) Middle of the flow
channel; (c) Blade pressure surface.

Figure 15 shows the maximum values of pressure pulsations at the monitoring points
inside the impeller during no cavitation, incipient cavitation, and cavitation of the automo-
tive electronic water pump. The maximum amplitude value increases gradually along the
fluid flow direction, except for individual monitoring points, and reaches the maximum
value at the exit of each working surface. Overall, the maximum value of pressure pulsation
during cavitation is higher on the blade working surface than no cavitation, which may be
related to the generation and collapse of bubbles.
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Figure 15. The maximum amplitude of pressure fluctuations in the impeller. (a) Blade suction surface;
(b) Middle of the flow channel; (c) Blade pressure surface.

6. Conclusions

In this study, we have considered the influence of thermodynamic effect on the cavita-
tion performance of hydromechanics, corrected the Singhal cavitation model considering a
thermodynamic effect, written the corrected model into CFX software for numerical simula-
tion of cavitation of automotive electronic water pump, explored the cavitation performance
and the distribution pattern of cavitation bubble of automotive electronic water pump
under different temperature (25 ◦C, 50 ◦C, 70 ◦C), and drawn the following conclusions:

1. The static pressure distribution of the automotive electronic water pump is similar
at different temperatures. When operating under different flow conditions, there is
a local low-pressure area on the suction surface of the blade that is more prone to
cavitation, and the range of the low-pressure area gradually increases as the flow rate
increases. Under the large flow condition (1.2Qd), the area of the low-pressure area at
the inlet gradually decreases as the temperature increases.

2. An automotive electronic water pump is sensitive to cavitation; once cavitation
occurs will lead to a sharp deterioration in hydraulic performance. The required net
positive suction head will decrease with the increase in temperature; the higher the
temperature of the automotive electronic water pump’s anti-cavitation performance,
the less likely cavitation is.

3. When the inlet pressure of the automotive electronic water pump is large, no cavitation
is generated inside the impeller. When the inlet pressure decreases to a certain value,
the bubble starts to be generated on the suction surface of the impeller. It gradually
increases with the decrease of the inlet pressure. The impeller’s five blades in the
low-pressure area and the bubble cluster show the same pattern, and the expansion of
the bubble cluster and the expansion in the low-pressure area of the impeller show

153



Micromachines 2022, 13, 1063

the same trend. The pressure is closely related to the generation and development
of cavitation.

4. Along with the impeller runner from the blade inlet to the blade outlet, each moni-
toring point’s pressure pulsation amplitude gradually increased, and the amplitude
frequency of the axial frequency and its multiplier frequency, as well as the pressure
pulsation amplitude at the axial frequency, reached the maximum. In the high-
frequency region, the pressure pulsation amplitude at the blade suction surface, the
middle of the flow channel, and the blade pressure surface gradually increases along
the inlet to the outlet. From no cavitation to cavitation, the maximum value of the
pressure pulsation at the working surface gradually increases and reaches a maximum
at the outlet.

5. This study is focused on the cavitation flow field characteristics at different oper-
ating points of a high-speed automotive electronic water pump at a rated speed
(5400 r/min). In order to better prevent and reduce the cavitation phenomenon of the
automotive electronic pump, our future research will focus on the cavitation moni-
toring technology, and we will establish a cavitation intelligent monitoring system to
monitor the operating status of the automotive electronic water pump in real time.
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Abstract: Deep-narrow grooves (DNGs) of nickel-based alloy GH4169 are extensively used in
aerospace industry. Electrochemical milling (EC-milling) can manufacture special structures in-
cluding DNGs by controlling the moving path of simple tool, showing a flexible process with the
advantages of high machining efficiency, regardless of material hardness, no residual stresses, burrs,
and tool wear. However, due to the inefficient removal of electrolytic by-products in the inter-
electrode gap (IEG), the machining accuracy and surface quality are always unsatisfactory. In this
paper, a novel tube tool with wedged end face is designed to generate pulsating flow field in IEG,
which can enhance the removal of electrolytic by-products as well as improve the machining quality
of DNG. The flow field simulation results show that the electrolyte velocity in the IEG is changed
periodically along with the rotation of the tube tool. The pulsating amplitude of electrolyte is changed
by adjusting the wedged angle in the end face of the tube tool, which could affect the EC-milling
process. Experimental results suggest that the machining quality of DNG, including the average
width, taper of sidewall, and surface roughness, is significantly improved by using the tube tool
with wedged end face. Compared with other wedged angles, the end face with the wedged angle
of 40◦ is more suitable for the EC-milling process. DNG with the width of 1.49 mm ± 0.04 mm,
taper of 1.53◦ ± 0.46◦, and surface roughness (Ra) of 1.04 µm is well manufactured with the milling
rate of 0.42 mm/min. Moreover, increasing the spindle speed and feed rate can further improve
the machining quality of DNG. Finally, a complex DNG structure with the depth of 5 mm is well
manufactured with the spindle speed of 4000 rpm and feed rate of 0.48 mm/min.

Keywords: deep-narrow groove; GH4169 alloy; electrochemical milling; wedged end face

1. Introduction

Due to their excellent fatigue resistance, corrosion resistance, radiation resistance, and
high-temperature strength, Ni-based superalloys are used widely in die-casting molds,
medical devices, and the aerospace sector as demand in the manufacturing field grows [1,2].
However, due to their material property of high-strength and poor heat conductivity,
conventional machining often suffers from high tool wear, poor machining stability, and
low process efficiency [3]. Nowadays, nontraditional processes with a low cost and high
efficiency for manufacturing difficult-to-cut material are attracting more attention, including
electrical discharge machining and laser machining. However, both cause heat affected
layer and microcrack in machining surfaces, leading to lower machining quality [4,5].

Compared to other machining methods, electrochemical machining (ECM) has sig-
nificant advantages for machining difficult-to-cut material, such as titanium alloys and
Ni-based superalloys, due to the absence of tool wear, thermal and residual stresses, and
cracks and burrs [6,7]. Electrochemical milling (EC-milling) combines the capabilities of
ECM with the flexibility of numerical control (NC) technology, which can machine special
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structures, including deep-narrow grooves (DNGs), by controlling the moving path of the
simple tool [8]. Natsu et al. fabricated three-dimensional complicated structures in SUS304
stainless using a tube electrode with an inner diameter of 0.26 mm by superimposing simple
patterns [9]. Mitchell-Smith et al. produced different groove geometries by optimizing the
bottom structure of a metallic nozzle to change current density distribution [10]. Liu et al.
proposed a method of ultrasonic vibration-assisted electrochemical milling, which was
helpful to improve the machined surface quality, and a three-dimensional structure with
the total depth of 300 µm was machined [11]. Liu and Qu analyzed the anodic polarization
curves of TB6 in NaNO3 solution and the effect of current density on the morphology,
and grooves and flat surfaces were machined successfully by electrochemical milling [12].
Zhu et al. established the electrochemical milling with nanosecond pulse model and ma-
chined 2D and 3D complex structures with good shape precision and surface quality [13].
Rathod et al. used sidewall insulation electrode to prevent the dissolution of the material
along the sidewall of microgroove and reduced the taper angle from 58.39◦ to 25.20◦ for
microgroove [14].

In the above studies, the electrochemical milling process is started from an initial gap
between the bottom of the electrode and the surface of the workpiece, in which the electric
field is mainly provided by the bottom of the electrode. With a motion along the feed
direction, a very thin layer of material is removed from the surface of the workpiece. As a
result, when a high-aspect-ratio structure is machined with this method, the tube tool is
needed to multipass feed along the depth and length directions. Due to the stray corrosion,
electric fields are repeatedly formed at the machined zone during the multipass feed, the
machining accuracy and surface quality are always unsatisfactory. In an attempt to achieve
better machining profile, Ghoshal and Bhattacharyya proved that the taper angle of grooves
generated by sinking and milling method was far less than layer-by-layer method and then
proposed a reversed taper tube tool for electrochemical milling to reduce the taper angle of
groove [15]. This clearly showed that one-pass milling with the tube tool is more suitable
for machining DNG structure.

However, the electric field for electrochemical anodic dissolution is provided by the
sidewall of tool electrode in this method, in which large amounts of electrolytic by-products
(sludge, gas bubbles, and heat) are generated in the inter-electrode gap (IEG). When the
machining gap becomes small, it is difficult to remove them from the IEG. To maintain
the stability of electrolyte flow during the whole machining process, a rapid removal of
the electrolytic by-products is needed in the deep and narrow IEG. If the removal capacity
is insufficient, the machining accuracy and surface quality will become poor. To obtain
high machining accuracy and machining stability, Wang et al. suggested electrochemical
machining with vibration superimposed to improve the removal of sludge and hydrogen
bubbles [16]. Bilgi et al. proposed an ECM process with rotating electrode movement to
enhance the uniformity of electrolyte flow and reduce or eliminate the flow field disrupting
processes [17]. Moreover, Niu et al. proposed a flow channel structure with six slits in
sidewall for improving the uniformity of flow field, and a thin-wall structure with the
depth of 3 mm was machined [18]. However, the machining accuracy and surface quality
in high-aspect ratio structures by EC-milling still need to be improved.

Pulsating flow is one of the unsteady flows that can change the characteristics of
hydrodynamics and enhance mass transport [19,20]. This paper proposes a method for
using a tube tool with wedged end face to generate pulsating flow field in the IEG to
enhance the removal of electrolytic by-products, as well as improve the machining accuracy
and surface quality in EC-milling. The parameters of pulsating flow field could be changed
by adjusting the wedged angle in the end face of the tube tool, which would affect the
EC-milling process. The flow field distributions of different wedged angles in the end face
of the tube tool are simulated numerically. Experiments also are conducted to investigate
the effects of different wedged angles in the end face of the tube tool on the machining
quality of DNG.
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2. Description of the Method and Numerical Simulation
2.1. Description of the Method

Figure 1 shows a schematic diagram of EC-milling of DNG with a wedged end face
tube electrode. The milling procedure is divided into two processes. First, the tube electrode
with wedged end face is fed along the Z-axis to the required machining depth through
electrochemical drilling (Figure 1a). Second, the workpiece then is controlled to move along
the specified rail in the X-Y plane (Figure 1b). The electrolyte flows from the bottom of the
tube electrode into the IEG, thereby dissolving the workpiece material while simultaneously
flushing out the electrolytic by-products.

As shown in Figure 1b, the front sidewall of the tube electrode provides an electric
field for electrochemical anodic dissolution, and the amounts of electrolytic by-products
are generated in the IEG. By using the wedged end face of the tube tool in the experiment,
the quantity and flow rate of electrolyte flowing into IEG will be changed periodically
with the rotation of the tube tool, and the pulsating flow field is generated, which could
enhance the removal of electrolytic by-products. In addition, the pulsating parameters of
electrolyte, including pulsating amplitude and pulsating frequency, can be changed by
adjusting the wedged angle (α) and rotating speed of the tube tool, which will affect the
EC-milling process.
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Figure 1. The schematic diagram of EC-milling of DNG with a wedged end face tube electrode.
(a) Electrochemical drilling hole, (b) Electrochemical milling.

In the EC-milling process, the evolution process of DNG is illustrated in Figure 2.
When the machining process is in a stable state, the front gap ∆x in X direction can be
described as [21]:

∆x =
ηωκUR

vx
(1)

where η is the current efficiency, ω is the volumetric electrochemical equivalent of the
metallic material, κ is the electric conductivity of electrolyte, UR is the supply voltage, and
vx is the feed rate of the tube tool.

As shown in Figure 2a, when the tube tool is fed along the milling path in the plan
X-Y, the relationship between the side gap and the Y-axis can be expressed as

dy
dt

=
ηωκUR

y
(2)

At the initial time, t = 0 and y = y0. Equation (2) can be integrated as follow:

y2

2
= ηωκURt +

y0
2

2
(3)

As the initial side gap, y0 can be assumed to be the same with the front gap ∆x, the
machining side gap ∆y in the Y direction can be expressed as:

∆y =
√

ηωκURt + ∆x2 =

√
ηωκUR

D
vx

+ ∆x2 (4)
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where D is the outer diameter of the tube tool.
Thus, the groove width W can be described as:

W = D + 2∆y = D + 2

√
ηωκUR

D
vx

+ ∆x2 (5)

As shown in Equation (5), it can be obtained that the width of DNG is affected by
numerous parameters, including the outer diameter of the tube tool, feed rate, supply
voltage, and electrolyte conductivity. During machining, the workpiece is dissolved.
Meanwhile, hydrogen and oxygen are generated on the cathode and anode surfaces,
respectively. The electrolyte in the IEG will be warmed by Joule heat. All these factors
interactively influence the distribution of electrolyte conductivity along the flow path,
resulting in a taper sidewall, as illustrated in Figure 2b. The relationship among the
electrolyte conductivity κ, electrolyte temperature T, and gas void fraction βgas can be
described as follows:

κ = κ0
(
1− βgas

)bp
(1 + α(T − T0)) (6)

where κ0 is the initial electrolyte conductivity, T0 is the initial electrolyte temperature, α is
the degree of temperature dependence, and bp is Bruggeman’s coefficient.
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Figure 2. Diagram of the electrochemical milling process: (a) Sketch of the X-Y plane and (b) sketch
of Y-Z plane.

Equation (6) shows that the efficient removal of electrolytic by-products (sludge, gas
bubbles, and heat) is helpful to reduce the difference of electrolyte conductivity along the
depth direction of DNG; thus, the taper of DNG’s sidewall can be reduced.

2.2. Numerical Simulation

In this research, different wedged angles in the end face of the tube tool were used for
generating different pulsating parameters for the electrolyte, and the flow field distribution
in IEG was analyzed by computational fluid dynamics (CFD).

2.2.1. Model Building

Three-dimensional simulation model based on the flow field is established, as shown
in Figure 3. The fluid domain includes the inner region of the tube electrode and DNG. Due
to the rotation of the tube electrode, it needs to divide the fluid domain into a stationary
zone and a rotation zone. The pink area represents the stationary zone, and the green
area represents the rotation zone, which are transmitted data through the interface. In
addition, the walls of the tube electrode are set as moving walls. Since the designed 3D
model is relatively complex, tetrahedral meshes are used for the simulation model, and
the mesh refinement is performed on the rotation zone and the around zone to ensure the
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accuracy of simulation results. In order to simplify the above model, this paper makes the
following assumptions:

(1) Electrolyte is a continuous incompressible viscous fluid.
(2) The energy dissipation caused by the change of medium temperature and temperature

difference is ignored in the machining process, and the flow is constrained by the
conservation equation of mass and momentum.

(3) The flow field is not affected by bubbles or particles.

For incompressible viscous fluids, the fluid flow in the turbulent state is restricted by
the Navier–Stokes equation:

∇·v = 0 (7)

∂v
∂t

+ (v·∇)v = −1
ρ
∇p + µ∇2v (8)

where ρ is the electrolyte density, v is the flow velocity, p is the pressure, and µ is the
dynamic viscosity of the electrolyte.

Based on the change of the flow field, the k-ε turbulence model in the standard equation
is used to solve the turbulent energy k and the turbulent dissipation rate ε in the electrolyte
flow process:

∂(ρk)
∂t

+
∂(ρkui)

∂xi
=

∂

∂xj

[(
µ +

µt

σk

)
∂k
∂xj

]
+ Gk − ρε (9)

∂(ρε)

∂t
+

∂(ρεui)

∂xi
=

∂

∂xj

[(
µ +

µt

σε

)
∂k
∂xj

]
+

C1ε

k
Gk − C2ερ

ε2

k
(10)

where Pk is the generating term of turbulent energy, σk and σε are Prandtl numbers corre-
sponding to k and ε with values of 1.0 and 1.3, and C1ε and C2ε are model constants with
values of 1.44 and 1.92.

All the models are solved by ANSYS FLUENT 19.2, and the simulation parameters are
listed in Table 1.
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Table 1. The parameters for the simulation.

Parameter Value

Inlet pressure, pin 1.2 MPa
Outlet pressure, pout 0 MPa
Rotational speed, ω 3000 rpm

Inter-electrode gap, ∆ 0.25 mm
Dynamic viscosity of electrolyte, µ 1.003 × 10−3 Pa·s

Density of electrolyte, ρ 1100 kg/m3

External diameter of tube electrode, D 1 mm
Internal diameter of tube electrode, d 0.8 mm

Wedged angles, α 0◦, 40◦, 50◦, 60◦

Groove length, L 5 mm
Groove depth, H 5 mm

2.2.2. Simulation Results

Figure 4 shows the contour of flow velocity on the cross section with different wedged
angles under different rotational degrees. In the standard flat end face model (see Figure 4a),
the velocity of electrolyte in the IEG is constant. In contrast, it can be found that the velocity
of electrolyte in both front IEG and side IEG is changed in the wedged end face models
under different rotation degrees (Figure 4b–d). The simulation results indicate that the
pulsating flow field can be well generated with the wedged end face in tube electrode.
Meanwhile, with the increase in the wedged angle, the velocity change of electrolyte in
the IEG is more obvious. In the wedged angle of 40◦ model, the maximum and minimum
velocities of electrolyte in the IEG are about 30 m/s and 8 m/s. In the wedged angle of 60◦

model, the maximum and minimum velocities of electrolyte in the IEG are about 32 m/s
and 0 m/s.
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In order to further analyze the change of electrolyte flow rate in the IEG, points A to C
marked in Figure 4a are referenced to describe the specific electrolyte velocity in the IEG.
Figure 5 shows the change of flow velocity at points A to C under different tube tools. In
the standard flat end face model, the value of flow velocity at points A to C is constant. The
velocity of electrolyte in the front gap and side gap is 23.8 m/s and 15.3 m/s, respectively.

The trends of the velocity of pulsating field with different wedged angles are the same.
There are two peaks of electrolyte velocity in one cycle in the front machining gap, while
the velocity of electrolyte changes like a sine wave in the side machining gap. With the
increase in the wedged angle, the pulsating amplitude of electrolyte increases. When the
end face with the wedged angle is 40◦, the velocity of electrolyte at point A ranges from
6.7 to 30.6 m/s. When the wedged angle increases to 60◦, the velocity of electrolyte ranges
from 0.3 to 32.8 m/s.
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3. Experimental Section

Figure 6 shows a schematic of EC-milling system with a tube electrode. The experimen-
tal setup included the pulse power supply, electrolyte supply unit, and electrolysis devices.
The workpiece was installed on an X-Y stage. The electrode tool was carefully attached at
the terminal of the spindle, and then the spindle was installed on a Z-axis and driven by an
inverter. The speed of the spindle was adjusted by controlling the output frequency of the
inverter. In addition, the function of internal flushing was achieved by using a rotating joint,
which could transfer electrolyte from a pipeline into a rotating spindle. Figure 7 shows a
photograph of the tube electrodes with different end faces, which were made from stainless
steel 304, and the outer diameter and inner diameter were 1.0 mm and 0.8 mm, respectively.
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In this work, the workpiece material was GH4169, and the machining depth and length
of the electrode were 5 mm and 10 mm, respectively. The machining accuracy of DNG was
investigated by detecting the width and taper. The size measurement of DNG is shown in
Figure 8, where five points along the length of a DNG were measured, the width was the
sectional width on the top, and the taper was the angle between the vertical line and the
sectional sidewall. The average values of the width and taper were obtained, and the SD
(standard deviation) was used to evaluate the dimensional uniformity. The morphologies
of DNGs were examined using a scanning electron microscope. The profiles and surface
roughness (Ra) of DNGs were measured using a confocal laser-scanning microscope (CLSM,
Olympus LEXT OLS4100, Tokyo, Japan) and a Step profiler (Kosaka, ET-150, Tokyo, Japan).

Experiments were performed on each proposed tool to analyze its effect for machining
accuracy and surface quality in the electrochemical milling process. Moreover, the influence
of other parameters on machining quality was explored by single-factor experiment. The
machining parameters are listed in Table 2.
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Table 2. Machining parameters.

Parameters Value

Electrolyte concentration 12% (wt.%), NaNO3
Electrolyte temperature 25 ◦C

Electrolyte pressure 1.2 MPa
External diameter of tube electrode 1 mm
Internal diameter of tube electrode 0.8 mm

Wedge angle 0◦, 40◦, 50◦, 60◦

Spindle speed 2500, 3000, 3500, 4000 rpm
Feed rate 0.30, 0.36, 0.42, 0.48 mm/min

Applied voltage 25 V
Pulse frequency 1 kHz
Pulse duty cycle 50%
Machining depth 5 mm
Machining length 10 mm

Material of workpiece GH4169

4. Results and Discussion
4.1. The Comparison of DNGs Generated with Different Wedged Angles

In order to compare the difference of DNGs generated with different wedged angles
in the end face of the tube tool, comparative experiments were designed with the following
machining parameters: the applied voltage of 25 V, pulse duty cycle of 50%, pulse frequency
of 1 kHz, feed rate of 0.42 mm/min, and spindle speed of 3000 rpm.

Figures 9 and 10 show the SEM images, dimensions, and 3D profiles of DNGs gen-
erated with different wedged angles in the end face of the tube tool. Using standard
flat end face with the wedged angle of 0◦, the average width and taper of the grooves
are 1.57 mm ± 0.06 mm (mean ± SD) and 2.2◦ ± 0.43◦, respectively. When using the
end face with wedged angle of 40◦, the average width and taper of DNG decrease to
1.49 mm ± 0.04 mm and 1.53◦ ± 0.46◦. However, with the increase in the wedged angle,
the average width and taper of DNG gradually increase, reaching to 1.60 mm ± 0.04 mm
and 2.3◦ ± 0.45◦, respectively, when the wedged angle reaches to 60◦.
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Figure 9. The SEM images of DNGs machined with different wedged angles in the end face of tube
electrode. (a) Wedged angle = 0◦; (b) wedged angle = 40◦; (c) wedged angle = 50◦; (d) wedged
angle = 60◦.
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Figure 10. The dimension and 3D profile of DNGs milled with different wedged angles in the end
face of the tube tool: (a) wedged angle = 0◦; (b) wedged angle = 40◦; (c) wedged angle = 50◦; and
(d) wedged angle = 60◦.

Figure 11 shows the comparison of the SEM images and surface roughness (Ra) of
DNGs milled with different wedged angles. The surface roughness (Ra) of sidewall is
1.387 µm under the standard flat end face. When the wedged angle is 40◦, the surface
roughness (Ra) suddenly drops to 1.09 µm. When the wedged angle varies from 50◦ to 60◦,
the surface roughness (Ra) increases to 1.65 µm. The reason is that a pulsating electrolyte
is generated in the IEG by using the wedged end face of the tube tool, which occurs as
flow separation resulting in a large number of vortices at the wall surface and increasing
the turbulence and mixing of fluid. The boundaries of this flow are characterized by the
creation and destruction of eddies of large turbulence energy and vortex shedding, which
helps the removal of electrolytic by-products and reduces the difference of electrolyte
conductivity in the IEG along the depth direction of DNG [19]. Hence, the material
dissolution rate becomes uniform, reducing the taper of DNG and improving the surface
quality. In addition, due to the reduction in the accumulation of electrolytic by-products
in the IEG, the flow resistance decreases, avoiding the accumulation of electrolyte at the
edge of DNG and reducing the stray corrosion at the upper edge of DNG. Thus, the upper
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width of DNG decreases. With the increase in the wedged angle, the machining quality
becomes poor. As the wedged angle increases, the electric field distribution on the sidewall
becomes nonuniform, which will lead to the nonuniform electrochemical dissolution. Thus,
the taper of DNG increases. Meanwhile, combined with flow field simulation results,
the pulsating amplitude of electrolyte increases but the minimum velocity of electrolyte
decreases to about 0 m/s with the increase in the wedged angle. There is a low velocity
zone of electrolyte in the IEG. Thus, anodic dissolution occurs in an instant static flow,
the electrolytic by-products cannot be removed from IEG, which is not beneficial to the
machining process. In fact, many studies have reported that a pulsating flow with proper
pulsating parameters is helpful to the transfer process [22].
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Figure 11. The SEM and surface roughness of sidewall of DNGs generated with different wedge
angles in the end face of the tube tool: (a) wedged angle = 0◦; (b) wedged angle = 40◦; (c) wedged
angle = 50◦; and (d) wedged angle = 60◦.

4.2. The Effect of Spindle Speed on the Generation of DNGs

In this subsection, single-factor experiments were performed to investigate the effect of
spindle speed of 2500, 3000, 3500, and 4000 rpm on the dimension by using tube electrode
with wedged angle of 40◦. Additionally, other machining parameters were set as the
applied voltage of 25 V, feed rate of 0.42 mm/min, pulse frequency of 1 kHz, and pulse
duty cycle of 50%.

Figures 12 and 13 show the SEM images, dimensional change, and 3D profiles of
DNGs generated with different spindle speeds. It can be observed that the average width
of DNG decreases from 1.54 ± 0.04 mm to 1.49 ± 0.04 mm, and the average taper decreases
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from 1.62◦ ± 0.44◦ to 1.53◦ ± 0.46◦ when the spindle speed increases from 2500 rpm
to 3000 rpm. As the spindle speed increases from 3000 to 4000 rpm, the average width
maintains at about 1.5 mm, and the average taper gradually decreases from 1.53◦ ± 0.46◦

to 1.32◦ ± 0.32◦. This result indicates that the spindle speed has no obvious influence on
the width of DNG, while increasing spindle speed can improve the verticality of sidewall.
High rotation is effective for the removal of electrolytic by-products from the IEG [23,24].
Meanwhile, the high pulsating frequency of electrolyte further improves the transfer of
heat and electrolytic by-products, reducing the differences of electrolyte conductivity and
material dissolution rate along the depth direction of DNG. Thus, the taper angle of DNG
decreases. In addition, the spindle speed also affects the surface quality of DNGs. With the
spindle speed increased, the pulsating frequency of electrolyte is increased, which could
further enhance the removal of electrolytic by-products in IEG; thus, the electrochemical
dissolution of material becomes more uniform, and the milled surface quality is improved.
As shown in Figure 14, when the spindle speed increases from 2500 rpm to 4000 rpm, the
surface roughness (Ra) of sidewall decreases from 1.14 µm to 0.92 µm.
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Figure 12. The SEM images of DNGs generated under different spindle speeds. (a) Spindle
speed = 2500 rpm; (b) spindle speed =3000 rpm; (c) spindle speed = 3500 rpm; (d) spindle
speed = 4000 rpm.
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Figure 13. The dimension and 3D profile of DNGs milled with different spindle speeds: (a) spindle
speed = 2500 rpm; (b) spindle speed = 3000 rpm; (c) spindle speed = 3500 rpm; and (d) spindle
speed = 4000 rpm.
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4.3. The Effect of Feed Rate on the Generation of DNGs

In order to investigate the effect of the tube tool feed rate on the machining quality,
single-factor experiments with the feed rate at 0.30, 0.36, 0.42, and 0.48 mm/min and the
spindle speed at 4000 rpm were conducted. The other machining parameters were set as
the applied voltage of 25 V, wedged angle of 40◦, rotational speed of spindle of 4000 rpm,
pulse frequency of 1 kHz, and pulse duty cycle of 50%.

Figures 15 and 16 show the SEM images, dimensions, and 3D profiles of DNGs
generated with different feed rates of tube electrode. As the feed rate increases from 0.30
to 0.48 mm/min, the average width of DNG decreases from 1.63 mm to 1.48 mm, and
the average taper decreases from 2.66◦ to 1.32◦. Moreover, the standard deviations of the
width and taper of DNG decrease significantly with the increase in the feed rate. Thus, the
consistency of the DNG enhances considerably.

According to Equation (1), with the increase in feed rate vx of the tube tool, the front
gap ∆x decreases. As shown in Equations (4) and (5), with the decrease in the front gap ∆x,
the width of groove W decreases. In addition, when the workpiece is moving toward the
electrode, the electric field is provided mostly by the front of the electrode. However, the
milled surface of the groove is inevitably exposed to the back of the tube electrode, and a
small amount of material is dissolved from the milled surface of the DNG due to corrosion
by the stray current. Thus, with the increase in feed rate, the time of secondary stray
dissolution to sidewall of DNG reduces, and the taper of sidewall and its standard deviation
gradually decreases. At the same time, the reduction in secondary stray dissolution to
sidewall improves the surface quality of sidewall. As shown in Figure 17, when the feed
rate increases from 0.30 to 0.48 mm/min, the surface roughness (Ra) decreases from 1.41 µm
to 0.85 µm.
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Figure 16. The dimension and 3D profile of DNGs milled with different feed rates: (a) feed
rate = 0.30 mm/min; (b) feed rate = 0.36 mm/min; (c) feed rate = 0.42 mm/min; and (d) feed
rate = 0.48 mm/min.
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Figure 17. The surface roughness (Ra) of sidewall with varied feed rates.

4.4. EC-Milling of Complex Narrow Grooves by Using Wedged Tube Electrode

Based on the above research, the complex deep-narrow groove structures with ma-
chining depth of 5 mm are machined on GH4169 nickel-based alloy in one-pass feed by
using a wedged end face tube electrode with wedged angle of 40◦, as shown in Figure 18.
The machining parameters are a feed rate of 0.48 mm/min, applied voltage of 25 V, spindle
speed of 4000 rpm, pulse frequency of 1 kHz, and pulse duty of 50%.
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5. Conclusions

In this study, a novel tube electrode with wedged end face has been proposed for elec-
trochemical milling, deep-narrow groove on GH4160 alloy and to improve the machining
accuracy and surface quality. Based on simulations and experiments, the main conclusions
can be obtained as follows:

1. The simulation results indicated that the pulsating electrolyte could be generated in
the inter-electrode gap by using a tube electrode with wedged end face. With the
increase in wedged angle, the pulsating amplitude of electrolyte increased, but the
minimum velocity electrolyte decreased.

2. Experiments verified that a pulsating electrolyte generated by the wedged angle of
40◦ was more suitable for the EC-milling process, and both the machining accuracy
and surface quality were improved. Additionally, the average width and taper of
DNG was 1.49 mm ± 0.04 mm and 1.53◦ ± 0.46◦, respectively. The surface roughness
(Ra) of the sidewall reduced to 1.04 µm at the same time.

3. The machining quality of DNG was improved by increasing the electrode rotational
speed and feed rate. When the spindle speed was 4000 rpm and feed rate was
0.48 mm/min, the average width and taper of DNG was 1.48 mm and 1.32◦, respec-
tively. And the surface roughness (Ra) of sidewall was 0.85 µm.

4. A complex deep-narrow groove structure with the depth of 5 mm was fabricated
stably on a GH4169 nickel-based alloy in one-pass feed by using a wedged end face
tube electrode with wedged angle of 40◦ at a spindle speed of 4000 rpm and feed rate
of 0.48 mm/min.
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Abstract: To study the change of residual stress during heating and solidification of SiCp/Al com-
posites, a one-way FSI (Fluid Structure Interaction) model for the solidification process of the molten
material is presented. The model used process parameters to obtain the temperature distribution,
liquid and solid-state material transformation, and residual stress. The crack initiated by the thermal
stress in the recast layer was investigated, and a mathematical model of crack tip stress was proposed.
The results showed a wide range of residual stresses from 44 MPa to 404 MPa. The model is validated
using experimental data with three points on the surface layer.

Keywords: EDM; SiCp/Al; recast layer; residual stress; solidification

1. Introduction

SiCp/Al is a composite material made by adding silicon carbide particles with alu-
minum as a matrix and using specific technological means. This composite material has
the characteristics of both aluminum and silicon carbide particles, such as electrical con-
ductivity, low thermal expansion coefficient, low wear resistance, low corrosion resistance,
etc., so it is widely used in precision fields such as aerospace, instrumentation, and optical
components. However, due to the inhomogeneity of SiCp/Al composites, and contain-
ing a certain proportion of non-metallic particles with high strength, high hardness and
high wear resistance, it is very difficult to process such materials by traditional machining
methods. The main problems are as follows: The material processing is difficult and the
processing quality is low. Especially during machining, the rake face is affected by the
friction of the silicon carbide particles, resulting in severe tool wear, accumulation of debris,
and low machining efficiency, making it challenging to meet machining requirements.
Electrical discharge machining (EDM) relies on the spark discharge between two electrodes
to remove the material. It is not limited by the strength and hardness of the material,
and there is no physical contact between the tool and the workpiece during machining.
Therefore, EDM is suitable for the machining of SiCp/Al composite materials.

Many scholars have conducted experiments on residual stress. Li et al. [1] experi-
mented investigation on Cr12MoV Steel. The result showed that the depth of residual stress
generated is much the same with different working liquids, but the working liquid with
worse cooling capacity causes greater residual stress. Liu et al. [2] found the maximum
value of average residual stress in the subsurface instead of the top surface owing to the
high surface roughness. Pujari et al. [3] studied wire EDM parameters on residual stresses
in the machining of aluminum alloy. The results obtained showed a wide range of residual
stresses from 8.2 to 405.6 MPa. Mehmood et al. [4] found that the amount of residual
stresses is proportional to the discharge current near the surface up to the depth of 75 µm.
Ramulu et al. [5] studied the surface quality and subsequent performance of a 15% SiC
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particulate reinforced A356 Al. The results showed that the fatigue strength and residual
stress of the material were significantly reduced using the tool with good conductivity.
Batish et al. [6] analyzed the effect of parameters that induced residual stresses during
electrical discharge machining of SiCp/Al. The pulse-off time was identified as the most
significant factor in the formation of residual stresses. Additionally, better conductive elec-
trode materials used during machining cause lower residual stress. Sidhu et al. [7] studied
the influence of discharge parameters on the residual stress of the machined surface in
EDM of SiCp/Al. The result showed that the workpiece, tool material properties, and pulse
off time significantly contributed to the formation of residual stress. The concentration of
reinforced particulates and matrix conductivity also play a vital role in the development of
residual stress.

Many scholars have studied the changes of residual stress on the surface of SiCp/Al
after EDM machining by experimental means. Still, few scholars have explored the change
process of residual stress in the solidification process of molten material by both means
of simulation and experiment. This paper linked the flow field with the structural field
to simulate the change of residual stress during heating and solidification of SiCp/Al
composites. The residual stress and the crack distribution were obtained. The discharge
experiment was carried out on a self-built EDM machine to validate the simulation results,
and the residual stress was measured by PROTO LXRD 3000.

2. Analysis of Residual Stress and Crack Formation

The solidification process of molten metal and molten particles mainly occurs in three
phases. The first is that the molten material thrown into the working liquid solidifies
when the working liquid cools and forms the debris. The second is that part of the molten
material is thrown onto the corresponding electrode surface and cooled. Third, the residual
materials that have not been thrown out of the pit cooled on the bottom of the pit. When
new working liquid is introduced, a recast layer is formed on the surface, as shown in
Figure 1.
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The residual stresses are generated near the surface of the pit on both the tool and
the workpiece, which mainly come from two aspects. Firstly, the heat source is the most
critical factor affecting residual stress of discharge. The heat sources in EDM come from
the discharge channels generated between the electrodes. When the heat source acts on
the surface of the two electrodes, the heat on the surface of the tool and the workpiece
promotes the melting and vaporization of the material by consuming its energy. In this
process, a small amount of heat is still transferred to the tool and the workpiece. At this
point, the physical properties of the material, such as the coefficient of expansion, will cause
the material to expand and generate thermal stress [8]. For particle reinforced metal matrix
composites, the coefficient of thermal expansion of matrix is different from that of particle.
As the temperature rises, the internal stresses are released. Due to the difference in thermal
expansion coefficient between the matrix material and the particles, the expansion of the
matrix is much larger than that of the particles. In the expansion process, the matrix and
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the particles will inhibit each other and generate compressive stress, respectively. To relieve
the stress, local microplastic deformation occurs in the material, and the stress below the
yield strength is retained inside the workpiece as residual thermal stress [9,10].

The second is the phase transition stress caused by the material phase transition during
rapid heating and cooling. As the temperature of the material decreases during cooling, the
distance between the molecules will shorten, making the volume shrink. When the material
is lower than its melting point, it will cause a phase transition from liquid to solid. The
distance between molecules will be shortened again, generating phase transition stress [11].

Due to impurities, pores, and other defects as well as heating and cooling reasons, the
workpiece will have an uneven distribution of stress during and after EDM machining.
When the stress value exceeds the yield strength limit of the material, the microcrack forms.
At this point, stress concentration occurs in the crack tip area. Although crack propagation
can alleviate local stress, the stress concentration at the crack tip will lead to further crack
propagation in both length and width, resulting in macroscopic crack formation.

3. Mathematical Model of Crack Tip Stress

When the residual stress is greater than the yield strength limit of the material, to
alleviate the stress concentration, the local microplastic deformation of the material occurs.
In this process, it is easy to promote the formation and expansion of the internal microcracks
of the material. Generally, surface cracks are in opening mode after EDM machining [12].
Therefore, a crack model was established to analyze the residual stress at the crack tip, as
shown in Figure 2.
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Figure 2. Schematic diagram of the crack model.

Select the minimum area of the pit surface. Firstly, a YOZ coordinate system was
established in the plane to analyze the crack propagation, and the crack was placed in the
negative direction of the Z-axis. Therefore, local boundary conditions on the pit surface
were determined as follows:

y = 0,−a < z < 0, σy = 0
y = 0, z→ −∞, σy → σ
y = 0, z = −a, σy → ∞

(1)

where σy is the stress in the y-direction. Functions of a complex variable are usually used
to solve the plane crack stress problem, and Westergaard is a common solution. The stress
function is selected as:

Ψ = Re
=
φI(ξ) + y Im φI(ξ) (2)

σx = ReφI(ξ)− y Im φI
′(ξ) (3)

σy = ReφI(ξ) + y Im φI
′(ξ) (4)

φI(ξ) =
σ√

1 + a
ξ

(5)

175



Micromachines 2022, 13, 972

where Re represents the real part of functions of a complex; Im represents the imaginary

part of functions of a complex; φI(ξ) is a widely used analytical function, φI(ξ) and
=
φI(ξ)

are the primary and secondary integrals, respectively; ξ = z + iy.
The origin is moved to the crack tip, and the complex number is represented by

trigonometric functions. Then, a point ξ (z, y) on the plane is transformed into η (r, ω),
so y = r·sinω, z + a = r·cosω, then use the trigonometric function to express the complex
number on the plane as follows:

η = ξ + a (6)

The radius of stress field near the tip r→ 0, therefore η = reiω → 0 , ξ = η − a→ −a .
σy and σx are expressed as follows:

σx =
σ
√

aπ√
rπ

cos
ω

2
(1− sin

ω

2
sin

3
2

ω) (7)

σy =
σ
√

aπ√
πr

cos
ω

2
(1 + sin

ω

2
sin

3
2

ω) (8)

Let KI = σ
√

πa, where KI is called the fracture intensity factor, and the expression
between stress and fracture intensity factor can be obtained as follows:

σy =
KI√
πr

cos
ω

2
(1 + sin

ω

2
sin

3
2

ω) (9)

According to the stress intensity criterion of fracture mechanics theory, when the
stress intensity factor KI reaches the material fracture toughness KIC, the material fractures.
Suppose the fracture intensity factor of Al alloy is KIC, the critical stress σycr at fracture can
be obtained as follows:

σycr =
KIC√
πr

cos
ω

2
(1 + sin

ω

2
sin

3
2

ω) (10)

4. Modeling of Melting, Throwing, and Solidification of Materials
4.1. Simulation Model of Melting and Throwing Processes

Figure 3 is the boundary conditions in the melting simulation model. The flow field
geometric model was a rectangle with the length and height of 300 µm and 330 µm, respec-
tively. The geometry models of tool, workpiece, and discharge channel were established
in the flow field. The tool and workpiece were rectangular with a height of 100 µm, and
the discharge channel height was 30 µm. To improve the calculation efficiency, a two-
dimensional axisymmetric model was adopted in the simulation, and the left side of the
flow field was set as the axisymmetric. Interface thermal resistance was selected for the
contact surface between matrix and particles. The upper and lower sides and the right side
of the flow field were set as walls. The materials and machining parameters are listed in
Table 1. The tool was red copper, the workpiece was SiCp/Al, and the deionized water
was used in the working liquid. DEFINE_PROFILE module was used to load the Gaussian
heat flux function onto the tool and workpiece surfaces. The melting and solidification
model was selected to simulate the melting and phase transition process of the material
surface. The pulse-on was 20 µs in the simulation for single discharge in EDM. Because
the simulation research focuses on the material surface temperature and the formation of
the molten pool, the discharge area was finely meshed [13,14] in the mesh section, and the
other area was coarsely meshed. The meshed model is shown in Figure 4. The generated
mesh file was imported into Fluent software, boundary conditions and material properties
were set, and after the simulation, the changes of the surface temperature and molten pool
with time were observed.
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Table 1. Simulation parameters in the melting simulation.

Parameter Description

Tool material Red copper
Workpiece material SiCp/Al

Working liquid Deionized water
Voltage U (V) 45
Current I (A) 20

Pulse-on Ton (µs) 20
Particle diameter 5 µm

Energy distribution (tool) 0.23
Energy distribution (workpiece) 0.30
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The material throwing simulation was obtained by modifying boundary conditions
based on melting results. The boundary between the lower surface of the tool and the upper
surface of the workpiece was modified to interface, and the upper and lower surfaces of the
discharge channel were set as velocity outlets. The boundary conditions in the throwing
simulation model are shown in Figure 5.
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4.2. Modeling of Solidification Processes

The material solidification model was established by extracting the geometric model
and modifying the boundary conditions based on the simulation results of the material
throwing. The approach is as follows: Extract the pit surface contour curve from the throw
simulation result file, output all points of the curve to the text file, and then import the file
into ICEM to re-fit and draw a new two-dimensional pit model, as shown in Figure 6. The
pit surface and other surfaces of the workpiece were set as the wall surface, the discharge
channel was set as the velocity outlet, and the top of the flow field was set as the pressure
outlet. Because the simulation time of the solidification process was long, a large time step
was adopted in the simulation to shorten the calculation time.
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4.3. Modeling of Residual Stress on Pit Surface

As a fluid simulation software, the latest version of Fluent is able to calculate the stress–
strain field. Still, due to its weak analysis of structural mechanics, it can only calculate the
linear stress–strain, which cannot meet the requirements of calculating the residual stress
during the solidification process. In the simulation, the method of one-way fluid-solid
coupling [15] was used to calculate the residual stress in the recast layer and the stress
distribution at the crack tip after solidification. The flow field calculation results were taken
as the initial conditions and introduced into the structural field for stress solution analysis.
First, the flow field and structure field modules in Workbench were established. The flow
field module calculated the melting, throwing, and solidification process of the material,
and the structure field module calculated the residual stress and strain in the recast layer.

To study the influence of residual stress on crack formation, it is necessary to modify
the workpiece geometry and add preset cracks on its surface, as shown in Figure 7a. The
preset crack geometry model was re-meshed to study the stress at different crack tips. In
the simulation, the main research object was the residual stress at the crack tip. To obtain
more accurate calculation results and higher calculation efficiency, the mesh at the crack tip
is locally fined in this paper. In other non-important calculation areas, the mesh was coarse,
as shown in Figure 7b. After the calculation in the flow field was completed, the results
were loaded into the structure field. The pressure field and temperature field calculation
results were read, and then they were attached to the pit surface as the initial conditions
for solving the residual stress. Transient analysis was adopted, and finally, the simulation
calculation was carried out.
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5. Simulation Results and Analysis
5.1. Analysis of Material Melting Process

Figure 8 shows the temperature field distribution on the tool and workpiece. The
calculation error is 0.1%, so the values in the figures are all rounded. In Figure 8a, the
maximum surface temperature of the workpiece at 5 µs is close to 14,100 K. This is mainly
because the high-energy plasma in the discharge channel moves towards the electrodes
at a very high speed. When it is bombarded on the surface of the electrodes, the kinetic
energy of the plasma is converted into heat energy, which instantly forms a heat source
with a small diameter and high temperature. As the heat source has a short action time,
the heat does not transfer to other areas in time, so the heat mainly concentrates near the
discharge point. However, at this time, the maximum temperature of the tool surface is
about 8900 K, which is much lower than the surface temperature of the workpiece. This
is because the presence of interface thermal resistance reduces the thermal conductivity
of SiCp/Al composite material. The thermal conductivity of copper is much higher than
that of copper, and the heat can be rapidly transferred to other locations, with less heat
accumulation and less temperature rise. Figure 8b is the temperature field at 20 µs. As the
heat transfers, the central temperature drops to 11,100 K, and the highest temperature on
the tool surface drops to 7600 K. It can be seen from the figure that as the discharge time
increases, the maximum temperature gradually decreases.

Figure 9 shows the curve of the maximum surface temperature of the tool and work-
piece with time. In general, the maximum surface temperature of SiCp/Al is higher than
that of copper electrode. From the curve, the slope of the curve becomes smaller, indicating
that with the increase of discharge time, the decrease of the temperature reduction rate
becomes slow. It is shown that the temperature changes violently at the beginning in EDM,
and then the rate of temperature change decreases gradually.
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Figure 8. Temperature field distribution on the tool and workpiece at different discharge moments.
(a) Discharge time at 5 µs; (b) Discharge time at 20 µs.
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Figure 9. Curve of the maximum temperature of red copper and SiCp/Al with time.

Figure 10a shows the molten pool at 5 µs. As can be seen from the figure, the molten
pool is formed quickly at this time, and the material in the molten pool changes from the
solid phase to liquid phase, and the radius is greater than the depth. This is because the
heat generated by the discharge channel applied to the tool surface travels faster in the
direction of a radius than in the direction of depth, so the radius of the temperature field is
greater than the depth. When the material reaches the melting point, a phase transition
occurs. The material changes from the solid phase to the liquid phase, and the metal matrix
exists in the molten state locally, forming a molten pool. The melting point of SiC is 2300 K,
which is much higher than that of Al, so when the Al matrix reaches the melting point,
part of the SiC particles are still in the solid state. It can be seen from the figure that part
of the SiC particles appears red, representing the liquid phase, while some SiC particles
are blue, representing the solid phase. The SiC particles near the center of the workpiece
surface have been completely melted, and those far away from the discharge center are still
solid. In addition, there is also a melting pool on the surface of the tool. Compared with
the melting pool of the workpiece, the volume of the melting pool on the tool is smaller
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than that of the workpiece, mainly because in the heating process, the thermal conductivity
of the tool is greater than that of aluminum carbide, and the heat can be quickly transferred
out. Hence, the local temperature is relatively low. In addition, the melting point of copper
is 1350 K, which is much higher than that of Al, so the Al matrix melts first, and the molten
pool volume is smaller than the workpiece. Figure 10b shows the molten pool at 20 µs. The
pool increases significantly in depth and radius, mainly because the heat has transferred to
the surrounding area, causing more material to melt.
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5.2. Analysis of Material Solidification and Throwing Process

Figures 11 and 12 show the temperature field and the phase transition in the solid-
ification process in the discharge area of the molten material from 500 µs to 700 µs. At
500 µs, as can be seen from Figure 11a, the surface temperature of the pit is higher than
the melting point of the matrix, and the metal mainly exists on the surface in liquid form.
Most of the molten metal with SiC particles was thrown out of the matrix, and only a small
part of the metal materials and SiC particles remain in the discharge area. This part of the
material is subjected to continuous shear stress and remains on the pit surface during the
throwing process [16]. At 600 µs, the maximum temperature of molten Al decreases, and
the solidified layer appears gradually during the phase transition from liquid to solid state.
As can be seen from Figure 12b, the solidification rate at the bottom center of the pit was
significantly faster than that of other positions. With the increase in time, the movement
speed of the SiC particles in the molten Al slows down. At 700 µs, the residual molten
Al has completely solidified, and the SiC particles are also solidified on the surface of the
workpiece. At this time, the recast layer is formed, and the material enters the cooling stage
after solidification.
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5.3. Analysis of the Residual Stress

The thermal expansion coefficient of particle and matrix is different. When the thermal
stress exceeds the yield strength of the material, microplastic deformation occurs in local
areas. Such microplastic deformation develops rapidly at the tip of the microcrack. The
residual thermal stress below the yield strength of the matrix is preserved as the residual
thermal stress. Figure 13 shows the equivalent stress field distribution after machining. It
can be seen from the figure that the stress at the crack tip is relatively concentrated. As
the temperature of the molten metal drops, the metal continues to solidify in the working
fluid, and the state changes from liquid to solid. At this time, the distance between atoms
is further shortened, and the volume of the metal is reduced. The material generates stress
due to the shrinkage. The maximum stress in the figure is 404.49 MPa. The stress is mainly
due to the phase transition stress during the transformation of the molten metal into solid
metal. The result is close to the literature [17,18].
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6. Surface Crack Observation Experiment
6.1. Experiment Setup

The experiment was carried out on a self-built EDM machine, as shown in Figure 14.
65 vol% SiCp/Al was selected as the workpiece, red copper with a diameter of 1 mm was
selected as the tool, deionized water was used as the working liquid, RC power supply was
used to provide discharge energy for EDM machining, and positive polarity machining
was adopted. In the experiment, the discharge voltage of the power supply was 45 V, the
peak current was 25 A, the discharge pulse width was 20 µs, and the discharge machining
parameters were shown in Table 2. The surface of the tool and the workpiece were polished
before machining to remove the oxide layer and other impurities. In the experiment, the
single-pulse discharge was adopted. When a spark was generated between the tool and
the workpiece, the control circuit immediately disconnected the power supply to realize a
single effective discharge.
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Table 2. Discharge parameters in EDM machining.

Parameter Description

Tool material Red copper
Workpiece material SiCp/Al

Working liquid Deionized water
Tool diameter (mm) 1

Voltage U (V) 45
Current I (A) 25

Pulse-on Ton (µs) 20

JSM6360-LV high pressure vacuum scanning electron microscope (HVSEM) was used
to observe the surface crack distribution of the pits after machining. The specific parameters
of SEM are shown in Table 3. To study the influence of residual stress on surface cracks,
three positions on the pit surface were selected for observation after the experiment. They
are the center position of the pit, the middle position of the pit along the radius, and the
position of the edge of the pit. The three positions A, B, C are shown in Figure 15. FV1000
electron microscope was used to take the overall photo of the pit, as shown in Figure 16.
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Table 3. The parameters of SEM.

Parameter Description

LV pressure PL (Pa) 1~270
Accelerating voltage Va (kV) 0.3~30

Specimen stage s (mm) X: 125, Y: 100, Z: 5–80
Tilt Rl (◦) −10–+90

Rotation Rt (◦) 360
Magnification n ×5–×100,000
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6.2. Experimental Result and Analysis

Figure 17 shows the distribution of cracks on the surface of the pit at different positions
observed by SEM. Figure 17a is the surface morphology at position A. As seen from the
figure, there is no visible crack in this area. This is mainly because the stress in the central
area of the pit is very small, the stress does not exceed the yield limit of the material, and
no plastic deformation occurs in this area. It is difficult for the microcracks to form visible
macroscopic cracks. Therefore, no cracks are observed here. Figure 17b is the surface
morphology at position B. Cracks can be observed in this region, and the crack inside
the square has a slender shape. This is mainly because during the heating process, the
materials constrain each other due to thermal expansion, causing local stress between the
two materials. In general, the thermal expansion coefficient of the metal matrix is large,
but particles are much smaller. The difference of thermal expansion coefficient results in
thermal mismatch stress, which leads to microplastic deformation of the material. This
plastic deformation develops rapidly at the tip of the microcrack, and then promotes the
initiation and propagation of the microcrack. Figure 17c is the surface morphology at
position C. The crack in the block is obvious and has a slender shape. This is because the
stress concentration here is larger than the yield strength limit of the material itself, and
the plastic deformation is larger than that at position B, so the crack is further expanded in
length and width [19].
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Figure 17. The cracks on the pit surface.

The main reason for crack propagation in Figure 17b,c is that extremely high tem-
perature is generated instantly on the tool and workpiece surface during EDM, and the
temperature decreases rapidly after discharge, which causes the material to expand and
contract in a short period and be subjected to the thermal shock of this cycle. Thermal stress
and thermal fatigue occur inside the material. Due to defects such as pores, impurities and
microcracks, the stress concentration at the microcrack tip easily results in the formation of
macroscopic cracks when subjected to thermal impact. In the simulation, the tip stresses at
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position B and position C on the surface of the pit are larger. In the experiment, large cracks
appear at position B and position C, indicating that a large residual stress is generated
inside the pit and is greater than the yield strength of the material, resulting in microscopic
plastic deformation in the material. The crack location and size in the experiment can
indirectly verify the distribution of residual stress obtained in the simulation, which verifies
the correctness of the simulation results.

In the experiment, the X-ray diffractometer can only measure the surface of the
workpiece. Proto LXRD 3000 was used to measure the residual stress of the three points A,
B, and C. The maximum stress exists on Position B, which is 164 MPa. The second largest
stress is on position C, 131 MPa. The minimum stress is 86 MPa, which is on position A.
The largest stress normally appears at the crack tip. In the simulation, a small area for
each position is selected, and the average value is calculated. The simulation result at
position A is 90.25 MPa, the result at position B is 168.06 MPa, and the result at position C
is 110.63 MPa. The results are close to those results in literature [6,7]. Compared with the
simulation results, the experimental results are similar to the simulation results and verify
the distribution of the cracks on the surface of the pit. The simulation and experimental
results are shown in Figure 18.
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Figure 18. Residual stress at different positions.

After machining, to explore the elements on the surface, the spectrum analysis exper-
iment was conducted. The impurities of the workpiece were removed by an ultrasonic
cleaning machine. The types and contents of elements are shown in Table 4. The surface
contains five elements, namely carbon, oxygen, aluminum, silicon, and copper. Oxygen
comes from surface pollutants, while copper comes from the tool. When a discharge
channel is established between the two electrodes, the electrode surface melts. Under the
disturbance of working liquid, part of copper metal solidifies on the pit surface. There are
complex chemical and physical changes in the discharge process, and new substances are
produced. Some of these substances are free in the working fluid, and some are solidified
on the surface of the pits to form a new recast layer.

Table 4. Elements and weights.

Elements C O Al Si Cu

Contents (%) 6.25 18.08 14.13 16.58 44.96

7. Conclusions

In this paper, the one-way fluid-solid coupling method was adopted to establish the
process of material melting, throwing, and solidification in the flow field. The residual
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material stress model in the recast layer was established in the structural field. The surface
micromorphology and crack distribution state of the residual material after solidification
were explored. The conclusions are as follows:

(1) At the initial moment of discharge, the largest temperature of the tool is 13,532 K and
the largest temperature of the workpiece is 15,896 K. With the increase of discharge
time, the maximum surface temperatures of the two electrodes present a downward
trend, and the molten pool areas continue to expand. As the solidification process
progresses, a new recast layer is formed on the surface of the pit.

(2) With the increase of time, the temperature of molten liquid on the surface of the pit
decreases slowly. At 700 µs, the residual molten Al on the surface of the pit completed
solidified. Meanwhile, the stress at the crack tip also decreases slowly. Micro-plastic
deformation occurs in the material, and the residual stress is relaxed.

(3) In the surface crack observation experiment, the crack grows gradually from the center
of the pit to the edge, indicating that the stress increases gradually along the radius
direction, promoting the initiation and further expansion of microscopic cracks and
the formation of macroscopic cracks.

(4) The smallest residual stress is 86 MPa and lies on the center of the pit. The highest
stress is 164 MPa and lies in the middle of the bottom center to the edge of the pit,
which is close to the simulation results.

In the modeling, the study conducted a one-way coupling fluid structure interaction
method. In fact, during solidification, residual stresses are generated synchronously. In the
future, the two-way coupling method will be considered in the simulation to improve the
accuracy of the results.
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Abstract: Three-dimensional (3D) nanostructures have attracted widespread attention in physics,
chemistry, engineering sciences, and biology devices due to excellent functionalities which planar
nanostructures cannot achieve. However, the fabrication of 3D nanostructures is still challenging
at present. Reliable fabrication, improved controllability, and multifunction integration are desired
for further applications in commercial devices. In this review, a powerful fabrication method to
realize 3D nanostructures is introduced and reviewed thoroughly, which is based on atomic layer
deposition assisted 3D assembly through various sacrificial templates. The aim of this review is to
provide a comprehensive overview of 3D nanofabrication based on atomic layer assembly (ALA) in
multifarious sacrificial templates for 3D nanostructures and to present recent advancements, with the
ultimate aim to further unlock more potential of this method for nanodevice applications.

Keywords: atomic layer deposition; sacrificial templates; 3D nanostructures

1. Introduction

3D nanostructures with highly-ordered, complex architectures have attracted signif-
icant interest in recent years; various devices based on 3D nanostructures have shown
excellent functionalities that planar nanodevices cannot achieve [1,2], such as large specific
surface area, more spatial dimensions, and multifunctional integration. Especially, these
3D nanostructures can provide additional accessibility and are open to multidimensional
interactions, and can also be highly responsive to various external stimuli, which have
the potential to develop newer and more innovative applications of all kinds. Due to the
unique structural and functional advantages of 3D nanostructures, they are drawing more
and more attention in optics [3], electronics [4], photocatalysis [5,6], piezoelectricity [7,8],
energy storage devices [9,10], sensing detection [11], and other applications in nanoscience.
To consummate and satisfy the kaleidoscopic needs for the fabrication and modulation of
nanostructures, dedicated tools and special techniques are usually required, such as elec-
tron beam lithography (EBL), focused ion beam (FIB), induced coupled plasma-reactive ion
etching (ICP-RIE), metal organic chemical vapor deposition (MOCVD), self-assembly, etc.

Among these conventional techniques, nanofabrication based on atomic layer deposi-
tion (ALD) has attracted more attention in recent years, due to its precise conformality and
control over materials’ thickness and composition. ALD is based on self-limiting reactions
between two gaseous precursors, where the precursors are dosed successively over the
growth surface, and achieves the deposition of thin films in a layer-by-layer fashion with
atomic-level precision [12,13]. The cyclic and self-limiting nature of ALD enables extremely
uniform and conformal films with excellent control over the thickness on virtually any
complex substrates [14,15]. Uniformity of ALD film thickness extends not only over flat
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substrate surfaces but also into narrow holes and trenches. This ability of ALD to make
conformal films is called “good step coverage” [16,17]. ALD has emerged as a powerful tool
for nanostructure synthesis and functionalization offering unrivalled benefits, especially
demonstrating its potential advantages over nanofabrication when combined with various
templated structures. Furthermore, ALD enables deposition at low growth temperatures
even down to room temperature, which makes ALD suitable for biological and polymer
substrates. Up to now, hundreds of ALD processes have been developed to grow an enor-
mous variety of materials, including oxides [18,19], nitrides [20,21], sulfides [22,23], and
pure elements [24,25]. For example, representative ALD processes of titanium oxide (TiO2),
aluminum oxide (Al2O3), and zinc oxide (ZnO) could be conducted at typical temperature
windows of 100–300 ◦C, and even down to room temperature and as high as 600 ◦C at
certain conditions. Various homoleptic halides, alkoxides, and alkylamides have been
widely employed as titanium, aluminum, and zinc precursors. Water is the most common
oxygen source, while alternative oxygen sources, such as ozone or plasmas, are sometimes
utilized to provide enhanced reactivities in the ALD process. As a result, suitable process
parameters should be wisely chosen before utilizing the ALD process. All the advantages
of ALD provide great opportunities that are often demanded for today’s advanced devices
with dimensions down-scaled to a nanometer level, such as magnetic recording, sensors,
and drug delivery in medical treatment [26,27], and, of course, which also offer a new
approach to nanofabrication.

The 3D nanostructures in this review infer to the intrinsic structures fabricated through
sacrificial templates which are finally removed. Usually, it is quite complex and tough
for conventional techniques to fabricate 3D nanostructures with giant controllability and
extreme high aspect ratio. Due to the ability to coat or fill complex high-aspect-ratio struc-
tures with a wide range of materials and the excellent conformality, ALD has developed
into an essential tool for the assembly of novel 3D nanostructures, resulting in an accurate
replication of various rigid and soft sacrificial templates, which is collectively referred as
the atomic layer assembly (ALA) fabrication method based on sacrificial templates. If 3D
structures possess reasonable critical dimensions that are suitable for the ALD method after
considering time consumption, and the composed material deposited by ALD is compatible
with sacrificial templates, the ALA method is applicable to fabricate the 3D structures.

Various sacrificial templates have been investigated to fabricate 3D nanostructures
through ALA method, and they could be generally divided into rigid and soft templates, as
summarized in Figure 1. Here, rigid templates are hard structures, whose stable structures
directly determine the size and morphology of 3D nanostructures. Rigid templates could
be silicon (Si), anodic aluminum oxide (AAO), carbon, silica sphere, and even biological
structures, etc. In the present context, the term “soft” is introduced mainly to differentiate
the materials described here from “rigid”. Soft templates could be electron or photoresist
polymers, various assembled polymer fibers or membranes, polystyrene (PS) sphere, and
so forth.

Generally, the ALA method based on sacrificial templates to obtain the 3D nanostruc-
tures includes three steps. Firstly, the sacrificial patterned templates can be fabricated using
various advanced nano-techniques. The critical techniques for fabricating Si and AAO rigid
templates commonly are lithography combined with etching (dry or wet) and anodization.
For soft templates electron or photoresist polymers, electron beam lithography (EBL), direct
laser writing (DLW), proximity field nanopatterning (PnP), and multibeam interference
lithography (MBIL) are usually utilized. As for assembled polymer templates, block copoly-
mer (BCP), electrospinning (ES), and self-assembly (SA) are regularly employed. Then the
films with a certain thickness are deposited on sacrificial templates by ALD for 3D assembly
to construct 3D nanostructures. Finally, the residual templates are selectively removed by
etching or a heat treatment, and 3D nanostructures shaped by the sacrificial templates can
be obtained. Through this ALA method based on sacrificial templates, many kinds of 3D
nanostructures could be fabricated, like nanotubes, nanopillars, nanofibers, nanonetworks,
inverse opals, and even replication of biological structures [28–31]. These 3D nanostruc-
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tures possess full and precise control of size and shapes, considerable reproducibility, and
flexible design, making them attractive for a broad range of practical applications.
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Figure 1. An illustrating summary of the sacrificial templates and obtained typical 3D structures
fabricated by atomic layer assembly method. Generally, the sacrificial templates are divided into
rigid and soft templates. Typically obtained 3D structures based on ALA method through different
sacrificial templates are illustrated in the outer circle of the figure.

There are two main fabricating mechanisms for the 3D nanostructures based on sacri-
ficial templates by ALA method. As shown in Figure 2a, the first case is that the films are
directed coated onto the as-fabricated templates by ALD, fabricating the 3D nanostructures
by full replication from the sacrificial templates after removing the templates. The obtained
3D nanostructures keep the same geometry with the outer contours of the templates, gen-
erally achieving hollow cross-linked nanostructures. The assembled polymer templates,
carbon, biological templates, and resist polymer by PnP and MBIL are regularly geared to
the first case, while another fabricating mechanism shows much more flexibilities in the
morphology control and could achieve arbitrary custom patterns with separated pillars and
tubes. 3D nanostructures fabricated from Si, AAO templates, and resist templates by EBL
and DLW usually belong to this second fabricating mechanism. Different to the first mecha-
nism, the caps of the films by ALD are generally eliminated followed by the removal of
sacrificial templates, resulting in the separated pillars and tubes with user-defined patterns,
as illustrated in Figure 2b. The advantages of the first mechanism are the mass productivity
and easy operation, while the second mechanism shows superiority over the flexibility and
controllability in custom patterns, showing plenty of applications in various active devices.
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Figure 2. Schematic illustrations of two main fabricating mechanisms for 3D nanostructures based on
sacrificial templates by ALA method. (a) Mechanism achieving hollow cross-linked 3D nanostructures.
(b) mechanism achieving arbitrary custom patterns with separated pillars and tubes.

In this review, different types of sacrificial templates are highlighted to explore the
fabrication of 3D nanostructures based on the ALA method, which consists of five sections.
Following the introduction, 3D nanostructures based on rigid and soft templates are
systematically categorized and introduced in Sections 2 and 3. The comparison and
applications of 3D nanostructures using various templates are summarized in Section 4.
Finally, the conclusion and outlook for the 3D nanostructures through this method are
discussed in Section 5.

2. Rigid Templates for Fabricating 3D Nanostructures

Rigid templates are defined as opposed to soft templates, and are made of hard
materials. Rigid templates have good chemical stability and mechanical rigidity, which are
mostly used for the fabrication of nanostructure arrays. A wide choice of rigid templates
is available, such as silicon, anodic aluminum oxide, carbon, silica spheres, biological
structures, and so forth, which will be discussed later in detail. By an accurate replica of the
rigid templates, the dimensions and specifications of 3D nanostructures can be modulated
with higher resolution and high aspect ratio. Of course, both achieving and removing these
rigid templates often requires a very complex process, and usually the removal process is
environmentally unfriendly.

2.1. Si Templates

Perhaps the most well-known material to fabricate nanostructures, silicon may be
the most widely investigated due to its mature fabrication process. Therefore, it is natural
for researchers to fabricate 3D nanostructure replicas by utilizing silicon nanostructures
as sacrificial templates. Figure 3a exhibits the fabrication routine of 3D nanostructures
by ALA method through Si templates. Firstly, the Si templates are commonly prepared
by lithography and etching process, resulting in templates with nanopillars or nanopores.
Then the ALD process is applied sequentially and generally followed by a removal of
the ALD cap on top of the structure. The last step is silicon template removal, which
is done by dry or wet etching, leaving the high aspect ratio 3D nanostructures without
distortion. In such a way, 3D nanostructures could be obtained, whose shape, size, and
thickness can be modulated with higher resolution and high aspect ratio [32–34]. The
success of this procedure is heavily dependent on the ability to etch silicon selectively and
realize the perfect replication from photoresist patterns to Si templates, without destroying
the ALD coatings, which also limits the diversity and resolution in nanostructure for the
Si templates.
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Figure 3. Representative 3D nanostructures fabricated by ALA method through Si templates.
(a) Process routine of 3D nanostructures based on Si templates by ALA method. (b) Titled scanning
electron microscope (SEM) images of the 3D metamaterial structures: Al-doped ZnO (AZO) nan-
otubes and nanopillars. The insets show an enlarged view of the metamaterials. Reprinted from [32],
copyright 2017, with permission from Optical Society of America. (c) Multi-walled nested nanotube
structures with alternating open annular layers after removal via chemical etching of two ALD Al2O3

sacrificial spacer layers, cleaved Si template highlighting that ALD Pt has infiltrated up to 90 µm
deep into the bottom of the porous Si template. Reprinted with permission from Ref. [35]. Copyright
2011 Springer. (d) Top view SEM image of the Si nanostructures after Al2O3 film deposition by ALD,
and SEM images of the top, cross-section, and tilted views of the generated Al2O3 nanotube arrays
resulting from the sidewall transfer MacEtch process. Reprinted with permission from Ref. [36].
(e) An array of hollow TiO2 micro-pearl chains viewed from the bottom and the side, and enlarged
SEM images of TiO2 porous network structures. Reprinted with permission from Ref. [37]. Copyright
2008 Springer.

As shown in Figure 3b, large-area 3D Al-doped ZnO (AZO) nanopillars and nan-
otubes using a combination of advanced reactive ion etching and ALD techniques were
fabricated through sacrificial Si templates [32]. It was found that the last step of Si template
removal process was heavily dependent on the selective chemistry of the SF6 plasma. It
was shown that silicon between AZO structures can be selectively removed with no ob-
servable influence on the ALD deposited coatings. Furthermore, complex multi-walled
nested TiO2–Pt nanotubes in series have been successfully fabricated using microporous
Si templates, as shown in Figure 3c (left) [35]. Multilayered nested nanotubes separated
by sacrificial spacer layers of TiO2 (50 nm)/Al2O3 (120 nm)/Pt (25 nm)/TiO2 (25 nm)/
Al2O3 (120 nm)/Pt (50 nm) were firstly fabricated, followed by removal of the Al2O3 sacrifi-
cial spacer layers and the porous Si template by using NaOH solution, resulting in the novel
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multi-walled nested structures. These innovative nested nanostructures have the potential
to produce novel multifunctional vertically-ordered 3D nanodevices in photovoltaic and
sensing technologies. Especially, optimizing the ALD process by using an additional 10 s
exposure time, as-formed Pt could infiltrate up to 90 µm deep into the bottom of the porous
Si template, achieving extreme high aspect ratio Pt nanotubes in Figure 3c (right).

Furthermore, ultra-high aspect ratio Al2O3 nanotube arrays with line widths as small
as 50 nm, heights of up to 21 µm, and an aspect ratio of up to 420:1 were successfully
fabricated, utilizing reliable sidewall transfer low-temperature Au metal assisted chemical
etching (MacEtch) process, as displayed in Figure 3d [36]. This technique combined the
advantages of the high aspect ratio nanostructure capabilities of the MacEtch with the
sidewall transfer process. Such a sidewall transfer MacEtch approach was compatible with
well-established silicon planar processes, and has the benefits of possessing a fully control-
lable linewidth and height, high reproducibility, and flexible design, making it attractive
for a broad range of practical applications. Similar high aspect ratio 3D nanostructures
were investigated [34], while Bosch process was applied to fabricate the Si template with
high aspect ratio nanoholes. As long as complex Si templates could be manufactured, more
complex nanostructures could be realized by replication of the complex Si templates. As
shown in Figure 3e, 3D macroporous silicon template was firstly fabricated by wet etching
method [37], then hollow TiO2 micropearl chains and networks were obtained by ALD
after removal of Si template. For possible applications, the presented TiO2 micropearls are
well suited as carriers for drug delivery, whereas the network structures can work as highly
porous photocatalytic material.

The advantages of Si templates are the mature fabrication process, custom flexible design,
and easy implementation for array fabrication. While the removal of Si templates, in which
wet etching is mostly utilized, is usually complicated and contaminative. Furthermore, it is a
challenge to preserve exactly the morphology of the as-deposited nanostructures.

2.2. AAO Templates

Another widely investigated rigid template is the anodic aluminum oxide (AAO) tem-
plate. AAO is an appealing template to fabricate highly ordered and regular nanostructures,
showing advantages including low cost, good compatibility, easy scalability, and flexible
controllability, and has been exploited for fabricating various nanostructure arrays [38,39].
As shown in Figure 4a, the fabrication process of 3D nanostructures based on AAO template
is practically accordant with Si template, while the AAO templates are usually prepared
by anodization method, resulting in templates with various nanopores. Once the AAO
templates are prepared, the same following processes as ALD of certain materials and
removal of cap and templates are conducted successively. An AAO template possesses
significant advantages due to its uniform nanochannels size, tunable pore dimensions,
good mechanical strength, and thermal stability. The morphological parameters of the 3D
nanostructures, such as the packing density or the aspect ratio, are fully controlled by the
geometrical parameters of the AAO template.

Diverse binary or multi nanostructure arrays with high degrees of controllability for
each of the sub-components, including material, dimension and morphology, as shown
in Figure 4b, were fabricated based on ALA method through an AAO template [40]. This
binary nanostructure originated with a distinctive binary-pore AAO template that included
two dissimilar sets of pores in one matrix, where the openings of the two sets of pores
were towards opposite sides of the template. They also presented proof-of-principle
photoelectrodes, transistors, and plasmonic devices made with binary nanostructure arrays
using different combinations of materials and morphologies, and demonstrated superior
performances compared to their single-component counterparts.
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Figure 4. Typical 3D nanostructures fabricated by ALA method through AAO templates. (a) Process
routine of 3D nanostructures based on AAO templates by ALA method. (b) SEM images of represen-
tative 3D binary nanostructure arrays. The upper two show nanostructures with nanopillars and
nanotubes, and the lower two are nanostructures with all nanotubes. Reprinted with permission from
Ref. [40], Copyright 2017 Macmillan Publishers Limited, part of Springer Nature. (c) SEM images of
3D ZnO nanowires for sensor applications. Reprinted with permission from Ref. [2], Copyright 2016
American Vacuum Society. (d) Overall and enlarged SEM images, and photograph of flexible 3D TiN
nanotubes arrays. Reprinted with permission from Ref. [30].

Due to the high surface area, which will enlarge the contact area between structures
and reactant, another important application of 3D nanostructures is sensors. A new low-
temperature nanowire fabrication process using AAO sacrificial templates was presented [2],
which allowed high aspect ratio nanowires to be readily integrated with microelectronic
devices for sensor applications. As displayed in Figure 4c, the resulting ZnO nanowire array
enhanced the sensor surface area by ~38 times over a conventional flat film, which was
supposed to improve capacities of sensors, like sensitivity and response speed.

Flexible devices have achieved remarkable progress over the past years and have
become increasingly important to many sectors. Even the AAO template is a rigid template,
however, it can also be utilized to fabricate flexible devices. In 2020, the TiN nanotube
arrays on flexible substrates were achieved by ALA method through AAO template [30],
as shown in Figure 4d. The flexibility of the fabricated nanostructures was investigated
using the cyclic bending and releasing method at high curvature. No noticeable cracks or
delamination were detected upon operation after 1000 cycles. Meanwhile, delamination
and faceted phenomena were not observed after 3000 cycles, implying that this method has
a great potential for application in flexible systems as a 3D electrode.
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For AAO templates, some problems of complicated post processes are inevitable, and
the removal of the AAO template using chemical solvent is a big problem to be compat-
ible with the fabrication of conventional Si-based integrated circuits. The compatibility
with other common mature industrial processes needs to be developed further and the
environmental concerns should be resolved.

2.3. Biological Templates

Apart from the artificial templates discussed above, the rigid templates even show enor-
mous flexibilities in biological structure. Nature provides extensive micro-nanostructures,
which could be utilized as templates to fabricate various 3D structures, such as photonic
crystals, fiber networks, etc. Compared with other rigid templates, the bio-templates have
the advantage of availability in a wide variety of sources, complex structure, nontoxicity,
and easy removal, and they have great potential to be used as templates for the synthesis
of other materials. A variety of biological templates have been utilized to fabricate 3D
nanostructures, such as veritable biological templates of butterfly wings, fly eyes, cot-
ton, and tubular trichome on legume, as shown in Figure 5. The first bio-inspired novel
biostructures with the scale of a butterfly wing [31] were replicated through an Al2O3
coating by a low-temperature ALD process. An inverted 3D biostructure was achieved by
removing the butterfly wing template at high temperature, forming a polycrystalline Al2O3
shell biostructure with precisely controlled thickness, as presented in Figure 5a. Other
antireflection nanostructures were fabricated by replicating fly eyes using the same process,
as shown in Figure 5b, indicating potential applications in optical coating, sensing, or lens
arrays [41]. Furthermore, Tian et al. [42] deposited Al2O3 on the surface of low-cost cotton
fibers, and hollow Al2O3 fibers were synthesized after the elimination of sacrificial cotton
templates, and retained the micro- and macrostructures of the cotton. This low-weight
Al2O3 fiber network with elastic and porous 3D structures overcomes the issues resulting
from the 2D rigid Al2O3 layer and provides a low overpotential and dendrite-free growth
of lithium metal, as shown in Figure 5c. Furthermore, a biomorphic mixed metal oxide
framework through a legume bio-templated synthesis method by using a combination
of ALD-in situ growth-calcination [43], showing potential applications in catalysis and
adsorbents, was reported and investigated, as shown in Figure 5d.
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biological templates of butterfly wings, with overall and enlarged SEM images of the alumina replicas
of the butterfly wings. Reprinted with permission from Ref. [31], Copyright 2006 American Chemical
Society. (b) Veritable biological templates of fly eyes and SEM images of the alumina replica of a
fly compound eye. Reprinted with permission from Ref. [41], Copyright 2008 IOP Publishing Ltd.
(c) Veritable biological templates of cotton, overall, and enlarged SEM images of fibrous Al2O3

nanotube network. Reprinted with permission from Ref. [42], Copyright 2018 Wiley-VCH Verlag
GmbH & Co. KGaA, Weinheim. (d) Veritable biological templates of tubular trichome on legume, with
SEM images of mixed metal oxides framework obtained using a combination of ALD in situ growth
calcination. Reprinted with permission from Ref. [43], Copyright 2009 American Chemical Society.

Other groups also investigated various nanostructures with remained biological tem-
plates, which enriched the feasibility and functionality of biological templates [44–46]. The
advantages of biological templates are low cost, natural structural diversity, and highly
accessible, which show enormous possibilities in commercial applications and deserve
to be investigated further. However, the low chemical stability at high temperature, low
tolerance for multistep fabrication processes, and weak reusability impede the development
of the biological templates.

2.4. Other Rigid Templates

Except the templates discussed above, there are several special rigid templates that
could be utilized to fabricate 3D nanostructures, such as cellulose, carbon coil, carbon
spheres, and silica spheres, as schematically shown in Figure 6. Ortal et al. [47] deposited
TiO2 nanofilms by ALD onto cellulose microfibers, leading to the formation of chiral
nanofilms with a spatial fibrous structure, which show potential applications in enantios-
elective areas. The obtained fibers on cellulose fibers and after cellulose extraction are
displayed in Figure 6a. Natural cellulose was also investigated to prepare TiO2, ZnO, and
Al2O3 nanotube aerogels, resulting in an efficient humidity sensor with a fast response [48].
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Figure 6. Several special 3D nanostructures fabricated by atomic layer assembly method through
cellulose, carbon, and silica templates. (a) Schematic images of cellulose fiber templates, SEM images
of TiO2 fibers on cellulose fibers, and SEM images of Al2O3 nanofibers after cellulose extraction.
Reprinted with permission from Ref. [47], Copyright 2017 American Chemical Society. (b) Schematic
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images of carbon coil templates, SEM image of as-formed helical Al2O3 nanotube after removal
of templates, and TEM image of TiO2 helical nanotubes after removal of templates. Reprinted
with permission from Ref. [49], Copyright 2010Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim.
(c) Schematic images of carbon sphere templates, and SEM images of veritable templates of carbon
sphere opal and TiO2 inverse opal. Reprinted with permission from Ref. [50], Copyright 2020 Elsevier.
(d) Schematic images of silica spheres templates, and SEM images of TiO2 close-packed inverse
opals and non-close-packed inverse opals. Reprinted with permission from Ref. [51], Copyright 2006
WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim.

A forest of 1D anatase TiO2 nanoparticle chains was also synthesized based on ALA
method using carbon nanotubes as sacrificial templates [52]. The resulting self-supported
structure of fully crystallized nanoparticles offers a porous network with a large surface
area. As shown in Figures 5c and 6b, carbon nanocoils [49] and nanospheres [50] were also
investigated and used as sacrificial templates to prepare distinctive helical nanotubes and
inverse opal photonic crystals, respectively, indicating potential applications in sensors,
mechanical springs, and photocatalysis areas. Similarly, silica nanospheres [51] were
utilized to fabricate inverse opal photonic crystals as shown in Figure 6d, which revealed a
potential application in photocatalytic and solar cells.

However, the carbon and silica templates possess the disadvantages of inflexible struc-
ture and low variability, which restrict the realization of custom structures and functional
expansion based on those templates. With the development of modern techniques, it is
believed that more kinds of rigid templates will be fabricated and investigated to achieve
3D nanostructures based on ALA methods.

3. Soft Templates for Fabricating 3D Nanostructures

Just like rigid templates, there are numerous types of soft templates, including electron
resist polymer, photoresist polymer, and various assembled polymers consisting of block
polymer, fiber or membrane, polystyrene (PS) sphere, and so forth. These versatile soft
templates can be used in the ALA method and have broad prospects for development in
powerful fabrication of multiple nanostructures, which possess a lot of advantages, such as
simple process, good flexibility, repeatable simplicity of the process, and environmentally
friendly easy elimination of the templates, resulting in diversiform 3D nanostructures with
numerous device applications.

3.1. Resist Polymer Templates

Due to the utilization of direct writing techniques, resist templates, including electron
resists and photoresists, maybe the most flexible and controllable templates for 3D nanos-
tructure fabrication based on ALA method. Nowadays, miniaturized conventional systems
require the development of custom applications in imaging, displaying, and spectroscopy,
especially for 3D nanosystems and 3D nanostructures. As a result, electron and photoresist
templates, which could achieve 3D nanostructures by electron beam lithography (EBL)
and direct laser writhing (DLW), are proposed and investigated in many fields, and their
fabrication processes are illustrated in Figure 7a,d, respectively. Firstly, the electron or pho-
toresists are patterned by EBL or DLW, and then ALD is applied to fill or coat the obtained
templates to assemble 3D nanostructures which are confined by templates. Followed by
the removal of the cap of the coated template and exposing residual resist polymer, the
resist polymer is removed by O2 plasma or remover.

In 2016, a novel process for fabricating dielectric metasurfaces through soft electron
resist templates based on ALA method was first proposed, which could produce anisotropic,
subwavelength-spaced 3D nanostructures with shape birefringence [53]. They patterned
the electron resist using EBL firstly, resulting in templates with patterns in reverse of the
final metasurface. Similar to the process to fabricate 3D nanostructures as discussed above,
ALD-based TiO2 films were coated on the template, followed by the removal of TiO2 cap
and residual resist, high performance 3D nanofin metasurface as a metalens, as shown in
Figure 7b, was successfully fabricated and showed widespread applications in laser-based
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microscopy, imaging, and spectroscopy. This ALA process should be the simplest strategy
to realize the complex 3D nanostructures of dielectric metamaterials up to now, which
is also capable of achieving any high-efficiency metasurface optical element. Geng et al.
developed the ALA method deeper to fabricate 3D nanostructures utilizing electron beam
resist, resulting in large-scale arrays of multiple complex 3D nanostructures with high
resolution down to nanometers and ultra-high aspect ratio of hundreds. Particularly, an
extreme structural nanotube array with ultra-high aspect ratio of more than 80:1 (8 nm
wall thickness and 650 nm height) is assembled successfully. The results are displayed
in Figure 7c [54].

Creating lightweight, mechanically robust materials has long been an engineering
pursuit. Many siliceous skeleton species, such as diatoms, sea sponges, and radiolarians,
have remarkably high strengths compared with man-made materials of the same composi-
tion, yet are able to remain lightweight and porous [55,56]. As shown in Figure 7e [57], to
investigate the lightweight nanostructures, creation of ceramic nanolattices begins with
the design and writing of a negative photoresist template using two-photon lithography
direct laser writing (DLW), achieving a polymer sacrificial template. Al2O3 film is then
deposited onto the soft template by ALD, so that it coats the entire surface of this 3D
skeleton. Then the internal polymer is etched away in O2 plasma after the removal of the
outermost sides of the coated structure by focused ion beam milling (FIB), resulting in
3D ceramic nanolattice consisting of a network of hollow tubes, which can recover their
original shape after compressions in excess of 50% strain. This fabrication method enabled
the creation of 3D structures with numerous geometries and custom designs, exhibiting a
strong, ultralight, energy-absorbing, and recoverable metamaterial, called a mechanical
metamaterial. Using a similar technique based on a photoresist template, gyroid photonic
crystals were fabricated successfully, as shown in Figure 7f, which exhibited a complete
bandgap in infrared spectroscopy measurements [58].
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Figure 7. Resist polymer templates by EBL and DLW processes are used to fabricate various 3D
nanostructures based on ALA method. (a) The illustrated process routine of 3D nanostructures
based on electron resist templates through EBL technique. (b) SEM and optical images of the
fabricated metalens. Reprinted with permission from Ref. [53], Copyright 2016 American Association
for the Advancement of Science. (c) SEM images of the tree-shaped irregular nanostructures and
nanotubes with ultra-high aspect ratio of more than 80:1, based on ALA method through electron
resist templates by EBL technique. Reprinted with permission from Ref. [54], Copyright 2021 Elsevier.
(d) The illustrated process routine of 3D nanostructures based on photoresist templates by DLW
technique using ALA method. (e) Overall and enlarged SEM images of the overall alumina octet-truss
nanolattice through photoresist by DLW technique based on ALA method. Reprinted with permission
from Ref. [57], Copyright 2014 American Association for the Advancement of Science. (f) SEM images
of two kinds gyroid photonic crystals through photoresist by DLW technique based on ALA method.
Reprinted with permission from Ref. [58], Copyright 2016 American Chemical Society.

Due to the fact that it commonly relied on negative resists using two-photon lithog-
raphy, the 3D nanostructure fabrications based on photoresist are limited [59,60], whose
topography and size are restricted. Consequentially, electron resist shows more advantages
than DLW photoresist in fabricating 3D nanostructures based on ALA method, which can
maximize the virtues of following ALD process in flexible custom topography, precise size
control, and more compatibility, further showing giant applications in various optical de-
vices [61–68]. Despite the long-time consumption, the fabrication of 3D structures through
resist polymers by ALA method shows incomparable flexibilities and great compatibility
with conventional semiconductor processes, showing ability in achieving arbitrary custom
pattern and complicated 3D structures with extreme geometries. New techniques combined
with ALA method, like nanoprinting and multibeam exposing, should be developed to
reduce the time consumption.

Apart from EBL and DLW, several other techniques could be utilized to pattern resist
templates. As presented in Figure 8a, two feasible techniques to pattern photoresist tem-
plates are the proximity field nanopatterning (PnP) technique and multibeam interference
lithography (MBIL).

PnP is a versatile 3D nanopatterning technique that creates highly ordered 3D nanos-
tructures in photosensitive materials by capturing the 3D light distribution, generated by a
phase mask with periodic relief structures. The 3D light intensity distribution, called the
Talbot effect or self-imaging effect [69,70], has periodically repeated images generated by
interferences of diffracted beams. This method can rapidly fabricate 3D nanostructures
through only single exposure over a large area (>1 inch2) [71]. As displayed in Figure 8b,
hollow-tube-based 3D Al2O3 nanoarchitectures functionalized as lightweight materials
were fabricated in large areas using PnP and ALA process [72]. The first two SEM im-
ages show nanoarchitectures taken during compression and after complete unloading,
which revealed that the strengths of these nanoarchitecture materials were powerful. The
zoomed-in image of the single unit cell is exhibited in the bottom of Figure 8b. Another
group [73] reported a truss-like 3D hollow ZnO nanostructure using PnP method that ex-
hibits a drastically improved elastic strain limit while maintaining a piezoelectric coefficient
similar to that of single crystal ZnO, showing excellent potential application in enhanced
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haptic devices, flexible sensors, and energy harvesters. The SEM images of 3D ZnO hollow
nanostructures after removal of the epoxy template are displayed in Figure 8c.
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Figure 8. Other photoresist polymer templates by PnP and MBIL processes are used to fabricate
3D nanostructures by ALA methods. (a) Illustrated process routine of 3D nanostructures based on
photoresist templates by PnP and MBIL techniques. The two techniques commonly share the same
fabrication process, except the methods to fabricate resist templates. (b) SEM images of Al2O3 nano-
architectures based on PnP technique taken before and after compression tests. And the enlarged
SEM images of Al2O3 nano-architectures. Reprinted with permission from Ref. [72], Copyright 2018
WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim. (c) SEM images of 3D ZnO hollow nanostructure
deposited at 250 ◦C after removal of the epoxy template based on PnP method. Reprinted with
permission from Ref. [73], Copyright 2020 Elsevier. (d) 3D TiO2 photonic crystals after removal of
the polymeric template by MBIL method. Reprinted with permission from Ref. [74], Copyright 2006
WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim. (e) SEM images of polymer grating template by
MBIL method with Platinum film by ALD; and free-standing Pt nano-accordions after removal of the
template. Reprinted with permission from Ref. [75], Copyright 2016 The Royal Society of Chemistry.

Unlike PnP method, multibeam interference lithography (MBIL) is a maskless and
practical fabrication technique of periodic microstructures over large areas [76,77]. This
technique possesses advantages of low cost, no contamination, and fabricating pattern over
a large area (up to mm in diameter), but the variety of the patterns is limited due to the
exposure mechanism of MBIL, such as an anisotropic and aperiodic structure cannot be
achieved by this method. By recording four-beam interference pattern into photoresist,
a periodical pillar array is obtained as the sacrificial template [78], which can be used to
form microlenses [79,80], optical biosensors [81], or microaxicons for beam generation [82].
The production and optical characterization of a high-quality, high-index 3D photonic
crystal using MBIL and ALD was first demonstrated in 2006 [74]. A high-quality photonic
crystal in amorphous TiO2 was produced after removal of the polymer template, showing
potential applications in all-optical circuits, microcavity-based light emitters, and other
microstructured photonic devices, as shown in Figure 8d. Min et al. [75] also prepared
complex Pt nano-accordion structures using a combination of MBIL and ALA; these metal
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nanostructures have good structural stability and electrical conductivity, as shown in
Figure 8e, and their cross sectional profiles can be designed by specifying the template
geometry, showing applications in stretchable electronics, photonics, and nanofluidics.

PnP and MBIL methods consume less time than EBL and DLW techniques, which
reduces the fabrication cost greatly. Remarkably, there is also no anisotropic volume
shrinkage occurring during the calcination to remove the template in the fabrication by
PnP and MBIL, providing beneficial optical properties and mechanical stability, showing
potential applications for highly efficient gas sensors by utilizing high porosity and large
surface area. However, the simplex and inflexible morphologies by PnP and MBIL show
less flexibility and controllability, which may limit the application area.

3.2. Assembled Polymer Templates

As well as resist polymers, alternative soft templates can be the variously assembled
polymer templates, which generally include a wide variety of high polymers of electrospin-
ning fibers (ESF), blocked polymer (BCP), and self-assembly polystyrene spheres (PSS), and
so forth. Obviously, ESF were fabricated by electrospinning technique, and self-assembly
technique is applied to obtain the BCP and PSS templates. The 3D nanostructure fabrication
processes based on ALA method through ESF, BCP, and PSS templates are similar, which
firstly are the preparation of templates by corresponding techniques, followed by film
deposition by ALD, and removal of templates by calcination, as shown in Figure 9a.
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templates through electrospinning fibers (ESF), blocked polymer (BCP), and polystyrene spheres
(PSS) templates. (b) Representative SEM images of AlN hollow nanofibers based on electrospinning
after calcination. Reprinted with permission from Ref. [83], Copyright 2014, with permission from
authors. (c) Overall and cross section SEM images of belt-like BiVO4@ZnO heterojunction based on
electrospinning after calcination. Reprinted with permission from Ref. [84], Copyright 2018 Elsevier.
(d) Overall and enlarged SEM images of the nanorockets array based on BCP technique. Reprinted
with permission from Ref. [6], Copyright 2017 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim.
(e) SEM images of two kinds of mesoporous ZnO networks based on BCP technique. Reprinted
with permission from Ref. [85], Copyright 2014 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim.
(f) Overall and cross section SEM images of TiO2 inverse opals based on self-assembled PS spheres.
Reprinted with permission from Ref. [86], Copyright 2020 Elsevier. (g) SEM images of based TiO2

inverse opals on self-assembled PS spheres. Reprinted with permission from Ref. [87], Copyright
2017 Elsevier.

The major advantages of the electrospinning process are easy operating and cost-
effective to implement. The wide band gap semiconductors based on electrospinning
through the ALA method, such as ZnO [88,89], SnO2 [90,91], and TiO2 [88,92], includ-
ing CuO [93], depicted unique surface functionalities and higher sensitivities toward
ethanol, O2 [89,94], NO2 [91,92], CO [92,94], NH3 [88,90], H2 [90,95], and so forth. As a
result, the 3D nanostructures based on electrospinning toward sensors were widely inves-
tigated. Haider et al. [83] reported fabrication and characterization of aluminum nitride
(AlN)/boron nitride (BN) bishell hollow nanofibers through successive ALD of AlN and
sequential chemical vapor deposition (CVD) of BN on electrospinning polymeric nanofi-
brous sacrificial templates, which are exhibited in Figure 9b. This specific structure might
find potential use in composite reinforcement, chemical sensing, and gas adsorption. In
addition to sensors, nanofibers based on electrospinning and ALA also displayed enhanced
photocatalytic activity in water splitting [96,97]. The fabrication of BiVO4@ZnO heterojunc-
tion with a novel nanostructure for water splitting via electrospinning and ALA techniques
were investigated [84], as shown in Figure 9c. The belt-like 3D structure exhibited enhanced
photoelectrochemical performance and showed potential applications in solar cells. There
are plenty of low-cost polymer materials to form polymer fiber templates using electro-
spinning; they could be polyacrylonitrile (PNA) [95,98], Nylon [99,100], polyvinyl acetate
(PVA) [92,93], or Poly (vinylpyrrolidone) (PVP) [84,101], which show great opportunities
in commercial applications.

Another important assembled polymer template for fabricating 3D nanostructures
is the blocked polymer (BCP). The blocked copolymer template-assisted method, which
is based on a self-assembly process, can generate well-ordered arrays with small feature
sizes of 5–50 nm in dot, line, hole, or lamellar patterns, and has been extensively explored
as a strategy to form periodic nanostructures [102,103]. BCP combined with ALA for
wafer-scale to fabricate ultrasmall coaxial TiO2/Pt nanotubes was reported, which is used
as a catalytic rocket with a length below 150 nm and a tubular reactor size of only 20 nm,
leading to the smallest man-made rocket engine reported to date, as shown in Figure 9d [6],
demonstrating abilities to efficiently power the directional transport of significantly larger
passive cargo. Two other different morphologies based on the self-assembly of BCP were
synthesized to fabricate mesoporous ZnO networks, as shown in Figure 9e [85]. The
manufacture of ZnO-based solar cells also showed the feasibility of the integration of the
3D mesostructured ZnO networks into photovoltaic devices.

3D nanostructure could also be formed by the inverse opal (IO) structures, which
possess size adjustable pore structure, large surface area, and optical properties of pho-
tonic crystals. The inverse opal nanostructures are usually fabricated using a template of
silica [50] or polymer micro-spheres by the self-assembly route. Polystyrene sphere (PSS)
templates are most commonly used and easily removed by calcination. Inverse opal TiO2
nanostructures [86] were synthesized by ALA using a template with ordered layers of PS
spheres deposited on a Si substrate by spin coating, as illustrated in Figure 9f, where the IO
nanostructures showed giant photocatalytic enhancement for the degradation of methylene
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blue than that of planar TiO2 films. Similarly, a TiO2/MoS2 core/shell inverse opal structure
was fabricated based on ALA on a self-assembled multilayer PSS template, as presented
in Figure 9g. As a 3D photonic crystal, the TiO2/MoS2 inverse opal structure exhibited
obvious stopband reflecting peaks, which can be adjusted through changing the opal di-
ameters as well as the thickness of the MoS2 layer [87]. The inverse opal structures could
find plenty more applications in photocatalytic [104,105], solar cells [106,107], chemical
sensors [108,109], surface enhanced Raman scattering (SERS) detection [110,111], etc.

The advantage of the ESF, BCP, and PSS template assisted methods should be that no
complex and expensive equipment are applied to prepare the templates, as well as easy
modification and feasibility of industrial-level high-volume mass production.

4. Comparison and Applications of 3D Nanostructures on Various Templates

The comparison of 3D nanostructures based on ALA through various rigid and soft
templates are comprehensively summarized in Table 1. The templates’ fabrication and
elimination methods, obtained types of 3D structures, controllability, cost, productivity,
flexibility, and applications are discussed for the different templates.

4.1. Comparison of 3D Nanostructures on Various Templates

Rigid and soft templates with certain topographies were firstly prepared through
various fabrication techniques, which could be etching, anodization, lithography, self-
assembly, and even native bio-structures, which result in nanowalls, nanopores, nanotubes,
nanospheres, complex 3D nanostructures, and even some customized nanostructures.
Generally, the fabrications of rigid templates are relatively complicated and need excessive
fabrication processes. For example, wet or dry etching and anodization are utilized to
fabricate the Si and AAO templates, respectively, and commonly only nanowalls and
nanopores could be achieved in the rigid templates. However, the advantages of rigid
templates are that extreme high aspect ratio (hundreds:one) of nanostructures could be
achieved by Si or AAO templates, which is usually unreachable for soft templates. In
contrast, direct writing lithography or self-assembly are regularly applied to achieve
the soft templates with various nanostructures, which are easily conducted and show
enormous controllability and flexibilities in size and morphology. However, direct writing
lithography is relatively time consuming and expensive, and the self-assembly process
lacks controllability and flexibility.

After the sacrificial templates are prepared, essential ALD process is applied to coat
or fill the templates, followed by the removal of unwanted templates leaving 3D nanos-
tructures. For the template elimination, dry or wet etching is applied for the Si and AAO
templates, which is complex and environmentally unfriendly. Another convenient and
low-cost method of calcination is also applied to remove the residual templates of nanos-
tructures based on carbon, biological, and assembled polymer templates, showing potential
applications in commercial devices.
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Various nanostructures could be achieved through the rigid and soft templates after the
removal of the sacrificial templates. The electron and photoresist polymer templates exhibit
the supreme controllability and flexibility over size and morphology, which could realize
almost arbitrary customized nanostructures with high precision, including nanotubes,
nanopillars, and custom structures. Especially, arbitrary custom 3D nanostructures with
precise resolution and scale down to nanometers could be achieved based on ALA through
electron resist, showing powerful applications in various metasurfaces. Therefore, the 3D
nanostructures based on ALA method through resist polymer templates exhibit supreme
controllability and flexibility. However, relatively low productivity increases the fabrication
cost and inhibits the applications in commercial areas. The Si and AAO templates could
also achieve various considerable nanostructures, with limited controllability and flexibility,
which are generally limited to nanotubes and nanopillars. The integration with a modern
conductor fabrication process demands to be developed further to fulfil modern industry
need, as well as the exploitation of an environmentally friendly routine for removing the Si
and AAO templates.

As to the nanostructures based on carbon and PS spheres, electrospinning fibers, BCP,
and biological templates, which are usually achieved by repetition of the inflexible instinct
structures, are relatively low cost and possess high productivity but lack high structure
resolution, flexibility, and good controllability. As a result, it should be a comprehensive
consideration to choose suitable templates and techniques for fabricating 3D nanostructures
according to actual needs and conditions.

4.2. Applications of 3D Nanostructures on Various Templates

Along with innovating fabrication methods, expanding the application areas of 3D
nanostructures is a growing demand of scientists. Due to the excellent controllability and
flexibility of the ALA method based on electron resist templates, this approach provides a
powerful platform to reconcile a new flexible 3D nanofabrication with versatile and multi-
ple nanostructures towards broad potential applications in various custom applications in
optical, electronic, and sensing fields, like nanophotonics, nanosensing, nanoelectronics,
and nanobionics devices [40,54,112,113]. The 3D nanostructures based on AAO templates
exhibit applications in plenty of different areas. For example, high aspect 3D nanos-
tructures through AAO templates based on ALA of TiO2 [114–117], ZnO [118–120], and
HfO2 [121,122] were achieved and further investigated, revealing potential applications
in various advanced devices, including fluorescence, sensors, detectors, 3D batteries and
supercapacitors, and so on.

Furthermore, the utilizations of 3D nanostructures fabricated by ALA method through
other rigid and soft templates in catalytic, sensing, and engineering devices are attracting
more attention, as illustrated in Table 1. For example, many 3D nanostructures based
on ALA method through different sacrificial templates, with the materials of TiO2, ZnO,
SnO, et al., are photoactive, and thus their practical applications can be mostly found
in the fields of photovoltaics [123,124], photoelectrolysis [115,125], photoelectrode [126],
and photonic crystals [87,127]. Furthermore, recalling the well-known catalytic activity,
these 3D nanostructures fabricated based on various templates, like biological, ES fibers,
BCP, and PS sphere templates, provide us with an attractive means for fabricating efficient
devices with high-surface-area surfaces for catalysis [128–130]. In addition, another field
where high surface area is beneficial is sensor application. Various sensors with 3D nanos-
tructures, like gas [131,132] and biological [133–135] sensors, have been investigated and
exhibit excellent stability and response. Up to now, the applications of 3D nanostructures
based on various rigid and soft templates have covered many other fields and attracted
more and more researchers’ attentions, like mechanical [57,136,137], electrical [40,138],
optical [29,68], and flexible devices [139–141]. Certainly, all these applications are mass-
produced only if reliable, controllable, and low-cost nanofabrication processes of 3D nanos-
tructures are achieved and further improved, but they provide a promising routine for
future commercial industry.
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5. Conclusions and Outlook

Considering the specialty and importance of 3D nanostructures in excellent function-
alities over planar nanostructures, 3D nanostructures have undergone rapid development
in recent years, but no mature strategies for mass production exist thus far. ALD assisted
3D assembly through various sacrificial templates offers a promising approach to smoothly
implementing the fabrication of 3D nanostructures. In this review, we have systemically ad-
dressed the fabrication strategies for 3D nanostructures based on the ALA method through
various rigid and soft templates.

Many hard and soft templates with abundant geometries can be used by ALA method
to fabricate most 3D nanostructures; key factors including reasonable critical dimension of
ALD, the compatibility with the ALD process, and acceptable time consumption should be
fully considered as golden rules to judge the feasibility of using the ALA method.

The goal for the development of 3D nanostructures by ALA method based on sac-
rificial templates is to fabricate commercial devices that will be available in the market,
but this nanofabrication strategy still needs great improvement and advancement. 3D
nanostructure-based devices still face many challenges, such as achieving a large scale,
lost-cost, uniform, high-productivity and precise controllability. These challenges cannot
be fully addressed with ALA methods based on various sacrificial templates thus far. Fur-
thermore, integration with traditional semiconductor techniques is still the orientation
of 3D nanostructure development. With the recent development of nanofabrication tech-
niques, new fabrication strategies based on ALA method are expected to emerge; we are
confident that such nanofabrication platforms with reduced cost, high productivity, precise
controllability, and environmentally friendly for 3D nanostructure devices will eventually
be commercially available, although great efforts are still needed.
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Abstract: Additive manufacturing (AM) technology has been researched and developed for almost
three decades. Microscale AM is one of the fastest-growing fields of research within the AM area.
Considerable progress has been made in the development and commercialization of new and innova-
tive microscale AM processes, as well as several practical applications in a variety of fields. However,
there are still significant challenges that exist in terms of design, available materials, processes, and
the ability to fabricate true three-dimensional structures and systems at a microscale. For instance,
microscale AM fabrication technologies are associated with certain limitations and constraints due
to the scale aspect, which may require the establishment and use of specialized design methodolo-
gies in order to overcome them. The aim of this paper is to review the main processes, materials,
and applications of the current microscale AM technology, to present future research needs for this
technology, and to discuss the need for the introduction of a design methodology. Thus, one of the
primary concerns of the current paper is to present the design aspects describing the comparative
advantages and AM limitations at the microscale, as well as the selection of processes and materials.

Keywords: additive manufacturing; microscale; design; materials; processes; applications

1. Introduction

Current advancements in design processes and procedures for additive manufacturing
technology require the sufficient capturing of the scale aspect from a perspective that
incorporates the evaluation of the overall dimensions (macro-aspect) and the local features
(micro-aspect). This includes the different functionalities and/or physical laws that govern
them, as well as their synergy, including individual features and macroscopic tolerances
and sensitivity analysis. In order to take into account the scale aspect, modeling, analysis,
and simulation tools, as well as manufacturing and experimental methods, have been
employed that can treat micro- and nanoscale problems efficiently, treating them either as
individual entities or combined [1–3] (multi-scale approach). The efficient capturing of the
underlying physics (i.e., that governing physical laws), the level of material modeling, the
manufacturing methods employed, and the metrological considerations for the evaluation
of the product performance are of major importance during both the design and the
manufacturing phase, which, at the microscale, suffers from a major dilemma. The above
concerns have been heavily discussed and investigated over the past few years at the
meso/macroscale [4,5] and, during the last two decades, at the nanoscale [6,7]. However,
although the distinction between macro- and nanoscale tools is well established, the tools
and methodologies of these scales can be applied and frequently find a use in research
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into microscale applications, by underutilizing or fitting these methodologies to various
microscale aspects. Sometimes, this may lead to the treatment of microscale as a fuzzy
boundary between meso and nanoscale, rendering both approaches valid and invalid at
the same time without providing any clear distinction between them. For instance, the
case of the contact between asperities in tribological applications can be considered as
macro-, micro- or nanoscale, depending on the number of asperities that are in contact [8].
Nanoscale corresponds to single-asperity contact, while macroscale corresponds to contact
between millions of asperities. However, microscale is represented as contact between a
few asperities; thus, it is not accurately or quantitatively defined.

Design at the nanoscale follows the physics prevailing at the nanoscale level (i.e.,
hydrogen bonds, van der Waals forces, London forces, Pauli repulsions, etc.) along with the
manufacturing considerations for scale-specific methodologies (i.e., laser ablation [9,10],
electrochemical machining [11–13], photo-etching [14], chemical vapor decomposition [15]
or physical vapor decomposition [16]) either for material removal (machining) or for
material addition (additive manufacturing—AM). Macroscale design follows the laws of
physics prevailing at the macroscale (i.e., classical continuum mechanics, flow dynamics,
the isotropy of material properties, etc.) and conventional manufacturing methods, which
are validated for the forming of small-scale structures (micromachining [17]) or the control
of the texture (surface roughness) using superfinishing, lapping, etc.

Therefore, it is considered that the clear and concrete definition of microscale from a
perspective that includes the analysis and simulation tools and the manufacturing methods,
is a necessary step before proceeding to the design problem. The same applies to Additive
Manufacturing (AM) which was originally used for the manufacturing of components
in applications on a macro scale but, in recent years, this expanded to micro- and even
nanoscale, either by creating new AM manufacturing processes or by adjusting the existing
processes to fit smaller scales. Therefore, the tools and methodologies originally developed
for macro-scale manufacturing were usually implemented, with adjuncts, to study and
evaluate smaller scales. Moreover, AM, as a relatively new fabrication method that is
completely different from the traditional subtractive manufacturing methods, poses a
challenge in creating a design methodology fitted to its unique capabilities and strict
limitations, to fully exploit its potential and revolutionize the manufacturing industry.

Today, the benefits of AM are well-established: design freedom, partial consolidation,
no tooling being necessary, just-in-time inventory, faster production, easy accessibility,
cost-effectiveness, tangible and creative designs, unlimited shapes and geometry, a variety
of raw materials, less waste production, risk reduction, and others [18]. AM or three-
dimensional printing (3DP) was developed in the 1980s as a rapid prototyping method
and is now considered to be a manufacturing process in the same genre as conventional
manufacturing processes. AM has generated an impact in all industry areas, including
aerospace [19,20], automobile manufacture [21], construction [22], and medical and military
applications [23]. It offers flexibility in the product design process and a considerable reduc-
tion in material consumption, as well as making product personalization affordable [24].
ASTM International categorizes AM processes into 7 groups [25]: i.e., material extrusion
(e.g., fused deposition modeling—FDM), powder bed fusion, vat photopolymerization
(stereolithography—SLA), material jetting (e.g., PolyJet), sheet lamination, directed en-
ergy deposition, and binder jetting, each typified by the principle according to which the
resulting matter is formed.

Although AM techniques have progressed greatly at the macro-scale, many challenges
remain to be addressed, mainly at micro- and lower scales. AM fabrication at these scales
is associated with certain constraints, such as feature size limitations, the expansion of the
range of materials used in order to include alternative ones (i.e., non-metallics, ceramics,
composites, etc.), the improvement of surface quality and the minimization of porosity,
as well as other geometrical defects. The rapid evolution of the current AM fabrication
technologies, in addition to those newly introduced, does not give enough time for the
introduction of a design methodology that addresses all the aforementioned limitations.
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Therefore, AM design methodologies need to involve and continuously adjust, based on
the rapid evolution of AM technologies and processes.

This paper reviews the existing AM processes, their underlying techniques, commer-
cial systems, and the materials used in AM fabrication at the microscale, together with
applications in the production of microscale actuators, soft robotics, as well as biomedical
and microfluidic devices. The primary concern is the presentation of design aspects de-
scribing the comparative advantages and AM limitations at the microscale, as well as the
selection of processes and materials. The goal of this paper is to introduce the main design
aspects of microscale AM, as described in the literature over the last five to ten years, and
adumbrate a design methodology that is better fitted for microscale AM.

2. Technologies and Materials for AM at the Microscale

Additive manufacturing is a relatively new manufacturing method with increased pop-
ularity, aiming to expand the manufacturing capabilities of functional components. Among
other applications, AM is used for the fabrication of products at micro- and nanoscale,
with various degrees of geometrical and functional complexity and ever-increasing market
infiltration into these areas. ISO/ASTM 52910-17 [25] is a standard that tries to set some
guidelines regarding common industry practices in the field of AM at macro/meso scale;
its extension to micro- or nanoscale is both an opportunity and a challenge. Although
micro- and nanoscale AM is a relatively new field of application, macro-scale technologies
are still of use to fabricate complex parts at these smaller scales. Many researchers, such
as Vaezi et al., Paul et al., Behera et al., and Chizari et al. [26–30] proposed different clas-
sification categories for the application of these technologies at such scales, based on the
production equipment used, the materials, the dimensions and the required tolerances of
critical features, as well as other product attributes (i.e., intended use, texture, color, and
strength). The most popular classification takes into consideration well-established macro-
AM technologies, including 2D ink printing and other technologies fitted to the micro-
and nanoscales. These can be divided into three main groups: macro or scalable additive
manufacturing, 2D ink writing, or 3D direct writing processes, as well as hybrid ones.

2.1. Macro-AM Processes Fitted to Microscale Fabrication

The first group consists of traditional macro-AM processes fitted to micro- and
nanoscale fabrication. Among them are the technologies widely used for macro-AM,
such as Stereolithography, Selective Laser Sintering (SLS), Fused Deposition Modeling
(FDM), Laminated Object Manufacturing (LOM), and inkjet printing processes. These
scalable processes are adapted to microscale fabrication (micro-stereolithography or MSL,
micro-laser sintering or MLS) but still face many difficulties and limitations. Modern micro-
stereolithography (µ-SLA) pushes the resolution limits down to the sub-100 µm range
with precision optics. The most common materials used are SL resins, hydrogels, biocom-
patible materials, and bioactive agents for a variety of bio-functional, implantable tissue-
engineering applications, including nerve regeneration and guided angiogenesis [31–36].
Two-photon photopolymerization/lithography (TPL) is a photopolymerization-based tech-
nique that is primarily applied for the printing of polymer materials. Other materials are
biocompatible and organic, mixing additives into the resist blend to generate composite
structures, such as electrically conductive polymer microstructures loaded with carbon nan-
otubes [37–44]. Micro-SLS uses a laser to sinter small particles, consolidating powders in a
layer-by-layer manner. The commercially available materials used in SLS come in powder
form and include, but are not limited to, polymers such as polyamides (PA), polystyrenes
(PS), thermoplastic elastomers (TPE), and polyaryletherketones (PAEK) [45–47]. Laminated
object manufacturing is older and is slightly different from the known technologies and
processes. LOM technology is based on the layer-by-layer fabrication of parts using sheets
of various materials. Each sheet is cut into the desired geometry and used as a layer on
top of the previous materials. The use of a binding substance ensures adhesion and creates
the final functional component. Ceramics and metals, such as 316 L stainless steel, are
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among the most popular materials for LOM. Fused deposition modeling (FDM) is the most
widely known and used AM process in macroscale fabrication. Nevertheless, it is fitted
into producing components at the microscale as well. New developments help adapt to
microscale needs and overcome limitations in terms of shape, resolution, and material
usage. Polymers, metals, composites, and even biomaterials for tissue engineering are
some of the most popular FDM materials.

2.2. Two-Dimensional Ink Writing Technologies

The second group of AM processes is based on 2D Ink writing technologies. These
processes, traditionally used in the past for ink writing, are fitted for the fabrication of 3D
microstructures. One of the most popular 2D-based methods is chemical vapor deposition
(CVD). CVD creates a coating induced by a chemical reaction at the surface of a heated
material. Laser chemical vapor deposition (LCVD) is a modified CVD process for the
deposition of thin films. The two main categories of LCVD are photolytic LCVD and
pyrolytic LCVD. In the first subcategory, the energy of the focused laser beam is absorbed
by reagent gases, leading to the decomposition of gas molecules and the formation of a
thin solid film on the substrate. In the second subcategory, the laser beam is focused on the
locations to be deposited. This way, the temperature locally increases on the substrate until
it reaches the threshold required. This leads to the deposition of a thin solid film on the
substrate. Any material electroplated with nickel/chrome or stainless steel best supports
PVD coatings. The most common chrome-plated materials are brass, zinc, steel, aluminum,
and ABS plastic. Focused ion-beam direct writing (FIBDW) is another multi-material AM
method that can use metallic, ceramic, and polymer inks for the fabrication of microscale
structures. All inks must have specific rheological properties in order to be able to flow
continuously through the printing nozzle and form a continuous filament, similar to that
in FDM printing. This flow must be continuous, consistent, and able to create a discrete
shape and form of layer [27,48–50]. Laser-induced forward transfer (LIFT) has been used
to deposit a variety of materials, such as metals (Cu, Ag, Au, Pt, Cr, Al), semiconducting
materials such as Ge and Se, oxide layers, nanocomposites, conductive polymers (PEDOT-
PSS), biomaterials, and superconductors, among others. Donor materials with viscosities
ranging from 10 to 100,000 cP have been printed with LIFT [51–61]. Another popular
process, electrohydrodynamic (EHD) printing is a spray-based printing process that can
pattern functional materials. EHD printing has been used to deposit metallic, carbon-based,
ceramic, and polymer-based conductive materials, semiconducting nanoparticles (quantum
dots), biomaterials, and molten metals on a wide range of substrates [62–71].

2.3. Hybrid Processes

The last category consists of methods combining additive and subtractive processes
for micro-3D fabrication. Some typical methods are shape deposition modeling (SDM)
and electrochemical fabrication (EFAB). SDM processes utilize additive and subtractive
processes sequentially to produce 3D structures, but their use in micro-AM is limited. The
EFAB process is based on the multilayer electrodeposition and planarization of at least
two metals: one structural material and one sacrificial material. This process is capable of
manufacturing microdevices with features as small as 20 µm and tolerances of ±2 µm. It is
a popular method of manufacturing complex mechanisms without the need for assembly,
which is favorable for medical devices. Common materials are Val-loy-120 (Ni–Co alloy),
Edura-180 (electroplated Rh), and palladium [72].

From the above categorization, which is explored in more detail by the authors of [26],
it can be deduced that the field of micro- and nano-AM both borrows existing practices from
the mesoscale, expanding them into smaller sizes, and is based on either existing or new
dedicated techniques at the micro- and nanoscales. The ability to control the geometry and
tolerances at such a small scale is clearly one of the major issues, which, however, is at odds
with the productivity of the more accurate yet slower dedicated techniques. Furthermore,
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the suitability of the proposed techniques for the desired material, size, accuracy, and
productivity must be thoroughly assessed before the selection of the appropriate method.

3. AM Applications at the Microscale

Microscale AM processes have been employed in many technological fields for the
fabrication of miniature devices. This paper addresses mainly recently published articles in
the field of the design of microscale actuators and biomedical and microfluidic devices.

3.1. Actuator Applications

In the field of micro and miniature actuators, microscale AM is indicated as a promising
fabrication solution, and it promotes the production of micromachines with complex
geometry using monolithic approaches, which would otherwise require a combination
of advanced micro-subtractive manufacturing methods and, usually, assemblies with
a large number of components. Recent review papers present and discuss the use of
AM processes in the design and fabrication of microelectromechanical systems (MEMS)
actuators, biohybrid actuators, and piezoelectric systems as relevant applications. In [73,74],
the authors investigated the recent developments and achievements regarding the most
widely used 3D printing technologies for MEMS fabrication and discussed their challenges
and potential. Several papers [75,76] presented recent advancements in the field of small-
scale soft robotics and actuators using AM, while other researchers [77,78] examined the
application of 3D printing for the fabrication of piezoelectric actuators; finally, the authors
of [79,80] discussed an approach regarding the fabrication of biohybrid actuators using AM.

The fabrication of micro-grippers is an indicative example revealing the importance
of micro–AM. Accurate tip displacements, which are as small as 20 µm, are necessary for
handling and pick-and-place, and the sterile handling of sensitive parts, which is a common
procedure in the biology and health sector environments. The actuation principle may
be piezoelectric, magnetic, or electrothermal. Shao et al. fabricated magnetically active
3D microstructures using a high-resolution micro-continuous liquid interface production
process (µCLIP), combining 3D-printed centimeter-sized samples with sub-75 µm fine
features [81]. The magnetic photopolymerizable resin that was used maintains high solid
loading (30 wt % Fe3O4 nanoparticles), improves the surface properties by reducing the
stair-like surface roughness, and accelerates the fabrication process. In another study [82],
the authors used the same method (µCLIP) to fabricate a 3D printed magnetically driven
triple-finger micro-gripper (Figure 1C), and tested its efficiency using a 300 µm diameter
microsphere, both in air and in deionized water. The printing process involved the soaking
of the part in acetone to remove the residual liquid resin (2 min), then its transfer into
ethanol and ultrasonic cleaner (5 min), and finally, after drying (30 min), the specimens
were post-cured in UV light of a 405 nm wavelength (10 min). Daniel et al. [83] fabricated a
chevron-type electrothermal actuator, using the material extrusion-based manufacturing
of a shape memory polymer composite. Using a resistivity of 1.8 Ωcm and an operational
voltage as low as 3 V, they accomplished 100 µm tip displacement, which was computa-
tionally and experimentally investigated. Their main computational finding was that the
grippers can be actuated quickly (3–5 s) with voltages as low as 5 V, but they recover slowly
(60–100 s). Experimentally, higher voltages were required for actuation; a tip displacement
of up to 77–117 µm was achieved in 5 s with an operational voltage of 17.5–19.5 V. In [84],
Tyagi et al. used a custom-built syringe-based extrusion 3D printer to fabricate bilayer
micro-actuators, driven by hydrogels, down to a size of 300 × (1000 ÷ 5000) µm2, with
a minimum thickness of 30 µm. The printing resolution was 25 µm in the x-y plane; the
rate of the lateral motion of the stage was ~2.5 mm/s and the air-dispensing pressure
was 50–65 psi. The printing ink consisted of dissolved Hydromend D4 (hydrogel) in
ethanol at a concentration of 20%. Lantada et al. [85] presented the development process
of geometrically complex micro-vascular shape-memory polymer actuators by laser SLA,
using a shape-memory epoxy that could change its shape as an effect of temperature in-
crease. They presented two proof-of-concept applications: an active micro-claw with inner
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vasculatures of different cross-sections and an active spring with inner vasculatures of
different cross-sections. In order to assess the effect of temperature on the closing of the
gripper and the compression of the spring, they heated the prototypes with water flow
(80 °C) running through the micro-vasculatures. In [86], Kozaki et al. presented the design
of a microgripper for handling spheroid microstructures, mounted on a glass capillary
(Figure 1A). They used a top-down micro-stereolithography setup, based on a 405-nm blue
laser developed in their previous study [87]. The photo-curable polymer used is a mixture
of acrylate resin and a photopolymerization initiator, polymerization inhibitor, and blue
light absorber (wavelength 405 nm). The mixture was mixed, degassed (2000 rpm and 5 min
for each mode), and stirred for 24 h at 60 rpm in a ball mill. The nominal diameter of the
micro-gripper tip was 300 µm, while the effective force could reach values of between 0.01
and 0.04 N and the tip displacement varied between 20 and 80 µm, respectively. Alblalaihid
et al. [88] demonstrated the application of a sputter-coating process for the deposition of
metallic layers on polymer components and validated their approach for the fabrication
of a micro-gripper device (Figure 1C). They used a 3D projection micro-stereolithography
(PMSL) system. The gripper was thermally actuated and the tip displacement, in this case,
was in the range of 10–180 µm, depending on the applied potential.
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Figure 1. Examples of fabricated micro-grippers: (A) Micro-gripper for handling microstructure
spheroids, mounted on a glass capillary. Reprinted with permission from Ref. [86]. Copyright
2020 MDPI. (B) Fabrication of a thermally actuated micro-gripper using a sputter-coating process
for the deposition of metallic layers on polymer parts. Reprinted with permission from Ref. [88].
Copyright 2017 IOP Publishing. (C) Magnetically actuating micro-gripper for operation in air and
water. Reprinted with permission from Ref. [82]. Copyright 2021 Elsevier.
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3.2. Soft Robotics Applications

Besides micro-grippers, which, in most cases, maintain a rigid-type behavior during
their operation, flexible actuators or soft robotics yield another application of microscale
AM. Almeida et al. [89] designed an actuation mechanism for robotic micro-tweezers, based
on a 3D-printed nylon flexure and a piezo-bimorph actuator, targeting the desired manipu-
lation range from 100 µm to 1 mm. Bas et al. [90] designed miniature inflatable bending
actuators, consisting of ultra-fine fibers (diameter of between 1 and 50 µm) and a soft
elastomer matrix able to exhibit diverse movements. They used melt electro-writing (MEW)
technology to create the prototypes (Figure 2B). Their actuators, with a length of 10–15 mm
and an inner diameter of 1 mm, can reach their full range of motion within ~20 ms without
exploiting snapping instabilities or material non-linearities. Joyee and Pan [91] fabricated a
fully 3D-printed multi-material, multi-modal functional soft monolithic robot, composed of
polymer and magnetic particle-polymer composites. The fabrication process was magnetic
field-assisted projection stereolithography (M-PSL), capable of fabricating smart particle-
polymer composites layer by layer. A photocurable flexible resin was used as the base
material for 3D printing, while the magnetic nanoparticles (10 nm in nominal diameter)
contained 60–80 wt % iron oxide. The maximum bending deformation was 5.2 mm on the
z-axis and the maximum deflection in the xy plane was 146◦. Schaffner et al. [92] reported
a 3D-printing platform for the seamless digital fabrication of pneumatic silicone actuators,
exhibiting programmable bioinspired architectures and motions with spatial resolutions
in the range of 300 µm. They used viscoelastic silicone inks, resulting in elastomers with
variable stiffness after polymerization. Sinatra et al. [93] introduced a novel fabrication
strategy for nanofiber-reinforced soft micro-actuators with 30 µm feature sizes. The design
and manufacturing of composite polydimethylsiloxane (PDMS)/nanofiber actuators using
soft lithography and rotary jet spinning are described. Among the examined parameters
were the lamina design and fiber orientation on the actuator curvature, mechanical proper-
ties, and pressurization range. Composite actuators displayed a 25.8% higher maximum
pressure than pure PDMS devices. Furthermore, the best nanofiber-reinforced laminates
tested were 2.3 times tougher than the control PDMS material, while maintaining compa-
rable elongation. Xavier et al. [94] presented the design and direct 3D printing of novel
omnidirectional soft pneumatic actuators using SLA (Figure 2A). They used an elastic
resin and FDM with a soft thermoplastic polyurethane (TPU), achieving multimodal ac-
tuation including bending, extension, and contraction motions under positive, negative,
or differential pressures. The printing time for a single actuator using the SLA method
was 6 h and 40 min while the printing time using the FDM method was approximately
29 h and 20 min. In [95], Zhang et al. presented a generic process flow for the systematic
and efficient tailoring of the material formulation and key processing parameters for the
digital light processing-based 3D printing of miniature pneumatic actuators for soft robots.
They printed various miniature pneumatic robots with an overall size of 2–15 mm and
a feature size of 150–350 µm. They used a commercially available UV-curable elastomer,
to which was added 30 wt % epoxy aliphatic acrylate (EAA), leading to a reduction in
Young’s modulus and an increase in failure strain. All the specimens were post-cured for
10 min. Ge et al. [96] presented the design of a bottom-up digital light processing (DLP)
3D printer system (385 nm UV light source, 50 µm normal resolution) and the fabrication
of multiple-size soft pneumatic actuators integrally, with fast speed and high precision.
Their experiments demonstrated that the printer could print objects with features as small
as 87.5 µm. They also presented the design and fabrication of a soft pneumatic gripper
containing three micro pneumatic actuators with 0.4-mm-wide square air channels, as well
as 0.2-mm-thick chamber walls.
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Reprinted with permission from Ref. [84]. Copyright 2020 IOP Publishing. (B) Examples of soft
actuators with programmed motion modes, fabricated from soft silicones. Reprinted with permission
from Ref. [92]. Copyright 2018 Nature Communications, (C) Operation of the fabricated soft pneu-
matic gripper: the debris removal process within a confined space. Reprinted with permission from
Ref. [95]. Copyright 2019 Wiley Online Library.

3.3. Biomedical and Microfluidics Applications

Microscale AM has been efficiently used in biomedical engineering, including many
microfluidic applications, which can also be treated as a separate category. The methods,
potential, challenges, and limitations of microscale AM in biomedical engineering have
been reported in recent review studies. The applications of 3D printing in the health and

220



Micromachines 2022, 13, 775

pharmaceutical sectors have been thoroughly investigated over the last few years and can be
tracked in the following review papers [97–99]. According to the authors of [99], the appli-
cations can be divided into the following categories: 3D disease modeling, pharmaceutical
products, organ printing, and patient-specific in situ implants. Other possible applications
include drug-delivery devices [100–102], the fabrication of microneedles [103,104], microflu-
idic devices and biomedical micro-devices [105,106], and the fabrication of tissues [107,108].

Drug delivery applications incorporate design solutions characterized by microscale
features where AM has been successfully incorporated. In [109], Joyee and Pan proposed
the design of a 3D-printed soft robot capable of multimodal locomotion. Utilizing computer
aided design and computer aided engineering (CAD-CAE) tools for the design, they
printed the robot via a novel magnetic field-assisted projection stereolithography (M-PSL)
technique (Figure 3A). This soft robot is capable of bi-directional bending in the xy plane and
z-direction and consists of anterior and posterior legs that contain a drug. The maximum
dimensions of the robot in width and height is 5 mm × 5.5 mm, while the drug is released
from a 200 µm hole.

In the field of microfluidics, Coltelli et al. [110] combined microfluidics, AM, and
electrostatic actuation to design artificial muscles capable of generating up to 33 Mpa
stress and 10–20% strain. Their design consists of arrays of rectangular cavities arranged
accordingly, filled with conducting material inside a bulk dielectric volume. They suggest
that the microfluidic devices are AM-fabricated in such a way that the channels would form
wiring when filled with conducting fluid, while the bulk core would serve as the dielectric
and as the force-transfer medium. The non-flexed lateral size of the electrode plates was
kept at 400 µm × 400 µm. The non-flexed plate thickness was kept at 100 µm for each plate
and the non-flexed separation between paired plates within the same micro-capacitor was
kept at 100 µm. The accuracy of the SLS printing was kept at 100 µm. In [111], the authors
illustrated the direct fabrication of a 3D complex microchannel design using AM, for the
continuous mixing of micro/nano-particles with biomolecules. The fabrication process was
conducted using the DLP method. After the 3D printing stage, the part was removed and
washed with IPA (70% ethanol and water), blow-dried with pressurized air, and, finally,
cured under UV light for 120 s. The cross-section of the trapezoidal channel had a width
of 600 µm and heights of 80 and 130 µm. Another example of a design of microfluidic
MEMS was presented in [112], where the authors proposed a micro-extrusion 3D printing
system that contained integrated pick-and-place functionality. The case study was the
fabrication of microfluidic-based 3D MEMS (three-dimensional microelectromechanical
systems) that contain orthogonal out-of-plane piezoelectric sensors and actuators, using
additive manufacturing.

Miniature pumps are very critical components in the health sector. In [113], Thomas
et al. fabricated a 3D-printed electromagnetically actuated microfluidic pump, capable of
generating a 2.2 µL/min flow rate of biofluid (Figure 3B). An FDM process with 100 µm-
layer resolution was used to deposit polylactic acid on a plastic filament. Taylor et al. [114]
fabricated a multi-material miniature diaphragm pump for the creation and maintenance of
a low vacuum from atmospheric conditions, using PolyJet printing. The output surface was
assessed in terms of roughness, giving values of Ra in the order of some microns (~2–3 µm),
while the Rz values were close to layer thickness (~16–18 µm), which was considered
acceptable. The stroke of the pump was 2.5 µm. In [115], a low-cost (~$120), open-source
peristaltic pump was constructed with a combination of 3D-printed parts and common
hardware. The pump was capable of producing flow rates of up to 1.6 mL min−1.

In the field of microneedles (MNs), Economidou et al. [116] fabricated a hollow MN
MEMS system for controlled transdermal drug delivery. They fabricated hollow cone-
shaped MNs with a base diameter of 1000 µm, a tip diameter of 100 µm, and a height
of 1000 µm using SLA and, afterward, integrated the MNs onto the MEMS. The hollow
cones featured a wall thickness of 100 µm and the internal bores had a diameter of 800 µm
at the cone base. The MNs were fabricated using an SLA 3D printer, followed by curing
for 60 min under 40 °C UV radiation. The authors observed smooth surfaces on the MNs
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(no “stair-stepping” effect), as an outcome of the printing method they selected. In [117],
the authors provided the capabilities of FDM low-budget printers (using PLA printing
material) to print the non-transparent and closed internal microfeatures of in-plane linear,
curved, and spiral microchannels with a diameter of less than 0.5 mm (i.e., linear, curved,
and spiral channel profiles) and varying cross-sections. The surface roughness of each
microchannel configuration was measured and was found to be in the order of some
microns (~0.5–3 µm). In addition, each configuration was tested in terms of leakage flow.
Caudill et al. [118] designed and printed microneedle arrays utilizing a three-dimensional
(3D)-printing technique called continuous liquid interface production (CLIP). Besides
pyramidal MNs, the design involved faceted MNs with horizontal grooves, leading to an
increase in surface area and, thus, better vaccination properties. The MNs were 700 µm
in height and 500 µm in width and were printed in a 10 × 10 array on a 10 mm × 10 mm
patch for vaccine delivery. Chen et al. [119] proposed a novel 3D AM method, known as
magnetorheological drawing lithography (MRDL), to efficiently fabricate bio-inspired MNs
imitating the honeybee’s stinger. With the assistance of an external magnetic field, a parent
MN (20 µm tip width) was directly drawn on the pillar tip, and tilted micro barbs (5 µm
tip width) were subsequently formed on the four sides of the parent MN. The fabrication
process of the parent MN was conducted by means of insertion and, afterward, the removal
of a copper pillar inside a pool filled with curable magneto-rheological fluid (CMRF) under
an external magnetic field. Micro barbs were formed later, on the curved surface of the
parent MN. Compared with a barbless microneedle, the micro-structured barbs enabled
the bio-inspired microneedle to be easily inserted into the skin, with difficult removal.
In [120], the authors used a commercially available stereolithographic 3D printing, which
was assessed regarding its microscale fabrication properties, in order to fabricate sharp
MNs (12 × 12 array, in total, 144; 30 min per patch) with a tip radius of approximately
15 µm. In another study [121], a microneedle mold fabrication technique using a low-cost
desktop SLA 3D printer was presented, and the fabrication of needles with high-aspect
ratios and tip radii of 20–40 µm took place.

Examples of different biomedical devices produced via AM are presented in Figure 3.
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Figure 3. Examples of biomedical devices: drug delivery applications, microchannels, and micronee-
dles: (A) Presentation of the operation of the multi-material soft robot. Movement of the actuator
inside an anatomical stomach model with cancer tissue (target) and release of the drug at the targeted
tumor location. Reprinted with permission from Ref. [109]. Copyright 2020 Elsevier. (B) Electromag-
netically actuated microfluidic pump. Reprinted with permission from Ref. [113]. Copyright 2016
Elsevier. (C) Fabricated hydrophilic channels and hydrophobic chambers. Reprinted with permission
from Ref. [122]. Copyright 2016 MDPI. (D) 3D printer head for additive manufacturing of sugar
glass for tissue engineering applications. Reprinted with permission from Ref. [123]. Copyright
2017 Elsevier. (E) The design of microchannels for mixing: concentration distribution, streamlined
simulations, and fabricated micromixer. Reprinted with permission from Ref. [111]. Copyright
2020 Elsevier. (F) CAD images of the microneedle designs and respective cross-sections, along with
SEM images. Reprinted with permission from Ref. [116]. Copyright 2021 Elsevier. (G) Design and
environmental scanning electron microscope (ESEM) images of printed microneedles, pyramidal, and
faceted designs. Reprinted with permission from Ref. [118]. Copyright 2021 National Academy of
Science (H) Micro barb features of printed microneedles with SEM images. Reprinted with permission
from Ref. [119]. Copyright 2018 American Chemical Society.
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4. Design Considerations

Additive manufacturing allows the production of parts with almost no geometry
restrictions, even at a microscale. This manufacturing method can produce freeform,
topology-optimized geometries (structures, arrays, patterns, small assemblies, micro-
machines, etc.), controlling the micro-structure of the component’s material, and imple-
menting the use of lattice structures, trusses, and multi-material fabrication. This way the
engineer is able to “design” the structure of the material in macro- and even microscale,
controlling the material properties based on the functionality of the component.

One may consider that the design for AM at the microscale deviates from the de-
sign protocols and approaches at the macroscale. From a general perspective, design at
the macroscale is based on the principle of integrating parts into assemblies, while the
interconnection or mating is achieved via the use of fundamental machine elements and
machine-design methods, such as screws, tight fits, weldments, etc. Therefore, the function-
ality and the operational precision of a complex assembly are limited by the number and the
attributes of the elements comprising it, since the rule of thumb is that as the number of the
parts increases, precision drops. AM can be seen as an approach for creating more complex
forms of parts-like assemblies, which is critical for applications at the microscale since
many of the available micromachining techniques are mere extensions of their macroscale
equivalents. This might attract questions and ambiguity regarding the appropriateness of
the physics and the operational principle of the method due to the scale aspect; nevertheless,
the alternative approach of fabricating micro machines with increased functionality and
fewer but more complex parts is intriguing. For instance, multiple degrees of freedom in
robotic arms can be achieved via the use of joints that are translated into several compo-
nents (motors, bearings, screws, etc.) but in small-scale soft robotics, a single monolithic
part made of soft material is able to derive controllable motions. Thus, AM is an alternative
approach to designing at microscale, with an entirely different basis.

In Figure 4, joints in the macro- and microscales are presented. Specifically, Figure 4a
shows the testing of a wire-driven continuum robot arm [124], while Figure 4b experiments
with bending deformation due to the applied pressure of an omnidirectional soft pneumatic
actuator [94].

Micromachines 2022, 12, x FOR PEER REVIEW 12 of 24 
 

 

4. Design Considerations 
Additive manufacturing allows the production of parts with almost no geometry 

restrictions, even at a microscale. This manufacturing method can produce freeform, 
topology-optimized geometries (structures, arrays, patterns, small assemblies, micro-
machines, etc.), controlling the micro-structure of the component’s material, and 
implementing the use of lattice structures, trusses, and multi-material fabrication. This 
way the engineer is able to “design” the structure of the material in macro- and even 
microscale, controlling the material properties based on the functionality of the 
component. 

One may consider that the design for AM at the microscale deviates from the design 
protocols and approaches at the macroscale. From a general perspective, design at the 
macroscale is based on the principle of integrating parts into assemblies, while the 
interconnection or mating is achieved via the use of fundamental machine elements and 
machine-design methods, such as screws, tight fits, weldments, etc. Therefore, the 
functionality and the operational precision of a complex assembly are limited by the 
number and the attributes of the elements comprising it, since the rule of thumb is that as 
the number of the parts increases, precision drops. AM can be seen as an approach for 
creating more complex forms of parts-like assemblies, which is critical for applications at 
the microscale since many of the available micromachining techniques are mere 
extensions of their macroscale equivalents. This might attract questions and ambiguity 
regarding the appropriateness of the physics and the operational principle of the method 
due to the scale aspect; nevertheless, the alternative approach of fabricating micro 
machines with increased functionality and fewer but more complex parts is intriguing. 
For instance, multiple degrees of freedom in robotic arms can be achieved via the use of 
joints that are translated into several components (motors, bearings, screws, etc.) but in 
small-scale soft robotics, a single monolithic part made of soft material is able to derive 
controllable motions. Thus, AM is an alternative approach to designing at microscale, with 
an entirely different basis. 

In Figure 4, joints in the macro- and microscales are presented. Specifically, Figure 4a 
shows the testing of a wire-driven continuum robot arm [124], while Figure 4b 
experiments with bending deformation due to the applied pressure of an omnidirectional 
soft pneumatic actuator [94]. 

 
(a) 

Figure 4. Cont.

224



Micromachines 2022, 13, 775Micromachines 2022, 12, x FOR PEER REVIEW 13 of 24 
 

 

 
(b) 

Figure 4. Joints in macro and microscale: (a) Testing of the wire-driven robot arm. Reprinted with 
permission from Ref. [124]. Copyright 2019 MDPI. (b) Experiments on bending deformation due to 
applied pressure from an omnidirectional soft pneumatic actuator. Reprinted with permission from 
Ref [94]. Copyrights 2021 Elsevier. 

In order to fully utilize the capabilities of AM and reduce design and fabrication 
defects, it is critical to quantify each process’s parameters, limitations, and repeatability. 
For this purpose, numerous analytical methods were developed, along with many 
computational tools. Despite these methods and tools, experimental evaluation remains 
crucial for the optimization of AM processes. 

4.1. Comparative Advantages and AM Limitations 
AM enables the fabrication of complex, freeform, and smart structures [125]. Among 

their other unique capabilities, the use of lattice structures for the topology optimization 
of structures,] and the design of lightweight components is possible. Nature-inspired 
design for the mimetics of complex nature layouts is also feasible via AM. The aim of these 
approaches is usually to yield controllable mechanical properties that can be tuned 
according to the requirements of the application. Lightweight structures, energy 
absorption, the fabrication of nature-inspired micro-patterns, and modeling and 
simulation techniques are important state-of-the-art aspects in the field of cellular micro-
lattice architectures. Moreover, AM enables the control of the microstructure of the 
material, allowing the design of desired component properties [126]. In this way, AM 
could be used for the on-demand production of metamaterials. Metamaterials are ordered 
composites that have material properties not usually found in nature. The use of auxetic 
and custom infill patterns that are directly optimized to transfer energy absorption 
properties or dumping capabilities to AM components leads to unique smart materials 
and highly efficient components. Multi-material fabrication poses new challenges in the 
design and fabrication of smart components [26]. Recent advancements in the field of 
design, modeling and simulation, fabrication, and testing of lattice structures can be found 
in the following review papers [127–136]. Deriving the effective properties of additively 
manufactured micro-lattice structures is an important tool in the hands of designers for 
performing fast simulations at a low computational cost [126,137–139]. Souza et al. [139] 
derived a closed-form analytical solution of lattice structures fabricated by selective laser 
melting, using beam models. Athanasiadis et al. [140], in work based on fracture 
mechanics theory, investigated the potential of lattice structures to replace adhesives in 
sandwich-type structures, using both analytical and FEA calculations. Kenel et al. [141], 
using 3D ink extrusion, fabricated CoCrFeNi micro-lattices with strut diameters as narrow 
as 100 μm, and tested their compression and tension properties at ambient and cryogenic 
temperatures. Boulvert et al. [142] tested the acoustic behavior of 3D-printed micro-
lattices in order to extract conclusions about the defects of FDM. The size of their samples 
was in the order of 200 μm, and defects included the presence of micro-grooves on the 
lattices’ surfaces in the order of 10 μm. Studies regarding the defects of lattices were also 
conducted in [143–146]. In [147], McGregor et al. conducted a statistical study in order to 

Figure 4. Joints in macro and microscale: (a) Testing of the wire-driven robot arm. Reprinted with
permission from Ref. [124]. Copyright 2019 MDPI. (b) Experiments on bending deformation due to
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Ref [94]. Copyrights 2021 Elsevier.

In order to fully utilize the capabilities of AM and reduce design and fabrication defects,
it is critical to quantify each process’s parameters, limitations, and repeatability. For this
purpose, numerous analytical methods were developed, along with many computational
tools. Despite these methods and tools, experimental evaluation remains crucial for the
optimization of AM processes.

4.1. Comparative Advantages and AM Limitations

AM enables the fabrication of complex, freeform, and smart structures [125]. Among
their other unique capabilities, the use of lattice structures for the topology optimization of
structures, and the design of lightweight components is possible. Nature-inspired design for
the mimetics of complex nature layouts is also feasible via AM. The aim of these approaches
is usually to yield controllable mechanical properties that can be tuned according to the
requirements of the application. Lightweight structures, energy absorption, the fabrication
of nature-inspired micro-patterns, and modeling and simulation techniques are important
state-of-the-art aspects in the field of cellular micro-lattice architectures. Moreover, AM
enables the control of the microstructure of the material, allowing the design of desired
component properties [126]. In this way, AM could be used for the on-demand production
of metamaterials. Metamaterials are ordered composites that have material properties not
usually found in nature. The use of auxetic and custom infill patterns that are directly
optimized to transfer energy absorption properties or dumping capabilities to AM com-
ponents leads to unique smart materials and highly efficient components. Multi-material
fabrication poses new challenges in the design and fabrication of smart components [26].
Recent advancements in the field of design, modeling and simulation, fabrication, and
testing of lattice structures can be found in the following review papers [127–136]. De-
riving the effective properties of additively manufactured micro-lattice structures is an
important tool in the hands of designers for performing fast simulations at a low compu-
tational cost [126,137–139]. Souza et al. [139] derived a closed-form analytical solution of
lattice structures fabricated by selective laser melting, using beam models. Athanasiadis
et al. [140], in work based on fracture mechanics theory, investigated the potential of lattice
structures to replace adhesives in sandwich-type structures, using both analytical and FEA
calculations. Kenel et al. [141], using 3D ink extrusion, fabricated CoCrFeNi micro-lattices
with strut diameters as narrow as 100 µm, and tested their compression and tension proper-
ties at ambient and cryogenic temperatures. Boulvert et al. [142] tested the acoustic behavior
of 3D-printed micro-lattices in order to extract conclusions about the defects of FDM. The
size of their samples was in the order of 200 µm, and defects included the presence of
micro-grooves on the lattices’ surfaces in the order of 10 µm. Studies regarding the defects
of lattices were also conducted in [143–146]. In [147], McGregor et al. conducted a statistical
study in order to assess the geometric quality of 2D and 3D micro-lattice structures. At the
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same time, as lattice structures outstripped bulk cores in many technological applications,
the introduction of artificial, additively manufactured, textures come forward as an efficient
tool for the fabrication of surfaces. Additive texturing is a state-of-the-art approach for fab-
ricating surfaces with superior tribological, wetting, and wear characteristics [148]. In [149],
Wang et al. used the selective laser melting of ink-printed copper nanoparticles (SLM-IP
Cu NPs) in order to fabricate a friction-reduced surface for operating in mixed-lubrication
conditions (Figure 5A). The patterns investigated were concave and convex, squared and
fully sintered Cu film; the height of the features was 20 µm. Mekhie et al. [150] printed
metallic hierarchical micro-features (pillars, channels, etc.) using selective laser melting
(Figure 5B) for the wetting control, achieving hydrophobic surfaces with a contact angle
greater than 140◦.
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Consequently, AM is a rapidly evolving manufacturing process, with huge potential to
revolutionize the fabrication of functional components. Although it is considered a method
with unlimited capabilities, limitations do exist. These limitations take into consideration
CAD digitization, process parameter optimization and the effect on material properties,
the current capabilities of AM technologies, and the lifecycle of AM components, as well as
metrology and quality control challenges [151].

Among the most popular technologies, such as SLS, stereolithography, and FDM, the
need to expand the materials used for microscale AM is a major challenge. The adaptation
of non-metallic materials, such as ceramics, polyamides, and composite powder-enriched
resins, is necessary for the improvement of component functionality, as well as the expan-
sion of the applications for which AM is used [26]. Another important limitation for most of
the aforementioned processes is the fabrication of hollow, closed structures as it is difficult
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to remove excess material without invasive post-processing. Dimensional and geometrical
deviations, linked with thermal history, heat-affected zones (HAZ), and material phase
changes, impose great restrictions on AM processes when it comes to functional component
fabrication. LOM, for example, is known to undergo severe shrinkage by as much as 18%
in some cases. Especially in sintering, the feature size of the component is limited either by
the particle-size limitations of the powders used or the technology’s laser focus [152,153].
Moreover, increased surface roughness is also connected with powder size and HAZ during
fabrication, further restricting the quality of AM components [154,155]. One of the most fre-
quent defects in sintering processes, leading to poor mechanical properties and a decreased
life cycle, is porosity. Being affected by both environmental and process parameters, along
with thermal and oxidation effects, porosity is one of the most important constraints for
both macro- and microscale AM [26,46].

When it comes to stereolithography, minimum layer thickness, as well as improved
surface roughness, are challenging. Both are limited by the physical properties of the
resins used. Surface tension and the viscosity of the resin are the limiting factors for layer
thickness, and also affect the surface quality and post-processing needed to clean up the
final component by removing all excess resin.

4.2. Selection of Processes and Materials

As previously described, AM consists of many different technologies (processes),
each of them with unique capabilities and limitations. Every different technology uses
specific materials or groups of materials. Thus, a critical point of the design process is
the selection of a particular AM technology to utilize its advantages and obtain the best
manufacturing quality, as well as achieve the optimal material based on the functionality
of the fabricated component. For example, micro-stereolithography is a high-resolution
method that uses photocurable resins capable of producing complicated components in
large manufacturing volumes. Moreover, materials such as ceramics, metals (WC, Co,
Al, Cu), and hydrogels can be used [156–159]. Micro-laser sintering is a powder-based
method with a wide variety of materials, isotropic properties, and without the need for
support structure during component fabrication. Among the most popular materials of
MLS are 316 L stainless steel and a variety of metals. However, the technique requires
post-processing and the components may suffer from porosity [160]. FDM is one of the
most popular macroscale technologies that can also fabricate components in microscale.
Besides thermoplastics, which are widely used, biomaterials are also available, making it
possible to create medical and biological parts. Nevertheless, it is limited to low fabrication
volumes, with high temperatures and poor repeatability [158,161]. Laminated object
manufacturing (LOM), one of the oldest AM processes, uses metals such as 316 L stainless
steel, zirconia, and ceramics for the fabrication of fully dense and high-mechanical-strength
components. Its resolution, however, is limited to 80 µm; it lacks dimensional accuracy
due to high shrinkage (12–18%), and the post-processing of parts is required [161,162].
The popular, 2D-based, Inkjet printing process uses a wide variety of materials and many
biomaterials, making it ideal for biomedical applications and with fair repeatability, but the
need for support is essential [26]. The other 2D-based method, FIBDW, uses mostly metals
for the fabrication of high-resolution components but remains a slow method with poor
repeatability [162,163]. Finally, one of the most widely used AM methods for micro-part
fabrication, EFAB, is suitable for the high-resolution manufacturing of complex parts and
assemblies, such as medical devices. Nevertheless, it has dimensional limitations and
post-processing is necessary and sometimes even difficult [72,164,165].

4.3. Design Considerations

As discussed thoroughly in the previous paragraphs, AM, despite being a revolu-
tionizing fabrication method with unique capabilities, still has limitations and restrictions
when it comes to functional component manufacturing. The proposed actions during the
process of design for AM are presented in Figure 6.
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The designer, on the one hand, needs to exploit all the comparative advantages of
AM methods, such as freeform fabrication, the use of lattices and trusses, the ability to
control the microstructure, and the use of metamaterials with advanced properties. On
the other hand, the designer has to consider the limitations and weaknesses of each fab-
rication method. Therefore, the design process begins with the conceptual design of the
component, based on functional and geometrical criteria. Then, the designer must select
the most suitable AM method by taking into consideration the material, process limitations,
and fabrication possibilities. After the material and process are selected, an optimization
procedure is carried out, in order to minimize defects and increase repeatability and pro-
ductivity. This optimization procedure involves coupled stress-thermal analysis to exploit
the effects of the AM process on the final material properties (residual thermal stresses,
density, material anisotropy, strength, fatigue life, etc.). Based on the large number of differ-
ent fabrication methods and the limited computational tools that can accurately predict
stress-thermal behavior during fabrication, many experimental methods are also popu-
lar for the optimization and evaluation procedures. Last, but not least, the optimization
procedure also includes another critical aspect, the process parameter selection. Recent
advances in the technology of AM and software development dedicated to AM fabrication
allow the control of a variety of critical parameters for AM fabrication. This software uses
dedicated algorithms that propose an optimized set of parameters and allow the user to
manually intervene and control them. Finally, in the same way as in traditional subtractive
manufacturing methods, metrological evaluation is necessary to ensure the quality of the
fabricated component. On the microscale, the use of conventional metrological equipment
is impossible. Therefore, other methods and procedures had to be created or adapted to
cover the gap. Some of them are presented in the next paragraph.

4.4. Metrological and Performance Validation of AM Structures at the Microscale

The experimental evaluation of components produced with AM is critical for the
optimization of the manufacturing process and the minimization of defects and deviations
from nominal geometry. The micro-detail (mD) measurement of complex parts remains
an open field of investigation. It is critical to experimentally establish the minimum
dimensional and geometric limits to produce parts with mDs. These limits are highly
dependent on the AM process, technology, and materials used [166,167].

One way of doing that is based on mathematical formulations, using voxelization (a
process where the geometry of the part is represented with volumetric unitary elements).
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The minimum feature size and obtainable tolerances of additive manufacturing processes
are linked to the smallest volumetric elements (voxels) that can be created. These models
can predict the behavior of the parts during fabrication. A test sample can then be used to
evaluate the dimensional variation [168,169].

Dimensional restrictions in the microscale make the use of conventional metrological
equipment impossible. One very popular alternative for the evaluation of AM components
in microscale is X-ray computed tomography (XCT). The use of XCT for testing and
analyzing AM components was established in the past few decades and is becoming
extremely popular for dimensional evaluation, as well as structural integrity, density, and
porosity analyses [170,171].

Another popular evaluation method is optical microscopy. This method can be non-
destructive for the examination of surface quality and external geometrical characteristics,
but it can also be used as a destructive method to obtain information about the internal
porosities of a component [172,173].

5. Conclusions

This article presents advancements in the field of additive manufacturing at the
microscale from a design perspective. The main ambition of this study is to highlight the
critical aspects of the design process by combining generalized results, mainly regarding
the effect of fabrication technologies and the use of materials. Even though microscale AM
technologies have been extensively discussed in other recent studies, here, we conclude that
the fabrication of microscale components using AM may be employed either by utilizing
existing meso- or macroscale techniques or by developing new, dedicated methods at the
micro- and nanoscales. Furthermore, this article collects recently presented applications
of microscale AM in the field of the fabrication of MEMs, actuators, and soft robotics, as
well as in the biomedical sector. The design process presented begins by considering the
comparative advantages and limitations of microscale AM. Its advantages include freeform
fabrication, the use of lattices and trusses, the ability to control the microstructure, and
the use of metamaterials with advanced properties. The limitations are mainly associated
with CAD digitization, the effects of fabrication process parameters on material properties,
which must be assessed, and the lifecycle of AM components, as well as the current lack of
metrology and quality control protocols. The design procedure proceeds with the selection
of appropriate materials and processes, analysis and optimization using CAE, and detailed
design, then concludes with fabrication and the post-evaluation.
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Abstract: In this study, we assessed the performance characteristics of five different magnetorheologi-
cal micropump designs, two of which were our proposed designs, while others were from the existing
designs in the literature. Comparisons have been performed based on physics-based simulations,
and the fully coupled magneto-solid-fluid interaction simulations were carried out in COMSOL
Multiphysics software. For a fair and meaningful comparison, both the material and geometric
properties were kept the same, and the simulations were run for one complete pumping cycle. The
results showed that the proposed flap and duckbill valve models could pump 1.09 µL and 1.16 µL
respectively in 1 s, which was more than the rest of the existing micropump models. Moreover,
at 0.5 s, when the magnetic flux density was maximum, the flap and duckbill valve models could
pump almost twice as fluid as some of the existing valve models did. The results also demonstrated
that the flap and duckbill valve models were nearly five times faster than some of existing models.
In conclusion, the proposed two micropump models could propel more net fluid volume than the
existing micropump designs, experienced low leakage during the contraction and expansion phase,
and had faster response times. We believe that the present study provides valuable insights for future
micropump designs, which have an extensive range of application areas, ranging from insulin dosing
systems for T1D patients to artificial organs to transport blood and from organ-on-chip applications
to micro-cooling systems.

Keywords: micropump; magnetorheological; MRE; magneto-solid-fluid interaction

1. Introduction

With the recent advancements in manufacturing technologies, researchers have be-
gun to explore novel designs at the micro and nano levels. Various micropump designs
have been proposed and studied in the literature, including AC magnetohydrodynamic,
piezoelectric, electroosmotic, acoustic, shape memory, thermo-pneumatic and so on. These
designs have their advantages and disadvantages over one another in terms of scalabil-
ity, biocompatibility, complexity, accuracy, cost and reliability. In this study, we focus on
the magnetorheological micropumps. Magnetorheological elastomer (MRE) is a type of
semi-active material, consisting of a rubber-like matrix with micron-sized iron particles
embedded in it. MREs change their mechanical behavior under the influence of magnetic
field. Their stiffness and damping properties alter with the intensity of the magnetic field.
Due to this unique feature, they were utilized in various applications, ranging from vibra-
tion isolation systems in buildings and bridges to sensors for structural health monitoring
applications and actuation systems such as micropumps [1–4]. There have been various
MR micropump designs proposed in the literature in the last decade [5–14]. These de-
signs usually varied based on the valves used. For example, Behrooz and Gordaninejad’s
conceptual MR micropump design employed conical one-way valves to transport the
flow unidirectionally [15,16], whereas Ehsani and Nejat investigated another conceptual
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design of an MR micropump, where they used one-way angled valves [17]. More recently,
Xufeng et. al. proposed a magneto-active pulse pump (MAPP) with flexible check valves,
resembling an eagle beak [18]. Researchers carried out fully coupled magneto-solid-fluid
simulations to assess the performance of their proposed designs.

However, all of these designs were studied individually, and they are not compared
against one another in terms of their pumping performances. In this study, we assessed the
performance characteristics of five different MR micropump designs, two of which were our
proposed designs, while others were from the existing designs in the literature. The models
from the literature included the Behrooz, Ehsani and Xufeng [15–18] models. These were
all the available magnetorheological micropumps with valves in the literature. Table 1 lists
a brief overview of these pumps. All of these micropumps involved one-way valves with
different designs. All included a flexible MRE top wall. While Behrooz and Ehsani models
carried out fully coupled magneto-solid-fluid interaction simulations, Xufeng model did
not. Behrooz and Ehsani models also carried out parametric studies to see the effects of
important design parameters.

Table 1. Existing magnetorheological micropump designs in the literature.

Micropump Models Number of
Electromagnets Valve Type Upper Wall

Material Parametric Study Simulation

Behrooz valve model 1 One-way conical valve MRE Yes MFSI
Xufneg valve model 1 Check valve MRE No No
Ehsani valve model 1 One-way angle valve MRE Yes MFSI

The other two models are the ones that are proposed in this study, namely the duckbill
valve and flap valve models. Comparisons have been performed based on physics-based
simulations, and the fully coupled magneto-solid-fluid interaction (MFSI) simulations were
carried out in COMSOL Multiphysics software. For a fair and meaningful comparison, both
the material and geometric properties were kept the same, and the simulations were run
for one complete pumping cycle. The details of the design will be discussed in Section 2.
Highly coupled MFSI simulations were carried out in COMSOL Multiphysics software
(v5.6). The paper is organized as follows: the proposed design is discussed in Section 2,
simulation methodology of five micropump designs is presented in Section 3 and summary
and conclusions are discussed in Section 4.

2. Proposed Design

Among the proposed designs, the flap valve model consists of a pump chamber, two
one-way flap valves and an electromagnet, while the duckbill valve model is composed of a
pump chamber, two one-way duckbill valves and an electromagnet (Figure 1). The top wall
of the pump chamber is made of a semi-active smart material called magnetorheological
elastomer (MRE), while the rest of the structure is made from a passive elastomer. MREs
falling in the category of composite materials are composed of a rubber-like base matrix,
such as silicone and micron-sized iron particles doped in it. Because of their ferromagnetic
properties, the MREs deform or can be designed to resist the deformation in the presence
of a magnetic field, depending on design intent. Since their mechanical properties alter
by the induced magnetic field, they are properly categorized as semi-active materials. In
the proposed micropump design, under an external magnetic field, the top wall contracts
inwardly in the pumping chamber. The amount of contraction depends on the intensity
of the applied magnetic field, which can be controlled via an external electromagnet. The
deformation on the top wall creates a squeezing effect on the fluid inside the flow chamber,
pushing the fluid through the one-way valve in the front end. While this is occurring, a
one-way flap and duckbill valve in the rear end prevents the fluid from leaking backward,
thus creating an effective unidirectional pumping mechanism.
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Figure 1. The proposed micropump designs with their main components: (a) flap valve model; and
(b) duckbill valve model.

3. Simulation Methodology
3.1. Model Creation

The proposed design involves coupled magneto-solid-fluid interaction physics. Thus,
the performance of the pump could best be predicted with the help of computer simulations
rather than simplified 1D analytical models. In this study, simulations were carried out
using COMSOL Multiphysics software (v5.6, Burlington, MA, USA). Figure 2 shows a
schematic of the model created in COMSOL.

The geometric and material properties of the 2D models are given in Table 2, while the
dimensions are shown in Figure 3 for convenience. The magnet is placed 0.35 mm below
the pump chamber. The height and wall thickness of the pump chamber is 1.10 mm and
0.10 mm, respectively, for all models. However, to maintain the same pumping area the
distance between two valves is varied on different valve models. The elastic modulus of
the pump material and average magnetic flux density acting on the upper wall are also
kept identical, which are 1.2 MPa and 0.018 T, respectively.
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Table 2. Properties of microchannels.

Parameter Symbol Behrooz Valve
Model

Xufeng Valve
Model

Ehsani Valve
Model

Duckbill Valve
Model

Flap Valve
Model

Height of the pump chamber H 0.9 (mm) 0.9 (mm) 0.9 (mm) 0.9 (mm) 0.9 (mm)
Thickness of the upper wall t 0.1 (mm) 0.1 (mm) 0.1 (mm) 0.1 (mm) 0.1 (mm)
Valve spacing distance S S1 = 3.079 (mm) S2 = 3.238 (mm) S3 = 3.069 (mm) S4 = 3.204 (mm) S5 = 3.102 (mm)
Length of micro channel L 5.65 (mm) 5.65 (mm) 5.65 (mm) 5.65 (mm) 5.65 (mm)
Distance between the pump
chamber and electromagnet D 0.35 (mm) 0.35 (mm) 0.35 (mm) 0.35 (mm) 0.35 (mm)

Side of the electromagnet A 1 (mm) 1 (mm) 1 (mm) 1 (mm) 1 (mm)
Magnetic flux density B 0.018 (T) 0.018 (T) 0.018 (T) 0.018 (T) 0.018 (T)
Elastic modulus E 1.2 (MPa) 1.2 (MPa) 1.2 (MPa) 1.2 (MPa) 1.2 (MPa)
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the top wall can activate the fluid flow. The magnetic field analysis was conducted in an 

AC/DC module, whereas the structural deformation of the pump chamber, including the 

top wall and one-way valves and fluid flow through pump chamber and valves were car-

ried out in Solid Mechanics and Laminar Flow modules, respectively (Figure 4). 

Figure 3. Valve models. Dimension values are given in Table 2.

The dimensions of the five 2D valve models are shown in the Figure 3.
In this study, MRE is assumed as a ferromagnetic material that has constant structural

and magnetic properties. The wall at the bottom does not deform in the presence of the
magnetic field. It is assumed to be sitting on a flat rigid surface so the deformation on
the top wall can activate the fluid flow. The magnetic field analysis was conducted in
an AC/DC module, whereas the structural deformation of the pump chamber, including
the top wall and one-way valves and fluid flow through pump chamber and valves were
carried out in Solid Mechanics and Laminar Flow modules, respectively (Figure 4).

3.2. Simulation Procedure

The simulation procedure is illustrated with the flowchart shown in Figure 5. First,
the variables such as geometric and material properties were defined. Since the simulation
involves the deformation of the pump chamber and one-way valves, the moving mesh
schemes were defined next. Then the simulation geometry was created, which was followed
by the material assignment to all solid and fluid domains. Next, the respective boundary
conditions were assigned in each physics module, i.e., AC/DC module, solid mechanics
module and laminar flow module. Then these different modules were communicated
with each other to transfer data between different flow physics. For example, the upper
wall of the pump chamber deforms under the influence of a magnetic field since it is
a ferromagnetic material. To model this phenomenon, the AC/DC module was run to
calculate the magnetic field over the entire domain, including all solid and fluid domains.
Then this information was passed to the solid mechanics module to calculate the resultant
deformation under the influence of the magnetic field. Similarly, the deformation data
on the seal was transferred to the fluid domain via fluid-structure coupling between the
solid mechanics and laminar flow modules. This reflected itself as a pressure load on the
fluid domain at the fluid-solid interface, causing the fluid flow, and thus the pumping
effect. While the fluid was pushed through the front valve, the pressure data on the
valves were communicated, again, with the fluid-structure coupling. Note that the fluid-
structure coupling was a two-way coupling, which provided convenience when the data
was communicated back and forth between the solid and fluid domains. This was done
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by defining fluid-structure interaction Multiphysics at all interfaces between the fluid and
solid domains.
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3.3. Boundary Conditions

As for the boundary conditions, a current excitation was added to the coil in the
AC/DC module, and the force calculation interface was selected for the top edge of
the upper wall of the pump chamber. This was to ensure that the Maxwell forces were
transferred to the top edge for the desired deformation, and thus the resulting pumping
effect. A sinusoidal time function and an external current density with a specific amplitude
were applied to the core of the electromagnet. In the solid mechanics module, fixed support
was added at the bottom wall of the pump chamber and the Maxwell surface stress tensor
(magnetic interaction force between the pump chamber and magnetic field) was selected in
the boundary load interface. In the laminar flow module, the pressures at the left and right
outlets were set to 0 Pa (gage). This was to allow the fluid freely to pass in and out from
two terminals. In addition, a no-slip condition was applied to the walls surrounding the
flow chamber.

242



Micromachines 2022, 13, 764Micromachines 2022, 13, x FOR PEER REVIEW 7 of 20 
 

 

Start

Fluid-structure 
coupling

AC/DC module 

Input parameters 

Define moving 
mesh 

Create model 
geometry

Assign materials

Define boundary 
conditions (BCs)

Laminar flow 
module

Solid mechanics 
module

Current excitation 
to the coil

Force calculation 
interface

Fix support 

Boundary load due 
to magnetic field

Create mesh

Study 1: Solver
Coil Geometry Analysis

Stationary Study

Study 2: Solver
Time Dependent Study

Assign inlet and 
outlet BCs

Modifiy the current 
input

Modify input 
parameters

Expected 
deformation and net fluid 

pumped 

End

Y

N

 

Figure 5. Flowchart of the simulation process in COMSOL. 

3.3. Boundary Conditions 

As for the boundary conditions, a current excitation was added to the coil in the 

AC/DC module, and the force calculation interface was selected for the top edge of the 

upper wall of the pump chamber. This was to ensure that the Maxwell forces were trans-

ferred to the top edge for the desired deformation, and thus the resulting pumping effect. 

A sinusoidal time function and an external current density with a specific amplitude were 

applied to the core of the electromagnet. In the solid mechanics module, fixed support 

was added at the bottom wall of the pump chamber and the Maxwell surface stress tensor 

(magnetic interaction force between the pump chamber and magnetic field) was selected 

in the boundary load interface. In the laminar flow module, the pressures at the left and 

right outlets were set to 0 Pa (gage). This was to allow the fluid freely to pass in and out 

Figure 5. Flowchart of the simulation process in COMSOL.

3.4. Computing Equations

Next, we discuss the governing equations for each physics involved. The following
equations were solved for the magnetic domain

∇·J = 0 (1)

∇× H = J (2)

B = µ0µr H (3)
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J = ∇× (µrµ0)
−1B (4)

where ∇ is the gradient operator, B is the magnetic flux density, J is the current density;
µ0 and µr are the permeability of the vacuum and the relative magnetic permeability,
respectively. The magnetic flux density H is determined in Equation (1), which is calculated
from Ampere’s law. By combining Equations (1)–(3), the relation between J and B is
obtained, which is given by Equation (4).

Moreover, Equation (5) shows the final equation of J

J = σE + σv× B + Je (5)

where σ is the electrical conductivity, E is the electric field, Je is the external current density
and v is the velocity of the conductor. The magnetic flux density B and external current
density Je can be calculated from Equations (6) and (7), respectively.

B = ∇× A (6)

Je =
I·n
a·b (7)

In Equations (6) and (7), A is the magnetic vector potential, n is the number of turns of
the coil of the electromagnet, I is the input electrical current to the coil and a and b are the
cross-sectional dimensions of the core. The magnetic field density B can be calculated from
Equation (8), when the external current density Je is known:

Je = ∇× (µrµ0)
−1B− σE− σv× B (8)

The Maxwell stress is shown in Equations (9) and (10) the total stress, which is the
result of magnetic stress and fluid pressure, is shown

n·σmaxwell = −0.5n(H·B) + (n·H)BT (9)

σtotal = σmaxwell + σp (10)

where n is the normal vector, σtotal is the total stress, σMaxwell is the Maxwell stress and σp
is the stress due to fluid pressure.

In the fluid domain, the flow is set to laminar incompressible flow appropriately. The
following equations were solved in the fluid domain:

Steady continuity:
ρ∇·u f luid = 0 (11)

Navier-Stokes equations for stationary approach:

ρ(u f luid·∇)u f luid = ∇·[−pI + K] + F (12)

Navier-Stokes equation for the time-dependent approach

ρ
∂u f luid

∂t
+ ρ(u f luid·∇)u f luid = ∇·[−pI + K] + F (13)

where u f luid is the velocity vector, ρ is the density, p is the pressure, K is the turbulent
kinetic energy and F is the volume force vector. The turbulent kinetic energy K can be
determined from Equation (14).

K = µ(∇u f luid + (∇u f luid)
T) (14)

For the solid mechanics, the following equations were solved:
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For stationary approach:

0 = ∇·(FS)T + Fv, F = l +∇usolid (15)

For the time-dependent approach:

ρ
∂2usolid

∂t2 = ∇·(FS)T + Fv, F = l +∇usolid (16)

In Equations (15) and (16), Fv is the volume force vector, usolid is the displacement,
l is the unit tensor and FS (F is the deformation gradient) is the first Piola-Kirchhoff
stress tensor.

3.5. Grid Generation and Grid Independence Study

As is commonplace procedure for conducting simulations in both Finite Element
Analysis (FEA) and Computational Fluid Dynamics (CFD), a mesh independency analysis
was conducted. To begin this process, a course mesh was applied to an initial simulation.
Then, the mesh size was reduced continually, and the net pumped volume was monitored
after each run. The mesh size reduction continued until there was no significant change
between two sequential cases. This process is shown in Table 3, which is also visually
illustrated in Figure 6. From the recorded cases, it can be seen that the percent change in
the target parameter was 0.14% between grid numbers 4 and 5. Thus, grid number 4 is
selected for the rest of the simulations.
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Table 3. Net pumped volume for each grid number.

Grid Number Number of Mesh
Elements

Net Pumped Volume
(µL)

The Difference in Net
Pumped Volume (%)

1 3002 2.13832 -
2 4306 2.11735 0.98
3 6075 2.10558 0.56
4 9144 2.10314 0.51
5 13,708 2.10245 0.14
6 19,215 2.10191 0.11
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3.6. Validity Study

Although COMSOL Multiphysics is a proven simulation tool and has been employed
by thousands of scientific studies in the literature, it is always wise and scientifically re-
quired to validate the simulation approaches with the existing studies in literature when
experimental data is not readily available. To this end, we selected the model presented
in [18]. All parameters, boundary conditions, magnetic flux density and geometric dimen-
sions were set to be the same. Figure 7 shows the model with the main components, as well
as the dimensions.
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The simulations were carried out by following the procedure outlined in Figure 5.
The comparisons between the benchmark study and this study are given in Table 4. From
Table 4, it is seen that the upper wall displacement for both cases is the same for 75 mT,
145 mT and 175 mT magnetic flux densities. In addition to the deformations, volume flow
rates were also compared. Figure 8 presents a comparison graph between the two cases.
As seen from the figure, the volume flow rates matched closely between the two cases.
Furthermore, the numerical data for the volume flow rates are presented in Table 5, with
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percent error margins. It can be seen that the average percent error between the two cases is
about 1.6%, with minimum and maximum deviations being 0.00% and 4.16% at 150 mT and
175 mT, respectively. This validates our simulation methodology, allowing us to continue
with the simulations of the pump designs.

Table 4. Comparisons of simulations between this study and benchmark study: (e)–(g) 3D shape
of pipe under 75 mT, 145 mT, and 175 Mt during experimental study; (i)–(k) The deformation
simulation corresponding to the experimental study in (e)–(g) “Reprinted/adapted with permission
from Ref. [18]. 2022, Rubayet Hassan”.

Magnetic Flux
Density (mT)

Benchmark Study
”Reprinted/Adapted with Permission
from Ref. [18]. 2022, Rubayet Hassan”.

This Study
Maximum

Displacement of
Upper Wall (mm)

75

Micromachines 2022, 13, x FOR PEER REVIEW 11 of 20 
 

 

 
(b) (c) 

Figure 7. Schematic of the model studied in “Reprinted/adapted with permission from Ref. [18]. 

2022, Rubayet Hassan”: (a) 3D view; (b) front view; and (c) side view. 

The simulations were carried out by following the procedure outlined in Figure 5. 

The comparisons between the benchmark study and this study are given in Table 4. From 

Table 4, it is seen t 

Table 4. Comparisons of simulations between this study and benchmark study: (e)–(g) 3D shape 

of pipe under 75 mT, 145 mT, and 175 Mt during experimental study; (i)–(k) The deformation sim-

ulation corresponding to the experimental study in (e)–(g) “Reprinted/adapted with permission 

from Ref. [18]. 2022, Rubayet Hassan”. 

Magnetic 

Flux Density 

(mT) 

Benchmark Study ”Re-

printed/Adapted with Permission 

from Ref. [18]. 2022, Rubayet 

Hassan”. 

This Study 

Maximum  

Displacement 

of Upper Wall 

(mm) 

75 

 
 

0.4 

Micromachines 2022, 13, x FOR PEER REVIEW 11 of 20 
 

 

 
(b) (c) 

Figure 7. Schematic of the model studied in “Reprinted/adapted with permission from Ref. [18]. 

2022, Rubayet Hassan”: (a) 3D view; (b) front view; and (c) side view. 

The simulations were carried out by following the procedure outlined in Figure 5. 

The comparisons between the benchmark study and this study are given in Table 4. From 

Table 4, it is seen that the upper wall displacement for both cases is the same for 75 mT, 

145 mT and 175 mT magnetic flux densities. In addition to the deformations, volume flow 

rates were also compared. Figure 8 presents a comparison graph between the two cases. 

As seen from the figure, the volume flow rates matched closely between the two cases. 

Furthermore, the numerical data for the volume flow rates are presented in Table 5, with 

percent error margins. It can be seen that the average percent error between the two cases 

is about 1.6%, with minimum and maximum deviations being 0.00% and 4.16% at 150 mT 

and 175 mT, respectively. This validates our simulation methodology, allowing us to con-

tinue with the simulations of the pump designs. 

Table 4. Comparisons of simulations between this study and benchmark study: (e)–(g) 3D shape 

of pipe under 75 mT, 145 mT, and 175 Mt during experimental study; (i)–(k) The deformation sim-

ulation corresponding to the experimental study in (e)–(g) “Reprinted/adapted with permission 

from Ref. [18]. 2022, Rubayet Hassan”. 

Magnetic 

Flux Density 

(mT) 

Benchmark Study ”Re-

printed/Adapted with Permission 

from Ref. [18]. 2022, Rubayet 

Hassan”. 

This Study 

Maximum  

Displacement 

of Upper Wall 

(mm) 

75 

 
 

0.4 0.4

145

Micromachines 2022, 13, x FOR PEER REVIEW 12 of 20 
 

 

145 

 
 

1.2 

175 

  

3.4 

  

Micromachines 2022, 13, x FOR PEER REVIEW 12 of 20 
 

 

145 

 
 

1.2 

175 

 
 

3.4 

  

1.2

247



Micromachines 2022, 13, 764

Table 4. Cont.

Magnetic Flux
Density (mT)

Benchmark Study
”Reprinted/Adapted with Permission
from Ref. [18]. 2022, Rubayet Hassan”.

This Study
Maximum

Displacement of
Upper Wall (mm)

175
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Figure 8. Net pumped volume comparisons between this study and benchmark study “Reprinted/
adapted with permission from Ref. [18]. 2022, Rubayet Hassan”.

Table 5. Percent error of the flow rates between this study and benchmark study “Reprinted/adapted
with permission from Ref. [18]. 2022, Rubayet Hassan”.

Magnetic Flux
Density (mT)

Magnetic Flux
Density (mT)

Flow Rate from
Validation Case (µL/s)

Percentage of
Error (%)

150 4.8 4.6 4.16
175 7.3 7.3 0
200 20.9 21.3 1.91
225 25.9 25.8 0.39
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3.7. Results and Discussions

In this section, the pumping process is analyzed for one pumping cycle for the five
micropump models. Comparisons are made in terms of volume flow rate and MRE
wall response time. A full pumping cycle consists of a contraction phase, followed by
an expansion phase. When the electromagnet is activated, the magnetic particles inside
the MRE actuates and deforms the MRE wall downwards. The first phase of pumping is
contraction. In this phase, the magnetic field over the MRE wall increase. Figure 9 represents
the magnetic field of the upper MRE wall for all five models during the contraction period.
The magnetic flux density is the same for the five models of micropump.
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Figure 9. Magnetic flux density over the upper MRE wall under the magnetic field for the five
valve models.

Figure 10 shows the vertical displacement of upper wall for five different valve models.
The Ehsani valve model experienced the largest upper wall deformation. This is because
the distance between the upper wall and the upper tip of the valves is larger than other
valves. That’s why the upper wall does not face any hindrance during deformation inwards.
On the other hand, the MRE wall shows less deformation in the case of the Behrooz valve
model. It is because the width of the Behrooz valve is more than the other valves, so the
tips of the upper and lower valves sustain more resistance during the deformation of the
MRE upper wall. The MRE wall bends due to the applied force. The deflection of MRE and
the total applied force are reduced to zero when the expansion phase is completed. The
fluid domain and solid parts are at rest initially for all five models.

When the upper wall begins to deform downwards it pushes the fluid inside the
microchannel towards the two outlets. At this time, the fluid enclosed between the two
valves deflects the left and right valves in a way that prevents the backflow, and propels
the fluid to the right unidirectionally. This phenomenon is the same for all the five models.

Figure 11 shows that the right valve is fully open when the fluid velocity is maximum
at the right outlet, and at the same time, the left valve remains closed to prevent the back
flow. This is the same for all five models.
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From Table 6 and Figure 12, it is seen that the maximum velocity occurs from 0.1 to 0.5 s
for different valve models, which means that the magnetic flux acting on the upper MRE
wall rapidly. Among all, the Flap, Duckbill and Behrooz valves have the fastest response
time, which is an advantage. In addition, the maximum velocity is obtained for the Ehsani
valve model, but has a slower response time. Thus, in terms of rapid deformation of the
upper wall, the proposed flap and duckbill valves model show the best performance.

Table 6. Maximum velocity magnitude for all five valve models.

Valve Model Maximum Velocity
Occurred (s)

Maximum Velocity
Magnitude at Outlet (mm/s)

Flap valve 0.1 1.10
Duckbill valve 0.1 0.91
Behrooz valve 0.1 0.59
Ehsani Valve 0.5 1.82
Xufeng valve 0.5 1.40
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Figure 12. Graphical representation of velocity magnitude at the outlet of the five valve models.

Figure 13a represents the flow rate of the five valve models during the contraction
phase. It is observed that the volume flow rate is high for the Ehsani valve model, which
means that more fluid is propelled in the same amount of time compared to the other
models. However, the Ehsani valve model is the only valve to have backflow during
the contraction phase because of the large gap between the upper wall and the tip of the
valves, which is a major disadvantage. Figure 13b represents the volume flow rate for
both contraction and expansion phases. It is seen that all of the five models have backflow
during the start of the expansion period (at t = 0.5 s), but the Ehsani valve model has the
highest backflow compared to the other four models. Hence, the Ehsani model is the least
advantageous among the five models. As seen from Figure 12, the Ehsani valve model
shows the maximum velocity, but this maximum velocity is in the backward direction,
which can also be confirmed by Figure 13b.
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Figure 13. Comparison of volume flow rates for the five valve models: (a) contraction phase (until
t = 0.5 s) and (b) both expansion and contraction phase (until t = 1 s).

Figure 14 and Table 7 demonstrate the net volume pumped by the five valve models
during a 1 s pumping cycle. It is seen clearly from Table 7 that the duckbill valve model has
the largest pumping capacity, followed by the flap valve model. It can thus be concluded
that the proposed two valve models are superior to the other models in terms of net
pumped volume during the same pumping cycle.
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Table 7. Net pumped volume of micropumps.

Micropump Model Net Pumped Volume (µL)

Duckbill valve model 1.16
Flap valve model 1.09

Xufeng valve model 0.92
Ehsani valve model 0.91

Behrooz valve model 1.03

The material and the design of the chamber needed to be tuned to ensure the optimum
deformation due to the electromagnetic force could be achieved, as stiff sidewalls would
be a challenge for electromagnetic forces to be able to deform the chamber and increase
the pressure to open the outlet valve. On the other hand, the return cycle needed to be as
quick as possible to bring the chamber back to the initial shape ready for the next cycle,
while generating enough suction to open the inlet valve and suck fluid into the chamber
for the next pumping cycle. Both pressure and cycle time for pumping and suction cycles
are directly related to the mechanical property of the elastic material and the design of
the chamber. The thickness and design of the side walls has been tuned to optimize these
pumping and suction performance of the pump. FEA analysis has been used to simulate
the deformation and return of the chamber, to optimize the thickness and design of the
chamber. While mechanical property of the chamber could be tuned by adjusting the
UV-power density (power x exposure time) during the 3D printing process, a constant
UV-power density (that was optimized for successful 3D printing of the thin wall for the
specific elastic resin) has been used throughout all initial fabrication experiments.

The advantage of this fabrication is that geometry design and mechanical properties
of the chamber could be easily modified and fine-tuned, with minimum limitation imposed
from fabrication technique. The elastic resin used in this study is a new type of resin for 3D
printing that has been developed by “Adaptive3D”.
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4. Summary and Conclusions

In this work, we presented a comparative evaluation of several magnetorheological
micropump designs. All designs were positive displacement pumps, pushing the fluid in
one direction via two flexible valves. The Behrooz, Ehsani and Xufeng valves were existing
in the literature, while the flap and duckbill valve models were proposed in this study. The
performances of the pumps were evaluated through physics-based multiphysics computer
simulations. The comparisons of the performance characteristics of the five pumps were
presented and discussed.

The major takeaways from this study can be listed as follows:

• The comparison study revealed that:

# the proposed duckbill and flap valve micropumps were five times faster than
the Ehsani and Xufeng valve micropumps;

# the backflow was comparatively less for the duckbill and flap valve microp-
umps, while the Ehsani models showed the maximum backflow;

# the proposed flap and duckbill valve model could pump 1.09 µL and 1.16 µL in
1 s of pumping cycle, respectively, which is more than each of the three existing
micropump models.

• After examining the MRE wall deformation, velocity magnitude and volume flow rate,
it is concluded that the proposed duckbill and flap valve models can propel the largest
amount fluid in the same time interval, and both of them have short response time
to apply the magnetic field. Thus, in terms of the performance measures, it can be
concluded that the proposed two models provide better results.

• The proposed study could be used for future MR micropump design considerations.
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Abstract: In this study, a novel refractive index sensor structure was designed consisting of a metal-
insulator-metal (MIM) waveguide with two rectangular baffles and a U-Shaped Ring Resonator
(USRR). The finite element method was used to theoretically investigate the sensor’s transmission
characteristics. The simulation results show that Fano resonance is a sharp asymmetric resonance
generated by the interaction between the discrete narrow-band mode and the successive wide-band
mode. Next, the formation of broadband and narrowband is further studied, and finally the key
factors affecting the performance of the sensor are obtained. The best sensitivity of this refractive-
index sensor is 2020 nm/RIU and the figure of merit (FOM) is 53.16. The presented sensor has the
potential to be useful in nanophotonic sensing applications.

Keywords: Fano resonance; SPPs; U-shaped ring resonator; sensor; metal-insulator-metal

1. Introduction

Surface plasmon polaritons (SPPs) are electromagnetic surface waves generated by
the interaction between an external light field and free electrons in metal, which can reach
the maximum field intensity on the surface and decay exponentially along the direction
perpendicular to the interface [1,2]. SPPs can be excited in two ways, by electrons or
light waves. When the size of a specific nanostructure is reached, SPPs can break through
the limited conventional diffraction and control light on the nanoscale [3,4]. SPPs have
three characteristics: low dimension and high intensity and subwavelength, which make
them a good energy and information carrier, and their ability to combine subwavelengths
can be used to make various optical devices [5], such as wavelength demultiplexers [6,7],
plasmonic filters [8,9], logic gates [10], couplers [11], and sensors [12,13].

In recent years, refractive index sensors based on a metal-insulator-metal (MIM)
waveguide have attracted wide attention because of their strong lateral confinement,
easy manufacturability, low propagation loss, and shorter transmission length [14,15].
Sensors based on MIM waveguides can also produce nonlinear optical effects such as
electromagnetically induced transparency (EIT) and Fano resonance. Fano resonance
is a kind of scattering resonance phenomenon that can produce an asymmetrical line
shape. The shape of Fano resonance is caused by interference in the scattering amplitude
of the discrete narrow-band mode and successive wide-band mode. Due to the rapidly
changing amplitude and phase, Fano resonance has a narrower full width at half maximum
(FWHM) [16]. Because of the unique linear shape of Fano resonance, the smaller FWHM
has the higher electromagnetic field binding ability, which is widely used to characterize
the resolution of the instrument.
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In addition, Fano resonance is very sensitive to structural parameters and refractive
index changes, which is very helpful for the preparation and improvement of refractive
index sensors [17]. It is an important method for designing refractive index sensors by
using a waveguide coupling resonator to generate Fano resonance. Zhou et al. [18] pro-
posed an MIM waveguide consisting of two baffling resonators and a ring resonator; this
structure can increase the sensitivity to 1650 nm/RIU. Zhang et al. [19] put forward an
MIM waveguide which can support Fano resonance with a sensitivity of 1268 nm/RIU.
Liu et al. [20] designed a refractive-index nanosensor, which can reach 1510 nm/RIU sensi-
tivities. Zhang et al. [21] proposed a tooth cavity-coupled ring-splitting cavity structure
obtaining a sensitivity of 1200 nm/RIU. Herein, the proposed nanosensor, with a simple
structure, can achieve a high sensitivity of 2020 nm/RIU with a FOM of 53.16.

In this article, a novel refractive index sensor structure consisting of a USRR and an
MIM waveguide with two rectangular baffles is propounded theoretically. The USRR cavity
can be represented with two parameters, which greatly reduces the difficulty of fabrication.
Compared with other cavity structures, a USRR is more sensitive to the change in structural
parameters, which is helpful for researching high sensitivity refractive index sensors. The
standardized Hz field distributions and the propagation characteristics were theoretically
proposed by the finite element method (FEM).

2. Materials and Methods

A schematic diagram of the designed structure is shown in Figure 1. A U-shaped cavity
was chosen because it combines the advantages of circular and rectangular resonators. The
rectangular resonator can change the vertical distance independently of the horizontal
direction, and the straight waveguide is very beneficial to the transmission of light, but
the coupling of the straight waveguide and MIM waveguide will cause a larger FWHM,
and the perception performance will decrease. A circular resonator is the best choice, and
displays a good performance in coupling with MIM waveguide. However, if the radius
is increased, the increased cavity area in the vertical direction will lead to a decline in the
sensor’s performance and an increased loss, thus affecting the spread performance. In
the end, we chose the USRR structure. The coupling mode between the resonator and
bus waveguide can be divided into side coupling and shoulder coupling. The structure
proposed in this work adopts the side coupling mode. The geometric parameters of the
structure settings are as follows: R1 and r1 are the outer radius and inner radius of the
USRR taken separately; the height of the USRR is described as d; g is the coupling gap
between the USRR resonant cavity and the bus waveguide; the distance between the two
rectangular baffles and the height of them are denoted as l and h. The input and output
ports are P1 and P2, respectively, andω represents the width of the MIM waveguide. ω is
usually set to 50 nm to ensure only TM0 mode exists in the waveguide [22].
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The TM mode equation is [23,24]:

tan h(kω) = −2kpαc/
(

k2 + p2k2
)

(1)

where p = εin/εm, k is the wave vector, and αc =
[
k0

2 × (εin − εm) + k
]1/2

, εm and εin

represent the permittivity of metal and dielectric, respectively. In free space, k can be
depicted as k0 = 2π/λ0.

A 2D diagram can be used instead of a 3D diagram for simple calculation. The yellow
and white parts were filled with silver and air, respectively. A sufficiently thick silver
layer can be prepared on a silicon substrate by chemical vapor deposition (CVD). The
desired structure can be obtained by electron beam etching on the silver layer. The silver
was chosen as the filling metal, which is due to its higher electric field and lower power
consumption. The relative permittivity of air is 1, and the relative permittivity of silver can
be acquired using the Debye–Drude dispersion model:

εAg(ω) = ε1(ω) + ε2(ω)i = 1 − ωp
2τ2

1 +ω2τ2 +

(
1 − ωpωp

2τ

ω(1 +ω2τ2)

)
i (2)

where ω represents the angular frequency of the light, ωp
(
ωp = 1.38 × 1016) can be

expressed as the plasma frequency of silver, and τ
(
τ = 7.35 × 1015) is the relaxation

time [25,26].
The performances of the proposed structure can be evaluated by two parameters,

sensitivity (S) and figure of merit (FOM), which can be reached as follows [27]:

S = ∆λ/∆n (3)

FOM = S/FWHM (4)

where ∆λ and ∆n represent the change in resonance wavelength and refractive
indices, respectively.

Before the sensor was manufactured, the transmission spectrum of the structure
was numerically simulated with COMSOL Multiphysics 5.4. Boundary conditions can
be divided into absorptive boundary conditions and periodic boundary conditions. The
absorbing boundary condition was established by a perfect matching layer to absorb
spilled waves. By setting a high loss layer perfectly matching the dielectric impedance
of the adjacent region in the boundary region, the electromagnetic wave decays rapidly
without reflection until it is completely absorbed. The superfine mesh was selected to
improve segmentation accuracy and guarantee perfect segmentation.

3. Results

Since Fano resonance plays a significant role in the sensitivity of the sensor, we will
investigate the formation and characteristics of Fano resonance. The structural parameters
are as follows: R1 = 210 nm, r1 = R1 − 50, d = 205 nm, h = 145 nm, l = 440 nm,
g = 10 nm. The method of Fano resonance excitation is divided into waveguide side
coupled cavity excitation and symmetry breaking excitation. In this work, we used the
waveguide side coupled resonator excitation mode. Fano resonance is caused by the
interaction of the successive wide-band mode, which is excited by the bus waveguide with
two rectangular baffles and the discrete narrow-band mode formed by the USRR resonant
cavity. To evaluate the different transmission characteristics, three structures, with the
whole system (red line), the single USRR resonant cavity (blue line), and two symmetrical
rectangular baffles (yellow line), were chosen in Figure 2. The continuous solid yellow
curve has a positive slope with ultra-high transmittance. Therefore, it can be considered as
a continuous wideband mode. The SPPs, which are directly inspired by the TM beam of
the incident light wave, enter the bus waveguide through P1 and exit through P2.

259



Micromachines 2022, 13, 750

Micromachines 2022, 13, 750  4  of  9 
 

 

tangular baffles (yellow line), were chosen in Figure 2. The continuous solid yellow curve 

has a positive slope with ultra‐high  transmittance. Therefore,  it can be considered as a 

continuous wideband mode. The SPPs, which are directly inspired by the TM beam of 

the incident light wave, enter the bus waveguide through  P   and exit through  P .   

The blue line is a continuous curve with a narrow spectral width and low transmit‐

tance, and its transmission spectrum is similar to the shape of a Lorentz curve, showing a 

certain symmetry. Therefore, the transmission spectrum of single USRR can be consid‐

ered as a discrete narrowband mode. As shown  in Figure 2c, the SPPs  indirectly moti‐

vated by the TM beam enter the bus waveguide from  P   and most of them are trapped in 

the USRR resonant cavity. A few SPPs can return to the MIM waveguide and are prop‐

agated to  P  to attain indirect excitation of the TM wave. The H  field distribution indi‐
cates  that  the USSR structure has a certain  field  intensity distributed  in  the whole bus 

waveguide. 

The red line is a continuous sharp asymmetric curve with narrow spectral width and 

low  transmittance,  and  its  transmission  spectrum  is  the  standard  Fano  resonance. As 

shown in Figure 2a, the red curve has the lowest transmittance, which indicates the de‐

vice’s ability to bind light is enhanced after the addition of double rectangular baffles to 

the MIM waveguide. As can be seen from Figure 2b, SPPs coupled to the USRR structure 

increase significantly, resulting in an increase in the field intensity of the USRR structure. 

The normalized H   field suggests that the USRR resonant cavity and the left part of the 

bus waveguide have a relatively strong resonance. By comparison, when the bus wave‐

guide is examined after adding the symmetric rectangular baffles, the ability of the whole 

structure to gather electric field and capture SPPs is significantly strengthened, resulting 

in the great modulation of the asymmetric line shape of Fano resonance.   

The Fano resonance wavelength  λ can be calculated by: 

 λ 2Ln J 𝜑 𝜋⁄⁄   (5)

where the effective resonant length of ring cavity is expressed as L;  n   is the effective 

refractive index; the phase transition reflected by SPP at the MIM interface is represented 

as 𝜑 ; and J is the mode order (J = 1, 2, 3 …). According to Equation (5) and the analysis 

of the causes of Fano resonance, the parameters of the structure designed here will affect 

the line shape and the wavelength, thus affecting the performance of the refractive index 

sensor. The  following changes will be made  to  the resonator and MIM waveguide pa‐

rameters to analyze their influence on the sensitivity and figure of merit of the refractive 

index sensor, so as to achieve the best performance. 

 

Figure 2.  (a) Transmittance spectra of  the single  two baffles  (yellow  line), single USRR resonant 

cavity (blue line), and all system (red line); (b) The SPP pathway schematic of the system; (c) The 

SPP pathway schematic of the single USRR structure. 
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The blue line is a continuous curve with a narrow spectral width and low transmittance,
and its transmission spectrum is similar to the shape of a Lorentz curve, showing a certain
symmetry. Therefore, the transmission spectrum of single USRR can be considered as a
discrete narrowband mode. As shown in Figure 2c, the SPPs indirectly motivated by the
TM beam enter the bus waveguide from P1 and most of them are trapped in the USRR
resonant cavity. A few SPPs can return to the MIM waveguide and are propagated to P2 to
attain indirect excitation of the TM wave. The Hz field distribution indicates that the USSR
structure has a certain field intensity distributed in the whole bus waveguide.

The red line is a continuous sharp asymmetric curve with narrow spectral width
and low transmittance, and its transmission spectrum is the standard Fano resonance.
As shown in Figure 2a, the red curve has the lowest transmittance, which indicates the
device’s ability to bind light is enhanced after the addition of double rectangular baffles to
the MIM waveguide. As can be seen from Figure 2b, SPPs coupled to the USRR structure
increase significantly, resulting in an increase in the field intensity of the USRR structure.
The normalized Hz field suggests that the USRR resonant cavity and the left part of the bus
waveguide have a relatively strong resonance. By comparison, when the bus waveguide is
examined after adding the symmetric rectangular baffles, the ability of the whole structure
to gather electric field and capture SPPs is significantly strengthened, resulting in the great
modulation of the asymmetric line shape of Fano resonance.

The Fano resonance wavelength λ1 can be calculated by:

λ1 = 2Lneff/J −
(

ϕre f /π
)

(5)

where the effective resonant length of ring cavity is expressed as L; neff is the effective
refractive index; the phase transition reflected by SPP at the MIM interface is represented as
ϕre f ; and J is the mode order (J = 1, 2, 3 . . . ). According to Equation (5) and the analysis of
the causes of Fano resonance, the parameters of the structure designed here will affect the
line shape and the wavelength, thus affecting the performance of the refractive index sensor.
The following changes will be made to the resonator and MIM waveguide parameters to
analyze their influence on the sensitivity and figure of merit of the refractive index sensor,
so as to achieve the best performance.

Based on the above analysis of the causes of Fano resonance, we know that the linear
shape of Fano resonance can be changed by varying the broadband mode and narrow
band mode, thus improving the performance of the sensor. By changing the parameters
of USRR structure that generates narrowband mode, the influence of narrowband mode
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on the transmission performance of the whole structure was evaluated. The influence of
USRR R1 was further studied by setting R1 to 215, 210, 205, 200 and 195 nm. In Figure 3a,
as R1 increases, the curves appear to undergo an obvious red shift with the transmittance
decreased slightly. The reason for this is that due to the increase in the effective length of
the USRR structure, the ability of the USRR to gather electric field increases, and eventually
the resonant wavelength moves to a larger wavelength. Figure 3b shows the sensitivity
fitting curve with a good linear relationship. Importantly, the change in sensitivity increases
obviously from 1740 to 2000 nm/RIU as R1 varies at 5 nm intervals. This indicates that R1
is an important parameter to improve the sensitivity of the sensor. In practical application,
proper parameters can be chosen according to the requirements of sensor manufacturing.
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Subsequently, the influence of the changed d of USRR on the whole structure’s trans-
mission characteristics was evaluated, which were found to have increased from 175 to
215 nm. As Figure 4a shows, the transmission spectra showed an obvious redshift with d
increased. The reason for this is also due to the increase in the effective length of the res-
onator. That the transmittance increases slightly indicates that the ability of USRR structure
to gather electric field decreases slightly with the increase in cavity height. As Figure 4b
shows, the sensitivity fitting curve has a good linear relationship and the sensitivity changes
from 1720 to 1880. This indicates that the height of USRR structure has less influence on
sensitivity than the radius; thus, changing d can improve sensitivity in a certain range.
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Next, we investigated the broadband mode and evaluated the effect of broadband
mode on the transmission performance of the whole structure by varying the parameters of
the MIM waveguide structure that generates broadband mode. The MIM waveguide with
two rectangular baffles structure and the MIM waveguide with single rectangular baffle
structures were compared to explore the influence of different types of MIM waveguide
on the transmission spectrum of the sensor. Both structures have the same parameters,
which are set as: R1 = 210 nm, r1 = R1 − 50, d = 205 nm, l = 440 nm, g = 10 nm,
h1 = 145 nm (two baffles), h2 = 70 nm (sin gle baffle). The MIM waveguide with a single
rectangular baffle structure is taken as the comparison structure. The contrast transmission
spectrums of the two structures are shown in Figure 5a. The transmission spectrums show
that the two structures will produce sharp curves of asymmetric Fano resonance and the
wavelength remains almost unchanged. This indicates that the broadband mode has little
effect on the refractive index of the sensor. It can be clearly seen that the blue curve has
a high transmittance and narrow FWHM, which indicates that the ability of the whole
structure to gather electric field and capture SPPs has been distinctly weakened. This can be
interpreted as showing that the coupling ability of the double rectangular baffle structure
to the USRR is much greater than that of the single rectangular baffle structure. As shown
in Figure 5b,c, the normalized Hz field distribution shows that when the MIM waveguide
contains two rectangular baffles, the USRR structure will gather a stronger electric field and
exist to a stronger resonance. Thus the following studies of waveguide structure parameters
are based on an MIM waveguide with double symmetrical baffle structures.
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The influence of MIM waveguide structural parameters on system characteristics were
further researched; we changed the height of rectangular baffle h from 115 to 155 nm and
increased the distance between the two rectangular baffles l from 420 to 460 nm with an
increase of 10 nm. As shown in Figure 6a,b, the dip position remains constant no matter
how h and l were changed, which indicates that the wavelength is basically unchanged and
the two parameters are not sensitive to the refractive index sensor. However, it can be seen
from Figure 6a that changing h will change the shape of the curves more obviously, which
transformed an almost symmetrical shape into an entirely asymmetrical shape. When h
increases, the transmittance will gradually decrease, which shows that as the rectangular
baffles get closer to USRR, more electric fields can be accumulated on the USRR, which
ensures the good performance of the sensor. The same phenomenon is also shown in
Figure 6b. When l decreased, the transmittance will gradually increase, which shows that
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USRR has a relatively strong resonance. Thus, the closer the rectangular baffles are to the
resonator, the stronger the intensity of the field that will be gathered in the resonator and
the performance of the device will be improved. The h is a more vital parameter than
the distance between the two rectangular baffles in affecting the shape of the continuous
broadband state. The above research indicates that transforming the h parameter can
change the line’s shape without affecting its dip wavelength.
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between the two rectangular baffles; (c) various coupling gaps.

Finally, the influence of the coupling gap was evaluated by changing the g from
10 to 30 nm. Figure 6c indicates that the transmission spectrum has an obvious blue
shift. The FWHM becomes narrower and the transmittance apparently increases. This
indicates that increasing the coupling gap weakens the coupling of SPPs to USRR and the
energy constraint of the cavity. This shows that the coupling gap g determines the low
transmittance of the transmission spectrum. By balancing transmittance and FWHM, we
chose 10 nm as the most optimal coupling distance for this sensor.

For optimal sensing performance, set the parameters to R1 = 215 nm, d = 215 nm,
h = 145 nm, l = 440 nm, g = 10 nm. The measuring theory of the refractive index sensing is
that the resonance dip will change with the varying of the refractive index of surrounding
materials. The refractive-index was set to 1.00, 1.01, 1.02, 1.03, 1.04, and 1.05. The transmis-
sion spectrum exhibited an obvious red shift is shown in Figure 7a. As Figure 7b shows, a
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maximum sensitivity and FOM of this structure were achieved, which are 2020 nm/RIU
and 53.16. This is the optimal performance of the proposed structure, which is better than
those which have been mentioned in the first part and are shown in Table 1. A comparison
of the sensitivity of the structure indicates that the proposed structure provides better
sensitivity to RI variation.
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Figure 7. (a) Transmission spectra at various refractive indexes; (b) Fitting lines of sensitivity at
disparate values of refractive indexes.

Table 1. Comparisons of the results with recent research.

Reference Structure Type Sensitivity
(nm/RIU)

[18] Two baffle resonators 1650
[19] Ring resonator 1268
[20] D-shaped cavity 1510

[21] Tooth cavity-coupled ring
splitting cavity 1200

This work USRR structure 2020

4. Conclusions

In this study, a novel refractive index sensor structure was designed consisting of a
metal-insulator-metal waveguide with two rectangular baffles, coupled with a U-shaped
ring resonator. The results show that Fano resonance, which results from the interaction of
the successive wide-band mode and the discrete narrow-band mode, plays a significant role
in the performance of the refractive index sensors. It was also found that the broadband
mode mainly affects the line shape and FWHM of Fano resonance, and the narrowband
mode mainly affects the sensitivity of sensor. A maximum sensitivity and FOM of this
structure were achieved, which are 2020 nm/RIU and 53.16. The presented structure has
the potential to be useful in nanophotonic sensing applications.
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Abstract: In the recent era, fifth-generation technology (5G) has not been fully implemented in the
realm of wireless communication. To have excellent accessible bandwidth feasibility, and in order to
achieve the aims of 5G standards, such as higher data rates and ultrahigh-definition video streaming,
the millimeter wave (mmWave) band must be employed. Services with minimal latency and many
other features are feasible only in the mmWave spectrum. To avoid numerous communication
complexities such as high connection losses, short wavelength, and restricted bandwidth, as well
as path-loss challenges in the mmWave range, an antenna with wide bandwidth, high gain, narrow
steerable beam, high isolation, low side-lobe levels, and multiband features is required to alleviate
these difficulties and meet 5G communication standards. To overcome these challenges, specific
strategies and techniques should be employed in the traditional antenna designing procedure to
excellently improve the performance of the antenna in terms of bandwidth, gain, and efficiency and
to reduce the mutual coupling effect between the closely colocated antenna elements in MIMOs
and arrays. The researchers reported on a variety of bandwidth and gain improvement approaches.
To gain broader coverage, traditional antenna design techniques must be modified. In this study,
the latest state-of-the-art work is reviewed, such as the role of the metamaterials (MMTs), parasitic
patches, hybrid feeding, EBG structure, impact of the slots with different geometrical shapes in the
radiator to achieve the goal of wide bandwidth, boosted gain, reduced side-lobes level, as well as
stable radiation properties. Mutual coupling reduction techniques are also briefly reported. The role
of reconfigurability is focused on in this study, and at the end, the future challenges in the field of
antenna design and possible remedies to such issues are reviewed.

Keywords: 5G; mmWave; SIW; hybrid feeding; SIC; wide bandwidth; ECC; stable high gain; isolation;
MEG; DIG; SAR; SSL; metamaterials (MMTs); DRAs

1. Introduction

In mobile communication, 5G is the latest technical advancement [1–10]. Facilitating
users with delivery of high data rates, HD video broadcasting with ultrahigh speed, flaw-
less traffic capacity, as well as an improved network and spectrum efficiency or efficient
frequency sweep [2,3,11–22]. In addition, 5G Technology would not only facilitate excellent
communication services and accessibility to the Internet of Things but also be an excellent
feasible solution for device-to-device connectivity. An automation in industrial manu-
facturing, such as tele surgery, automatic fracture detection application, remote sensing,
telemedicine, and much more would be possible with advanced fashion and zeal. Due
to heavy traffic and more interferences offered by different services, the Sub 1 GHz and
the sub-6 GHz older spectrum bandwidths have become limited [11]. The term “band-
width” refers to the most important property of an antenna system being responsible for
the improvement of capacity to meet the aforementioned 5G design goals. Ultralow latency
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with higher data rates can easily be achieved and can be utilized, but we are still faced
with the much higher ratio of challenges and limitations such as link losses, multipath
effects, small-scale fading as well as short coverage [11]. To fully overcome and alleviate
these challenges and limitations, different valuable solutions are available which might
handle these issues, such as advanced beam-forming techniques, antennas with high gain
and narrow beamwidth, small-cell technology in advanced format, massive MIMO an-
tennas with excellent steerable characteristics of low scanning losses and reconfigurable
characteristics [2,15,16], and bandwidth enhancement techniques [23–28].

For mitigating these challenges, antennas with high performance parameters such as
antennas with small beam width, small side-lobe level, with characteristics of low scanning
losses, are required, which might be able for two- and three-dimensional steering capability
at higher levels of frequency scanning. It is a challenging and difficult task to maintain nar-
row beam width with low scanning levels. For flawless reliable communication, broadband
antennas with excellent steerable characteristics, that are small in size, and have narrow
beam width and high gain are required at mobile base stations.

The key challenges for designers is to maintain a suitable position of the antenna at base
station and to maintain stability in the radiation characteristics with other communication
components such as Wi Fi, 4G LTE, and LCD; besides these challenges, the back casing
composed of metal is an enormous challenge for designers and researchers.

Specific absorption losses in terms of the effect of the user’s body on antenna per-
formance are required to be inspected. Between each two antenna elements, the mutual
coupling should be reduced or isolation between each two elements should be high [29],
especially in the case of MIMO antennas. Some other performance parameters such as
channel capacity loss (CCL), diversity gain (DG), mean effective gain (MG), and total active
reflection coefficient also need to be analyzed [29,30].

The microstrip antennas are mostly used due to being lower in cost, simple in fab-
rication, and easy in installation, but they have some limitations such as limited level of
gain, narrow in bandwidth, lower efficiency, and low power-handling capability. Vari-
ous strategies and techniques are used to enhance the bandwidth, such as to create the
slots in the radiator of microstrip patch antennas in the ground plane of antennas, as well
as impedance matching techniques, increasing the height, and stacking arrangements of
patch [2,3,15–18].

For microstrip patch antennas, these are conventional performance enhancement
techniques in terms of bandwidth, but they effect some additional performance parameters
such as gain, radiation pattern, side-lobe level, and cross-polarization level [25,31].

Simultaneous use of the coalescence of numerous technologies is needed in the design-
ing of an antenna for enhancement of bandwidth, gain, and efficiency as well as reduction
in side-lobe level and achieving a high level of isolation among interelements of a MIMO
or array antenna. The above-mentioned techniques are famous conventional techniques for
enhancement of performance, especially in bandwidth

Microstrip antennas are known for their narrow bandwidth, low gain, and low effi-
ciency [31,32]. By using new technology, researchers are able to increase bandwidth by
70% and gain 30–35 dBi and various structural alterations. There are several methods
for increasing bandwidth which have been employed by researchers in the evolution and
development of 5G antenna systems for a flawless communication system.

The main focus is on the latest key techniques responsible for the improvement in
bandwidth, gain, and efficiency, and in the case of MIMO, isolation enhancement is the
main target studied in the literature [33].

First, we discuss in short the global fequency spectrum used by different regions for
5G application [32], as shown in Figure 1. The global snapshot elaborates the frequency
ranges for each region where work for 5G communication is in progress. Under the
umbrella of (ITU-R), the master international frequency register (MIFR) is the key element
of international frequency management, which is a permanent database that contains
the spectrum characteristics for radio stations’ operations throughout the world. The
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international recognition and protection against interference is conferred by these stations.
This database is managed by BR and currently contains 2.6 million frequency assignments
for terrestrial services, and over 200,000 are added every year.

Figure 1. Snapshot of global frequency spectrum.

More than 1.1 million assigned frequencies are contained in this database. In addition,
about 350,000 assigned frequencies for the broadcasting-satellite service and 25,000 allotted
frequencies for the fixed-satellite service are planned for future uses.

In [32], the authors discussed the global frequency spectrum as shown in Figure 1. A
detailed summary of frequency bands both licensed and unlicensed are shown. Further-
more, the paper is split out into six sections. The first section of “Introduction” covers 5G
technology’s goals as well as a summarized package of the literature review consisting of
the latest state-of-the-art work focused on the latest performance improvement strategies
and techniques in performance parameters. There are three main categories of frequencies
in the assigned global frequency spectrum. The first one is assigned as high bands above
24 GHz, the midband frequencies range is from 1 GHz to 7 GHz, and the low band is
below 1 GHz. Furthermore, these bands are divided into licensed bands, over 40 bands
globally for LTE, which remains the industry’s top priority. the unlicensed spectrum is
2.4 GHz/5.9–7.1 GHz globwise.

After introduction, the second section of the paper is focused on 5G antenna trends
for base stations or access points and for mobile terminals.

The third section of the paper summarizes the latest performance enhancement tech-
niques discussed in detail in the literature review.

The fourth section is about the beam steer ability and beam forming techniques.
In section five, the reconfigurability for different environmental scenarios are discussed.
The sixth section presents a deep focus on the MIMO antenna performance-enhancement

techniques such as mutual coupling reduction/decoupling techniques, which might effec-
tively play a vital role in mutual coupling reduction.

The seventh section is the future challenges and opportunities.
Section eight is the conclusion, which concludes the paper in a summarized package.
There are a variety of strategies that must be used in conjunction with traditional

antenna design techniques, data rate, signal-to-noise ratio and a lot more.

2. 5G Antenna Development Trends for Base Station (Access Point) and Mobile Terminal

The rapid exponential growth of bandwidth-hungry applications of current smart
phone users have evoked researchers across the globe to redesign and update the existing
commercial communication system to fulfill the near-future high data rate and wide band-
width applications. The sub-6 GHz mmWave spectrum being overcrowded, researchers and
engineers have focused to proceed toward efficient designing technologies and techniques
to achieve higher bands in mmWaves instead of sub-6 GHz to overcome these issues [1–3].
For the near-future 5G communication systems, the feasibility of mmWaves being used
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as a carrier frequency is coming closer to the reality. The issue at the primary level is the
inherent high path losses at mmWave frequencies, which need to be mitigated by high-gain
antennas used on both sides: at the mobile terminal and at the base stations or access
points. Before targeting the antenna structure for 5G applications for a base station, we
focus on the basic scenario of 5G communication in a coexisting multiband scenario of
fixed-earth stations and 5G base stations which would help us in selecting the techniques to
be implemented in the designing of antennas for base stations or access points and mobile
terminals. Base-station antenna technology (BSAs) and evolution details are as follows.

2.1. Evolution of (BSAs) Technology and Capacity Enhancement Techniques

First-generation networks are based on omnidirectional cells focused mainly on cov-
erage and not on capacity. With each exponential increase in the number of users, the
operators of the second-generation network started to search for more effective ways to
overcome the main issue of capacity [4]. The main technique used for capacity improve-
ment was sectorization. In 2G, the capacity-enhancement techniques used was to divide
the existing omnidirectional cells into three sectors with a coverage of 1200 each. Each
antenna has the capability of a 10 dB beam width of 1200 each. Polarization diversity in
this era was a second techniques for capacity improvement at +450, with the rapid increase
in the number of users moving from 2G to 3G as the mobile data services were introduced
in 3G. A key factor for an effective increase in the capacity was to further subdivide the
existing sectors into narrower sectors [5]. Half-power beam widths such as 65◦ or even 33◦

are shown in the Figure 2.
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The main drawback was the increasing number of the antenna elements leading to
overload in the tower. One solution was initiated to avoid the overloading of antennas
by introducing the multibeam panel antennas techniques. Hybrid couplers were used for
achieving multibeam capabilities, but they need comprehensive planning for managing the
network to reduce cell-edge interferences, and operators need to adjust cell/sector coverage.

The use of phase shifters played a key role in network optimization. Two bands of 800 MHz
and 900 MHz were introduced in this scheme, and 4G LTE with additional spectrum was
introduced with up to 2.6 GHz.

2.2. 5G Antennas for Base-Station Communication Scenario

A conceptual scenario based on a practical cellular communication system is presented
with a clear aim of understanding the transmission and reception of wireless communi-
cation signals at 900, 1800, and 2700 compared with a 450 beam shutoff range, and as a
result, minor improvement in the exclusion zone is achieved [6]; as the beam shutoff range
increases to 900, 1800, and 2700, the restriction zone then decreases significantly. Both zones
can be achieved by loading the 5G BSs and ES actual parameters.

In this study, an angular protection scheme for fixed-earth stations (FEs) and 5G base
stations is analyzed. Relative location, relative distance, as well as angular changes are
analyzed. The angular protection scenario is the effective way to solve the coexistence-
related issues of FSS and 5G BSs. The implementation of both the angular protection and
distance protection should lead to more strengthening in the angular protection. The whole
scenario is shown in Figure 3. The problem caused by interference can be solved effectively
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by a distance protection scheme. Four types of interferences are reported in [7] between
FSS and 5G system. The types of interferences reported are as follows.
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From the FSS earth station to 5G base station.
From the FSS Es to the 5G user.
From 5G BS to FSS devices.
From 5G users to FSS devices.
In the work previously discussed, we have focused on the calculation of interferences

in the elevation, and azimuth planes are presented by the formulas reported in [2,16]
as follows.

IFSS ES→BS = PBS tx + GFSS ES + GBS − PL

where IFSS is the power density (dB/MHz) of the transmit station.
The gain of the antenna of the ES in the direction of the transmit station (in dBi) is rep-

resented by GFSS ES, where GBS represents the gain of 5G BS by using MIMO antenna array
in the direction of ES considering the antenna pattern(dBi) with beam-forming capability.

To properly compute the range of the beam shut-off angle φoff (i.e., the size of the
beam angle that must be shut off) the BS interference was calculated in each step. If the
I/N interference threshold value remains less than that of the interference with the current
beam sweep angle φs, then the beam angle must need to be shut off for protection of ES.
The shut-off angle φoff of the beam increases by 1◦, as shown in Figure 4.
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2.3. 5G Antenna Applications in Base Station or Access Point

Several researchers have explored antennas for base station or access points. For
suppression of side-lobe levels, different techniques have been proposed in [1–3]. For
phase error correction, the parasitic patches have been used with an excellent approach
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for aperture designing employed. Design with circular polarization is proposed in [9,10].
In [34], a standard dielectric substrate is used with integration of EBG unit cells periodically
for suppression of the surface waves to achieve better radiation efficiency.

A planar array with high-density elementary radiators for next-generation 5G base
stations is described in [35], yielding a compact size; the antenna is designed as densely
interconnected in a stacked structure with high integral capability. According to the specific
application-driven requirements, the optimization is performed in such a way throughout
the entire planner arrangement to meet these requirements. Detail is shown in Figure 5.
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At a resonance of 28 GHz, suitable performance in terms of realized gain, polarization
purity, impedance matching, and inter element isolation is achieved. Out-of-band filtering
capability and wide noncontiguous stop bands without any additional circuitry is obtained.
The array is shown in Figure 5. Reference coordinates are shown in Figure 6.
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2.4. 5G Antenna Applications in Mobile Terminal (Shared Aperture)

The realization of a shared-aperture sub-6 GHz and 5 GmmWave antenna system is
proposed in [36] for application in mobile terminals or handheld devices. The antenna is
designed in such a way that the integration for both bands of sub-6 GHz and mmWave
operation is excellently achieved with the realization of both the simulated and measured
results. The integrated antenna structure is composed up of a dipole and a tapered slot
operating at multibands i.e., 3.6 GHz in sub-6 GHz and also the validation of 28 GHz
in mmWave is performed. The tapered slot itself operates at 28 GHz and is also used to
excite the dipole at 3.6 GHz. The simulated results of the tapered slot, rectangular slot, as
well as the results for using the stub and without stub, are also shown in the figure. The

272



Micromachines 2022, 13, 717

dipole arms work as an antenna footprint. The designed structure has an overall size of
75 × 25 × 0.254 mm3 using Ro-5880 substrate. The validity is confirmed by matching the
simulated and measured results. Mobile phone antenna designing is always the art of how
to compromise between size, appearance, and performance. In recent years, metal casing
for smart phones is gaining significant interest in the mobile industry. The main reason for
using metal casing is their improved mechanical strength and attractive appearance and
performance, as well as better thermal conductivity. The structure with results is shown
in Figure 7.
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2.5. Shared Aperture Using Reconfigurability Techniques

To design a common aperture for both mmWave and sub-6 GHz, the authors have
used reconfigurability techniques for 5G smart phone applications. In [11], a microstrip
patch through a PIN diode is linked up with a meanderline structure to achieve the recon-
figurability between the two desired frequency bands. An excellent MIMO performance is
observed across the entire bandwidth for both proposed bands of mmWaves and sub-6 GHz
to fulfill the requirements of an efficient MIMO antenna system. The antenna geometry
and results are shown in Figure 8.

2.6. Shared Aperture Using Reconfigurability Techniques

Integration of sub-6 GHz and mmWave band is a challenging task to maintain the
compactness of 5G smart phones owing to large frequency ratios. In [12], a microstrip
patch radiator loaded with an inverted u-shaped slot to ensure dual-band operation in
the mmWave and sub-6-GHz frequencies, i.e., 2.8 GHz and 38 GHz. In the proposed
design, a patch radiator is linked up with a meander radiating structure through a compact
microstrip resonant cell (CMRC) as a low-pass filter and a 12.9%, 5.8%, and 2.4% wide
decoupled bandwidth are achieved.
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3. Antenna Performance Enhancement Techniques

Antennas are one of the pivotal parts of 5G devices and a main part of a communication
system. Due to the natural phenomena of using microstrip technology, especially in
5G, plenty of radiation losses as well as issues in the key performance parameters are
presented, such as narrow bandwidth, lower efficiency, and less gain. To overcome all these
burning issues, we need to design such antennas to fulfill the very basic requirements in
terms of wide or broad bandwidth, high gain, and high efficiency, which would provide
an excellent provision for low latency, ultrareliable flawless communication with better
spectral efficiency. The one and only solution is to exercise such excellent techniques which
might be able to overcome these issues and make the design as the best solution. The main
focus is on the latest key techniques responsible for improvement in bandwidth, gain, and
efficiency, and in case of MIMO isolation enhancement is the main target discussed in the
literature. First, we elaborate the layout of all key performance parameters to summarize
our study and make a provision for better understanding other researchers’ working in
the same field. Researchers have also worked to find out the human body effects on the
performance of antenna functionality. It is a challenging task for research industry to
practically implement the techniques to minimize these effects and make functionality and
efficiency of antennas better. Some other challenges, such as the effects of high-frequency
signals on the human tissues are also key challenges to be addressed.

3.1. Effect of Substrate Choice on Performance Enhancement

The appropriate selection of a substrate is the main requirement of an antenna im-
plementation for valuable and fruitful results, as in [37]. For antenna fabrication, various
substrates with different permittivity and loss tangents are available to be used based
on choice and requirements of a researcher. For enhancement of gain and reduction in
power loss, the selection of a substrate could play a vital role. Substrates with less relative
permittivity and low loss tangents must be selected to achieve the goal of enhanced value
of gain and a decreased value of power loss.

3.2. Effect of Corrugation on Bandwidth and Front-to-Back Ratio

Removing the metal part, which might be in any geometrical shape such as square,
rectangular, triangular, sine or any other), from the radiator’s edge has a great impact on
improving the most important performance parameters in terms of bandwidth, gain, and
front-to-back ratio [38].
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3.3. Impact of Dielectric Lens on Directivity and Gain

Electrostatic radiation transmitted in one direction by the dielectric lens has the capa-
bility to divert the direction of the electrostatic radiation in one direction, which leads to an
increase in the directivity as well as gain of an antenna, as in [39]. Different geometrical
shapes of dielectric lens are available, and they are designed by alignment with the same or
different substrate materials.

3.4. Multielements

The gain of an antenna can further be increased by using the antenna with multi-
element. It also improves the bandwidth and efficiency of an antenna, as in [40]. In
applications where a single element antenna cannot fulfill the high gain and wide band-
width requirements, a multielements antenna is the best solution and is more effective in
this case.

3.5. Effect of Dielectric Resonator on Gain and Bandwidth Enhancement

How to achieve a high gain and wide bandwidth a dielectric resonator antenna (DRA)
for 5G wireless communication is proposed in [18]. In a sequence, to achieve a high value
of gain, the DRA antenna is operational at higher order mode TEx δ15, while to improve
the bandwidth, the quality factor is reduced by employing a hollow cylinder at the center
of the DRA, as shown in Figure 9. A 50 Ω micro strip line with a narrow aperture slot
was used for excitation of DRA. For the TEx δmm mode, the resonance frequencies can be
extracted from the dielectric waveguide model (DWM); the three waves KX, KY, and Kz
could be extracted by solving the transcendental equation as follows.
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zation characteristics securing 27.5% impedance bandwidth. In [20], a substrate-inte-
grated waveguide feeding structure is used for wide-band characteristics, the SIW an-
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orthogonal polarization discrimination above 30 dB with high efficiency above 30 dB. 

To suppress the cross Polarization in the single Element a coupler with four way 
broad wall for 2*2 subarray is applied a 4*4 main Array exhibiting 26.7% Bandwidth is 
designed on the basis of two sub Array having a peak Gain value of 26.7dB are shown in 
Figure 9. A substrate-integrated waveguide SIW-fed array antenna for 5G application 
with broadband and high gain characteristics is demonstrated in [21]. A two-layer SIW 
feeding network of the aperture coupling method is adopted. For the purpose of broad-
ening the bandwidth, the heights of the posts are designed as lower than the height of the 
cavity. Moreover, for in-band duplex communication scenarios, this SIW technique is em-
ployed. The peak self-interference cancellation value of >36 dBi is achieved. The full du-
plex communication scenario is shown in Figure 8. SIW provide the benefits of planner 
integration. The proposed design integrates a dual linear polarized three port differential 
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hole TEδ15 mode [18].

3.6. Substrate-Integrated Waveguide Feeding Techniques (SIW)

Substrate-integrated waveguide (SIW) techniques have so many excellent features, on
the basis of which one can easily chose such a cheaper and effective way, especially in the
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designing structure of antenna for 5G application. In such techniques, the radiation losses
are comparatively lower as in the conventional feeding mechanism. There is much possibil-
ity of radiation losses, especially in 5G antennas, so the power manipulating capability is
higher than the one in conventional feeding ways. Various RF components which use SIW
techniques are much cheaper in cost. In the process of mounting, the discrete components
on SIW structures have a high density of integration.

A substrate-integrated waveguide broadband, with high gain and low-cost features,
is presented in [19]. For 60 GHz bands, a single-layered SIW feeding network for achiev-
ing high gain with wide bandwidth is employed with a combined structure of cavity-
backed patch antenna and wide-band T-junction. Although the antenna has a multilayered
structure, it can still be easily printed with single-layered PCB techniques. There is a
unidirectional symmetrical radiation pattern with higher gain of 19.6 dBi with lower
cross-polarization characteristics securing 27.5% impedance bandwidth. In [20], a substrate-
integrated waveguide feeding structure is used for wide-band characteristics, the SIW
antenna offers a wideband (25.2–30.2) GHz with a peak value of stable gain 16.4 dBi for
orthogonal polarization discrimination above 30 dB with high efficiency above 30 dB.

To suppress the cross Polarization in the single Element a coupler with four way broad
wall for 2*2 subarray is applied a 4*4 main Array exhibiting 26.7% Bandwidth is designed
on the basis of two sub Array having a peak Gain value of 26.7 dB are shown in Figure 9. A
substrate-integrated waveguide SIW-fed array antenna for 5G application with broadband
and high gain characteristics is demonstrated in [21]. A two-layer SIW feeding network of
the aperture coupling method is adopted. For the purpose of broadening the bandwidth,
the heights of the posts are designed as lower than the height of the cavity. Moreover,
for in-band duplex communication scenarios, this SIW technique is employed. The peak
self-interference cancellation value of >36 dBi is achieved. The full duplex communication
scenario is shown in Figure 8. SIW provide the benefits of planner integration. The proposed
design integrates a dual linear polarized three port differential antenna, a three-port SIW
common-mode power combiner, and a 180◦ phase shifter at 28 GHz. The system operation
is shown in Figure 10.
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A stacked microstrip patch antenna array with SIW feeding structure is used for
wideband application. In [22], an antenna element with linear polarization and wide
bandwidth of 83.75 from (50–74) GHz with 8.7 dBi value of average gain is demonstrated.
In [22,37,38,41–44], with different strategies, the SIW techniques have been used and
effective results in terms of gain, bandwidth, and efficiency were achieved. Advantages
and disadvantages of different techniques are shown in Table 1.
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Table 1. Performance Enhancement Techniques: Advantages and Disadvantages.

Reference
Antennas

Performance
Enhancement Techniques Advantages Disadvantages

[45,46] Substrate Choice

Substrate with low permittivity
characteristics have a significant impact
on the performance of an antenna and

provide enhanced gain, wide bandwidth
and high efficiency. Having high

permittivity characteristics improves the
value of return loss.

Substrate with low
permittivity is costly and not

easily available.

[47–49]
Mutual Coupling

Reduction
/Decoupling

Excellently improves the impedance
matching and directly enhances both the

gain and efficiency. Mutual coupling
reduction techniques also reduce the size

of antenna.

Mutual reduction has an
impact on antenna designing
and increases the complexity.

[50,51] Multielement

It significantly improves the return loss,
bandwidth and radiation efficiency,

besides these properties, it also effectively
reduces the side- and back-lobe levels.

For such techniques, the
feeding network is a difficult

task to design and makes
complexity to some extent.

[52–54] Corrugation Improvement in the gain, efficiency, and
bandwidth as well as return loss.

Significantly reduces the
input impedance.

[55,56] Dielectric Lens

Gain enhancement improvement in
front-to-back ratio with stable radiation

pattern. Enhancement in the gain,
improvement in the front-to-back ration,

stability in the radiation pattern, and
radiation in the front-side direction.

The size of antenna
definitely increases.

3.7. Effect of Slots in Radiator with Different Geometrical Shapes

In [31], a patch antenna in a rectangular shape with a triangular slot loaded on the
surface of the radiator on the right side from top to bottom is presented for wide-band
applications. The combined effect of the triangular slot and partial ground plane excellently
increases the impedance bandwidth more than 90% efficiency and 12 dBi gain is achieved.
The impact on bandwidth is shown in Figure 11.
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An ultra-wideband antenna with a truncated “U”-shaped slot in the patch is presented
in [32]. A compact size 2.9–23.5 GHz and a LTY-5 Taconic εr = 2.2 substrate is used; the
lower corner of the patch is modified with a semicircle. For the wide-band characteristics’
realization, a slot in U shape is etched at the center of the radiator to ensure achievement
of the notch band. A Structure in the semi ring shape in [26] has excellent impact on
bandwidth enhancement.

In [24], for enhancement of impedance bandwidth, leaky wave half width microstrip
patch antenna is presented. The enhancement of bandwidth is realized by etching four
circular slots on the surface of the radiating patch. The main beam with a wide scanning
range of +12 degrees and +70 degrees is achieved where range frequency sweep is 4.28 GHz
to 7.13 GHz with peak gain of 10.31 dBi at 5 GHz. A high radiation efficiency with main-
beam continuous scanning capabilities in forward direction only by changing the operating
frequency is achieved. Due to the circular slots in the radiation element, the level of
cross-polarization decreases.

In [57], a multimode characteristic E-shaped patch antenna for 5G mm wave applica-
tion is presented. A slot is introduced in the proposed design and a 45.4% wide impedance
with low loss polarization and stable radiation pattern is achieved.

3.8. Role of Parasitic Patches in the Band and Gain Enhancement

The use of parasitic patches has shown an outstanding role in the enhancement of
performance parameters, with especially effective behavior in the bandwidth enhancement.
In [25], the authors presented a simple low-profile spiral monopole antenna upgraded
with vias in the ground plane in the inverted-“U”-shaped sequence. A 11.5 dBi peak
gain with more than 83% radiation efficiency is achieved. The back side of the antenna is
introduced with parasitic patches in the hexagonal shape to restrain the flow of surface
waves and to minimize the interelement mutual coupling. Bandwidth ranging from 23.76
to 42.15 GHz is achieved. In the geometry of the antenna, two spiral arms are lengths L1
and L2, respectively. These arms are then connected to the feed line. A rectangular slot
is created in the back side of the antenna. The width of the slot is the same as in the feed
line. RT/Duriod Rogers 5880 is used with dielectric constant εr = 2.2, and the thickness
of substrate is 0.254 mm. A low-profile parasitic antenna in G shape for 5G is presented
in [27]. The antenna offers the impedance bandwidth with two separate ranges. For the
result-oriented geometry of the parasitic design, the antenna is optimized and a wide
bandwidth due to the parasitic patch was observed, as in Step 1, and as 7.46 to 8.42 GHz in
the second step from 4.43 to 8.82 GHz.

The authors of [27] have cross-verified the results by cross-checking on both software
CST microwave studio and high-frequency structured simulator HFSS results from both
software are well agreed. For converting the end fire direction and pattern of beam to the
broadside, the extension in the U-shape have a key role.

Similarly, in [28] the parasitic elements are placed on either side of the monopole
radiator to improve the bore-sight gain. The mutual coupling between of two adjacent
elements is reduced by the arrangement of radiating patches and their feed lines with a
rotation of 180 degrees out-of-phase alternating sequence discouraging the flow of surface
waves, which directly results in improving the symmetry of the radiation pattern, and
mutual coupling of 20 dB with uniform distribution of amplitude and a 19.8 dBi maximum
broadside gain is achieved with a side-lobe level of −12.1 dB. These characteristics render-
ing the antenna would be an excellent choice for 5G wireless applications. The geometry of
the parasitic patch is shown in Figure 12.

The coupling of 20 dB with uniform distribution of amplitude and a 2 dBi maximum
broadside gain is achieved and a side-lobe level of −12.1 dB is achieved. All simulated
parameters well agree with the measured one.
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Figure 12. Geometry of the proposed printed antenna: (a) top view; (b) bottom view; (c) side view;
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3.9. Role of Hybrid Feeding Structure in Performance Enhancement

A hybrid-feed wide-band and high-efficiency antenna for mmWave 5G communication
is proposed in [58]. The proposed designed antenna consists of a novel hybrid-feed
structure in a planar antenna array with excellent performance in terms of high efficiency
and wide bandwidth is presented. To achieve the goal of high-performance key parameters
such as wide bandwidth and high efficiency, the conventional high-loss ridged feeding
network and substrate-based feeding network are replaced by an effective low-loss ridge-
gap waveguide feeding network. The measured bandwidth ranges from 26.05 to 31.15 GHz
(16%), and the maximum achieved gain is 25.15 dBi. The proposed design might be an
excellent choice for 5G application. In comparison with [38], the results are much improved
due to the use of ridge gap waveguide (RGWG) instead of gap waveguide GWG. Structrual
detail with different layers of the design is shown in Figure 13.
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3.10. Differential Feeding Network (Specific Feeding)

In [39], a patch antenna fed differentially with wide-band and dual polarization
capability with excellent filtering response is proposed. For excitation of square patch
antenna, a feeding structure with novel E-shaped is proposed. One end of the feeding
network is shortened to the ground for achieving the wider operation bandwidth, also an
extra resonant mode is introduced for generation of a third resonance mode. A stepped.

Resonator with symmetric short/open-circuit is proposed to further enhance the
bandwidth. The same resonator not only makes feasible the enhancement in bandwidth but
effectively enhances the gain suppression level outside the operation band. For an active
VSWR value of fewer than 1.5, a wide operation bandwidth (3.12–3.9 GHz at 22.2%) is
achieved with in-hand stable gain suppression level for out-band is better than 18.5 dB. The
geometry of the differential feeding network is shown in Figure 7 as follows. The radiating
patch and E-shaped feeding structure are printed on the top layer of the upper substrate.
One end of each E-shaped feeding structure is shorted to the ground with metal posts. The
lower layer is a F4B substrate with a dielectric permittivity of 2.65 and thickness of 0.8 mm.
In addition, four pairs of O/SCSIRs are printed on the top layer of the lower substrate. The
four ends that close to the center of the substrate are connected to the E-shaped feeding
structures with metal posts. The other four ends of the O/SCSIRs are connected with
50 Ohm coaxial cables. A metal ground is printed at the bottom layer of the lower substrate
with four U-shaped slots. When port1 and port2 are excited with differential signals, a 45◦

polarization is generated. Similarly, a 45◦ polarization can be obtained when port3 and
port4 are excited with differential signals. When the shorting posts are introduced (the
parallel inductance L2 is added), the overall inductance decreases, and the first resonant
mode moves to lower frequencies. Thus, the two resonant modes are separated by the
shorting posts, and a wide operation band is obtained. The proposed structure with metal
post and upper substrate is shown in Figure 14.
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3.11. Performance Enhancement Using Metamaterials

Artificial materials are composed up of periodic material structures and specific
dielectric whose electromagnetic properties in terms of electric permittivity as well as
magnetic permeability could be redesign to a level higher than the nature of the available
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materials. Materials having negative permittivity and negative permeability do not exist
in nature, and metamaterial is the one and only source. If we replace conventional patch
antenna with MMTs, which are commonly used with DNG double-negative characteristics,
it will lead to an excellent shift to higher frequencies, and thus will definitely increase
bandwidth [59,60]. In [61], a modified patch with diagonal slot and a layer of metasurface is
demonstrated in low profile with circular polarization. A patch with a diagonally positioned
slot in the center of the patch to achieve wide bandwidth as well as circular polarization is
proposed. The metasurface is designed without generating any gap on the patch surface
to make provision for miniaturization. A wide-band low-profile antenna with circularly
polarized metasurface-based antenna for realization of performance enhancement in terms
of high gain, wide, bandwidth, high efficiency, and circular polarization is presented, as
well as a wide bandwidth of 37.4% (24–34.1 GHZ) for the value of S11 < −10 dB with a
high value of gain 11 dBic. The gain response is stable at 9.5–11 dBic. CP in the left hand is
achieved. At 11 dBic the same Antenna is tuned. Large axial ratio as well as high bandwidth
and high efficiency is achieved. Similarly, in the antenna in [62], a circularly polarized
structure with wide band and bidirectional metasurface-based antenna is proposed. A
metasurface composed up of two identical periodic metallic layers as a metal surface is used.
In this case, the metasurfaces convert the linear polarized radiation to circular polarized
radiation which was produced by the rectangular slot. In total, 14.3% bandwidth is achieved
(5.2–6.0 GHz). The antenna offers state-of-the-art operating bandwidths compare with
simple planar antennas, shown in Figure 15.
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4. Beam Steerability and Beam Forming
4.1. Dielectric Resonator with Beemsteerability

A microstrip patch antenna is presented in this research work. The front and back
side of the dielectric slab is arranged periodically to properly adjust the VCRM position.
A good radiation pattern is attained with good matching of numerical and experimental
results. A high value of 11.9 dB gain is achieved in [62]. A dielectric resonator antenna
with parasitic elements is used to achieve high-order mode steerability. The beam steering
was successfully achieved by switching the termination capacitor on the parasitic element
and a narrow aperture in the ground plane to achieve a wider bandwidth, which can be
potentially applied for device–device (D2D) communication in 5G Internet of Things (IOTs),
which can interconnect, as shown in Figure 16. For a significant performance achievement,
the size of the resonator might be less than the device antenna [63], and 36.78% impedance
bandwidth is achieved. The entire design mechanism is shown in Figure 16.
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A 193.16% in [57,64] is achieved and four CSRRs in the ground plane are used. A total
of 5.71% impedance bandwidth while the simple patch Antenna without the use of CSRRs
offer an impedance bandwidth of 4.28% at 28 GHz.

4.2. Impact of Fabrication Techniques

Antennas need to be robust mechanically and should be efficient with wide band-
width as well as having desirable radiation characteristics [65–72] which might ensure
high simulation accuracy [31]. Radiation pattern and gain of the antenna are required
to be tested for distortion or degradation. In the light of the literature studies, here is
the summarized comparison on the bases of advantages and disadvantages in terms of
bandwidth, efficiency, and gain. A brief summery has been studied in the literature about
how different fabrication techniques affect the performance of an antenna. A summary of
different antenna performances along with fabrication techniques is presented in Table 2.

Table 2. A Summary of different Antennas Performances with Different Fabrication Techniques.

References
Antennas

Number of
Unit Cells

Total Size
Array (λ0)

Effective Bandwidth
(S11 < −10 dB)

Maximum
Gain

Radiation
Efficiency
(%)

Fabrication
Techniques

[65] 8 × 8 150 × 75 × 7 6.4 × 6.4
× 0.17 Ground Slot 34–40.1 Hz 3.3–6.0 24 dBi >18 41% PCB

[66] 5 × 6 124 × 74 × 6 5.07 ×
3.82 × 0.1 Ground Slot 33.95–34.86

GHz 3.3–3.6 17.09 dBi >15 22% PCB

[67] 8 × 8 150 × 80 × 0.8 6.12 × 6.8
× 0.5 No 55.4–66.5

GHz 3.4–3.6 26.1 dBi >17.5 70%
Multi-
Layer
PCB

[68] 4 × 4 150 × 75 × 0.8 2 × 2 ×
0.12

Orthogonal
Polarization

25.5–40.2
GHz 3.3–3.8 16.1 dBi >15 83% LTCC

[69] 16 × 16 150 × 75 × 8 15.7 × 16
× 0.8

Orthogonal
Polarization 71–86 GHz 3.4–3.6 32.9 dBi >17 86.60% Diffusion

Bonding

[70] 4 × 4 145 × 75 × 6 5.3 × 5.3
× 1.1 No 29.6–30.7

GHz 3.4–3.6 22.4 dBi >15 99% Machining

[71] 4 × 4 150 × 75 × 7 3.5 × 3.4
× 0.3 No 28.8–34 GHz 3.4–3.6 21.2 dBi >12.7 70% PCB

[72] 4 × 8 150 × 75 × 7 11.8 ×
11.4 × 2.2

Neutralization
Line

86.7–102.2
GHz 3.4–3.6 23 dBi >11.5 N/A% PCB +

Machining
[58] 8 × 8 140 × 70 × 1 5.4 × 5.4

× 0.6 No 26.05–31.15
GHz 3.4–3.6 25 dBi >11.2 85%

3.4–3.8 >15.5

5. Reconfigurability

Since past decades, reconfigurable antennas have gained considerable attention [33,73,74].
Unlike wideband and multiband antennas, the reconfigurable antennas have excellent
feasibility for customers to select a frequency band on their own [74]. For facing different
environments with different complexities, the response of the antenna is a key asset for
flawless, smooth, and reliable communication. For several applications such as searching,
rescue, and tracking, the antenna needs to have effective switching capabilities as well as
performance-boosting technologies. To handle different applications scenarios, different
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switching techniques, phased arrays with adaptive nulling characteristics, and multiple
beams with low side lobe are required. For achieving such multiple tasks, different kinds
of signal processing techniques can excellently provide effective solutions. A high degree
of reconfigurable antenna is required for reliable communication. In [33], a low-profile
simple reconfigurable antenna is proposed. Two pin diodes are used, as shown in Figure 17.
These pin diodes connect the two additional stubs and the triangular monopole. The same
techniques are used in Figure 18.
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The antenna has a feasibility in two different bands and when the two switching
states are ON, thus the antenna operates in a single band of 3.3 to 4.2 GHz. In the case
of only one switch being in the ON position, the antenna then offers the dual band rang-
ing from 3.3 to 4.2 and 5.8 to 7.2. The antenna with low profile and compact size of
0.27λ0 × 0.16λ0 × 0.017λ0 can be used for several applications, such as for wireless sys-
tems in vehicular systems and wireless local area networks (WLAN). A bidirectional beam
characteristic is achieved.

In [33], in the first stage, the simple patch antennas is modified to a right-angle triangle
and then two stubs are introduced on the top angle of the triangle in an inverted L-shape for
enhancement of bandwidth. Two diodes, D1 and D2, were placed between the two stubs
and the radiator. The antenna offers the broadside radiation pattern when both the diodes
D1 and D2 are in the OFF state in H-plane while in the E-plane a small tilt is observed in
case D1 is OFF and D2 is ON. On the other hand, when D1 is ON and D2 is OFF, it provides
pattern radiation in 30 GHz and 32 GHz, respectively. When both diodes (D1 and D2) are
in the ON state, then a little tilted beam is achieved by the antenna. The tilt scenario is due
to the truncated ground. When both diodes are in the ON state, the impedance bandwidth
offered by the antenna is 6.3 GHz, ranging from 29.95 to 32.25, which covers the potential
spectrum from 26–29 GHz for 5G applications. When both diodes are in the OFF state,
there is a bandwidth of 6.75 GHz ranging from 27.81–34.560 GHz, where S11 < 10 dB. In
case (01), when one diode D1 is ON and the second one is OFF, the impedance bandwidth
is of 6.42 GHz (27.81–42 GHz), where S11 is < −10 dB.

The design is shown in Figure 19.

283



Micromachines 2022, 13, 717Micromachines 2022, 13, 717 19 of 29 
 

 

 
Figure 19. A reconfigurable antenna. [33] (a) Front view and (b) side view. 

After generalizing the view of the reconfigurability scenario, the frequency and pat-
tern reconfigurability must be explored. In [27], lumped elements as a switching compo-
nent for hexaband switching capability is presented. Lumped elements are used to achieve 
tunable capacitance responsible for frequency reconfigurability of hexaband frequency 
spectrum, i.e., 2.10 GHz, 4.11 GHz, and 2.4 GHz and 5.2 GHz on affordable, compact ge-
ometry capable to be integrated with ease in modern communication systems. 

Pattern reconfigurable antenna is presented in [72]. For 5G, there are new radio fre-
quency bands –N77(3.3 GHz–3.8 GHz). The structure of the radiating element is modified 
by a swastika-shaped structure. Around the radiator, four parasitic arc-shaped elements 
are loaded and each parasitic element is loaded with a pin diode to control the antenna 
radiation field pattern. Table 3 is the comparison of different antennas using pin diodes 
for switching. 

Table 3. Comparison of different antennas using pin diode as a witching component. 

References  
Antennas 

Antenna Size 
(λ0 × λ0) 

Number of 
Pin Diodes 

Single 
Band 

Multi  
Band 

Wide  
Band 

Bandwidth 
(%) 

[75] 1.00 × 0.41 2 4 4 8 26.4%, 37.4% 
[76] 0.62 × 0.41 1 4 4 8 13.5%, 35.72%, 9.94% 
[77] 0.36 × 0.33 6 4 8 4 123.5%, 28.5% 
[78] 0.60 × 0.28 2 4 8 4 44.89%, 10.55% 
[79] 0.55 × 0.59 4 8 4 4 74%, 8.2%, 9.79%, 15.4% 
[33] 150 × 0.16 2 4 4 4 64.40%, 24%, 25.5% 

A UWB antenna [80] with improved gain and omega structure loaded in the radiat-
ing patch is presented. In omega structure, a lumped capacitor is inserted for tuning the 
notched frequency spectrum 5.7 GHZ to 3.8 GHz for both WLAN and WIMAX bands, 
respectively. For gain improvement, a 3 × 2 single layer array with a unit cell of metamate-
rial in L-shape is used for UWB and gain improvement. Lumped capacitors have an effec-
tive role for the mitigation of interference of WiMAX and WLAN spectrum. Antennas 
with reconfigurable techniques through electronic switching components such as PIN di-
odes, Varacter diodes, and RF MEMS are reported in [33,73,74,81,82]. Each technique has 
some supremacy or advantages as well as some weaknesses/disadvantages. A compre-
hensive study on many kinds of electronics switching components used for gaining re-
configurability are also reported in [33,73,74]. Photoconductive switches are composed up 
of the famous semiconductor materials silicon and gallium arsenide [29,30]. Biasing lines 
are used instead of electrical wire, obviating large sizes and offering high isolation along 

Figure 19. A reconfigurable antenna [33]. (a) Front view and (b) side view.

After generalizing the view of the reconfigurability scenario, the frequency and pattern
reconfigurability must be explored. In [27], lumped elements as a switching component for
hexaband switching capability is presented. Lumped elements are used to achieve tunable
capacitance responsible for frequency reconfigurability of hexaband frequency spectrum,
i.e., 2.10 GHz, 4.11 GHz, and 2.4 GHz and 5.2 GHz on affordable, compact geometry capable
to be integrated with ease in modern communication systems.

Pattern reconfigurable antenna is presented in [72]. For 5G, there are new radio
frequency bands –N77(3.3 GHz–3.8 GHz). The structure of the radiating element is modified
by a swastika-shaped structure. Around the radiator, four parasitic arc-shaped elements
are loaded and each parasitic element is loaded with a pin diode to control the antenna
radiation field pattern. Table 3 is the comparison of different antennas using pin diodes
for switching.

Table 3. Comparison of different antennas using pin diode as a witching component.

References
Antennas

Antenna Size
(λ0 × λ0)

Number of
Pin Diodes

Single
Band

Multi
Band

Wide
Band

Bandwidth
(%)

[75] 1.00 × 0.41 2 4 4 8 26.4%, 37.4%
[76] 0.62 × 0.41 1 4 4 8 13.5%, 35.72%, 9.94%
[77] 0.36 × 0.33 6 4 8 4 123.5%, 28.5%
[78] 0.60 × 0.28 2 4 8 4 44.89%, 10.55%
[79] 0.55 × 0.59 4 8 4 4 74%, 8.2%, 9.79%, 15.4%
[33] 150 × 0.16 2 4 4 4 64.40%, 24%, 25.5%

A UWB antenna [80] with improved gain and omega structure loaded in the radiating
patch is presented. In omega structure, a lumped capacitor is inserted for tuning the
notched frequency spectrum 5.7 GHZ to 3.8 GHz for both WLAN and WIMAX bands, re-
spectively. For gain improvement, a 3 × 2 single layer array with a unit cell of metamaterial
in L-shape is used for UWB and gain improvement. Lumped capacitors have an effective
role for the mitigation of interference of WiMAX and WLAN spectrum. Antennas with
reconfigurable techniques through electronic switching components such as PIN diodes,
Varacter diodes, and RF MEMS are reported in [33,73,74,81,82]. Each technique has some
supremacy or advantages as well as some weaknesses/disadvantages. A comprehensive
study on many kinds of electronics switching components used for gaining reconfigura-
bility are also reported in [33,73,74]. Photoconductive switches are composed up of the
famous semiconductor materials silicon and gallium arsenide [29,30]. Biasing lines are
used instead of electrical wire, obviating large sizes and offering high isolation along with
fewer interference. The details of different switching techniques are summarized in Table 4.
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Table 4. A comparison of different switch components [83–87].

Switching Types Supremacy/
Advantages

Weaknesses/
Disadvantages

PIN Diode
Extremely reliable
Very low in cost

Most probable choice for reconfiguration

Power handling capability is high
The tuning speed is very high

High DC biasing capability in ON state

MEMS Feasible for small flow of current continuous tuning
Integration is easy

A nonlinear source
Lower range dynamically

Biasing circuitry is complex

Varacters Linear impedance bandwidth with high isolation
Comparatively less noise figure and low power losses

Voltage control level is high.
The switching speed is slow

Limited life cycle is limited compared
with other components.

6. MIMO Antenna Performance Enhancement Techniques

In recent years in communication systems, the topic of multiinput and multioutput
(MIMO) systems has received a considerable attraction, especially the performance in terms
of the channel capacity of a communication system which can badly be affected by the
mutual coupling of closely correlated interelements of a MIMO system. The capacity gain
of a communication system has a significantly deep impact on the overall efficiency of an
antenna system. So, a good communication system needs to have good isolation between
the interelement or closely collocated elements.

A summary of MIMO antenna designing is reported in [81]. Most authors have used
one or more techniques for designing antennas for mutual coupling reduction in MIMO
antennas described in the literature for 5G and wide-band applications, these designing
and decoupling techniques can effectively be used and better results could be achieved.
The detailed layout is shown in Figure 19. The most prominent techniques of MIMO
antenna designing as well as mutual coupling reduction techniques are presented to better
explain the idea of mutual reduction or decoupling methods and possibilities discussed
in the literature from [29,30,73,74,81,82]. In multielement antennas, either in arrays or
especially in the case of MIMO antenna design, the collocated antenna elements on a
single PCB might affect the performance of each other. To avoid or reduce this effect,
researchers have implemented different strategies and techniques for mutual coupling
reduction or decupling of these collocated elements n the case of MIMO antennas, which is
the main focus in our study, named as isolation or decoupling strategies and techniques
in the literature. Some state-of-the-art techniques are explained in the next section. The
decoupling techniques play an excellent role to achieve the optimum performance in case
of MIMO antennas. These techniques are a predetermined and unavoidable part in the
designing procedure of the MIMO antenna. These techniques are explained below.

6.1. Mutual Coupling Reduction Using CDRA in Ground

A CDRA-based antenna is presented in [81,82]. In [82] the CDRA is used back to back
on the opposite side of the substrate. For excitation of Port no.1 and Port no.2, a pair of
coplanar waveguides is used with conformal microstrip lines. CDRA is placed on yop with
a height of 6.5 mm and on the bottom with 6.0 mm. The excitation of Port no.3 and port
no. 4 is conducted by microstrip line conformal fed to stripline. An improved interelement
isolation is realized by generating two modes HEx and in each CDRA. Two different
polarizations are produced due to the two different modes HEx and HEy. Excitation from
opposite directions and two orthogonal modes in opposite directions make it feasible to
excellently improve the isolation of closely colocated elements. DRA have shown better
results in terms of bandwidth and gain [82]. In [30,62], monopole antenna with inverted
“L”-shaped geometry and its MIMO design with eight elements is demonstrated. Good
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efforts have been carried out in [29]. In [30] a MIMO antenna the size of 136 × 68 mm2

with eight elements covering 450 MHz bandwidth is presented.
Isolation with value of 15 dB as well as high Gain of 4 dBi is achieved. In the structure

of the antenna, a parasitic patch is extended from the ground plane. Excellent impedance
matching in the desired frequency spectrum. MIMO antenna designing and mutual cou-
pling reduction or decoupling techniques are shown in Figure 20.
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6.2. Neutralization Lines

Having capability to pass electromagnetic waves between antenna elements to com-
pletely decouple or reduce the effect of mutual coupling by using lumped elements or
metallic slits. It improves the antenna bandwidth and reduces the occupying space of
antennas. The improvement in bandwidth is realized

6.3. Decoupling Network

Cross admittance becomes transformed to purely imaginary value in decoupling
network by adding a discrete component or transmission lines. To reduce mutual coupling,
this technique employs a plane decoupling network which acts like a resonator. The pattern
diversity for multielements could also be achieved through decoupling by implementation
of dummy load and coupled resonators technique. To improve isolation, it is a cost effective
way to be implemented [88].

6.4. Electromagnetic Bandgap (EBG) Structure

For the transmission of electromagnetic waves, it acts like a medium. EBG structure
provides capability of low mutual coupling and excellent efficiency, as in [88]. An improved
scattering parameter with exhibiting wideband gap characteristics is achieved. In the
desired direction far field gain pattern is achieved.

6.5. Dielectric Resonator

An antenna that contains a dielectric resonator is called as dielectric resonator antenna
(DRA). DRAs are capable of providing low loss, high gain, and high radiation efficiency.
Dual-band property as well as high isolation value can be achieved using DRAs [88].

6.6. Defected Ground Structure (DGS)

Different geometrical shapes, defects or slots are consolidated in the ground plane of
the antenna. Low mutual coupling and wide bandwidth with maximum efficiency is the
structure with defected ground in [88].

6.7. Metamaterial

Metamaterials are materials which can be designed manually by using two or more
than two different materials which contain electromagnetic characteristics. Different types
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of metamaterials with the characteristics of single negative, electromagnetic, electromag-
netic band gap, double negative, anisotropic, isotropic, terahertz, chiral, tunable, photonic,
frequency selective surface-based, nonlinear, and tunable metamaterial. Using metamate-
rial, it is possible to have an antenna with low mutual coupling, high gain, bandwidth, and
be compact in size [37,88]. Slot elements are used to achieve enhancement in the impedance
bandwidth using the coupling method in the radiator or patch or in the ground plane. The
slot antenna have the capability to provide wide bandwidth, high gain, and high efficiency
but have a high mutual coupling value [89]. Complementary split-ring resonators (CSRR)
are used for isolation improvement, to perform iterating function, and to provide lower
mutual coupling. CSRRs are also used to provide high efficiency and miniaturize the size of
the antenna [88]. CSRR is made up of two concentric ring structures with slots opposite to
each other. Frequency reconfiguration is based on switching techniques by using varactor
diodes and MEMS switches, and PIN diode reconfigurability can be achieved to increase
frequency range and enhance the value of the envelop correlation coefficient.

6.8. Recnfigurability

The reconfigurable antenna structure can provide lower mutual coupling as well
as a high value of diversity gain, and high efficiency, wide bandwidth, and front-to-
back ratio can also be achieved [30,33,73,74,81,82,88]. These antennas are either a single
element or multielement. The main focus of these enhancement techniques is to improve
the antenna performance throughout in terms of mean effective gain (MEG), envelop
correlation coefficient ECC, and 38.1 bps/Hz channel capacity.

A comprehensive and summarized detail of MIMO antenna designing techniques
as well as performance enhancement techniques in terms of mutual coupling reduction
is shown in Table 5. Table 6 elaborates the comparison of different techniques employed
for mutual coupling reduction/decoupling. in this summery, the comparison of different
techniques employed for mutual coupling reduction/decoupling is presented.

Table 5. Mutual Coupling Reduction/Decoupling Techniques Advantages and Disadvantages.

Reference
Antennas

Performance
Enhancement Techniques Advantages Disadvantages

[90] Neutralization Lines
This technique is mostly used in

compact-size antenna to decouple the
closed interelement coupling.

Complexities in structure

[91,92] Dielectric Resonator
Antenna

Bandwidth Gain and
Efficiency Enhancement. Complexities in structure

[93,94] Neutralization Lines
This technique is mostly used in

compact-size antenna to decouple the
closed interelement coupling.

Complexities in structure

[95,96] Frequency Reconfigurable
Antenna

It provides feasibility for antenna to be in
compact size and excellent provision for

compactness dimensionally.

External component provision is
not an easy task.

[97–100]
Slot or Parasitic element

Metamaterials
Decoupling Network

Diversity gain, bandwidth, and efficiency
could excellently be improved.

Enhancement in the diversity gain,
bandwidth and

envelop correlation coefficient (ECC)
Diversity gain and impedance matching

could be improved effectively.

Designing and decision about
position is difficult and a
time-consuming activity.

Decisions about position and
designing are not an easy job.

Complexity in design as well as
low in gain
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Table 6. Comparison of Different Techniques employed for Mutual Coupling Reduction/Decoupling.

Reference
Antennas Geometry Decoupling

Techniques

Effective
Bandwidth

(GHz)
Isolation(dB) Channel

Capacity Loss ECC

[101] Non Planar Decoupling based on FSS 3–11 20 <0.20 <0.20

[102] Non Planar Parasitic structure
for decoupling 3.1–10.6 20 <0.70 <0.1

[103] Non Planar Configuration based on 3D
element distance 3–11 20 - <0.5

[104] Planar Decoupling structure based
on grounded slits 2–11 15 - <0.2

[89] Planar Orthogonal polarization 2.5–2.7 12 - <0.12

[105] Planar Decoupling structure of
ENG-NZI metamaterial 3.4–3.6, 4.8–5.0 12 <0.08 <0.15

[106] Planar DN (secoupling network) 3.4–3.6 14 - <0.2

[107] Planar Element positioning +
geometrical slotting 3.27–5.92 14.5 - <0.1

[108] Planar Port distance plus
positioning of elements 3.2–6.1 18 - <0.21

[109] Planar Parasitic structure
for decoupling 3–11 20 <0.35 <0.0025

[110] Planar Decoupling structure of
ENG-NZI metamaterial 3–11 28 <0.30 <0.1

Some techniques are used not only for gain and bandwidth enhancement in single ele-
ment and arrays but also used for mutual coupling reduction or decoupling the correlated
closed elements’ place on the same single PCB. Like metamaterials, researchers have used
metasuface structure for bandwidth enhancement in [31].

The same metameterial plays a vital role in MIMO as it is used for mutual coupling
reduction due to its unique double-negative (DNG) characteristics. Different geometrical
shapes are used by different researcher for achieving the goal of wide bandwidth, high
gain and mutual coupling reduction. The role of metamaterials could not be ignored as
they have excellent characteristics.

The Antenna in [82] offers 2.6 times a 4 × 4 MIMO antenna. All parameters effect-
ing the performance of antenna such as SAR in terms of user hand effect is also taken
in consideration.

7. Future Challenges and Opportunities

Novel circuit antenna co-integration needs to be a solution for active beamforming
antenna arrays for 5G telecommunication applications in the sub 6 GHz (FR1) and near-
30 GHz (FR2) mmWave frequency bands. Active integrated antennas can be designed
with nontraditional functionalities (e.g., tailored power combining, active load modulation
for power amplifiers [111], active source modulation for low-noise amplifiers, and RF
filtering [112]) that help to minimize power loss, particularly at mmWave frequencies.

Antenna arrays with high directivity are implemented for fixed-beam communication
at frequencies beyond 100 GHz. Most high-efficiency mmWave array antennas are waveg-
uide (WG) structures that are typically designed with multilayer H-plane split blocks that
are galvanically connected. This method results in a hollowed WG multilayer structure
formed by stacking machined metal plates.

Due to crucial connectivity power dissipation and physical constraints, conventional
systems incorporating phase shifter ICs attached to each element may not be practical at
100G+ frequency. Other systems, such as those based on reconfigurable antenna elements
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equipped by varactor or PIN diodes, suffer from comparable problems, as well as design
complexity, high cost, and time-consuming assembly.

Innovative array antenna designs enabling two-dimensional (fullspace) beam control
and effective beam steering are ideal for integration and hybrid packaging alongside active
IC modules. Antenna subarray modularization (ASM) is one of the important technologies
in this context for making the system practical and robust [112]. ASM will be investigated in
order to determine optimally sparse topologies to relax the physical restrictions of antennas
while meeting beamforming objectives with a lower number of amplitude-phase controls
per element and remaining design compatible with semiconductor technology. One specific
goal is to reduce signal latency while operating several phase shifters along the same
ASM module.

The micromachined THz system platform also allows for the implementation of MEMS
(micro-electromechanical systems) switches, allowing for reconfigurable antenna front ends.
There is significant potential to realized silicon-micro-machined antenna systems with low-
order (1 to 2 bit) MEMS-based phase control to support beamforming abilities of large-scale
array antennas, with the benefits of low insertion loss, high compactness, convenience of
control circuitry, and high-power packing abilities. The disadvantage associated with the
limited number of degrees of freedom in beamforming can be overcomes by combining the
above-mentioned array antenna topologies.

8. Conclusions

In communication systems, antenna plays a vital role and could be considered the
important asset of a communication system. The main focus in this research is the study of
state-of-the-art performance improvement strategies and techniques used for bandwidth,
gain, and efficiency enhancement, as well as the mutual coupling reduction techniques
used in the array of multiple elements or MIMO antenna elements. Different strategies and
techniques used for excellent enhancement in the performance of antennas used for 5G and
ultrawide band applications has been reviewed. Metamaterials play a multidimensional
role in the performance enhancement of an antenna, especially for 5G and wideband
application. MMTs not only play a role in the enhancement of bandwidth but have the
capability to reduce mutual coupling between the closely collocated antenna elements
in MIMOs and the arrays of multiple elements. The role of the EBG structure slots in
the radiators with different geometrical shapes in the antenna performance enhancement
in terms of bandwidth, gain, and efficiency is included. Reconfigurability is focused as
having an important role and solution for different environmental complexities such as
surveillance, tracking, and smart-cities scenarios. Reconfigurability techniques for sharing
the same aperture for MMwave and sub-6 GHz application is also included. The role of
beam steerability and beam forming is studied in detail.
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Abstract: A deployable structure can significantly change its geometric shape by switching lattice
configurations. Using compliant mechanisms as the lattice units can prevent wear and friction
among multi-part mechanisms. This work presents two distinctive deployable structures based
on a programmable compliant bistable lattice. Several novel parameters are introduced into the
bistable mechanism to better control the behaviour of bistable mechanisms. By adjusting the defined
geometry parameters, the programmable bistable lattices can be optimized for specific targets such
as a larger deformation range or higher stability. The first structure is designed to perform 1D
deployable movement. This structure consists of multi-series-connected bistable lattices. In order
to explore the 3D bistable characteristic, a cylindrical deployable mechanism is designed based on
the curved double tensural bistable lattice. The investigation of bistable lattices mainly involves
four types of bistable mechanisms. These bistable mechanisms are obtained by dividing the long
segment of traditional compliant bistable mechanisms into two equal parts and setting a series of
angle data to them, respectively. The experiment and FEA simulation results confirm the feasibility
of the compliant deployable structures.

Keywords: deployable structure; compliant mechanism; bistable mechanism; programmable be-
haviour

1. Introduction

In recent years, deployable structures have been widely used in many fields, including
but not limited to intelligent aerospace, architecture and the medical field due to the
enormous dimensional deformability [1–3]. A novel type of closed-looped deployable
structure was developed as a supporting frame for the large-diameter antenna in space
engineering [4]. A negative pressure room based on deployable structures can effectively
reduce the spread of the virus while ensuring the air circulation [5]. In addition, the Wren
parallel mechanisms, which undergo one degree-of-freedom (DOF) Borel–Bricard motion,
are designed as lattices of deployable structures as well [6].

This paragraph lists four common deployable mechanisms, which consist of different
lattices [7]. The first category is scissor-like deployable structures. The deployable struc-
tures, comprised of scissor-like elements (SLEs), are widely applied because of their high
loading capacity and excellent equilibrium stability [8–10]. The second type of deployable
structure is the tensegrity structure, where tensional and compressional members co-exist.
These members are connected to form a stable system [11]. In addition, another branch of
deployable structures is derived from origami structures. These structures typically consist
of thin membranes and slender elements [12–14]. In this list, the last approach to making
structures deployable is to use the compliant multi-stable mechanisms as the lattices.

Compliant mechanisms can transfer or transform motion, force and energy via the defor-
mation of flexible members [15]. Therefore, using compliant mechanisms can reduce costs
and part-counts, save assembly time and also simplify manufacturing processes [16–18]. The
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wear among multi-part mechanisms can be avoided as well. Another benefit of utilizing
compliant mechanisms is increasing the performance. The working precision of mecha-
nisms can be significantly increased if replacing the traditional hinged mechanisms with
compliant mechanisms [19–21]. The compliant mechanisms are demanded in many fields
that require higher precision. A compact large-range XY compliant parallel manipulator
was designed based on the characteristic of high performance [22]. In addition to the high
performance, the dynamic characteristic of compliant mechanisms attracts considerable
attention due to their high reliability and wide range of applications.

A compliant bistable mechanism has two stable equilibrium positions. The bistable
mechanisms will tend to one of two positions if no external forces are acting on it [23]. Each
stable position represents the local potential energy minimum, called the potential energy
wells. A specific amount of external energy is required if the compliant bistable mechanism
jumps from one stable position to another. This energy is called an energy barrier between
two potential wells [24]. Additionally, there is a certain distance between two equilibrium
positions. This distance can change the overall dimensions of the structure, accordingly
making the structure deployable. In addition, this distance determines the deformation
ability of the deployable structure.

Compliant bistable mechanisms can be categorized into two groups: spatial- and
planar-compliant bistable mechanisms. The representative of the spatial bistable mecha-
nism is the composite Laminates structure and torsion structure. The composite Laminates
can change their configurations between saddle shape and cylindrical shape, thus getting
its bistable characteristic [25]. Another tunable bistable component using shape memory
polymers can perform twisting and rotational bistability [26]. Compared with spatial
mechanisms, the planar mechanisms have the advantage of easy manufacturing and lower
cost. The planar-compliant bistable mechanisms are primarily composed of straight and
curved compliant segments [27–29]. The compliant mechanisms with straight segments
have been applied extensively. A miniature latching accelerometer that does not require
electrical power was designed based on compliant bistable mechanisms with straight
segments [30]. When the load applied to this miniature accelerometer reaches a certain
threshold, the structure will switch to a second stable state and lock. The advantage of
using compliant mechanisms with straight segments is that the manufacturing process is
more straightforward, and geometry parameters are easier to control. In addition to the
straight segments, two curved centrally clamped parallel segments are introduced into the
compliant bistable mechanisms as well [31]. This research proved the feasibility of using
curved beams as segments of compliant bistable mechanisms.

Several indicators are used to measure the bistability of bistable structures, such
as the critical forces and second stable position. These indicators are mainly proposed
based on the force–displacement relationship. When reviewing the existed structures, it
is found that these indicators of the bistable mechanism are almost impossible to adjust
individually. These indicators will be influenced mutually even if changing only one
geometry parameter. However, some design targets aim to optimize an individual indicator
without affecting other indicators. For traditional bistable mechanisms, it is difficult to
control the bistable behaviour because of the limited amount of geometry parameters.
Hence, a novel analysis method is necessary. We introduced several new parameters to
control the bistable behaviour using the generalized bistable model. Then, these bistable
indicators can be better controlled by adjusting the geometric parameters. This work
investigated how each geometry parameter influences bistable behaviour.

The aim of this work mainly involves designing deployable structures based on a
programmable compliant bistable lattice with straight segments. The programmable feature
refers to the highly controllable ability of bistable behaviour. The programmable feature
is obtained by using the generalized bistable model. The structures are designed as both
planar and spatial. Firstly, the novel type of 1D bistable lattice is proposed. The bistable
lattice is tessellated into a plane to investigate the multi-stable characteristics in a single
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dimension. Subsequently, the lattice is curved to fit the surface of the cylinder to investigate
whether the bistable characteristic will disappear when bending the lattice.

This paper is organized as below. Section 2 describes the methodologies of designing
a bistable lattice with programmable behaviour. The bistable mechanism is designed from
a novel perspective. The segments of the traditional compliant bistable mechanism are
equally divided into two segments. The segments are defined with a series of angles.
After the finite element analysis, four different types of bistable lattices are summarized.
Then, the bistable lattice is optimized by revising the geometric parameters, such as the
thicknesses and length of segments. The objective of optimizing the mechanism is designing
a bistable lattice with larger deformation range. Section 3 mainly introduces several planar
and spatial tessellations both in spatial and planar bistable lattices. Lastly, conclusions are
finally drawn in Section 4.

2. Design of a Bistable Lattice with Programmable Behaviour

The main content of this section is to propose a method of designing a proper bistable
lattice. The target bistable feature depends on the specific design aim. For instance, de-
signing nonexplosive release mechanisms aims to make more potential energy be stored
in the deformed segments [32]. Accordingly, the release mechanism can perform with
higher reliability. The expected result in this work is to maximise the distance between
two stable configurations while trying to increase its stability in a second stable position.
Firstly, the traditional compliant bistable mechanism is introduced, and the bistable curve
is also explained. Understanding the principle of the traditional bistable mechanism can
contribute to the innovation of the designing method. Furthermore, four types of compliant
mechanisms with compresural or tensural segments are listed by modifying geometry
shapes. The double-tensural compliant mechanism is chosen to be the final mechanism. Af-
ter determining the shape, the geometric parameters are analysed to optimize the bistable
mechanism. Finally, the planar bistable lattice is designed and prototyped. In the ex-
perimental result, the force–displacement relationship proves that the planar compliant
mechanism has the bistable feature.

The traditional compliant bistable mechanism can be seen in Figure 1a. Two compliant
segments under the constraint of the frame are connected to the centre shuttle. When
applying a displacement input to the shuttle, the segments will bend. Due to the symmetry
characteristic, the shuttle will move along the centre line, which is just like moving in a
guide. The bistable curve, which is shown in Figure 1b, can represent the typical force–
displacement relationship of the bistable mechanism. The displacement u is defined as
the distance that the shuttle has moved along its centre axis. The positive direction of
displacement u is the same as the input direction. The reaction force F represents the
reaction force of the shuttle along the centre axis. Some points in the bistable curve are
defined to explain their significance. The diagram starts from the original point, i.e., the
first stable point. No external force or displacement is input to the system at that status.
Therefore, the structure is in stable status at that position. When the displacement increases,
the reaction force will become larger. This process lasts until the first extreme point, called
the first critical point. At that point, the displacement and reaction force are defined as uc1
and Fc1, respectively. If we continue increasing the displacement u, the bistable mechanism
will arrive at its snap-through point us. When the displacement of the shuttle reaches the
snap-through position, the shuttle starts to act opposite to the first stable point and quickly
shifts to the second stable configuration. The displacement of the second critical point is
defined as uc2. Correspondingly, the reaction force at the second critical point is Fc2. If
the second critical force Fc2 is above zero, the structure has only one equilibrium position.
The second stable position is located at u2. The structure can keep its configuration at that
position without adding any external force. The parametric analysis is mainly based on the
above-defined parameters since they represent the performance of bistable mechanisms.
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Figure 1. Traditional compliant bistable mechanism: (a) the design; (b) the force–displacement curve.

A novel method of designing a compliant bistable lattice is proposed in this work.
The schematic of the generalized compliant bistable mechanism can be seen in Figure 2.
The traditional compliant segments are divided into two equal parts. These two parts are
fixed by a rigid connection. The aim is to investigate whether the segments will perform
bistable behaviour when changing the angle of each half-segment. In this method, the
middle point of each half-segment is fixed with a relative location. The relative position
of the two middle points (Mp1 and Mp2) is defined by two parameters, i.e., γ and d. The
half-segments are set in a series of angles. The angle range varies from 0◦ to 360◦ to make
an investigation with relatively more extensive coverage. The angle intervals are initially
set as 60◦ to explore the existence of bistable features. These structures are designed in three
layers. The middle layer is the compliant half-segments. The problem of interference, when
changing the angles of half-segments, is solved by adding out-plane rigid connections.
These connections are designed with enough rigidity to resist the inner force. In addition,
the deformation of these connections is small enough to be ignored.

Figure 2. The generalized compliant bistable mechanism: (a) the derivation process from traditional
compliant bistable mechanism to generalized mechanism; (b) The defined parameters; (c) The multi-
layer analysis model.

Four types of compliant bistable mechanisms are derived from the above generalized
model. They can be obtained from Figure 3. Each of them consists of compresural or
tensural half-segments. The compresural segment refers to the compliant part that will be
under compressive stress during the flexure. The naming of tensural segments is based on
the same principle as compresural segments [33,34]. Type one is the traditional compliant
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bistable mechanism. Both of the two half-segments are under compresural stress when
displacement input exists. The second type of bistable mechanism has both compresural
and tensural half-segments. The compresural half-segment, which is fixed to the frame, is
placed on the left-hand side. The tensural half-segment is connected to the shuttle. The
shuttle is represented by a roller on a guide in the schematic diagram due to its symmetric
feature. After that, another bistable mechanism, whose compresural half-segment is fixed
to the frame, is proposed. The tensural half-segment of this mechanism is connected
to the shuttle. The mechanical properties of a compliant compresural–tensural bistable
mechanism have been investigated by previous researchers [34]. The last type of compliant
bistable mechanism is designed with a double tensural half-segment. The angle parameters
of these compliant bistable mechanisms are shown in Table 1. This work mainly focuses on
the bistable mechanisms with double tensural segments.

Table 1. The angle parameters of compliant bistable mechanisms.

Type I Type II Type III Type IV

α 15◦ 0◦ 180◦ 180◦

β 15◦ 180◦ 0◦ 180◦

γ 15◦ 15◦ 15◦ 15◦

(a) Type I (b) Type II

(c) Type III (d) Type IV

Figure 3. Compliant bistable mechanisms derived from the generalized model when the parameters α

and β are set at different angles. These mechanisms are designed based on the multi-layer analysis model.
The left half-segments are anchored to the frame, and the right half-segments are connected to the shuttle:
(a) compliant compresural–compresural bistable mechanism (traditional compliant bistable mechanism);
(b) compliant tensural–compresural bistable mechanism; (c) compliant compresural–tensural bistable
mechanism; (d) compliant tensural–tensural bistable mechanism.

Finite element methods are used to analyse static or dynamic objects and systems.
This method decomposes an object or system into a geometric model composed of multiple
interconnected, simple, independent points. Linear static analysis is one type of method
in which the displacement and force applied to the structure have a linear relationship.
The stress is regarded as still in the elastic range during the linear analysis process, and
its stiffness matrix is constant. However, the linear static analysis is insufficient for the
mechanism with large deformation since it cannot reflect the actual relationships between
force and displacement. Hence, in this paper, nonlinear FEA is used to analyse the bistable
behaviour of lattices. The software used for FEA analysis in this paper is Strand7. During
the simulation, a square mesh is applied to subdivide the structure. The maximum edge
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length of each mesh is set as 3% of the overall geometry size. Both geometry and material
nonlinearity are considered. The Strand7 nonlinear static solver uses an algorithm based
on the generalized Newton–Raphson method. This algorithm has the following features:

• The load increments can be defined easily.
• Multiple freedom cases can be used.
• The stiffness matrix need not be updated in every iteration.
• Restart can be used to continue a previously completed or aborted solution.

The two interrelated parameters α and β are both 180◦ in the preliminary analysis
process. In order to perform the analysis in higher resolution, the angle interval is decreased
to 5◦. The range of angles varies from 165◦ to 195◦. The reaction forces at the second critical
point and the displacement of the second stable points are listed in Figure 4. In Figure 4a,
these values represent the magnitudes of the forces at the second critical point. The
maximum force located at the point where α = β = 185◦. It is found that in Figure 4b, the
maximum displacement of the second stable status also happens in that angle pair. Hence,
the angles α and β are decided to be 185◦ to get a larger deformation range and higher
stability in the second stable status. A larger force at the second critical point means the
mechanism is more stable in the second equilibrium position. Increasing the stroke of the
shuttle of the deployable lattice can expand the range of deformation. Hence, these two
parameters are the key points of designing a bistable lattice. After the determination of
α and β, the next step of designing is to determine the other four parameters: angle γ,
distance d, segment length l and segment thickness t.

0 0 0 0 0 0 0

0 0 0.61 2.65 3.39 1.91 0.42

0 0.71 5.9 11.71 13.17 9.72 3.76

0 2.6 11.43 20.37 22.63 18.89 9.94

0 3.5 13.22 22.75 26.36 22.92 13.95

0 2.03 10.01 19.32 22.96 20.99 12.61

0 0.49 3.93 10.19 13.76 12.59 7.18
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0 0 0 0 0 0 0

0 0 22.4 23.83 24.87 23.6 21.87

0 22.41 24.64 25.65 26.52 25.77 24.11

0 23.79 25.68 26.55 27.48 26.71 25.2

0 24.8 26.3 27.33 28.18 27.25 26.45

0 23.78 25.68 26.43 27.19 26.17 25.9

0 22.13 23.44 25.2 26.51 25.5 23.83

165 170 175 180 185 190 195

165

170

175

180

185

190

195

0

23

24

26

27

29
mm

(b)

Figure 4. The switch-back forces and second stable positions when α and β are close to 180◦. When
the switch-back force is 0, it represents the structure is absent of bistable characteristics: (a) the forces
at the second critical points; (b) the displacements at the second stable points.

The first parameter that needs to be investigated is the angle γ, which is defined
between the line connecting two middle points and the horizontal line. The γ is set in a
series of angles, varying from 5◦ to 25◦. As can be seen in Figure 5a, the forces at the first
critical point Fc1 of the bistable mechanism increase with the increment of angle γ. For
example, when the angle is set as 25◦, the force Fc1 is around 150 N. The magnitude of the
force Fc1 represents the resistance of the changing configuration. In addition, the distance
between two configurations (u2) will be larger when increasing the angle γ. However, if
the switch force is too big, it will be difficult for the mechanism to change its configuration.
In terms of designing the deployable structure in this work, the relatively large forces at
critical points are not necessary. Hence, the angle γ is finally decided to be 25◦.
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Figure 5. The bistable curves under different variables: (a) the angle γ as variable; (b) the distance
between middle points d as variable; (c) the segment length l as variable; (d) the thickness of segments
t as variable.

The following parameter that needs to be determined in the design process is the
distance d between two middle points. The FEA result is shown in Figure 5b, the distance
is set in four variables that vary from 60 mm to 69 mm. The change of d causes a tiny
influence on the magnitude of the forces at the critical points. When the distance d becomes
larger, the magnitude of the force Fc2 will increase. Moreover, the position of these two
critical points, uc1 and uc2, are influenced as well. The position uc2 will tend to increase
when setting a longer point distance. The switch position uc1 will increase as well, although
the magnitude of change is not as large as uc2. If the distance d is designed to be too
large, it will affect the overall size of the compliant bistable lattice. The overall size of the
bistable lattice is limited to the manufacturing feasibility. In contrast, the distance d has
little effect on the bistable behaviour. Hence, the distance d is determined as 63mm, which
is a moderate value in the range.

Conversely, in terms of the segment length l, the reaction forces at the critical points
will become smaller when increasing the length. The maximum switch force in Figure 5c
occurs when setting 40 mm as the segment length, which is the shortest segment in that
range. The position of the second equilibrium point u2 keeps stable when changing
the lengths of segments. Changing the segment length has almost no influence on the
equilibrium positions. The valid range of the segment lengths is limited by the geometric
shape. The segment length is determined as 46 mm since the reaction forces are moderate.
In addition to the segment length, if the thickness of segments t is set as the variable during
the analysis process, the variation of thickness will only affect the magnitude of forces. The
position of the critical points will not change as well. Another consideration is that the
thickness of segments (t) is limited to the manufacturing precision. A very thin segment is
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difficult to manufacture, especially for CNC manufacturing methods, since the precision
of thin membranes will be influenced by the milling or cutting stress. The thickness of
the segments t highly depends on the manufacturing quality. Therefore, increasing the
thickness of segments contributes to easier manufacturing. The thicknesses of segments are
determined as 1.2 mm to maximise the feasibility of prototyping.

In summary, when changing the previous defined geometry parameters, the bistable
curve will be affected to some extent. The adjustment of the bistable curve is mainly
based on changing these parameters. And the design purpose determines which specific
geometry should be adjusted. The adjustment method depends on the particular demand of
adjustment. If the only need is changing the magnitude of forces, the thickness of segments
(t) might be the only parameter that needs to be adjusted. If both the second stable positions
and force magnitudes need to be adjusted, changing the angle (γ) is a good solution.

Through the above process of adjusting the geometry parameters, the final planar-
compliant bistable lattice is determined. The parameters that are used in the planar
mechanism can be found in Table 2. The rigid connections in the multi-layer analysis model
are replaced by another type of connection. The bistable lattice is designed in plane.

Table 2. The determined geometry parameters of the planar bistable lattice.

α β γ d l t

185◦ 185◦ 25◦ 63 mm 46 mm 1.2 mm

The planar bistable lattice is shown in Figure 6a. The final determined lattice is
simulated by using FEA software. The mesh result and deformation result is shown in
Figure 6b. A triangular mesh is selected since it is better fit to the curve profiles. In this
design, the h0 is designed as 210 mm, the shrunken length of the lattice ∆h is 42.61 mm.
The lattice is prototyped in half scale due to the limitations of the 3D printer. The 3D printer
used is an Ultimaker S5. The build volume of this 3D printer is 330× 240 × 300 mm. The
3D printing software used to slice the model is Ultimaker Cura. During the prototyping
process, the print core used in the printer is AA 0.4. The infill of the prototype is set as 100%
to achieve the best performance. The material used for prototyping is Polylactide (PLA).
The material properties are shown in Table 3. The centre shuttle of the 3D manufactured
model can be pushed to its second stable configuration. The two distinct configurations
can be seen in Figure 6d.

Table 3. The mechanical properties of Polylactide (PLA).

Property Tensile
Modulus

Flexural
Moudulus

Yield Tensile
Stress

Yield
Elongation

Value 2346.5 MPa 3150.0 MPa 49.5 MPa 3.3%

A compress experiment is performed in this work. The comparison between the
experimental result and the FEA simulation result is shown in Figure 6c. The setup of the
experiment is shown in Figure 6e. The bistable lattice is fixed by two fixtures on the above
and bottom, respectively. The shuttle moves along the direction of input displacement. This
experiment was performed on the texture analyser (TA. Hd plus texture static test system),
which is a load–displacement measurement system that moves in one single direction to
compress or stretch the mechanism. A load cell of 5 (kg) was selected with a force resolution
of 0.1 (g). The displacement was applied as the input to the system. The upper fixture
moved downward at a shallow speed (0.1mm/s) to minimize the dynamic effect. Due to
the limitation of devices, the only experiment performed in this work was investigating
the bistable behaviour of planar mechanism. As can be seen in the comparison, some error
exists. The error might be caused by the following reasons:

• The orthotropic functional properties of additively manufacturing.
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• The uneven thickness of the segments.
• The frame lacks rigidity.
• The plastic deformation during the deformation process.
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Figure 6. The planar compliant bistable mechanism: (a) the design of planar bistable mechanism;
(b) the deformation result of FEA simulation; (c) the comparison between FEA simulation and
experiment; (d) the 3D-printed prototype using PLA as material; (e) the experimental setup.

A comparison between the generalized planar-compliant bistable mechanism with
double tensural segments and the traditional bistable mechanism is performed in this work.
The comparison results are shown in Figure 7. These two mechanisms are designed with
the same parameters except the angle α and β. As can be seen in Figure 7a, the generalized
mechanism has the benefit of a relatively larger distance between two stable configurations.
By utilizing the generalized mechanism as the lattice of deployable structure, the structure
can increase its deployment range. In addition, the critical point forces Fc1 and Fc2 of the
generalized mechanism are larger. This advantage can help to increase the stability of
the deployment. When designing a deployable structure, consideration must be given
to the ability of the structure to resist shock and load. The harder the switching process
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performs, the more energy it takes for the lattice to change its configuration. In other
words, the structure has a higher ability to resist shock and load in its first and second
stable state. Therefore, the larger these forces are, the more stable the deployable structure
is. In Figure 7b, the results show that the generalized mechanism stored more potential
energy in its second stable status compared to the traditional bistable mechanism. This
benefit can increase the efficiency of energy conversion and harvest. In addition, a ratio of
potential energy is introduced to the analysis process which is shown in Figure 7c. This
ratio is defined as the result of the magnitudes of potential energy divided by the local
maximum energy during the deformation process. As mentioned previously, the energy
well is located at the position of the second stable point. At this position, the potential
energy arrives at the position of local minimum potential energy. Therefore, in the position
of the energy well, if there is no external force adding to the mechanism, the structure
will keep in its stable status. The advances of the generalized mechanism are summarized
as follows:

• Larger deformation range between two stable configurations.
• Better stability before/after deployment.
• More potential energy stored in the second stable status.
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Figure 7. The comparison between the generalized bsitable mechanism and the traditional bistable
mechanism: (a) the relationship between reaction forces and displacement; (b) the potential energy of
mechanisms; (c) the ratio of potential energy compared to its local maximum energy.

3. Tessellated Deployable Structure

In the designing process of a structure with multi lattices, the tessellation method has
various types. This section mainly discusses two modes of tessellating the bistable lattices
into 1D and cylindrical configurations. In the 1D configuration, the bistable lattice is series
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connected to derive a multistable deployable structure. In the cylindrical configuration,
the lattices are bent to form a cylindrical structure to investigate whether the bistable
characteristic will disappear when using the curved bistable lattice.

3.1. 1D Deployable Structure

A multi-stable mechanism can be derived from tessellating the bistable lattices. In this
part, the lattice is designed to be fitted into a single dimension structure. As mentioned
previously, the shuttle of the bistable lattice moves along its centre axis. A theoretical
multi-stable 1D deployable structure is obtained by overlapping the bistable lattice centre
line. The series-connected mechanism can be seen in Figure 8. As can be seen, there are n
lattices series-connected to form an entire 1D deployable structure. The overall height of
the mechanism before deployment is n · h0. The deformation range of this 1D structure is
n · ∆h.

Figure 8. The multi-stable mechanism derived by tessellating bistable lattices.

In this work, the key content of the investigation is the three-connected multi-stable
mechanism. This is because three lattices connected can perform a more generalized
deformation compared to the two-connected structures. Each lattice of the deployable
structure has two distinct stable configurations. The first stable position of them is when
there is no deformation.

To better explain the process of the deformation, several parameters are introduced to
the three-connected structure. The definition of these parameters can be seen in Figure 9.
The FEA simulation operates based on a constant input displacement on the top of lattice
three. The input displacement is named as uin. In this mode, the displacement uin increases
linearly. The deformation uin is relative to the base which is fixed. To better explore the
deformation process of each lattice, the deformation distance ∆hn is introduced to the model
(n is the order of lattices). The deformation distance ∆hn is relative to the corresponding
coordinate system On − xnyn. The coordinate system is fixed on the frame centre of each
lattice. In addition, the magnitude of uin is equal to the sum of ∆hn.

The determination of multi-stable characteristics is based on measuring the relative
displacement between frame and centre shuttle. When the structure is under load, the
bistable lattice will change its configuration when the displacement of the shuttle reach
and pass the snap-through point. It means that when the displacement u reaches the snap-
through position us, the bistable lattice will change its configuration to the second stable
equilibrium position. In addition, these lattices are series-connected but do not change their
configuration at the same time. The order of change depends on the specific load situation.
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Figure 9. The parameters defined to describe the process of deformation.

As can be seen from the single bistable curve in Figure 1b, when the input displace-
ment is before the snap-through point, the elastic deformation of the structure produces a
force opposite the direction of motion. As the displacement increases, the reactive force
of the structure tends to bring it back to its initial position. However, after passing the
snap-through point, the reaction force of the structure becomes negative. The force after
this point promotes the structure to switch to the next stable state. Without constraints,
this reactive force would cause the displacement of shuttles to abruptly switch to a second
stable state. For multiple series-connected bistable structures, when only the uppermost
end is loaded with an overall input displacement, the relative position between the shuttle
and the frame is not constrained. When a bistable structure switches stable configurations,
its shuttle must pass through its snap-through position. The most intuitive phenomenon of
the switching configuration of a bistable lattice is that there is a mutation in displacement
and will not return to the first stable state. Therefore, we judge the sequence of lattice
switching configuration in the structure by observing the sequence of generating displace-
ment mutation. If three springs are connected in series, and the same load is applied to
them, the springs will deform uniformly and linearly because the stiffness of the springs
is constant. However, for the series-connected multistable mechanisms proposed in this
paper, their nonlinear behaviour in the force and displacement relationship results in them
not moving uniformly like the springs. When the overall displacement uin is input, each
lattice does not produce a uniform displacement because the force between them makes it
difficult to achieve equilibrium.

In Figure 10, the overall displacement of the three-connected structure is set as increas-
ing at a constant rate. The sum displacement of these three lattices is equal to the overall
displacement. As mentioned, when the displacement of each shuttle is larger than us, the
lattice will change to its second stable configuration. Due to the restraint of displacement,
when a lattice changes its configuration, the other two lattices will also be influenced. The
figure marks the snap-through position as a red dashed line. When the displacement ∆hn is
larger than the switch position, the lattice will change its configuration to the second stable
status. Based on the FEA simulation result, the first lattice that changes to the second stable
status is Lattice 2. From the figure, the first intersection between lines happened in the field
of Lattice 2. The second lattice that changes its configuration is Lattice 1. The last one is the
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Lattice 3. The displacement result shows that three lattices change their configuration in
total. Therefore, the result proves that the structure in this situation has four stable equi-
librium status. The above diagram proves that the structure with three series-connected
bistable lattices has four distinct equilibrium positions. When the displacement is set as
input, lattices will affect each other during the configuration change process.

0 50 100 150
0

25

50
0

25

50
0

25

50
0

100

Lattice 1

Input displacement (mm)

h1

h2

h3

uin

Lattice 2

 The relative displacement
 The snap-through position (us)
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Figure 10. The displacement of each element under the load of input displacement.

3.2. Cylindrical Deployable Structure

Designing the cylindrical structure provides a possible solution to the cylindrical
bistable mechanism with programmable behaviour. Compared with the cylindrical bistable
mechanism composed of traditional bistable lattice, this generalized mechanism can better
be targeted optimized due to several more geometric parameters being introduced. Hence,
the method of optimizing the bistable behaviour can be applied to the cylindrical structure
as well. Therefore, the proposal of cylindrical structure is not only designing a bistable
structure but also introducing the programmable characteristic into it. This part proposes a
cylindrical deployable structure based on the curved programmable bistable lattice. If the
cylindrical deployable lattice is designed in a multi-layer structure, it will become a long
telescopic tube with no diameter change during the deformation. This mechanism can be
used as an engagement aid for transport pipelines.

The structure and its second stable configuration can be seen in Figure 11a. The
cylindrical structure is prototyped by 3D printing technology as well. Then, an FEA
simulation was performed. The result of the force–displacement relationship is shown
in Figure 11b. This curve has three intersection points with the horizon line. This curve
meets all the features of the bistable curve. Hence, the cylindrical structure has bistable
characteristics. In addition, the 3D model can be found in Figure 11c. The 3D model proves
that the structure has two stable configurations, i.e., it will keep in two stable statuses when
there is no force acting on it. Therefore, this result proves that the bistable characteristic
will not disappear when bending the lattices into a cylinder shape.
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Figure 11. The cylindrical deployable structure: (a) the design; (b) the FEA simulation result; (c) two
stable configurations of the cylindrical prototype.

A comparison between planar and cylindrical structures was performed. Both of these
two structures consist of three bistable lattices. The lattices are arranged horizontally. The
result illustrates that the cylindrical structure has relatively lower critical forces. This might
be caused by the out-of-cylinder motion during the deformation process. Furthermore, the
cylindrical structure design demonstrates the feasibility of translating the concept into a
potential practical application. The aim of converting the flat 2D model to a 3D cylindrical
model is to investigate the bistable behaviour in a higher dimension.

4. Conclusions

In this work, we presented two types of deployable structures including a 1D and
a cylindrical model. These structures are designed based on the programmable bistable
lattices. We performed a series of FEA simulations and parametric analysis to obtain a
proper bistable lattice. Four types of bistable lattices derived from traditional compliant
bistable mechanisms are listed in this work as well. The experimental results and FEA
simulations prove that the designed structure has more than one stable status when no
external force is acting on it. The breakthrough in this work provides more options for
designing the deployable structure and bistable mechanisms.
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