
ABSTRACT
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INTEGRATED CIRCUIT APPLICATIONS
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Dissertation directed by: Professor Neil Goldsman
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This work is on three-dimensional integration (3DI), and physical problems

and aspects of VLSI design. Miniaturization and highly complex integrated systems

in microelectronics have led to the 3DI development as a promising technological

approach. 3DI offers numerous advantages: Size, power consumption, hybrid inte-

gration etc., with more thermal problems and physical complexity as trade-offs. We

open this work by presenting the design and testing of an example 3DI system, to

our knowledge the first self-powering system in a three-dimensional SOI technology.

The system uses ambient optical energy harvested by a photodiode array and stored

in an integrated capacitor.

An on-chip metal interconnect network, beyond its designed role, behaves

as a parasitic load vulnerable to electromagnetic coupling. We have developed a

spatially-dependent, transient Green’s Function based method of calculating the

response of an interconnect network to noise. This efficient method can model

network delays and noise sensitivity, which are involved problems in both planar



and especially in 3DICs.

Three-dimensional systems are more susceptible to thermal problems, which

also affect VLSI with high power densities, of complex systems and under extreme

temperatures. We analytically and experimentally investigate thermal effects in

ICs. We study the effects of non-uniform, non-isotropic thermal conductivity of the

typically complex IC material system, with a simulator we developed including this

complexity. Through our simulations, verified by experiments, we propose a method

of cooling or directionally heating IC regions.

3DICs are suited for developing wireless sensor networks, commonly referred

to as “smart dust.” The ideal smart dust node includes RF communication circuits

with on-chip passive components. We present an experimental study of on-chip

inductors and transformers as integrated passives. We also demonstrate the perfor-

mance improvement in 3DI with its lower capacitive loads.

3DI technology is just one example of the intense development in today’s elec-

tronics, which maintains the need for educational methods to assist student recruit-

ment into technology, to prepare students for a demanding technological landscape,

and to raise societal awareness of technology. We conclude this work by presenting

three electrical engineering curricula we designed and implemented, targeting these

needs among others.



PHYSICAL ASPECTS OF VLSI DESIGN
WITH A FOCUS ON

THREE-DIMENSIONAL INTEGRATED CIRCUIT
APPLICATIONS

by

Zeynep Dilli

Dissertation submitted to the Faculty of the Graduate School of the
University of Maryland, College Park in partial fulfillment

of the requirements for the degree of
Doctor of Philosophy

2007

Advisory Committee:
Professor Neil Goldsman, Chair/Advisor
Professor Martin Peckerar
Associate Professor Reza Ghodssi
Associate Professor Timothy Horiuchi
Associate Professor Linda Schmidt



c© Copyright by
Zeynep Dilli

2007



Dedication

To all my teachers

ii



Acknowledgements

First and foremost I am indebted to Dr. Neil Goldsman for his invaluable

support and guidance. He has been a great advisor and teacher.

I am grateful to Dr. Martin Peckerar and Dr. Linda Schmidt for the privilege

to work with them on different sections of this dissertation, and for joining my

committee. I am grateful to Dr. Reza Ghodssi and Dr. Timothy Horiuchi for

agreeing to serve in my committee, and for their time and effort.

I have been lucky to collaborate with brilliant and supportive people. I must

mention Dr. Akın Aktürk especially. I also owe thanks to Dr. Janet Schmidt, Mr.

Todd Firestone, Ms. Datta Sheth, Ms. Bo Yang, Mr. Yves Ngu and Mr. Bai

Yun for their assistance and collaboration, for Mr. Jay Renner and Mr. Shyam

Mehrotra for technical support, and to Dr. Volkan Cevher, Mr. Susitha Jayaratne,

Dr. Gary Pennington, Mr. Siddharth Potbhare and Dr. John Rodgers for very

profitable discussions. Through the years I have had many inspiring teachers, and

while I cannot name them all, I thank them all.

I would like to thank Dr. George Metze at LPS and the Dept. of Electrical

and Computer Engineering for supporting the majority of this work.

My thanks and gratitude go to my mother Yıldız for teaching me how to read

resistors (and for much more), to my father Budak for teaching me how to analyze

filters at a glance (and for much more), and to my sister Gökçe for being the ray of
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Chapter 1

Introduction

Current microelectronics research displays two interlinked trends: Miniatur-

ization and increasing system complexity. Innovation and economics push the drive

for miniaturization, which is most emphatically visible in the evolution of CMOS

technology. The development of increasingly complex applications is encouraged by

developments in signal processing, communications and computing. Novel materi-

als and technologies, attempts to use disparate technologies together, and increased

flexibility in semiconductor processes are aspects of both of these trends.

The emergent effect on the integrated circuit design process is that certain

physics-based issues gain increased significance. For instance, silicon-on-insulator

(SOI) technologies and three-dimensional integration (3DI) ease certain power con-

sumption and scaling problems, but they require more careful thermal modeling.

Decreasing feature size and processing techniques allow on-chip passive elements

for radio-frequency applications and higher operating frequencies, but this implies

that the interconnect network, now itself more complex, also needs more detailed

modeling. Both these thermal and electromagnetic modeling problems have to be

considered along with the electronics for a holistic approach to integrated circuit

design and design techniques.

In this dissertation, we present our approaches to the different facets of de-
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sign, characterization and physical modeling involved in integrated circuit research.

This introductory chapter overviews the research areas we will address. Chapter

2 opens the main body of the dissertation with a focus on the nascent technology

of three-dimensional integration (3DI), detailing the design and implementation of

a self-powering three-dimensional system and continues with further review of 3-D

and self-powering technologies. Chapter 3 follows with a novel approach to mod-

eling the response of on-chip interconnect networks to internal and external noise.

Chapter 4 is concerned with thermal modeling, where we present our experimental

and theoretical work on on-chip heat generation, dissipation, cooling and controlled

heating. Chapter 5 is a look at the design and fabrication of on-chip reactive struc-

tures required for RF circuits as well as the extra power and speed cost of parasitics

created by intra-chip connections. Finally, Chapter 6 provides a look at our activi-

ties in engineering education, with the emphasis that the true driving force behind

the innovation in electronics applications is an ever-deepening relationship of inter-

dependency between engineering and society.

1.1 Three-Dimensional Integration and Self-Powering: Motivation

and Effects of VLSI Physics

The decreasing feature size and increasing single-unit complexity inclinations

in integrated microelectronics are driven by considerations of speed, compactness

and robustness, at every level of electronics design from device-level to system-

level. On the way, the problem of moving signals between parts of the system
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implemented on different semiconductor sections arises. Such signals need to go

through chip and package structures which can contribute significant amounts of

parasitic capacitive and inductive load. They typically require dedicated buffer

structures at the output stages of each chip, which increase power consumption,

cause extra delay and unwanted extra heating, and waste on-chip real estate.

It is desirable to have a method of connecting different dies without having to

go through bonding pads and off-chip traces while conserving chip space. Chip stack-

ing, or three-dimensional integration (3DI) , emerges as a possible answer [1, 2, 3].

The basic idea of 3DI is to place individual substrates, each housing the circuitry of a

subsystem, above each other to be connected by vertical interconnects and form the

full system. This new approach to integrated circuit design and fabrication brings

a number of advantages and certain new complications to the table, all traceable to

different physical—geometrical, electrical or thermal—aspects of VLSI technology.

The third dimension enables tighter integration of systems of greater complex-

ity in a single unit by allowing more potential connections as compared to a planar

system with the same number of metal layers [3, 8]. 3DI also facilitates hybrid and

mixed-signal integration: It lets the digital and analog parts of a mixed-signal cir-

cuit, implemented on separate substrates, to be closely integrated as the tiers of a

stacked system, yet remain less vulnerable to the significant substrate noise coupling

problem of such planar systems [4, 5]. Also, the creation of multimaterial systems

might become easier with the additional degree of freedom, as problems like lattice

mismatch or material incompatibility are circumvented [6, 7].

Finally, bringing together planar subsystems with vertical connections instead
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of some form of off-chip connections allows for shorter electrical connections between

them. In a 3-D integrated system, fewer signal and power lines need to go off-chip.

This implies less load on driver circuits and thus lower power consumption, lower

parasitics and noise, and higher operation frequencies [3, 8, 9, 10].

We can summarize the advantages of 3-D integration as follows:

• Tighter and denser integration and system size reduction, including lower

weight considering packaging;

• Delay reduction, making faster clock speeds and higher signal bandwidths

possible, through

– Shorter interconnects between tiers than between planar-integrated sub-

circuits,

– Less parasitic impedance and load impedance;

• Higher node accessibility and connectivity;

• Natural suitability for parallel processing applications;

• Potential noise reduction in the transmissions between different parts of a

system;

• Potential substrate noise reduction, aiding mixed-signal integration;

• The possibility to integrate components with substrates of different materials,

enabling hybrid integration and multi-functional single ICs;
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• Higher degree of geometric freedom, especially for the design of geometry-

dependent structures like inductors, transformers and antennas;

• Power consumption reduction.

On the other hand, the main disadvantages of this technique are

• Potential increase in heat-dissipation problems;

• Inter-layer crosstalk potential, both DC and high-frequency coupling,

• Increased (geometric, computational, routing) design complexity;

• Increased process complexity and cost.

Self-powering and power-harvesting are research topics that naturally link to

three-dimensional integration in the development of a new technology of consider-

able interest. Commonly called “smart dust systems”, these are conceived to be a

network of many very small circuits deployed over a certain geographical area and

in communication with the other members of the system. Several features of 3-D

integration, listed above, help with this technological trend. Each unit in a smart

dust system is ideally miniaturized and self-contained. A fully-self-contained unit

would ideally be self-powering as well.

In another vein, critical considerations of energy conservation and the search

for alternative energy sources are reflected in the research into self-powering elec-

tronics. Miniaturized or not, many applications intended to operate for long times

autonomously, without human supervision, can use self-powering as a design fea-

ture. We can also consider remote-powering technologies as requiring less mainte-
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nance during operation, although these systems might not be considered strictly

self-powering as they harvest ambient energy that has been provided intentionally.

Efficiency, cost and ease of integration are some of the issues facing the designer of

a self- or remote-powered system.

In Chapter 2 we present the design, analysis and testing of a proof-of-concept

implementation of a self-powering low-power circuit implemented in three-dimensional

silicon-on-insulator technology. The chapter also includes overviews of the state-of-

the-art research in 3-D integration and self-powering, with case studies.

1.2 Issues in the Physics of VLSI Design: Interconnect Modeling

The interconnect network on an integrated circuit is comprised of metal lines,

typically organized in layers stacked over the semiconducting substrate with isolat-

ing layers of dielectric between them. Typical fabrication processes currently feature

between two to eight layers of metallization [11]. The metal layers are often named

with a numerical scheme (Metal 1, Metal 2,...) counting up from the layer closest

to the substrate [12]. Metal layer thicknesses and the thicknesses of the isolating

dielectric layers (sometimes termed ILD, “Inter-Layer Dielectric”, and typically sil-

icon dioxide for silicon processes) vary between hundreds of nanometers to one or

two micrometers. Layout in a metal layer needs to be of a minimum allowed width,

depending on the process, and two metal lines on the same layer have a minimum

separation to prevent fabrication errors and accidental shorts. Vertical vias are used

to connect metal layers to each other. They are formed by etching (typically) square
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holes in the oxide layer covering a metal layer and filling it with metal before the

next layer of metallization is done. Finally, similar connection structures perfo-

rating the oxide layer directly on top of the silicon substrate are called “contact”s

connect the semiconductor devices to the metallization. Common materials used

for metallization and via/contact formation are aluminum, gold and tungsten.

Compared to the intrinsic resistivity of the available silicon and even polysil-

icon layers, the metal layers exhibit much lower resistivities. Thus they are not

used to make on-chip resistors, low-doped regions or polysilicon layers being used

for this purpose instead. On the other hand, since the oxide dielectric constant

and its thickness between two layers are well-known, metal layers are convenient

for on-chip capacitors for a certain capacitance range. Finally, although their low-

but-finite resistivity does cause a non-ideal quality factor, the metal layers are the

natural available material on-chip for inductor fabrication. But the main functions

of the metal layers is to connect single devices to make circuits, to form an intercon-

nect network to carry signals between and power to on-chip circuits, and to become

pads which enable off-chip connections.

The complexity, role and effect of the interconnect networks found on VLSI

circuits have continuously been evolving [13]. Both in digital and analog circuit

design, larger systems with more functionality placed in a single die tend to compli-

cate the interconnect network; likewise the rising number of available metal layers

of newer processes. The interconnect network is a physical system: Its behaves like

a load with parasitic impedance beyond its design purpose and it can be vulnerable

to coupling between its components and to outside electromagnetic signals. Design-
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ers need to be aware of and able to model these aspects of interconnect networks.

Furthermore, new design approaches have been proposed which intentionally make

use of the physical impedance characteristics of interconnects [14]; such approaches

require even more precise modeling of the underlying physics. And the interconnect

networks of 3DICs will present increased complexity by providing inter-tier connec-

tions, as well as unique problems such as the risk of parasitic coupling to not one

but two substrates on either side or to the substrate a vertical via passes through.

Interconnect network modeling is a non-trivial problem from the following

angles:

• An accurate physical model of single, as well as coupled, interconnects on

semiconductor substrates is required. This is not a new research area, with

influential works dating back to the 1970s [15, 16]. However, it is still active,

as the system of multiple metal interconnects on a conducting substrate is

intricate and not straightforward to model with full electromagnetic simulation

methods. There is always a demand for accurate models convenient for use in

circuit simulators [17]—[21].

• With rising operation frequencies, in digital and analog circuits both, and

increasing circuit sizes, several aspects of the entire interconnect network be-

come harder to model rapidly and adaptably [13, 21], while the need to do so

emerges:

– Modeling variable delays from and to different points in the network

accurately.
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– Modeling the sensitivity of the interconnect network to external noise or

intentional interference such as electromagnetic pulses.

– Modeling the sensitivity of the interconnect network to internal noise,

such as might originate from a “dirty” power line or from a surge in one

of the signal lines.

In Chapter 3 of this dissertation, we present a spatially-dependent transient

Green’s Function based approach to investigating the response of an interconnect

network to internal and external noise. We take advantage of the fact that the

interconnect network can be modeled as a linear time-invariant network.

1.3 Issues in the Physics of VLSI Design: Thermal Effects and Mod-

eling

Operating electrical circuits generate heat predominantly through Joule Heat-

ing or ohmic heating [22], calculated by

H(~x, t) = ~J(~x, t) · ~∇φ(~x, t) (1.1)

where J is current density and φ is the electric potential. H is the generated heat

density, given in W/m3. Within an integrated circuit, heat is generated anywhere

there is current flow and a finite resistivity, from interconnects to single switch-

ing devices. Heat generated within an integrated circuit leads to a temperature

distribution throughout the system, governed by the heat conduction equation, [23]:

~∇ · (κ~∇T (~x, t)) + H(~x, t) = ρCp
∂T (~x, t)

∂t
(1.2)
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where T is the temperature, κ is thermal conductivity, ρ is the material density and

Cp is its specific heat. The term −κ~∇T is described by the Fourier Law as the heat

flux vector.

As device sizes shrink and device density as well as operating frequencies in-

crease, heating, caused by the designed circuit operation as well as undesirable pro-

cesses such as leakage current, becomes highly problematic [105, 106]. It is critical to

model the operating temperature of on-chip devices accurately and self-consistently

with the electrical operation, since many electrical parameters such as mobility,

thermal velocity and the intrinsic carrier concentration depend on local tempera-

ture, which will in turn depend on the power output of the devices in question. In

the case the heat generated can not be dissipated as rapidly, digital circuit perfor-

mance suffers due to issues such as timing problems. Rising temperature causes

increasing leakage current, which leads to even higher power consumption and fur-

ther heating [24, 25]. Dissipated power in microprocessors currently in use can reach

130 W and the corresponding power density up to hundreds of kiloWatts per m2;

peak temperatures on the integrated circuits can rise to 120 ◦K above the ambient;

methods used for the requisite cooling, such as packaging design and software-based

thermal management, are costly in terms of price and performance [26, 27, 106].

Analog circuits are vulnerable to thermal problems such as thermal memory effects

in amplifiers and the positive-feedback effect in bipolar-based RF circuits which

operate at high currents to improve high-frequency performance [28, 29].

Thermal effects on microelectronics need to be investigated from another an-

gle for circuits required to operate at cryogenic temperatures. For instance, space
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electronics are subjected to very low ambient temperatures, while some infrared

detectors are cooled during operation to suppress noise levels. Device behavior

naturally changes in cold-temperature operation as well [30, 31], while self-heating

effects may become more prominent.

Thus, it is desirable to be able to include heating and cooling effects in the

integrated circuit design flow. Furthermore, new techniques such as SOI and 3-D

integration often require even more sensitive thermal modeling, as they may improve

electrical circuit performance at the cost of exacerbated thermal problems.

To model on-chip heat generation and dissipation, the heat conduction equa-

tion can be discretized and solved, in a coupled system with device equations for

self-consistent thermal analysis [32]. Discretization of Eqn. 1.2 in the integrated

circuit mesh yields a system of equations equivalent to the Kirchoff’s Current Law

(KCL) equations obtained from an RC network. To account for the varying thermal

characteristics of the different materials in an IC, it is possible to use equivalent val-

ues obtained by taking into account the conductivities of the materials involved and

their particular geometries. However, for several reasons it is worth considering to

model the features built of the semiconductor, oxide and metal layers individually:

• The most significant heat sources are often considered to be the devices within

the semiconductor layer. However, structures like resistors and inductors can

be manufactured on other layers and generate heat.

• Similarly, it has recently been suggested that especially in signal-dense appli-

cations such as microprocessors, interconnects are responsible for a significant
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fraction of heat generation [33].

• The oxide layer is a thermal as well as an electrical insulator. Heat flux is

relatively isotropic in the semiconducting substrate, which is also responsible

for the majority of heat dissipating out of integrated circuits, but depending

on the layout, it can be directional in the metal layers woven in the oxide.

It has been proposed, especially for SOI and 3-D technologies where direct

thermal connection to the substrate is restricted, to use metal interconnects

and vertical vias to help cool the chip [55].

In Chapter 4, we first review previous work done in our research group to

model thermal behavior in integrated circuits. We then present an experimental

method to measure on-chip thermal dissipation, and use our results to verify pre-

vious simulation work. We then expand the simulator to model different layers in

the integrated circuit system individually and comment on the effect of the metal

interconnect network. We conclude with suggestions to use the metal layers for

localized heating and cooling.

1.4 Issues in the Physics of VLSI Design: Reactive Components

With rising operation frequencies in analog and mixed-signal circuits, placing

passive elements such as inductors and transformers on-chip has become practical

[34]. Tuned amplifiers, mixers, oscillators and impedance-matching networks are

examples of circuits where inductors are required, while transformers are used for

current or voltage boosting as well as impedance conversion. Thus there has been
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a very active research effort on the design, implementation and modeling of these

devices over the 1990s on to today [35, 36, 37]. The on-chip integration of such

passive devices is also a part of the trend towards system-on-a-chip implementations,

paralleling the development of 3DICs.

On-chip inductors are usually manufactured using the metal layers of CMOS

processes. The basic typical design mimics the macro-size coil inductors by laying

out a spiral structure, which can be square, hexagonal, octagonal or as nearly cir-

cular as the Manhattan-type layout allows. In order to reduce capacitive coupling

with the substrate, the highest-level metal is preferred for single-layer spirals. Some

newer RF-oriented processes provide a thick metal layer on the top level specifi-

cally for inductor layout, as a higher quality factor is achieved with lower parasitic

resistance arising from the inductor metal [38, 55]. It is possible to use the multi-

ple metal layers available in semiconductor processes to design multi-layer inductors

and transformers [39]. Such inductors exhibit higher inductance per area, with lower

quality factors.

By the limitations of their geometry and environment, on-chip inductors are

unavoidably LC tanks, with their “inductance” exhibiting inductive, self-resonant

and capacitive regions as we move from low to high frequencies. Therefore it is

possible to intend their inclusion in a circuit in the role of a passive-LC tank [40].

The resonance point of these devices are set by the design, but there has been efforts

to tune them during operation [41].

In Chapter 5, we describe the basic properties of on-chip inductive structures,

including their geometry, electrical behavior and design guidelines. We present mea-
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surement results of devices we have designed and had fabricated, including our work

on shifting the resonance point during operation by changing the semiconductor

substrate properties. We examine this effect further using a lumped-element circuit

model for the inductor. In the final part of the Chapter, we focus on capacitive,

rather than inductive, effects and demonstrate the detrimental effect of extra loads

caused by bonding pads for signal transfer on circuit operation frequencies.

1.5 Electrical Engineering Education: Motivation

Miniaturization and increasing complexity of microelectronics applications re-

quire novel integration techniques and a better understanding of the physical aspects

of VLSI design presented so far. In the meantime they themselves are spurred on by

the expanding demand for technological innovation and products in the economy,

both for industry and for daily life. From communications to medical technology,

modern society is more dependent than ever on the fruits of electrical and computer

engineering. Thus there is both a need for more and better-educated engineers and

an improved understanding of technology in society in general.

Combined with the rapid development of every subfield of electronics, these

needs imply that engineering-oriented education must improve continuously. There

are a great number of problems that educational researchers focus on, of which we

here give a sample:

• Recruitment of a greater number of new students into technical fields, specifi-

cally electrical and computer engineering, and retention once they have started
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their studies,

• Helping students gain an ever-expanding skillset to be able to meet industry

requirements after their formal education, including teamwork, time manage-

ment, and a deeper understanding of the real-life design process [42] along

with approaches to newer technologies each year,

• Introducing the general public to the capabilities and benefits of technology

in a systematic manner with some depth.

In Chapter 6, we present our educational contributions, which are relevant to

the items mentioned above. Our work is comprised of the design and implementation

of three educational programs with varying lengths and intended for students at

different levels. Details of design and implementation as well as the outcomes from

each program are included.

15



Chapter 2

Three-Dimensional Integration: Physical Design of A Self-Contained

Electronic System

2.1 Introduction and Overview

In this chapter, we introduce three-dimensional integration technology with

the physical design of an example functional fabricated system.

The trend towards tighter integration in every level of electronics design has led

to larger integrated circuits, even with the ever-decreasing feature size. The system

complexity integrated on a single chip is also rising with the higher functionality

demanded by technological progress. Thus it has been natural to consider whether

expanding the idea of planar integration into the third dimension is viable.

Three-dimensional integration is the extension of planar microchip integration

by using some method to stack chips fabricated in a planar technology. This is

a nascent idea, pursued through several different approaches in current research.

Successful implementation requires a good understanding of the implications in the

physical aspects of VLSI design, whether these aspects are geometrical, electrical

or thermal. In three aspects of integrated circuit design, a three-dimensional (3-

D) chip offers immediately observable advantages. Systems of greater complexity

can be integrated into a single unit; hybrid integration is facilitated; and tighter
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integration allows intra-subsystem connections with less parasitic loads and power

consumption.

Numerous 3-D integration techniques have been proposed in literature. Our

focus here is on an approach which uses through-vias to create connections between

planar subcircuits integrated vertically [44].

The heart of this chapter presents the physical design, analysis and test of an

example application, a proof-of-concept implementation of a self-powering low-power

circuit in three-dimensional silicon-on-insulator technology. To our knowledge, this

is the first time a self-powering application is demonstrated using photodiodes in

three-dimensionally integrated SOI technology. We continue the chapter with an

overview of the current state-of-the-art in 3-D integration, including a case study

related to one of the active research aspects, heterogeneous integration. We conclude

with presenting current research in self-powering systems and methods, with a case

study of rectifying antennas.

2.2 Example Implementation: A Self-Powering 3-D System on SOI

CMOS

2.2.1 Design Introduction

Here we describe the physical design, analysis and testing of a novel self-

powering three-dimensional integrated circuit (3DIC) implemented in a silicon-on-

insulator (SOI) technology [45, 46]. The advantages of 3-D integration stated above,

their economy of space and power, superior frequency response, and potential lower
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noise coupling, are advantages for many technologies, including wireless sensors and

distributed networks. A central question is how to power the individual nodes of

such systems [57, 58, 60].

We have designed and implemented a system testing the feasibility of power

harvesting from ambient light energy in an experimental SOI technology. This mi-

crosystem incorporates subunits for energy harvesting and storage, integrating these

with an application circuit in a self-contained 3-D unit. The functionality reported

provides a proof-of-concept for minute, low-power, self-powering applications. To

our knowledge, this is the first self-powering 3DIC demonstrated on SOI technology.

Our system concept for this design uses the three tiers available in the process.

Each tier is visualized as fulfilling a certain general function in a specific way:

1. The bottom-most tier, Tier 1, houses the functional electronics. In the case

of this design, our functional block is a local oscillator, comprised of three

inverters connected in a positive feedback loop followed by a two-stage output

buffer. This oscillator has potential uses as a clock circuit or an RF source.

2. The middle tier, Tier 2, is set aside for some storage function. In our system,

we have an energy storage element in the form of a square, 30 pF parallel-plate

charge storage capacitor. In a computing or sensor system, one can visualize

data storage elements placed on this tier.

3. The top tier, Tier 3, is considered for sensor placement. In our case, the energy

harvesting necessary for the operation of the system is placed on this tier in

the form of photodiode arrays. It is possible to imagine data sensors fabricated

on the top level of a similar system.
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Figure 2.1 provides a schematic visualization of this system concept. Figure

2.2 focuses on the particular application circuit present in the design.

2.2.2 Process Information

The process MIT-LL uses in this run, labeled “3DL1”, is a 0.18 µm, fully

depleted silicon-on-insulator (FDSOI) process. This is a three-metal, single-poly

process [54]. Three pairs of dopants are provided: CBN and CBP are the p-type

and n-type body threshold adjustment implants, both at 5× 1017 cm−3. PSD and

NSD are the degenerately doped p-type and n-type source/drain implants. Finally,

CAPP and CAPN are p-type and n-type island implants provided to allow for

Figure 2.1: Three tiers in a conceptual 3-D system design: The sensor (top), storage

(middle) and functional electronics (bottom) levels. The components in our specific

design are also shown here.
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Figure 2.2: The particular circuit being fabricated in our 3-D design. The photodi-

ode symbolizes a diode array comprised of many diodes in parallel.

low-temperature and low-voltage-coefficient capacitors. These implants are doped

at 5× 1018 cm−3 and 1× 109 cm−3 respectively. The undoped silicon is p-type and

has a dopant density of about 1014 cm−3.

A single tier in the process consists of 50-nm thick silicon islands built on a

400-nm thick layer of buried oxide (BOX), lying over a supportive silicon substrate.

The gate oxide is 4.2 nm thick.

The full 3-D chips are assembled after all three tiers are independently fabri-

cated [47]. Tier 1, the bottom tier, retains its silicon substrate and is kept device-side

up. Tier 2 is flipped over, aligned and bonded to Tier 1. The silicon substrate is then

removed from Tier 2. 3-D (intertier) vias are etched through the Tier 2 oxides and

the topmost oxide layer in Tier 1. Tungsten is deposited to create the tier-to-tier

connections. After Tier 3 is also flipped over, aligned and bonded to Tier 2 and its

silicon substrate removed, the intertier via fabrication process is repeated. Finally,

20



bond pads are etched down to metal 1 on Tier 3. Figure 2.3, adapted from [47],

displays the final 3-D structure.

From the viewpoint of our particular application, it is important to note that

since the top tier is inverted, the metal or polysilicon layers do not block outside

light from passing through the bottom oxide—net 600 nm thick cap oxide plus BOX,

Figure 2.3: The full integration structure for the 3DL1 process. In our design, the

photodiodes will be built in the active regions of the top tier, Tier 3.
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in this case—to reach the semiconductor islands which house the photodiodes.

2.2.3 Photodiodes: Design Issues

2.2.3.1 Photocurrent Calculation

When photons of sufficient energy fall on the depletion region of a pn-junction,

they may be absorbed to create electron-hole pairs. The built-in electric field in the

junction then separates these carriers and sweeps them away, the electrons drifting

towards the n-side and the holes towards the p-side. Once these carriers hit the

bulk regions, if they can diffuse without recombination to the device edges, they

contribute to the current outside the device, creating a photocurrent.

There are several factors that determine how much photocurrent will be ob-

tained from a photodiode with a given incident optical power falling on the junction

[48]. These factors are brought together in the definition of responsivity, R:

ip = R× Pinc, (2.1)

where ip is the photocurrent in amperes, Pinc is the optical power incident on the

photosensitive region in watts, and R is thus given in units of A/W.

To calculate the incident power, we need to know the incident intensity and the

light-sensitive area: Pinc = Iph×A. As a rough guideline, the sunlight intensity on a

bright day is about 1000 W/m2=1×10−9 W/µm2 [49], and a GaInP laser operating

at around 670 nm can put out a power of the order of 5 mW, which when focused

on 1 µm2 yields an intensity of 5×10−3 W/µm2 [48].
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The responsivity is given by

R = η
λ

1.24
, (2.2)

where η, quantum efficiency, is defined as the ratio of the number of electron-hole

pairs that are created to the number of incident photons on the photosensitive area.

With that definition in mind, we can show how to arrive at Eqn. 2.2 by relating the

photocurrent ip to the electron flux, φe and through that, to the photon flux φp:

ip = qφe = qηφp, (2.3)

φp =
Pinc

hν
, (2.4)

⇒ ip = η
q

hν
Pinc. (2.5)

q

hν
=

qλ

hc
=

λ

1.24
, (2.6)

⇒ ip = η
λ

1.24
Pinc. (2.7)

Hence Eqn. 2.2. For clarification, we reiterate that responsivity is in units of A/W,

while η is unitless, and λ is given in units of µm.

The quantum efficiency η is the factor that depends most on the structural

design of the photosensitive device. To understand how it is obtained, and also to

be able to calculate the incident optical power, we need to know the photosensitive

area and depth of the diode structure in question. Due to the resulting structure

of this SOI process, every type of n- or p-doped silicon available to the designer

takes up the entire active silicon depth in the semiconductor islands of the top

tier. Therefore, the photodiode junctions designed naturally have vertical different-

dopant-type semiconductor interfaces and lateral current flow. Considering top
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illumination on the final integrated 3DIC, the illuminated photosensitive area of a

diode will be determined by its junction width (Wj) and depletion region width

(Wd), as shown schematically in Figure 2.4.

Keeping this picture in mind, the quantum efficiency η is given as a combina-

tion of three factors:

η = ξ(1− r)(1− exp(−αd)) (2.8)

Figure 2.4: The schematic representation of a pn-junction diode fabricated in this

SOI process and of the photosensitive area to be taken into account. Since the

diode tier is integrated into the 3DIC upside-down with respect to its fabrication

orientation, the metal connections to the anode and cathode of the diode are shown

as going ”downwards”. In this case, the effective photosensitive area is A = WdWj,

and the light passes through the active silicon depth d for a single pass. In this

picture, the following are not shown for clarity: The oxide layers surrounding the

active silicon layer which houses the diode, and the polysilicon layer covering the

junction, which is between the metal layers and the active layer in the process.
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Let us now examine these factors one by one.

• ξ is the fraction of created photocarriers that reach the outer circuit without

recombination. With a value between 0 and 1, it is mostly governed by the

material quality and surface recombination. In silicon photodetectors, it is

possible to get quantum efficiencies close to 1, due to the high quality of the

silicon crystal [48].

• r is the optical power reflectance from the surface. For the first pass of light

through our device, there are two interfaces at which some of the incident

power is reflected: Air-silicon dioxide and silicon dioxide-silicon. For a simple

calculation, we will consider normal incidence and ignore multiple reflections

in the oxide layer. The refractive in index of air, nair, is considered 1; of silicon

dioxide, nSiO2 , as 1.46 [43], and silicon at 633 nm, nSi, as approximately 4.0

[50]. The reflectance from the surfaces will then be

r1 = (
nair − nSiO2

nair + nSiO2

)2 = 0.035 , (2.9)

r2 = (
nSiO2 − nSi

nSiO2 + nSi

)2 = 0.216 . (2.10)

Thus, 96.5% of the incident optical power will reach the semiconductor surface,

and 78.4% of this will enter the semiconductor—that is, about 75.7% of the

incident optical power. Let us assume that in our case ξ is 0.9, and thus

(1− r)ξ ≈ 0.68 . (2.11)

It should be noted that the ”deeper” interfaces of the stacked tiers work to

our advantage after the initial pass of light through the diode layer. Still con-
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sidering normal incidence, the first reflection from the oxide layer immediately

underneath the diodes allows 16.1% of Pinc to reenter the silicon, and reflec-

tion from metal layers further underneath allows another 32.4% to rereach

the diodes. Figure 2.5 shows some of the multiple reflections in question,

demonstrating absorption amounts in the silicon and polysilicon layers.

• The expression (1− exp(−αd)) indicates how much of the photon flux stream-

ing through the photosensitive material will be absorbed. Here d is the total

thickness of the material that the photons pass through, and α, the absorption

coefficient, is a material property. For silicon, α is about 3.5×10−4 nm−1 at 633

nm (red light). It increases with the photon energy and is around 10−3 nm−1

at UV frequencies.

In our design, this factor turns out to be the bottleneck. A challenge of SOI

processes is that the thin film of the active layer does not allow for a great

deal of photoabsorption; this challenge should be met in the attempt to use

SOI to implement a self-powering 3DI circuit while subject to this constraint.

Considering top illumination, the relevant silicon depth, d in Figure 2.4, is

only 50 nm. This yields (1− exp(−αd)) = 0.017 for red light. In other words,

only 1.7% of the incident light power will be absorbed during a single vertical

pass through the material.

Following this discussion, we can obtain an estimate about how much pho-

tocurrent we can generate in our system per micron-square of photosensitive area,

assuming red light (0.633 µm) and an intensity of 1000 W/m2, and ignoring the
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Figure 2.5: The multiple reflections in our multi-layer thin film system. The layer

thicknesses are not shown to scale. The transmission layers are numbered 1 through

6 and interfaces named A through F. Below the SiO2 layer 6 a metal layer is shown,

with 100% reflection assumed at that interface. Every time an incident ray hits

an interface, a green arrow points at it splitting into transmitted and reflected

components. With the incident power level set at 1.0, the fractional numbers show

the percentage reflected or transmitted at each interface. The numbers shown in

red are thus power levels entering and re-entering the active silicon layer. When

the power level in a particular ray trace falls below 0.1 (i.e. 10%), that number is

given in gray and that particular ray is not traced any further. Note that through

multiple reflections layer number 6, eventually all of the power entering layer 6 from

layer 5, 33.4% of the incident power, will be reflected back into layer 5; all the back

and forth of that process is not shown in the figure.
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multiple reflections for now to get the worst-case yield:

ip = η × λ

1.24
× 10−9 W/µm2 = η × 0.51× 10−9 (2.12)

= (0.68× 0.017)× 0.51× 10−9 = 0.0116× 0.51× 10−9 , (2.13)

⇒ ip ≈ 6 pA/µm2 (2.14)

This current can be increased by using a higher intensity light source like

a laser and picking an optimal wavelength—simply increasing the wavelength to

exploit the λ/1.24 component will not work due to decreasing absorption at lower

photon energies.

Given these physical constraints setting a limit on the amount of photocurrent

generated per area, the design problem now facing us becomes how to maximize the

photosensitive area.

2.2.3.2 Photodiode Design and Layout

As was illustrated in Figure 2.4, the useful area for photocurrent generation in

our case is the top-view cross-section area of the diodes’ depletion regions. This area

in turn depends on the layout and depletion region width. For our diodes, we can

choose pairs of doping implants from the list of available implants given in Section

2.2.2.

The option that yields the widest depletion region and thus the largest pho-

tosensitive area is using the n-type threshold adjust implant (CBP) and undoped

silicon. Using the relation

Wd = [
2εSi

q
Vbi

NA + ND

NAND

]
1
2 (2.15)
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where Vbi = Vthermal · ln (NAND/n2
i ) is the built-in potential of the junction, this

results in a depletion region width of about 1.5 µm. If we design the diode layout

such that the junction is 10 µm wide (across), this creates an area of 15 µm2 and,

from Eqn. 2.14, about 90 pA per diode.

However, using the very lightly doped “substrate” material (p-type silicon,

doping around 1014 cm−3) is not recommended by the fabrication facility [51].

Among the possible problems is the concern that such “intrinsic” regions are vul-

nerable to possible surface accumulation or inversion if a poly or metal layer over

the region becomes charged. Since we need to cover our metallurgical junctions

with polysilicon in order to provide silicide protection due to the specific fabrication

process steps, this is a real concern for us. Thus we chose not to rely solely on this

design type.

Figures 2.6 through 2.8 display this diode: Only the implant regions and

contacts, implants plus poly, and the full layout shown, respectively. The junction

is between the CBP and “intrinsic” regions, i.e. there are two junctions, one to

either side of the central strip, in Figure 2.6. The heavy-n-doping NSD implant is

for ohmic contact to the n-side, and PSD for the p-side. Polysilicon covers all the

intrinsic region and the junctions and serves the dual roles of silicide protection and

implant alingment during fabrication. 26 of these structures are combined to obtain

52 diodes of this type, comprising a pin-diode array of 52 parallel diodes.

The next best option, in terms of wide-depletion-region diodes, is using the

two threshold adjust implants, CBN and CBP, as the p-side and n-side respectively.

This means the dopant concentrations on both the n- and p-sides will be at 5×1017
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Figure 2.6: Implants for the pin-type

diode.

Figure 2.7: Implants plus poly for the

pin-type diode.

Figure 2.8: The full layout for the pin-

type diode.

cm−3 and results in a depletion region 0.0684 µm wide. To easily stack many of

these diodes into an array, we have chosen an annular design, where the pn-junction

is a square 2 microns long on one side; thus the photosensitive area per diode is
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approximately 0.55 µm2 and we can obtain 3.3 pA per diode.

Figures 2.9 through 2.11 display the layout of this diode: Similar to the case

for the lateral diode, only the implant regions and contacts shown, implants plus

poly shown, and the full layout shown, respectively. The junction is between the

CBP and CBN regions, i.e. as a ring around the CBP square in the center, which is

two microns per side. The n-side in the center is connected to a plus-shaped metal-2

unit cell to form a 2D metal-2 mesh. The p-side on all four sides is connected to a

square-shaped metal-1 unit cell to form a 2D metal-1 network.

The question arises about the optimal size of these diodes in order to achieve

the maximum photosensitive area. Our constrains are the design area constraint

(250 µm by 250 µm), the depletion region width (fixed by the dopant levels) and

the minimum region separations and feature sizes allowed by the process.

Some consideration indicates that a maximum number of diodes, each with

the smallest surface area achievable with the allowed separations of the process,

should be used to maximize photosensitive area. To demonstrate this conclusion,

let W , L, dW and dL be the chip width, length, single diode width, and single diode

length respectively. Thus we can fit in (W/dW )× (L/dL) = (WL)/(dWdL) diodes

in our available chip area. Also, let Xd be the depletion region width achieved by

the dopants we have chosen. Then the photosensitive area per diode is slightly less

than, almost equal to, ApsD = 2Xd(dW + dL). Therefore our total photosensitive

area will be

ApsT (dW, dL) = 2XdWL
dW + dL

dWdL
. (2.16)
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Since the 1/dWdL term in this function of diode length and width increases faster

with decreasing dW and dL than the (dW + dL) term decreases with the same,

the maximum area is obtained by the minimum possible dW and dL. In other

words, this is a monotonically increasing function both in the decreasing dW and

dL directions. Therefore, we chose the smallest dimensions allowed by the process

width and spacing rules for our annular diodes. 2062 of these diodes are stacked

into an array of parallel pn-diodes in the final layout.

This array of 2062 pn-diodes makes use of all the space on the top tier not

occupied by the pin-diode array, the required bonding pads for measurements and

the intertier via landings. The next section presents the layout of this tier as well

as the other two tiers.

With this total number of diodes and under the rather stringent illumination

conditions assumed in Section 2.2.3.1, we expect to obtain about 15 nA of photocur-

rent. The question is whether this current will be sufficient to run a local oscillator

of the design given in Figure 2.2.
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Figure 2.9: Implants for the

CBN/CBP diode.

Figure 2.10: Implants plus poly for

the CBN/CBP diode.

Figure 2.11: The full layout for the

CBN/CBP diode.
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2.2.4 Layout and Chip Microphotographs

2.2.4.1 Tier 1: The Local Oscillator

Figure 2.12: Local oscillator (Tier 1—bottom tier) layout. To the left and right are

the 3-D vias coming from the higher tiers, for GND and VDD rails respectively.

Figure 2.13: A zoom of the local oscillator, output buffers and the 3D via carrying

the output signal up.
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2.2.4.2 Tier 2: The Capacitor

Figure 2.14: The capacitor tier (Tier 2—middle tier) layout. The capacitor top

plate is a poly square, 67.9 µm on one side. The bottom plate is produced using

the CAPN n-type implant. The expected capacitance of this structure is 30 pF and

the Cadence-extracted capacitance is 29 pF.
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2.2.4.3 Tier 3: Photodiodes, Measurement Pads

Figure 2.15: The diode tier (Tier 3—top tier) layout. The bondpads have overglass

cuts to allow access to the Metal 1 layer of the tier with probes or bondwires. Most

of the tier is covered by the array of 2062 annular CBN/CBP diodes, and there are

also 52 lateral “pin” diodes near the top of the layout. All features are identified in

the chip microphotograph, Figure 2.16. The layout is a square 250 µm to a side.
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2.2.4.4 Chip Microphotographs

Figure 2.16: The fabricated 3DIC microphotograph. The top tier is visible. Top

right: VDD pad. Top left: GND pad. Bottom middle: The oscillator output pad.

The pin-diode array is next to the VDD pad. The rest of the tier is covered by the

annular pn-diode array. The intertier (3-D) via arrays to the lower tiers from the

VDD and GND pads are below the pads; the intertier via from the lower tier to

the output pad is to its right side. Lower tiers are somewhat visible, though out of

focus, at the bonding pad edges, where there are no top tier features defined.
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Figure 2.17: A close-up of the intertier via landing next to the GND pad and the

corner of the surrounding annular pn-diode array. The four dark squares at the

center of the each diode are the stacked contacts and vias from the n-active region

to metal-1 and metal-2. The eight squares on the sides of each diode are contacts

from the p-active region to metal-1. The polysilicon square covering the junction

for silicide protection is also visible in each diode.
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Figure 2.18: A close-up of the bonded die. Surrounding our design are test structures

from the process.
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2.2.5 Circuit Analysis and Simulations

Our application circuit is a local oscillator of the type which might be used in

very low-power wireless sensor notes. It is comprised of three minimum-size inverters

with midrange switching points in a ring-oscillator configuration. Following the

oscillator is a two-stage buffer (See Figure 2.2).

2.2.5.1 Circuit Operation: Qualitative Description

Assuming a 15 nA photocurrent and using a 30 pF capacitor as the middle tier

energy storage device, we simulated the circuit using the MOSFET models provided

by the fabrication facility.

The overall circuit operation calculated by the circuit simulator Spectre [52]

is given in Figure 2.19. The three traces in the figure are the rail voltage across

the capacitor, the signal supplied to a capacitive load by the output buffer and the

signal taken between the oscillator stages. The load capacitance is set at 15 fF, the

capacitive load of the output bonding pad [45].

We can qualitatively describe the circuit operation as displayed in Figure 2.19

as follows: The photocurrent, charging the storge capacitor Cst, builds up the in-

verters’ rail voltage. Inverter output and input voltages follows; at a certain level,

the local oscillator has sufficient gain to start oscillation. Afterward all inverters

are drawing current. This total current increases with the rising rail voltage as the

photocurrent charges the storage capacitor Cst, until the current consumption bal-

ances the photocurrent and the rail voltage stabilizes. A quantitative analysis of
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Figure 2.19: System operation with ip = 15 nA. The voltage scale is between -50

mV and 300 mV, and the blue line rising faster in the beginning is the rail voltage,

which reaches a steady state of 242 mV in this simulation. The lighter solid line

is the ring oscillator output feeding the buffer and the thick solid line is the buffer

output to a 15 fF load (bonding pad only).

this operation is provided in the next section.

With a photocurrent of 15 nA, the simulation shows this system driving a

15 fF load at 1.82 MHz, with an equilibrium rail voltage of 242 mV. Figure 2.20

zooms in on the full-oscillation region of system operation. Figure 2.21 focuses on

the region where the output signal oscillation is becoming perceptible.

Higher photocurrents yield higher rail voltages and oscillation frequencies. Fig-

ure 2.22 displays the rail voltages and oscillation frequencies for a range of photocur-

rent levels. Figure 2.23 depicts the circuit operation with iph = 40 nA.
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Figure 2.20: Zoom in on the full oscillation region of the simulation in Figure 2.19.

The oscillation frequency in this case is ∼1.82 MHz.

Figure 2.21: Zoom in to Figure 2.19 around the region where oscillation is beginning.
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Figure 2.22: Simulated steady-state rail voltages (top) and oscillation frequencies

(bottom) vs. photocurrent.

Figure 2.23: System operation with ip = 40 nA and storage capacitor 30 pF.
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Note that at higher photocurrent levels, another limiting factor will appear.

Since the photocurrent flows from the n-side to the p-side, it charges the storage

capacitor to a voltage oriented to provide a forward bias on the photodiodes them-

selves. This causes the photodiodes to draw a higher forward bias current along

with the inverters drawing their own operation current.

To analyze this effect we calculate the forward-bias current of the diodes. For

a basic pn-junction diode the current-voltage relationship is given by [43]

IDfb = Is(e
VDfb
Vth − 1) (2.17)

where IDfb and VDfb are the forward bias diode current and voltage, Is is called

the saturation current and Vth is the thermal voltage, ∼0.026 V at room tempera-

ture. The saturation current depends on the material properties and diode design.

Particularly, the saturation current density for a short-base diode (i.e. a diode for

which the charge-neutral region length away from the junction past the depletion

region boundary is significantly shorter than the diffusion length) is

Js = qn2
i (

Dp

NdW ′
n

+
Dn

NaW ′
p

)(e
VDfb
Vth − 1) . (2.18)

Here, Dp and Dn are the hole and electron diffusion coefficients, Nd and Na are

the n-region donor and p-region acceptor densities (both at 5 × 1017 cm−3 for the

pn-junction diode), and W ′
n and W ′

p are the lengths of the quasi-neutral n-type and

p-type regions after the relevant part of the depletion region is subtracted from

the drawn region length. Taking the hole and electron mobilities at 200 and 400

cm2/Vsec for these doping levels, the diffusion coefficients are 5.2 and 10.4 cm2/sec

respectively. A calculation of the depletion layer width and consulting the diode
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layout for the distance between the drawn junction and ohmic contacts up to the

metal layers yields both W ′
n and W ′

p as 0.491 µm.

This sets the saturation current at around 8.56× 10−20 A for the CBN/CBP

pn-junction diodes. A similar calculation shows that the lateral pin-junction diodes

have a saturation current of 0.168 fA.

Our simulations show that a photocurrent of 300 nA results in a steady-state

rail voltage of ∼350 mV, which using Eqn. 2.17 gives about 60.1 fA per pn-junction

diode and 0.12 nA per pin-junction diode. Thus the net forward bias current draw

of the two diode arrays will be nearly 6.36 nA. We can conclude that the “true”

rail voltage will stabilize at a somewhat lower level than 350 mV and that this

effect is not prominent at low illumination levels, where the rail voltage stays low.

However, since the diode forward bias current increases exponentially with the rail

voltage, at a certain higher illumination level, IDFB becomes the factor balancing

the photocurrent. Thus it limits the current available to the inverters and affects

where the steady-state rail voltage will be set. We will consider this issue further

in Section 2.3, where we describe the design work done for the second-generation

version of this 3-D process.

2.2.5.2 Circuit Operation: Quantitative Analysis

Here we provide the analysis behind our description of the circuit operation.

At a low photocurrent level where we can ignore the diode forward bias currents, the
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evolution of the rail voltage across the storage capacitor is governed by the equation

Cst
dVrail

dt
= (Iph −

5∑
i=1

ΦiIinv i(Vrail) ) . (2.19)

Vrail is the rail voltage across the storage capacitor and inverters. Φ1 through

Φ5 are the ratios of time-integrated current drawn by each inverter per period to the

peak inverter current integrated over one period. Iinv 1(Vrail) through Iinv 5(Vrail)

are the currents drawn by the five inverters. The dependence of these currents on the

rail voltage allows us to consider a simplified model for the circuit, as presented in

Figure 2.25a. In this model, the voltage-controlled current source (VCCS) represents

the sum of the currents drawn by the inverters. It is straightforward to demonstrate

that, if the VCCS is replaced by an equivalent resistor Req, where IV CCS = Vrail/Req,

Eqn. 2.19 yields

Vrail(t) = IphReq(1− e
−t

ReqCst ) (2.20)

i.e. the voltage exponentially approaching the fixed level of IphReq. For our purpose,

the group of inverters can be considered as equivalent to a voltage-controlled resistor,

their current-voltage behavior providing Iinv i(Vrail) for use in Eqn. 2.19.

For this submicron SOI technology, the threshold voltage magnitudes are given

as 0.53 V for the NMOS and 0.64 V for the PMOS [53]. It is therefore safe to

assume, given the previous calculations, that our transistors will always operate in

the subthreshold region. To obtain the voltage-dependent currents drawn by the

three small-size inverters of the local oscillator and the small-size and large-size

inverters of the buffer, we performed a DC analysis. A transient simulation reveals

the fraction of time each of these inverters would be drawing peak current per period
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averages to nearly 33%, which is expected since the oscillator has three stages. More

precisely, Φ1 through Φ5 are, respectively, 0.2774, 0.4136, 0.2763, 0.3294 and 0.3286

for the inverters in the order of oscillator inverters, first and second buffer stages.

Figure 2.24 shows the current through the source of the fourth inverter PMOS;

the highlighted area marks a period and the current integrated over a period is

cross-hatched. Φ4 is the ratio of the cross-hatched area to the integrated area.

Using these values, Cst = 30 pF and Iph = 15 nA in Eqn. 2.19, we calculate

how the rail voltage builds up over time. Figure 2.25b displays the result of this

calculation, comparing it to the Vrail(t) obtained by the Spectre simulation of Figure

2.19. The calculation is demonstrated to be accurate at steady-state. The error

during the buildup period, a slower rate of increase, is explained by considering that

Figure 2.24: The PMOS source current of the fourth inverter (first buffer stage)

during full oscillation. The ratio of the cross-hatched area to the highlighted area

gives Φ4, which is interpreted as the effective duty cycle.
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both the inverter currents and the coefficients Φ1..Φ5 used in the calculation were

for steady state.

Figure 2.25: a) Simplified equivalent circuit to demonstrate the system operation.

b) The rail voltage of the circuit builds up in time to reach a steady state as the

current drawn by the inverters from the storage capacitor, rising with increasing

rail voltage, reaches an equilibrium with the supplied photocurrent. The solid line

with the triangle markers display the solution to the differential equation Eqn. 2.19,

which governs this process. The dashed line reproduces the Spectre simulation of

this process from Fig. 2.19.
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2.2.6 Measurement Results

Fabricated chips, received as bare dies, were wirebonded to open SOIC-type

packages. Our layout allows for measuring the rail voltage across the VDD/GND

pads and the oscillator/buffer output through the output pad.

2.2.6.1 Rail Voltage Measurements

The measured voltage level across the energy storage capacitor, Cst, is about

300 mV under a red laser pointer beam (incident intensity<330 W/m2) and 40 to

80 mV under a white LED flashlight. For the laser pointer incident intensity, the

calculated current expected from both photodiode arrays would be ∼4 nA total,

which yields a lower simulated rail voltage. We can explain the disparity by con-

sidering multiple passes during which the light is absorbed, resulting in a higher

photocurrent than expected. The incident light, after a single pass, is reflected back

up from the metal layers of the photodiode tier and lower tiers to pass through

the photosensitive layer again. Steady voltages around 100 mV are observed in a

sunlit room; exposure to brighter daylight yields higher voltages comparable to or

exceeding the laser pointer results.

2.2.6.2 Oscillator Output Measurements

To observe the self-powered circuit operation, we used a test setup consisting

of a high-input-impedance, low-input-capacitance (1 pF) instrumentation amplifier

and an oscilloscope. We found the oscillator in this 3DIC to oscillate under illumi-
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nation. Fig. 2.26 displays a scope screen capture of the oscillator operating at 1.8

MHz, taken at the amplifier output. The 3DIC is under a laser pointer beam. The

observed peak amplitude varies between 70-130 mV, with the bottom level at ∼39

mV. Taking the amplifier gain into account, this indicates a 3DIC buffer output

amplitude of the order of 4.3 mV, consistent with simulation results for a 1 pF load.

The variation in the output amplitude is due to variation in the light source.

2.2.7 Concluding Remarks on the First Self-Powering SOI 3DIC

We have demonstrated the operation of a self-powered three-dimensional SOI

integrated circuit. To our best knowledge, this is the first self-powered SOI fully

Figure 2.26: Amplifier output with 3DIC under red laser pointer light. The maxi-

mum signal amplitude is 130 mV, and dominant frequency is 1.8 MHz. The bottom

signal level is at ∼39 mV.
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integrated 3-D circuit. Our analysis points out to the self-governing property of

this circuit, setting its own point of operation depending on the illumination level.

We might make use of this property for a sensor design. The current 3DIC has

further stand-alone applications as a built-in system clock, or as a local oscillator

for a wireless network 3DIC node.

Deviations in the circuit behavior from design are mainly favorable and ex-

plainable by the physical realities of the chip, e.g. internal reflections causing higher

absorption. It may be possible to take advantage of this effect by building photo-

diodes on multiple layers, with careful layout of the metal layers. It may also be

possible to use post-processing to create features such as a diffraction grating overlay

to increase the absorption depth for more efficient power harvesting. Unfortunately,

a true resonator-like structure for the incident light to be trapped for many multiple

passes through the active region is not easily designed without blocking the input

of incident light to the system initially.

2.3 Second-Generation Design

2.3.1 Introduction

After the completed integrated circuits for the fabrication run 3DL1 utilized for

the system described in the previous section were received, Lincoln Labs announced

a second open run for a modified version of this process. The new process, termed

3DM2, featured the same three-tier arrangement and stacking method, as well as

essentially the same basic SOI CMOS technology. However, there were a number of

51



differences in the process features, which we exploited in the course of a new design.

2.3.2 Overview of of the Second-Generation Chip

The main differences between the design for the 3DL1 and the 3DM2 run are

presented briefly below, after which we give some detail.

• Design Area In this new run, the UMCP group was assigned a design area

of 1 mm by 1 mm. This allowed us to submit effectively four variant designs

placed on quarters of the chip, with each design four times the surface area of

the 3DL1 chip.

• New Diode Arrays Two main aspects of diode design changed. The first is

that the 3DM2 SOI process features a no-silicide layer, enabling the designers

to form pn-junctions without the need to use a protective polysilicon layer

covering the junction to prevent shorting from silicidation. The second was

due to the consideration of photodiodes forward-biasing themselves in the case

of high photocurrent output and high rail voltage. To handle this problem, we

laid out some new diode arrays which consist of parallel branches, each branch

featuring two diodes in series.

• New Self-Powered Amplifier The 3DL1 design features the self-powering of a

local oscillator. In the 3DM2 design, we included a low-power amplifier to

demonstrate the operation of a self-powered analog circuit.

• Integrated Externally-Powered Output Buffer For ease of testing without the
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need for the circuit to drive high currents off-chip, we have included an am-

plifier stage with the necessary bonding pads to power it externally.

In summary, the new layout features four quarters, each self-powered by its

own independent photodiode array. Figure 2.27 presents the floorplan of this design

at a glance.

Figure 2.27: An at-a-glance floorplan of the 3DM2 chip.

2.3.3 New Diode Arrays

There are two significant changes in the way the photodiode arrays are designed

and constructed. The first one, incorporation of the now-available no-silicide layer,

affects all diodes. The second one is the array comprised of two-diodes-in-series

branches, implemented in one of the quarters.
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2.3.3.1 Diode Layouts with No-Silicide

The 3DL1 process features a compulsory silicidation step after the polysilicon

layer definition to improve the conductivity of the exposed active and polysilicon

layers. While this step is essential for quality transistors, its effect of shorting

junctions at the surface makes the design of intentional diodes impossible unless

care is taken to shield the actual junction region from silicidation [47]. In the 3DL1

design, we shielded our diodes’ junctions with appropriately-placed layout in the

polysilicon layer. In the 3DM2 design, a no-silicide (NOSLC) layer is added to

the process steps [55]. The use of this layer is explicitly recommended for diode

formation, with the additional requirement of using active layers with no sidewall

implants [56].

We revised our diode layouts, both the lateral (pin) and the annular (pn) kinds,

incorporating the NOSLC layer. Figure 2.28 shows the layout. This change does

not affect the layout dimensions. However, as referring back to Figure 2.5 should

demonstrate, it should be beneficial to the incident power/photocurrent power con-

version efficiency: The portion of the incident light going through the active layer

unobserved during the first pass will not be absorbed by a polysilicon layer on the

way down or back up, and thus secondary-pass absorption is likely to yield more ex-

tra power. Another advantage is that there is no more danger of the polysilicon layer

overlaying the junction getting charged and altering the junction characteristics.
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Figure 2.28: The no-silicide version of the CBN/CBP annular diode. The dimensions

are the same as the diode in Figure 2.11.

2.3.3.2 Diode Array with Two Serial Diodes per Branch

In Section 2.2.5, we described the case where the photocurrent forward-biasing

the diodes themselves by charging the storage capacitor can limit the achievable rail

voltage. The rail voltage dropping across two diodes in series instead of a single

diode as forward bias can ameliorate this problem. Thus on one quarter of the new

chip, we have pn- and pin-diode arrays with two photodiodes in series per branch.

While it is straightforward to layout the pin-junction array comprised of lateral

diodes in this fashion, the annular pn-junction diode pair layout requires some care

so that the final two-dimensional array covering the top tier is easy to construct.

Figure 2.29 displays the layout one branch of this array. Figure 2.30 displays a

quartet of branches, which is the basic building block in the two-dimensional full-

area layout.
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Figure 2.29: The layout for one branch of the two-serial-diodes-per-branch photodi-

ode array. The overlay shows how the diodes are connected by the metal-2 bridge

in the center.

Figure 2.30: The layout for a quartet of branches for the two-serial-diodes-per-

branch photodiode array. The layout was constructed by creating a mosaic out of

these quartets.
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2.3.4 Integrated Externally-Powered Amplifier

To eliminate the need for an external instrumentation amplifier to observe the

oscillator operation, in collaboration with Ms. Bo Yang we designed an amplifier

with extra bonding pads made available to power this amplifier externally. The

amplifier is comprised of a differential stage, followed by two common source stages.

The schematic for the circuit is presented in Figure 2.31. To demonstrate the benefit

due to this amplifier, Figure 2.32 displays the simulation results of the self-powered

oscillator/buffer directly driving a 1 pF off-chip load and the externally-powered

amplifier driving the same load with the self-powered oscillator/buffer output as its

input. The layout of the amplifier is given in Figure 2.33. For visual clarity, the full

layout of the resistor is not shown.

Figure 2.31: The externally-powered amplifier used in the third quarter of the 3DM2

chip.
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Figure 2.32: Top: The self-powered oscillator and buffer driving a 1

pF off-chip load. Bottom, first graph: The output of the self-powered

oscillator and buffer driving the externally-powered built-in amplifier.

Bottom, second graph: The output of the externally-powered built-in

amplifier, with the above input, driving a 1pF off-chip load.
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Figure 2.33: Layout of the externally-powered amplifier used in the third quarter of

the 3DM2 chip.

2.3.5 Self-Powered Amplifier

To demonstrate self-powering of a second circuit other than the local oscil-

lator/buffer featured in the design until then, in collaboration with Ms. Bo Yang

we designed and laid out a small amplifier capable of operating with a bias cur-

rent provided by the photodiodes. In the layout, this amplifier was followed by an

externally-powered level-shifter and output amplifier to drive off-chip loads. Here we

present the schematic of the self-powered section of this circuit, followed by the lay-

out of the self-powered amplifier, level shifter and externally-powered output driver,

in Figures 2.34 and 2.35 respectively.
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Figure 2.34: Schematic of the self-powered amplifier implemented in the fourth

quarter of the 3DM2 chip. The amplifier is a simple common-source amplifier,

biased by a current mirror which is fed by the photodiode arrays.
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Figure 2.35: Top: The full lay-

out for the self-powered ampli-

fier, and the externally-powered

level shifter and output ampli-

fier to drive off-chip load. Full

resistor layouts are once more

cropped out for visual clarity.

Left: a schematic representation

of the components in the above

layout.
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2.4 3-D Integration: Current Research, Challenges and Directions

The basic idea behind three-dimensional integration is to increase integration

density by taking advantage of the third dimension, as opposed to packing sub-

systems increasingly tightly onto a sprawl on a planar substrate. This is achieved

through some way of stacking microelectronic circuits and forming the necessary

connections vertically.

3-D integration was first considered in early 1980s. A technique for recrystal-

lizing polysilicon was developed, enabling the construction of devices placed above

each other within the same dielectric medium over a common substrate [1, 2, 9].

Two different approaches to 3-D integration emerged as the research progressed:

Sequential fabrication, for which the devices and structures on consecutive stack

levels have to be fabricated after the previous level fabrication has been completed,

and parallel fabrication, where each tier of the final stack is fabricated individually

and three-dimensional integration completes the fabrication of the 3DIC [61].

We should note that along with three-dimensional structures from either layers

of devices fabricated tier-by-tier on a single die, or from bare (individual) dies or

wafers stacked on top of each other with vertical connections, there has also been

research on creating three-dimensional structures from packaged die and on special

package designs to enable the same [1, 3]. In the scope of this work, we will not

cover such integration efforts at the package level.
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2.4.1 Sequential Fabrication Techniques for 3DI

By the end of the 1980s, research in creating 3-D integrated circuits had mainly

focused on SOI-type technologies. As forming wide areas of good quality single-

crystal silicon over amorphous insulators was still a problem during this period,

most of the vertically-integrated circuits were of the order of a few transistors.

A proposed structure, achieved by selective epitaxial growth and epitaxial lateral

overgrowth, was a CMOS inverter with the PMOS stacked on top of the NMOS [2],

presented here in Figure 2.36. Further methods for creating monocrystalline silicon

for device formation over already-fabricated devices were laser beam recrystallization

and metal-induced lateral crystallization.

Such structures require good planarity of the new epitaxial growth over a

polysilicon gate, obtained by either chemical-mechanical polishing or restricting the

vertical growth through particular techniques. However, thermal restrictions during

processing are more critical. Whatever technique is used to deposit or grow new

Figure 2.36: A 3-D inverter formed by fabricating a PMOS over an NMOS using

epitaxial lateral overgrowth (ELO) techniques (adapted from [2]). The n layer which

forms the channel of the PMOS is grown using ELO. The poly gate is common to

both transistors.
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silicon over the initial devices in the first substrate needs to be a relatively low-

temperature so as not to damage the devices already formed. This problem stunted

further development in this direction [61].

2.4.2 Parallel Fabrication Techniques for 3DI

Compared to serial techniques, the approach of three-dimensionally integrating

die or wafers that have already been completely fabricated individually has been far

more successful, with a great variety of integration styles and applications presented.

Two broad variants of the approach can be defined: Chip stacks which use peripheral

connections and which use through-wafer (or through-die) connections.

2.4.2.1 Chip Stacks with Peripheral Connections

3-D stacks can be formed by designing the interconnect and power networks

on the individual-layer chips with the connection points routed to the chip edges.

Several techniques can then be used to form the connections between layers and to

the outside world, by utilizing the sidewall area of the newly-formed stack.

It is possible to achieve this with techniques such as tape-automated bonding

or soldering the conductors on the edge [3]. Another approach is to form intercon-

nects on the side of the stack directly, by patterning an interconnect network on

the sidewall through photolithography and sputtering or laser trimming [62, 63, 64].

Figure 2.37 illustrates this approach. An extra substrate dedicated to interconnec-

tions might be soldered or otherwise attached to the stack side or top face [65].
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Figure 2.37: a) A schematic representation of a stack of integrated circuits con-

nected to each other through interconnects extended to the edges and routed on the

sidewall. b) A cross-section of a stack of two chips connected vertically through a

T-connection formed on the sidewall, with outside connections enabled by a solder

bump, adapted from [64]. c) The schematic representation of the sidewall connec-

tions for a stack of VLSI associative string processor chips, from [62].

Among the circuit and system applications proposed and fabricated using these

approaches are microcameras, biomedical systems, sensors [3], massively parallel

processors [62], high-density (possibly DRAM or SRAM) memory stacks and cubes

[3, 64, 63] and artificial neural networks [65].
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2.4.2.2 Chip Stacks with Through-Wafer and Through-Die Connec-

tions

The next approach to creating vertical connections between chips layered on

each other is to form vias, similar in form and function to vias between different

metal layers in a planar process, which go through the chip substrate and/or the

supporting material between the chips.

Bulk Technology 3-D Integration through Vertical Vias

Starting from individually fabricated wafers, vias passing through the entire

wafer can be created and filled with metal to connect a top-level wafer to aligned

bonding pads on a lower-level wafer [3]. Figure 2.38 illustrates a stack formed in

this manner. With this approach, it is possible to develop processes for wafer-to-

wafer, die-to-wafer and die-to-die stacking. A starting step in the stacking process is

face-to-face bonding of the lowest tier to the second tier, followed by via formation,

and thinning the substrate of the upper tier in preparation to bonding the next tier

up [66]. Different bonding methods between tiers are used, including oxide-to-oxide

bonding, copper-to-copper bonding and utilizing a dielectric adhesive.

As an alternative to forming the vertical through-vias after the bonding pro-

cess, it is also possible to create “buried interconnections,” which delve a certain

level into the substrate, before stacking. This way, when the substrate is thinned

to the appropriate level to reveal the tips of the buried metal posts, a vertical con-

nection to the next level can be formed [68]. In an example process demonstrated
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Figure 2.38: A schematic representation of wafer-level 3DI. The substrates of the

upper tiers are thinned, but not removed entirely, and the process in question is a

bulk process. The bottom tier has the active side facing up, while the higher tiers

have the active devices facing down. (Adapted from [66].)

in 2006, the buried interconnects are created by etching deep trenches, lining them

with an insulator thin film, and filling the vias with the conducting metal.

Among the circuit and system applications proposed and fabricated using these

approaches are shared-memory chips and parallel processors.

SOI Technology 3-D Integration through Vertical Vias

It is also possible to vertically stack and interconnect individually-fabricated

planar SOI technology ICs. In this case, the vertical vias can avoid the active device

islands, delving entirely through oxide or similar insulating dielectric layers, with no

need to line the via trenches with insulators. An example such process [69, 44] was
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used in the production of the self-powering SOI CMOS system [45, 46] presented

in the bulk of this Chapter; the process is specifically described in Section 2.2.2.

Applications fabricated using this process include ring oscillators, visible imagers,

and a 3-D laser radar (LADAR).

2.4.2.3 Alternate Vertical Connection Methods

Instead of bonding wafers or individual dies vertically to each other and form-

ing direct electrical connections by means of vertical through-vias or peripheral con-

nections, alternative methods of forming connected 3-D structures from ICs have

been proposed. One such technique involves embedding thinned dies in a layer of

benzocyclobutane (BCB) deposited over another (host) chip substrate, which also

houses already-fabricated circuits [70]. Intra-chip connections are formed by pat-

terned interconnection lines throughout the BCB.

Connections that are not directly conductive between vertically-stacked ICs

have also been considered. The idea of optically coupled data links between the chips

in an 3DIC was proposed in the 1980s [1]. Recently, a successful implementation of

capacitively-coupled data and power in an SOI 3-D system has been reported [71].
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2.4.3 An Analysis of State-of-the-Art in the Advantages and Prob-

lems of 3-D Integration

2.4.3.1 Gains in System Size

The first physical advantage of 3-D integration is packing density increase:

Two stacked tiers effectively packs two transistors in the semiconductor footprint

area of one. Considering the different interconnect routing requirements, a two-

layer CMOS system does not quite achieve the full 50% area reduction intuitively

expected over a planar implementation of the same system, but it comes close. The

area gain falls with increasing layers, for instance to 75% over the planar circuit for

four layers, but it is substantial nonetheless [73]. Lower area-per-die requirements

are also expected to increase fabrication yield [66].

Considering the effect on packaging requirements, 3DI causes an advantage in

terms of packaged system weight as well. 3DI systems can be 5-6 times smaller in

volume than MCM approaches, which themselves are around 4 times smaller than

discrete approaches. Likewise, the packaged system weight can be as much as 13

times lighter than an MCM implementation [1, 3].

Further, by analyzing the interconnect length distribution in multi-layer ICs by

extending established stochastic analysis methods for 2D systems into 3D, a decrease

in the average wire length is found. The decrease can be around 21% for a three-

layer system as compared to a planar system, assuming both implementations are of

well-partitioned designs, and can even rise to 47% if interconnections between any
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two layers are enabled [8]. The length distribution of horizontal wires falls uniformly

as more layers are stacked. While subject to some exceptions, the average length

of vertical wires also falls [9]. This reduction has implications in speed and power

consumption which we will focus on later.

2.4.3.2 Enabling Higher System Complexity

Another effect of 3DI on the interconnect network is a sharp increase in acces-

sibility. Depending on the maximum trace length and stack thickness, a design unit

in a 3D configuration may have access to many more neighbors within the same

interconnect distance, as illustrated schematically in Figure 2.39. Intuitively this

is reasonable, as accessibility now depends on the area of the unit rather than its

peripheral length [3].

3D configurations are natural for parallel processing and parallel data transfer

applications such as image sensors [1, 74]. It has been noted that in computing sys-

tems where multiple processors are trying to access the same memory, 3D technology

Figure 2.39: Using the same maximum interconnect linear length, a central unit in a

three-dimensional configuration can access many more neighboring units, depending

on the relative sizes of the central unit vs. layer-to-layer distance in a stack.
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can help reduce memory contention blockages. Similarly, the ability to directly in-

tegrate both the first-level cache and the second-level cache with the microprocessor

is afforded by 3DI, along with a larger area for the first-level cache [72].

3DI further enables higher system complexity by facilitating hybrid integra-

tion. An example is RF systems. While research is ongoing in RF electronics to

migrate everything to CMOS, currently the best performance is still obtained by

different technologies for different functions—SiGe BiCMOS for RF and Si CMOS

for digital [66]. Similarly, by patterning thin-film microstrip lines over a dielectric

layer over the semiconductor circuit substrate, 3-D MMICs have been developed

[7]. As another example, systems using silicon thin film image sensors vertically

integrated with a reader chip have been demonstrated [6], yielding nearly 100% fill

factor. Also in image sensing, where a different material is optimal for the target

wavelength range, vertical integration between the silicon readout circuit and the

sensor plane of photosensitive material is desirable; an example is focal plane arrays

of HgCdTe detectors for short- and medium- to long-wave infrared imaging [67].

2.4.3.3 Gains in System Speed and Power Consumption

The first implication of shorter average interconnect lengths of 3DICs is lower

delays in signal propagation between functional blocks [3]. This is thanks to lower

parasitic capacitive and inductive loads1, and the ability to use more compact net-

works with shorter average delay in a 3-D layout instead of widespread, long-delay

nets [9]. In microprocessor-type systems with the processor, memory and cache

1An example study of this effect we performed is presented in Section 5.6.
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components are integrated in 3-D instead of placed in separate chips, significant

bandwidth and access time improvements are possible, with reduced averages time

per instruction execution [66, 72]. 3DICs can thus operate at higher clock speeds,

although if the process cost limits the number of connections between tiers and

the number of interconnect layers per tier, this improvement stalls after a certain

number of tiers [8].

Reduction in interconnect length also contributes to power conservation in two

ways: By decreased parasitic power consumption [3] and by requiring less power-

consuming I/O units in general. 3-D systems need fewer buffers, or repeaters, while

moving data between functional units in a complex system [9]. For the remaining

buffers, circuits able to source less power will suffice [75]. Depending on the imple-

mentation technology, the power dissipation through interconnects can be reduced

as much as 35% by just using two layers of integration [10].

2.4.3.4 Noise and Crosstalk Problems and Proposed Solutions

Certain kinds of digital noise, such as crosstalk between interconnects, si-

multaneous switching noise, reflection noise and susceptibility to electromagnetic

interference, can be suppressed by using shorter interconnects. Therefore, 3-D inte-

gration may ameliorate problems of this kind if the designer takes advantage of its

connectivity advantages [3]. Furthermore, with 3DI it is possible to integrate digital

and analog subsystems in one “chip” without these subsystems sharing a substrate

and thus being vulnerable to substrate noise coupling.
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However, especially in technologies where the interconnect layers of one tier is

close to the active layers of the next tier, the possibility of tier-to-tier crosstalk still

exists [61, 76]. Electromagnetic modeling and experimental studies suggest that a

grounded layer of metal between layers, designed at an optimum size as a ground

plane, alleviate inter-tier coupling.

2.4.3.5 Thermal Problems and Proposed Solutions

A major potential disadvantage of a 3DIC is higher vulnerability to self-heating

problems [106]. As will be covered in Chapter 4, in planar ICs most of the excess

heat is dissipated through the substrate to the package towards the ambient. In 3-D

stacks, the low thermal conductivity of the dielectric layers between the active layers

insulates the devices near the middle of the stack from the ambient temperature,

hindering thermal dissipation. This causes a variety of problems in both analog

and digital circuits, with circuit performance degradation or even just unexpected

changes in operation, such as operation frequency drift, higher leakage current rising

with temperature and causing a positive feedback loop, and matching problems when

two devices, designed to operate identically, are not at the same temperature.

The inter-tier dielectrics, whether used for stack bonding or just as the in-

sulator for the interconnect layers, are the greatest problem. The interconnects

themselves, with their higher thermal conductivity, can be an asset in carrying

away excess heat. But the directionality of the low-thermal-resistivity paths is sig-

nificant; therefore vertical heat conductors perform better [61]. The use of vertical

73



vias to carry out excess heat build-up in the middle layers has also been suggested

elsewhere [10, 56], although both approaches increase layout area and complexity.

2.4.3.6 Layout Issues

Layout tools with features incorporated to handle the extra requirements of

3DIC design have been developed. Depending on the particular 3DIC process, such

tools need to account for the existence of multiple tiers of devices, connectivity

relationships between tiers as well as between layers, extra layout design rules for

the 3-D vias and similar structures, and the alignment requirements for inter-tier

connections [55, 77].

3DICs might also require enhancements in the automatic routing tools now in

existence to make optimum use of the increased accessibility and shorter-average-

length nets they offer. There has already been studies on the development of new

interconnect network hierarchies, taking advantage of the chance in 3DICs to im-

plement higher-level connections between subunits of a system in a reasonable area

with shorter interconnects [78].

2.4.3.7 New Process Requirements

Three-dimensional integration requires specialized processes. Beyond the extra

stacking and bonding steps, which contribute to the process cost, 3DI techniques

have tighter requirements than the individual tier fabrication processes. Some extra

process requirements of 3DI techniques are:
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• Good planarization, of both the covering oxide and thinned handle substrates

and similar, for successful tier stacking and bonding [1, 55];

• Formation of high-aspect ratio via holes and vias with good conductive qual-

ities between tiers for through-hole 3DI techniques [1, 69];

• Wafer-to-wafer alignment with both lateral and rotational precision require-

ments, defined by the fabrication process [44, 66];

• A reliable wafer-to-wafer, die-to-wafer or die-to-die bonding technique, at low-

enough temperatures so as not to damage the already-fabricated tiers [66, 44].

This increased process complexity does raise the fabrication intricacy and cost.

However, these raises are somewhat balanced by the advantages of 3DI such as

smaller system area, higher potential yield, the higher potential complexity of its

system-on-a-chip type applications which could be contained in a single package,

and lower power consumption.

2.5 Recent Progress in Self-Powering Methods

Developments in low-power electronics on one hand and ideally-autonomous

wireless sensor nodes on the other [57, 58, 59] drives investigations into self-powering

systems. Among the approaches considered are long-life, small-size power sources

and on-chip systems harvesting power from the ambient. Here we present a brief

overview of the approaches to this question.
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2.5.1 Photoelectric Methods

Since photodiodes are readily integrable into semiconductor circuits, it is in a

sense natural to pursue the idea of integrated circuits powered by on-chip optical

power harvesters [45, 46]. One question that must be addressed here is the means

for high-energy density storage, which is solvable by integrated capacitors [82]. An-

other is making sure that the photodiodes receive enough incident optical intensity

and are efficient converters. Besides attempts to use the photogenerated current,

converted into stored energy, to supply applications designed using conventional cir-

cuit technology and applications, there has also been suggestions for a new circuit

architecture that depends on either optical signals or optical power to form novel

analog or digital building blocks [60].

2.5.2 Piezoelectric, Vibrational and Thermoelectric Methods

It has been suggested that MEMS fabrication technology comprises a suitable

platform for harvesting vibrational energy and converting it to electrical energy

by means of piezoelectric materials and structures. One demonstrated approach

uses silicon beams covered by a piezoelectric material thin film, whose AC voltage

output is then rectified and converted to a DC level by means of on-chip rectifier and

voltage regulator circuits [83]. Another example incorporates a cantilever-system,

which uses not only ambient vibrations, but also the kinetic energy from β-particle

emissions of a thin film of 63Ni pad integrated under the cantilever tip [84]. Another

method is to take advantage of the inertia of a partially-mobile mass in the structure
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to power a microgenerator [58].

Careful design to maintain a temperature difference between two sides of a

silicon-based structure has been demonstrated to generate power in the microwatts

through the Seebeck effect. Such thermoelectric generation may be sufficient for ap-

plications designed for low power consumption [81]. Even a commercial wristwatch

utilizing this form of harvested energy has been introduced [58].

2.5.3 Rectifying Antennas

Wireless microwave power transmission was the initial drive behind the de-

velopment of rectifying antenna, or rectenna, systems. These systems were often

designed to operate in the 2.4-2.45 GHz region, which is in the center of a indus-

trial/scientific/medical band and not sharply attenuated by the atmosphere. Sys-

tems to operate at higher frequencies, such as 5.8 GHz and 35 GHz, were also

suggested [85, 86]. Over time, rectifying antenna systems were also investigated for

harvesting ambient energy.

The typical rectifying antenna system consists of an antenna, whose output

is given to a rectifier (which could be a pn-diode or transistor at low frequencies)

connected to an output bypass/storage capacitor and a load resistor [87]. At high

frequencies, the rectifying element needs to be able to switch rapidly, so Schottky

diodes with short transit times are preferred [88]. A low turn-on voltage for the diode

is also an advantage. At frequencies and circuit sizes where matching is necessary,

the antenna design might proceed iteratively and depend on the diode plus the rest
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of the circuit. A transformer might be used for impedance conversion, along with

more conventional matching circuits [89].

To illustrate the operation principle, we designed and built a simple rectifying

antenna, which works at the 465-467 MHZ region. Figure 2.40 shows photos and a

schematic of this system, which consists of a simple walkie-talkie antenna, a Schottky

diode such as a BAS40 from Infinion or an MBD101 from ON Semiconductor as a

rectifier, and optional capacitors and resistors as storage elements and load between

the output of this diode and ground. The Schottky diodes were chosen for low turn-

on voltages, which translates to a low voltage drop across the diode. No matching

circuits were included, thanks to the low frequency and small system size.

Figure 2.41 shows the voltage measured across the load of this system in two

cases. In the first measurement, the RF source is operated for twenty seconds

(starting at t=5 sec.) and charges a 2.2 mF capacitor, which then discharges across

a 100 KΩ load when the power is turned off at t=25 seconds. The slope of the

charging curve indicates that during the charge, the rectifying antenna is supplying

an average of 52.5 µA to the capacitor. In the second measurement, the storage

element is a 10 nF capacitor loaded with a red LED. The RF power is being turned

on and off; the LED turns on and clamps the voltage at 1.725 V when the RF source

is on. Since the storage capacitor is very small, the load voltage falls rapidly to zero

when the RF power is turned off.

78



Figure 2.40: Photos of the rectifying antenna system: Left, the full board with an

LED load; middle: close-up of the back side of the board with the Schottky diode.

Right: Schematic of the circuit.

Figure 2.41: a) The rectifying antenna of Fig. 2.40 charging a 2.2 mF capacitor

over twenty seconds, with ∼ 5mW of RF power provided at ∼467 MHz. b) The

voltage drop across an LED load being suppled by the rectifying antenna as the RF

power is turned on and off.
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2.5.4 Small Batteries

Although not strictly a self-powering approach, this option to powering minia-

ture systems has to be mentioned for completeness, and also because it is possible

to design rechargeable miniature batteries in conjunction with one of the methods

described above. Batteries can be capable of higher energy density than capacitors,

and there has been strong interest in the development of small batteries in parallel

with the advent of MEMS technology [90]. The ideal battery to power a smart

dust scale system would be rechargable, small, capable of a large number of charge-

discharge cycles, present low internal resistance and environment dependencies, and

easy and cheap to produce. Research on such devices focuses on novel materials

as electrodes and electrolytes and on form factors and packaging for small size.

Several approaches, such as thin film batteries and flexible devices [91] have been

demonstrated. Recently, here at the University of Maryland, we have participated

in a collaboration to develop high energy density, small hybrid battery/capacitor

structures [92] and adapt them for use in wireless systems.

2.6 Summary

Three-dimensional integration is a promising new approach to VLSI, with

potential advantages over planar integration. In this Chapter, we described the

physical design, analysis and testing of a self-contained three-dimensional integrated

circuit. To our knowledge, this is the first demonstration of a self-powering SOI 3DIC

using a photodiode array.
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After presenting an overview of our design and the fabrication process, we re-

lated the design process of the photodiode arrays, which supply power to our circuit.

We demonstrated that while the very small thickness of the SOI technology pho-

toactive material is a handicap, we do have some extra gain from multiple reflections

from the underlying layer structure and that the amount of photocurrent we expect

to obtain is enough, by simulations, to run our functional circuit. We explained the

self-regulating operation of the self-powering system qualitatively and analyzed it

quantitatively. We also showed that for the expected photocurrent and resulting rail

voltages, the diodes forward-biasing themselves would not be a crippling problem.

We then presented the measurement results from the circuit operation.

We have designed a second-generation system for the next run of this 3-D

process. The fabrication facility has informed us that at the time of writing, the

individual tiers have been fabricated and the 3-D integration is underway. Here we

presented our expanded design, which features modified diodes taking advantage of

a new no-silicide layer, modified diode arrays featuring two diodes in series in each

branch, an analog amplifier as a new functional unit, and integrated externally-

powered output buffers for ease of testing.

Finally, we reviewed the extant literature on 3-D integration, presenting the

state-of-the-art fabrication techniques, advantages and problems. We also presented

a brief review of self-powering methods for small, autonomous applications such as

smart dust sensor nodes.
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Chapter 3

Physical Aspects of VLSI Systems: A Transient Spatially-Dependent

Green’s Function Approach to Modeling 3-D On-Chip Interconnect

Networks

3.1 Introduction, Motivation and Background

Process scaling, the development of newer processes with more metal layers

available to the designer, and novel approaches to hybrid and 3-D integration all raise

the complexity of integrated circuit design. With all these contributing factors, the

interconnect network on chip-scale systems emerges as a detailed electromagnetic

system [13]. As it carries power and signals from one part of the circuit to the

other, the interconnect network is vulnerable to variable delays, unintended noise

coupling from different parts of the circuit and from a “dirty” power source, and

from external electromagnetic sources.

We present a methodology for investigating the response of a complex on-chip

interconnect network to external and internal noise, through the development of a 3-

D solver based on creating a lumped element model of an interconnect network and

solving for its impulse responses [96, 97]. Our method exhibits a lower computational

cost than SPICE and allows the user the flexibility to work on a wide variety of

interconnect network geometries as well as to include as many parasitic effects as
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desired for the application.

While full-wave electromagnetic solutions have been used to model on-chip

interconnect networks [93, 94, 95], these are computationally intensive for such

structures on a semiconducting substrate. The wide variations in the significant

dimensions such as layer thicknesses, conductivities and dielectric constants require

the creation of a complex mesh with associated numerical problems. For a problem

like determining which points on a chip are particularly vulnerable to noise coupling,

the ability to repeat simulations on a certain network quickly, for many input distri-

butions, would be advantageous. Our method provides this ability without having

to solve for the entire system repeatedly, saving storage and operation counts.

This chapter opens with an outline of our methodology. We give the details of

our numerical modeling technique by going over the network construction technique

and the solver algorithms. We present the results of our simulations, along with

some comments on numerical issues such as computational cost and convergence

tests. The chapter concludes with our method applied to an example interconnect

network and resultant commentary on layout design practices.

3.1.1 Methodology: Linear Time-Invariant Systems and Green’s Func-

tion

We model on-chip interconnect networks as lumped element networks com-

prised of unit cells. Figure 3.1 gives possible unit cell “seed”s for a two-metal

process. The methods to define equivalent circuits for these unit cells and their
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Figure 3.1: Unit cell examples for a two-metal process.

couplings will be detailed later.

Next, we set up a lumped-element network using our specific interconnect

network layout and determine which output nodes are of interest. For instance,

input transistor gate in a low-noise amplifier could be picked as a particular point

of vulnerability. The responses to impulses induced at or injected into likely input

points in the network are then calculated. At this step, the full system is solved.

These impulse responses are all we need to get the output for any random signal

distribution [96]. Repeating this process to obtain the responses to different random

input distributions does not require solving for the response of the full network again.

This method has two main computational advantages. First, we need to use

full-wave solutions only to obtain equivalent circuits for small unit cells if desired.

For a preliminary-analysis type approach, a full-wave solution might prove unneeded

and unit cells may simply be constructed by inspection.
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Second, for selected network points of interest, we need the impulse responses

at these points only to have been calculated and stored to get the response to a

general input. Especially when exploring effects of random interference, this method

has speed and storage advantages over repeating full lumped-network solutions for

all possible input distributions.

3.2 Numerical Modeling

3.2.1 Theory

For notational simplicity, we present the mathematical background for a single

spatial dimension, x. Consider a linear time-invariant system and let hi[x, t] be the

system’s time-dependent Green’s function response at every point of the output

domain to a unit impulse at point xi and time t=0, δ[x− xi]δ[t] :

δ[x− xi]δ[t]−→hi[x, t]. (3.1)

We can define an input function f [x, t] (see Figure 3.2), whose value at point

xi over all time t is given by

f [xi, t] = f [x, t]δ[x− xi]. (3.2)

Sampling this function at time points tj, we can write it as a summation of

impulses marching over time, assuming the time points are sufficiently close and the

sampling frequency sufficiently high:

f [xi, t] =
∑
j

f [x, tj]δ[x− xi]δ[t− tj]. (3.3)
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Figure 3.2: Left: A continuous time-and-space dependent function. Right: A dis-

cretized time-and-space dependent function, which can be written as the sum of its

samples using the coefficients αij.

This will then cause the time-dependent system response Fi[x, t] at all points

in the system:

f [xi, t]−→Fi[x, t] =
∑
j

f [xi, tj]hi[x, t− tj] . (3.4)

Thus Fi[x, t] is the contribution to the system response by an input applied at

point xi over the time points tj. Figure 3.3 shows two such responses F1 and F2 to

two inputs fi1 and fi2, which are applied at times tj1 and tj2 respectively.

Figure 3.3: Time-dependent responses over all space to two individual impulse-type

inputs applied at different x-points at different times tj.
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The principle of superposition [98] gives the response of a linear system to the

full input f [x, t] as the sum of all Fi:

F [x, t] =
∑

i

∑
j

f [xi, tj]hi[x, t− tj] (3.5)

Thus if the impulse responses hi[xout, t] at point xout to impulses at every

possible input point are known, defining a space- and time-dependent random input

distribution by the coefficients αi,j := f [xi, tj] gives the system output at xout by

time-shifting and summation:

F [xout, t] =
∑

i

∑
j

αijhi[xout, t− tj] (3.6)

This approach therefore allows us to test for the effects of random input dis-

tributions easily, allowing more flexibility than experimentation.

3.2.1.1 An Example Implementation using SPECTRE

Consider the network in Figure 3.4 with six nodes {x1..x6}. Assume we need

the output at point 3, F3, for a discrete-time input given by

f [x, t] = 2δ[x− x2, t] + 3δ[x− x2, t− 200 ns]

+3δ[x− x5, t− 100 ns] + δ[x− x5, t− 400 ns] . (3.7)

If h3 i is the response at x3 to an impulse at node i, theoretically this response

to the input given in Eqn. 3.7 is

F3[t] = 2h3 2[t] + 3h3 2[t− 200 ns]

+3h3 5[t− 100 ns] + h3 5[t− 400 ns] . (3.8)
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Figure 3.4: A linear network with six nodes defined.

The top half of Fig. 3.5 shows the impulse responses h3 2[t] and h3 5 as given

by the circuit simulation program SPECTRE. The bottom half is the simulated

response to the input defined by Eqn. 3.7.

We stored these response waveforms and implemented our convolution by using

the calculator function of SPECTRE. Figure 3.6 shows the weighted, time-shifted

sum of individual impulse responses (triangles) presented in Eqn. 3.8 superimposed

upon the simulated result (circles) previously shown in Figure 3.5. The agreement

is exact, validating the mathematical framework.

It should be re-emphasized that it was thus possible to reproduce the result of

a full simulation simply by storing two time-dependent impulse responses calculated

for node x3 and performing arithmetical operations on these instead of running a

full simulation again.
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Figure 3.5: Top: Simulated impulse responses at node x3 to impulses at x2 and x5.

Bottom: Simulated output at node x3 to the input of Eqn. 3.7.

Figure 3.6: Response at node x3 calculated using Eqn. 3.8 (black triangles) together

with the simulated output (red circles), exact agreement.
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3.2.2 Computational Cost

Once the impulse responses hi[x, t] have been calculated, to find the response

to a time-dependent input fi[x, t], we proceed by adding the output contribution

from each input time step:

Vout[t]←−Vout[t] + fi[tn]× hi[t− tn] (3.9)

For an input applied at a single spatial point and lasting for tin temporal

points, this multiplication/addition is carried out tinth times, where th is the num-

ber of timesteps required for the impulse response due to that particular input point

to decay. Assuming the input is spread across Nin spatial points and the longest it

lasts at any of these points is for tin, the maximum number of times the multipli-

cation/addition operation needs to be made is Nintinth times. Thus if tin << th,

the operation cost of the time-shifting/summation depends largely on th. These

scalar-vector multiplications, vector shifting and summations of Eq. 3.6 are needed

only once per input and output points of interest. Assuming there are Nin likely

input points (e.g. points vulnerable to EM coupling or noise injection as from a

power rail) and Nout important output points we are interested in, obtaining the

entire solution thus requires NinNoutO(th) operations.

Repeating the calculation for different random inputs does not require solving

the response of the entire network again, whereas SPICE solves the entire network

matrix equation at each timestep [99]. Its operation cost per timestep grows as Nm,

where N is the number of mesh points and m > 1 depends on the matrix equation

solution method. Typically, N >> Nin or Nout, and the number of timesteps de-
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pends on how fast the impulse responses decay, paralleling the O(th) component of

the cost of our method.

3.3 Implementation

3.3.1 Interconnect Network Construction

Possible metal segment combinations in a small area define our unit cells.

Various equivalent circuit models, including semiconducting substrate effects, for

coupled interconnect segments have been proposed [19, 102, 100]. The requisite

element values can be derived by parameter extraction from full-wave simulations

or S-parameter measurements [21].

For the purposes of our application, the equivalent lumped element network

needs to be linear and time-invariant. The common RLCG-type models for single

and coupled transmission lines conform to this requirement.

Figure 3.7 shows some possible simplified unit cell equivalent circuit definitions

in a two-metal technology.

To sum up, combining unit cells with ground connections and on-chip device

loads according to the layout, we obtain a full lumped-element network. We can also

define unit cells describing the interaction between stacked (3-D) chips’ interconnect

layers by treating inter-tier vias as analogous to inter-metal layer vias. While the

cubic increase in the number of mesh points would limit repeated full analysis of

such interconnect networks with SPICE, and although our impulse response calcu-

lations are bound by the same limit, once these have been completed finding the
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Figure 3.7: Two-metal network; a simplified equivalent RC network shown. Pos-

sible unit cells partitioned with dashed outlines. Note that where two metal lines

on different layers overlap with a via, the connection between the mesh points on

the overlap is resistive, whereas at locations without a via the same connection is

capacitive.

full response of a 3-D system to random different inputs with our Green’s Function

based method is only slightly more complex or computationally intensive than the

same operation on a 2-D system.

For use in our self-developed code suite, we have implemented a network-

creation routine. This routine scans the solution domain mesh point by mesh point

and writes, in an output file, the resistance and capacitance leaving in each direction

for each mesh point in a matrix with one row per mesh point. Each columns of this

matrix is reserved to denote a certain element connected to the mesh point of that

row from a certain direction: For instance, for the 3-D version of this program, the

first seven columns are x-mesh-index, y-mesh-index, z-mesh-index, resistance to the
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“north,” capacitance to the “south,” resistance to the “east,” capacitance to the

“east,” and so on. For the RC-network version of our mesh, Figure 3.8 illustrates

all the elements that need to be defined per mesh point.

The shape of the metal interconnect network is pre-determined by the user

and is reflected in the final network by whether there is a capacitive, resistive, or no

connection between mesh points related to each other in a certain direction. The

code uses a dummy element value at places to indicate a capacitive or resistive open

circuit connected a mesh point in a given direction.

Figure 3.8: The element values that need to be defined per mesh point by the mesh

creator code.
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3.3.2 Impulse-Response Solver

3.3.2.1 KCL Network, Equations and Discretization

For a point in our mesh as depicted in Fig. 3.8, the sum of all currents entering

point P ((x, y, z) indices (m, n, p)) is zero:

Id + Is + Iw + Ie + In + Iu = 0 (3.10)

The current from each branch towards the node is the sum of the current

through the resistor of the branch and the current through its capacitor; for example

In = IRn + ICn =
Vm,n+1,p − Vm,n,p

Rn

+ Cn
d(Vm,n+1,p − Vm,n,p)

dt
(3.11)

Using a first-order discretization for the differential, this can be rewritten as

I t
n = I t

Rn + I t
Cn =

V t
m,n+1,p − V t

m,n,p

Rn

+
Cn

∆t
[(V t

m,n+1,p − V t
m,n,p)− (V t−1

m,n+1,p − V t−1
m,n,p)]

(3.12)

where t donates the current time step, t − 1 the previous time step, and ∆t

the time step size. Writing Eqn. 3.12 for each branch and bringing them together

in Eqn. 3.10 yields

V t
m,n,p−1 − V t

m,n,p

Rd

+
Cd

∆t
[(V t

m,n,p−1 − V t
m,n,p)− (V t−1

m,n,p−1 − V t−1
m,n,p)]+

V t
m,n−1,p − V t

m,n,p

Rs

+
Cs

∆t
[(V t

m,n−1,p − V t
m,n,p)− (V t−1

m,n−1,p − V t−1
m,n,p)]+

V t
m−1,n,p − V t

m,n,p

Rw

+
Cw

∆t
[(V t

m−1,n,p − V t
m,n,p)− (V t−1

m−1,n,p − V t−1
m,n,p)]+

V t
m+1,n,p − V t

m,n,p

Re

+
Ce

∆t
[(V t

m+1,n,p − V t
m,n,p)− (V t−1

m+1,n,p − V t−1
m,n,p)]+

V t
m,n+1,p − V t

m,n,p

Rn

+
Cn

∆t
[(V t

m,n+1,p − V t
m,n,p)− (V t−1

m,n+1,p − V t−1
m,n,p)]+

V t
m,n,p+1 − V t

m,n,p

Ru

+
Cu

∆t
[(V t

m,n,p+1 − V t
m,n,p)− (V t−1

m,n,p+1 − V t−1
m,n,p)] = 0 .(3.13)
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We need to solve this equation at each mesh point while progressing through

time. Rearranging yields the KCL matrix equation to solve:

V t
m,n,p−1[

1

Rd

+
Cd

∆t
] + V t

m,n−1,p[
1

Rs

+
Cs

∆t
] + V t

m−1,n,p[
1

Rw

+
Cw

∆t
]

+ V t
m+1,n,p[

1

Re

+
Ce

∆t
] + V t

m,n+1,p[
1

Rn

+
Cn

∆t
] + V t

m,n,p+1[
1

Ru

+
Cu

∆t
]

−V t
m,n,p[

∑
k

1

Rk

+
Ck

∆t
]

= V t−1
m,n,p−1

Cd

∆t
+ V t−1

m,n−1,p

Cs

∆t
+ V t−1

m−1,n,p

Cw

∆t

+V t−1
m+1,n,p

Ce

∆t
+ V t−1

m,n+1,p

Cn

∆t
+ V t−1

m,n,p+1

Cu

∆t
− V t−1

m,n,p[
∑
k

Ck

∆t
] (3.14)

If the mesh has NX × NY × NZ points, this yields a matrix equation A~V t =

B~V t−1 +~b, where A and B are matrices of size NXNY NZ × NXNY NZ . They are

sparse, with 7 nonzero terms in each row, and banded thanks to our indexing scheme.

~b is a source term which modifies Eqns. 3.13 and 3.14 at the time and point when

and where the input impulse is applied to the system.

The only boundary condition present in the system is the ground node being

held at zero potential, which is implemented by an extra row and an extra column

added to the left-hand matrix A and a zero value set as the last element of the right-

hand vector. The elements in the last-column value of each row of A are derived

from the impedance values between each mesh point and ground.

Using the resistance and capacitance values connected to each mesh point

as specified by the mesh creator, our implementation code fills the left-hand side

matrix A and the matrix B required for the right-hand side vector only once at the

beginning of the time progression if a fixed time step scheme is used. In the case an

adaptive time step method is applied, the matrices need to be recreated when the

95



time step changes.

3.3.3 Convolution Routine

Among the inputs of the program are two lists of points: The input (impulse)

locations and output (target) locations. The program goes through the first list,

solving for the full transient impulse response of each impulse individually. However,

at each time step, it only saves the results at those points specified in the target

location list.

When the impulse responses for each specified input location are calculated

and saved at each specified output location, if an adaptive time step method has

been used, the program then uses a spline method to interpolate between unequal

time steps to get a fixed time step impulse response.

The input required by the convolution part of the program is the transient

input waveforms applied at specified points. The input waveforms do not need to

be localized at single points; in other words they could be spatially distributed over

the mesh. It is only important that all points in this distribution to have been

included in the list of impulse locations used before. With these waveforms as the

fi[tn] term and the response to the impulse applied at that input point as the hi[t−tn]

term in Eqn. 3.9, we implement Eqn. 3.6 to obtain the system’s response to the

given input(s). The computational cost per input and output points was derived

previously in Sect. 3.2.2.
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3.4 Simulation Results

3.4.1 Comparison with SPECTRE

We start by comparing both the impulse response and full input response

solutions of our code with the outputs computed by SPECTRE for a 5x5x3 mesh

(N=75), in which each node is connected with an R//C to its six nearest neighbors.

The bottom layer nodes are down-connected to ground and top layer nodes have no

up-connections. In this network the north-south resistors are 5 Ω, east-west resistors

are 10 Ω, inter-layer resistors are 10 KΩ, and all capacitors are 10 mF. The impulses

are injected at points (1,1,1) — bottom layer — and (3,3,2) — middle layer. The

full input consists of a 4 ms, 4 A impulse injected at (1,1,1) and 3 ms later a 5 ms,

8 A impulse at (3,3,2); the rise and fall times are 50 µs. Fig. 3.9 demonstrates the

agreement between the SPICE results and our solver. For this mesh, SPECTRE

requires 0.24 msec per timestep, while our solver requires 0.0124 msec per timestep

at each output point to calculate the output there for the full combined input from

the impulse responses.

3.4.1.1 Convergence Test

We have performed a convergence analysis on the results of our code to demon-

strate that it is first-order convergent, as expected from the time-discretization

scheme that was used to set up the KCL equations featuring capacitors.
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Figure 3.9: A 5x5x3 mesh full response simulation. Top: Our solver combines im-

pulse responses at three points using the input data. Bottom: SPECTRE performs

full mesh solution at each timestep for the same input pattern. The solutions match.

The time-discretization scheme we use has a first-order error component:

df

dt
=

f(t + ∆t)− f(t)

∆t
+ ε∆t (3.15)

Let hexact be the “true” solution to the impulse response problem. Let h∆t1,

h∆t2 and h∆t3 be the numerically-calculated impulse responses when the time steps

used are ∆t1, ∆t2 and ∆t3 respectively. Then we can write

h∆t1 = hexact + ε∆t1

h∆t2 = hexact + ε∆t2 (3.16)

h∆t3 = hexact + ε∆t3 ,

where ε is a constant coefficient. If we subtract these three solutions from each other

in pairs, we can define three values a, b and c:

a = h∆t3 − h∆t2 = ε(∆t3−∆t2)
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b = h∆t3 − h∆t1 = ε(∆t3−∆t1) (3.17)

c = h∆t2 − h∆t1 = ε(∆t2−∆t1) .

Then knowing the relative magnitudes of the different time steps allows us to

define the ratios of these three values to each other:

a

b
=

∆t3−∆t2

∆t3−∆t1

a

c
=

∆t3−∆t2

∆t2−∆t1
(3.18)

b

c
=

∆t3−∆t1

∆t2−∆t1
.

Thus we can run our simulation with different time steps, sample the solutions at

the same output times, calculate the differences between the solutions, i.e. a, b and c

of Eqn. 3.18 and compare their ratios to what we expect from Eqn. 3.19. Table 3.1

gives the result of such a convergence test applied to the output of a 21x21x5 mesh,

whose impulse response results themselves are presented in the following section.

The program was run with three time steps: ∆t = 50 ps, 75 ps and 100 ps. The

outputs h50, h75 and h100 were taken at two output times, t = 6.5 ns and 100 ns.

tout h50 h75 h100 a = b = c = a/b a/c

(ns) h75 − h50 h100 − h75 h100 − h50

6.5 6.2484 6.2414 6.2344 0.007 0.007 0.014 1.0 0.5

100 0.9215 0.9220 0.9225 0.0005 0.0005 0.001 1.0 0.5

Table 3.1: Example convergence test results. The ratios a/b and a/c are expected

to be 25/25=1 and 25/50=0.5 respectively, which is what the test results yield.
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3.4.2 Example 3D Network Simulations

Having verified the operation of our code with SPECTRE, we expanded the

5x5x3 mesh presented in the previous section to 21x21x5, using the same element

values. The unit impulse is given at point (1,1,1), at the lowest layer. Figure 3.10

presents the spread of the Green’s Function response on Layer 5 to this input over

25 ns. At 1 ns the impulse response has reached Layer 5 and begun to spread by

coupling between the mesh points. It spreads more in the north-south direction,

with its smaller resistances, than in the east-west direction. At around t=13ns, the

peak has decayed considerably and reached the opposite edge, at which point it

starts coupling back in the direction it came from. Once again the signal spreads

more in the y-direction.

Moving on to a more uneven network designed to emulate a real chip inter-

connect network more closely, we take the three-metal-layer network presented in

Figure 3.11. This network is 50x50x3 (N=7500). The two bottom layers are envi-

sioned as bus lines. The top layer is designed after a clock H-tree. Metal 1 (M1)

segments are assumed to point north-south (towards the up-right/down-left of the

figure) and Metal 2 segments are assumed to point east-west; Metal 3 segments can

point either way, depending on where they are in the H-tree.

Between the layers, there is resistive coupling where there are vias and capac-

itive coupling at other overlapping areas. At the first level, for points where there

are no M1 segments, there are still “dummy” nodes to provide capacitive coupling

between the upper metal layers and grounded substrate. There are similar nodes at
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the second level where such coupling between M1 and M3 is needed.

The equivalent lumped element network values were obtained by using exper-

imental data for a three-metal 0.5 µm process, published by the MOSIS fabrication

facility [101]. Our network is comprised of 10 µm long, 4 µm wide metal segments,

with a 6 µm separation.

Fig. 3.12 shows signals induced at four nodes of this network by a combination

of a lowest-level, 0.1 mA noise spike injected at (5,15,1), and a top-level, 5 mA

interference pulse injected at (25,25,3), the center of the H-tree. The closest output

point (29,50,3) has the highest response to the (25,25,3) input. But it is worth

noting that the other three, equidistant points exhibit different responses to this

input due to the effects of the lower metal layers and a via on the path to (9,1,3).

The lower left point (9,1,3) is found to be most sensitive to the ground-level pulse

because of proximity and the presence of a close resistive path. The different end

points of the H-network respond with different time constants and sensitivities to

this input. With our method it is easy to explore the location-dependent response

to other input signals.

Figures 3.13 and 3.14 display the impulse responses, over time, that the com-

bined input response of Fig. 3.12 was calculated from using our method. Figure

3.13 displays the responses at level 1 and 2 to the impulse applied at (5,15,1) (on

Level 1) and Fig. 3.14 displays the responses at level 2 and 3 to the impulse applied

at (25,25,3) (on Level 3).
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Figure 3.10: The time evolution of the Green’s Function of a 21x21x5 system on the

topmost leayer (layer 5). The unit impulse was injected at t=0 into point (1,1,1):

The lower left corner of the lowest level, layer 1. The uneven spread is due to the

lower resistivity of the network in the N-S direction.
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Figure 3.11: 3-metal interconnect network. Vias: X. Inputs: t. Outputs: •.

Figure 3.12: Responses of the network in Fig. 3.11 to a combined input signal

injected at points (5,15,1) and (25,25,3). Distance as well as the effect of inter-level

coupling and presence of paths to ground affect the responses.
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Figure 3.13: Responses of the network in Fig. 3.11 over time to an impulse injected

at point (5,15,1). Left: Response at Level 1 (Metal 1 network) over 300 femtosec-

onds. Right: Response at Level 2 (Metal 2 network) over 300 femtoseconds.
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Figure 3.14: Responses of the network in Fig. 3.11 over time to an impulse in-

jected at point (25,25,3). Left: Response at Level 2 (Metal 2 network) over 24

femtoseconds. Right: Response at Level 3 (Metal 3 network) over 24 femtoseconds.
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3.5 Summary

In this chapter, we presented the development and results of a computationally-

efficient Green’s Function based method to investigate the response of a complex

on-chip interconnect network of a planar or 3DIC to internal and external noise and

signals. Our method divides the interconnect network into unit cells and models it

as an RC network based on the corresponding RC “seed” unit cells. After present-

ing the numerical background and computational cost of our method, we described

our implementation in terms of the mesh structure used and equation system to be

solved. To demonstrate the validity of our simulator, we compared its solution for

a given input into a small (5x5x3) network to the solution provided by Spectre. We

also showed that the implementation is first-order convergent, as was expected from

our time-domain discretization.

We used our simulator to investigate the time-domain behavior of a realistic

3-metal interconnect network, which incorporates a clock tree in the top layer and

bus lines in the bottom two layers. Our simulation results revealed, among other

things, that the presence of non-identical layouts in the lower metal layers affects the

spread of signals in the top layer, causing a non-symmetric response there although

this layer by itself has a symmetric layout. This is an example of how this method is

useful for investigating interconnect network response details. Since the meshes we

create are already three-dimensional, the work is extendable to model the coupled

interconnect networks of the different tiers of a stack of chips in a 3DIC.
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Chapter 4

Physical Aspects of VLSI Systems: On-Chip Heat Generation and

Dissipation

4.1 Introduction and Motivation

In this chapter we consider thermal effects on integrated circuits and methods

of modeling them.

As device scaling progresses in CMOS technologies, power densities increase.

Combined with the rising system sizes and complexities, higher device densities and

clock frequencies, and the effects of process innovations such as SOI technologies and

3-D integration, chip and device heating becomes a more urgent problem [27, 105,

106, 109, 110, 111]. On a different front, for electronic systems meant to be used

in extreme conditions such as space applications, controlled heating to keep certain

parts of the system at set temperatures could be required [112]. Either way, accurate

modeling of heat generation and dissipation on integrated circuits is necessary. The

ability to seamlessly include heating and cooling effects into the integrated circuit

design flow is also desirable [113].

There is a considerable amount of complicated interaction of thermal and

electrical processes in integrated circuits. Many electrical and material properties

of semiconductors, for instance mobility, density of states, and thermal velocity all
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depend on temperature. Thus for accurate modeling of device behavior it is essential

to take the operating temperature into account [43]. Since during operation devices

consume power and dissipate heat, they in turn have an effect in setting up the

thermal conditions they operate in. Self-consistent modeling and analysis of device

and chip-level heating is thus necessary and has been the subject of previous work

[103, 104, 105, 106].

Hardware- and software-based and hybrid approaches have been proposed to

deal with excessive heating in integrated circuits. Addressing the particular prob-

lems cropping up in digital [26, 27] and analog [28, 29] circuits are solutions im-

plemented to scale down power consumption temporarily, compensate for specific

electrical effects of temperature increase, and to carry away excess heat more effi-

ciently. In this vein, cooling schemes involving dedicated cooling metal-level layouts

on planar chips [61, 114] and vertical metal vias incorporated into 3-D stacks have

been suggested [10, 32, 54, 56, 105]. We examine this particular idea in further detail

in part of the present work. We then study the effectiveness of a new approach to

heat selected IC regions using via frames.

We open this chapter with a review of the background physics and the pre-

existing work. We next detail the design of integrated circuits meant for controlled

heating and high-resolution temperature sensing in a commercial semiconductor

process system. After experimental results and their interpretation, we present an

analysis on cooling integrated circuits or heating them in a controlled manner using

high-thermal-conductivity networks.
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4.2 Background

4.2.1 The Heat Equation

An electrical component with the potential φ dropping across and the current

density J flowing through it generates heat through Joule or ohmic heating [22]:

H(~x, t) = ~J(~x, t) · ~∇φ(~x, t) (4.1)

The generated heat H is measured in W/m3.

In the physical system of an integrated circuit, many components generate

heat, which must be dissipated. Current flow across interconnects and passive de-

vices dissipates power and generates heat. Power consumption by active devices

switching or in small-signal operation also generates heat. Even the unwanted power

consumption by, for instance, MOSFET leakage currents is a source of heat [24, 25].

The equation that governs the flow of heat energy in a medium is a continuity

equation [108]:

∂U(~x, t)

∂t
+ ~∇ · ~JT (~x, t) = H(~x, t) (4.2)

Here U(~x, t) is the heat energy content per unit volume. JT is the heat flux vector,

measured in W/m2. It is related to temperature T by the Fourier Law [23]:

~JT = −κ~∇T (4.3)

κ, the thermal conductivity, is a material property. Depending on the material

system and temperature ranges, κ can be location- and temperature-dependent (and

therefore time-dependent in a non-steady-state system. As the systems we study
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initially do not have a wide temperature range, we will disregard the temperature

dependency of κ.

Changes in U are related to the changes in temperature through another ma-

terial property, the specific heat Cp:

∂U(~x, t)

∂t
= ρCp

∂T (~x, t)

∂t
, (4.4)

where ρ is the material density.

The heat generated and stored in the integrated circuit system is also dissi-

pated through connections to the ambient. Using the above definitions in Eqn. 4.2,

we arrive at the heat conduction equation:

~∇ · (κ(~x)~∇T (~x, t)) + H(~x, t) = ρCp
∂T (~x, t)

∂t
(4.5)

Assuming a constant heat source and unchanging system, the right-hand side

of this equation can be set to zero to obtain the time-invariant heat flux equation,

whose solution gives the temperature distribution of the system in steady state.

The boundary conditions necessary for solving Eqn. 4.5 are related to the

mechanisms of heat transfer: Radiation, convection and conduction. In the case

of thermal conduction in solids, the possible methods [108] are specifying insulat-

ing surfaces (implying no heat flow perpendicular to this surface), setting other

Neumann boundary conditions (constant heat flux normal to the surface), setting

Dirichlet boundary condition (constant T) surfaces or accounting for radiation from

a surface. While modeling thermal distribution of ICs, we apply a variant of the

Dirichlet boundary condition approach, detailed further in the following section.
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4.2.2 A Simplified Solver and the Effects of Non-Isotropic Thermal

Conductivity

The time-invariant heat-flux equation becomes

~∇ · (κ(~x)~∇T (~x)) = −H(~x) . (4.6)

To help with the discretization, first we replace the heat flux vector:

~∇ · ( ~JT ) = −H (4.7)

Figure 4.1 shows an example mesh for a two-dimensional thermal network to

be solved. The temperature, which we solve for, is defined at the nodes just like the

potential in an electrical network. The heat flux and the thermal conductivities are

defined on the branches between mesh points.

If (m, n) are the index numbers in the x- and y-directions respectively, we can

discretize Eqn. 4.7 as

JT (m + 1
2
, n)− JT (m− 1

2
, n)

∆x
+

JT (m, n + 1
2
)− JT (m, n− 1

2
)

∆y
= −H(m, n) (4.8)

At this point, it is obvious that this equation can be considered an effective

KCL equation, with the heat source the equivalent of a current source. Consequently,

one can consider the heat flux to be the equivalent of current and temperature as

that of potential, with the thermal conductivity relating them.

Let κE, κS, κW and κN be the thermal conductivities in the branch directions

east, south, west and north with respect to each node, similar to the system used

in the interconnect modeling network of Section 3.3.1. Then putting the definition
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Figure 4.1: An example mesh for a 2-D thermal network. The temperature is mea-

sured at nodes, numbered with the red (italic) numbers. The thermal conductivity

is the property of the material on the branches, numbered with the blue (sans serif)

numbers, between the nodes.

of the heat flux vector back into the equation we obtain

κE
Tm+1,n−Tm,n

∆x
− κW

Tm,n−Tm−1,n

∆x

∆x
+

κS
Tm,n+1−Tm,n

∆y
− κN

Tm,n−Tm,n−1

∆y

∆y
= −H(m, n) .

(4.9)

This is a system of equations, cast in the form of a matrix equation, with

the right-hand side incorporating the heat source. The resulting matrix equation is

sparse and has been solved by Gaussian elimination here.

To solve this two-dimensional system for temperature, we need either the tem-

perature or the gradient of the temperature defined at the boundaries. With the

assumption that the only heat transfer to outside the system is conductive, we set an

ambient temperature Tout defined at virtual boundary nodes outside the mesh and
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define “package” conductivities κpack at each boundary. In the case where radiative

and convective heat transfer from the die surface is considered , [106] suggests the

implementation of a heat sink at the surface mesh points to account for these.

We use the method presented in this section to obtain a feel for how ther-

mal distribution changes in two-dimensional integrated circuits each with different,

nonunform lateral thermal conductivities, as described below. For all examples, the

mesh has 11x13 nodes and the heater is in the location x ∈ [3..5], y ∈ [8..10].

Uniform thermal conductivity. κ is the same on all branches. Figure 4.2, left side,

displays a sample T distribution in our 11x13 mesh in this case. The thermal

conductivity to ambient is the same in all directions. The nonuniformity of the

temperature gradients is due to the asymmetry of the heater location: From

the heater to the west- and south-boundaries, there is a lower “resistance,”

therefore less of a “voltage drop”: That is to say, a lower temperature drop.

Uniform thermal conductivity and nonuniform boundary conductivity to the ambient.

The same as above, but with nonuniform boundary conditions, as the southern

boundary is defined to be more thermally conductive than the rest. The right

side of Figure 4.2 gives the results. The peak temperature is lower with the

lower overall effective resistivity to the ambient. There is a faster temperature

drop towards the south edge, causing a sharper gradient in that direction.

Nonuniform thermal conductivity. κ is different at different spatial locations. The

resulting T distribution is given by Fig. 4.4 when the thermal conductivity

changes along the mesh as given in Fig. 4.3. Comparing this result to that of
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Figure 4.2: Left: Resulting temperature distribution with a uniform κ distri-

bution. Right: Resulting temperature distribution with the same uniform κ

distribution, with the southern boundary three times as thermally conductive

to ambient than the other boundaries.

Fig. 4.2, one can immediately see that the gradient of temperature is much

lower in the direction of the higher thermal conductivity, which is expectable

considering the heat flux equation.

Directionally nonuniform thermal conductivity. κ changes with location, and is also

different depending on whether it is defined on a north-south branch or an east-

west branch. Figure 4.5 displays the κ-distribution for our example here. In

the more highly-conductive areas of our mesh, the horizontal branches are only

three times more conductive than the low-conductivity areas, but the vertical

branches are still five times as conductive. Figure 4.6 shows the resulting

temperature distribution. Compared to the result in Figure 4.4, there is higher
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thermal spread towards the north border than the east border of the chip area

in this case, as the thermal conductivity is higher in that direction.

Figure 4.3: A non-uniform thermal conductiv-

ity distribution. The light-colored areas are

five times more thermally conductive than the

dark areas.

Figure 4.4: Resulting tem-

perature distribution with

the nonuniform κ distribu-

tion given in Fig. 4.3.
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Figure 4.5: A directionally non-uniform thermal conductivity distribution. The left-

side and right-side shows the κ distribution of the E-W branches and N-S branches

respectively. The gray (orange) areas are three times, the light-colored areas are

five times more thermally conductive than the dark areas.

Figure 4.6: Resulting

temperature distribution

with the nonuniform κ

distribution given in Fig.

4.5.
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4.2.3 A Thermal Solver with Individual IC Layers Represented

The integrated circuit is a multi-material system. For a bulk silicon process,

the silicon substrate is the highest-volume component. Its thermal conductivity is

taken as 1.5 K/W·cm [106]. Next in volume are the silicon dioxide layers, which are

highly thermally insulating since the conductivity, at 0.015 K/W·cm, is a hundred

times lower than that of silicon. Finally, we use a conductivity of ∼3 K/W·cm for

the metal layers.

Previously, our research group has demonstrated a methodology to solve self-

consistently for heating and device performance in 2-D and 3-D integrated circuits

[103, 104, 105, 106]. The thermal solver subcomponent of the implementation of

this methodology models heat generation, storage and transfer as thermal current

sources, capacitors and resistors respectively. Thus the KCL equations correspond-

ing to this thermal network are cast and solved.

In previous applications of this method, the thermal conductivity of the inte-

grated circuit was taken as a an averaged constant with the contributions of different

layers. For this work, we created a finer 3-D mesh, with nodes placed in every in-

dividual layer (from substrate up: substrate, oxide, polysilicon, oxide, metal, oxide,

metal, oxide) [107]. The thermal resistances connected to every mesh point in each

layer were set independently according to their location in the layout. For instance,

in a metal layer, the resistances going in the lateral directions to the nodes in the

same layer were set using the metal thermal conductivity where there are metal

interconnects in the layout and with the oxide conductivity in locations without
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metal features. Similarly, in the metal layers and in the interlayer oxides, the ver-

tical resistances going from layer to layer were set with the metal conductivity at

the via or contact locations and with the oxide conductivity elsewhere. This let us

create a layout-dependent thermal network.

To calculate the thermal resistivities between mesh points, we divided the

materials in question into rectangular prisms, width (W ) and length (L) determined

by the mesh size and thickness (d) taken from the process parameters. Then the

lateral thermal resistance between mesh points in the same material layer and the

vertical thermal resistance connecting the layer to the layers above and below are

obtained, respectively, by

Rth,lat =
W

κLd
Rth,ver =

d

κLW
. (4.10)

We will present the layout details of the chips used in experimental and this

modeling work in the next section. One thing that is important to point out here is

that even though metal thermal conductivity is taken as twice that of silicon thermal

conductivity, the lateral substrate thickness is nearly two hundred times that of a

typical metal interconnect layer thickness in a bulk process. Therefore, the lateral

thermal resistance between nodes in a metal layer is in fact higher than the same in

the substrate layer. This implies that in a bulk technology, the substrate tends to

dominate the thermal transfer. We will examine this point in more detail ahead.
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4.3 Experimental Design

We have designed and fabricated two integrated circuits in AMI’s 1.5 micron

technology, to explore heat generation and distribution in a typical silicon chip. In

this section, we list the features on these chips and present their operation details.

The 1.5 micron technology was selected because we could have chips with larger

surface areas fabricated through this process. The layouts/microphotographs for

these two chips are shown in Figure 4.7. Both chips have lateral dimensions of 2200

µm by 2200 µm.

Both of the chips include the following features:

• Temperature Sensor Array: We designed an array of pn-junction diodes as

localized temperature sensors.

Figure 4.7: Left : The A-type heater/temperature array sensor chip, mi-

crophotograph. Right : The B-type heater/temperature array sensor chip,

layout.
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• Heater Array: We implemented an array of polysilicon resistors as micro-

heaters.

• Ring Oscillator: Each chip features a ring oscillator as a sample active-device

application.

4.3.1 Heaters

Serpentine-design polysilicon resistors are utilized as microheaters in our chips.

Figure 4.8 displays such an example resistor. The design is intended to weave

through the temperature sensor diode network, as the figure illustrates.

The A-type chip (Fig. 4.7) has 16 of these heaters in a 4x4 array, covering all of

the diode array, named R11 through R44 . The B-type chip has 4 heaters in a 2x2

array in the center, covering only the middle of the chip area, named R11 through

Figure 4.8: An example polysilicon microheater resistor. The poly layout shape is

designed to surround temperature-sensor diodes, which are shown faintly within the

microheater layout, with one example layout to the right.
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R22. One end of each of these heaters, which are effectively resistors ranging from

3.1 KΩ to 6.15 KΩ, are shorted together to be grounded. The other ends go to

dedicated bonding pads, thereby allowing us to individually turn each heater on

and off.

4.3.2 The Temperature Sensor Array

The temperature-dependent characteristics of a pn-junction diode lets us use

these diodes as temperature sensors [115]. Here we first give the derivation of the

method we use to extract temperature information from the IV curves of diodes

measured at two different temperatures. Next we present our diode array design.

4.3.2.1 Temperature Dependence of the Diode Current

Here we outline our method to extract the temperature of a diode from its

measured I-V curve.

The current flowing through a pn-junction diode is often described by the

following analytical equation [43]:

ID = ADqn2
i (

Dp

NDLp

+
Dn

NALn

)(exp(
qVD

nkT
)− 1) (4.11)

where AD, ID and VD are the diode area, current and voltage, Dp/n and Lp/n are

the hole and electron diffusion constants and lengths, NA and ND are acceptor and

donor densities, q is the electronic charge, ni is the intrinsic carrier density, n is the

diode non-ideality factor, k is the Boltzmann constant and T is the temperature in

degrees Kelvin.
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We approximate the diode non-ideality factor from the measured diode IV

curves by calculating the slope of the function ln ID with respect to VD, which gives

1/nkT in the operation region where the diode is on and the -1 in the last parenthesis

can be ignored.

Apart from the explicit dependence in the argument of the exponential, the

intrinsic carrier concentration in Eqn. 4.11 is temperature dependent [43]:

n2
i = NCNV exp(

−Eg

kT
) (4.12)

where the effective densities of states at the conduction and valence band edges, NC

and NV , both have the same of dependency on temperature:

NC = cNcT
3/2 NV = cNvT

3/2 (4.13)

Here, cNc and cNv are proportionality constants. Therefore, defining α = cNccNv,

we write

n2
i = αT 3 exp(

−Eg

kT
) (4.14)

We take the bandgap energy Eg as temperature-independent for our purposes, since

over a range of 40 degrees K centered around room temperature, it changes linearly

by about 10 meV, i.e. about 0.9%. Similarly, back in Eqn. 4.11, we assume that

the terms Dp/n and Lp/n are temperature independent. We further examine this

assumption in Appendix A.

Now we can define another constant, β:

β = q(
Dp

NALp

− Dn

NDLn

) (4.15)
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Using this definition and Eqn. 4.14 in Eqn. 4.11, we obtain

ID(T ) = αβT 3 exp(
−Eg

kT
) exp(

q(VD/n)

kT
) = αβT 3 exp(

q(VD/n)− Eg

kT
) (4.16)

Now let (VD1, ID1) be the applied diode voltage and resultant diode current at

temperature T1, and (VD2, ID2) be the same at temperature T2. Taking the ratio of

the two currents we obtain

ID2

ID1

= (
T2

T1

)3 exp(
Eg − q(VD1/n)

kT1

) exp(
q(VD2/n)− Eg

kT2

) (4.17)

Defining a function f(T2) as

f(T2) = (
T2

T1

)3 exp(
Eg − q(VD1/n)

kT1

) exp(
q(VD2/n)− Eg

kT2

)− ID2

ID1

(4.18)

with the assumption that we know T1, (VD1, ID1) and (VD2, ID2), we can use a

numerical method to solve the nonlinear equation

f(T2) = 0 (4.19)

to obtain T2 for each diode. We use Newton’s Method, modified with an update-

limiting coefficient [116]. The basic Newton’s Method algorithm uses the following

update scheme: Starting with an initial guess T k=0
2 ,

T k+1
2 = T k

2 −
f(T2)

f ′(T2)
. (4.20)

Here, f ′(T2) is given by

f ′(T2) =
df

dT2

(4.21)

= (
1

T1

)3 exp(
Eg − q(VD1/n)

kT1

) exp(
q(VD2/n)− Eg

kT2

)[3T 2
2 + T2

Eg − q(VD2/n)

k
].
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Equations 4.18 and 4.22 are used in a modified version of Eqn. 4.20, wherein the

update is size-limited to prevent overshooting and slow convergence in case of a bad

initial guess:

T k+1
2 = T k

2 − 0.25
f(T2)

f ′(T2)
. (4.22)

4.3.2.2 Diode Array for Distributed Temperature Sensing

Both chip designs presented in Figure 4.7 incorporates a 15×15 array of pn-

junction diodes, with 10 diodes cut out of the right side of the A-type design to

make space for a ring oscillator (B-type design has two cutouts of 9 diodes each,

symmetrically placed). Therefore we have a total of 215 diodes on each A-type chip

and 207 diodes on each B-type chip. Instead of requiring individual p- and n-side

connection pads for each diode, in both types we have shorted the p-sides of the

diodes in each of the 15 columns and the n-sides of the diodes in each of the 15

rows, therefore using only 30 pads to address each diode individually. A 5x5 section

of the array is schematically presented in Fig. 4.9. The columns contact the p-sides

and are therefore labeled **p; the rows, similarly, **n, where ** varies between

“01” and “15”.

The diode layout itself is given in Figure 4.8. In this design, 10 µm by 10 µm

p- and n-active regions are laid inside an n-well in the single-well, p-type substrate

process we are using. The junction is formed between the p+ active area and the

n-well.

Figure 4.10 shows the IV curves of two diodes, both at the same location (row
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Figure 4.9: Schematic representation of five columns and five rows of the diode

array. For reference purposes, for instance, the diode on the top left corner of this

schematic would have the label d08p01n.

8, column 6), on the Type A and Type B chips. The first (dashed) set of curves are

measured with no power applied to the heaters; the solid lines are with the heaters

right above these diodes turned on.

4.3.3 Ring Oscillators as Temperature Sensors and Heat Sources

We included ring oscillators in both types of chip design to verify the effect

of temperature changes on their operation and to evaluate temperature changes

caused by these structures. Our designs are 31-stage ring oscillators designed from

minimum-size inverters, the PMOS size scaled for a mid-range shift. Their output is

connected to a five-stage output buffer with geometrically increasing transistor sizes

to drive off-chip loads. While switching, the transistors that comprise the oscillator
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Figure 4.10: IV curves of two diodes on the Type A and Type B chips. The dashed

and dot-dashed lines with circle and square markers are measurements taken at

room temperature. The solid lines with triangle markers are measurements taken

with the heater over these diodes turned on.

and buffers consume power and dissipate heat. In the meantime, the current-voltage

characteristics and therefore the power consumption of the transistors themselves

depend on their local temperature.

As will be covered in more detail in Section 5.6.1, the operating frequency of

a ring oscillator is given by [12]

fosc(T ) =
1

N(tPLH(T ) + tPHL(T ))
(4.23)

where N is the number of inverters and tPLH/PHL are the low-to-high or high-to-low

propagation delays. The delays depend on the gate capacitance and the effective

resistances of the transistors during switching, and these resistances are proportional
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to the bias (rail) voltage and inversely proportional to the on-state drain current.

The temperature dependency of oscillation frequency stems from this drain current.

In saturation, the drain current of an NMOS can be given by the standard threshold-

voltage based approach:

ID(T ) = µn(T )
W

L

εox

tox

(VGS − Vthn(T ))2(1 + λ(VDS − VDS,sat)) (4.24)

where µn, εox and tox are the channel electron mobility, oxide dielectric constant

and oxide thickness, VGS is the gate-to-source voltage and Vthn is the n-channel

MOSFET threshold voltage. λ is the channel-length modulation coefficient.

Here, µn and Vthn are the main factors dependent on temperature, and the full

ID(T ) dependence is nontrivial. µn(T ) can be modeled by a power law [118]. We

explore the threshold voltage dependency by starting from the standard elements

that go into deriving the threshold voltage according to the approach in [12]. There,

the factors contributing to the final threshold voltage are shown to be the gate

potential required to invert the surface potential, the built-in potential difference

between gate and the body, and the initial depletion region charge. The built-in

potentials both depend ot kT/q and on the intrinsic carrier concentration, which

itself has the temperature variation mentioned in Section 4.3.2.

Combining these effects in the derivation given in Appendix B, we arrive at a

description of the temperature dependency of the NMOS drain current as follows:

ID(T ) = c1T
−2.5[Vgs − aT − b

√
cT − 1.5T ln(T ) + d − e ]2(1 + λ(VDS − VDS,sat)) ,

(4.25)

where a, b, c, c1, d and e are constants dependent on physical constants and fabrica-
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tion parameters. The initial power-term is the effect of mobility variation, while the

other terms bring together the effects of surface and gate potential dependencies of

the threshold voltage.

It should be remarked that sub-threshold or linear region operation is not

considered here. The further complexity that such considerations require illustrates

the value of physics-based semiconductor modeling, particularly in the context of

self-consistent thermal/electrical solutions [30]. This ID(T ) dependency governs

the effective switching resistance, which in turn yields a nontrivial temperature

dependency for the oscillation frequency by using the following in Eqn. 4.23 [12]:

ReffN(T ) =
VDD

IDN(T )
; tPHL(T ) = 0.7ReffN(T )(2.5CoxN + 2.5CoxP ) (4.26)

for the NMOS (output high-to-low transition), and the corresponding expression for

the PMOS (output low-to-high transition).

Overall, oscillation frequency goes down as temperature goes up.

Figure 4.11 displays simulation results of oscillation frequency vs. rail volt-

age with changing temperature for the 31-stage oscillator included in our designs.

It is interesting to observe that as the operating temperature increases, the slope

dfosc/dVrail decreases. Hence at already higher temperatures decreasing the operat-

ing voltage of such a clock circuit becomes less effective for decreasing its frequency

than at lower temperatures, which may have implications in the design of control-

theory based dynamic thermal management systems.

We also need to consider the ring oscillator as a heat generator during opera-

tion, as the power consumed during switching is dissipated as heat. This power is
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Figure 4.11: SPECTRE simulation results for 31-stage minimum-size ring oscillator

oscillation frequency vs. rail voltage for T=300 K, 307 K and 314 K, using the AMI

1.5 µm technology.

proportional to the rail voltage and the drain current, whose temperature depen-

dence was considered above. The exact effect of this heat source on the final chip

temperature depends on other factors such as the layout area and location.

4.3.4 The Metal Layers

As part of our study of thermal effects of metal layers in integrated circuits, we

designed two integrated circuits whose layouts differ mainly in the metal interconnect

networks they incorporate. After observing experimentally what, if any, effect these

different networks have on the resulting temperature distribution, we expected to be

able to use the experimental results for verification and calibration of our simulator,
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which is capable of calculating the temperature individually in each material layer.

AMI’s 1.5 micron process is a two-metal process. In our chip layouts, generally,

the north-south directed interconnects are laid out using metal 1 (M1) and the east-

west directed interconnects are laid out using metal 2 (M2).

Due to the diode array addressing scheme, there is already an almost-uniform

metal network comprised of minimum-width lines overlaying the entire chip area.

However, there are wider metal lines interwoven with this design:

• On Chip A, 16 such wide lines, laid out on M2, connect one terminal of each

individual heater resistor to a bonding pad. These lines are mostly uniformly

distributed around the chip.

• On Chip A, 4 wide lines, laid out on M1, connect the other terminals of all

heater resistors to a single bonding “ground” pad.

• On Chip B, 4 wide lines, laid out on M2, connect one terminal of each indi-

vidual heater resistor to a bonding pad. These four lines are all concentrated

on the northeast quadrant of the chip.

• On Chip B, 2 wide lines, laid out on M1, connect the other terminals of all

heater resistors to a single bonding “ground” pad.

• On Chip B, the entire upper right (northeast) quadrant of the chip is covered

with a net of wide M1 interconnects going north-south and M2 interconnects

going east-west. One such north-south line is extended to the southern bound-

ary of the chip, where it connects to an east-west M2 line going only east.
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In conventional layouts, wider metal lines are used to conduct higher currents

to avoid electromigration-related problems. They also present higher thermal con-

ductivity than narrower metal lines. Furthermore, the thermal conductivity of the

metal interconnect material is higher than that of the surrounding oxide. We shall

explore the effects of this difference in Section 4.5, where simulation results of real

and theoretical integrated circuits with different metal layouts is presented.

4.4 Measurements of Temperature Distribution in Integrated Cir-

cuits

4.4.1 Experimental Setup

The chips are packaged in LCC-52 surface mount type packages from Kyocera.

They are mounted on printed circuit boards designed and fabricated for this appli-

cation. These boards allow us to access the 15 diode rows and columns, as well

as all the resistors and the ring oscillator voltage rail, the ground (and p-substrate

tap), and output, through pin adapters. 15 adapter pairs are arranged for inserting

external serial resistors common to each row of diodes. The PCB can be completely

enclosed in a large isolation box, or just the chip can be placed in a small isolation

box. A photograph of the measurement setup is given in Fig. 4.12.

A programmable voltage source (HP E3631A) and a digital multimeter (Ag-

ilent 34401A), controlled by a voltage sweep-current measurement program coded

in Agilent VEE, are used to retrieve IV curves of the diodes. The pin connecting

the measurement setup probes to the diode under measure is moved from column-
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Figure 4.12: A Type-B measurement chip mounted on the experimental PCB.

to-column (p-side) and row-to-row (n-side) to address each diode one by one. The

entire diode array is measured this way, first with no heaters turned on (to obtain

the (VD1, ID1) pair to be used in the function of Eqn. 4.18), then with one heater

turned on after a period of waiting (to obtain the (VD2, ID2) pair).

The ideal IV-curve measurement circuit, with no parasitics shown, is pre-

sented in Fig. 4.13. The sweep program records the voltage applied across the

diode/resistor and the current. A post-processing program we developed, possess-

ing a database of all the serial resistors, extracts the voltage drop across the diode.

4.4.2 Parasitic Effects

We observed two parasitic effects which might introduce errors into the tem-

perature values obtained from our measurements.
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Figure 4.13: The circuit for diode IV curve measurement.

• Row/column charging. In the beginning of a no-heat or heated measurement,

as diodes in the same row or the same column were being measured, the

obtained IV curves would show a clear trend in the measurement direction.

We theorized that this effect was due to the parasitic capacitances within the

diode array being gradually charged during the first few measurements. To

prevent this, 1 nF capacitors were placed between each row and column not

under measurement and ground.

• Parasitic BJTs. Figure 4.14 displays the parasitic pnp BJTs that form between

nearby diodes and the substrate, which are operating in the forward active

region to turn on and draw some of the diode current as the IV measurement

was being taken. To turn these BJTs off, each row under measurement was

shorted to the psubstrate tap. The equivalent circuit of the diode array and

the effect of this shorting is also shown in Fig. 4.14.
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Figure 4.14: a) The formation of parasitic BJTs in the diode array. b) The sim-

plified equivalent circuit of a small (3x2) diode array, with the parasitic BJT and

n-well/substrate diodes shown. The red (thick) wire indicates the shorting of the

n-side of the diodes of the row under measurement, Row 2 in this example, to the

p-substrate.
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4.4.3 Measurement Results

Chip Type A Data Figure 4.15 shows the measured temperature distribu-

tion on the Type A chip when the resistor in the marked position is turned on. A

potential difference of 25V is applied across this 3110Ω polysilicon heater, which

should thus be dissipating approximately 0.2 W of power. The peak temperature is

315.13 K and the lowest measured temperature is 312.1 K. As expectable, the peak

temperature is in the substrate area right underneath the powered heater.

Chip Type B Data Figure 4.16 shows the measured temperature distribution

on the Type A chip when the resistor in the marked position is turned on. The peak

temperature is 314.36 K and the lowest measured temperature is 311.69 K.

The different minimum temperatures of the two chips while they are under

equal heating power is due to variations in package and mounting thermal resis-

Figure 4.15: Measurement results

from the Type-A chip with the uni-

form metal network.

Figure 4.16: Measurement results

from the Type-B chip with the asym-

metric metal network.
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tances. The wider temperature spread of the Type A chip can be explained by its

lower lateral thermal resistance to the package, as it features more bondwires. Both

of these observations are verifiable by simulation.

One thing to note is that beyond measurement errors, the temperature dis-

tribution shape does not seem to be significantly affected by the presence of the

asymmetric metal network on the Type B chip. This is because, as per our earlier

remarks, the major lateral heat transfer medium in the IC system of a bulk pro-

cess is the substrate itself, and the substrate geometries of both chips are extremely

similar. We will return to this point in the simulation section.

We measured ring oscillator frequency vs. rail voltage under different heating

levels as well. The results in Fig. 4.17 corroborate the observations of Section 4.3.3.

Figure 4.17: Measured ring oscillator frequency vs. rail voltage from chip Type A,

when one (R24) or two (R24+R34) of the heaters next to the oscillator are operating.
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4.5 Simulations: Controlled Heating and Cooling on ICs

4.5.1 Simulator Validation

Using the capability of our solver to model each material layer in our ICs

as described in Section 4.2.3, we emulate our experiments by applying power at

the resistor layouts defined in the polysilicon layer and observing the temperature

distribution in the substrate. One advantage of simulation is that we can further

observe the temperature distribution within every layer individually.

We start by validating our simulation and calibrating its thermal resistivity

parameters by matching simulation results to measurements. To obtain the different

material thermal resistivities to be used in our simulator-created mesh described in

Section 4.2.3, we apply the following steps:

• For the oxide and metal layers, we calculate a resistivity-per-meshpoint based

on estimated layer thicknesses and the thermal conductivities of 0.0015 K/W·cm

for SiO2 and 3 K/W·cm for metal.

• For the substrate, initially we assume a thickness of 200 µm and a thermal

conductivity of 1.5 K/W·cm to calculate the lateral thermal resistances.

• To ascertain the thermal resistances to the package, from below the substrate,

through the bondwires on the sides and from above, we use an iterative cali-

bration process. It is these values that govern the peak temperature shift from

the ambient.

• During this process, we also modify the lateral substrate resistivity, in order
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to calibrate the observed temperature range. It is this parameter to a greater

degree, and the package resistances to a lesser degree, which control the ob-

served temperature range. This calibration step accounts for the uncertainity

we have in the thicknesses of the substrate and the conducting epoxy bonding

the die to the package, and the thermal conductivity of the latter.

Figures 4.18 and 4.19 show simulated temperature distributions with matching

peak temperatures and temperature ranges to those obtained by measurement. The

same heaters as were running during the experiments are being powered with 25

V for the simulations as well. The profiles geometrically differ somewhat from the

measurements since the spatial bondwire and conductive epoxy variations around

the chip are being implemented as averages in the simulator: As the results in

Section 4.2.2 have shown, having a different thermal conductivity to one side of the

IC die makes an observable difference in the thermal gradients.

The matching thermal conductivity parameters for chip Type B indeed did

yield a slightly higher lateral thermal resistivity to the package. While this, along

with a slightly lower lateral conductivity in the substrate, makes the Type A chip

display a lower temperature gradient near the peak, its minimum and maximum

temperatures are lifted higher than that of Type B by its extracted higher verti-

cal resistivity to the package. We believe that packaging and mounting variations

somewhat account for the differences.

Matching the measurement data with reasonable parameters has thus allowed

us to verify our simulator operation. We now take advantage of this to evaluate our
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Figure 4.18: Simulation results for

the Type-A chip (uniform metal net-

work), displaying the temperature

distribution at the substrate level,

matching Fig. 4.15.

Figure 4.19: Simulation results for

the Type-B chip (asymmetric metal

network), displaying the temperature

distribution at the substrate level,

matching Fig. 4.16.

claim in the previous section that the presence of the extra lateral metal network

is not very influential in the resulting temperature profile. Rerunning the simula-

tor with unrealistically low values for metal thermal resistivity, which would have

required tens of microns thick interconnects to achieve, we obtain very little change

in the resulting temperature profile or range in the substrate. The substrate is a

uniform thermal conductor with a high conductivity which indeed dominates heat

transfer in the planar bulk integrated circuit system.
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4.5.2 Controlled Heating and Cooling with Thermal Via Frames

Above the substrate, the oxide layers impede vertical heat transfer. This may

especially be the case in 3-D systems, with isolating separator layers between the

circuit tiers. Vertical thermal vias have been suggested as cooling aids [10, 56].

To study the effects of vertical thermal vias in a planar bulk technology, we

implemented a thermal via ring around the operating heater in our simulator. This

ring consists of metal posts which connect the ambient to the substrate, passing

through the overlaying oxide, metal and polysilicon layers. The thermal conductivity

of the ring material is taken to be the same as that of the metal layers.

Connecting this vertical thermal via ring directly to the ambient has two ef-

fects: Bringing down the peak temperature by 8.65 K from the measurement given

in Fig. 4.15, and changing the temperature distribution profile. These effects on the

temperature distribution of the Type A chip while the heater is again dissipating 0.2

W is shown in Figure 4.20. We observe that the temperature gradient near the peak

gets sharper. To investigate possible exploits of this effect for controlled, localized

heating in integrated circuits, we increase the dissipated power to 0.46 W to obtain a

temperature distribution with the same peak temperature in the heated area as the

measurement of Fig. 4.15. The result is shown in Fig. 4.21. In this case, while the

peak temperature in the substrate area below the heater is comparable to that ob-

tained before, the temperature in the outlying areas is about 1 degree Kelvin lower,

in spite of the higher heater power. Compared to 4.18, the temperature distribution

features higher gradients within the frame.
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Figure 4.20: Simulation results for the

Type-A chip with a vertical thermal

via frame consisting of metal poles

from the topmost layer all the way

down to the substrate placed around

the operating heater.

Figure 4.21: Simulation results for the

Type-A chip, with the same vertical

thermal via frame placed around the

heater, operating at 0.46 W to ob-

tain a comparable temperature range

as the original measurement.

Just to emphasize the effect, we have simulated the case where the vertical

via frame is a solid metal frame instead of single poles. This results in even higher

thermal gradients and a more-highly limited temperature spread. The resulting

temperature distribution in the substrate is given in Fig. 4.22. The same at the

polysilicon layer level is given in Fig. 4.23, in which the via frame location is visible,

as well as the outline of the heater. To get a substrate peak temperature just 0.2

K higher than the results with the via frame consisting of metal poles, given in

Figure 4.21, we increased the heater power further to 0.59 W, since the continuous

via frame would decrease the peak temperature further by itself.
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Figure 4.22: Simulation results for

the Type-A chip substrate tempera-

ture, with an unbroken vertical ther-

mal via frame from the topmost layer

all the way down to the substrate

placed around the operating heater.

Figure 4.23: Simulation results for the

Type-A chip polysilicon layer temper-

ature with the same frame as Fig.

4.22. Note that the axis of this fig-

ure are zoomed in from the full-chip

scale.

We next ran the simulator with a heater outside the via frame operating. This

creates the interesting effect that the coldest part of the substrate now is the section

that is shielded from the heater location by the via frame, which acts like a low-

resistive path to “ground” (the ambient) for the thermal “currents”. The result is

displayed in Fig. 4.24.

4.5.3 Effects in SOI Technologies

In SOI technologies, the silicon substrate is much thinner. As an example, the

SOI technology used in the fabrication of the system in Chapter 2 has an 50 nm
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Figure 4.24: The temperature distribution when a heater outside of and to the east

of the via frame is operating. The via frame, consisting of poles, is marked with a

dashed white outline.

thick active layer, as opposed to bulk silicon die which could be 200 µm or thicker.

While this reduces the vertical thermal resistance to ground through the substrate, it

increases the lateral resistance at the same time. Since the thickness in our example

here changes by a factor of 4000, the resulting increase in lateral resistivity might

mean that the semiconductor is no longer the dominant lateral thermal conductor

in the system.

To investigate this question, we modified our simulator to implement the Type

A and B chips as though they were SOI chips. We used the same layout, but modified
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the lateral and vertical resistivities used for the substrate. As expected, the lateral

metal networks of the Type A and B chips now influenced the substrate thermal

distribution. The simulation results are presented in Figures 4.25 and 4.26. The

first thing to notice is the vastly increased peak temperature; with the same heaters

operating at the same power level, the SOI version of the Type A chip exhibits a

peak temperature of 656.29 K, and the Type B chip, 609.06 K. The next noticeable

difference is that the asymmetry in the metal networks of the Type A and B chips

now affect the substrate thermal distribution. In both results, the heat spreads in

the low-resistance paths, which in the relatively uniform Type A layout is towards

the nearest edges to the heater (west and south) but in the Type B is towards the

north and east, as the extra metal network overlays that region, as marked as a

shaded overlay in Fig. 4.27.

We can conclude that in SOI technologies, ordinary lateral interconnect metal

layouts will in fact affect temperature distributions and their geometry needs to be

taken into account for thermal modeling.

Finally, when the same via frame used for the simulation of Figs. 4.20 is

implemented in the SOI version, the peak temperature falls to 572.59 K and the

temperature rise is nearly completely confined to within the via frame. This result

is presented in Fig. 4.28.
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Figure 4.25: Simulation results for

the substrate temperature in an SOI

version of the Type-A chip (uniform

metal network), with the same heater

operating as the results in Fig. 4.18.

Figure 4.26: Simulation results for the

substrate temperature in an SOI ver-

sion of the Type-B chip (asymmetric

metal network), with the same heater

operating as the results in Fig. 4.19.

Figure 4.27: The lighter-colored region is the area on which there are the extra

metal interconnects in Chip Type B, also visible in the chip photograph. It is clear

from the contour lines that the thermal gradients change at the boundaries of this

region.
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Figure 4.28: The SOI version of the Type-A chip simulated with a vertical via frame

consisting of poles connecting the substrate to the ambient. The peak substrate

temperature for the area under the substrate falls to 572.59 K and the areas outside

the via frame experience no temperature rise.

146



4.6 Summary

In this chapter we focused on thermal effects on integrated circuits, which are

critical to model for planar and three-dimensional ICs alike: To control overheating

in modern systems with high power densities or little thermal conductivity to the

ambient, or to ensure temperature-stable operating conditions for sensitive circuitry

in a wide range of ambient conditions.

Given the heat source, the temperature distribution on an integrated circuit

system can be determined by solving the heat flux equation. Discretizing this equa-

tion gives us a system of equations equivalent to that obtainable from applying KCL

on a RC network (R-and-sources-only network in the steady-state case) which we

can then solve. With this approach we examined the effects of non-uniform, non-

isotropic thermal conductivity in chips and expanded our thermal modeling code to

implement the layouts of all the different material layers of the physical system of

integrated circuits. The code is just as readily expandable to include the individual

layers of each tier of a stack of chips in a 3DIC.

To validate the simulator, we designed and had fabricated integrated cir-

cuits with individually-addressable on-chip heater and sensor arrays. We matched

our measurements with simulation results by calibrating the thermal conductivities

through the package to the ambient and the substrate lateral thermal conductivity.

We then investigated methods of controlled heating and cooling with thermal

via frames. We found that thermal via frames connected directly to the ambient

are effective as cooling factors both in bulk and SOI technologies. Furthermore,
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while a lateral interconnect network does not have much effect on temperature dis-

tribution of bulk ICs, the vertical via frame somewhat contains thermal distribution

through the substrate to within the area it encloses. In SOI technologies the lateral

metal network does have a directional effect on thermal distribution throughout the

substrate. The vertical via frame has the same containing effect in this case.
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Chapter 5

Physical Aspects of VLSI Systems: Reactive Structure Design and

Parasitic Capacitive Load Effects in Integrated Circuits

5.1 Introduction, Motivation and Background

Radio-frequency circuits have not been exceptions to the rule of miniaturiza-

tion, nor to the trend of increasing integrated circuit complexity. Mobile communi-

cation devices drive an immense and growing industry, and lower power consumption

with better portability are always the goals. Smart dust systems, intended to form

local-area networks out of many such units for sensing, analyzing and surveillance

purposes [59], also require integrated RF circuits for communication.

A specific challenge offered by radio frequency circuits is their need for passive

elements like capacitors, inductors and transformers. While traditionally space-

consuming, with rising operation frequencies it is increasingly possible to move these

devices on-chip [34]. Research on the construction and modeling of such passive

structures in has intensified since the latter half of 1990s [35, 36]. As 3-D integration

opens up new geometric degrees of freedom in layout and is also suited for system-

on-a-chip applications, it is to be expected that methods to migrate the construction

of on-chip passives to 3DICs will be a topic of active research as well.

We start this chapter by presenting the basic concepts of on-chip inductors and
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their physical features. We present and explain on-chip inductor behavior linked to

the characteristics of the lossy metal-oxide-semiconductor system. We introduce

design guidelines and present measurement results from devices we have designed

and had fabricated. Next we bring up the subject of tunable LC tanks in relation to

some experimental results we obtained and their electrical interpretation. Finally,

we turn to parasitic capacitive load effects of off-chip connections in multi-chip

systems, and demonstrate the extra power and speed costs of such loads, which

might be avoided by three-dimensional integration.

5.2 Basics of On-Chip Inductors and Transformers

5.2.1 The Concept of Inductance

In circuit-theory terms, the inductance of an inductor links the potential “in-

duced” across the device to the time rate of change of the current flowing through

the device:

V (t) = L
dI(t)

dt
. (5.1)

This is related to the physical concept of inductance between two current loops:

A measure of the electromotive force induced in one loop is proportional to the rate

of change of the total flux linkage set up over that loop by the current in the other

loop [124, 125]. Thus if current I2 in loop 2 causes the magnetic flux Φ12 in loop

1, L12 = Φ12/I2 is the mutual inductance between these two current loops. This

magnetic flux can be found by integrating the flux density ~B over the flux linkage

surface. The magnetic field of the current flowing in a loop also gives rise to a flux
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linkage on the loop itself, which creates the self-inductance of the current loop. Part

of the flux induced by the current flowing in a conductor is within the conductor,

creating the internal self inductance.

Although we have so far focused on current loops, an important concept in the

study of on-chip inductors is partial inductance, which can be calculated between

current segments [124].

5.2.2 Physical Design

On-chip inductors and transformers are built by using the metal layers avail-

able in the semiconductor process. Like the components used in microwave elec-

tronics and built on a dielectric substrate, the prevalent geometric design is a spiral.

Sometimes octagonal or other polygonal spirals are used, and another common style

is a square spiral, as shown in Figure 5.1.

Figure 5.1: Top and side views of typical square spiral on-chip inductors.
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This design style allows several degrees of freedom for a planar inductor:

• Number of turns,

• Total length of inductor traces,

• Length of the first or last segment,

• Width of inductor traces (W),

• Spacing between turns (S) (Setting three of the parameters listed up to this

point uniquely determines the other two,)

• Metal layer used (This sets both the oxide thickness to substrate and the

thickness of the metal strip,)

• Substrate doping (Selection of the in-substrate layer among the choices avail-

able in the process.)

An additional degree of geometrical freedom is obtained by using several metal

layers for a stacked inductor geometry [35, 126, 127]. Finally, the insertion of a flat

or patterned ground plane between the inductor metal layer and the semiconductor

substrate has been suggested [128].

For on-chip transformer designs, common options are two spirals on different

metal layers laid out on top of each other; three spirals, two in series, laid out on top

of each other; spirals placed around each other or interwound spirals [40, 129, 130].

All of the above degrees of freedom apply.

5.2.3 On-chip Inductor Behavior and Design Guidelines

On-chip spiral inductors are nonideal inductors. Due to the metal layer re-

sistivity, they exhibit non-zero resistance. They are capacitively coupled to the
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substrate they rest on, and to other metal structures nearby. Their inductance

arises from the inductive coupling between their turns and segments; however, these

are also capacitively coupled to each other. Although not shown in Figure 5.1, an

“airbridge”—a metal interconnect on a lower or higher layer—is required to connect

to the end of the inductor at the spiral center. The capacitance between this bridge

and the loops is the dominant parasitic capacitance for a planar inductor [131].

Unlike dielectrics that planar inductors are commonly laid on in microwave cir-

cuit technologies, the semiconductor substrate is lossy. Depending on the frequency,

eddy currents are induced and some energy is lost due to substrate resistance; there

is also substrate capacitance representing the high-frequency capacitive effects in

the silicon. In these aspects on-chip inductor behavior arises from the lossy metal-

oxide-silicon microstrip behavior, which is extensively studied [15, 19] and could be

illustrated by a model such as that in Figure 5.2.

In the literature about on-chip RF passive inductors, the device inductance

is usually defined as the imaginary part of the device impedance. The calculation

method is to take two-port scattering (S-) parameter measurements of the fabricated

device with a vector network analyzer, convert these to impedance and admittance

parameters [132], and extract the inductance and the quality factor [40, 133]:

L =
Im{1/Y11}

ω
, (5.2)

Q =
Im{1/Y11}
Re{1/Y11}

. (5.3)

As mentioned, the on-chip inductor features parasitic impedances and shows

the effects of a number of series and shunt impedances and admittances. The induc-
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Figure 5.2: Lumped-element models for a single microstrip and coupled microstrips

on a lossy substrate, which can represent the metal-oxide-semiconductor system of

on-chip inductors.

tance of such a typical structure defined by Eqn. 5.2 exhibits the kind of behavior

we measured and depicted in Figure 5.3: From low to high frequency, we have in-

ductive, self-resonant, and capacitive regions. The L = 0 point where the imaginary

part of the impedance is zero is the self-resonant frequency, or fsr, of this device.

This response has several features important to circuit designers: Mainly, the

low-frequency inductance and the self-resonant frequency (as the indicator of the

frequency range in which the inductor is usable as an inductor). Related are other

design concerns such as the device area and the parasitic coupling between the in-
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Figure 5.3: The measured inductance of a typical on-chip spiral inductor vs. fre-

quency, as defined by Eqn. 5.2.

ductor spiral and nearby structures. The quality factor is also significant in several

aspects of RF circuit design, depending on the application: filter bandwidths, oscil-

lator frequency stability and noise sensitivity, and loss in matching networks are all

affected by Q.

To gain insight into how the physical features of the inductor will affect the

inductor behavior, we use a simple lumped-element model featuring a series in-

ductance (L), series resistance (R), oxide capacitance (C) and substrate resistance

(Rsub). Figure 5.4 displays the circuit, while Figure 5.5 shows how the inductance

curve shifts with each changing parameter.

Briefly, the series inductance in the model determines the low-frequency in-

ductance, the resonance peak and the self-resonant frequency (top left corner). The
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Figure 5.4: A very basic lumped circuit model which gives the same sort of

impedance response with the same three regions of an on-chip inductor response.

Figure 5.5: Changes in the elements of the simple lumped circuit of Fig. 5.4 reflected

by changes in its inductance curve.
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series resistance (of the metal) and the shunt resistance (of the substrate) both cause

a softer resonance switch when increased (top right and bottom right corners). The

shunt capacitance, when increased, reduces the self-resonant frequency and the reso-

nance peak (bottom left corner). It is worth noting that the ratio of the self-resonant

frequencies for the curve pairs is determined by the ratio fsr2/fsr1 =
√

L1C1/L2C2.

In Section 5.4.2, we will briefly outline other modeling methods for on-chip

inductors. Combining insights obtained from these various modeling methods and

basics of inductance concepts, it is possible to come up with guidelines for inductor

design. We give some samples here.

• Current segments in opposite directions yield negative partial inductances,

while those in the same direction yield positive mutual inductances [124]. Fur-

thermore, when designing an inductor with multiple loops the current direc-

tions should be arranged such that the resulting magnetic fluxes should point

in the same direction, for higher mutual inductance.

• Longer conductors yield higher inductance but also higher serial resistance,

which lowers Q. The same effect makes wider tracks preferable, as the serial

resistance decreases; however see below.

• Increased oxide capacitance and increased capacitance between metal segments

both reduce self-resonant frequency and Q. Therefore planar inductors built

on higher metal layers are preferable, as they yield higher Q. Further, this

creates a trade-off for increasing the track width as suggested previously.

• Small separation between metal tracks increases inductance due to higher mu-

tual coupling; however, high frequency capacitive coupling between segments
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Figure 5.6: An on-chip inductor

within a probe-pad structure designed

for two-port S-parameter measure-

ments.

reduces Q. Increased proximity effect may also cause the series resistance to

rise more sharply with frequency and increase the resistive loss.

There is a sizeable body of literature investigating different configurations for

both inductors and transformers [35, 36, 39, 40, 126, 127, 128, 129, 130]. We have

concentrated on investigating the effects of some different geometrical shapes for

these devices. Some results are presented in the sections ahead.

5.3 Experimental Design and Measurement Results

5.3.1 Experimental Setup and Methodology

As described in Section 5.2.3, we take S-parameter measurements using a

vector network analyzer. To be able to do so using direct RF probing, we lay our

structures out placed within probe pad structures designed for GSG (ground-signal-

ground) type probes that are available to us. A typical inductor structure within

such a pad setup is shown in Figure 5.6.

158



Figure 5.7: Open and

thru de-embedding

structures for on-chip

measurements.

The probe size constraints mean that the parasitic impedance of these struc-

tures is considerable, and some de-embedding procedure must be followed. There-

fore we also have “open” and “thru” pad structures (Figure 5.7) to be used in

de-embedding. We have also written data analysis software to relatively automatize

the de-embedding and inductance/Q extraction processes.

5.3.1.1 De-Embedding

The de-embedding process works by converting the scattering parameters of

measured devices to impedance and admittance parameters as appropriate to extract

the effect of the measuring pads [132, 134, 135]. A schematic illustration of the

process is given in Figure 5.8.
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Figure 5.8: De-embedding.

5.3.2 Inductor Measurements

We have designed several chips and fabricated them through the MOSIS pro-

duction facility. We designed the probe pads to be able to use RF probes to take

on-chip two-port measurements with a vector network analyzer. We used Infinity

probes from Cascade with a HP 8722D network analyzer. We will present some of

our results here.

• First, the effects of de-embedding on the inductance plots is displayed in Fig.

5.9. As the shunt capacitance of the probe pads are subtracted, the self-

resonance frequency shifts higher; it is also possible to observe the extra serial

inductance of the pad connections and pads being removed.

• To illustrate one of the guidelines presented in Section 5.2.3, the measured

inductance and Q-factors of three inductors with the same geometrical layout

but on three different metal layers (M1, M2 and M3) are presented in Fig.

5.10. The trace geometries of all three are the same, yielding very close low-
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Figure 5.9: Results of the de-embedding process.

frequency inductances and serial resistances. They are built on the same type

of substrate, causing similar substrate resistances as well, although the eddy

currents induced necessarily differ somewhat. The most significant difference

between the three is the capacitance to the substrate, clearly reflected in the

resonant frequency fsr shift to higher frequencies for the higher metal layers.

As expected, the M3 inductor exhibits the highest quality factor.

• Figure 5.11 shows the planar inductor built on Metal 3 alongside a stacked

inductor built using three metal layers. A side-view of this inductor and the

current flow direction are also depicted. The total metal length is the same

for both; however the planar inductor takes up 58072 µm2 of silicon space for

six turns whereas the 3-D stacked inductor takes 22500 µm2 for nine turns. In

addition to the greater number of turns, the stacked inductor has the advantage
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Figure 5.10: Inductance and quality factor plots for inductors built on

p-substrate using different metal layers. (M3 (“m3psub”): Metal 3, M2

(“m2psub”): Metal 2 , M1 (“m1psub”): Metal 1.)

Figure 5.11: Layouts for planar and stacked inductors; schematic represen-

tation of the latter.

of clumping more segments with parallel current directions together, though

this also raises the segment-to-segment capacitance. The net result, higher

inductance with lower fsr, is presented in Figure 5.12.

• Another way of exploiting multiple metal layers is attempting to emulate the
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Figure 5.12: Inductances and quality factors of planar and stacked inductors. (M3,

M1: Planar Metal 3 and Metal 1.)

macro inductor coil (wound-around-a-core) using metal lines in a fabrication

process. The basic geometry we devised with this aim is the first example

in Figure 5.13. Variants to increase single “turn” areas and bring positive

mutual-inductance segments closer while keeping negative segments farther

apart are the next examples in this figure, coil2 and coil3. Compared to the

latter two, coil1 exhibits a very low inductance; therefore Figure 5.14 shows

the coil2 and coil3 layouts only. Figure 5.15 displays the inductances and

Q-factors for these two inductors, layout area 47800 µm2, as compared to

the metal 3 planar inductor (area=58072 µm2). From the results we observe

that while the coil serial inductances are about one-third of that of the planar

inductor, and the equal metal trace lengths yield similar serial resistances and

therefore lower quality factors, it is interesting to point out that this low L

translates to a higher self-resonant frequency. Coil2 especially seems to exhibit

a comparable parasitic capacitance.
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Figure 5.13: Schematic representations of the “Coil1,” “coil2” and “coil3”.

Figure 5.14: Layouts of the coil inductor variants coil2 and coil3.

Figure 5.15: Inductances and quality factors for planar and coiled inductors.

(M3: Planar Metal 3.)
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5.3.3 Transformer Measurements

Impedance conversions, feedback path couplers, and voltage/current gain are

a few possible functions for on-chip transformers in RF circuits, whose design is also

actively investigated in literature [39, 129, 130]. We have designed and fabricated

some transformers with representative geometries.

Figure 5.16 displays the schematic representations for four different trans-

former designs: Two-metal stacked (“M2:M3”), three-metal stacked (“M2:M1M3”),

interwound and spiral-within-spiral transformers, top left, right, bottom left and

right respectively. Figure 5.17 shows the layout for the M2:M3 and the spiral-

within-spiral transformers. We examine the reflection coefficients (S11), trans-

mission coefficients (S12), effective “turn ratios” calculated by assuming a load of

Figure 5.16: Different transformers: M2:M3 (metal 2 to metal 3), M2:M1M3

(metal 2 to metal 1+metal 3) , interwound, spiral-within-spiral.
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Figure 5.17: Layouts for the M2:M3 and spiral-within-spiral transformers.

50 Ω on the secondary side and using the expression
√

Z11/50, and voltage gain

calculated by starting from the impedance matrix for a transformer, replacing V2

and I2 by (N2/N1)V1 and (N1/N2)I1 respectively, and solving the resulting system

of equations for N := N1/N2.

Figures 5.18 and 5.19 present these results for the M2:M3 and M2:M1M3 trans-

formers. Figures 5.20 and 5.21 show the same for the interwound and spiral-within-

spiral transformers. The most efficient device for coupling is the M2:M3 transformer,

followed by the two planar transformers and the M2:M1M3 transformer, which last

naturally exhibits the highest reflection. The coupling efficiency of the two planar

transformers are more dependent on frequency than the stacked transformer ge-

ometries. The effective “turn ratio” is observed to be highest for this last device,

however, as could be expected from comparing the designs. Therefore, if a high

voltage gain is preferred over efficient coupling, this would be the design of choice.
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Figure 5.18: Reflection and

transmission coefficients,

for the M2:M3 (“m2m3xf,”

metal 2 to metal 3, blue) and

M2:M1M3 (“m2m1m3xf,”

metal 2 to metal 1+ metal 3,

red) transformers.

Figure 5.19: “Turn ratio” (left) and voltage gain (right) for the M2:M3

(“m2m3xf,” metal 2 to metal 3, blue) and M2:M1M3 (“m2m1m3xf,” metal

2 to metal 1+ metal 3, red) transformers.
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Figure 5.20: Reflection

and transmission coeffi-

cients for the interwound

(interxf, green) and spiral-

within-spiral (swsxf, black)

transformers.

Figure 5.21: “Turn ratio” (left) and voltage gain (right) for the interwound

(interxf, green) and spiral-within-spiral (swsxf, black) transformers.

5.4 Tunable LC Tanks: Photoelectric Effect

In many RF circuits, especially communication circuits like LNAs and mixers,

a self-resonant LC tank is used as a tuned load for ensuring a certain frequency

response [40, 136]. Just by themselves, LC filters have been long in use and relatively

recently adapted to IC fabrication [137]. The use of tunable inductors, capacitors

and therefore LC-structures for the implementation of tunable matching circuits,
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VCOs etc. have been proposed [41, 138].

There has been some investigation on purposefully integrating an inductor-

structure with a capacitor-structure in series or shunt configurations. But it should

be noted that the on-chip planar inductor is by itself a self-resonant structure.

There have been studies of coupling between nearby inductors on the same substrate

[5, 139], and it has been suggested that this coupling, if intentionally designed, might

be utilized to tune the L and Q characteristics of on-chip inductors [40].

The results presented in this Section point out another possibility, that of

changing the characteristics of the semiconductor substrate as a modulation method

for a tunable LC tank.

5.4.1 Experimental Results

One interesting and promising observation during our experiments was how the

inductive structures on a semiconductor substrate reacted to ambient light. When

we turn on the microscope light while taking a VNA measurement, the inductance

curves of all our inductors undergo a characteristic shift, illustrated in Figure 5.22.

We can interpret the effects of light qualitatively referring back to the simplified

model behavior outlined in Section 5.2.3: Zooming on the low-frequency response

shows a very slight (∼0.1 nH) increase in serial inductance. The inductance zero-

crossing points, or fsr, have shifted down by 150 MHz for the device on p-substrate

and 200 MHz for the device on n-well (see Figure 5.23). Also, the peak impedance

has increased, indicating higher Q (see Figure 5.24).
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Figure 5.22: The measured inductances of two metal-3 on-chip spiral inductors, one

on p-substrate and the other on an n-well. Solid lines: External light off. Dashed

lines: Light on. This is data prior to de-embedding.

Figure 5.23: Zoom near the fsr point

of Figure 5.22.

Figure 5.24: Zoom near the peak

impedance point of Figure 5.22.
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After de-embedding is done to negate the effects of the shunt impedance of

the probe pads, the fsr shifts are about 570 MHz for the p-substrate device and 1.14

GHz for the n-well device.

5.4.2 Interpretation and Modeling

To explain the resonant frequency shift in more detail, we adapted a more

elaborate model for an on-chip inductor, proposed in [131] and also used by [140].

This model, shown in Fig. 5.25, takes into account the series inductance and resis-

tance of the interconnect coil (Ls and Rs), capacitive coupling between loops and

the center tap bridge (Cs), oxide capacitance (Cox), and substrate capacitance and

resistance (Csub and Rsub).

These parameters can be calculated from the process parameters using the

procedure given in our references. Some of the necessary process data for these

Figure 5.25: A more advanced lumped circuit model for on-chip inductors [131].
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calculations, such as the inter-layer capacitances, were available through our fabri-

cation facility MOSIS [101]. Not having access to proprietary information, we had

to use our best guesses for some, such as the substrate and metal layer thicknesses.

For use in our simulations, using the geometry of the M3 inductor featured above,

we calculated Ls=6.0331 nH, Cs=28.5 fF without considering fringe capacitance

and 42.3 with the fringe capacitance, Cox=356.65 fF, Rsub=39.35 Ω and Csub=2.23

fF. The serial resistor Rs depends on the frequency thanks to skin effect and prox-

imity effects [140]. The expression we calculated for the skin effect dependency is

Rs(f) = 1.033× 10−4
√

f/[1− exp(−1.22× 10−5
√

f)].

Figures 5.26 and 5.27 display the resonant frequency shift when we use the

s-parameter simulation function of Spectre to obtain the inductance vs. frequency

curve of this model in ”no light” and ”light on” configurations. For the ”light on”

configuration, we assume the charge concentration in the substrate rises through

photogeneration. Thus we treat the substrate conductivity as higher, thereby re-

ducing substrate resistance. To obtain the shift pictured in the Figure, we divided

Rsub by 1.5. The obtained fsr-lowering effect follows that observed during the ex-

periments in the previous section.

5.5 Concluding Remarks on On-Chip Inductors

With many innovations, such as ground planes, low-conductivity substrates

(including non-silicon semiconductors), and more metal layers available farther up

from the substrate in modern processes, the on-chip integration of inductive pas-
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Figure 5.26: Spectre s-parameter sim-

ulation results for the lumped-circuit

inductor model of Fig. 5.25 with the

element values in the text. Solid line:

”Light off”. Dashed line: ”Light on,”

with the substrate resistance reduced.

Figure 5.27: Zoom near the fsr points

of Figure 5.26.

sives for compact, system-on-a-chip communication and network applications will

continue to develop. Certain modern processes even offer a metal layer set aside for

this purpose, with a higher metal thickness to reduce serial resistance and increase

the quality factor.

Beyond the model utilized above, there has been considerable work done in

on-chip inductor modeling to facilitate the integration of inductors and transform-

ers [129, 141] into the CAD flow. For instance, an enhancement to the model of

Fig. 5.25 places a reactive branch parallel to the series resistance to model the

serial element frequency dependency [139]. Segment-to-segment coupling through
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the substrate can also be included [127, 142]. Model parameters are extracted from

measurements and parameter-fitting, or calculated from the device geometry and

parameters: Using partial element equivalent circuit methods [124] and a complex

image method to include lossy substrate effects [19], we can obtain equivalent circuit

parameters [5, 143]. Such element value calculations are also based on the classic

methods developed in the 1940s and 1970s [15, 16, 125].

Finally, a method combining many of the features described above to create a

segment-by-segment model of an on-chip inductor has been proposed and adapted

for RF IC design tools [40, 144].

The inherent resonant nature of these devices, as demonstrated above, can be

modulated and possibly put to use in circuits that would benefit from a tunable

frequency response.

3-D integration, since it offers a higher geometrical degree of freedom, opens

new possibilities for on-chip inductor design. We can propose a larger version of the

coil-type inductors featured in Section 5.3.2, wrapped around one of the tiers as a

”core.” This would afford a wider coil area and a higher inductance in a small silicon

footprint, but the higher parasitics and all-around proximity to a lossy substrate

would create tradeoffs in quality factor—unless the design is implemented in an 3-D

SOI process. In this latter case, we can also conceive a multi-tier stacked inductor

with considerable gain in the inductance-to-surface area figure of merit.
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5.6 A Study of Performance Improvement by Capacitive Load Re-

duction with 3D Integration

In Section 1.1, we observed that fewer lines needing to go off-chip to carry

signals between different parts of an electronic system affords the designer benefits

in avoiding extra load and speed and power loss. To demonstrate this point, we

have measured the operation speeds of identical circuits integrated through off-chip

bonds vs. on-chip bonds.

5.6.1 System Design

5.6.1.1 Measuring Bonding Pad Effects Using Ring Oscillators

The central structure in this system for measuring loading effects of bonding

pads is a ring oscillator: A simple ring of an odd number of inverters feeding back

into itself. Our system takes advantage of the fact that the operating frequency of

a ring oscillator reflects the load on each of its stages, as we will review here.

A ring oscillator is a negative-feedback system. Once the inverters are powered,

random noise in the input of one stage may cause the output of this stage to flip,

which in turn switches the next stage, and so on; if the number of inverters in the

chain is odd, all inverters keep changing states while being powered, causing the

output signal tapped between any two stages to oscillate. The oscillation frequency

of this signal depends on the total propagation delay of the circuit:

fosc =
1

N(tPLH + tPHL)
, (5.4)
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where N is the number of inverters. tPLH and tPHL are the high-to-low and low-to-

high propagation delays respectively, measured between the 50% points of the input

and the of the output. A five-stage ring oscillator is shown in Figure 5.28.

Figure 5.28: A five-stage ring oscillator.

Using the digital model for an inverter given in [12], shown in Figure 5.29, we

calculate these propagation delays by considering the switching of the inverter as a

load capacitor being charged through a large-signal equivalent switching resistance.

In the figure, Rp and Rn donate these resistances. Note that the large-signal assump-

tion implies the transistors are being taken to operate at either cut-off or saturation.

For an inverter driving another inverter, a load capacitor of Cinn+Cinp+Coutn+Coutp,

which is the net capacitance from the output to the AC ground, is being charged or

discharged, through Rp to VDD or through Rn to the ground respectively.

Therefore the low-to-high and high-to-low propagation delays are given by

tPLH = 0.7Rp(2.5Coxn + 2.5Coxp), tPHL = 0.7Rn(2.5Coxn + 2.5Coxp), (5.5)

and used in Eqn. 5.4 to find the operating frequency.

The key point for our demonstration is when there is an extra capacitive load

between two of the stages, as shown in Figure 5.30. This will change the propagation
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Figure 5.29: The CMOS inverter and its digital model. The input and output

capacitances are proportional to the transistors’ gate oxide capacitances: Cin =

1.5Cox and Cout = Cox approximately. The effective switching resistances are the

average resistances of the relevant MOSFETs between the off and the on stages of

the full swing: Rn,p = VDD/IDn,p.

delay of the preceding stage:

tPLH,load = 0.7Rp(2.5Coxn + 2.5Coxp + Cload). (5.6)

Similarly for tPHL,load. In this case, the total propagation delay for the N-stage ring

oscillator becomes (N − 1)(tPHL + tPLH) + (tPHL,load + tPLH,load).

5.6.1.2 Internal and External Ring Oscillators

We designed integrated circuits including two ring oscillator versions on a

single die. Two versions of the chips were made: one using the AMI 1.6 µm (ABN)

technology and other the AMI 0.6 µm (C5N) technology.

We designed the internal ring oscillator on each chip to have no extra load
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Figure 5.30: A five-stage ring oscillator with a capacitive load between two of the

stages.

between stages: The output of each inverter is connected directly to the input of the

next, with the “last” inverter driving the “first” to complete the circle. The C5N

chip had a 31-stage internal ring oscillator, with the layout shown in Figure 5.31.

The output of each internal oscillator circuit went through an extra inverter,

serving as a buffer, to a counter. In the C5N chip, this is a 6-bit counter comprised

of D-flip-flops (which divides the output frequency by 64). We included the counter

was to serve as an on-chip testing and diagnosis structure. As one advantage, it

eliminated the need for the internal ring oscillator to drive outside loads directly;

as another, it slowed down the expected operation frequency so that extremely fast

measurement equipment would not be necessary. The layout of the oscillator and

counter is shown on Figure 5.32.

We note that the buffer inverter acts as an extra capacitive load inserted

between two stages, with Cload = Cinn + Cinp = 1.5Coxn + 1.5Coxp.

We laid out the external ring oscillators were as individual inverters with their
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Figure 5.31: The 31-stage ring oscillator comprised of minimum-size transistors in

the 0.6 µm technology chip. The output is taken from between the stages on the

lower and upper right hand corners and goes through an additional inverter, which

serves as a buffer (not shown).

Figure 5.32: The layout for the

31-stage ring oscillator and 6-bit

counter/divide-by-64 frequency di-

vider.

input and outputs connected to separate bonding pads. We used standard bonding

pads with ESD (electro-static discharge) protection, provided by MOSIS for these

technologies [123]. The C5N chip had eleven inverters laid out for this purpose

(three are shown in Figure 5.33). When these inverters are linked externally to form

the ring oscillator, between each stage there is the extra load of two bonding pads,
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bonding wires to package, and the out-of-the-chip connection elements. This was

intended to simulate situations where two chips are integrated in a system and a

signal has to go off chip to get from one part of the system to the other.

Figure 5.33: Three stages of the exter-

nal ring oscillator. The bonding pad

connections are visible on the top and

left edges of the figure.

The full layout of the C5N chip is given in Figure 5.34. In addition to the inter-

nal oscillator, frequency divider and external oscillator, the chip had a pn junction

diode and a large inverter as process check structures.

Figure 5.34: The full chip layout for

the C5N chip.

5.6.2 Measurement Results

Comparing the performance of the 11-stage external ring oscillator with that of

the 31-stage internal ring oscillator, we can conclude that the pads, pins and bread-
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board connections caused nearly 800 times reduction in the operation frequency.

We first formed the 11-stage external ring oscillator on a breadboard and took

measurements using a digital oscilloscope. Figure 5.35 shows the output waveform,

with a frequency of 398.3 kHz.

Figure 5.35: The output waveform of

the 11-stage external ring oscillator.

The output of the divide-by-64 counter was then measured using the same

scope. The output waveform, at 1.76 MHz, is shown in Figure 5.36.

Figure 5.36: The output waveform of

the divide-by-64 counter obtaining its

input from the 31-stage internal ring

oscillator.

This implies that the internal oscillator is running at 1.76× 64 = 112 MHz.

For a comparison between the two structures, we look at what would happen

if both had only 3 stages each. From Eqn. 5.4, ignoring the errors introduced by the

buffer stage for the internal oscillator and the probe load for the external oscillator,

we can find the equivalent frequencies. We can also calculate the single-stage delays

for either structure. The results are given in Table 5.1, which shows that the speed

improvement when the signal stays on-chip is 228ns/287ps=794-fold.
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Internal Oscillator External Oscillator

Operating Freq. 112 MHz (31-stage) 398 KHz (11-stage)

3-stage equivalence 1.16 GHz 1.46 MHz

One-stage Delay 287 ps 228 ns

Table 5.1: The performance comparison of internal and external ring oscillators.

This effect is the direct result of the extra capacitive load on the oscillator

inverters caused by the bonding pads (which the layout program Cadence extracts

to be around 0.24 pF each, not including the ESD protection diode capacitances),

bonding wires and the breadboard. To estimate this capacitance, we used the large-

size inverter on the 1.6 µmABN chip, inserting varying additional load capacitances

between its output and the ground and measuring the rise, fall and delay times.

Extrapolating from the data points thus obtained, we can deduce an extra load

capacitance of about 15 pF on the inverters of the external ring oscillator. This

extra load exacerbates the trade-off requirement between speed and power in an

unwelcome manner, due to the expanding current requirement to charge the extra

capacitance to the same voltage level within the same rise time.
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5.7 Summary

In this chapter, we performed an investigation of reactive elements on ICs. We

first studied the properties and design of on-chip inductors and transformers, which

are necessary components for the creation of system-on-a-chip type applications,

such as ”smart dust” wireless sensor networks and communication circuits. These

are also good 3DIC implementation candidates, as we pointed out before.

We presented basic inductance concepts and described the physical features of

typical on-chip inductors. We pointed out the electrical implications of the geometry

and the presence of the lossy substrate on which these structures are built. We

then provided an intuitive approach to the effects of different physical parameters,

showing the typical inductance curve and its dependencies, concluding with some

design guidelines. We continued by presenting measurement results from inductors

and transformers we laid out and had fabricated, along with some remarks on their

comparative performance.

Tuned loads and tunable LC structures are useful in many circuits for am-

plification, mixing, oscillation, matching and similar applications. We indicated

the effect light shining on an on-chip inductor on its inductance, and explained this

qualitatively as the rising substrate conductivity causing a lower resonant frequency.

We demonstrated the same effect using a published on-chip inductor model.

Finally we focused on the effects of bonding pad parasitic capacitances, demon-

strating that the higher load on signals having to go off-chip takes a heavy toll in

operating frequency.
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Chapter 6

Looking to the Future: Improving Electrical Engineering Education

6.1 Introduction, Motivation and Background

Integrated circuit technology is not the only area of electrical and electron-

ics engineering to have undergone an exponential rise in complexity over the last

decades. In some aspects, continuing miniaturization has been the driving force

behind innovation, including the development of 3DICs—however the driving force

behind that is an ever-increasing demand, both in amount and in scope, for electronic

applications in society. Meeting this demand and creating further new demand by

innovation, in turn, both depend on the ability of the engineering community to

educate new engineers with a strong grasp of the state-of-the-art and an under-

standing of the directions this branch of human knowledge is poised to develop in.

Accomplishing this end requires both provoking a wider interest in new generations

for studying electrical engineering and presenting an ever-improving education to

those who do choose to study this subject.

Another point worth note is that this mounting prevalence of electronics tech-

nology in society creates a need for the society to better understand the technologies

in use, especially since “prevalence of ” can in many cases become “dependency on”.

Thus a better introductory training for people who might not necessarily go on to

conclude the full engineer’s training is beneficial.

184



In this chapter, we present our work on contributing to engineering education

with an eye for furthering the goals outlined above. Our first contribution is the

design and implementation of an introductory course to electrical and computer en-

gineering intended for high school students. We next present a day-course designed

for high school mathematics teachers; this course aims to assist them in emphasiz-

ing to their students the relevancy of their subject in electrical engineering research

and development. Finally, we detail the design and implementation of a 400-level

Capstone design course for electrical engineering students; this course is significant

in its approach to attempt and bring together electrical engineering subdisciplines

for a comprehensive system design project.

6.2 An Experiential Introduction to Electrical and Computer Engi-

neering: A Summer Course for High-School Students

6.2.1 Introduction and Program Goals

With the current rate of advance in applied science, and the previously un-

matched level of our dependence on its products, it is helpful that every student

achieves a basic level of understanding and appreciation of technology. In the course

of training students in basic skills, it has thus become important to teach the fun-

damentals of electronics and computer structures at the onset of the 21st century,

just as it has been with chemistry, physics, biology and mathematics in the latter

half of the 20th century. In addition, as with any field, Electrical and Computer

Engineering is always in need of qualified students to become the next generation
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of engineers. Early exposure to the concepts of engineering is an effective method

of drawing in prospective students [146].

To help satisfy these emerging pedagogical needs, we have developed a new

teaching methodology for educating high-school and beginning-college students in

the areas of Electrical and Computer Engineering (ECE). The unique aspect of

this approach is that it emphasizes the teaching of advanced engineering topics

using concepts and relevant experience rather than high-level mathematics. By

emphasizing hands-on laboratory work and qualitative description, many advanced

topics, which are normally reserved for the sophomore and junior year ECE college

curricula, can be presented to high-school and beginning-college students. While

the treatment of these subjects for comprehensive professional training naturally

requires the accompanying mathematical proficiency, we found that the descriptive

approach, without detailed mathematics, is effective for giving students a conceptual

anchor early-on in their technical training. This anchor should also provide an

initial condition from which deeper mathematical treatments can be pursued and

assimilated. Thus should help improve student retention in technology-related fields,

which is a current concern along with new student recruitment [147, 148].

We applied this methodology under the auspices of the Maryland Governor’s

Institute of Technology, a living-learning program for selected high-school seniors

sponsored by the State of Maryland. In the Summer of 2001 we designed and

implemented the first ECE Technical Program for this Institute at the University

of Maryland, College Park [149]. This living-learning program lasted five weeks,

with daily lectures and laboratory sessions. We found that the students responded
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favorably to the methodology. They successfully used the knowledge obtained in

the lectures and laboratories to complete approximately 25 experiments, design a

simple central processing unit (CPU), and fabricate high-fidelity audio amplifiers

that they took home at the end of the program.

In the design process for this course, we identified design goals for this program

from a pedagogical point of view. We summarize these goals here.

• Providing an enjoyable introduction to Electrical and Computer Engineering

fundamentals to students, who might lack any prior background, at a high-

school advanced placement course-equivalent conceptual level.

• With an eye out to improve retention in higher technical education, helping

students build a conceptual foundation to a later potential analytical study

of the subject matter. Also, giving potential ECE students the advantage of

an early exposure to the subject matter as well as the material covered in

particular in this course.

• Providing the students with a chance to build their hands-on laboratory expe-

rience, which is valuable no matter which particular technical field they might

choose to branch into.

• Demonstrating the particular relevance and contributions of Electrical and

Computer Engineering to modern society. Further, contributing to the stu-

dents’ future career choice by a solid, rather than abstract, presentation of

what this branch of engineering entails.
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• For the particular material covered in this course, developing a presentation

method accessible to students with different learning styles, which is in in-

creasingly sharper focus in modern pedagogy [150].

• Evaluating the effectiveness of our particular approach to elementary elec-

tronics and computer pedagogy, which is a conceptual and experiential, rather

than a mathematical, presentation.

6.2.2 The Syllabus and the Textbook

The course included a laboratory component and a lecture component. Both

components were supplemented by a textbook written by the course designers [151],

which is covered in more detail ahead. The topics to cover were selected to introduce

basic electronic components, their manner of use and applications, and some of the

most fundamental concepts of electrical engineering, such as analog signals and dig-

ital electronics. Thus the course is an introductory summary to several sophomore-

and junior-year courses [152]. Here is an overview of the course syllabus.

1. An overview of Electrical and Computer Engineering: branches and subjects.

2. Basic concepts in electrical physics and circuit theory: charges, electric fields,

potential, capacitance, resistance, direct currents (DC), alternating currents

(AC), Ohm’s Law, Kirchhoff’s Laws, and semiconductors.

3. Basic concepts in the mathematical representation of signals: sinusoidal sig-

nals, amplitude, frequency, trigonometric representation, frequency compo-
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nents in signals and superposition.

4. PN-junction diodes: rectification, AC/DC conversion, light-emitting diodes

(LEDs), and photodiodes.

5. Operational amplifiers: comparators, amplification, inverting-, non-inverting,

and summing amplifiers.

6. Filters and filtering: active and passive high- and low-pass filters.

7. Bipolar junction transistors: current and voltage amplification.

8. A basic hi-fi audio amplifier: signal and power amplification, the concept of

loading, power transistor usage, and heat sinks.

9. Digital logic and digital circuits: Boolean algebra, truth tables, AND and OR

gates, combinational logic examples, sequential logic, and a simple adder.

10. Computer technology: standard computer architecture, programming lan-

guages, and a simple CPU design.

11. An optical arcade laser game design and implementation: phototransistors,

revisiting comparators, and computer interfaces.

6.2.2.1 The Textbook

In order to present the material in a manner suitable to our experiential and

conceptual pedagogical approach, we preferred to prepare and use a dedicated text

for the course. This choice allowed us to avoid overwhelming the students with
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the full-formal approach they would encounter if we had used a compilation of pre-

existing course and laboratory texts. Too, we could tailor the text contents to our

selected subject material and present the supplementary theoretical material for the

lectures integrated with laboratory session guides.

In keeping with the goal of demonstrating the relevancy and contributions of

electrical and computer engineering to our students in a concrete manner, for all

three components of the course (lectures, textbook and lab work) we worked to

present direct links to the real world for every syllabus item. To demonstrate some

examples from the lectures and the textbook:

• Electric fields were introduced in the context of cathode-ray tubes.

• Sinusoidal signals, the concepts of frequency and amplitude and the frequency

components present in a signal were presented not in an abstract, mathe-

matical manner, but rather with direct physical demonstrations using musical

instruments, voice, a microphone, a signal generator and an oscilloscope.

• While covering pn-junctions and rectification, the prevalent application of

power supplies in household appliances were invoked.

• The “capstone” project of the analog portion of the course was an audio am-

plifier that the students built and took home at the end of the session. This

project allowed them to immediately use the information presented with the

concepts of operational amplifier (amplification), filtering (basic equalizer),

and bipolar junction transistors (output driving stage).
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• The concept of digital logic design was illustrated with a storybook approach to

a vending machine design. Students later built an actual adder as a primitive

calculator building block, and were introduced to the fundamental computer

architecture in use today, complete with the CPU, memory, and bus structures.

Each subject was linked to least one experimental section. The Appendices of

the textbook were intended for use as a laboratory handbook. In the experiment

design, care was taken to cater to different learning styles by making sure that

the experiments usually provided some immediate sensory feedback to the student,

beyond the data they were directed to take. For instance, the relationship between

voltage, resistance and current was illustrated in experiments where students could

gauge the current level in a branch by the brightness of an LED, in addition to

measuring and calculating the current.

6.2.3 Implementation

The selection process admitted twelve students from numerous Maryland high

schools, of an achievement level approximately equivalent to that of an arriving

freshman class to ECE at the University. Apart from a few brief exceptions for field

trips and multi-department presentations, there were five-days-a-week lecture and

lab sessions for six weeks of the summer.

For the lecture component, the lecture structure was the standard presentation

by the professor, who accepted student questions. However, the content focus was

on technological applications and descriptions of device and circuit operation and
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applications, to be reinforced in the lab, rather than on rigorous mathematical

derivation. The mathematical content of the course was limited to algebra and

trigonometry, with no calculus included.

A dedicated laboratory was established in the summer of 2001 with funding set

aside for this program. This laboratory contained standard EE lab setups including

an oscilloscope, a DC power source, a signal generator, a multimeter and circuit

prototyping boards. Except for the audio amplifier project, which was individual,

students worked in pairs. At least one TA was always available during the lab

sessions, which typically lasted for two to three hours. The experiments varied in

length, with sometimes multiple experiments completed during the same session and

sometimes a single experiment taking multiple sessions.

One tool the course designers used to help the students gain proficiency in lab

equipment and procedures was providing them with lab report templates tailored

for each experiment. Two example templates are included in Appendix C.

6.2.4 Program Outcomes

We used several different methodologies to assess program outcomes. These

included an exam, student comments, instructors’ observations, focus groups con-

ducted by collaboration with an educational psychologist [153], and an end-course

survey. Here we describe the course outcomes as they are related to the stated

course goals.

• Prevalence of ECE in society. The students reported an increased awareness
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of the application of ECE in daily life, as well as a deeper comprehension

and appreciation of some common applications. This particular outcome was

described by some students as a highlight of the course. In the survey, stu-

dents stated their agreement with the claims that they “learned applications

of electronics” and “increased their overall knowledge of technology.”

• Hands-on Laboratory Experience. The laboratory component was nearly unan-

imously acclaimed as the favorite part of the program. The instructors ob-

served that the students would, unprompted, routinely stay in the lab to work

after hours on their own hi-fi audio amplifiers. The tangible end-result led

the students to agree that “it was exciting to observe my audio system work”

and “wiring and actually soldering [the system] was worth the time and en-

ergy.” Another observation by the educators is that student response was

most enthusiastic for experiments with results that the students could relate

to directly and solidly, like the audio amplifier, the primitive CPU design and

the optical arcade game.

From the educators’ point of view, early exposure to the standard pitfalls of

measurement and prototyping equipment is another advantage.

• Conceptual Presentation and the Course Level. Students reported that the

lectures were more fast-paced and challenging than standard high-school lec-

tures. Most found the elementary mathematical content within their grasp

and stated approval on the conceptual, rather than mathematical, focus.

• Catering to Different Kolb Learning Styles. At the course outset, the Kolb
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Learning Style Inventory [150] was administered. The students were found to

be divided almost evenly between Convergers (preferring to learn abstract con-

cepts by concrete examples and methods, such as labwork) and Assimilators

(preferring to learn abstract concepts by observing others’ conduct experi-

ments, and by interpolation and extension of possessed knowledge). By the

end of the course both types of students appeared to benefit equivalently from

the program, possibly thanks to the presence of both lab and lecture compo-

nents [154]. As stated before, both types of learners seemed to grasp concepts

that were presented with a practical component involving an immediate sen-

sory feedback facet. Since our student group did not include any Divergers and

Accommodators, which are the remaining two types of Kolb learning styles,

we could not assess the effectiveness of our pedagogy on these two styles.

• Impact on Students’ Educational Choices. At the end of the course, the stu-

dents agreed or strongly agreed that they would “want to study and learn

more about the subject matter.” They also stated that the course was helpful

in giving them a clearer idea about their future career choices and make more

informed decisions about their post-secondary education prospectives.

• Student Achievements. Midway through the course, an 1.5 hour test covering

the analog electronics portion of the syllabus was administered to monitor

the students’ gains. The results were remarkable: With example questions

such as those presented in Figure 6.1, about half of the students scored above

90%. Considering that the course relied on the students’ self-motivation, this
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outcome is very favorable. The high level of success students achieved in

completing some 25 experiments and projects within the laboratory compo-

nent, including personal audio amplifiers built from scratch and compatible

with household equipment, is a further indication that the students benefited

broadly from the program.

• General Student Commentary and Survey Responses. In general, our students

reported a strong agreement with the statements “the program was a worth-

while experience” and “[they would] recommend the program to others.” They

indicated that the subject matter was challenging appropriately for their level

and related very favorable impressions.

Figure 6.1: Example exam questions. These were the associated question state-

ments: (Left circuit) For this op-amp circuit, what are Io and Vo? Is the LED on,

why or why not? (Right circuit) For the BJT circuit β=100 and VBE=0.7. Draw

the DC equivalent circuit. Calculate IB, IE, IC , VB, VE and VC .
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6.2.5 Conclusion

Through a curriculum developed and implemented to present high school and

starting college students with the electronics and computer architecture concepts

with a focus on concepts and applications rather than their mathematical back-

ground, we were able to introduce our students to material ordinarily covered at

sophomore and junior level courses, and observe a respectable amount of student

benefit. Using a combined lecture/hands-on approach we could address the differ-

ent learning styles encountered in our students. The students’ gain was reflected in

the favorable results of the one in-course formal test, as well as their enthusiastic

response to and success in the lab modules. The students reported a rising apprecia-

tion of electrical and computer engineering in daily life, as well as a higher ability to

make informed decisions about post-secondary education study choices. We expect

our approach to help with retention problems in engineering education thanks to

the course preparing the students with a stronger foundation on which to build the

more rigorous, abstract approach of college-level technical courses.

6.3 Aiding the Mentors: A Short Course for High-School Maths

Teachers

6.3.1 Introduction and Motivation

During the summer of 2004, a project supported by a grant provided by the

General Electric Foundation Math Excellence Initiative and titled “TIME: Teachers
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Integrating Mathematics and Engineering” was implemented at the University of

Maryland. Part of the program was a two-week engineering training institute for

middle and high school mathematics teachers [156, 157]. The program goal was to

contribute to the solution of some prevailing problems in education in the United

States: Insufficient interest in studying engineering among the newcomer students

and a decline in the technological literacy at the level required by a technologically-

oriented society [155]. It is expectable that a strong real-world relevancy component

in mathematics education at the middle and high school would be beneficial, both

from a technological literacy viewpoint and mathematical literacy viewpoint [158].

Our contribution to this program was in the design and implementation of a

workshop for mathematics teachers [159]. We presented the program participants

with an introduction to electrical concepts using algebra, gave a lecture/presentation

introducing electrical and computer engineering in terms of its scope and how it uses

mathematics as its language. We further provided the teachers with a workbook

and a companion CD, intended for use in their own classrooms to expose their

students to real-world engineering applications of mathematical concepts by means

of worked-out examples and exercise questions.

6.3.2 Implementation

Our workshop consisted of three main components:

• A hands-on section for the presentation of the basic electrical concepts of

voltage, current, resistance, power, and their relationship. After a basic the-
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oretical instruction, the participants were provided with breadboards, power

supplies, resistors and LEDs for experimentation. TAs were available to the

participants to assist with their experiments.

• A presentation of how ECE uses mathematics as a language for its physics-

based aspects as well as for representing and manipulating information. To

illustrate this point, we picked three electronics applications and demonstrated

their underlying mathematical background:

1. A CD player: The ”analog signal” concept, trigonometric functions com-

bining to form analog signal representations of sound , digital represen-

tation of analog levels, digital-to-analog conversion, digital data storage.

2. An AM radio receiver: Combinations of analog signals, filtering, modu-

lation, demodulation, rectification.

3. A Digital Camera: Image representation by pixels, grayscale levels, ob-

taining full-color pictures from red/green/blue channels.

• A worksheet suitable for the participants’ use in their own classrooms, with

example questions under the following headings

1. Residential Power Calculations: Calculating cost from usage and reading

a residential power bill. Example: “A family leaves their refrigerator

plugged in and running while they go to vacation for three weeks. The

refrigerator has a power rating of 1.8 kW. Assuming the refrigerator works

for only 12 hours of each day, how much money could the family have
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saved in electricity costs had they emptied all the perishables and plugged

off the refrigerator? [Assume the cost of electricity is 5 cents per kWh.]”

2. Digital-to-Analog Conversion worksheet: The questions provide sequences

of three-bit digital numbers, asking the participant to first plot this se-

quence as digital levels marching in time, then to do an “digital-to-analog

conversion” by hand and comment on the differences of resulting signals.

An example is shown in Figure 6.2.

3. Digital Camera Operation: Color image formation and grayscale pixel-

array-to-image exercises. For the color image formation section, the CD

provided to the participants included numerous images presented in full

color and also split into their red, green and blue components, the sug-

gested activities being along the lines of either trying to guess which re-

gions would be brightest for each of the three channels, or looking at the

channels and guessing what color would be prominent in which regions

of the full-color picture. For the grayscale pixel-array-to-image exercises,

two empty grids of pixels (16x16 and 32x32) were given, along with arrays

(16x16 and 32x32) of numbers representing intensity values. The partic-

ipants were asked to shade in the “pixel array” elements with shades of

gray corresponding to the intensity values given in the number arrays to

obtain were grayscale images, one of which is presented in Figure 6.3.
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Figure 6.2: Example digital-to-analog conversion question. The sequence: 011 101

110 111 110 101 011 001 000 000 000 001 011 101 110 111 110 101 011.

6.3.3 Conclusion

The main idea behind this program was to address the dual issues of engineer-

ing student recruitment and increasing the level of technological literacy in society

by using the channel provided by middle and high school mathematics classes. The

approach was designed to benefit the pedagogy of these classes themselves by af-

fording them a way to showcase the “real-world relevancy” of the concepts which

are their onus to present to their students. This particular implementation of our

program was received very positively by the participants, who stated that they en-

joyed and benefited from the presentation and the hands-on sessions. It is our hope

that the material presented for classroom use has also been beneficial.

Further, this demonstrates that it is possible to use many fruits of recent

research, not only in mathematics, but also in chemistry, physics, environmental

science, biology and other related courses, to reinforce the subject immediacy and

real-life relevancy. Some suitable areas such presentations could be solar power har-

vesting, novel battery designs, sensor networks and related miniaturization, compu-

tation and communication network concepts, biomedical technology and MEMS.
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Figure 6.3: Example grayscale image converted into a 8-level 32x32 grayscale array.

Top left: Original image. Top right: Empty grid and grayscale levels provided.

Bottom left: Grayscale values given. Bottom right: Reconstructed image.
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6.4 Multi-Track Capstone Design: A Senior-Year Course

6.4.1 Introduction, Motivation and Course Goals

As newly-graduated engineers enter the workforce, they find that prospective

employers require knowledge and skills beyond the purely theoretical [160]. Grad-

uates are expected to understand system-level design to a degree, and possess the

skills of teamwork and creative thinking [161, 162]. Following the needs engineering

education should meet, the Accreditation Board for Engineering and Technology

(ABET) requires engineering programs to graduate students who can “design a sys-

tem, component, or process to meet desired needs,” “function on multi-disciplinary

teams,” and “identify, formulate and solve engineering problems.” One of the more

concrete criteria is that engineering curricula should culminate in “a major design

experience based on the knowledge and skills acquired in earlier coursework and

incorporating engineering standards and realistic constraints that include most of

the following considerations: economic; environmental; sustainability; manufactura-

bility; ethical; health and safety; social; and political” [42].

The Electrical and Computer Engineering department of the University of

Maryland at College Park offers a number of senior-level single-semester Capstone

Design courses following this requirement. In an attempt to address this criterion

further, we developed and in the fall semester of 2003 implemented an Advanced

Capstone Design class: “ENEE 498C, Topics in Electrical Engineering: Capstone

II: Advanced Design” [163].

One important feature of this course is that it is designed to afford new gradu-
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ates a “big picture” view of electrical and computer engineering. The ever-expanding

depth and breadth of the subject matter necessarily limits our students to choosing

a few of the existing subspecialties to focus on during their senior year. Providing

them with a chance to retain an awareness of areas they drop out of formally study-

ing after their junior year is thus beneficial. Therefore we designed the course to

promote interaction between students with differing choices of subspecialties.

We summarize approach to the course design and implementation as follows:

• In order to emulate a multi-subspecialty system-level design experience, the

original course concept envisions recruiting students who have already taken

different Capstone design classes and creating course projects requiring com-

bined experiences from numerous fields.

• To create a vertical as well as horizontal flow of information and experience

within the student group, we planned to enroll students with different levels of

training and internship/industry experience. Our pilot run had a few graduate

students enrolled along width fifth and fourth year students.

• The course was shaped organically during the semester, and student input was

actively requested and solicited at every stage. We give more details of this

point below.

• In terms of the course structure, the lecture component was smaller than

other Capstone classes, and included seminars by professors teaching Capstone

classes in the department, aiming to introduce their subject areas to students

who had not taken their particular course.
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6.4.2 Implementation

During the pilot run of the course, we included seminars by professors with

varying backgrounds and by the students themselves, a warm-up project for indi-

viduals or small groups, then the main course project for student teams. Student

feedback and comments were taken throughout the semester and at the end.

During the first week, students were required to give short individual presenta-

tions on design projects they had carried out in their previous education and detail

the technical skills they possessed and could contribute to a project group. Besides

introducing each student’s technical skills to their peers, these presentations also

made all students aware of more design problems than they would have encountered

by themselves previously.

The warm-up project was designing an integrated circuit using Cadence and

submitting it for fabrication through the MOSIS fabrication facility. The know-how

training on chip and printed circuit board came from two of the students themselves.

The students picked which circuit to design, simulate and layout; the projects range

in scope between gates to counters.

About three-fourths of the semester was taken by the main course project.

The instructor provided several project outlines for the students to discuss and refine

through in-class discussions, brainstorming sessions and group meetings. Through

intense student involvement, the projects definitions were refined to focus on two

final project ideas: a direction-finder and a rangefinder. Both projects integrated

the skills of RF design, digital design, microcontroller-based design and PCB layout
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experience. The instructor then gave, by way of specifications, functional definitions

of these two projects, and suggestions on potential technologies and components to

be used in the design. The students worked on tightening the specifications and

moved on to the design and system integration. The students had access to a

dedicated laboratory for their design work. At the end of the semester, they were

required to give individual as well as group presentations on their projects.

6.4.3 Outcomes

We can summarize the couse outcomes from the students’ point of view as

follows.

• Exposure to the Design Process. As described above, the students shaped

the system specifications and requirements as well as detailed descriptions

by themselves during the project. Throughout the semester the instructors

required the students to provide task lists, single-block design documents and

system-scale dependency definitions. Thus the students, exposed to a more

holistic design process, designed the projects as well as the products.

• Teamwork and Project Management Skills. The team projects required care-

ful work division, intra- and inter-team communication, and project manage-

ment/timeline skills. Student comments exhibit their awareness of the need

to acquire these qualities and utilize what they already possessed.

• Student Autonomy and Information/Skills Sharing The students were required

to come up with their own incremental deadlines as well as project scope and
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details. They responded very enthusiastically and successfully to this open-

ended course structure, creating a website for discussions, information-sharing

and general ideas exchange, and turning in successful projects. The instructors

observed the students were very open to learning from each other as well as

aware of the role of task-division in their project teams.

• Exposure to the Concept of System Engineering. Students indicated a grow-

ing awareness of the higher-level system engineering activities the projects

required. For systems where different circuits and subsystems are combined,

an overall, organized understanding of compatibilities, dependencies and in-

teractions is necessary. Student reports point to someone in the group taking

on such a role and the others working with this person. One of the stu-

dents had a striking suggestion about whether it would be feasible to offer an

introductory-level system engineering course at the undergraduate level.

In the end, although the previous academic performance level varied widely

in our group of students, their participation in and contribution to their respective

group designs were notable. They indicated their appreciation for being exposed

to a more realistic design project, took up novel responsibilities arising in such a

project situation eagerly, and performed well.
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6.5 Summary

In this chapter we presented our contributions to engineering education, at

the pre-undergraduate level, senior undergraduate level and at one step removed by

targeting pre-undergraduate educators.

Our first project was the design and implementation of an introductory course

to electrical and computer engineering for high-school students. This course covered

the basics of analog and digital electronics over a six-week period incorporating

lecture and lab components. As the program achievements, the students gained

an enhanced awareness of ECE applications and concepts and hands-on laboratory

experience advanced enough for them to manufacture their own audio amplifiers,

grasped the course material well enough to perform remarkably in a midterm test,

and responded very favorably when questioned about their experience. The paper

we presented about this program in the 2002 Frontiers in Education Conference was

awarded the Benjamin Dasher Best Paper Award for this year.

Our next program was a short day-course developed for high school mathemat-

ics teachers, with the dual aims of assisting the teachers to enhance the real-world

relevancy of their syllabus concepts and increasing technological awareness in their

students through these applications. After a presentation of basic electrical con-

cepts, we provided examples of how electrical engineering uses mathematics as a

language and how mathematical concepts are used in the design process and oper-

ation of everyday-life ECE products. Once again, we received a positive response

from the participants while demonstrating that it is thus possible to incorporate

207



recent developments in electrical engineering in pre-college courses, making both

the course material and these developments of higher immediacy in the students’

perception.

Finally, we presented the design and implementation of a senior year multi-

track capstone design course. This course was unique in several aspects: For exam-

ple, it was conceived for students who have already taken single-subject capstone

design classes from different areas, so that they could bring their different experi-

ences together in student groups. Furthermore, the course was shaped organically

as it was being taught, student input being sought after all throughout, up to and

including the scope and specifications of the final project. Thus the course suc-

ceeded in its aims of allowing students to learn about the design process as well as

the design project, and honing their teamwork and project management skills. Our

observations were that the students respond openly and eagerly to an open-ended

course structure which required them to share their knowledge and skills as well as

carry on their own planning. The benefits of such an experience are clear at the

senior level in an area where graduating engineers with an idea of the “big picture”

have an unquestionable edge.
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Chapter 7

Summary and Future Research

7.1 Three-Dimensional Integration

In Chapter 2, we described the physical design, analysis and testing of a self-

contained three-dimensional integrated circuit (3DIC). To our knowledge, this is the

first demonstration of a self-powering SOI 3DIC.

For harvesting the necessary energy to power the functional element of the

system, we designed photodiode arrays, optimized within the process and geometry

constraints. Through analysis and simulations, we demonstrated that the expected

photocurrent amount is sufficient to operate the functional element. We presented

quantitative and qualitative analyses of the self-regulating behavior of our system.

We then presented the measurement results from the circuit operation.

We have also designed and submitted for fabrication an expanded second-

generation version of this system for the next run of this 3-D process. Section 2.3

describes the new features and design decisions for this version.

The chapter concluded with reviews of the states-of-the-art for 3-D integration

and self-powering methods. 3-D integration is a promising technology at a stage of

its development where its limitations arising from physical constraints and problems

are well-defined. Further sections of this present work contribute to the development

of techniques to address some of the physics-based issues, especially thermal and
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noise-coupling related problems, in this new approach to VLSI.

7.2 Interconnect Network Modeling

In Chapter 3, we presented the development and results a method to analyze

internal and external noise and signal coupling on interconnect networks on inte-

grated circuits. The method is based on calculating the impulse response of the

network, which is modeled by an RC network comprised of different unit cells which

combine to make up the layout. If specific on-chip locations are identified as points

of interest, the method can be used then to find out how vulnerable they are to

noise or unintentional signal coupling from different parts of the chip. The storage

and, once the impulse responses are calculated, computational requirements of our

method are clearly advantageous over SPICE and similar full-circuit solvers.

The chapter introduced the method, the physical modeling approach, and

demonstrate the implementation. The simulator is shown to match SPICE results

over small networks and is then utilized to investigate the responses of an intercon-

nect network with physical parameters based on a real fabrication process available

through MOSIS.

Two extension projects following up on this work may be suggested. For the

first project, given the layout of an integrated circuit, the researcher identifies critical

points of interest, for instance the gate connection points of certain transistors, or

the locations in the substrate corresponding to their body, where current injection

might affect transistor operation by threshold-voltage shifting and similar problems.
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Next, the impulse response to impulses originating at many points spread over the

IC are calculated and stored. A random signal generator can then be used to emulate

random noise coupling at these potential originating locations, which will yield a

vulnerability map by rapidly calculating the outputs to these random inputs at all

the target locations.

For the second project, a three-dimensional integrated circuit with at least two

tiers should be modeled as a network, following the methodology given in the present

work, but also including the substrate layers. The questions then to be addressed

are related to the noise and crosstalk issues of 3DI presented in Section 2.4.3. After

calculating the impulse responses in the substrate of one tier to impulses injected into

the substrate of the other tier, the full response to typical substrate-noise waveforms

originating in one substrate can be investigated in the other substrate, allowing the

researcher to evaluate the advantages of 3DI in the integration of mixed signal

systems with analog and digital subcircuits in separate substrates. The next thing

to check for is unintentional coupling between the interconnect layers of one tier and

the substrate of the next, as is suggested in the literature to be a potential problem.

A designer could then implement a form of shielding, such as ground planes, between

tiers and include this in the interconnect network model, repeating the simulation

to determine the effectiveness of such an approach.
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7.3 Thermal Modeling

Chapter 4 investigated heat generation and distribution on integrated circuits,

with a focus on how the different materials present in the IC system affect and shape

heat conduction and thermal distribution under different geometric conditions. We

started by a simplified solver for the heat flux equation to get an intuitive sense

of what effects non-uniform, non-isotropic thermal conductivity has on temperature

distributions for a given geometry and heat source. Later, we expanded an advanced

solver to implement the thermal conductivity of different material layers and applied

this expansion to two integrated circuits of our own design.

To validate and calibrate this solver we designed and had fabricated integrated

circuits which included individually addressable heaters and pn-junction diodes as

thermal sensors. We performed measurements and used our data, along with the

known physical properties of the IC process, to calibrate the package resistivity of

and validate the solutions from our simulator. Thereby we determined that for a bulk

process such as the one used here, the lateral metal interconnect network formed

of the ordinary interconnect metal layers does not have an extensive impact on

temperature distribution, as the substrate itself is the dominant thermal conductor.

Later we used our simulation capability to investigate several approaches to

cooling and controlled heating in integrated circuits. We demonstrated that using

a ”cage” or ”fence” formed of vertical vias around a heater element, we can both

reduce the peak temperature and contain the thermal diffusion. We repeated this

demonstration assuming an SOI process. We also demonstrated that for the SOI
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process, ordinary planar interconnect network does affect temperature distribution.

To suggest the extension of this work in the context of three-dimensional in-

tegration technology, we refer back to the thermal problems and proposed solutions

described in Section 2.4.3. Our simulator can be expanded further to simulate multi-

ple stacked tiers, with each material layer of the individual tiers still implemented. A

designer can then include vertical vias, connected to the ambient directly or through

a known thermal resistance, and evaluate the effect of different placement and sizes

of such vias in bringing down the peak temperature. If the 3DI process is based on

an SOI process, the effect of ordinary interconnect networks will also be discernible

and should be investigated.

This work is also useful in that it demonstrates controlled, localized or direc-

tional heating of selected regions in integrated circuits is possible. This is helpful

in several applications, including electronics to operate in extreme temperatures. It

is conceivable to merge the capabilities of this simulator and its predecessor, which

also self-consistently solves for device and chip heating by simultaneously consider-

ing transistor behavior at different temperatures and transistor power dissipation

as a heat source. One step further is a CAD program which gives the designer the

ability to create a feedback system for controlled heating: The temperature distri-

bution arising from an operating heater unit can be obtained by the thermal solver.

The temperature at the location of a preset thermal sensor can then be input into

a circuit simulator that solves for the circuit, including this sensor. The simulated

output of this circuit can be set to control the heater operation, which takes the

simulation back to the thermal side, until self-consistent operation is achieved.
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7.4 Reactive Structures and Load Effects in ICs

Chapter 5 provided an introduction to on-chip inductor and transformer tech-

nologies and an investigation of parasitic capacitive load effects in integrated circuits.

The former structures are necessary for compact communication circuits used in

wireless network systems, which are suitable as 3-D integration applications thanks

to the reasons outlined earlier in the dissertation. Furthermore, new geometric free-

doms afforded by 3DIC invite the development of novel inductor and transformer

structures on that platform, which should be studied based on the understanding of

these devices started here.

We introduced the basic concepts and physical features of on-chip inductors,

describing the electrical effects of the geometry with the help of a simplified model.

We presented some design guidelines within the geometrical degrees of freedom af-

forded by the standard CMOS process. We showed the measurement results from

our manufactured inductors and transformers and gave some remarks on their com-

parative performances.

We pointed out that shining light on an inductor structure laid out on a

silicon substrate causes a shift in the self-resonant frequency. We explained the

effect arising from the substrate conductivity change using a lumped-element type

on-chip inductor model. As an extension to this work, we can propose the design

of a semiconductor device underlying the inductor, conceived in order to change

the substrate conductivity controllably through the application of an optical or

electrical signal. Such a tunable LC structure would be useful in many different
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circuit applications related to communications and RF electronics.

We concluded the chapter with the investigation of the effects of signals having

to go off-chip vs. signals conducted through the equivalent of inter-tier connections

in a stacked technology. This investigation verified the power and operating fre-

quency related advantages of 3DIC as were sketched in the Introduction and later

featured in Section 2.4.3.

7.5 Electrical and Computer Engineering Education

In Chapter 6 our work in improving engineering education at the undergrad-

uate and pre-undergraduate level was presented.

We showcased three programs: A six-week summer course targeting high

school students, a day-course for high school mathematics teachers, and a 400-level

advanced Capstone design course for ECE majors. Through the summer course, we

succeeded in giving our students an experiential introduction to the basic concepts

of ECE, plus rather well-received laboratory experience and an increased awareness

of ECE in daily life. The day course fulfilled its dual aims of raising the same

awareness in high school teachers and through them, their students, and helping

the teachers enhance their curricula by providing them with ”real-world relevant”

example applications of the concepts they have to teach. The advanced Capstone

design course took the concept of a capstone design course one step further by allow-

ing the students to work in design teams including people with different specialties,

thus giving them a taste of system engineering. More, it made the students a part
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of the design process by letting them shape the project specifications and timeline.

One of the fruits of the summer course was the textbook we wrote for it,

An Experiential Introduction to Electrical and Computer Engineering by Goldsman

and Dilli. This book can be revised and offered for wider publication. It is possible

to model day-long outreach programs from colleges to local high schools based on

the day course we presented here. Finally, the advanced Capstone design course

ENEE498D as described here, with the student autonomy it affords, is suitable

for entirely different procession and outcomes every time it is implemented. It is

also possible to conceive of it as an introductory master’s level course, or design an

expansion in the form of a system engineering course.
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Appendix A

Temperature Dependence of Diffusion Constants and Diffusion

Lengths

Here we reassess the assumption in Section 4.3.2 that the diffusion constants

Dp/n and diffusion lengths Lp/n are temperature-independent.

In the diode current expression, Eqn. 4.11, the term depending on the diffusion

constant and length were considered temperature-independent. From a physical

point of view, this assumption is not entirely correct. Since the diffusion lengths

Lp/n =
√

Dp/nτp/n, where τp/n are the recombination lifetimes, this relevant term

can be rewritten as follows:
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√
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The recombination lifetimes can be obtained from trap densities Ntrap, the

thermal velocity vther and trap cross-sections σo:

τp =
1

Ntrapvtherσo

, (A.2)

similarly for τn. vther is given by [43]:

vther =

√√√√3kT

m∗
p

, (A.3)

thus

τp =

√
m∗

p

Ntσo

√
3kT

. (A.4)
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Reconsidering Eqn. A.1, the mobility terms’ dependency on temperature has been

extensively investigated in literature [117]. For ND = NA = 1019 cm−3, between 280

and 350 ◦K, both electron and hole mobilities can be approximated by

µn/p = γn/pT
−0.44 (A.5)

where γ is a constant different for the n-type and p-type carriers. Plugging this,

Eqn. A.3 and A.4 into Eqn. A.1 gives

Dp

NALp

− Dn

NDLn

= β1(T )3/4T−0.22 = β2T
0.53 (A.6)

with β1 and β2 constants which depend on the effective masses, trap densities, cross-

sections, k and q.

Taking this dependency into account we can rewrite Eqn. 4.16 as

ID = αβT 3.53 exp(
qVd/n− Eg

kT
) . (A.7)

Using this modified form for the nonlinear function whose root will give us the diode

temperature, as described in Section 4.3.2, we determined that disregarding the

diffusion coefficient and lifetime temperature dependencies results in overestimating

sensor temperatures by about 0.5 ◦ K.
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Appendix B

Temperature Dependency of MOSFET Current in Saturation

Standard threshold-based models for MOSFET devices give the saturation

current of an NMOS, as [12]:

ID = µn
W

L

εox

tox

(VGS − Vthn)2(1 + λ(VDS − VDS,sat)) (B.1)

Here, the temperature-dependent terms are the mobility and threshold voltage,

µn and Vthn. We ignore the temperature variation of the channel-length modulation

for simplicity. For the mobility, we use a power law [118] with a proportionality

constant α:

µn = α(
T

300
)−2.5 (B.2)

The threshold voltage is comprised of a number of contributing factors: The

contact potential difference between the Fermi-level potentials of the gate material

φG and the body φsub, the potential change required for inverting the surface po-

tential, which is defined as twice the magnitude of φsub, and for attracting enough

electrons to the surface to fill the acceptor states. The latter, assuming Q′
b is the

fixed negative charge per area in the depletion region between the inverted channel

and the substrate, is Q′
b/C

′
ox, where C ′

ox is also given per area. Here the source is as-

sumed shorted to the body, so there is no potential difference between the substrate

and the source to affect the depletion region width. If we consider an extra interface

charge Q′
if , already present due to imperfections in the oxide, this potential should
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be modified accordingly. Then the threshold voltage when the source is shorted to

the body is given by [12]:

Vthn = −φG + φsub − 2φsub +
Q′

b −Q′
if

C ′
ox

(B.3)

We rewrite this, explicitly stating the temperature dependencies of its compo-

nents:
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The dependency of ni, the intrinsic carrier concentration, to temperature was cov-

ered in Section 4.3.2. Note that here complete ionization is assumed, which is ac-

tually not the case for low-temperature operation [30]. The surface charge depends

on the depletion region width, which itself depends on the body potential:

Q′
b(T ) =

√
2qNAεSi| − 2φsub(T )| =

√
4qNAεSi

√
kT

q

√
ln

NA

ni(T )
(B.5)

Inserting this in B.4 and separating the logarithms of fractions into sums of loga-

rithms, we obtain

Vthn(T ) =
kT

q
(−ln(ND,poly) + ln(ni(T )) + ln(NA)− ln(ni(T )) )

+

√
4kqNAεSi

q

√
T ln(NA)− T ln(ni(T ))−

Q′
if

C ′
ox

=
kT

q
ln(

NA

ND,poly

)

+

√
4kqNAεSi

q

√
T ln(NA)− T ln(cSiT 3/2exp(

−Eg

2kT
))−

Q′
if

C ′
ox

(B.6)

by using the ni dependency as mentioned above, with cSi a constant set by silicon
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density of states. Then

Vthn(T ) =
kT

q
ln(

NA

ND,poly

)

+

√
4kqNAεSi

q

√
T ln(NA)− T ln(cSi)− 1.5T ln(T )− Eg

2k
−

Q′
if

C ′
ox

= aT + b
√

cT + 1.5T ln(T ) + d + e . (B.7)

Here we redefined the constants as a, b, c, d and e. Inserting B.7 into B.1 and

defining c1 as a further constant, we arrive at Eqn. 4.25:

ID(T ) = c1T
−2.5[Vgs − aT − b

√
cT − 1.5T ln(T ) + d − e ]2(1 + λ(VDS − VDS,sat)) .

(B.8)
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Appendix C

Example Lab Template Excerpts from “An Experiental Introduction

to Electrical and Computer Engineering”

Figure C.1: Lab report template excerpt example for an experiment studying the

voltage drop across a diode under different biases.
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Figure C.2: Lab report template excerpt example for an experiment studying the

behavior of a half-wave rectifier circuit.
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