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PENGARUH PENGGUNAAN HOLLOW BAJA RINGAN SEBAGAI 

PEMBUAT LUBANG TERHADAP KUAT LENTUR PADA PELAT 

BETON BERTULANG 

ABSTRAK 

Penelitian ini merupakan pembuatan pelat beton bertulang berongga yang 

diharapkan dapat mengurangi biaya pemakaian material, mengurangi berat beton. 

Tujuan dari penelitian ini adalah untuk mengetahui pengaruh penggunaan hollow 

baja ringan sebagai pembuat lubang pada pelat beton bertulang dan untuk 

mengetahui kerusakan pelat beton bertulang setelah dilakukan pengujian kuat lentur 

sehingga mendapatkan manfaat untuk menemukan apakah hollow baja ringan 

berukuran dapat mempengaruhi berat dari pelat beton bertulang serta bermanfaat 

sebagai acuan untuk penelitian selanjutnya. 

Metodologi yang digunakan pada penelitian ini terdiri dari dua tahap yaitu 

penelitian tahap satu untuk pengujian sifat fisik material dan penelitian tahap dua 

yaitu menguji kuat lentur pada pelat beton solid, dan pelat beton rongga bervariasi 

jumlah besi hollow baja ringan 3,4,5,6 pada pelat beton ukuran 44 x 88 x 9 cm. 

Hasil berdasarkan penelitian menunjukkan bahwa hollow baja ringan tidak 

bisa digunakan sebagai pengganti tulangan dikarenan perbedaan kuat lentur yang 

signifikan terhadap pelat beton solid, akan tetapi bisa di gunakan sebagai pembuat 

lubang yang berfungsi untuk mengurangi berat pada pelat beton, 

 

Kata kunci : Pelat beton, Hollow baja ringan, kuat lentur, penurunan berat. 
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THE EFFECT OF USING HOLLOW MILD STEEL AS A HOLE MAKER ON 

SHEAR STRENGTH IN REINFORCED CONCRETE SLABS 

ABSTRACT 

This research is the manufacture of hollow reinforced concrete slab which 

is expected to reduce the cost of material usage, reduce the weight of the concrete. 

The purpose of this study was to determine the effect of using mild steel hollow as 

a hole maker in reinforced concrete slabs and to determine the damage to 

reinforced concrete slabs after flexural strength testing was carried out so that it 

was beneficial to find out whether light-sized steel hollows could affect the weight 

of reinforced concrete slabs as well as beneficial. as a reference for further 

research. 

The methodology used in this study consisted of two stages, namely the first 

stage of research for testing the physical properties of the material and the second 

stage of research, namely testing the flexural strength of solid concrete slabs, and 

hollow concrete slabs varying in the number of hollow iron, mild steel 3,4,5,6 at 

concrete slab size 44 x 88 x 9 cm. 

The results based on research indicate that lightweight steel hollow cannot 

be used as a substitute for reinforcement due to the significant difference in flexural 

strength to solid concrete slabs, but can be used as a hole maker that serves to 

reduce the weight of the concrete slab. 

 

Keywords: Concrete slab, lightweight steel hollow, flexural strength, weight loss 
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