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Temperature and strain discrimination using a single tilted fibre Bragg grating
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Abstract
A fibre optic sensor capable of discriminating between temperature and strain, using a single
fibre Bragg grating, is presented. The technique exploits the core-cladding mode coupling of
a tilted fibre Bragg grating (TFBG). The core and cladding modes exhibit different thermal
sensivities, while the strain sensivities are approximately equal. Monitoring the core-core
mode coupling resonance and the core-cladding mode coupling resonance of the TFBG
spectrum allows the separation of the temperature and strain induced wavelength shifts.
Key words: Temperature, strain, sensor, tilted fibre Bragg grating, FBG, TFBG

The discrimination of the temperature and strain responses of fibre Bragg grating, FBG,
sensors has been a consistent area of research over the past 10 years, with a large number of
articles describing a wide range of techniques [1]. The majority of the reported approaches
have relied on the use of two sensors with different sensivities to temperature and strain.
This has been achieved in a number of ways. Appropriate packaging can ensure that one of
the sensors is shielded from one of the measurands [2]. FBGs with inherently different
sensitivities may be used, for example, FBGs with different centre wavelengths [3], FBGs
written in fibres of different composition [4] or with different diameters [5], or FBGs
fabricated under different conditions [6, 7]. Alternatively, the measurement from an FBG
may be combined with that of a different sensing technique, for example, measuring the
fluorescence lifetime of ions in doped optical fibre [8] or stimulated Brillouin scattering [9].
Single FBG approaches have been reported. The use of the measurand induced wavelength
shifts of the 1st and 2nd harmonics of the reflection from an FBG have been used to separate
the temperature and strain responses of a single sensor element [10]. This technique,
however, requires the use of optical sources and spectrometers operating in widely differing
areas of the optical spectrum. In an extension of the technique used in [5], a single FBG may
be written across a splice between fibres of different diameters [11], or between fibres of
different composition [12]. In a similar vein, techniques based on etching or packaging
sections of a single FBG have been reported [13]. The different thermal sensitivity of the
orthogonally polarised reflections from an FBG fabricated in Hi-Bi fibre has also been
exploited [14]. The techniques are summarised in Table 1(a). In this paper the use of the
properties of a single tilted fibre Bragg grating, TFBG, to facilitate the discrimination of
temperature and strain is reported.
A standard FBG consists of a refractive index modulation in the core of an optical fibre that
acts to couple the fundamental forward propagating mode to the contra-propagating core
mode at a wavelength that satisfies the phase matching condition. The spectrum of such a
device consists of a narrow wavelength passband in reflection while the transmission
spectrum exhibits a notch at the wavelength of the passband. A TFBG consists of a
refractive index modulation that is purposely blazed relative to the fibre axis in order to
enhance coupling between the forward-propagating core mode and the contra-propagating
cladding modes [Figure 1]. The contra-propagating cladding modes attenuate rapidly and are
therefore not observable in reflection but are observed as numerous resonances in the
transmission spectrum of the TFBG.
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Figure 1. Schematic diagram of a TFBG.  grating period, and blaze angle. Dashed
arrows represent the forward propagating core mode.

The spectral response of the TFBG is governed by the phase matching condition (equation
1):
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where i, ncoeff, ncladi,  and are the ith cladding mode resonance wavelength, effective index
of the core, effective index of the ith cladding mode, blaze angle and grating period
respectively for a TFBG.
The exact form of the transmission spectrum is highly dependent on the tilt angle employed
[15]. The cladding mode resonance wavelengths will be sensitive to differential changes in
the indices of the cladding and core modes, which have been exploited previously to
demonstrate a refractometer [16]. For a small tilt angle, it is possible to produce a well
defined single loss band that is blue shifted with respect to the main Bragg feature [17], as
shown in figure 2.
It is known from the work carried out on another core-cladding mode coupler, the long
period grating (LPG), that differences in the sensitivities of the effective indices of the core
and cladding modes facilitate multi-parameter sensing using a single sensor element [18].
The composition and/or geometry of the fibre can be used to tailor the response of the corecladding mode coupling wavelength to particular measurands.
The TFBG spectrum contains a spectral feature corresponding to core-core mode coupling
and features corresponding to core-cladding mode coupling. The technique presented here
exploits the differences in the thermal and strain sensitivities of the core-cladding mode and
core-core mode coupling resonances to facilitate simultaneous, independent measurement of
strain and temperature using a single fibre grating.
A TFBG of length 5 mm, with blaze angle 1.5º, was fabricated in a boron-germanium codoped optical fibre, Fibercore PS1250, with cut off wavelength of 1213 nm, using the nearfield interference pattern of a tilted phase-mask. The photosensitivity of the fibre was
enhanced by pressurizing it in hydrogen for a period of 2 weeks at a pressure of 150 bars at
room temperature. The phase mask was illuminated with a UV beam at a wavelength of
244nm and of average power 40 mW. The TFBG was interrogated by coupling the output
from a super luminescent diode of bandwidth 60 nm into the optical fibre, and monitoring
the transmission using a scanning fibre Fabry-Perot interferometer of free spectral range 43
nm and finesse 900 [19]. The reflection and transmission spectra are shown in figure 2.
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Figure 2 (a) reflection and (b) transmission spectra of a TFBG with tilt angle 1.5º,
fabricated in hydrogen loaded boron-germanium co-doped optical fibre of cut off
wavelength 1213 nm.
One side of the TFBG was anchored to a fixed block, while the other was attached to a block
mounted on a translation stage, via which a known extension and thus strain could be
applied. The TFBG was enclosed within a furnace that allowed the temperature to be
controlled to within 1 K. The strain and temperature induced wavelength shifts of the corecore, Bragg, coupling and of the core-cladding mode coupling are plotted in figure 3. The
linear fit to the data sets demonstrates that the system response can be described as linear.
The contribution from any cross-sensitivity terms will not be significant over temperature
ranges commonly encountered, for example, in structural monitoring [20, 21]. The responses
may therefore be expressed in terms of a matrix, equation 2, the inverse of which would be
used to determine independently temperature and strain.
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Where Δλcore and Δλclad are the wavelength shifts of the core-core mode resonance and of the
core-cladding mode resonance respectively. From the results presented in figure 3, Kcore,  =
0.816 ± 0.003 pm/ Kclad,  = 0.830 ± 0.03 pm/, Kcore, T = 4.222 ± 0.1 pm/oC and Kclad, T =
6.021 ± 0.07 pm/oC are the sensitivity coefficients calculated for the core-core mode
resonance (Bragg peak) and for the core-cladding mode resonance.

4
Wavelength shift (nm)

3.5
3
2.5
2
1.5
1
0.5
0
0

750

1500

2250

3000

3750

4500

125

150

175

Strain (me)

(a)
0.9
Wavelength shift (nm)

0.8
0.7
0.6
0.5
0.4
0.3
0.2
0.1
0
25

50

75

100
o

Temperature ( C)

(b)
Figure 3 (a) strain and (b) temperature sensitivity of the resonance features of a TFBG
with tilt angle 1.5º, fabricated in hydrogen loaded boron-germanium co-doped optical
fibre of cut off wavelength 1213 nm. ♦ (red): core-core (Bragg) mode resonance and
■ (blue): core-cladding mode resonance. The lines are best fits to data points.
A common method of assessing the performance of a temperature-strain discrimination
system is via the condition number of the matrix, which provides an indication of the
sensitivity of the matrix operation to uncertainties in the matrix elements [22, 23]. The errors
that influence temperature-strain discrimination arise from the accuracy with which the
system parameters that respond to temperature and strain are measured as well as errors
arising from calculating the components of the sensitivity matrix.
Table 1 (a) describes some of the sensor systems that are referenced in this paper while the
corresponding matrix inversion condition numbers are shown in Table 1 (b). The condition
number of the approach reported in this paper is 39.4. This is comparable to that of the best
performing single FBG approach, reported in [13], in which a single FBG was fabricated
across a splice formed between two different fibre types, but with one fibre type bonded to a
substrate of large thermal expansion coefficient. The smallest condition number, of 5.5, was
determined for the system employing an FBG and stimulated Brillouin scattering [9], where
the Bragg wavelength and Brillouin gain frequency have significantly different temperature
and strain responses.

Table 1 (b) also details the strain and temperature errors that were calculated using
formulations reported in [23]. These errors depend on the wavelength measurement
precision and on uncertainties in the determination of the matrix-element. In addition, the
errors depend on the values of the applied strain and temperature [23]. Three types of strain
and temperature errors are reported here; (i) maximum (accumulated) errors, where the
errors arise only from the precision of the wavelength measurement, (ii) maximum
(accumulated) errors where errors arise only from the uncertainties in the matrix-element
values, and (iii) errors due to both the wavelength measurement precision and to the matrix
element uncertainty (errors not calculated cumulatively). Errors obtained by taking the
modulus of individual terms in the error-formulae are referred to as maximum or cumulative
errors as they provide the worst possible error scenario. Non-cumulative errors are those
obtained by taking into consideration the actual sign of the individual terms in the errorformulae and are therefore more representative than the maximum errors. A wavelength
measurement resolution of 1 pm is assumed for all calculations. The temperature and strain
were assumed to be 50 oC and 1 000 to allow the determination of the maximum error
that might be experienced in a typical structural monitoring application. The matrix element
uncertainties used in these calculations were the standard deviations that were reported in
the references.
Table 1(b) shows that the matrix condition number is not sufficient on its own to describe
the strain-temperature discrimination performance of a system. It can be seen that small
condition numbers do not necessarily correlate with small strain and temperature errors. The
condition number therefore only provides a qualitative analysis [23]. The condition number
is calculated based on maximum errors in a measurement system [24] and for this reason the
results of Table 1(b) shows some agreement between this number and the
maximum/cumulative errors. The errors of ±1 oC and ±11  obtained from the TFBG
sensor reported in this paper are comparable to errors of ±1 oC and ±12  calculated for a 2
co-located FBG sensor system [3] (2 different wavelengths). However, the difference
between the condition numbers of the two systems, 39.4 and 129.5 respectively, is
significant.
Table 1: (a) Sensor systems referenced in this paper. (b) A description of temperature-strain
discrimination performances of these sensors (i) qualitatively by using condition numbers
and (ii) quantitatively using mathematical formulations reported in [23].
(a)
Reference
Number
This paper
[3]
[4]
[5]
[9]
[10]
[11]
[12]
[13]
[15]

Sensor System
Single TFBG
2 Co-located FBGs
2 FBGs in fibres of different dopants
2 FBGs in fibres of different diameters
FBG and Brillouin scattering
1st and 2nd harmonic FBGs
1st and 2nd order harmonic FBGs
FBG on a splice region of 2 different fibres with one fibre specially packaged
FBG on a splice region of 2 different fibres
Single FBG in HiBi fibre

(b)

Reference
Number
[9]
[12]
This paper
[13]
[3]
[5]
[4]
[11]
[10]
[15]

Error analysis according to [23]
λ-measurement
matrix-calculation
λ- and matrixinduced errors
induced errors
induced errors
ΔT (oC) Δ ΔT (oC) Δ ΔT (oC) Δ
0.03
13
1
7
5
32
1
11
1
10
3
30
2
13
2
17
4
45
1
12
2
22
10
97
2
14
2
18
4
33
0.6
6
2
19
2
22
0.3
3
2
24
9
100
9
92
4
28
36
249
1
0.8

Inversion
matrix
condition
number
5.5
38.6
39.4
105.6
129.5
143
148.2
156.8
238.2
255.0

In summary, a new approach to discriminating between the temperature and strain responses
of FBG sensors has been demonstrated. The technique requires the use of a single FBG,
tracking features that lie within the same spectral range, and does not require special
processing or packaging of the fibre. The use of a small tilt angle that facilitates efficient
coupling to a single cladding mode is beneficial, as its spectrum occupies a considerably
narrower range than that occupied by TFBGs with larger tilt angles. Thus it allows
wavelength division multiplexing to be employed. The main limitation of this approach lies
in the fact that the system must be operated in transmission, which removes one of the
benefits of FBG sensors – namely single ended operation.
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