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One of the most important ores for REE mineralization are iron oxide–apatite (IOA) deposits. The 
Posht-e-Badam Block (PBB) is a part of the Central Iranian geostructural zone which is the host of most 
important Fe deposits of Iran. Exploration studies of the IOA deposits within the PBB (e.g. Esphordi, 
Gazestan, Zarigan, Lak-e-Siah, Sechahoun, Chahgaz, Mishdovan, Cheshmeh Firouzi and Shekarab) 
demonstrate that these deposits contain high contents of REE. Concentrations of ∑REE in the most 
important IOA deposits of the PBB include the following: the Esphordi deposit varies between 1.2 and 
1.88%, the Gazestan deposit between 0.17 and 1.57%, the Zarigan deposit between 0.5 and 1.2% and the 
Lak-e-Siah deposit varies between 0.45 and 1.36%. Concentrations of ∑REE within the apatite crystals 
present within the IOA ores in the Esphordi, Lak-e-Siah and Homeijan deposits have ranges between 
1.9–2.54%, 1.9–2.16% and of 2.55%, respectively. These elements are mainly concentrated in apatite 
crystals, but other minerals such as monazite, xenotime, bastnasite, urtite, alanite, thorite, parisite–syn-
chysite and britholite have been recognized as hosts of REEs, as small inclusions within the apatite crys-
tals, and in subsequent carbonate, hematite–carbonate and quartz veins and veinlets. Given the extent of 
this block and the presence of several IOA deposits within this block, and also the high grades of REEs 
within these deposits, one can reasonably state that it is obvious that there are significant resources of 
REEs in this part of Iran.

Keywords: Central Iran, iron oxide–apatite (IOA) deposits, Posht-e-Badam Block, REE mineralization, 
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Introduction

The most important REE ores include peralkaline–alkaline rocks, carbonatites, 
placers, iron–oxide–copper–gold (IOCG) deposits, iron oxide–apatite (IOA) depos-
its, pegmatites, vein deposits, skarn deposits and residual deposits (Long et al. 2010). 
The iron–oxide–copper–gold deposits (IOCG) have been recognized as a distinct 
deposit type only since the discovery of the giant Olympic Dam deposit in South 
Australia in the 1980s. The Olympic Dam deposit is unusual in that it contains large 
amounts of rare earth elements and uranium (Long et al. 2010). Among the iron ores 
of the world, there is a specific group of occurrences composed of the magnetite–he-
matite–apatite assemblage (IOA deposits) which are considered as Kiruna-type mag-
netite–apatite deposits. Rare earth elements (REE) are characteristically elevated in 
Kiruna-type deposits (Parak 1975; Frietsch and Perdahl 1995; Kerr 1998). REEs tend 
to partition into apatite, but often provide distinctive accessory mineralogies (Harlov 
et al. 2002).

The Posht-e-Badam Block (PBB) is a part of Central Iranian geostructural zone. 
This block is a metallogenic/tectonic province of the Infra-Cambrian age that is host 
to the most important Fe deposits of Iran between Bafq City to the south and the town 
of Posht-e-Badam to the north (Figs 1 and 2). Most of these deposits (e.g. Choghart, 
Chadormalou, Esphordi, Lak-e-Siah, Sechahoun, Cahgaz and Gazestan) are com-
posed of magnetite along with apatite.

Most of the IOA deposits within the PBB were investigated mainly for their min-
eralogy and genesis; in some cases, it was extended to concentration of REEs with-
in these deposits (Abedian 1983; Darvish Zadeh 1983; Samani and Babakhani 1990; 

Fig. 1
A: Posht-e-Badam Metallogenic Block, surrounded by the Kuh Banan Fault (to the east) and the Kuh 
Daviran Fault (to the west). Locations of the most important Fe–P deposits are shown (NISCO 1980). 
B: Location of the PBB between the Yazd and Tabas Blocks. Locations of the major IOA deposits in this 
block are indicated by small black squares
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Daliran 1990; Forster and Jafar Zadeh 
1994; Samani 1998, 1999; Rahmani and 
Mokhtari 2002; Mokhtari et al. 2003, 
2008, 2013).

In this study the results of the REE 
exploration project within the PBB are 
presented. This project was carried out 
by the author as part of the exploration 
projects of the Geological Survey of Iran.

Research method

This study is in two parts: field work 
and laboratory investigations. Field 
work includes sampling from the IOA 
ores in the PBB for analyzing and deter-
mination of REE concentrations. Sam-
pling was carried out based on a rare 
element exploration project of the Geo-
logical Survey of Iran. On this basis, 
IOA ores of the PBB were considered for 
sampling. Former studies indicated that 
the mentioned IOA ores demonstrated 
high concentrations of REEs. The sam-
ples were mainly taken from the P-rich parts of the different IOA ores within the 
PBB. Sampling was with chip samples in which each sample was about one kilo-
gram in weight. For some IOA ores, apatite crystals were separated for analyzing. 
In the course of the laboratory work, 57 P-rich IOA ore samples and 8 samples from 
the apatite crystals were analyzed for REEs and other rare elements by the ICP-MS 
method (Table 1). These analyses were carried out in the ALS Chemex Laboratory 
in Canada. The multi-acid digestion method was used to dissolve all minerals, to 
provide near total values for all elements. The detection limits of the analyzed ele-
ments are shown in Table 1.

Geology

The PBB is a metallogenic/tectonic province in the Central Iranian zone (Stöcklin 
1968; Alavi 1991; Fig. 1). This block is located between the Yazd Block to the west 
and the Tabas Block, together with the Lut Block, further to the east. Furthermore, it 
is bordered by two major fault zones: The Kuh Daviran or Posht-e-Badam Fault to the 
west and the Kuh Banan Fault to the east (Fig. 1). This zone is a narrow N–S trending 

Fig. 2
Location map of the investigated IOA deposits 
within the scope of this study on satellite image 
(Ch: Choghart, Sph: Esphordi, La: Lak-e-Siah, 
Ga: Gazestan, Ho: Homeijan, Mi: Mishdovan, 
Ch-F: Cheshmeh Firouzi, S-Ch: Sechahoun, Za: 
Zarigan, Ch-G: Chahgaz, N-Ch-G: north of Chah-
gaz, Sh: Shekarab, Chd: Chadormalou)
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rift zone (Berberian and King 1981; Samani 1993, Daliran et al. 2009). Rifting took 
place in the late Precambrian and is characterized by sequences of non-metamorphic 
volcanic and volcano-sedimentary rocks, dolomitic limestone, local evaporates, bi-
modal volcanism, large sub-volcanic granitic bodies, syenite, gabbro and later dia-
basic dykes. Iron-ore deposits, apatite-bearing magmatic rocks which are known as 
apatitites (Daliran 1999), Pb–Zn ores and Th–U mineralization are related to this 
riftogenic event (Daliran 1990; Samani 1993). The Early Cambrian magmatism has 
been attributed to an arc setting by Ramazani and Tucker (2003) whereas the pre-
dominantly bimodal volcanism and its alkalic character led Samani (1998), Daliran 
(2002) and Daliran et al. (2009, 2010) to favor an extensional episode during or short-
ly after arc magmatism. 

The PBB constitutes the most significant Fe-oxide and phosphate deposits in the 
world. It contains reserves of over 2 billion tons of Fe (NISCO 1980) within more 
than 34 major magnetic anomalies in a 7,500 km2 area. Among these targets, 14 have 
been defined as major deposits with over 1 billion tons of high grade Fe ore (53–65%) 
(Taghizadeh 1976). The most economic iron ores consist of magnetite with apatite 
(e.g. at Choghart, Chadormalou, Esphordi, Zarigan, Lak-e-Siah, Gazestan, Secha-
houn, Mishdovan, etc.; Figs 1 and 2). SSE–NNW fault lines were important for the 
tectonic evolution of these ores (Daliran 1990). 

The IOA ore bodies of the PBB are hosted by a Lower Cambrian volcano-sedi-
mentary sequence (also known as Saghand Formation) composed of acidic to basic 
lavas, pyroclastic–epiclastic rocks, intercalated carbonates which are associated 
with number of mafic and felsic intrusions (Samani 1993; Jami 2005; Torab 2010). 
Samani (1993) believed that the Saghand Formation was formed between 750 and 
550 Ma ago in a riftogenic setting. Volcanic rocks are mainly rhyolitic and rhyo-
dacitic in composition and the sedimentary rocks are mainly dolomite. These ore 
bodies are commonly associated with pervasively altered acidic–intermediate tuffs. 
Some IOA ores of this block are associated with green rocks (Daliran 1990; Sa-
mani 1993). These rocks are probably the result of alteration in K-feldspars rich 
intrusions (Daliran 1990). Some researchers (e.g. Samani 1993) called these rocks 
as metasomatite. In addition to IOA ores, there are several non-ferrous ore bodies 
containing Pb–Zn (Kushk mine), Mn (abundant Narigan mine) and U (Figs 1 and 2). 
Pebbles of the iron-oxide ores found in the basal Cambrian conglomerate in the 
Zarigan area (Haghipour 1975) demonstrate that Fe mineralization occurred during 
Infra-Cambrian. 

REEs mineralization

IOA ores of the PBB are composed of magnetite (±hematite ±martite) and mag-
netite–apatite. These ores are present in veins, dykes and in massive form within 
the Lower Cambrian volcano-sedimentary sequence host rocks. In most of these 
deposits (e.g. Gazestan, Esphordi, Zarigan and Lak-e-Siah), euhedral apatite crys-



Posht-e-Badam Metallogenic Block (Central Iran): A suitable zone for REE mineralization 207

Central European Geology 58, 2015

tals are present in the magnetite or in the matrix of green rocks with porphyroid-
ic to pegmatoidic texture (Fig. 3). Furthermore, in some deposits (e.g. Esphordi), 
the concentration of fine-grained apatite crystals formed phosphatic zones within 
and around the iron ore bodies and green rocks. These deposits were classified as 
Kiruna-type iron ore deposits (Darvish Zadeh 1983; Daliran 1990; Kryvdik and 
Mykhaylov 2001; Jami 2005; Torab and Lehman 2008; Torab 2010; Bumeri 2013; 
Mokhtari et al. 2013).

There are two generations of apatite crystals in the most of these deposits. The 
first generation includes coarse grained euhedral crystals, and the second generation 
is made up of fine-grained crystals that are present in the Fe ore matrix. Usually 
coarse-grained crystals contain inclusions of REE minerals such as monazite, bast-
nasite, xenotime, and alanite (Kryvdik and Mykhaylov 2001; Jami 2005; Torab and 
Lehman 2008; Torab 2010; Stosch et al. 2011; Bumeri 2013). Apatite crystals from the 
PBB are fluorine-rich and rather low in chlorine (Jami 2005; Stosch et al. 2011); this 
is common for apatite from felsic to intermediate (as well as other) magmatic rocks 
and independent of their relation to ore systems (Piccoli and Candela 2002).

Fig. 3
Euhedral apatite crystals within the magnetite matrix (A: Esphordi deposit, D: Lak-e-Siah deposit) and 
within the green rocks (B: Esphordi deposit, C: Zarigan phosphate deposit). (Ap: apatite, Mt: magnetite, 
Gr: green rock)
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REE mineralization in the PBB is related to the IOA deposits (Abedian 1983; Dar-
vish Zadeh 1983; Daliran 1990; Samani and Babakhani 1990; Samani 1998, 1999; 
Kryvdik and Mykhaylov 2001; Rahmani and Mokhtari 2002; Jami 2005; Mokhtari 
and Emami 2008; Torab and Lehman 2008; Torab 2010; Bumeri 2013; Mokhtari et al. 
2013). In fact, enrichment in REEs is one of the specific characteristics of the IOA ores 
in this region. These elements are mainly concentrated in apatite crystals, but other 
minerals such as monazite, xenotime, bastnasite, urtite, alanite, thorite, parisite–syn-
chysite and britholite, which are enriched in REEs, have been recognized (Kryvdik 
and Mykhaylov 2001; Jami 2005; Torab and Lehman 2008; Torab 2010; Bumeri 2013). 
These minerals are present as small inclusions within the apatite crystals, as well as in 
subsequently-emplaced carbonate, hematite–carbonate and quartz veins and veinlets 
(Kryvdik and Mykhaylov 2001; Jami 2005; Torab 2010; Bumeri 2013). Previous stud-
ies indicate that some of these inclusions were formed as primary deposits (Kryvdik 
and Mykhaylov 2001), but most of them were generated as secondary one as a result of 
later percolation of hydrothermal fluids (Jami 2005; Torab 2010; Bumeri 2013). 

Geochemical investigations demonstrate that REE concentrations have a good 
positive correlation with P2O5 contents and negative correlation with Fe content (Mo-
hamadi 2014). This is in turn indicative of REE concentrations within apatite and 
other phosphate minerals (e.g. monazite, xenotime and bastenasite).

Fig. 4
Some views from the Esphordi P–Fe deposit. A: View to the SE, B: View to the S, C: Views from the 
exploitation site in the Esphordi P–Fe deposit (view to the SE). Figures A and B taken from Jami (2005)
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Esphordi IOA deposit

The Esphordi IOA deposit is hosted by a Cambrian-age sequence of volcano-sed-
imentary rocks (Jami 2005). This area is composed of rhyolite and rhyolitic tuff, do-
lomite, sandstone, altered volcano-sedimentary rocks, diabasic dykes and IOA ores 
(Jami 2005; Fig. 4). In this deposit, there is a main phosphatic zone which is mined 
for this purpose, and is called the Esphordi Phosphate deposit. Some previous inves-
tigations of the Esphordi deposit (Abedian 1983; Darvish Zadeh 1983; Samani and 
Babakhani 1990; Samani 1998, 1999; Daliran 1990; Kryvdik and Mykhaylov 2001; 
Jami 2005; Mokhtari and Emami 2008; Torab 2010) have demonstrated remarkable 
concentrations of REEs. There are inclusions of titanite, monazite, bastnasite, xeno-
time, britholite, parisite–synchysite, urtite and alanite within the apatite crystals, in 
which their concentration reach up to 2% (Kryvdik and Mykhaylov 2001; Jami 2005; 

Fig. 5
A: REE concentrations in the samples from the Esphordi P–Fe deposit. B: REE concentrations in the 
samples from the IOA ores in the west of the Esphordi deposit (grades in ppm)

Fig. 6
A: REE concentrations in the samples from the apatite crystals from the IOA ores in the north of the Es-
phordi deposit. B: REE concentrations in the samples from the apatite-bearing magnetite ores and pyrite 
and hematite-bearing silica vein from the north of the Esphordi deposit (grades in ppm)
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Torab 2010, Bumeri 2013). REE content is directly related to the concentration of these 
inclusions (Kryvdik and Mykhaylov 2001; Jami 2005; Torab et al. 2008; Torab 2010). 

Analysis of the samples from the Esphordi IOA deposit during this study indi-
cates a higher grade of REEs, which varies between 1.2 and 1.9% (Fig. 5). Further-
more, there are some small outcrops of IOA ores in the western part of the Esphordi 
deposit. REE content in these ores varies between 0.11 and 1.3% (Fig. 5). Lower 
grades belong to magnetite ores with negligible amounts of apatite. There are also 
some other small IOA ores that crops out to the north of the Esphordi deposit. The 
REE content in the apatite-bearing magnetite ores is between 0.5 and 0.8% (Fig. 8). 
Samples from the apatite crystals of these ores demonstrate higher grades of REEs 
between 1.9 and 2.5% (Fig. 6). One sample from the younger pyrite and hema-
tite-bearing silica vein (N.Sph.15) indicates a high content of REEs (1.36%), which 
is enriched in HREEs (Fig. 6).

Gazestan IOA deposit

This deposit is composed of Upper Proterozoic to Cambrian green rocks that are 
surrounded by dolomite, shale and sandstone, along with intercalations of acidic lavas 
and tuffs and cherty layers of the same age (Fig. 7). Phosphate mineralization in this 

Fig. 7
A view from the Gazestan IOA deposit (view to the SW)

Fig. 8
Coarse-grained euhedral apatite crystals in the magnetite matrix at the Gazestan IOA deposit (Ap: apa-
tite, Mt: magnetite)
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area is present as coarse-grained apatite 
crystals in the magnetite matrix (Fig. 8), 
phosphatic veins with minor accompani-
ment of magnetite and veinlets of fine-
grained apatite crystals within the green 
rocks. IOA ores are present as small 
lenses and veins within the altered green 
rocks. Based on Kryvdik and Mykhaylov 
(2001), mineralization in the Gazestan 
IOA deposit is poly-stage, where the first 
stage was one of magnetite–apatite min-
eralization and the later stage led to the 
formation of the major phosphatic zone. 

Kryvdik and Mykhaylov (2001) reported that the REE content in the Gazestan 
IOA deposit is about 1.5%. The results of sample analysis in this study demonstrate 
that REE grades are between 0.17 and 1.57 percent (Fig. 9), being directly related to 
the P2O5 content.

Zarigan phosphate deposit

This area is made up of Upper Proterozoic–Cambrian rhyolite, syenite, granites 
and altered green rocks cut by diabasic dykes (Fig. 10). These altered rocks contain 
diopside, apatite, tremolite–actinolite and some calcite and quartz. Unlike the other 
IOA deposits of the PBB, this deposit includes only some phosphatic veins (up to 1 m 
in thickness) that are coarse-grained and of pegmatoidic texture (Fig. 11); iron oxide 
mineralization is absent in this deposit. The phosphatic veins show a NE–SW trend.

Previous studies (Abedian 1983; Kryvdik and Mykhaylov 2001) indicated high 
grades of some REEs (involved La, Ce, Pr and Nd) within the apatite crystals of this 
deposit (more than 1% for these 4 mentioned elements). The results of our studies 
demonstrate that the REE content in the whole rock samples from this deposit varies 
between 0.5 and 1.2% (Fig. 12).

Fig. 10
A view from the Zarigan phosphate deposit in the hillside of rhyolite (view to the N)

Fig. 9
REE concentrations in the samples from the Gaz-
estan IOA deposit (grades in ppm)
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Lak-e-Siah IOA deposit

This area consists of rhyolite and rhy-
olitic tuffs, intermediate tuffs and some 
dolomite. Small outcrops of syenitic and 
gabbroic intrusion are also present (Fig. 
13). There are some green rocks (trem-
olite–actinolite–apatite) in some places. 
IOA ores can be seen as lenses and veins 
in this area. Mineralogically, they are 
composed of magnetite that underwent 
martitization. Phosphate mineralization 

Fig. 13
View from the exploited Lak-e-Siah IOA apatite deposit (view to the SW)

Fig. 12
REE concentrations in the samples from the 
Zarigan Phosphate deposit (grades in ppm)

Fig. 11
Coarse-grained euhedral apatite within the green rocks at the Zarigan phosphate deposit (Ap: apatite, 
Px: pyroxene)
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is present as veins and disseminated apatite crystals within the iron ores and green 
rocks (Fig. 14). 

The analysis results of the samples from the apatite crystals demonstrate that the 
REE content varies between 1.96 and 2.16% (Fig. 15). In the samples from the apa-
tite-bearing Fe ores, the REE content varies between 0.45 and 1.36% (Fig. 15).

Other IOA deposits of the Posht-e-Badam Block

The IOA deposits of Sechahoun, Mishdovan, Chahgaz, north of Chahgaz, Chesh-
meh Firouzi, Shekarab and Homeijan also indicate high grades of REEs. Geolog-
ically and lithologically, these deposits are the same as the previously-mentioned 
IOA apatite deposits. Magnetite is the main form of mineralization in these deposits, 
which is martitized in some places. Phosphate mineralization is present as veins, 
veinlets and disseminated euhedral apatite crystals within or around the Fe ores. 

Fig. 14
Euhedral apatite crystals within the magnetite and green rocks at the Lak-e-Siah IOA deposit (Ap: apa-
tite, Mt: magnetite, GR: green rock)

Fig. 15
A: REE concentrations in the apatite crystals within the IOA ores in the Lak-e-Siah deposit. B: REE con-
centrations in the samples from the apatite-bearing magnetite ores of Lak-e-Siah deposit (grades in ppm)
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Sample analyses from these deposits demonstrate somewhat high concentrations 
of REEs. Their REE contents are as follow: 0.24% in Sechahoun, 0.11% in Mishdo-
van, 0.09–0.15% in Chahgaz, 0.08–0.14% in NE Chahgaz, 0.13–0.28% in Cheshmeh 
Firouzi, 0.13% in Shekarab and 0.13–1% in the Homeijan deposit. Apatite crystals 
from the Homeijan IOA deposit indicate a 2.55% REE content.

Esphordi mine products

As mentioned in the previous sections, phosphatic and IOA ores from the Es-
phordi deposit have high contents of REEs. Thus it was decided to evaluate the REE 
concentration in the phosphate concentrate, Fe concentrate and waste of the Esphordi 
mine. These studies led to a remarkable result. Analyses of the samples from the 
phosphate concentration demonstrate that the REE content is about 1.3%, samples 
from the Fe concentrate indicate 0.18 to 0.19% REE content and samples from the 
waste have 0.33% REE concentrations (Fig. 16). 

Conclusions

The IOA deposits of the PBB are enriched in REEs. Among these deposits, the 
Esphordi, Zarigan, Gazestan and Lak-e-Siah deposits are the most important ones for 
REE mineralization and recommended for future exploration programs.

Given the high content of REEs in the phosphate concentrate in the Esphordi 
mine, in view of the higher economic value (price) of these elements, the processing 
of REEs in this mine and other IOA deposits of the PBB must be taken into consid-
eration. 

Finally, it must be remembered that the Posht-e-Badam Metallogenic Block is a 
valuable zone for REE mineralization, and must therefore be considered as a mining 
asset. These elements are of considerable economic and technical value; ignoring the 
concentration of REEs in these deposits would be wasting a national treasure.

Fig. 16 
REE concentrations in the phosphate concentrate (A), waste (B) and Fe concentrate in the Esphordi mine 
(grades in ppm)
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