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Hole effective mass in remote doped Si/Si 12xGex quantum wells
with 0.05 <x<0.3

T. E. Whall, A. D. Plews, N. L. Mattey, and E. H. C. Parker
Department of Physics, University of Warwick, Coventry CV4 7AL, United Kingdom

~Received 18 July 1994; accepted for publication 20 October 1994!

The effective masses in remote doped Si/Si12xGex hole quantum wells with0.05<x<0.3, have
been determined from the temperature dependence of the Shubnikov–de Haas oscillations. The
values are lower than previously observed by other workers, but still somewhat higher than the
theoreticalG-point values for the ground-state heavy hole subband. The differences are attributed to
finite carrier sheet densities and can be satisfactorily accounted for by nonparabolicity
corrections. ©1994 American Institute of Physics.
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The two-dimensional hole gas~2DHG! formed at the
SiGe/Si heterointerface in a pseudomorphic Si/SiGe/Si st
ture is of considerable technological interest since it is lik
to offer a viable route to fastp-channel metal–oxide–
semiconductor~MOS! devices. Unfortunately, there is littl
agreement in the literature as to the value of hole effec
massm* and its dependence on Ge concentration (x).
Chenget al.1 reportm* ~measured by cyclotron resonanc!
falling from 0.4 to 0.29me, whereme is the free electron
mass, asx is increased from 13% to 37%, while Kiehlet al.2

find, from magnetotransport measurements, no Ge con
tration dependence with an averagem*;0.36me for x in
the range 15%–35%. These values are considerably la
than might be expected from band structure calculations
m* for decoupled bands at the zone center,k50. For ex-
amplem* , is predicted to fall to;0.2me for Si in the com-
pletely decoupled limit.3

We have recently observedm* as low as
(0.2360.02)me for x50.13 from a detailed analysis of th
thermal damping of the Shubnikov–de Haas oscillation4

This value is in reasonable agreement with theoretical p
dictions which range between0.20me and 0.25me .

5,6 In the
present work we have determined the hole effective ma
for 0.05<x<0.3. Themost important feature of this inves
tigation is that measurements have been made on sampl
lower carrier sheet densities than hitherto. A novel form
analysis of the data is adopted in which the effects of te
perature dependent screening, weak localization, and h
hole interactions are accounted for. It is demonstrated
the experimentally deduced masses are independent of
netic field and temperature. Good agreement is obtained
band structure calculations of zone center effective masse5,6

when sensible corrections for band nonparabolicity
made.

A range of samples was grown using solid-source m
lecular beam epitaxy~MBE! each consisting of ann2Si
~100! substrate with;300 nm undoped Si followed by
Si12xGex alloy layer of thicknessLa , an undoped Si space
of thicknessLs and a 50 nm B-doped cap. The nominal lay
thicknesses and Ge content deduced from x-ray diffrac
~XRD! measurements, assuming the SiGe is fully strain
are summarized in Table I. Also shown are the carrier sh
densities obtained from the periods of the Shubnikov–
Haas oscillations and the 4 K Hall mobility. The electrical
3362 Appl. Phys. Lett. 65 (26), 26 December 1994 0003-69
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measurements were made on samples of standard Hall b
geometry.

According to theory the Shubnikov–de Haas oscillations
in the longitudinal resistivityDrxx are described by:7

Drxx
r0

5RsV
j

sinhj
e2p / vctq cos S 2p

EF

\vc
1F D , ~1!

wherer0 is the Boltzmann resistivity,Rs is the spin reduction
factor,8 V depends on the scattering mechanism being equa
to 4 for short range scattering as has been shown to be th
case for the present samples,9 j52p2kT/\vc , vc5eB/m*
and tq is the quantum lifetime. Typical oscillations are
shown in Fig. 1, the periodicity in 1/B confirming the occu-
pation of a single subband as anticipated for this sheet den
sity. To obtain the effective mass we plot

ln@Drm~T! / r0~T!# vs ln~j/sinhj!2@p / vctq~T!# ~2!

for variousT at fixedB, whereDrm is the peak value of
Drxx , m* is used as an adjustable parameter to obtain
gradient of unity for each value ofB, confirming thatm* is
independent ofB. In order to extractDrm a cubic spline
interpolation and a rectangular digital filter10 are used to re-
move theB2 background term associated with hole–hole
interactions.11 The temperature dependence of the Boltzmann

TABLE I. Properties of remote doped Si/SiGe hole quantum wells.x: Ge
composition, Si12xGex ; La : alloy thickness;Ls : dopant setback;Ns : car-
rier sheet density;m* : measured effective mass; andme : free electron
mass.

Sample
x

~measured!
La

~nm!
Ls

~nm!

Ns

~Shubnikov–
de Haas!

~1011 cm22!

Hall mobility
at 4 K

~cm2 V21 s21! m* /me

1 0.052 30 20 0.95 9 200 0.28
2 0.081 30 20 1.32 10 500 0.33
3 0.081 30 20 1.60 8 850 0.29
4 0.12 30 20 2.46 9 600 0.27
5 0.12 30 20 2.05 10 500 0.27
6 0.13 30 20 2.00 11 100 0.23
7 0.17 50 20 2.93 3 600 0.31
8 0.19 22 30 3.30 3 500 0.26
9 0.29 20 20 5.80 2 200 0.24
51/94/65(26)/3362/3/$6.00 © 1994 American Institute of Physics
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resistivity r0 is obtained by fitting the temperature depe
dence of the zero magnetic field conductivity to the form

sxx~T!5
1

r0~T50!
~12gT /TF!1A ln S kTt

\ D . ~3!

g is a screening parameter calculated by Gold,12 who finds
g;1 for interface roughness and interface charge scatter
which have been found to dominate in the prese
materials.4,9We have estimated the interface charge densi
in these materials and find that they vary between 231011

cm22 for a sample having a 4 K mobility of about 2000
cm22 V21 s21 and 231010 cm22 for a mobility of about
18 000 cm2 V21 s21.4,19,13The coefficientA is a measure of
the effects of weak localization and hole–hole interactio
tq(T) is then found by puttingtq't the elastic scattering
time, with tar0

21, which should be a reasonable approxim
tion in the present case where the scattering is of the s
range type. In our analysis we neglect any temperature
magnetic field dependence ofRs . Figure 2 shows the tem
perature dependence ofsxx and the corresponding fit to Eq
~2! for sample 7~Table I! and Fig. 3~a! illustrates the deter-

FIG. 1. Temperature dependence of the Shubnikov–de Haas oscillator
sample 5.

FIG. 2. Temperature dependence of electrical conductivitysxx in zero mag-
netic field, between 0.3 and 1.8 K for sample 7.
Appl. Phys. Lett., Vol. 65, No. 26, 26 December 1994
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mination of the effective mass for temperatures in the rang
0.3–1.6 K giving a magnetic field independent value o
m*50.31me . It is important to note that the screening cor-
rections~in r0 and tq) have been found to be essential in
order to obtain the linear behavior shown in Fig. 3~a!. To
determine that the measuredm* is also temperature indepen-
dent, Fig. 3~b! shows a Dingle plot of

ln@~Drm sinh j! / r0j# vs 1/B ~4!

for various values ofT for this sample. The gradient of the
line may be written as2pt/tqm0 giving t/tq50.96. The
good straight lines obtained in Fig. 3 justify our assumption
that V andRs are temperature and magnetic field indepen
dent.

In Table I we summarize our data. The somewhat lowe
values ofm* we observe as compared to those reported b
previous workers.1,2,14,15 are attributed to the fact that our
samples are, on average, of significantly lower sheet densit
Figure 4 shows the present experimental results compar
with the cyclotron mass of bulk unstrained SiGe1 and the
theoretically predicted masses at the zone center of strain
SiGe alloys.5,7 The error bars give the estimated experimen
tal errors in the present measurements. Although our mass
show clearly the effects of strain, and are lower than previ
ously published results, the deviations from the theoretica
values at theG point (k50) are substantial. To correct for

for

FIG. 3. ~a! ln(Drm/r0) plotted vs ln~j/sinhj! for sample 7 in the tempera-
ture range 0.3–1.3 K, at various magnetic fields.~b! Dingle plots of
ln[(Drm sinhj!/~r0j!# vs 1/B for sample 7 at various temperatures.
3363Whall et al.
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the fact thatm* has been measured at finite sheet density
use the forms16,17

\2kxy
2 /2m0

*5e@11ce / D# and m*5\2 /d2e /dkxy
2 ,

~5!

wherekxy is the 2D wave vector,e is the hole energy,m0* is
the kxy50 effective mass,D is the splitting of then51,
mj56 3

2 and n51, mj561
2 valence maxima, andc is a

nonparabolicity factor. The discrepancy between the exp
mental values and the theoretical band edge values ca
accounted for by choosing an average value ofc equal to 0.5.
This comparison ignores, of course, the effects of confi
ment and a possible germanium concentration dependenc
c.17 However, the magnitude of the nonparabolicity agre
with that obtained by Chenget al.1 from cyclotron resonance
measurements on samples of higher sheet density, an
Osbournet al.16 from magnetotransport measurements
InGaAs strained layers. Their deduced values ofc are larger
than obtained here, presumably because of a factor of 3 e
in Eq. ~1! of Ref. 17. As supporting evidence for the prese
interpretation, we have plotted the normalized effective m
(m* /m0* ) obtained by various authors1,2,14,15,18,19 versus
EF/D in Fig. 5, whereEF is the Fermi energy. Although ther
is appreciable scatter in the data, an increase inm* /m0* is
evident which is consistent with the effects of band nonp
rabolicity @see Eq.~5!#. More detailed analysis must awa
theoretical calculations of nonparabolicity in SiGe, althou
the present experimental values ofc are believed to be of the
right order of magnitude.16,17

Finally, the average value oft/tq deduced for the
present samples is 1.060.3. This value is consistent with tha
found previously4 and with that expected for short range in
terface charge and/or interface roughness scattering.14

In conclusion, the measured effective mass values
substantially smaller than those in unstrained SiGe allo
but larger than the theoreticalG point values in strained al-
loys. Good agreement with the theoretical values is obtai
when corrections are made for the finite sheet density of

FIG. 4. Experimental effective mass valuesm* compared with average
mass in unstrained bulk SiGe alloy~dashed line! and calculated band edge
(k50) mass~solid line! for strained alloys.
3364 Appl. Phys. Lett., Vol. 65, No. 26, 26 December 1994
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measured samples. Our results and those of other workers a
indicative of significant nonparabolicity in the ground-state
heavy-hole subband.

The authors have enjoyed useful discussions with Pro
fessor Brian Ridley and Dr. Ludwig Smrcˇka.
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