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Abstract 
A finite element model for predicting delamination resistance of z-pin reinforced laminates under the 
mode-II load condition is presented. End notched flexure specimen is simulated using a cohesive zone 
model. The main difference of this approach to previously published cohesive zone models is that the 
individual bridging force exerted by z-pin is governed by a specific traction-separation law derived 
from a unit-cell model of single pin failure process, which is independent of the fracture toughness of 
the unreinforced laminate. Therefore, two separate traction-separation laws are employed; one 
represents unreinforced laminate properties and the other for the enhanced delamination toughness 
owing to the pin bridging action. This approach can account for the so-called large scale bridging 
effect and avoid using concentrated pin forces in numerical models, thus removing the mesh-size 
dependency and permitting more accurate and reliable computational solutions. 
 
Keywords: B. Delamination; B. Fracture; C. Finite element analysis (FEA); C. Multiscale modelling; 
Z-pins. 

1. Introduction 

There have been many published research papers on z-pinned laminates under the mode II 

fracture, for example, experimental investigation [1-7], analytical models including the mixed 

mode delamination [4, 8-12], and numerical models [13-16]. Failure characteristics and z-pin 

delamination suppression mechanism are well understood. Z-pin bridging effect has been 

modelled by either averaging the bridging forces over the entire reinforced area [8, 13, 17] or 

nonlinear springs exerting concentrated traction force at the pin location [2, 14-16]. Usually 

the bridging force is not constant during crack growth due to the pin’s local effect; therefore 

enhanced fracture toughness is not best represented by averaging the traction forces. On the 

other hand, using concentrated forces in numerical models can cause stress singularities, 

consequently the solution can be mesh dependent. To overcome these difficulties, cohesive 

zone models (CZM) have been used recently for modelling adhesive failure or delamination 

in both pinned [17] and unpinned laminates [18-21] with encouraging results. 
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However, there is still the need for more robust and efficient analysis models for design 

purpose. Models are also needed for recently developed structures reinforced by larger 

diameter rods or protrusions, e.g. hybrid metal-composite joints [22-24]. 

In [25] a novel approach based on the cohesive fracture model is presented for predicting the 

mode I delamination suppression in z-pinned laminates. It is different from the current 

methods in the open literature that use either an average value of enhanced toughness or CZM 

for unpinned area only. Rather, two separate cohesive laws are employed to represent the 

delamination toughness of the unpinned and pinned areas, respectively.  

This paper is sequential to [25] using similar approach but focusing on the mode II load 

condition. Due to the pin’s nonlinear behaviour under the mode II load and deformation mode 

switch from bending dominant to axial tension, single pin pullout model presented in this 

paper is different from that of the model I model in [25]. Pin bridging law is determined 

analytically using the classic beam theory that is subsequently implemented into a macro-

scale model of the End Notched Flexure (ENF) geometry. Predicted forces vs. displacement 

relation and delamination growth curve are validated by published test results.  

2. Modelling strategy 

The model is presented in Fig 1. Fracture mechanics theory on strain energy balance in z-

pinned laminates can be found in [25]. The idea is to use two traction-separation laws (TSL) 

representing the unpinned laminate and pinned locations respectively. The unpinned TSL is 

governed by the intrinsic toughness of the laminate, whereas the pin bridging force offers 

much enhanced toughness in pin locations. A multi-scale model has been developed. Firstly, 

the pin bridging force is evaluated by an analytical unit-cell model of single-pin accounting 

for two failure modes: pin rupture or pullout. The resultant bridging law is then implemented 

in a macro-scale structural model. This modelling approach has the advantage of accounting 

for the local enhancement effect due to z-pins, avoiding either averaging the pin forces over 

the whole reinforcement area or using concentrated pin forces. The large scale bridging effect 

is better represented. 

3. Single-pin pullout model 

3.1 Model description 

A single pin unit-cell model under the mode II load is shown in Fig. 2a. It comprises a 

laminate with a centre delamination and a z-pin. Assuming the pin’s chamfer end is 

negligible, the specimen is symmetric with respect to the central plane and is loaded anti-
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symmetrically. Therefore only one half of the pin is modelled. Considering that pin pullout is 

more likely to occur at the part with the chamfer, pin insertion depth in the model is reduced 

by the chamfer size. All aforementioned three phases are modelled. During the elastic 

response the pin is assumed to react as a beam supported by an elastic spring foundation. 

Stiffness of the spring foundation is estimated by the elastic properties of the nearby laminate 

using the dimension of the resin rich zone around the pin. Since the resin rich pocket extends 

in the fibre direction and the laminate properties in the cross-fibre direction are dominated 

also by the resin, material properties close to the pin are assumed to be homogeneous and 

isotropic, and equal to the transverse stiffness of the surrounding laminate. 

During the elastic deformation phase pin’s lateral displacement u can be expressed by 

following differential equation: 

4
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where EI is the pin’s bending rigidity, k the elastic constant of the spring foundation 

mimicking the stress distribution in the laminate acting on the pin, which is calculated by: 
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where r0 and R are radius of the pin and resin rich zone, which is usually 4-6 times of the pin 

radius (in this model R = 5r0). Derivation of eq. (2) is given in Appendix A.  

Let δ be the applied shear displacement between the two laminate parts and set the following 

boundary conditions: 

( ) , ''( ) 0, ''(0) 0 '''(0) 0
2

u h u h u u
     (3) 

During the pin ploughing phase laminate is assumed to react as a perfectly plastic material; 

the lateral force exerted on the pin is therefore constant and independent of the displacement. 

The force per unit length (p) represents the resistance of the laminate being punched by a 

blunt notch [5, 9]. The model is shown in Fig. 2b. Following differential equation describes 

the pin’s lateral displacement in the ploughing zone. 
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where N is the axial stress on the pin and p the lateral reaction force per unit length acting on 

the laminate. Derivation of eq. (4) can be found in Appendix B. Differential eqs. (1) and (4) 

describe z-pin displacement in the transverse direction. Eq. (4) depends on the distribution of 

the axial stress in the pin. The friction resistance is the physical mechanism by which pin 

carries axial load. Following differential equation, derived from the force balance in the pin 

axial direction, describes pin’s axial stress distributed along the axis: 

 0 t

t
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where μ is the Coulomb friction coefficient between pin and laminate, σ0 the compressive 

residual stress arising from the curing process and ht the length of transition between the 

elastic and plastic behaviour. Note that ht is not constant during the simulation. The transition 

is assumed to occur when the pin starts having large lateral displacements, thus when the 

shear strength (Su) is exceeded the pin will split into several ligaments. Initial stress σ0 is 

estimated by the following equation. 
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where temperature difference ΔT=150˚C, coefficients of thermal expansion of the pin and 

laminate are αpin = 0 and αlam = 2.4x10-5 K-1. The mathematical problem is solved using the 

boundary condition of the axial stress (Fig. 2b): 

( ) sin( )N L F   (7) 

The extent of ploughing depends on the applied load magnitude (it is larger if the load 

increases); therefore a nonlinear solution has been found using an iterative scheme as 

illustrated in Fig. 3, which is implemented in a Matlab 7 computer program. The maximum 

bridging force is estimated by considering two critic conditions that lead two failure modes: 

(1) axial stress exceeds the friction resistance resulting in the pin being pulled out; (2) axial 

stress overcomes z-pin tensile strength causing the pin rupture failure. 

3.2 Results 

Fig. 4 shows the force vs. displacement relationship of different configurations: a) variable 

pin diameter at fixed laminate thickness (Fig. 4a, 4b) variable laminate thickness for a given 
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pin diameter (Fig. 4b). All plots show similar characteristics as described below: (1) an initial 

linear elastic response before force reaches 20 N, after which point the pin is subjected to 

larger deformation and ploughing into the laminate. During the ploughing phase despite the 

curve becomes more compliant it continuously increases to a maximum value. At this peak 

force one of the two failures occur: pin abrupt rupture resulting in sudden drop of the reaction 

force, or pin is gradually pulled out manifesting a linear decrease of the bridging force. When 

the pin is completely pullout, the displacement equals to the pin embed length. Another 

failure mode is abrupt pin rupture manifesting a sudden force drop (Fig. 4). Following 

observations can be made: (1) both laminate thickness and pin diameter influence the pin 

pullout behaviour; the load carrying capability is higher for larger pin diameter and thicker 

laminates; (2) pin rupture is more likely to occur for smaller diameter pins or pins inserted in 

thicker laminates; (3) initial stiffness and maximum elastic force are higher for bigger pins.  

Calibration of model parameters was performed using the test data published in [3]. Fig. 5 

shows a comparison of the calculated and test measured bridging force vs. displacement. In 

the test pin were not placed exactly perpendicular to the laminate plane; there was a small 

deviation to the intended insertion angle2 (Fig. 5). This is characteristic of the technology 

currently used; therefore, more realistic traction-separation law should be an average of all the 

possible bridging forces coming from different insertion angles within the range. However, 

these considerations are beyond the scope of this paper; the pin is thus modelled as 

perpendicular to the laminate plane. 

Two parameters have been used to calibrate the model: the friction coefficient µ and the 

laminate punch strength p, which is defined in [5, 10]. The first parameter controls the 

occurrence of pin pullout; the higher the friction coefficient, the longer the pullout is delayed 

and the higher the ultimate bridging force. The second changes the curvature of the upward 

curve representing the pin’s nonlinear response as described by eq. (4). Higher punch strength 

results in less surrounding material being affected by pin ploughing; thus stiffer response of 

the pin (upward curve). Calibrated model parameters by the test data are given in Table 1. 

4 ENF model 

4.1 Model assumptions 

                                                                    
2  Minus sign in pin angle means the pin tip towards opposite direction of applied load. 
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Pinned and unpinned ENF specimens shown in Fig. 6 are taken from [1]. They were made of 

24 ply unidirectional prepreg IMS/924 resulting in 3 mm nominal thickness3. Laminate 

mechanical properties are listed in Table 2. An initial crack of 25 mm was made by inserting a 

thin polyamide film in the mid-plane of each specimen. Z-pins were made of pultruded 

T300/BMI. Reinforced area was designed 5 mm from the initial crack tip4 extending for 25 

mm length covering the entire specimen width. Three configurations of different pin areal 

density or diameter were simulated; these parameters are summarised in Fig. 6 insert. 

Only half of a pin row and surrounding laminate are modelled by exploiting the pin periodical 

arrangement. This unit strip model was previously employed to simulate the mode-I fracture 

[25]. Eight-node linear continuum shell elements with reduced integration (designated as 

CS8R in ABAQUS) were used for the laminates and 8-node cohesive elements (COH8) for 

the bonding interface. For numerical stability cohesive element size is one fifth of the 

adjacent shell element (Fig. 7). Therefore, this 2D shell element model has one layer of shell 

elements for each half of the ENF.  

The bridging force vs. crack opening displacement relation shown in Fig. 5 is nonlinear in the 

curve’s rising part. In order to implement this bridging law into a macro-scale FE model, i.e. 

ENF in this paper, a traction-separation law in terms of the pin stress is deduced from the 

bridging force shown in Fig. 5; it is expressed as:  

2
0

( )( ) P uT u
r

  (8) 

where u is the shear displacement, T(u) the bridging stress in the pin and P(u) the bridging 

force. Eq. (8) is plotted in Fig. 8 (solid line represents the realistic bridging law). The bilinear 

curve (dashed line) is an approximation. The two curves are equivalent in terms of the 

enhanced fracture energy ( pin
IICG ), which is the area under the stress-displacement curve; both 

curves describe same energy absorption rate due to pin bridging effect. 

This pin response was implemented into the global FE model of the ENF specimen using two 

different pin models to represent the nonlinear and bilinear bridging laws as shown in Fig. 7 

insert. (1) The “spring-pin” model employs nonlinear spring elements with a user-defined 

force-displacement relation, which is the nonlinear curve in Fig. 8. As depicted in Fig. 7 

                                                                    
3  Measured thickness is 3.2 mm for unpinned and pinned configuration 1 specimens, 3.3 mm for 
pinned specimens in configurations 2 and 3 (Fig. 7 insert). 
4  Actual measured distance from first pin row to initial crack tip was 1 mm for all configurations. 
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insertion (a) these springs are connected to the laminate beams through the Multiple-Point 

Constraints (MPC). The size of the connection points equals the pin cross-sectional area. (2) 

The “cohesive-pin” model uses cohesive elements at the interface that are governed by the 

simplified bilinear traction-separation law. In both models the plain adhesive toughness is 

modelled by cohesive elements governed by a traction-separation law characteristic of the 

unpinned laminate. Published test data of unreinforced ENF were used to correlate the 

cohesive model parameters, which are given in Table 3.  

Boundary condition of the unit strip model is set according to the periodic pin arrangement, 

i.e. the two longitudinal planes that delimit half of a pin row are constrained not having the y-

direction displacement during the simulation. Load is applied by displacement controlled 

loading condition, i.e. a transverse displacement δ is imposed at the centre of the ENF. 

4.2 Results and discussion 

4.2.1 Force vs. applied displacement  

Predicted force vs. displacement of three z-pin configurations are shown in Figs. 9a-11a. Both 

the cohesive-pin and spring-pin models predict similar force-displacement responses. 

Cohesive-pin model predicts a slightly higher force and shorter crack extension when the 

crack size is small (< 4 mm), and two models get closer for larger crack lengths. Difference 

between the two predictions always remains within 5%, demonstrating that the simplified 

bilinear bridging law works well. For the 2% pin density cases, the spring-pin model had 

some difficulty to converge, as the simulation stopped at about 4 mm of applied displacement 

(marked by asterisk symbol in Fig. 9a, 10a). On the contrast the cohesive-pin model always 

reached the end of simulation due to the more robust formulation. For the lower pin density 

(Ap = 0.5%), spring-pin model ran through. Due to the convergence difficulties the number of 

incremental steps is much larger for the spring-pin model than that of the cohesive-pin model; 

consequently, the computing time for the spring-pin model is about four times higher. Overall 

predicted force-displacement curves are in good agreement with the test results in [1] for all 

the three cases. 

4.2.2 Crack bridging length  

The pin bridging effect starts as soon as delamination crack passes the first pin row. Crack tip 

is shielded from shear stress as pins bridge the crack wake; hence the applied load recovers 

from the initial drop and increases to a maximum. Crack bridging length is a good indicator of 

the bridging effect, which is defined as the length of the crack wake where the pins are active, 
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i.e. not failed completely. Number of active pin rows is presented in Figs. 9a-11a indicated on 

the right-hand y-axis. In all three cases the number of active pin rows increases continuously 

and does not reach a saturate value; it increases up to the total number of pin rows inserted in 

the laminate. Specimen’s final failure occurs due to the laminate crushing failure under 

bending. This result is in agreement with the constant rising resistance curve (R-curve) in [1], 

where it reports that mode-II fracture toughness of z-pinned laminates constantly increases 

with the increasing crack length. The absence of a plateau in the R-curve indicates that the 

number of active pins in the crack wake is still increasing just before the final failure. 

4.2.3 Crack extension behaviour  

Crack length vs. applied displacement is plotted in Figs. 9b-11b. It is worth noting that in the 

experiment crack lengths were measured by visual observation; therefore, the comparison of 

test with models is more for the trend rather than being quantitative. The agreement between 

the simulation and experiment is reasonably good, particularly for the 2% pin density cases 

and the 0.5% case when crack is below 15 mm, with percentage error less than 20%. Larger 

discrepancy is noted for longer cracks (> 15 mm) when it is close to specimen’s final failure. 

Cohesive-pin model predicts slightly shorter crack length due to employing the simplified 

bilinear traction-separation law; the pins have stiffer response than the pins modelled by the 

springs. However, apart from the initial difference in crack growth length, two models 

converge in all modelled cases due to the equivalence in the critical strain energy release rates 

described by the two bridging laws. 

4.2.4 Interlaminar shear stresses  

Fig. 12 shows the interlaminar shear stresses at the delamination plane at applied 

displacement of 4 mm (pin parameter Ap = 2%; d = 0.51 mm). Higher shear stresses are 

predicted by the cohesive-pin model on the pin rows close to the crack tip. This is because 

that the bilinear cohesive-pin model is stiffer than the spring-pin model before the force 

reaches the maximum (Fig. 8), hence the higher predicted pin reaction force. It is worth 

noting that the pin stresses in Fig. 12 should not be interpreted as the pin’s internal stress, but 

an equivalent stress derived from bridging force per unit pin cross-sectional area.   

5. Concluding Remarks 

The main contribution of this paper is to demonstrate that: 1) z-pin bridging action can be 

modelled by nonlinear springs as well as cohesive elements. Bridging laws governing these 
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pin models can be deduced from either single-pin specimen tests or unit-cell models; 2) these 

pin models can be implemented into a commercial FE package for structural models. 

The second contribution is the development of a unit-cell model of single-pin pullout in mode 

II load condition. It can be used for predicting the bridging effect of different pin parameters 

once it is calibrated by testing one configuration. 
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Appendix A. Derivation of laminate stiffness in the unit-cell model 

Consider a section of a pin and surrounding laminate. A shear displacement δ is imposed to 

the pin cross section, which is assumed not to deform. The laminate subjected to a punch load 

deforms and the hosting hole is assumed having the eyelet shape as depicted in Fig. A1. In the 

following equations the reaction force provided by the laminate is expressed as a function of 

the applied displacement. The stiffness of the spring foundation can be calculated by dividing 

the reaction force by the applied displacement. Only one hemisphere of pin is assumed to 

contact with the laminate. Assuming the shear stress is negligible at the pin/laminate 

interface, the lateral force that laminate exerts on the pin can be expressed as: 

   
0

2

0

2

cosrF r d





   


   (A1) 

Consider the force equilibrium in the radial direction, following relation can be written:  

0rr
rr

r





 



   

 
 (A2) 

Assuming circumferential stress σθ and shear stress τrθ are negligible compared to σr, eq. (A2) 

can be written as: 

  0rr
r





 (A3) 

This means that at a given angle θ the radial stress flow rσr remains constant along the radial 

direction and this flow remains the same as the one at the pin/laminate interface (
00 rr ). 
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Assuming the lateral displacement of the laminate is zero at sufficiently far distance from the 

pin (r = R), the radial displacement of the laminate at the pin interface can be expressed as: 

0 0

0

0 0

0 0

0

ln
R R

r rr
r

lam lam lamr r

r rdr R
E E r E r
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But the radial displacement has to be the same as the pin:  
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Using eqs. (A4) and (A5) 
0r

 is written as function of δ; substituting it in eq. (A1) we have: 
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Eq. (A6) gives the elastic response of the laminate being punched by a pin. 

Appendix B. Derivation of z-pin differential equation after pin splitting 

Consider a z-pin section of unit length dz. Large lateral displacement causes internal splitting, 

which makes the pin completely flexible in bending. The pin is thus able to carry only the 

axial stress. The pin is assumed inextensible, i.e. having infinitely high axial stiffness. Let N = 

πr2σ be the axial force of the pin, a schematic of the force acting over the pin is depicted in 

Fig. B1. The force equilibrium balance along the z and x-axis can be written as follows: 

 

 

cos cos
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N dN dz dz N qdz
z dz
N dN dz dz N pdz
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Assuming the derivative of α being small (small angle variations), eq. (B1) can be written as: 

     

1

sin cos( ) cos sin( ) sin

d dz
dz

N q
z

N d dN dz dz dz N pdz
z dz dz



   

  
                  
   

   (B2) 

From geometrical consideration the following relation can be written: 
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Substituting eq. (B3) in (B2), we can obtain the following differential equation: 

2
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N du d uN p
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Which can also be expressed in a simpler form: 

 u
N

z
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Tables 

 

Table 1 Mechanical properties and parameters used in the unit-cell model. 

Z-pin  
Young’s 

modulus a 

Laminate 
Young’s 

modulus b 

Friction 
coefficient c 

Pin axial 
strength a 

Pin  
shear 

strength a 

Laminate 
punch 

strength c 
Epin (GPa) Elam (GPa) μ Spin (MPa) Su (MPa) p (N/mm) 

120 11 0.77 1200 100 700 

Date sources: a. from [26]; b. transverse stiffness of IMS/924 (Table 2); c. calibrated by test data in [3]. 

 
 

 

 

Table 2 Mechanical properties of IMS/924 [26] 

E1 E2 E3 G12 G13 G23  υ12 υ13 υ23 
(GPa)    

138 11 11 4.4 4.4 3.92 0.34 0.34 0.4 

 

 

 

 

 

Table 3 Parameters used in the cohesive laws 

Plain laminate  Pin bridging cohesive law 

KII
 

( N/mm3) 
TII0

 

(MPa) 
GIIC

 

( kJ/m2) 

 Pin diameter  
(mm) 

KII
 

( N/mm3) 
TII0

 

(MPa) 

pin
IICG  

( kJ/m2) 

1 x 105 30 0.77  0.28 4.2 x 104 1050 740 
  0.51 1.9 x 104   630 370 
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Figures 

 

 

Fig.1. Modelling approach: z-pin bridging force is determined by a unit-cell model; the bridging law is applied at 
each pin position in a macro-scale structural model. 

 

 

 

Fig.2. (a) Schematic of single-pin mode II model, (b) unit-cell model for evaluating the mode-II bridging law. 
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  Fig.3. Iterative scheme used for determining the single-pin bridging force. 

 

 

 

 

 

Fig.4. Influence of pin parameters on the bridging force: (a) effect of pin diameter, (b) effect of laminate 
thickness. 
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Fig. 5.  Comparison of analytical model with experimental data [3] of single pin pullout test. 

 

 

 

 

 

 

                           Fig. 6.  ENF specimen geometry and dimensions (unit: mm).  
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Fig. 7 Model of z-pinned ENF specimen using two layers of shell elements and cohesive elements at interface. 
Insertion (a) “spring-pin” model using a non-linear spring element; (b) “cohesive-pin” model using a cohesive 
traction-separation law for enhanced toughness at pin location. 

 

 

 

 

 

Fig. 8. Schematic of bridging laws used by the two single-pin models: non-linear law used for the “spring-pin” 
model derived by the analytical model and tuned by tests (Fig. 5), and simplified bi-linear traction-separation 
law for the “cohesive-pin” model. 
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Fig. 9. Comparison between experiment and simulation (pinned laminate: Ap = 2%, d = 0.51 mm), (a) applied 
force vs. displacement; also showing the number of active pin rows in the crack wake (right-hand y-axis), (b) 
crack extension vs. applied displacement. 

 

 

 

 

 

Fig. 10. Comparison between experiment and simulation (pinned laminate: Ap = 2%, d = 0.28 mm), (a) applied 
force vs. displacement; also showing the number of active pin rows in the crack wake (right-hand y-axis), (b) 
crack extension vs. displacement. 
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Fig. 11. Comparison between experiment and simulation (pinned laminate: Ap = 0.5%, d = 0.51 mm), (a) applied 
force vs. displacement; also showing the number of active pin rows in the crack wake (right-hand y-axis), (b) 
crack extension vs. displacement. 

 

 

 

 

 

   Fig.12: Interlaminar shear stresses at delamination plane, (a) cohesive-pin model, (b) spring-pin mode.  
                (unit: MPa). Pinning parameters: Ap = 2%, d = 0.51 mm; applied displacement = 4 mm. 
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           Fig. A1  Schematic of the reaction force from the laminate supporting the pin under lateral deflection. 

 

 

 

 

 

 

            

                Fig. B1  Schematic of the forces acting over a pin (idealised as a truss) during the ploughing phase.  


